
This journal is© the Owner Societies 2016 Phys. Chem. Chem. Phys., 2016, 18, 5099--5102 | 5099

Cite this:Phys.Chem.Chem.Phys.,

2016, 18, 5099

NMR reveals the surface functionalisation of Ti3C2

MXene†

Michael A. Hope,a Alexander C. Forse,a Kent J. Griffith,a Maria R. Lukatskaya,b

Michael Ghidiu,b Yury Gogotsi*b and Clare P. Grey*a

1H and 19F NMR experiments have identified and quantified the

internal surface terminations of Ti3C2Tx MXene. –F and –OH termi-

nations are shown to be intimately mixed and there are found to be

significantly fewer –OH terminations than –F and –O, with the

proportions highly dependent on the synthesis method.

MXenes are a novel class of two-dimensional transition metal
carbides and nitrides1,2 which have garnered much interest for
applications in lithium-ion3 and Li–S4 batteries, supercapacitors,5

selective adsorption of heavy ions,6 and dual response systems.7

They are synthesised by etching the ‘A’ element out of the
corresponding MAX phase; for example, the most widely studied
MXene, and that which this work is based on, Ti3C2, is produced
by etching Al out of Ti3AlC2 (Fig. 1a).

Aqueous etching of Al does not leave bare Ti layers, but they
are instead terminated with functional groups (T), with the
material then referred to as Ti3C2Tx. X-ray photoelectron spectro-
scopy (XPS) experiments have indicated the presence of –O, –OH
and –F terminations3,8 and energy-dispersive X-ray spectroscopy
(EDS) has been used to quantify their proportions;2,9,10 however,
EDS cannot distinguish between –O and –OH and typically all
oxygen is assumed to be present as –OH. The analysis is further
complicated by the presence of interlayer water and etching
by-products, such as fluoride salts, that are often spuriously
included in the signals assigned to surface termination.

In many studies it has been necessary either to assume
average site occupancies for the functional groups, for example
to analyse pair distribution functions,9 or to simply use complete
termination of one type as assumed for density functional theory
(DFT) calculations.2,11–13 Moreover, DFT calculations have suggested

that the electronic properties11 and performance of MXenes in
lithium-ion batteries12,13 are highly dependent on the surface
functionalisation, so a greater understanding is crucial for pursuing
the aforementioned applications. It is clear that a more complete
understanding of the surface functionalisation of these interesting
materials would aid their development for applications.

In this work, nuclear magnetic resonance (NMR) spectro-
scopy is used to study the surface functionalisation of Ti3C2Tx.
NMR is a powerful tool for studying fluorine and hydrogen
containing materials due to the high sensitivity of 19F and 1H
nuclei,14 and has recently been applied to study another
MXene, V2CTx.15 While V2CTx remains the only MXene thus
far characterized by NMR, Ti3C2Tx is the most studied MXene
and has already demonstrated promise in many applications.
In the original procedure, etching was performed with 50% HF
solution,2 but more recently a new synthesis has been
reported10 using a milder etchant, LiF dissolved in 6 M HCl,
which is safer and produces Ti3C2Tx with a lower concentration
of defects and a higher volumetric capacitance when used in an
aqueous supercapacitor. Samples prepared by the two methods
are compared here.

Some differences between the preparations are evident: scanning
electron microscopy (SEM) shows that, while HF-etched samples
have an accordion-like morphology (Fig. 1b), the samples etched
with LiF and HCl mixtures show a more compact structure
(Fig. 1c) without visible delaminations. X-ray diffraction (XRD)
showed a shift in the (0002) reflection to lower angles (corres-
ponding to a c parameter of B25 Å) for LiF–HCl etched samples
(Fig. 1d), compared to HF-etched MXene on the order of 19–20 Å.
However, there is evidence of small amounts of unreacted
Ti3AlC2 in the LiF–HCl etched sample.

These observations correspond well with the 13C NMR data
(Fig. 2a) which provides further evidence for the conversion of
Ti3AlC2 to Ti3C2Tx (although these spectra are not quantitative,
due to the faster transverse relaxation time, T2, of Ti3C2Tx

compared to Ti3AlC2). The Ti3AlC2 shows a resonance at
566 ppm with a shoulder at 527 ppm ascribed to TiC remaining
from the synthesis.16 For the LiF–HCl synthesised sample,
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the Ti3AlC2 signal reduces in intensity relative to the TiC signal
as Ti3AlC2 is converted to Ti3C2Tx, and a new resonance appears
at 412 ppm, attributed to Ti3C2Tx. For the HF synthesis,
conversion is complete and the main Ti3C2Tx resonance now
appears at 382 ppm, the shift difference being most likely due
to a difference in surface functionalisation or stacking. In
comparison, the 13C signals in V2AlC and V2CTx were found

at lower chemical shifts of 208 ppm and 265 ppm respectively.
The larger 13C chemical shifts seen in the Ti system compared
to the V system are in part ascribed to larger overlap between Ti
and C due to the larger, more diffuse Ti orbitals.

Initial 1H NMR experiments on the as-synthesised materials
showed only an intense resonance at 6.9 ppm due to water (see
ESI†), but after drying at 200 1C in vacuo overnight, different

Fig. 1 (a) Schematic of etching from Ti3AlC2 to Ti3C2Tx showing terminations and interlayer water. Typical SEM micrographs of (b) HF-etched Ti3C2Tx,
showing accordion-like structure and (c) LiF–HCl etched Ti3C2Tx, with a more compact structure. (d) XRD patterns of Ti3AlC2 and Ti3C2Tx etched with HF
or LiF–HCl. Green vertical lines denote the presence of MAX phase peaks, and grey regions are peaks from crystalline Si 10 wt% internal standard.

Fig. 2 (a) 13C NMR (11.7 T) spectra of Ti3AlC2 and Ti3C2Tx produced by the two methods recorded at 50 kHz MAS using a Carr–Purcell–Meiboom–Gill
(CPMG) experiment with the echoes summed to give the conventional lineshape (see ESI†). (b) 1H NMR (11.7 T) spectra of HF and LiF–HCl synthesised
Ti3C2 MXene recorded at 60 kHz MAS. (c) 1H–13C HETCOR NMR (7.05 T) spectrum of HF synthesised Ti3C2 MXene recorded at 40 kHz MAS. (d) 19F NMR
(11.7 T) spectra of HF and LiF–HCl synthesised Ti3C2 MXene recorded at 60 kHz MAS. 1H–19F HETCOR NMR (11.7 T) spectra of (e) HF and (f) LiF–HCl
synthesised Ti3C2 MXene recorded at 20 kHz MAS with adjacent 1D 1H spectra shown for comparison.
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proton environments could be distinguished (Fig. 2b). The HF
synthesised sample shows a broad signal at 18.6 ppm with
a similar signal seen for the LiF–HCl synthesised sample at
12.5 ppm. These are assigned to –OH terminations with varying
degrees of hydrogen bonding. Both 1H spectra also show a
feature at 6.5 ppm, ascribed to H2O as its intensity was sensitive
to the degree of drying, suggesting that water trapped between
the MXene layers cannot be completely removed by vacuum
drying at 200 1C. The other proton signals observed between 3
and�1.5 ppm are tentatively assigned to intercalated contaminants
as the intensities and chemical shifts were found to vary between
different samples.

To confirm the connectivity of the –OH groups to the Ti3C2

sheets, a two-dimensional 1H–13C heteronuclear correlation
(HETCOR) spectrum was recorded for the HF synthesised
sample (Fig. 2c). These experiments show correlations only
for species in close proximity, on the order of angstroms.17

Although the spectrum is broad, the –OH terminations at d 1H
B20 ppm clearly correlate with the Ti3C2 carbon environment
at d 13C B380 ppm, confirming the connectivity. The absence
of the other 1H signals in this spectrum indicates the environ-
ments are further from the carbon layers and/or highly mobile,
i.e. intercalants, not surface terminations.

The large 1H chemical shifts in these systems, outside the
normal 1H chemical shift range, could arise from three major
sources: the Knight shift, due to metallic behaviour; a trans-
ferred hyperfine (or Fermi contact) shift due to the transfer of
(unpaired) spin density from the Ti layers; and/or strong
hydrogen bonding. The prior NMR study on V2CTx, revealed
–OH terminations with much larger 1H chemical shifts of
85 ppm, the shifts being ascribed to Knight shifts due to the
metallic/low band gap V2CTx.15 A 1H saturation recovery experi-
ment on Ti3C2Tx yielded a T1 relaxation constant of B3 s for the
–OH signal, whereas hyperfine interactions should cause fast
T1 relaxation; in contrast, –OH terminations in V2CTx have
T1 B 1 ms. Furthermore, variable temperature 1H NMR experi-
ments performed between �8 and 62 1C showed no appreciable
change in chemical shift, as would be expected for a hyperfine
shift. The large chemical shift of the –OH terminations in
Ti3C2Tx is therefore most likely due to strong hydrogen bonding
rather than a hyperfine shift, different H-bonding arrangements
being observed for the two samples. However, a small contribu-
tion from the Knight shift cannot be ruled out, particularly since
the observed chemical shifts are close to the maximum 1H shift
observed in strongly H-bonded systems,18 and the presence of
large shifts in the 13C NMR spectra, which are likely caused by the
Knight shift in metallic Ti3C2Tx.

In the 19F spectra (Fig. 2d), broad signals are observed at
�227 ppm in the HF synthesised sample and at �255 ppm
in the LiF–HCl synthesised sample, which are assigned to –F
terminations. The LiF–HCl synthesised sample also shows
residual LiF at �203 ppm19 and the reaction by-product
AlF3�nH2O at �181 ppm,20 which could be removed by stirring
overnight in water. In the HF synthesised sample, the AlF3�nH2O
has shifted to �166 ppm, likely due to differences in hydration;
there is a resonance at 8 ppm most probably due to TiF3 produced

in the harsher etching conditions (see ESI,† for TiF3 spectrum),
and a broad signal at�100 ppm which may be due to a fluorinated
hydrocarbon or metal oxyfluoride contaminant. This is very
comparable to the V2CTx MXene system where –F terminations
are observed at �265 ppm, an AlF3 like species at �158 ppm
and a contaminant at �122 ppm.

To explore the arrangement of the different functional
groups in space, 1H–19F HETCOR spectra were also recorded
(Fig. 2e and f). The correlation between –OH and –F terminations
in both samples confirms our spectral assignments and reveals
there are mixed terminations within layers, rather than regions
terminated by a single type of functional group. The correlation
between H2O and –F terminations is indicative of structural water
between the layers; the stronger correlation in the LiF–HCl etched
sample may suggest the water is less mobile, but further experi-
ments with varied contact times would be required to confirm
this. The other 1H signals centred at d 1H = 1 ppm also correlate
with the –F resonance, supporting the assertion that these arise
from intercalated species and finally, there is H2O and AlF3

correlation due to the hydration of AlF3.
Having identified –OH and –F surface functional groups,

their proportions were quantified by spin counting (comparing
the signal with that of a known standard), correcting for the
mass of known impurities and the percentage conversion of the
LiF–HCl synthesised sample as determined by EDS (see ESI†).
The fraction of oxygen terminations is then determined by
assuming that there are two terminations per formula unit
(one per side) and that oxygen comprises the remainder. We
further assume that oxygen takes up two sites, because it most
likely originated from two –OH groups (–OH + –OH - –O +
H2O21) and has a greater negative charge; i.e. the following
equation is satisfied: nOH þ nF þ 2nO ¼ 2. This yields the
following formulae (Fig. 3); the error in the last digit is shown
in brackets:

LiF–HCl synthesis Ti3C2(OH)0.06(2)F0.25(8)O0.84(6)

HF synthesis Ti3C2(OH)0.12(2)F0.8(2)O0.54(7)

Fig. 3 Composition of the Ti3C2Tx surface functional groups produced by
etching of the Ti3AlC2 in HF and LiF–HCl solutions, per Ti3C2 formula unit,
i.e. Ti3C2(OH)xFyOz.
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This reveals that the –OH termination is a relatively minor
component, with far more –F and –O present. 2D 1H NMR
spectra corroborate this by showing there are no –OH termina-
tions next to –OH terminations (see ESI†) and recent quantitative
XPS results8 are also in strong agreement. However, this result
differs from the stoichiometries deduced from previous EDS
experiments due to their assumption that all oxygen is present
as –OH terminations and because the enduring presence of
H2O and fluoride containing impurities significantly affects
the O : F ratio. There is also a clear difference between the
functional groups of the samples prepared by HF and LiF–HCl
syntheses; there is almost four times as much –F termination
in the HF synthesised sample, as well as more –OH and we
conclude there must therefore be fewer –O terminations. High
content of O-terminated titanium atoms and a low content of
–OH and –F terminal groups in LiF–HCl etched samples
suggests that this method is preferred for producing MXenes
for Li-ion and other batteries where O-termination gives a higher
capacity,12 although complete conversion is not achieved.

It was considered that vacuum drying could have caused the
conversion of –OH terminations to –O according to –OH +
–OH - –O + H2O,21 and hence the low levels of –OH termina-
tions observed. Using a long spin-echo as a T2 filter it was
possible to largely remove the H2O signal in the 1H NMR
spectrum and resolve the –OH terminations before drying.
A comparison of the spectra before and after drying in vacuo
at 200 1C showed no change in –OH intensity and therefore the
termination proportions determined for vacuum dried samples are
also valid for the material as synthesised (see ESI†).

In conclusion, –OH and –F terminations have been identified
in the 1H and 19F NMR spectra of Ti3C2Tx MXene, as well as
H2O still present between the Ti3C2Tx sheets after vacuum drying
at 200 1C. Two-dimensional correlation experiments have con-
firmed the connectivity of the –OH and –F terminations and
revealed that they are all present in close vicinity to each other
between the metal carbide layers. Quantitative NMR experiments
then showed that there are significantly fewer –OH terminations
than –F and –O terminations and that the surface termination
is highly sensitive to the synthesis method used; in particular
the HF synthesised material has almost four times as much
–F termination as the LiF–HCl synthesised material. Our mea-
surements give a new level of insight into the chemistry of these
exciting materials, and should facilitate their development in
electrochemical energy storage applications. We also note that
the NMR methods used here are generally applicable to the large
family of MXene compounds.
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