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Synthesis and chiroptical properties of a
t-conjugated polymer containing glucose-linked
biphenyl units in the main chain capable of folding
into a helical conformationt
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An optically active n-conjugated polymer (poly-9) containing glucose-linked biphenyl units in the main
chain was synthesized through the copolymerization of 5,5 -diiodo-2,2'-bithiophene and a new diethynyl
compound, whose molecular design has taken inspiration from naturally occurring ellagitannins. The
chiroptical properties of poly-9 were investigated in solution and the solid state. The absorption and cir-
cular dichroism spectra of poly-9 were clearly changed depending on the solvents due to the confor-
mational alteration within a single polymer chain. Because a corresponding model molecule and polymer
did not show marked solvent-dependent spectral changes, the backbone conformation of poly-9 is con-
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sidered to be capable of interconverting between random-coil and preferred-handed helical states in
response to the exterior environment. We also found that poly-9 exhibited efficient circularly polarized
luminescence with a green color, whose dissymmetry factor reached 1.9 x 1072 when the backbone was

Open Access Article. Published on 14 November 2016. Downloaded on 1/20/2026 11:22:25 AM.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

[{ec

www.rsc.org/polymers

Introduction

The development of valuable functional materials derived
from abundant and renewable resources has been recognized
as one of the most important aspects to break out of the exces-
sive dependence on dwindling fossil fuels and to realize a sus-
tainable society. In nature, there are a variety of organic com-
pounds with unique chemical structures, some of which can
still be obtained only from nature. The incorporation of inter-
esting structural features of natural products into molecular
designs is very attractive for material development because it
opens up the possibility of creating novel materials that would
be otherwise unimaginable. Naturally occurring ellagitannin is
a series of natural compounds containing one or more bi-
phenyl units linked to a sugar moiety. Two structural examples
of ellagitannin, tellimagrandin I and pedunculagin, are shown
in Chart 1; these compounds are known to be present in fruits
of Eucalyptus globulus and pericarps of Punica granatum.'
These molecules are optically active, not only because of the
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folded into the helical conformation in the film state.
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Chart 1

chiral centers in the sugar unit, but also due to the chiral axis
derived from the biphenyl unit. Despite its unique chiral struc-
ture, ellagitannin has not yet been utilized as a building unit
for chiral functional materials.

Synthetic oligomers and polymers capable of folding into a
well-defined compact conformation in solution are known as
foldamers.” These molecules adopt folded states only in par-
ticular environments, in which intramolecular interactions,
such as hydrogen bonding, coordination bonding and lyopho-
bic interactions, work efficiently over the entire molecular
strand. A representative example is the oligo(m-phenylene
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Scheme 1 Synthesis of GLB-7 bearing a glucose-linked biphenyl unit.

ethynylene)s reported by Moore and co-workers.® In these systems,
lyophobic interactions play a critical role in promoting helical
folding behavior; the oligomers adopt helical conformations
in polar solvents such as acetonitrile, but unfold into random-
coils in chloroform. Foldamers consisting of only achiral
building blocks form an equimolar mixture of right- and left-
handed helices when folding into helical states. The incorpo-
ration of optically active components into the molecular struc-
tures, for example in the main chains,* side chains® or chain
terminus,*™® is a typical approach for selectively inducing
excess one-handed helical states. Up to now, a variety of struc-
tural motifs have been employed for producing optically active
foldamers,”>““#” and their application as chiral functional
materials, associated with chiral sensors,® asymmetric cataly-
sis” and chiral stationary phase,'® has been reported.

We anticipated that the preferred-handed twisted biphenyl
structure of ellagitannin could be used as a new structural motif
for the development of m-conjugated foldamers. Herein, we
designed a diethynyl monomer (GLB-7 in Scheme 1) bearing a
glucose-linked biphenyl unit that is chirally twisted as in the
ellagitannins. Copolymerization of GLB-7 with a bithiophene-
based cross-coupling partner provided a m-conjugated polymer
that showed a helix-to-random coil transition in response to the
solvent environment. To the best of our knowledge, this is the
first example of a bio-inspired foldamer created by taking advan-
tage of a structural feature of the ellagitannins. We also report
on the preliminary application of this polymer in circularly
polarized luminescence (CPL) materials.

Experimental section
Materials

Anhydrous solvents (dichloromethane, chloroform, acetonitrile
and tetrahydrofuran (THF)) and common organic solvents
were purchased from Kanto Kagaku (Tokyo, Japan). [2-(2-
Methoxyethoxy)ethoxy]acetic acid was from Tokyo Kasei Kogyo

This journal is © The Royal Society of Chemistry 2016

(TCI) (Tokyo, Japan). 5,5-Diiodo-2,2-bithiophene (8) and
copper(1) iodide (Cul) were from Sigma-Aldrich (St Louis, MO,
USA). 1-Ethyl-3-(3-dimethylaminopropyl)carbodiimide hydro-
chloride (EDC-HClI) and N,N-dimethyl-4-aminopyridine
(DMAP) were purchased from Wako Pure Chemical Industries
(Osaka, Japan). Tetrakis(triphenylphosphine)palladium(0)
(Pd(PPh;),) was purchased from Nacalai (Kyoto, Japan).
Diisopropylamine (DIPA) was obtained from Kishida (Osaka,
Japan). Chiralpak IA (25 cm x 0.46 cm (i.d.)) was purchased
from Daicel (Tokyo, Japan). Details on the synthesis of GLB-6,
mono-10 and poly-11 are described in the ESL.{

Synthesis

Synthesis of GLB-7. To a solution of GLB-6 (0.54 g,
1.2 mmol), [2-(2-methoxyethoxy)ethoxy]acetic acid (0.47 g,
2.6 mmol) and DMAP (0.32 g, 2.6 mmol) in dichloromethane
(12 mL) was added EDC-HCI (0.51 g, 2.6 mmol) at 0 °C under a
nitrogen atmosphere. After stirring at room temperature for
8 h, the reaction system was diluted with dichloromethane
and the solution was washed with 1 N HCI aqueous solution
and water, and then dried over Na,SO,. After filtration, the
solvent was removed by evaporation and the crude product was
purified by silica gel chromatography using ethyl acetate as the
eluent to give the desired product as a white solid (0.70 g, 76%
yield). Mp: 50.2-50.5 °C. [a]¥’ +15.5 (¢ 1.0, CHCl;). '"H NMR
(500 MHz, CDCl;, t): § 7.65-7.50 (m, 4H, ArH), 7.46 (d, J = 8.0
Hz, 1H, ArH), 7.32 (d, J = 8.0 Hz, 1H, ArH), 5.63 (t, ] = 9.5 Hz,
1H, CH), 5.40-5.30 (m, 2H, CH), 5.02-4.93 (m, 1H, CH),
4.43-4.05 (m, 7H, CH,, CH), 3.80-3.47 (m, 19H, CH,, CH,
OCHj), 3.38 (s, 3H, OCHj3), 3.37 (s, 3H, OCHj;), 3.21 (s, 2H,
C=CH). *C NMR (125 MHz, CDCl;, rt): § 170.30, 169.18,
168.25, 168.08, 136.91, 136.72, 134.50, 134.47, 132.76, 132.69,
131.73, 126.63, 126.43, 125.44, 97.40, 82.30, 79.95, 74.97,
74.02, 72.02, 71.98, 71.08, 70.70, 70.65, 68.43, 67.81, 67.25,
61.90, 59.15, 59.13, 55.85. IR (KBr, cm™'): 2109 (C=C), 1752
(C=0). Caled for CzgH44046: C, 60.93; H, 5.77; Found: C,
60.96; H, 5.66.
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Fig. 1 Synthesis of poly-9 and structures of mono-10 and poly-11.

Synthesis of poly-9. Copolymerization of GLB-7 with 8 by the
Sonogashira-Hagihara cross coupling was carried out using
Pd(PPh;), as a catalyst in a dry Schlenk flask under a nitrogen
atmosphere (Fig. 1). To a solution of GLB-7 (0.48 g,
0.62 mmol), Pd(PPh;), (43 mg, 0.037 mmol) and Cul (36 mg,
0.19 mmol) in degassed THF/DIPA (5/1, v/v) (21 mL) was
added 8 (0.26 g, 0.62 mmol). The solution was stirred at 60 °C
for 12 h. After cooling to room temperature, the reaction
mixture was poured into a large amount of hexane, and the
resulting polymer was collected by centrifugation, washed with
ethanol, and dried in vacuo to yield poly-9 as an orange solid
(0.49 g, 85%). "H NMR (400 MHz, CDCl;, 55 °C): § 7.70-7.40
(m, 5H, ArH), 7.34 (d, J = 7.6 Hz, 1H, ArH), 7.20 (br, 2H, ArH),
7.10 (br, 2H, ArH), 5.64 (t, J = 9.6 Hz, 1H, CH), 5.40-5.20 (m,
2H, CH), 5.05-4.90 (m, 1H, CH), 4.45-4.35 (m, 1H, CH),
4.30-4.15 (m, 5H, CH,, CH), 4.08 (d, J = 9.2 Hz, 1H, CH),
3.80-3.60 (m, 12H, CH,), 3.58-3.40 (m, 7H, CH,, OCH3;), 3.36
(d, J = 5.6 Hz, 6H, OCH3). IR (KBr, cm™): 2197 (C=C), 1752
(C=0). Caled for C,;H,;0:65,-1.4H,0: C, 59.04; H, 5.14.
Found: C, 58.98; H, 5.04.

Instruments

NMR spectra were recorded on a JNA-LA 400 (JEOL, Tokyo,
Japan) (400 MHz for 'H) or a JNM-ECA 500 (JEOL) (500 MHz
for "H, 125 MHz for *C) spectrometer in CDCl, using tetra-
methylsilane as the internal standard. Melting points were
measured on Yanako melting point apparatus and were un-
corrected. IR spectra were obtained using a JASCO (Hachioji,
Japan) Fourier Transform IR-460 spectrophotometer with a
KBr pellet. The molecular weights and distributions of the
polymers were estimated using size-exclusion chromatography
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(SEC) equipped with a TSKgel MultiporeHyx-M column
(Tosoh, Tokyo, Japan), a JASCO PU-2080 Plus high-perform-
ance liquid chromatography (HPLC) pump and a JASCO
UV-970 UV/VIS detector at 254 nm, where chloroform was used
as the eluent. The molecular weight calibration curve was
obtained with polystyrene standards (Tosoh). The optical
rotation was measured at 25 °C with a JASCO P-1030 polari-
meter. Absorption and circular dichroism (CD) spectra in solu-
tion states were measured using a JASCO V-570 and a JASCO
J-725 spectrometers, respectively, with a 0.10, 1.0, or 10 mm
quartz cell. The temperature was controlled using a JASCO
ETC-505T (absorption spectroscopy) and JASCO PTC-348WI
apparatus (CD spectroscopy). Photoluminescence (PL) and cir-
cularly polarized luminescence (CPL) spectra were recorded at
room temperature on a JASCO CPL-300 spectrometer. Spin-
coated films prepared on quartz substrates from a chloroform
or a chloroform/acetonitrile (60/40, v/v) solution (10 mg mL™)
were used for solid-state spectral measurements. Elemental
analyses were performed at the Research Institute for
Instrumental Analysis of Advanced Science Research Center,
Kanazawa University, Kanazawa, Japan.

Results and discussion
Synthesis

Scheme 1 shows the synthetic route to GLB-7, which was syn-
thesized in five steps using a glucose derivative (1) with two
hydroxy groups as the starting material. Each reaction pro-
ceeded well to afford the corresponding product in moderate
to excellent yields, with an overall yield of 43% (see the ESIY).
On the basis of a "H NMR assignment of a previously reported
artificial ellagitannin bearing a biphenyl unit with (S)- or (R)-
configuration,"" GLB-7 was presumed to contain two diastereo-
mers with opposite axial chirality (GLB-7S and GLB-7R in
Chart 2), and their diastereomeric ratio was determined to be
94:6 in favor of GLB-7S (ESI Fig. S1Af). These isomers were
efficiently separated from each other by chiral HPLC using

R10 o R10 o
R1O% R‘O%
o ©OCH; o ©OCH
o) 0
o o

Chart 2

This journal is © The Royal Society of Chemistry 2016


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c6py01759b

Open Access Article. Published on 14 November 2016. Downloaded on 1/20/2026 11:22:25 AM.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Polymer Chemistry

Chiralpak IA as the chiral stationary phase, as shown in
Fig. S2A.f The CD spectra of each component, which were
recorded using the stop-flow HPLC-CD analysis, revealed that
the two isomers show mirror-image-like CD patterns in the
absorption region of the biphenyl units (ESI Fig. S2B¥). This is
further evidence that the twist senses of the biphenyl units
were opposite to each other although their twist angles would
not be the same. Interestingly, when each isolated component
recovered from the HPLC system was reinjected onto the
column under the same conditions, two clear peaks derived
from the diastereomers appeared again in the chromatograms
(ESI Fig. S31), whose retention times were almost the same as
those in the original separation. Although the axial chirality of
an analogous glucose derivative (GLB-3-H in Chart 2) without
any substituents at the 6,6'-positions of the biphenyl unit has
so far been considered to be a static feature,'* our results
clearly indicate that the twist handedness of the biphenyl unit
in GLB-7 was dynamic and that GLB-7 was in a state of
dynamic equilibrium between the two diastereomers with
opposite axial chirality, GLB-7S and GLB-7R."*

GLB-7 was copolymerized with 8 through a Sonogashira-
Hagihara coupling using a palladium catalyst in a THF/DIPA
mixture (5/1, v/v) at 60 °C (Fig. 1). The resulting polymer was
purified by successive washing with ethanol and hexane to
remove low molecular weight oligomers and catalytic residues.

View Article Online
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Optically active poly-9 containing glucose-linked biphenyl
units in the main chain was obtained in a relatively good yield
(85%), and its molecular weight (M,) and the degree of
polymerization were estimated by SEC to be approximately
1.0 x 10* g mol™" and ca. 11, respectively. We confirmed that
the '"H NMR spectrum of the obtained poly-9 contained a
series of signals derived from the GLB-7S and GLB-7R units,
and the compositional ratio was almost the same as the di-
astereomeric ratio of the monomer (ESI Fig. S1B¥). This clearly
means that the axial chirality of the biphenyl units in the
polymer backbone is biased in favor of the (S)-configuration,
although it remains unclear whether the axial chirality
possesses a dynamic nature. We also prepared two model com-
pounds related to poly-9 (Fig. 1 and Scheme S17): one is a
monomeric model (mono-10) containing bithiophene-based
n-conjugated units at the 2- and 3-positions of the glucose
unit, and the other is a polymeric model (poly-11) without a
covalent linkage between the phenyl rings.

Chiroptical properties in solutions

Fig. 2A and B show the CD and absorption spectra of poly-9
and mono-10, respectively. In chloroform, poly-9 showed a
Cotton effect in the absorption region of the polymer back-
bone, and its intensity and pattern were quite similar to those
of mono-10. Their split-type CD patterns with the positive first
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(A, B) CD and absorption spectra of poly-9 (A) and mono-10 (B) in chloroform/acetonitrile (100/0-60/40, v/v) at 25 °C. [Glucose unit] = 1.0

x 10~% M. (C, D) SEC traces of the as-synthesized poly-9 (M,: 1.0 x 10* g mol™, M,,/M,: 3.3) (C) and its fractionated components with different mole-
cular weights (D) (eluent, chloroform; polystyrene standards). (E, F) Molecular weight dependency of the CD and absorption spectra of poly-9 in
chloroform/acetonitrile (60/40, v/v) (E) and chloroform (F) at 25 °C. To allow comparison of the CD intensities, the CD spectra were normalized with
respect to the absorbance at the absorption maximum wavelength. The corresponding CD (unprocessed) and absorption (not normalized) spectra

are shown in Fig. S6.1
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Cotton effect are most likely attributed to chiral exciton coup-
ling between the adjacent bithiophene-based =-conjugated
units, which are arranged in a clockwise twisting manner. This
result indicates that the CD absorption of poly-9 in chloroform
is mainly due to the central chirality of the glucose units; in
other words, the poly-9 backbone did not form the specific
higher-order structure in chloroform. This reasoning is also
supported by the fact that the CD intensity of poly-9 in chloro-
form was almost independent of the temperature (ESI
Fig. S4At). In contrast, when the CD spectrum of poly-9 was
measured in chloroform/acetonitrile mixed solvents, its CD
intensity increased with an increase in the acetonitrile
content.'® A clear hypochromic effect was also observed in the
absorption spectra of poly-9. Considering the fact that a con-
centration dependence was not observed in the range of
0.01-1.0 mM (ESI Fig. S57), the solvent-dependent CD spectral
change observed for poly-9 could be ascribed to the confor-
mational change within a single polymer chain, rather than to
the formation of polymer aggregates through intermolecular
interactions. In sharp contrast, the CD and absorption spectra
of mono-10 did not show a clear solvent dependency (Fig. 2B).
Based on the above results, we concluded that poly-9 behaves
as a foldamer and can change its conformation in response to
the exterior environments. Poly-9 most likely folds into a pre-
ferred-handed helical structure in solutions containing high
amounts of the poor solvent acetonitrile, whereas the polymer
conformation becomes random in the good solvent chloro-
form. As is often the case with foldamer systems,?”" a lyopho-
bic interaction between aromatic units seems to be a critical
factor for promoting helical folding and stabilizing the
helical structure. The new CD bands around 340 and 460 nm,
which appear only in the helically folding state, are
probably due to chiral exciton coupling derived from a heli-
cally twisting intramolecular n-stacked structure. Although the
helical conformation of poly-9 formed in a mixed solvent
system tended to collapse with increasing temperature, the CD
intensity was maintained to some extent even at 55 °C (ESI
Fig. S4B¥).

Influence on the molecular weight

To investigate the influence of the molecular weight on the
chiroptical properties, five samples of poly-9 with different
molecular weights were prepared by SEC fractionation, and
their CD and absorption spectra were measured in chloroform
and a chloroform/acetonitrile mixture (60/40, v/v) (Fig. 2C-F).">
It was found that, in a chloroform/acetonitrile mixture (60/40,
v/v), the magnitude of the CD absorption tended to increase
with increasing molecular weight and reached an almost con-
stant value when the molecular weight was more than 2.4 x
10* g mol™" (Fig. 2E). This means that a cooperative intra-
molecular interaction along ca. 25 repeating units, which is
thought to correspond to about eight turns of the helix accord-
ing to our computational study described below, is required to
sufficiently stabilize the helically folded state of poly-9 in a
chloroform/acetonitrile mixture (60/40, v/v). This also suggests
that small molecular weight components should be excluded

7526 | Polym. Chem., 2016, 7, 7522-7529
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poly-9 model
(20-mer)

Fig. 3 Side view (A) and top view (B) of a possible left-handed helical
structure of a poly-9 model (20 mer). The structure is shown using the
space-filling model.

to dissociate the information on helically folded poly-9 from
that on the random-coil conformation. However, owing to the
difficulty of obtaining a high molecular weight component in
bulk, the as-synthesized poly-9 was used in the subsequent
study. As expected from the structural features of random
polymer chains, the (chir)optical properties of poly-9 in chloro-
form were almost completely unaffected by the molecular
weight (Fig. 2F).

Based on a molecular mechanics study for the model
polymer with 20 repeating units (Fig. 3),"® the most stable con-
formation of poly-9 was estimated to be a left-handed helical
shape with an interior cavity of 1.0 nm, a helical pitch of
0.36 nm and approximately three repeating units per turn of
the helix (ESI Fig. S7 and S87). This is a possible structure for
poly-9 in the solution containing plenty of acetonitrile. The
calculated helical structure also revealed that the n-conjugated
backbone of poly-9 is likely to be efficiently stacked between
adjacent helical turns through intramolecular n-= interactions
(ESI Fig. S8t). This situation could explain the hypochromic
effect observed in the helically folded state (see Fig. 2A).

Importance of the biphenyl framework

To demonstrate the importance of the glucose-linked biphenyl
framework in the left-handed helix formation, the chiroptical
properties of poly-11 without a biphenyl framework were com-
pared with those of poly-9 (Fig. 2A and S97). It was found that
the CD and absorption spectra of poly-11 in chloroform were
very similar to those in the chloroform/acetonitrile (60/40 v/v)
solution, and the intensities and patterns were almost the
same as those observed for poly-9 with a random conformation
in chloroform. This suggests that poly-11 did not show a
solvent-dependent conformational change; this is probably
because the poly-11 backbone is too flexible to form a regular
higher-order structure. This result suggests that the biphenyl
framework linked to a glucose unit provides a moderate rigid-

This journal is © The Royal Society of Chemistry 2016
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ity to the main chain, and plays a crucial role in the construc-
tion of the specific higher-order structure.

Chiroptical properties in film-states

We next investigated the film-state chiroptical properties of
poly-9. A poly-9 film was prepared by spin coating its chloro-
form or chloroform/acetonitrile (60/40, v/v) solution onto a
quartz plate, and the two CD spectra are depicted in Fig. 4A.
The influence of the optical anisotropy was evaluated prior to
measuring the film-state CD spectra, and was found to be neg-
ligible (ESI Fig. S111). Compared with the chloroform-cast
film, the film prepared from the mixed solvent system showed
a more intense CD signal. This trend is consistent with the
result observed for the corresponding solution states, although
the CD intensity ratio and absorption regions in the film states
are slightly different from those in the solution states. This
indicates that the random and helical conformations formed
in the solution states are basically maintained in the solid

A 300
— 60/40 |
200 — 100/0
§’ 100 I
£ g
8 0 2.0 g
1 Casting solvent | 3
-100 chloroform/acetonitrile )
1 (viv) 1.0 §
-200 | =
| S
. : 0o 2
300 400 500
Wavelength (nm)
B 300

2.0

CD (mdeg)

- n
o o
o o o

| L |

>®
o h»
> > T
T T

- <(
Normalized absorbance

-100
g 1.0
-200 L
T T 0
300 400 500

Wavelength (nm)

Fig. 4 (A) CD and absorption spectra of poly-9 in the film states at
room temperature. The spectra indicated by red and blue lines were
obtained from the spin-cast poly-9 films prepared from chloroform and
chloroform/acetonitrile (60/40, v/v) solutions, respectively. To allow
comparison of the CD intensities, the CD spectra were normalized with
respect to the absorbance at the absorption maximum wavelength. (B)
Time-dependent CD spectral changes of a chloroform-cast film of poly-
9 on exposure to acetonitrile vapor. The corresponding CD (unpro-
cessed) and absorption (not normalized) spectra are shown in Fig. S10.}
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states. The CD intensities of the poly-9 cast films were larger
than those observed for the corresponding solution states, par-
ticularly in the mixed solvent system (ESI Fig. S12%). This
implies that poly-9 may be more likely to fold into a helical
conformation in the solid state than in solution, probably
because the n-n interactions are more effective in the solid
state as a result of the suppressed mobility of the polymer
chain. Interestingly, when the chloroform-cast poly-9 film was
exposed to acetonitrile vapor at room temperature, its (chir)
optical properties gradually changed with exposure time, and a
remarkable increase in the CD intensity and a hypochromic
effect in the absorption were observed (Fig. 4B). After 96 h
exposure, the CD intensity reached a higher value than that of
the cast film prepared from the chloroform/acetonitrile (60/40,
v/v) solution (ESI Fig. S137). This result clearly suggests that a
conformational transition of the poly-9 main chain from
random-coil to helical structures can be achieved in the film
state through solvent vapor annealing.

Circularly polarized luminescence properties

Poly-9 is optically active and can emit an apparent fluorescence
under irradiation with near-ultraviolet light owing to its bithio-
phene-based n-conjugated backbone. The relationship between
the CPL properties and the main-chain conformations of poly-
9 was therefore investigated with the aim of developing a folda-
mer-based advanced material capable of changing its perform-
ance through a folding/unfolding transition. The PL and CPL
spectra of poly-9, mono-10 and poly-11 in solution are shown
in Fig. 5A and S15.f Photographs of the solutions under
irradiation at 365 nm are depicted in Fig. S16.7 Poly-9 showed
a green or blue emission, derived from the n-conjugated back-
bone, in chloroform/acetonitrile (60/40, v/v) or chloroform,
respectively (ESI Fig. S16At). In contrast, the PL colors of
mono-10 and poly-11 in chloroform were similar to those in
the mixed solvent (ESI Fig. S16B and Cf¥). The solvent-depen-
dent PL color change observed for poly-9 is considered to arise
from the folding/unfolding behavior, which is accompanied by
a change in the n-conjugation length of the main chain. The
fluorescence quantum yield of poly-9 in chloroform/aceto-
nitrile (60/40, v/v) was determined to be 6%, which is smaller
than that in chloroform (13%) (ESI Fig. S16Af). This fluo-
rescence quenching is maybe due to a tight n-n interaction in
the intramolecular n-stacked structure (ESI Fig. S8t). Poly-9
showed a clear CPL emission, the intensity of which was
dependent on the solvent used. Compared with the result in
chloroform, poly-9 exhibited superior CPL emission in a
chloroform/acetonitrile (60/40, v/v) mixture, and the maximum
value of its CPL dissymmetry factor (gjum = 2(Ir. — Ir)/(IL + IRr),
where I;, and Iy are the PL intensities of the left- and right-
handed circularly polarized light, respectively) was estimated
to be 4.5 x 107>, This value is 15 times higher than that calcu-
lated for the chloroform solution (gi,m = 0.3 x 107°). As
expected from the results of the CD spectral analysis, the CPL
properties of mono-10 and poly-11 were almost independent
of the chloroform/acetonitrile mixing ratio, and their gjm
values were determined to be 0.4 x 107° and 0.6 x 1073,
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Fig. 5 PL (bottom), CPL (middle) and g\, (top) spectra of poly-9 (1.0 x
10~* M) in chloroform/acetonitrile (L00/0 or 60/40, v/v) (A) and of a
chloroform-cast film of poly-9 after exposure to acetonitrile vapor for
96 h (B) at room temperature. The corresponding PL (not normalized)
and CPL (unprocessed) spectra are shown in Fig. S14.7

respectively, even in the chloroform/acetonitrile (60/40, v/v)
mixture (ESI Fig. S15%). These values are comparable to the
result for random-coiled poly-9 in chloroform. The above
results suggest that the helically folded state is an important
requirement for efficient CPL emission. In addition, we found
that after exposure to acetonitrile vapor, the poly-9 film had a
Zlum value of 1.9 x 1072, as shown in Fig. 5B and S17.7 This
Zum value is sufficiently high compared with those of pre-
viously reported one-handed helical polymers in molecularly
dispersed solutions and non-oriented films."”” The inter-
molecular couplet of the folding poly-9 may also contribute to
the achievement of a high g, value.
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Conclusions

We have synthesized an optically active diethynyl compound
(GLB-7) containing a structural element of the naturally-
occurring ellagitannins, which has a preferred-handed axially
twisted biphenyl group attached to a saccharide unit through
ester linkages. Polymerization of GLB-7 with a bithiophene-
based cross-coupling partner provided a n-conjugated polymer
(poly-9), which shows a solvent-induced conformational
change. Based on a comparison of the chiroptical properties of
poly-9 and model compounds (mono-10 and poly-11), we can
conclude that poly-9 behaves as a foldamer, and that its main
chain folds into a preferred-handed helical conformation in
solution and the solid state under an appropriate exterior
environment. This consideration is further supported by a mole-
cular modeling study. We also found that poly-9 can efficiently
emit left-handed circularly polarized light mainly due to its
helical chirality, and a gj,m, value of 1.9 x 10~ was achieved in
the film state. We believe that this research demonstrates a new
possibility for the development of future functional materials
using the chirality of abundant biomass resources.
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