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Exploitation of new titaniummetal–organic frameworks (Ti-MOFs) with high crystallinity has been attracting

great attention due to their vast application potential in photocatalysis. Herein a versatile synthetic strategy,

namely, High Valence Metathesis and Oxidation (HVMO), is developed to synthesize a series of Ti-MOFs

with predesigned topologies and structures. The crystallinity of these Ti-MOFs was well maintained

throughout, as confirmed by powder X-ray diffraction and gas adsorption measurements. Significantly,

there were only a few examples of Ti-MOFs, not to mention a general synthetic strategy for various

kinds of Ti-MOFs in the literature. This contribution also illustrates the intriguing potential of Ti-MOF

platforms in photocatalysis.
Introduction

Over the past few years, metal–organic frameworks (MOFs) have
attracted tremendous attention owing to their dened crystal-
line nature, pore tunability, structure diversity, as well as
numerous potential applications such as gas adsorption,1

separation,2 catalysis,3 and sensing.4 Most of these applications
require robust MOFs, making those constructed with high val-
ent metals particularly desirable.5 While great efforts have been
devoted to the development of MOFs containing trivalent
metals, such as Fe3+, Cr3+, and Al3+,6 MOFs constructed with
tetravalent metals are much less explored. Recently, the
research on Zr-MOFs has ourished owing to the use of
modulating reagents, which facilitate the growth of large crys-
tals.7 However, titanium, even though in the same group as
zirconium in the periodic table, has barely been adopted to
construct MOFs despite its great abundance in the Earth's crust,
low toxicity, and redox activity. Moreover, unlike zirconium
clusters, which merely act as inorganic nodes to sustain the
frameworks, titanium-oxo clusters in the previously reported
Ti-MOFs can be viewed as TiO2 nanoparticles, endowing
Ti-MOFs with additional photocatalytic properties. The inte-
gration of tunable functions on organic linkers with the pho-
toactive inorganic nodes will turn Ti-MOFs into promising
photocatalytic platforms.
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Férey, Serre, and coworkers have initially demonstrated the
preparation of titanium MOFs, MIL-91 8 and MIL-125.9 In
particular, MIL-125 and its NH2-functionalized counterpart,
MIL-125-NH2,10 showed great potential in light-driven hydrogen
production11 and CO2 reduction applications.12 Recently,
several other Ti-MOFs were reported, including NTU-9,13

PCN-22,14 Ti-MIL-101,15 and COK-69.16 However, Ti-MOFs have
rarely been reported despite the burgeoning of many other high-
valent-metal MOFs. Even for the few aforementioned Ti-MOFs,
their synthetic conditions signicantly diverged. Presumably, the
following three major reasons may account for such synthetic
difficulties for Ti-MOFs: (a) the high charge to radius (Z/r) value
on Ti4+ results in strong coordination bonds between titanium
nodes and the ligands. Accordingly, the poor reversibility of the
metal–ligand bond association/dissociation process prevents the
formation of crystalline products.17 (b) Most of the reactive tita-
nium sources suffer from severe hydrolysis, which greatly limits
the formation of Ti-MOFs. (c) Most of the known titanium
carboxylates exhibit low symmetry or unfavorable connectivity,
hindering the easy formation of periodic networks with the
organic linkers.18

Besides signicant difficulties in direct synthesis, the
Ti-MOFs synthesized directly usually don't have the predicted
structures and topologies. Moreover, as the photocatalytic
properties of Ti-MOFs can be greatly affected by the titanium
oxo building units, the exploration of new synthetic approaches
to obtain various Ti-MOF materials is critical. Herein, we
present a general synthetic strategy, High Valence Metathesis
and Oxidation (HVMO), to obtain Ti(IV) MOFs: starting from
judiciously selected template frameworks, PCN-333(Sc),17 MIL-
100(Sc),19 MOF-74(Zn),20 and MOF-74(Mg),21 we successfully
synthesized a series of porous photoactive titaniumMOFs, PCN-
333(Sc)-Ti, MIL-100(Sc)–Ti, MOF-74(Zn)–Ti andMOF-74(Mg)–Ti,
Chem. Sci., 2016, 7, 1063–1069 | 1063
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which is accomplished through Sc(III) to Ti(III) or Zn(II)/Mg(II) to
Ti(III) metathesis rst, followed by a mild and effective oxidation
step to Ti(IV) (Fig. 1). Generally, high valence metathesis is
difficult and rare, thus its application in MOF preparation
represents a signicant step forward in Ti-MOFs synthesis. The
Ti-MOFs made via HVMO not only maintain their crystallinity
throughout the whole synthetic process, but also demonstrate
excellent photocatalytic property.
Results and discussion

Postsynthetic metathesis emerged as an alternative synthetic
strategy due to its exceptional capability of obtaining certain
MOFs that cannot or hardly be achieved directly.22 S. Sevov and
coworkers have initially demonstrated the successful use of
oxidizing Ti(III) centers to obtain Ti(IV) open frameworks.23

Recently, the feasibility of postsynthetic exchange of Ti(IV) into
MOFs has been demonstrated by Cohen24 and Dincă's groups.25

Moreover, HVMO strategy is built upon our previously reported
post-synthetic metathesis and oxidation (PSMO) strategy.26 In
the metathesis step of our strategy, starting from the divalent
metal species, it is surprising to see that the trivalent metal
species were successfully exchanged into the template MOFs,
which is not possible as demonstrated by PSMO method. More
importantly, we would be able to get the trivalent metal species
intermediate MOFs even starting from the supposedly stable
trivalent metal based template MOFs. The prerequisites to
successfully utilize the HVMO strategy are carefully examined,
both for the targeting metal species and for the template MOFs.

The prerequisites for the targeting metal species (Ti(IV) as an
example) in the HVMO approach include: rst, the targeting
high valent metal species have to exhibit a suitable reduced
state that can be conveniently achieved. It should be pointed out
that during the synthesis of the Ti-MOFs, a pure titanium(III)
source with good stability under exchange environment is
crucial. In our case, the commercially available, titanium(III)
Fig. 1 Schematic illustration of the stepwise HVMO procedure for the
design of Ti-MOFs from the template MOFs: (a) MIL-100(Sc) and PCN-
333(Sc) metal metathesis with Ti(III), followed by metal node oxidation
in the air (PCN-333(Sc) and MIL-100(Sc) have same topology but
different structures); (b) similar process for MOF-74(Zn) and MOF-
74(Mg).

1064 | Chem. Sci., 2016, 7, 1063–1069
chloride tetrahydrofuran complex (1 : 3), TiCl3(THF)3, was
utilized as the titanium(III) source. Second, the reduced species
in lower oxidation state can undergo metal metathesis with
a considerable rate to guarantee the framework crystallinity.
The reduced state Ti(III), with lower charge and larger radius,
undergoes a ligand dissociation rate around 105 sec�1 in the
aqueous media, which is even faster than some M(II) transition
metal species in the third period, such as Ni(II).27 Third, the
reduced species can survive under the exchanging environment.
Ti(III)/Ti(IV) has higher redox potential than Cr(II)/Cr(III) in
similar coordination environment of weak eld ligands, making
Ti(III) easier to handle than Cr(II), which is used in PSMO
method, during the exchange process. Ti(IV) meets all these
prerequisites, which enables HVMO strategy promising to
synthesize Ti-MOFs.

Meanwhile, the template MOFs were also selected with
careful consideration. Firstly, the metal species in the template
MOFs cannot be reduced by Ti(III). Otherwise, Ti(III) would be
oxidized to strong Lewis acidic Ti(IV) while the metals in the
template MOFs would be reduced to lower valent metal ions.
The lower valent metal based MOFs would be easily damaged by
strong Lewis acidic Ti(IV) species. To verify this necessity, we
conductedmetathesis with PCN-333(Fe), which totally dissolved
in one minute aer we added Ti(III) species (ESI, Section 4†).
Secondly, all the template MOFs should contain open metal
sites, which are occupied by the weakly coordinated neutral
solvent molecules. These open metal sites could effectively
accelerate the metathesis rate. Thirdly, the metal species in the
template should possess a similar coordination environment
with the targeting metal species. In this case, they are all six-
coordinated. Last but not least, metal–ligand bonds in template
MOFs should have certain lability to drive the metal exchange to
completion. Otherwise, the exchange time would be very long
and the crystallinity will be decreased during this process. With
all these considerations in mind, we have chosen PCN-333(Sc),
MIL-100(Sc), MOF-74(Zn), and MOF-74(Mg) as our template
MOFs.

It is believed that HVMO strategy demonstrated in this study
greatly facilitates the development of the original PSMOmethod
as a general yet powerful strategy for synthesizing novel MOFs
which cannot be obtained using the conventional method. And
as expected, a series of highly porous Ti-MOFs were obtained
using this HVMO strategy, while the direct synthesis using Ti(III)
and the corresponding linkers under solvothermal and anaer-
obic conditions only resulted in amorphous powders. The
typical synthetic process of PCN-333(Sc)–Ti is: rst, aer
washing with anhydrous N,N-dimethylformamide (DMF), the
as-synthesized crystals were transferred into the glove box,
where TiCl3(THF)3 was added, resulting an evident color change
of the crystals from white to purple in three minutes. In order to
facilitate this metathesis process, the crystals were sealed in
a vial and kept at 120 �C for 24 hours. Meantime, the mother
liquid was refreshed every 6 hours. Aer reaching the exchange
equilibrium, the excess TiCl3 molecules were removed by
washing thoroughly with DMF, yielding dark purple crystals,
PCN-333(Sc)–precursor. Then the sample was treated with
oxygen/water-free methanol for three days and activated at
This journal is © The Royal Society of Chemistry 2016
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Fig. 2 PXRD patterns for template MOFs and the corresponding
titanium MOFs.

Edge Article Chemical Science

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

2 
N

ov
em

be
r 

20
15

. D
ow

nl
oa

de
d 

on
 3

/1
6/

20
26

 1
2:

47
:2

1 
A

M
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n 
3.

0 
U

np
or

te
d 

L
ic

en
ce

.
View Article Online
150 �C for 5 hours. The activated sample was oxidized in the air
causing an apparent color change from dark purple to white as
shown in Fig. S2.† Using this dry oxidation method, we would
be able to keep the MOFs' crystallinity to the highest level. The
synthetic procedure was similar for the other three Ti-MOFs and
the obvious color changes were also observed, which clearly
indicated the metathesis step and the oxidation step (ESI,
Section 5†). Moreover, the microscopy photos before and aer
metal exchange demonstrated that both the crystal shape and
size did not change, indicating that HVMO process is a true
crystal-to-crystal process not involving any dissolution or
recrystallization. In order to conrm the oxidation state of nal
Ti-MOFs, we performed X-ray photoelectron spectroscopy (XPS)
measurements for all the Ti-MOFs (ESI, Section 12†). The
Ti2p3/2 signal at 458.7 eV and Ti2p1/2 signal at 464.2 eV
conrmed that the oxidation state of Ti ions in the frameworks
is +4, which is also consistent with the color changes observed
during the exchange process.

The atomic ratio of titanium in these Ti-MOFs was analyzed
using inductively coupled plasma mass spectrometry (ICP-MS)
and energy-dispersive X-ray spectroscopy (EDS) analyses
(Table 1). The metal exchange ratio of PCN-333(Sc)–Ti is 85.9%,
which is much higher than the 52.0% of MIL-100(Sc)–Ti. Two
possible reasons may account for this. Firstly, although PCN-
333(Sc) possesses the same inorganic building block with
MIL-100(Sc), the longer linker in PCN-333(Sc) endows the lattice
with higher exibility to facilitate the metal exchange complete-
ness.28 Secondly, the larger ligand gives rise to larger pores and
windows in PCN-333(Sc), which further enhance the diffusion
rate inside the MOF materials. An exchange ratio of 100% was
nally achieved for the MOF-74(Zn)–Ti while starting with MOF-
74(Mg), a much lower exchange ratio, 35.1%, was observed. We
attempted to attribute the difference to two reasons: rst, the
Mg(II) framework is inherently more stable arising from the
stronger metal to ligand bond compared to the Zn(II) iso-
structure, which is less likely to undergo efficient metathesis.
Second, while Zn(II) has the almost same radius with Ti(III),
there is a big difference between Mg(II) and Ti(III). This great
difference will increase the frameworks tension during the
exchange, which hinders the exchange rate. To the best of our
knowledge, MOF-74(Zn)–Ti is a rare example of a MOF with
a one dimensional metal chain that undergoes the complete
metal exchange.

Power X-ray diffraction (PXRD) patterns of the MOFs before
and aer metal exchange well coincide with each other, indi-
cating the obtained products have the same structure with
templates and the crystallinity is well-maintained during the
HVMO process (Fig. 2). In order to further conrm the crystal
Table 1 EDS and ICP-MS analysis for titanium MOFs

Ti%a 333(Sc)–Ti 100(Sc)–Ti 74(Zn)–Ti 74(Mg)–Ti

EDS 85.9% 52.0% 100% 35.1%
ICP-MS 88.0% 48.8% 94.7% 37.9%

a Atomic percentage.

This journal is © The Royal Society of Chemistry 2016
structure as well as the crystallinity, high resolution synchro-
tron PXRD data of MOF-74(Zn), MOF-74(Zn)–Ti, MOF-74(Mg)
and MOF-74(Mg)–Ti was collected (Fig. S10 and S11†), and
Rietveld renement was performed to rene the crystal struc-
ture of each MOF. It conrmed that MOF-74(Zn)–Ti has almost
the same unit cell with MOF-74(Zn), and MOF-74(Mg)–Ti has
almost the same unit cell with MOF-74(Mg) (Table S1†), proving
that MOF-74(Zn)–Ti and MOF-74(Mg)–Ti have the same crystal
structure with the corresponding templating MOF-74.

N2 adsorption measurements were also conducted to eval-
uate the crystallinity of these Ti-MOFs (Fig. 3). As can been
observed from the N2 adsorption isotherms, the porosity of the
Ti-MOFs is kept almost intact compared to their corresponding
template MOFs. The small decrement could be ascribed to the
extra anions that are required for the charge balance since Ti(IV)
has higher oxidation state, resulting in higher crystal density.
Accordingly the gravimetric adsorption of Ti-MOFs should be
smaller than the template MOFs.

We tested the water stability of our Ti-MOFs. From the PXRD
results, we can tell that MIL-100(Sc)–Ti, MOF-74(Zn)–Ti, and
Fig. 3 N2 uptakes for template MOFs and the corresponding titanium
MOFs at 77 K, 1 atm.

Chem. Sci., 2016, 7, 1063–1069 | 1065
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Fig. 5 (a) Photodegradation of MB using no catalyst (blank), TiO2,
PCN-333(Sc)–Ti, MIL-100(Sc)–Ti, MOF-74(Zn)–Ti and MOF-74(Mg)–
Ti with 300 W xenon light irradiation; (b) proposed mechanism of MB
degradation of Ti-MOF-74 in the presence of air.
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MOF-74(Mg)–Ti can stay in pure water for 18 h without losing
their crystallinity. PCN-333(Sc)–Ti only maintains its crystal-
linity in pure water for 3 h probably due to the much larger
ligand and porosity. Such extended linker effects on the
framework stability have also been reported in many other MOF
systems, such as UiO-66, 67, 68.29

With diverse titanium-oxo clusters exchanged into the
frameworks, we investigated the optical properties of these Ti-
MOFs using diffuse reectance UV-Vis absorption spectroscopy
(Fig. 4). Compared with the absorption edge at 380 nm of PCN-
333(Sc)–Ti and MIL-100(Sc)–Ti, MOF-74(Zn)–Ti and MOF-
74(Mg)–Ti show an extra absorption band centered at about 450
nm with the absorption edge extended to around 660 nm. In
particular, the photocurrent prole of MOF-74(Zn)–Ti indicates
that it is active under visible light (>450 nm) illumination
(Fig. S30†). In Mott–Schottky measurement, the positive slope
of the obtained C�2 to potential is consistent with typical n-type
semiconductor, as is our material (Fig. S31†). Meanwhile, there
are obvious color differences between these titanium MOFs
(Fig. S2–S5†): PCN-333(Sc)–Ti and MIL-100(Sc)–Ti are white,
MOF-74(Mg)–Ti is orange, while MOF-74(Zn)–Ti is dark red.
Such differences can be probably ascribed to two reasons. On
one hand, PCN-333(Sc)–Ti and MIL-100(Sc)–Ti are composed of
trinuclear clusters while MOF-74(Zn)–Ti and MOF-74(Mg)–Ti
are composed of one dimensional titanium chains, which result
in distinguished differences of HOMO–LUMO gaps. On the
other hand, as a good electron donationmoiety, 2,5-dioxido-1,4-
benzenedicarboxylate (DOBDC) would provide effective ligand
to metal charge transfer in Ti-MOF-74 structure, resulting in
visible light absorption.

The photocatalytic potential of the Ti-MOFs was examined
using the photodegradation of methylene blue (MB) as a probe
reaction. 15 mg of catalyst was suspended in 15 mL of 500 mM
aqueous MB solution without addition of hydrogen peroxide.
The solution was stirred in the dark for 2 hours to achieve the
adsorption equilibrium before being illuminated with a 300 W
Xe lamp for nine minutes. The concentration change of MB was
monitored by measuring the optical absorption at 660 nm of the
suspension at regular intervals (Fig. 5a). In our control experi-
ment (without any catalyst, blank line), there was no degrada-
tion of MB in such a short time. The photo-degradation of MB
Fig. 4 UV/Vis absorption spectra of PCN-333(Sc)–Ti (black), MIL-
100(Sc)–Ti (red), MOF-74(Zn)–Ti (green) and MOF-74(Mg)–Ti (blue).

1066 | Chem. Sci., 2016, 7, 1063–1069
in the presence of TiO2 was relatively slow, with less than 6% of
MB was degraded and this ratio increased to 35% and 64%
using PCN-333(Sc)–Ti and MIL-100(Sc)–Ti as catalysts. The
better catalytic efficiency of MIL-100(Sc)–Ti compared with PCN-
333(Sc)–Ti could be ascribed to the better water stability. Both
MOF-74(Zn)–Ti and MOF-74(Mg)–Ti revealed excellent catalytic
efficiencies, with conversions up to 98% aer only three
minutes. All the Ti-MOFs showed much better catalytic perfor-
mance than TiO2 as well as the corresponding template MOFs
(Fig. S32–S35†), indicating the Ti content in our Ti-MOFs indeed
played a vital role in the photocatalytic process.

The excellent photocatalytic performance of Ti-MOF-74 can
be attributed to its capability of absorbing a broader range of
the irradiating light as proved by the diffuse reectance UV-Vis
absorption spectroscopy and a longer excitation lifetime. To
illustrate photodegradation of MB within the system of Ti-MOF-
74, we herein present a proposed mechanism (Fig. 5b): in this
photochemical reaction, Ti-MOF-74 acts as the chromophore.
Upon excitation, electrons transfer from DOBDC to the Ti-oxo
clusters, reducing Ti4+ into Ti3+ ions, which separates the elec-
tron–hole couple. Meanwhile the oxidized DOBDC is stabilized
This journal is © The Royal Society of Chemistry 2016
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by the formation of the thermodynamic product, a benzoqui-
none species, presumably by a sequential electron transfer
step.30 The benzoquinone species can be reduced by highly
reductive MB, which is followed by the oxidation of Ti3+ ions by
O2, fullling the catalytic cycle. The formation of Ti3+ and
benzoquinone intermediates efficiently prevents the electron–
hole recombination, which inherently accelerates the photo-
catalytic activity of Ti-MOF-74. With organic ligands as dye,
inorganic clusters as photoactive TiO2 nanoparticles, high
porosity and large one dimensional channels, Ti-MOF-74 has
great potential for practical applications in the photocatalysis.

Conclusions

In summary, we have successfully demonstrated a versatile
synthetic strategy, HVMO, towards various titanium MOFs,
PCN-333(Sc)–Ti, MIL-100(Sc)–Ti, MOF-74(Zn)–Ti and MOF-
74(Mg)–Ti, which exhibit high porosity and excellent photo-
catalytic activity. The crystallinity is well maintained during the
HVMO process as conrmed by nitrogen uptake and PXRD
measurements. This study manifests an effective method to
explore promising Ti-MOF platforms for photocatalytic
applications.

Experimental
The synthesis of template MOFs and the corresponding
titanium MOFs

Synthesis of PCN-333(Sc). 4,40,400-s-Triazine-2,4,6-triyl-tri-
benzoic acid (TATB, 80 mg) and ScCl3$6H2O (200 mg) were
dissolved in 10 mL DMF in a 20mL vial. Themixture was heated
up in 150 �C oven for 2 hours until white precipitate formed.
The white precipitate was centrifuged and washed with fresh
DMF several times. Yield (based on ligand): �90%.

Synthesis of PCN-333(Sc)–Ti. 30 mg as-synthesized PCN-
333(Sc) was washed with dry DMF several times. The mixture
was bubbled with nitrogen for 15 min, and then transferred into
the glove box when 50 mg TiCl3(THF)3 was added. The crystals'
color obviously changed from white to purple in 3 min. In order
to make exchange complete, the reaction was allowed to
continue at 120 �C for 24 hours. Meantime, the mother liquid
was exchanged with fresh TiCl3(THF)3 DMF solution every 6
hours. The solid was washed with oxygen/water-free DMF
several times to afford PCN-333(Sc)–precursor. The precursor
was solvent exchanged with oxygen/water free methanol for 3
days before being activated at 150 �C for 5 hours. Aer this, the
material was exposed to air to get oxidized to PCN-333(Sc)–Ti.
The color changed from purple to white.

Synthesis of MIL-100(Sc). 1,3,5-Benzenetricarboxylate (BTC,
60 mg) and ScCl3$6H2O (200 mg) were dissolved in 10 mL DMF.
The mixture was heated up in 150 �C oven for 2 h until white
precipitate formed. The white precipitate was centrifuged and
washed with fresh DMF several times. Yield (based on ligand):
�85%.

Synthesis of MIL-100(Sc)–Ti. As-synthesized 30 mg MIL-
100(Sc) was washed with dry DMF three times. The mixture was
bubbled with nitrogen for 15 min, and then transferred into
This journal is © The Royal Society of Chemistry 2016
glove box where 50 mg TiCl3(THF)3 was added. The crystals'
color obviously changed to brown in 10 min. In order to facili-
tate the exchange rate, the reaction was allowed to continue at
120 �C for 24 hours. Meantime, the mother liquid was
exchanged with fresh TiCl3(THF)3 DMF solution every 6 hours.
The solid was washed with oxygen/water-free DMF to get MIL-
100(Sc)–precursor. The precursor was solvent exchanged with
oxygen/water-free methanol for 3 days before being activated at
150 �C for 5 hours. Aer this, the material was exposed to air to
get oxidized to MIL-100(Sc)–Ti. The color changed from brown
to white.

Synthesis of MOF-74(Zn). Zn(NO3)2$6H2O (180 mg) and
DOBDC (70 mg) were dissolved with 15 mL DMF in a 20 mL vial.
The vial was sealed and sonicated for 5 minutes until the solid
was completely dissolved. To this solution, 1 mL of ethanol
followed by 1 mL of deionized water was added dropwise. The
vial was sonicated resulting in a clear, yellow solution, which
was heated in an isothermal oven at 100 �C for 24 h yielding
yellow needle crystals MOF-74(Zn). Yield (based on ligand):
�80%.

Synthesis of MOF-74(Zn)–Ti. As-synthesized 30 mg MOF-
74(Zn) was washed with dry DMF several times and immersed in
dry methanol for 3 days before being activated at 130 �C for 9 h
to remove the terminal solvent molecules on the open metal
sites. Aer activation, MOF-74(Zn) was transferred into the
glove box when 50 mg TiCl3(THF)3 and 2 mL anhydrous DMF
were added. In order to make the exchange complete, the
reaction was allowed to continue at 100 �C for 18 hours.
Meantime, the mother liquid was exchanged with fresh TiCl3-
(THF)3 DMF solution every 6 hours. The crystals' color changed
from light yellow to dark purple. The solid was washed with
fresh oxygen/water-free DMF to get MOF-74(Zn)–precursor. The
precursor was solvent exchanged with oxygen/water-free meth-
anol for 3 days before activated at 60 �C for 5 hours. Aer this,
the material was exposed to air to get oxidized to dark red MOF-
74(Zn)–Ti.

Synthesis of MOF-74(Mg). Mg(NO3)2$6H2O (150 mg) and
DOBDC (60 mg) were dissolved with 15 mL DMF in a 20 mL vial.
The vial was sealed and sonicated for 5 minutes until the solid
was completely dissolved. To this solution, 1 mL of ethanol and
1 mL of deionized water was added. The vial was sonicated
resulting in a clear, light yellow solution. This solution was
heated in an isothermal oven at 120 �C for 24 h yielding yellow
needle crystals MOF-74(Mg). Yield (based on ligand): �75%.

Synthesis of MOF-74(Mg)–Ti. As-synthesized 30 mg MOF-
74(Mg) was washed with dry DMF several times and immersed
in dry methanol for 3 days before being activated at 130 �C for 9
h to remove the terminal solvent molecules on the open metal
sites. The activated MOF-74(Mg) was transferred into the glove
box when 60 mg TiCl3(THF)3 in 2 mL anhydrous DMF was
added. In order to make the exchange complete, the reaction
was allowed to continue at 120 �C for 36 hours. Meantime, the
mother liquid was exchanged with fresh TiCl3(THF)3 DMF
solution every 6 hours. The crystals' color changed from yellow
to black. The solid was washed with fresh oxygen/water-free
DMF to get MOF-74(Mg)–precursor. The precursor was solvent
exchanged with oxygen/water-free methanol for 3 days before
Chem. Sci., 2016, 7, 1063–1069 | 1067
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being activated at 60 �C for 5 hours. Aer this, the material was
exposed to air to get oxidized to orange MOF-74(Mg)–Ti.
Photodegradation of methylene blue with Ti-MOFs

The evaluation of photocatalytic activities of the samples for the
photocatalytic degradation of organic dyes was performed at
ambient temperature (25 �C). The procedure was as follows:
15 mg of sample was dispersed into 15 mL of methylene blue
(MB) aqueous solution (500 mmol L�1). The mixture was stirred
continuously with a magnetic stirring bar for two hours in the
dark to reach the adsorption equilibrium. The photocatalytic
dye degradation was carried out by irradiating the suspension
with a 300 W xenon lamp. At different time intervals, analytical
samples were withdrawn and analyzed by UV-Vis spectroscopy.
The degradation efficiency was determined by dividing C/C0

with time, where C is the remained MB concentration and C0 is
the starting MB concentration.
Acknowledgements

The synthesis of template MOFs was supported by the Center
for Gas Separations Relevant to Clean Energy Technologies, an
Energy Frontier Research Center funded by the U.S. Department
of Energy (DOE), Office of Science, Office of Basic Energy
Sciences under Award Number DE-SC0001015. The metathesis
was supported by the Hydrogen and Fuel Cell Program under
Award Number DE-FC36-07G017033. The photocatalysis was
supported by the Methane Opportunities for Vehicular Energy
(MOVE) Program, an ARPA-e project under Award Number DE-
AR0000249. The authors also acknowledge the nancial
supports of the Welch Foundation under Award Number A-
1725. Synchrotron data was collected at beamline 17-BM at the
Advanced Photon Source, Argonne National Laboratory. Use of
the Advanced Photon Source was supported by the U. S.
Department of Energy, Office of Science, Office of Basic Energy
Sciences, under Contract No. DE-AC02-06CH11357. We thank
Dr Andrey Yakovenko for his help in synchrotron PXRD data
collection as well as Zachary Perry for the discussions.
Notes and references

1 (a) H. Furukawa, K. E. Cordova, M. O'Keeffe and O. M. Yaghi,
Science, 2013, 341, DOI: 10.1126/science.1230444; (b)
O. M. Yaghi, M. O'Keeffe, N. W. Ockwig, H. K. Chae,
M. Eddaoudi and J. Kim, Nature, 2003, 423, 705–714; (c)
H.-C. Zhou, J. R. Long and O. M. Yaghi, Chem. Rev., 2012,
112, 673–674; (d) J. A. Mason, M. Veenstra and J. R. Long,
Chem. Sci., 2014, 5, 32–51.

2 (a) J.-R. Li, R. J. Kuppler and H.-C. Zhou, Chem. Soc. Rev.,
2009, 38, 1477–1504; (b) Z. R. Herm, B. M. Wiers,
J. A. Mason, J. M. van Baten, M. R. Hudson, P. Zajdel,
C. M. Brown, N. Masciocchi, R. Krishna and J. R. Long,
Science, 2013, 340, 960–964; (c) J. S. Seo, D. Whang, H. Lee,
S. I. Jun, J. Oh, Y. J. Jeon and K. Kim, Nature, 2000, 404,
982–986; (d) E. D. Bloch, W. L. Queen, R. Krishna,
1068 | Chem. Sci., 2016, 7, 1063–1069
J. M. Zadrozny, C. M. Brown and J. R. Long, Science, 2012,
335, 1606–1610.

3 (a) J. Liu, L. Chen, H. Cui, J. Zhang, L. Zhang and C.-Y. Su,
Chem. Soc. Rev., 2014, 43, 6011–6061; (b) J. Lee,
O. K. Farha, J. Roberts, K. A. Scheidt, S. T. Nguyen and
J. T. Hupp, Chem. Soc. Rev., 2009, 38, 1450–1459.
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