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amework-based CoP/reduced
graphene oxide: high-performance bifunctional
electrocatalyst for overall water splitting†

Long Jiao, Yu-Xiao Zhou and Hai-Long Jiang*

Efficient and cost-effective electrocatalysts for the hydrogen evolution reaction (HER) and oxygen

evolution reaction (OER), especially bifunctional catalysts for overall water splitting, are highly desired. In

this work, with rationally designed sandwich-type metal–organic framework/graphene oxide as

a template and precursor, a layered CoP/reduced graphene oxide (rGO) composite has been

successfully prepared via pyrolysis and a subsequent phosphating process. The resultant CoP/rGO-400

exhibits excellent HER activity in acid solution. More importantly, the catalyst manifests excellent

catalytic performances for both the HER and OER in basic solution. Therefore, it can be utilized as

a bifunctional catalyst on both the anode and cathode for overall water splitting in basic media, even

displaying superior activity to that of the integrated Pt/C and IrO2 catalyst couple.
Introduction

With increasing environmental concerns and consumption of
fossil fuels, there is an urgent demand to develop alternative
clean energies, such as, hydrogen. Electrocatalytic water split-
ting, a combination of the hydrogen evolution reaction (HER)
and oxygen evolution reaction (OER) to generate hydrogen and
oxygen, respectively, has been recognized to be one of the most
promising ways for energy conversion.1 To reach this goal, the
development of efficient catalysts to accelerate the kinetics of
both half-cell reactions is a prerequisite.1 Precious metals (Pt)
and noble metal oxides (RuO2 and IrO2) possess the best activity
for the HER and OER, respectively, while their large-scale
industrial application is impeded by their high cost and scar-
city.1b,f It is highly desirable to develop cost-effective catalysts
with high activity and durability. Currently, much effort has
been devoted to the exploration of the half-cell reactions and
great progress has been achieved, for example, transition-metal
suldes, selenides, carbides and phosphides exhibit stable
catalytic activity for the HER in acid solution,2 and transition
metal oxides/hydroxides are found to be active for the more
challenging OER in basic solution.3 To meet the practical
application, the HER and OER should be conducted in the same
electrolyte based on a single catalyst to achieve the overall water
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splitting. However, the current prevailing water splitting
requires the integration of two types of catalysts that are
specially suitable for the HER and OER, respectively. Such
a combination is usually incompatible and thus results in
a poor overall performance. Therefore, the development of
bifunctional catalysts, highly active for both the HER and OER,
is of prime importance for overall water splitting, which
remains a signicant challenge and has been rarely reported
thus far.1f,g,4

To achieve high catalytic activity, nanostructuring the cata-
lysts with porous character would be an essential way to expose
active sites as far as possible to the electrolyte and substrate. In
this context, metal–organic frameworks (MOFs), a family of
crystalline porous materials with well-organized structures,
should be ideal precursors.5 Recently, MOFs as templates/
precursors have been demonstrated to afford various porous
nanostructured carbon/metal oxides with good catalytic
performances.6,7 Despite this, the poor electrical conductivity of
MOF-derived nanocomposites is unfavorable for the electro-
catalysis. Given that graphene oxide (GO) has been well docu-
mented to be an excellent conductor, the formation of hybrid
structures between the MOF-derived nanocomposites and GO
might effectively exert their synergistic effect by taking advan-
tage of their respective advantages.7

Among the different electrocatalysts for the HER or OER,
transition metal phosphides (TMP) are very promising not only
because of their high abundance and low cost but also owing to
their great acid–base stability in the pH range of 0–14. In this
work, we have fabricated a MOF/GO sandwich-type composite
with a sheet-like structure based on the template role of GO via
a facile one-step room-temperature reaction, without any
bridging agent. Upon pyrolysis, the Co-based MOF/GO was
This journal is © The Royal Society of Chemistry 2016
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converted to porous Co3O4/rGO, which was further phosphated
to afford a porous CoP/rGO nanocomposite with retained sheet-
like morphology (Scheme 1). The MOF-derived porous crystal-
line CoP nanostructure guarantees highly exposed active sites,
and the close contact between CoP and rGO contributes to
a consecutive conductive network, which is crucial for electron
transfer. As a result, the CoP/rGO nanocomposite exhibits
excellent HER activity in a wide pH range of 0–14 with over-
potentials of 105 mV in acidic solution and 150 mV in basic
solution at 10 mA cm�2. In addition, it also displays
outstanding OER activity in basic solution with an overpotential
of 340 mV at 10 mA cm�2. When CoP/rGO was employed as
a bifunctional catalyst in both the anode and cathode, overall
water splitting in basic solution was achieved with high effi-
ciency, which is even superior to the integrated Pt/C and IrO2

catalyst couple.
Experimental
Materials and instrumentation

All chemicals were from commercial sources and used without
further purication. Deionized water with a specic resistance
of 18.2 MU cm was obtained using reversed osmosis followed by
ion-exchange and ltration.

Powder X-ray diffraction (XRD) studies were carried out on
a Japan Rigaku SmartLab™ rotation anode X-ray diffractometer
or a Holland X'Pert PRO xed anode X-ray diffractometer
equipped with graphite monochromatized Cu Ka radiation (l¼
1.54 Å). Field-emission scanning electron microscopy (FE-SEM)
was carried out with a eld emission scanning electron micro-
analyzer (Zeiss Supra 40 scanning electron microscope at an
acceleration voltage of 5 kV). The transmission electron
microscopy (TEM) images and high-resolution TEM images
were acquired on a JEOL-2100F with an electron acceleration
energy of 200 kV. The content of nitrogen was measured using
a VarioEL III Elemental analyzer. The X-ray photoelectron
spectroscopy (XPS) measurements were performed using an
ESCALAB 250Xi high-performance electron spectrometer using
monochromatized Al Ka (hn ¼ 1486.7 eV) as the excitation
source. The nitrogen sorption isotherms were measured using
automatic volumetric adsorption equipment (Micrometritics
ASAP 2020). Prior to the nitrogen adsorption/desorption
Scheme 1 Illustration of the fabrication procedure for the CoP/rGO-T
nanocomposite.

This journal is © The Royal Society of Chemistry 2016
measurement, the samples were dried overnight at 150 �C
under vacuum.
Synthesis

Preparation of Co3O4/rGO-400. Co(NO3)2$6H2O (383 mg) was
dispersed in 15 mL methanol and 15 mL ethanol to form
solution A. 2-Methylimidazole (410 mg) was dispersed in 5 mL
methanol and 5mL ethanol to form solution B. The GO solution
(7.5 mg, 5 mg mL�1) was added into solution A dropwise under
vigorous stirring, followed by the introduction of solution B and
the mixed solution was stirred for another 5 min. Then the
mixture was kept undisturbed at room temperature for 24 h.
The product was obtained by suction ltration and washing
with water at least three times. Aer freeze drying, the purple
powder was obtained and heated at 700 �C for 10 min at
a heating rate of 5 �Cmin�1 under a N2 atmosphere and then in
air at 400 �C for another 2 h to afford Co3O4/rGO-400. For
comparison, Co3O4/rGO-350 and Co3O4/rGO-450 were also
synthesized via a similar procedure, except for the calcination
temperature in air being changed to 350 and 450 �C,
respectively.

Preparation of CoP/rGO-400. The Co3O4/rGO-400 composite
(10 mg) and NaH2PO2 (100 mg) were put at two separate posi-
tions in a porcelain boat and charged into a tube furnace with
NaH2PO2 at the upstream side of the furnace. The furnace was
allowed to heat to 300 �C for 2 h with a heating speed of 2 �C
min�1. Next, the impurities and unstable composition were
removed by soaking the sample in HCl (2 M) followed by thor-
ough rinsing to yield CoP/rGO-400. CoP/rGO-350 and CoP/rGO-
450 were also obtained using the same phosphating treatment
starting from Co3O4/rGO-350 and Co3O4/rGO-450, respectively.

Preparation of CoP-400. The CoP-400 was synthesized via the
same method as that for CoP/rGO-400 without adding the GO
solution.

Preparation of rGO. The graphene oxide (20 mg) obtained by
freeze drying was treated using the same process as that for
CoP/rGO-400.
Electrochemical measurements

Electrochemical measurements were performed with a CHI
760E electrochemical analyzer (CH Instruments, Inc., Shanghai)
and a rotating disk electrode (RDE) (Pine Instruments, Grove
City, PA) with a speed of 1600 rpm. All electrochemical
measurements were conducted in a typical three-electrode
setup with a Pt counter electrode and Ag/AgCl reference elec-
trodes. The 0.5 M H2SO4 solution and 1 M KOH solution were
used for the electrochemical measurements and the solutions
were purged with N2 for 30 min prior to the HER or overall water
splitting test or with O2 prior to the OER test. Before recording
the electrochemical activity of the catalyst, the catalyst was
activated using 20 cyclic voltammetry scans at a scan rate of 100
mV s�1. LSVmeasurements were conducted with a scan rate of 5
mV s�1. All potentials reported in this paper were converted
from vs. Ag/AgCl to vs. RHE by adding a value of 0.197 + 0.059 �
pH. All data were presented without iR compensation.
Chem. Sci., 2016, 7, 1690–1695 | 1691
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The catalyst ink was prepared by dispersing 2 mg of catalyst
into 1 mL of ethanol solvent containing 10 mL of 5 wt% Naon
and sonicating for 30 min. Then 28 mL of the catalyst ink was
loaded onto a GCE of 5 mm diameter (loading amount: �0.28
mg cm�2).

To evaluate the bifunctionality of CoP/rGO in alkaline solu-
tions, the catalyst was also loaded on two 1 � 1 cm carbon ber
papers (loading amount: �0.28 mg cm�2).
Results and discussion

The zeolite-type MOF, Co(2-MIM)2 (called ZIF-67, 2-MIM ¼ 2-
methylimidazole),8 featuring a three-dimensional (3D) network
with 1.1 nm cages and a large surface area (BET, >1500 m2 g�1),
is very suitable for acting as a template/precursor and can be
converted to Co or a CoOx-based composite upon pyrolysis.9 The
introduction of a GO template into the growth solution for ZIF-
67 in mixed solvents leads to the successful fabrication of ZIF-
67/GO with the inherited sheet-like morphology of GO. It is
clearly visible that ZIF-67 particles in 100–200 nm size are grown
on both surfaces of GO to give a sandwich-type structure, clearly
demonstrating the template role of GO. The thickness of the
ZIF-67/GO layer with rough surfaces is 200–400 nm and the
successful synthesis of ZIF-67 is supported by the powder X-ray
diffraction (XRD) pattern (Fig. 1a and S1†). It is noteworthy that,
although a few MOF–GO composites have been synthesized by
the direct growth of MOFs in the presence of GO, no sheet-like
morphology was reported for their resultant products;7a,10 a ZIF-
8/GO layered structure can be obtained only in the presence of
PVP as an additional binder.7c This is a very rare synthesis of
MOF/GO sheets based on a GO template without any bridging
agent.

The ZIF-67/GO underwent pyrolysis at 700 �C in a N2 atmo-
sphere and subsequent oxidation at different temperatures to
afford Co3O4/rGO-T (T represents oxidation temperature) with
a retained layered structure (Fig. S2†), the BET surface area of
which reached 40 m2 g�1, thanks to the high porosity of ZIF-67
Fig. 1 Scanning electron microscope (SEM) images of (a) ZIF-67/GO
and (b) CoP/rGO-400. (c) Transmission electron microscopy (TEM)
and (d) high-resolution TEM images of CoP/rGO-400 (inset in (d):
SAED pattern for CoP nanocrystal).

1692 | Chem. Sci., 2016, 7, 1690–1695
(Fig. S3 and S4†). Upon the further phosphating process for the
cobalt oxides, CoP/rGO-T (T ¼ 350, 400, 450) were obtained and
the presence of the CoP species was proven by the powder XRD
proles (Fig. S5†). As a representative, CoP/rGO-400 has been
found to mostly retain the sheet-like morphology (Fig. 1b and
S6†), although the thickness shrinks to �200 nm due to the
removal of organic species during the heat treatment. As ex-
pected, CoP/rGO-400 exhibits a porous character and possesses
hierarchical pores, especially macropores (Fig. S7†), which is in
good agreement with the TEM result (Fig. 1c). The high-reso-
lution TEM (HRTEM) image reveals clear lattice fringes with an
interplanar spacing of 0.19 nm that corresponds to the (211)
planes of CoP, further evidencing the formation of a crystalline
CoP species. In addition, the selected area electron diffraction
(SAED) pattern exhibits the individual spots associated with
concentric rings indexed to the (011), (111), (211) and (301)
planes of orthorhombic CoP (Fig. 1d).2f,11 The GO was reduced
during the thermal treatment, as indicated by the weakened
intensity of the oxygen-containing bonds in the X-ray photo-
electron spectroscopy (XPS) survey (Fig. S8†).

To evaluate the electrocatalytic HER activity, the catalysts
were deposited on the RDE with a xed mass loading (�0.28 mg
cm�2). The HER performances were measured in acid (0.5 M
H2SO4) and alkaline (1 M KOH) solutions (Fig. 2). Bare GCE,
rGO, CoP and commercial Pt/C (20 wt%) were also examined for
comparison. As expected, Pt/C shows the most excellent activity
Fig. 2 Electrochemical HER activity of CoP/rGO-400. (a) LSV curves,
(c) Tafel slopes and (e) durability test in 0.5 M H2SO4 solution; (b) LSV
curves, (d) Tafel slopes and (f) durability test in 1 M KOH solution. Insets
in (e and f): time-dependent current density curves under static
overpotentials of 105 mV in 0.5 M H2SO4 and 150 mV in 1 M KOH
solution, respectively.

This journal is © The Royal Society of Chemistry 2016
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Fig. 3 (a) LSV curves, (b) Tafel slopes, and (c) durability test for the
electrochemical OER of CoP/rGO-400 (inset: time-dependent
current density curve of CoP/rGO-400 under static overpotential of
340 mV) in 1 M KOH solution. (d) Bifunctional water electrolysis tested
by LSV in 1 M KOH solution.
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while bare GCE and rGO have very poor HER performances.
Surprisingly, ZIF-67-derived CoP exhibits very high activity and
CoP/rGO-400 is more active, possibly due to the synergistic
effect between the porous CoP and conductive rGO, the latter
of which signicantly lowers the impedance of CoP/rGO-400
(Fig. S9†). As determined from the linear sweep voltammetry
(LSV) in acid solution (Fig. 2a), the HER onset potential of CoP/
rGO-400 is ��13 mV and the kinetic current density reaches
10 mA cm�2 at an overpotential of 105 mV. The corresponding
Tafel slope is 50 mV dec�1 (Fig. 2c). The very low overpotential
and Tafel slope indicate a higher HER activity than almost all
state-of-the-art HER catalysts in acid solution, upon consid-
ering the same catalyst loading (Table S1†).12 Moreover, its
polarization curve aer 3000 cycles of continuous CV scanning
shows negligible difference with the initial one in 0.5 M H2SO4

(Fig. 2e). The chronoamperometry test for CoP/rGO-400 at an
overpotential of 105 mV suggests that the activity remains very
good even aer 22 hours (Fig. 2e, inset). In addition, similar
results have been obtained when CoP/rGO-400 was applied
under alkaline conditions. It exhibits a low overpotential of
150 mV at 10 mA cm�2, superior to those of CoP, rGO and bare
GCE (Fig. 2b), and a Tafel slope of 38 mV dec�1 which is
comparable to that of Pt/C (Fig. 2d). These values are much
lower than those for other base metal HER catalysts in basic
media (Table S2†). There is only a slight activity loss aer 3000
cycles, while the chronoamperometry test for 22 hours pres-
ents its reliable stability at an overpotential of 150 mV (Fig. 2f).
It is noteworthy that although Pt/C shows a very small onset
potential, the catalytic current density of CoP/rGO-400
surpasses that of Pt/C when the overpotential exceeds 240 mV
in alkaline solution. Taken together, the CoP/rGO-400 shows
excellent HER activity and durability in both acidic and alka-
line solutions.

It is even more challenging to obtain an efficient catalyst for
the OER as it is a very complex and energy-intensive process, in
which the O–H bond breaking and O]O bond formation as well
as the four-electron transfer process have sluggish kinetics.1c,e It
has been reported very recently that CoP can act as an OER
catalyst via in situ transformation.4b,13 Therefore, the OER
performance of CoP/rGO-400 was investigated in 1 M KOH
solution. Delightfully, CoP/rGO-400 can reach a current density
of 10 mA cm�2 at an overpotential of 340 mV with a Tafel slope
of 66mV dec�1, which is superior to CoP, rGO and even IrO2, the
state-of-the-art OER catalyst (Fig. 3a and b). The durability test
indicates that although there is a little regression aer 3000
cycles, CoP/rGO-400 is pretty stable at an overpotential of 340
mV for 22 hours and remains at a very high activity (Fig. 3c).
Control experiments for the CoP/rGO-T catalysts prepared at
different oxidation temperatures have suggested the best elec-
trochemical performances of CoP/rGO-400 for both the HER
and OER (Fig. S10–12†). The XPS spectra for CoP/rGO-400 aer
the OER test clearly demonstrate the negligible incorporation of
Fe species into the catalyst during the OER reaction in KOH
solution, different from a recent report (Fig. S13†).14 In addition,
given that Co3O4/rGO-400 is electrochemically active in alkaline
solution, the comparison between CoP/rGO-400 and Co3O4/
rGO-400 has been made and the result shows that CoP/rGO-400
This journal is © The Royal Society of Chemistry 2016
is much more active than Co3O4/rGO-400 for the HER and OER
in 1 M KOH (Fig. S14†).

To probe the composition change of CoP/rGO-400 aer the
HER and OER, high-resolution XPS spectra for the as-prepared,
post-HER and post-OER catalysts were collected. For the as-
prepared catalyst, the Co 2p spectra show two peaks at 793.4
and 778.4 eV, corresponding to Co 2p3/2 and Co 2p1/2 of metallic
Co, respectively (Fig. S15a†);15 the P 2p spectra display two peaks
at 129.4 eV and 130.2 eV related to the signals of phosphide,
while the peak at 133.6 eV gradually decreasing along with Ar+

sputtering should be attributed to the supercial oxidation of
CoP (Fig. S15b†).15,16 The peaks of Co 2p for the post-HER
catalyst are similar to those of the as-prepared one, implying the
retained metallic Co during the HER (Fig. S15c†). Interestingly,
only the peak at 129.9 eV is observable while the phosphate
peak at 133.6 eV is absent from the P 2p spectra of the post-HER
sample, possibly due to the dissolution of cobalt phosphate
under the cathodic conditions (Fig. S15d†).

In comparison, besides the metallic Co 2p peaks at 778.4 and
793.4 eV, two new peaks at 781.4 and 797.0 eV, as well as their
satellite peaks at 786.8 and 803.6 eV, emerge in the Co 2p
spectra for the post-OER catalyst and those can be assigned to
Co3O4 (Fig. S15e†).4b The P 2p spectra also show a phosphate
peak at 133.4 eV, together with the phosphide feature at 129.5
eV (Fig. S15f†). Different from those in the as-prepared CoP/
rGO-400, the peaks for Co3O4 and phosphate in the post-OER
catalyst remain strong even aer long-time Ar+ sputtering,
indicating that the CoP in the catalyst is partially oxidized to
Co3O4 and cobalt phosphate during the OER. Such an in situ
transformation explains the excellent OER activity of CoP/rGO-
400 and that is in accordance with the reported results.4b,13

Encouraged by the above results, a two-electrode congura-
tion was employed with CoP/rGO-400 as a bifunctional elec-
trocatalyst to investigate its performance for overall water
splitting. Since Pt/C is well-established for the HER and IrO2 for
Chem. Sci., 2016, 7, 1690–1695 | 1693
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the OER, the integration of the Pt/C and IrO2 couple should
provide a superb catalytic system, which, indeed, realizes water
splitting with an overpotential of 480 mV at 10 mA cm�2 and
a Tafel slope of 201 mV dec�1. When Pt/C was used as both
electrodes, a much reduced catalytic performance was obtained
(overpotential of 600 mV at 10 mA cm�2 and a Tafel slope of 251
mV dec�1). In stark contrast, CoP/GO-400, being applied as both
electrodes, outperforms both systems and affords an over-
potential of 470 mV at 10 mA cm�2 and a Tafel slope of 135 mV
dec�1 (Fig. 3d and S16†). Particularly, the H2 and O2 yields
during the water splitting over CoP/GO-400 were measured and
the obtained molar ratio of H2/O2 ts well with 2 : 1 and the
total yield ts a 100% faradaic efficiency (Fig. S17†). The sepa-
rated HER and OER as well as the overall water splitting
performances of CoP/rGO-400, compared with Pt/C, IrO2 and
their integrated couples, are shown in Table 1, clearly present-
ing the superb electrocatalytic activity of CoP/rGO-400.

It should be noted that Sun et al. reported HER catalysts
derived from ZIF-67 during the submission of our work.17

Apparent advantages of our work have been found aer careful
investigation into their work and the results reported herein.
The detailed comparisons are listed as follows: (1) For catalysis,
to clarify the real active site, a phase pure catalyst is highly
desired unless one can demonstrate that a mixture possesses
obvious advantages. The catalysts reported by Sun et al. are
a mixture of CoP and Co2P, while no pure CoP or Co2P was
obtained in their work. In contrast, pure CoP was obtained as
the active site in our work (Fig. S5†). (2) The heterogeneous
nucleation/growth of ZIF-67 on a substrate is very challenging as
the nucleation of ZIF-67 is very fast and it is prone to self-
nucleation.18 For the rst time, we have successfully synthesized
2D ZIF-67/GO sheets with a sandwich-like morphology in the
absence of a binding agent via a facile room-temperature route
(Scheme 1). Our success could offer an important reference for
the synthesis of other MOFs/GO composites. (3) To fabricate
a highly active electrocatalyst, we have rationally combined ZIF-
67 (as a porous CoP precursor) and GO (as a 2D hard template)
to give 2D ZIF/GO sheets and the derived CoP/rGO-400
composite (Fig. 1a). As a result, with the help of GO, the
conductivity and electrochemical activity of CoP/rGO-400 is
much better than pure CoP, which ts well with our original
expectation. Compared to our rational design and synthesis,
Sun et al. just worked on the thermal conversion of single ZIF-67
to a Co–P mixture species. (4) Thanks to the rational design, the
resultant CoP/rGO-400 catalyst exhibits superb HER and OER
Table 1 Comparison of the catalytic results for overall water splitting
in 1 M KOH solution

HERcatalyst OERcatalyst EHER
a EOER

b Ec (V)

Pt/C Pt/C �90 1742 1.83
Pt/C IrO2 �90 1625 1.71
CoP/rGO-400 CoP/GO-400 �150 1570 1.70

a Potentials for the HER (unit: mV). b Potentials for the OER (unit: mV).
c Potentials for overall water splitting at a current density of 10 mA
cm�2.
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activity in 1 M KOH with an overpotential of 150 mV and 340
mV, respectively, at a mass loading of 0.28 mg cm�2 (Fig. 2b and
3a). In contrast, Sun's work is about 180mV and 350mV at 0.283
mg cm�2. Note that both the HER and OER activities of CoP/
rGO-400 increase along with an increased mass loading
(Fig. S18†). When the mass loading reached 0.42 mg cm�2, the
overpotential of our CoP/rGO-400 for the HER and OER in 1 M
KOH is 104 mV and 320 mV, respectively, which are even better
than the result at 1 mg cm�2 in Sun's work (154 mV for HER and
319 mV for OER). (5) In our work, the H2 and O2 yields over time
during the overall water splitting have demonstrated that the
molar ratio of H2/O2 ts well with 2 : 1 and the total yield ts
100% faradaic efficiency (Fig. S17†), while similar tests are
lacking in Sun's report. On the whole, our work is signicantly
different from Sun's work, not only the idea of the catalyst
design, but also the catalyst fabrication, main active sites/
composition (CoP and Co2P mixture for Sun et al., while CoP
only for us) as well as the nal catalytic performances.

Conclusions

In summary, we have developed CoP/rGO layered composites as
bifunctional catalysts for overall water splitting, via a GO-tem-
plated MOF growth and subsequent pyrolysis and phosphating
process. The resultant CoP/rGO-400 nanocomposite exhibits
superior HER catalytic performance in acid solution. Moreover,
it is able to behave as an electrocatalyst for both the HER and
OER, in alkaline solution with great efficiency and durability.
The excellent electrocatalytic performance might be attributed
to the synergistic effect between the MOF-derived CoP and rGO
in terms of the porous nanostructures, high electrical conduc-
tivity and stability against corrosion during the HER and OER.
Signicantly, CoP/rGO-400 can be directly employed as a cata-
lyst for both electrodes to afford efficient H2 and O2 generation
in a single electrolyzer, making it a promising overall water
splitting catalyst. This study opens up an exciting avenue to the
design of efficient electrocatalysts based on MOF–GO compos-
ites by integrating their respective merits. Given the huge
diversity and tailorability of MOFs, the strategy presented
herein holds great promise for electrocatalysis and studies
along this line are ongoing in our laboratory.
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