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f the coordination complex
[Co(C3S5)2] from a molecular magnet to
a potential qubit†

Majed S. Fataftah, Scott C. Coste, Bess Vlaisavljevich, Joseph M. Zadrozny
and Danna E. Freedman*

Mononuclear transition metal complexes demonstrate significant potential in the divergent applications of

spintronics and quantum information processing. The facile tunability of these complexes enables structure

function correlations for a plethora of relevant magnetic quantities. We present a series of

pseudotetrahedral [Co(C3S5)2]
2� complexes with varying deviations from D2d symmetry to investigate the

influence of structural distortions on spin relaxation dynamics and qubit viability, as tuned by the variable

transverse magnetic anisotropy, E. To overcome the traditional challenge of measuring E in species

where D [ E, we employed a different approach of harnessing ac magnetic susceptibility to probe the

emergence of quantum tunneling of magnetization as a proxy for E. Across the range of values for E in

the series, we observe magnetic hysteresis for the smallest value of E. The hysteresis disappears with

increasing E, concomitant with the appearance of an observable, low frequency (L-band) electron

paramagnetic resonance (EPR) signal, indicating the potential to controllably shift the molecule's

utilization from classical to quantum information processing applications. The development of design

principles for molecular magnet information processing requires separate design principles for classical

versus quantum regimes. Here we show for the first time how subtle structural changes can switch the

utility of a complex between these two types of applications.
Introduction

A bottom-up approach to synthesizing functional components
of information storage devices is vital for molecular spintronics.
Within this area, paramagnetic high-spin coordination
complexes are attractive candidates for spin-based data storage
and information processing applications owing to their readily
tunable MS states. The eld of molecular magnetic information
processing can be bisected into two distinct areas: classical
high-density information storage and quantum information
processing (QIP).1,2 Each of the two applications requires
fundamentally distinct design principles. Classical data storage
necessitates molecules that display magnetic hysteresis, in an
analogous fashion to bulk magnets, while QIP requires spec-
troscopically addressable transitions for manipulation. The key
quantity differentiating the suitability of high-spin molecules to
the aforementioned applications is the presence of transverse
versity, Evanston, IL, 60208, USA. E-mail:

ESI) available: Methods and additional
C 1479868, 1480094 and 1480095
n be obtained from the Cambridge
graphic data in CIF or other electronic
zero-eld splitting (E), which mixes theMS states of a spin, S. In
classical data storage applications, the mixing induces
quantum tunnelling of magnetization (QTM) and destabilizes
information stored in the orientation of the magnetic moment.
Thus, the minimization of E is an overarching design principle.3

In contrast, high-spin coordination complexes with non-negli-
gible E are attractive candidates as molecular hosts for QIP.
Here, the MS mixing promoted by E induces relaxation of
spectroscopic selection rules and enables otherwise forbidden
transitions to function as candidate qubits. This latter property
is highly advantageous for the design of multi-qubit molecular
processors.4,5 Thus, E is a crucial parameter that gates the
respective application of coordination complexes in either
classical or quantum information processing.

Commanding the delicate interplay of parameters required
to tune E requires careful consideration of coordination
geometry and electronic structure for a metal ion. Yet, explicit
studies illustrating the inuence of specic structural changes
on magnitude and sign of E are relatively rare, in contrast to the
axial zero-eld splitting (D), which is reasonably well under-
stood. Tuning and measuring changes in D is well established
from the eld of single-molecule magnets (SMMs).6,7 These
species are a class of paramagnetic molecules that feature an
energy barrier for spin reversal,8 that promotes their utility for
classical data storage. While there is ample literature
This journal is © The Royal Society of Chemistry 2016
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Fig. 1 (a) Molecular structure of [Co(C3S5)2]
2� as determined by X-ray

crystallography for 2. The blue, yellow, and grey spheres represent Co,
S, and C atoms respectively. (b) Depiction of the variation in dihedral
angle across compounds 1–4.
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concerning maximizing D, and thus the spin reversal barrier
(U ¼ DS2), considerably fewer reports are devoted to under-
standing the rational tuning of E through ligand eld varia-
tions.9,10 A large body of literature in particular exists on
magneto-structural correlations in systems with large, negative
D values. Yet, in such systems it is very difficult to probe E
spectroscopically or magnetically. This extremely challenging,
and occasionally prohibitive, nature of direct measurement of E
generates an absence of direct correlations of changes in E to
the observation of magnetic hysteresis or qubit viability. To
ameliorate the spectroscopic elusiveness of E we employed ac
magnetic susceptibility as a probe of the emergence of QTM,
which is a bulk proxy for E, as it enables QTM through admix-
ture of MS levels.

Electron paramagnetic resonance (EPR) spectroscopy is an
invaluable technique to measure the zero-eld splitting (ZFS)
parameters of magnetic molecules. Yet, owing to the limited
operational microwave frequencies and magnetic elds
currently available, it is oen difficult to use the technique to
study complexes with highly axial anisotropy (D [ E). Fortu-
nately, ac susceptibility is a powerful probe of slow magnetic
relaxation in which QTM, facilitated by a number of factors
including E, is oen a prominent relaxation pathway at low
temperatures. Ac susceptibility is an indispensable technique
for the investigation of magnetic properties such as magnetic
ordering and spin glass behaviour in solid state materials,11 yet,
it is rarely the key technique employed to inspect E in coordi-
nation complexes. Herein, we report tuning the coordination
geometry in a series of S ¼ 3/2 pseudo-tetrahedral Co2+

complexes, A2[Co(C3S5)2] (A ¼ Bu4N
+ (1), Ph4P

+ (2), PPN+ (3),
[K(18c6)]+ (4)). Across 1–4, we observe a diminishing value of E
by monitoring the low temperature QTM. Importantly,
concomitant with a decrease in E, a transition of the utility of
the molecule from quantum to classical information applica-
tion occurs, as evidenced by the observation of an L-band
(1.36 GHz) EPR signal for 1 and magnetic hysteresis for 4.

Results and discussion

Investigation of whether small structural changes can induce
a transition in viability from the quantum to classical regime of
information processing poses an appreciable challenge due to
the synthetic requirement of varying one zero-eld splitting
parameter while maintaining the same electronic structure. To
approach this challenge, we focused on the C3S5

2� ligand
motivated by its denticity and planarity, which guides late
transition metal ions toward four-coordinate geometries with
subtle deviations away from D2d idealized symmetry. Here, the
majority of such deviations amount to variation in the inter-
ligand dihedral angle (qd) between the planes dened by the
C3S5

2� planar ligands (Fig. 1). Each member of the series of
[Co(C3S5)2]

2� complexes was synthesized via ligation of the
bidentate, nuclear-spin free ligand, 4,5-dimercapto-1,3-dithiole-
2-thionate (C3S5

2�), to CoCl2 in MeOH followed by the addition
of the appropriate cation (Bu4N

+ (1), Ph4P
+ (2), PPN+ (3) and

[K(18-c-6)]+ (4)) to affect precipitation of the desired salt. Single-
crystal X-ray diffraction studies of all complexes reveal an
This journal is © The Royal Society of Chemistry 2016
elongated pseudo-tetrahedral coordination environment
surrounding the Co2+ center, as illustrated in Fig. 1a. Several
metrical parameters are remarkably consistent across the
series. First, the average Co–S bond distances in all complexes
are comparable (2.305(8) Å) and are consistent with the average
Co–S distances reported for tetrahedrally coordinated high-spin
Co2+S4 complexes in the literature.12 Further, individual S–Co–S
bite angles in 1–4 do not deviate signicantly from the average
value of the series (93.9(3)�). Yet, despite this consistency,
a distortion away from D2d symmetry is observed as a function
of counterion in 1–4 (Fig. 1). Indeed, a twist of the planar C3S5

2�

ligands relative to one another distorts the dihedral angles away
from the ideal angle of 90�, as illustrated in Fig. 1b. Across the
series of compounds, the dihedral angle ranges from 76.499(6)�

to 83.08(12)� in 1 and 4, respectively. The low-coordinate nature
of the Co2+ complexes imparts exibility, allowing the dihedral
angle to remain exible while maintaining the �94� bite angle.
Importantly, the invariant bite angle across the series imposes
a near degeneracy of the dx2�y2 and dxy orbitals resulting in the
large axial anisotropy previously observed in [Co(C3S5)2]

2�.10,13

This specic structural variation observed across the series
presents a unique opportunity to study the inuence of
a specic subtle distortion in the ligand eld on the slow
magnetic relaxation by inducing non-negligible rhombicity
(E/D s 0) with minimal inuence on D (i.e. the height of the
spin reversal barrier). Importantly, the nearest intermolecular
Co/Co distances are nearly constant in the series, ranging
from 8.66(8) to 10.14(7) Å. This consistency is an effective
control for dipolar interactions between the paramagnetic
centers, thereby highlighting the dominance of changes in the
ligand eld as the most important inuence on relaxation
processes (see Fig. S14†).

To probe the magnetic structure of compounds 1–4, variable-
temperature dc magnetic susceptibility measurements were
performed under an applied dc eld of 0.1 T between 1.8 and
300 K. The relatively uniform 300 K cMT values of 3.0–3.3 cm3 K
mol�1 supports assignment of a S ¼ 3/2 ground state with large
giso values in the range of 2.53–2.65, consistent with other highly
axial cobalt thiolate complexes.7d,g As an illustrative example,
the 300 K cMT value of 4 persists with decreasing temperature
Chem. Sci., 2016, 7, 6160–6166 | 6161
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Fig. 2 Temperature dependent magnetic susceptibility (cMT) of
a polycrystalline powder of 4 collected under an applied field of 0.1 T.
Inset: overlay of hysteresis curves collected on 4 at 2 K, 2.5 K, and 3 K at
a scan rate of 8 mT s�1.
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until �175 K, whereupon the value gradually decreases to
2.6 cm3 K mol�1 at 10 K (Fig. 2). At temperatures lower than
10 K, the cMT value rapidly declines with decreasing tempera-
ture. For complexes 1–4, the gradual decline in cMT below 150 K
is indicative of a large axial ZFS, as expected owing to the
structural similarity with other previously reported pseudo-
tetrahedral Co2+ complexes.7d,g Determination of the magnitude
and sign of the zero-eld splitting parameters proceeded
through collection and tting the variable-temperature, vari-
able-eld magnetization data (see ESI Fig. S3†). The program
DAVE 2.0 (ref. 14) was employed to t the data with the spin
Hamiltonian Ĥ ¼ DŜz

2 + E(Ŝx
2 � Ŝy

2) + gisobSH. The parameter D
is the axial zero-eld splitting parameter, E is the transverse
zero-eld splitting parameter, Ŝi (i ¼ x, y, z) are the spin oper-
ators, giso is the isotropic g value, b is the Bohr magneton, S is
the spin, and H is the magnetic eld. Our ts consistently
estimate D to range from �161 to �187 cm�1 for 1–4. We note
the difficulty in accurately determining the magnitude of D, and
more signicantly E, from magnetization data of microcrystal-
line sample of highly magnetically anisotropic complexes,
especially considering the difficulty in ensuring a randomly
oriented microcrystalline sample. However, simulations of the
magnetization curves with E values up to 3 cm�1 do not change
the appearance of the magnetization curves due to the low
rhombicity of the complex, thus precluding accurate determi-
nation of this parameter by dc magnetometry. Indeed, it is
particularly challenging to assess low energy differences via
magnetometry data alone, particularly when the value of D is
signicantly larger than E, thus masking the impact of altering
this parameter. Nevertheless, the validity of these ts is sup-
ported by theoretical calculations as illustrated below.

Investigation of the inuence of qd on the dynamic magnetic
properties rst proceeded via acquisition of variable eld
magnetization data below 5 K to search for magnetic hysteresis,
a property suggestive of classical data storage. Of this series, the
least distorted compound, 4, is the only species to display
magnetic hysteresis (Fig. 2 inset). Variable-temperature hyster-
esis curves reveal that the behaviour persists until 3 K, when the
6162 | Chem. Sci., 2016, 7, 6160–6166
open loop collapses completely. Compound 4 is only one of very
few mononuclear transition metal complexes exhibiting
hysteresis at temperatures accessible above 1.5 K measured at
relatively low magnetic eld scanning rates.15 The observation
of hysteresis in only one member of 1–4 immediately illustrates
the signicant inuence of subtle distortions of the immediate
ligand sphere on the magnetic properties of [Co(C3S5)2]

2�.
The presence of magnetic hysteresis in a single species of the

series is surprising given the nearly identical zero-eld splitting
parameters determined from the dc susceptibility and magne-
tization data. Thus, ac magnetic susceptibility experiments,
which yield information on the exact relaxation processes
responsible for spin reversal, were pursued to search for the
impact of subtle differences in the ZFS values. Specically, we
searched to correlate E with data obtained from dynamic
magnetic measurements. One feature, which enables us to
probe the ZFS parameters, is the presence of slow magnetic
relaxation, which manifests by the observation of a peak in the
out-of-phase component of ac susceptibility (c0 0

M). When this
slow relaxation is induced by negative axial anisotropy, it is the
hallmark of single-molecule magnet behaviour. Investigation of
compounds 1–4 by variable temperature ac-susceptibility under
zero applied dc eld revealed a signal in the c00

M component of
the ac susceptibility indicating a slowly relaxing magnetic
moment. At 1.8 K, 1–4 all exhibit a peak in c0 0

M with maxima
occurring at 0.7 to 10 Hz, respectively. The data sets for each
complex exhibit two distinguishable or slightly overlapping
peaks, a consequence of changing ac eld frequencies enabling
access to different pathways for reversal. Several examples of
this behaviour are documented in the literature.16 For 1–3, the
fast relaxation peak, which occurs at higher frequencies,
exhibits little discernible temperature dependence, whereas 4
possesses two readily distinguishable peaks in c00

M, both of
which can be tracked throughout the temperature range of
study (see Fig. 3a). Close inspection of the temperature depen-
dence of the c00

M peak in 1–4 reveals a temperature independent
regime below 3 K, where QTM is the operative relaxation
pathway. Above 3 K, the peak in c0 0

M shis to higher frequencies
with increasing temperature until it disappears from the
accessible frequency window at 15 K. However, 4 is notable in
that its c00

M peaks can be monitored at temperatures up to 26 K,
thus permitting a more thorough analysis of the temperature
dependence of its relaxation times (s). Akin to the dc suscepti-
bility data, 1–3 display similar behaviour to each other, while 4
is again an outlier, corroborating the observation of magnetic
hysteresis in 4, and further suggesting a minimum value for
E in 4.

The temperature dependence of the magnetic relaxation
time yields mechanistic information regarding spin reversal,
information that is highly sensitive to structural changes in
magnetic systems. Thus, the variable frequency and tempera-
ture ac susceptibility data were t to a general Debye model17 to
extract the spin relaxation times (s) for each compound.
Compound 4 is a slight exception here, requiring a modied
two-site Debye model.18 The extracted relaxation times for 1–4,
presented in Fig. 3b, highlight the temperature independent
regime below 3 K at zero dc eld, owing to QTM3 or possibly
This journal is © The Royal Society of Chemistry 2016
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Fig. 3 (a) Variable temperature out-of-phase ac susceptibility of 4
between 0.1 and 1500 Hz collected under zero dc field from 1.8 to
26 K. (b) Overlay of the temperature dependent relaxation times of
compounds 1–4. (c) Fit to the slow relaxation process (ss) of 4 in the
temperature range of 1.8 to 26 K. The fit, and the inset, highlight
contributions from Orbach (blue), Raman (red) and QTM (green)
relaxation processes and their origins.
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avalanche processes.19 Above 3 K however, all compounds
exhibit thermally activated relaxation, oen attributed to two-
phonon mediated Raman and Orbach spin relaxation
processes, which impart a Tn and exponential dependence on T
for s, respectively.20 In order to understand the relative contri-
butions of each pathway in 1–4, we t the temperature proles
of s to account for QTM, Raman, and Orbach relaxation
according to the equation, s�1 ¼ nQTM + BTn + s0

�1eUeff/kT. nQTM is
the tunnelling frequency, T is the temperature, k is Boltzmann's
constant, Ueff is the effective spin-reversal barrier, B is the
Raman coefficient, and s0

�1 is the attempt frequency. The t to
the slow relaxation process (ss) in 4, presented as an illustrative
example in Fig. 3c, highlights the relative contributions of the
various relaxation processes across the temperature range of
measurement. Below 3 K, QTM is the dominant relaxation
This journal is © The Royal Society of Chemistry 2016
pathway as indicated by the temperature independence of the
relaxation time. With increasing temperature, Raman relaxa-
tion begins to take effect, inducing the observed curvature in
the temperature prole of s, up to 22 K where Orbach relaxation
dominates as indicated by the linear temperature dependence
on the logarithm of s.

Fitting the high temperature data to an Orbach relaxation
process yields effective relaxation barriers (Ueff) in the range of
31–35 cm�1 for 1–3, while the slow relaxation time in 4 exhibits
a barrier of 91 cm�1, one of the largest reported barriers for
mononuclear transition metal complexes (see Fig. 3c).21 The
glaring disagreement between our theoretically expected barrier
(Ueff ¼ 2D ¼ 320 cm�1) and the observed ones suggests the
potential overestimation of D, or more likely the inappropriate
assignment of an Orbach process at the higher temperatures of
analysis.22 Regardless, the low temperature relaxation times
draw attention toward the stark differences in the QTM
frequency (nQTM) between compounds 1–4, which spans two
orders of magnitude, ranging from 61 Hz to 0.26 Hz for 1 and 4,
respectively.

The chelating coordination mode of the planar ligand in
compounds 1–4 provides a unique opportunity to investigate
a select magneto-structural correlation in [Co(C3S5)2]

2�. To
exclude the inuence of counterion nuclear spins on QTM,23

and to focus our study on the variable dihedral angle, we
synthesized the deuterated analogue of 2 for comparison. We
probed this compound by ac susceptibility and determined
there was no statistically signicant difference between its
properties and those of its protiated counterpart (see ESI for
further discussion†). There is, however, a striking correlation
between the dihedral angle of the dithiolate ligands in 1–4 with
nQTM extracted from ac susceptibility measurements.
Compound 1, possessing a dihedral angle of 76.5(1)�, exhibits
the highest nQTM (61 Hz), whereas 4, bearing the least distorted
angle of 83.1(1)�, exhibits the lowest frequency for QTM
(0.26 Hz). We note that 2 and 3 do not rigorously follow the
proposed trend, which we attribute to the canted binding mode
of the C3S5

2� ligand that induces a slight deviation from the
ligand eld trend.

Correlation between nQTM and qd is credited to deviation
from D2d symmetry (i.e. qd < 90�). Inspection of the qualitative d-
orbital splitting diagram in Fig. 4 highlights the extent to which
the near degeneracy of the dxy and dx2�y2 orbitals is removed,
imposed by the invariant bite angle of the C3S5

2� ligand across
the series, thus distorting the pseudo-tetrahedral complex from
Td to D2d symmetry. Our analysis is further supported by
computational studies that reveal the lowest lying electronic
excited state is relatively constant across the series, indicating
relatively minor changes to the energies of the dxy and dx2�y2

orbitals (see ESI Table S7†). The low-coordinate nature of these
complexes, as well as the rigidity of the binding mode of the
planar ligand, imposes selective distortion of the dihedral angle
due to crystal packing forces. Twisting of the dihedral angle
away from 90� breaks the degeneracy of the dxz and dyz orbitals
in the d-orbital energy diagram depicted in Fig. 4a. The
incomplete cancellation of the contributions from transitions
to dxz and dyz orbitals results in a nonzero E component of
Chem. Sci., 2016, 7, 6160–6166 | 6163
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Fig. 4 (a) Illustration of the d-orbital splitting for [Co(C3S5)2]
2� as

a function of deviation from ideal D2d symmetry. The arrows highlight
the various transitions contributing to D (blue) and E (purple and pink).
(b) E (blue triangles) and nQTM (red circles) as a function of the variable
dihedral angle. The error on nQTM is smaller than the size of the data
points.

Fig. 5 Overlay of the experimental cw-EPR spectrum (green)
and simulation (blue). The experimental spectrum was collected on 1
at L-band (n ¼ 1.368 GHz) at 110 K. The simulation was performed
in EasySpin using an effective spin Hamiltonian (S0 ¼ 1/2) with rhombic
g-values and a rhombic hyperfine interaction (gi, Ai, i¼ x, y, z). The blue
spectrum was simulated using the following parameters: g0

x ¼ 0.79(5),
g0

y ¼ 0.84(3), g0
z ¼ 6.8(2), A0

x ¼ 142(1) MHz, A0
y ¼ 149(1) MHz, A0

z ¼
2026(1) MHz.
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zero-eld splitting. As depicted in the d-orbital splitting
diagram in Fig. 4a, the energy separation between the dxz and
dyz orbitals widens as the dihedral twist increases, thus
resulting in a larger E component of ZFS. The values of E for
compounds 1–4 were determined through a wave function
based approach. State-averaged CASSCF/CASPT2 calculations
of 1–4 were performed as implemented in the Molcas 8.0
soware package.24,25 The lowest 40 doublet and 10 quartet
states (the full d-manifold) were included and used in subse-
quent state-interaction calculations in order to determine the
effects of spin orbit coupling and ultimately the D and E
parameters (see ESI for details†).

With increasing deviation of qd from 90�, nQTM increases as
a result of an increasing E that facilitates mixing of theMS levels
and magnetization tunneling through the spin-reversal barrier.
Compounds 1–4 enable us to utilize ac susceptibility as an
indirect probe of E, a value inherently difficult to measure in
highly axially anisotropic complexes, through measurement of
the QTM frequency. The results summarized in Fig. 4b clearly
support our magneto-structural and d-orbital splitting analysis
and illustrate the utility of employing ac susceptibility as an
indirect probe of E in 1–4.

Utility of a coordination complex for quantum computing is
predicated on the ability to manipulate its spin. Practically,
this necessitates the observation of an EPR transition for
pulsed manipulation. Yet, prior investigations of 2 revealed
EPR silence and the unfeasibility of addressing any transitions
as a consequence of a large, negative D and small E.4 However,
6164 | Chem. Sci., 2016, 7, 6160–6166
the surprising correlation between the dihedral angle and
QTM frequency provided the motivation to investigate the
possibility of addressing intra-Kramers transitions within the
MS ¼ �3/2 doublet at very low magnetic elds. Previously, we
demonstrated that the extremely small value of E in 2 pre-
vented observation of this transition; by increasing E with
increasing distortion from D2d symmetry across this series we
created the potential for an EPR accessible transition. Yet, in
order to access said transitions, low frequency EPR is neces-
sary to bring the resonance to a eld accessible by commercial
spectrometers (<1.4 T). Thus, we investigated the two extremes
in the series, 1 and 4, by the rare application of L-band (1.368
GHz) EPR spectroscopy to high-spin cobalt ions. Remarkably,
while 4, which possesses the smallest E, elicited no signal, the
cw-EPR spectrum of 1 reveals a rich signal, displaying
a multitude of resonances between 10 and 70 mT (see Fig. 5).
The energetically well-isolated MS ¼ �3/2 Kramers doublet
permitted treatment of the spectrum as an effective S0 ¼ 1/2,
with highly anisotropic effective g0-values. Simulation of the
spectrum in EasySpin26 allowed assignment of the observed
features, which are attributed to very weak transitions within
the hyperne structure of the �3/2 Kramers doublet due to
electronuclear interactions with the I ¼ 7/2 nuclear spin of the
59Co nucleus (see ESI S16†). The observation of resonances in
the cw-EPR spectrum of the species with the largest value of E
(1), concomitant with observation of hysteresis in the species
with the smallest value of E (4), clearly demonstrates the
impact of qd on the potential utility of the system. For 4, the qd
leads to a low E, inducing magnetic hysteresis and potential
for classical information storage. In 1, however, the qd leads to
a larger E, which negates the hysteresis but enables access to
EPR transitions at low frequency, and thus potential applica-
tion for QIP. The actual potential of the system for QIP will be
evaluated via pulsed L-band EPR spectroscopy in a future
study.
This journal is © The Royal Society of Chemistry 2016
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Outlook

Deriving magneto-structural correlations in high-spin molec-
ular species is vital for creating design principles to develop
components for classical information storage, spintronics, and
quantum information processing. Specically, the foregoing
results further develop the impact of specic structural and
electronic changes on application for classical versus quantum
computing schemes. Our analysis of highly uniaxially aniso-
tropic complexes reveals an unequivocal trend between
increased QTM frequencies with increased deviation from D2d

symmetry owing to the concurrent increase in the magnitude of
E. This drastic inuence of a single structural distortion of
[Co(C3S5)2]

2� permitted the application of ac susceptibility as an
indirect probe of E throughout the series. Consequently, the
subtle distortion of qd away from D2d symmetry led to the
observation of both magnetic hysteresis and addressable EPR
transitions in the two extremes of qd, respectively. The discovery
that [Co(C3S5)2]

2� bridges the elds of SMMs and QIP through
subtle structural distortions opens new avenues to investigate
the suitability of transition metal complexes for applications in
quantum and classical information processing.
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