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Stimuli-responsive (such as voltage and/or light) fluorescence display systems have attracted particular

attention in their promising fields of application. However, there are few examples of self-powered

fluorescence display devices. Here we designed and fabricated a self-powered fluorescence display

device based on a fast-charging/recharging battery. The specially designed battery was composed of

a Prussian blue (PB) cathode and a magnesium metal anode with a high theoretical redox potential

difference (�2.8 V). Moreover, smartly adding a trace amount of NaClO in the electrolyte could realize

oxidizing PW to PB �480 times faster than when oxidizing without NaClO, leading to the fast self-

charging and high power density (maximum power density of 13.34 mW cm�2, about two to three

orders of magnitude larger than previous bio-fuel cells) of the Mg/PB battery. Most importantly, PB was

used as not only the cathodic catalyst but also as an electrochromic material, making it possible to

construct a self-powered and rechargeable electrochromic fluorescence display with only two

electrodes. Besides, fluorescent [Ru(bpy)3]
2+-doped silica nanoparticles (Ru@SiO2), were selected as the

fluorescence resonance energy transfer (FRET) donor to match PB (FRET acceptor). To the best of our

knowledge, we demonstrated a self-powered and rechargeable electrochromic fluorescence display

with only two electrodes for the first time.
Introduction

Stimuli-responsive (such as voltage and/or light) uorescence
display systems have attracted particular attention in their
promising elds of application.1 Generally, the uorescence
switching devices are based on optical coupling between the
emission spectra of the selected uorescent molecule and the
absorption spectra of the electrochromic (or photochromic)
material. Either a inner lter effect (IFE)2 or uorescence reso-
nance energy transfer (FRET)3 would occur between the uo-
rescent molecule (FRET donor) and the electrochromic (or
photochromic) material (FRET acceptor), causing uorescence
quenching of the uorescent molecule. Under stimulation, the
electrochromic (or photochromic) material would display
different absorbances, followed by variation of the uorescence
intensity. During the past decades, some fascinating research
has been done. Jovin's group1a devised a family of photo-
switchable QDs in which the donor–acceptor distance was
varied systematically by attaching QD cores and photochromic
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diheteroarylethene groups via linkers of different lengths. Zhu's
group1b synthesized a new molecular structure of a trident
perylenemonoimide modied by three photochromic dithieny-
lethenes (1 donor–3 acceptors) with a high uorescence
switching speed. Besides, our group have also done some
research into stimuli-responsive uorescence displays,4

including photo-chem-electrotriggered three-state uorescence
switching.5 Nevertheless, most previous systems need external
stimulation to operate, causing additional energy consumption.
There were rare self-powered electrochromic devices,6 which
had received much attention. However, those few self-powered
electrochromic devices usually involved three electrodes (one
electrochromic electrode, one anode and one cathode), which
greatly enhanced the manufacturing process complexity.

To realize a self-powered electrochromic uorescence device
with less than three (only two) electrodes, it is necessary to
integrate the electrochromic electrode with the anode (or
cathode). In this regard, Prussian blue (PB), an excellent elec-
trochromic material, is a good alternative, which can also be
used as the cathodic catalyst, leading to the possibility of
designing bifunctional devices.7 Moreover, self-charging
batteries are of great interest due to the emerging problems of
the energy crisis and environmental pollution.8 A self-charging
and rechargeable PB battery makes it possible to realize a self-
powered uorescence display with only two electrodes (PB could
function as a cathode as well as an electrochromic electrode).
Chem. Sci., 2016, 7, 6721–6727 | 6721
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Fig. 1 The scheme of the self-powered electrochromic fluorescence
device with only two electrodes.
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However, the reported PB battery needs days to self-charge,9 and
so could hardly be applied in uorescence displays.

Here we demonstrate a self-powered electrochromic uo-
rescence display based on a fast self-charging and rechargeable
Mg/PB battery (Fig. 1). The device was composed of a PB cathode
electrochemically deposited on a uorine-doped tin oxide (FTO)
glass, and a magnesium metal anode. Compared to metallic
lithium, which is usually applied in Li-ion batteries, metallic
magnesium is free from inherent poor stability and safety.10

Moreover, a strong oxidant solution, containing a trace amount
of NaClO, was used as electrolyte, which could oxidize the
colorless PW to PB within a few minutes, realizing the fast self-
charging of the Mg/PB battery. In addition, a uorescent system
of [Ru(bpy)3]

2+-doped silica nanoparticles (Ru@SiO2), immobi-
lized onto the surface of PB, was selected as the FRET donor,
since its emission bands overlap well with the absorption
spectrum of PB and it could maintain its uorescence in the
strong oxidizing electrolyte. Lastly, Naon was dropped on the
surface of Ru@SiO2 to avoid the leaking of Ru@SiO2. Thus, an
electrochromic uorescence display, PB/Ru@SiO2/Naon, was
constructed successfully, and the uorescence could be
switched “on” and “off” by simply “connecting” and “dis-
connecting” PB and Mg. For the rst time, a self-powered
electrochromic uorescence display with only two electrodes
was proposed.
Experimental
Materials and methods

Triton X-100 and NaClO were purchased from Sigma. Tris(2,20-
bipyridyl)dichlororuthenium(II)hexahydrate (Ru(bpy)3Cl2$6H2-
O) was obtained from Aldrich. Tetraethylorthosilicate (TEOS)
was bought from Beijing Yili Chemical Reagent. K2HPO4$3H2O
and KH2PO4 were used to prepare the phosphate buffer. All of
the other chemicals were of analytical grade and were used
without further purication. Ultrapure water (>18 MU) from
Water Purier (Sichuan Water Purier Co., Ltd., China) was
utilized throughout the experiments. The single-side conductive
6722 | Chem. Sci., 2016, 7, 6721–6727
FTO chips (transmittance > 83%, sheet resistance < 15 U sq�1)
were purchased from Zhuhai Kaivo Optoelectronic Technology
Co., Ltd., China.

The absorption measurements were carried out on a Cary
500 UV-vis-NIR spectrometer (Varian). Photoluminescence
measurements were conducted with a Fluoromax-4 spectrou-
orometer (Horiba Jobin Yvon Inc., France); the excitation and
emission slit widths were 5 nm. Electrochemical experiments
were performed on a CHI 660 electrochemical workstation.
Synthesis of PB lm

Before modication, the FTO glasses (trapezoid, (0.570 +
0.840)/2 � 5.300 cm2) were cleaned with acetone, ethanol and
water in an ultrasonic bath each for 10 min. Then the FTO
chips were immersed in an activation solution containing 1 : 1
(v/v) ethanol/NaOH (1 M) for 15 min. Aer being thoroughly
rinsed with water and dried with nitrogen, the FTO sheets were
electropolymerized with PB by applying a constant potential of
0.4 V for 500 s. An aqueous solution which consisted of 0.1 M
KCl, 0.1 M HCl, 2.5 mM K3[Fe(CN)6] and 2.5 mM FeCl3 was
employed as the electrolyte for PB electrochemical deposi-
tion.11 Meanwhile the FTO chip, Pt sheet and Ag/AgCl (satu-
rated KCl) were utilized as the working electrode, counter
electrode and reference electrode, respectively. Finally, the as-
prepared PB electrodes were dried at 100 �C for 5–6 h aer
being thoroughly rinsed with water, and stored in a centrifuge
tube shielded from light.
Preparation of the Mg/PB battery and electrochemical
measurements

The battery was composed of a PB cathode and a metallic Mg
anode. The slim Mg rod was wrapped with insulation tape with
a section (0.192 � 0.312 cm2) uncovered. A strong oxidant
solution composed of 0.025 M NaClO, 1 M KCl, and 0.1 M
phosphate buffer (pH 6) was used as the electrolyte. The
charging and discharging process of the Mg/PB battery was
achieved by disconnecting and connecting PB and Mg elec-
trodes. When detecting the open circuit potential and power of
the Mg/PB battery, Mg served as both the counter and reference
electrode. The uncovered section of Mg rod was polished before
each test.
Synthesis of Ru@SiO2 nanoparticles

The Ru@SiO2 nanoparticles were prepared as previously
described.12 Briey, cyclohexane (7.5 mL), Triton X-100
(1.77 mL), 1-hexanol (1.8 mL) and water (340 mL) were mixed
together at the beginning. Then [Ru(bpy)3]

2+ (0.1 M, 80 mL) was
added under magnetic stirring. Aer introduction of TEOS (100
mL), the mixture solution was kept stirring for 30 min. Finally,
a polymerization reaction was initiated by injecting ammonia
(25%, 60 mL). Aer the reaction was completed within 24 h, the
Ru@SiO2 nanoparticles were isolated using acetone, and
washed with ethanol and water several times. The orange
precipitates were dried under 80 �C temperature to obtain
completely dry products.
This journal is © The Royal Society of Chemistry 2016
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Fig. 2 Photographs of the Mg/PB battery with two electrodes
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Preparation of PB/Ru@SiO2/Naon lm and optical
measurements

A Ru@SiO2 (10 mL, 1 mg mL�1) aqueous solution was dropped
on the surface of PB. Aer being dried at ambient temperature,
Naon (10 mL, 0.2%) was dropped on the surface of Ru@SiO2 to
avoid the leaking of Ru@SiO2. In the Mg/PB battery system, the
PB/Ru@SiO2/Naon lm functioned as the uorescence
display. The switch on and off of the uorescence display was
realized by connecting and disconnecting the PB cathode and
the Mg anode.

The online photoluminescence measurements were per-
formed on a home built cuvette.13 The cuvette was capped with
a Teon plate to support the electrodes, with the PB lm glasses
kept at a 45 angle to the excitation light source and the detector
(the detector is vertical to the excitation light source in a spec-
trouorometer). At the same time the absorption measure-
ments were conducted with another Teon plate, and the PB
lm electrode was kept vertical to the excitation light path (the
detector is in the excitation light path in a UV-vis-NIR
spectrometer).
disconnected (A) and connected (B). (C) In situ absorbance measure-
ment of the Mg/PB battery connected at 50 s and then disconnected
at 60 s. The red curve refers to the electrolyte containing 1 M KCl and
0.1 M phosphate buffer (pH 6), and the black curve refers to the
electrolyte containing 0.025 M NaClO, 1 M KCl and 0.1 M phosphate
buffer (pH 6). Inset: the complete recovery process of PW in the
electrolyte without NaClO. The corresponding photographs of the red
and black curves are (D) and (E), respectively. The first and second
pictures refer to the Mg/PB battery with two electrodes disconnected
and connected. The next four pictures refer to the two electrodes
disconnecting for 0, 1, 3 and 6 min.
Results and discussion
The Mg/PB battery

The redox potential of the electrode reaction was demonstrated
rstly.

Mg / Mg2+ + 2e�, �2.37 V (vs. SHE)

PB / PW, +0.43 V (vs. SHE)

The oxidation potential of PB was much higher than Mg,
indicating the feasibility of Mg/PB battery. The great redox
potential difference (�2.8 V) might promise wonderful battery
behavior of the Mg/PB system.

The proposed battery system was composed of a PB cathode
electrochemically deposited on a single-side conductive FTO
glass and a Mg metal anode (0.192 � 0.312 cm2). Briey, the PB
lm was polymerized in a mixture of K3[Fe(CN)6] and FeCl3 as
the electrolyte. The original transparent FTO exhibited a blue
color aer the electrodeposition procedure, conrming the
successfully preparation of the PB lm. The morphology and
structure of these PB chips were characterized using scanning
electron microscopy (SEM). A uniform surface was observed
(Fig. S1†). Moreover, while investigating its electrochromic
properties, PB displayed outstanding reversibility, and excellent
long-time stability (Fig. S2†), which laid a favorable foundation
for repeatable chemical recovery from PW to PB (vide infra).

Next, the Mg/PB battery was assembled by connecting the PB
cathode and Mg anode with 1 M KCl and 0.1 M phosphate
buffer (pH 6) as the electrolyte. PB changed from blue to col-
ourless to form PW on connecting PB and Mg, which was the
discharging process of the Mg/PB battery (Fig. 2C, red curve).
The absorbance of PB was decreased by 91.7% in the initial 4.2 s
and 97.8% in total over 10.0 s. On disconnecting PB andMg, PW
was oxidized to form PB by dissolved oxygen in the solution and
This journal is © The Royal Society of Chemistry 2016
the transparent PW turned to blue, which showed the charging
process of the battery. However, this charging process was too
slow. For 26.1% and 82.7% absorbance increases (within the
total 97.8% absorbance decrease obtained in the initial 10 s),
the corresponding recovery times were 40.0 min and 42.8 h,
respectively.

The spontaneous oxidation of PW to PB depending on the
dissolved oxygen was too slow, therefore the Mg/PB battery
could not be used as a self-charging power source. To solve this
problem, we argued to increase the oxidability of the electrolyte
solution. And a trace amount of NaClO could be greatly helpful.
By means of an optimization test, the nal electrolyte solution
was composed of 0.025 MNaClO, 1 M KCl, and 0.1 M phosphate
buffer (pH 6). In these conditions (Fig. 2C, black curve), the
absorbance of PB was decreased by 95.1% in the initial 10.0 s
(connecting PB and Mg, discharging process, PB to PW,
bleaching) and increased by 90% in the next 6.24 min (dis-
connecting PB and Mg, charging process, PW to PB, colour-
ation). The corresponding movies are available in ESI Movies 1
and 2,† which visually show the different recovery times of PW
in the electrolyte with and without NaClO. Compared with the
Mg/PB battery without NaClO electrolyte (colouration for 82.7%,
42.8 h), the proposed PB system exhibited a notably high col-
ouration speed. It only needed 5.35 min to undergo colouration
of 82.7%, �480 times faster than the battery without NaClO.
Chem. Sci., 2016, 7, 6721–6727 | 6723
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Fig. 3 Dependence of the power density on the cell voltage for the
assembled Mg/PB battery in 0.025 M NaClO, 1 M KCl and 0.1 M
phosphate buffer (pH 6) electrolyte, quiescent solution, under air.

Fig. 4 (A) Repeated rechargeability test of the self-powered Mg/PB
battery by simply disconnecting PB and Mg in 0.025 M NaClO, 1 M KCl
and 0.1 M phosphate buffer (pH 6) electrolyte. (B) In situ absorbance
measurement of the Mg/PB battery under repeated discharging and
charging cycles.
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And a rapid colouration speed means a quick charging process.
Considering our proposed battery is self-charging, the ability for
fast self-charging is prominent and favourable for practical
applications. This fascinating character was attributed to the
strong oxidant NaClO in the electrolyte solution. NaClO could
oxidize PW to PB quickly. Meanwhile, the absorbance of PB
could almost 100% recover to its original value, that is to say,
the Mg/PB battery could fully self-charge within �6 minutes.
Simultaneously, the bleaching speed (bleaching over 95%, 10 s)
in a solution with and without NaClO is comparable, and
negligible interference from NaClO was conrmed. By the way,
some other oxidants, such as H2O2 and (NH4)2S2O8, were also
effective to replace NaClO in the system (Fig. S3†). Although
more optimization of experimental conditions (the pH, the
temperature or the concentration of the oxidant) should be
done to get a satisfactory self-charging speed, the universality of
the design by introducing an oxidant into battery electrolyte is
a very promising prospect.

The open circuit potential measurements were taken in a two-
electrode conguration with the slim Mg rod serving as both the
counter and reference electrode. The measured open circuit
potential of the Mg/PB battery was 2.50 V, which is higher than
for previously reported electrochromic batteries (1.26 V;9

0.87 V).14 And just one battery could light up a red LED (Fig. 2B).
To elucidate more about the high open circuit potential, some
detailed experiments were carried out. The cathode (PB) and
anode (Mg) potentials of the battery were 0.68 V and 1.82 V,
respectively. Strangely, according to the previous reports,7a,9 the
cathode (PB) potential should be approximately 0.35 V
(vs. Ag/AgCl). We suggested that the strong oxidant electrolyte
solution might account for this difference. To verify this
hypothesis, the cathode and anode potential were detected once
again in a electrolyte without NaClO (only containing 1 M KCl
and 0.1M phosphate buffer (pH 6)). Then the cathode and anode
potentials were 0.37 V and 1.78 V, respectively. Inspired by the
observed experimental facts, it became evident that NaClO
played a momentous role in increasing the cathode potential.

Another signicant experimental parameter for batteries is
power. Taking the small active area of the trapezoidal PB lm
((0.610 + 0.840)/2 � 3.130 cm2) into account, the power of this
Mg/PB battery was detected using a method normally used in
biofuel cells.15 In a quiescent solution, the maximum current
density of the battery was 7.85 mA cm�2 and the maximum
power density was 13.34 mW cm�2 (about two to three orders of
magnitude larger than previous bio-fuel cells)16 at 1.70 V of the
cell voltage, according to the geometrical surface of the Mg
electrode (Fig. 3). For comparison, the power density was also
monitored in an electrolyte without NaClO, since NaClO may be
helpful to improve the power output. In that case, themaximum
power density was decreased to nearly 3mW cm�2. Thus, NaClO
not only accelerated the oxidation of PW, making the Mg/PB
battery a fast self-charging one, but also was involved in aug-
menting the open circuit potential and power density of this
battery. Table S1† summarizes the differences in the battery
behavior between the electrolyte with and without NaClO.

We further characterized the Mg/PB battery in terms
of rechargeable acceptance ability. Fortunately, the apparent
6724 | Chem. Sci., 2016, 7, 6721–6727
structure of PB did not present great changes aer one dis-
charging and charging cycle in an appropriate concentration of
NaClO, which was conrmed via the SEM images of PB before
and aer one cycle. Aer three cycles, the recovered Mg/PB
battery could still deliver a maximum power density of
12.96 mW cm�2, with a total loss of 3% compared with the rst
discharge process (Fig. 4A). In addition, the maximum power
density decreased 21% aer cycling ve times. However, from
the absorbance spectra, during seven cycles the Mg/PB battery
could maintain over 80% of the original absorbance value
before the test (Fig. 4B). Although the PW recovery process was
slowing because of the consumption of NaClO, the maximum
recovery time was still within 1000 s in the last (seventh) cycle.

The functioning mechanisms of the fast self-charging and
rechargeable Mg/PB battery could be illustrated as follows
(Fig. S4†): Mg is a highly active metal, showing strong reduc-
ibility. When connecting PB and Mg, Mg released electrons to
form Mg2+ ions, and PB accepted electrons to form PW.

Half-cell reactions:
Anode

Mg ¼ Mg2+ + 2e� (1)

Cathode

KFeIII[FeII(CN)6] (PB) + K+ + e� ¼ K2Fe
II[FeII(CN)6] (PW)

(2)
This journal is © The Royal Society of Chemistry 2016
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Fig. 5 (A) Emission spectra of 0.1 mg mL�1 Ru@SiO2 aqueous solution
(black dash curve), the Ru@SiO2/Nafion film electrode (red dot curve)
and the PB/Ru@SiO2/Nafion film electrode (blue solid curve). (B)
Emission spectra of the Ru@SiO2/Nafion film electrode before (black
dash curve) and after (red solid curve) connecting with Mg. (C)
Absorption spectra of the PB (black dash curve) and PB/Ru@SiO2/
Nafion (red solid curve) film electrode. (D) Emission spectra of the PB/
Ru@SiO2/Nafion film electrode while connecting and disconnecting
with Mg.
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The overall cell reaction can be expressed as:

2KFeIII[FeII(CN)6] (PB) + 2K+ + Mg ¼
2K2Fe

II[FeII(CN)6] (PW) + Mg2+ (3)

The bleached device recovered its blue colour aer being
oxidized by NaClO; this charging process could be described by
the following reaction:

2K2Fe
II[FeII(CN)6] (PW) + NaClO + 2H+ ¼
2KFeIII[FeII(CN)6] (PB) + 2K+ + NaCl + H2O (4)

It is worth noting that, the reaction (4) still exists even in the
discharging process. Despite the coexistence of reactions (3) (PB
to PW) and (4) (PW to PB), the reaction rate of (3) is much higher
than that of (4). While connecting PB and Mg, reaction (3) is
dominant and the colour variation of the FTO glass just could
be observed from blue to transparent. The coexistence of reac-
tion (3) with reaction (4) probably explained why NaClO is
favourable for increasing the open circuit potential of the
battery. Besides, dissolved oxygen in the solution is also active
in the process.

Why would the trace amount of NaClO have an important
effect on the oxidation of PW? To gain more insight, the redox
potential during the recharging process was demonstrated.

PW / PB, �0.43 V (vs. SHE)

HClO + H+ + 2e� / Cl� + H2O, +1.482 V (vs. SHE)

The standard reduction potential of HClO was high in acidic
solution. This probably explained why the trace amount of
NaClO would greatly accelerate the oxidation of PW. By
contrast, the spontaneous oxidation of PW to PB relying on
dissolved oxygen was too slow, owing to the relatively weak
oxidizability of oxygen.
Fig. 6 (A) Absorption spectra of the PB film before (black curve) and
after (red curve) the connecting of PB and Mg. The emission spectra of
Ru@SiO2 (blue curve); the sample was excited at 465 nm. (B) Fluo-
rescence at 649 nm of the PB/Ru@SiO2/Nafion film as a function of
time upon repeated discharging and charging cycles.
The uorescence displays

The broad market for electronics devices suffers from
manufacturing process complexities. One solution is to develop
integrated multifunctional devices. Since the PB device is not
only a fast self-charging and rechargeable battery but also
a smart electrochromic window, we could design a self-powered
electrochromic uorescence display with only two electrodes for
the rst time.

The Ru@SiO2 functioned as the uorescent molecule to
match electrochromic PB. On the one hand, the emission peak
of Ru@SiO2 was located at 649 nm and overlapped well with
the absorption spectra of PB (Fig. 6A). So, effective IFE or FRET
would occur when Ru@SiO2 was immobilized on the surface
of PB. On the other hand, Ru@SiO2 could maintain its uo-
rescence in the strong oxidizing electrolyte solution, while
some other uorescent probes, such as nanoclusters or
quantum dots were quenched. Lastly, Naon was dropped on
the surface of Ru@SiO2 to avoid the leaking of Ru@SiO2, thus
an electrochromic uorescence display, PB/Ru@SiO2/Naon,
This journal is © The Royal Society of Chemistry 2016
was constructed successfully. Detailed experimental manipu-
lation is revealed in the experimental section and the char-
acterization is described in Fig. S5 to S8.† The average
Ru@SiO2 crystalline sizes could be roughly calculated to be
79.0 � 7.2 nm from the TEM image (Fig. S5†). Moreover,
several control experiments have been performed. (1)
Ru@SiO2 was stable both in an aqueous solution and on the
surface of PB (Fig. 5A). (2) The uorescence of Ru@SiO2/
Naon lm (without PB) would not change while connecting
with Mg (Fig. 5B). (3) The Ru@SiO2 on the surface of PB could
not inuence the absorbance of PB (Fig. 5C). (4) The emission
peak of the PB/Ru@SiO2/Naon lm electrode decreased
when the time of disconnecting with Mg was prolonged, and
�6 min was required to restore the original value of uores-
cence (Fig. 5D).

Fig. 6B presents the emission spectra variation of the PB/
Ru@SiO2/Naon lm during charging and discharging cycles.
Chem. Sci., 2016, 7, 6721–6727 | 6725
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Initially, the uorescence of Ru@SiO2 was weak because of
the strong absorbance of PB. When connecting PB and Mg
(the discharging process), the absorbance of PB was drasti-
cally reduced and transparent PW was formed. Thus Ru@SiO2

returned to its intrinsic uorescence intensity. When dis-
connecting PB and Mg aerwards (the charging process), PW
was oxidized to PB, and the absorbance increased slowly,
leading to the uorescence decrease of Ru@SiO2 simulta-
neously. Detailed information about Fig. 6B is shown in Table
S2.† The biggest uorescence contrast and shortest recovery
time were 63% and 290 s at the rst cycle. The uorescence
contrast remained over 50% for six cycles with recovery times
less than 500 s. Even aer ten cycles, the PB/Ru@SiO2/Naon
lm presented nearly 40% uorescence contrast and a 660 s
recovery time, indicating that the self-powered electro-
chromic uorescence display is highly reversible and time-
saving. The excellent performance of the self-powered elec-
trochromic uorescence display device can be attributed to
the wonderful property of the Mg/PB battery as well as the
efficient IFE and FRET between PB and Ru@SiO2. So far, the
proposed device could be considered as a fast self-charging/
recharging electrochromic uorescence display with only two
electrodes.
Conclusions

In summary, we have successfully realized a self-powered
electrochromic uorescence display based on a fast self-
charging and rechargeable Mg/PB battery by introducing
a trace amount of strong oxidant NaClO into the electrolyte. By
simply connecting Mg and PB electrodes, just one battery
could light up an LED. Aerwards, on disconnecting the Mg
and PB electrodes, the battery could be self-charged within
�6 min, �480 times faster than the battery without NaClO.
During this process, PB contributed high power density and
excellent cycling performance when evaluated as a cathode.
The trace amount of NaClO played a central role in improving
the battery behavior. Based on the encouraging performance of
this battery, a self-powered electrochromic uorescence device
with only two electrodes was proposed for the rst time.
Further work might focus on the introduction of a gel or solid
electrolyte to improve the device performance. Considering
PW is transparent, and the Mg/PB battery could be a “half”
transparent battery, our proposed device provides possibilities
to develop transparent batteries used also as an electronic
display screen. We anticipate that the proposed fast self-
charging and rechargeable electrochromic uorescence
display would offer a solution to the emerging power supply
problem of the next-generation, transparent portable elec-
tronic devices.
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