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Stoichiometric derivatives of graphene, having well-defined chemical structure and well-defined chemical
bonds, are of a great interest to the 2D materials research. Hydrogenated graphene (graphene), fluoro-
graphene, hydroxygraphene (graphol), thiographene, cyanographene, aminographene, graphene acid
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pose unique and well defined chemical and physical properties, allowing their further transformation and
application in the devices. Here we overview various methods of their synthesis and discuss their

chemistry and properties. It is expected that the family of stochiometric derivatives of graphene will grow
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beyond listed examples in the near future.

1. Introduction

According to the IUPAC definition, graphene is, at least in its
idealized form, “‘a single carbon layer of the graphite structure,
describing its nature by analogy to a polycyclic aromatic hydro-
carbon of quasi-infinite size”.! In the last decade, graphene has
1.>°® 1t has an

become a highly popular 2-dimensional materia

Prof. Zdenék Sofer is an Associated
Professor at the University of
Chemistry and Technology Prague
since 2013. He received his PhD
also at University of Chemistry
and Technology Prague, Czech
Republic, in 2008. During his PhD
he spent one year in Forschungs-
zentrum Julich (Peter Griinberg
Institute, Germany) and also one
postdoctoral stay at University
Duishurg-Essen, Germany. Research
interests of Prof. Sofer concerning
on nanomaterials graphene based
materials and other 2D materials, its chemical modifications and
electrochemistry. He is member of Editorial board of Flatchem. He
has published over 240 articles, which received over 3500 citations
(h-index of 31).

Zdenek Sofer

This journal is © The Royal Society of Chemistry 2017


http://orcid.org/0000-0001-5846-2951
http://orcid.org/0000-0002-1391-4448
http://crossmark.crossref.org/dialog/?doi=10.1039/c7cs00215g&domain=pdf&date_stamp=2017-05-18
http://rsc.li/chem-soc-rev
http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/c7cs00215g
https://pubs.rsc.org/en/journals/journal/CS
https://pubs.rsc.org/en/journals/journal/CS?issueid=CS046015

Open Access Article. Published on 19 May 2017. Downloaded on 1/16/2026 8:25:01 AM.

Thisarticleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

(cc)

Review Article

Thiographene

B 3

Graphol

graphene

Scheme 1 Well defined stoichiometric derivatives of graphene are on the
frontiers of graphene research.

very simple structure (it is a large polycyclic aromatic carbon
molecule) of atomic thickness. Many materials scientists, physi-
cists, and chemists are exploring its structure. There is a large
number of chemical derivatives of graphene. Most commonly
known is graphene oxide. While the name suggests that there
will be a well-defined bonding arrangement in the structure
with well-defined stoichiometry, as most inorganic oxides have,
the opposite is true. The structure of graphene oxide has not
been known in detail until now and several structural models
exist."*® Graphene oxide consists of a wide variety of carbon-
oxygen bond arrangements, such as alcohol, carbonyl, carboxyl,
ether, and ester. Their abundance depends on the preparation
route.”®” Therefore, it should not be surprising that the original
articles on graphite oxide (stacked graphene oxide) referred
to this material as graphite oxide/hydroxide or graphite acid
(to reflect its acidic character). Other chemical derivatives of
graphene are, for example, doped graphenes (most commonly
N-doped graphenes) where again, a variety of carbon-nitrogen
bonds exist and the amount of nitrogen is usually very low and
non-stoichiometric.

In this article, we wish to review different derivatives of
graphene. We wish to focus on derivatives with well-defined
stoichiometry and structure. These include graphane, fluoro-
graphene, and others with a general formula of C;X; _s, where X
is a heteroatom or functional group such as H, halogen, -OH,
-SH, -COOH, or combinations of previous groups (C;X,Y;-4)
(see Scheme 1). The attempts of creating well defined deriva-
tives of graphene with nitrogen will be reviewed as well.

2. Monoatomic derivatives (C—-X):
graphane and halogen graphenes

The addition of hydrogen or halogen atoms onto the graphene
skeleton leads to monoatomic derivatives of graphene with a
simple structure consisting of single-bonded heteroatoms
(for the purpose of this review, any atom other than carbon is
considered a heteroatom) to carbon. It should be noted that the
chemical properties of hydrogen are much closer to those of the
halogen group than to those of group IA (alkaline metals),
which is documented by the fact that hydrogen is among the
group VIIA elements in many older periodical table systems.
Addition of a monovalent atom leads to a non-ambiguous
structure (as when N, B, S, or O are added to a graphene
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backbone as several types of arrangements can exist with these
multivalent atoms).

Addition of monovalent heteroatoms to aromatic carbon
rings in graphene leads to a disturbance of aromaticity; the
thickness of the material is no longer monoatomic as addi-
tional atomic layers are added by the heteroatom. In addition,
the basic Cg skeleton is not planar as in graphene but buckled.
One can demonstrate this in the case of planar benzene and
buckled cyclohexane or hexachlorocyclohexane. This leads into
band gap opening, charge separation, and possible ferromagnetic
ordering, different interlayer forces, catalytic effects, and so on.
First, we shall discuss hydrogenated graphene and later on we will
move to the area of halogenated graphenes.

2.1. Graphane

Fully hydrogenated graphene is a wide band gap semiconductor
with a predicted value of 3.5 eV for the chair conformation
and 3.7 eV for the boat conformation.””® Band gap is strongly
dependent on hydrogen content, which can be used for its
tuning. The electronic structure can be further controlled by
geometry, such as the formation of nanoribbons.’ These inter-
esting properties open a huge potential of this material in
current micro- and optoelectronics. The properties of graphane
can also be controlled by its interaction with various metallic ions.
Several theoretical studies were performed for such systems."®
The presence of ferromagnetic ordering was also experimentally
observed within highly hydrogenated graphene."' Graphane also
has several other possible applications including hydrogen storage,
electrochemical storage, and conversion devices as well as sensing
applications.

There are several methods of preparing graphane (summary
formula C;H;) or highly hydrogenated graphene (C;H; ;). In
principle, there are three basic conceptual methods. Hydrogenation
can be accomplished (a) via low-pressure H, plasma, (b) high-
pressure H, atmosphere, or (c) via wet chemistry (solution)
based approaches. Hydrogenation of graphene to graphane in
low-pressure plasma was first introduced in 2009."*® Because of
the low sample amount in this original work, the exact level
of hydrogenation was not determined. This first work was
followed by several variations, ie., hydrogenation of CVD
graphene with hydrogen content under 10%."*° While it was
assumed that hydrogenation occurs on only one side of CVD
graphene when attached to a substrate, hydrogenation of
epitaxial graphene with H, and D, led to hydrogenation from
both sides of a graphene sheet.’*® Hydrogen plasma was also
applied for the bulk synthesis of hydrogenated graphene, but the
degree of hydrogenation was also relatively low. For example,
hydrogenation of graphene oxide in microwave plasma led to
hydrogenation efficiencies of 10-12%."*"

In industry, aromatic hydrocarbon hydrogenation occurs
under high pressure and elevated temperature to drive the
reaction of alkene H,C—CH, + H, — H3;C-CH; in the presence
of a Ni, Pd, or Pt catalyst. However, when performed on graphene
oxide with pressures of up to 150 bar and temperatures of up to
500 °C, the hydrogenation efficiency scarcely reached 3.7%."*>
Another high-pressure method was devised by the hydrogenation

Chem. Soc. Rev., 2017, 46, 4450-4463 | 4451


http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/c7cs00215g

Open Access Article. Published on 19 May 2017. Downloaded on 1/16/2026 8:25:01 AM.

Thisarticleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

(cc)

Chem Soc Rev

of graphene on Cu foil in an Anvil (diamond) cell under pressure
of 2.6-5 GPa in the presence of molecular hydrogen.'” High-
pressure hydrogenation was also applied to CVD-grown graphene.
However, the exact degree of hydrogenation was not reported.
Hydrogenated graphene was also further derivatized because of its
extended reactivity in comparison with unmodified graphene.'?

Wet chemistry hydrogenation can be carried out in either
aqueous or non-aqueous media. In the first category, the hydro-
genation of graphene oxide with nascent hydrogen (H*) generated
from a reaction of HCI with metal leads to 10% hydrogenation."*
Typically, the wet chemical methods are based on the reduction of
oxygen functionalities present on the graphene oxide surface.
Typically, ketone and carboxylic acids can be reduced to hydroxyls
together with carbon atom hydrogenation. Several reducing
reagents like complex hydrides can be used for such hydro-
genation. The hydrogenation was proofed by deuterium labeling."
In general, many types of chemical reductions of graphene oxide
can lead to partial hydrogenation.
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Non-aqueous methods include the so called Birch hydro-
genation reaction, a method that can be employed to hydro-
genate graphene (Fig. 1)'®'” and graphene oxide,"" with efficiency
ranging from 70% to 114% (meaning that hydrogenated graphene
(graphane) had a summary formula of C;H; 14). This is due to
the small size of the graphene sheets and the presence of defects,
which can contain -CH, and -CH; groups (similarly to fluoro-
graphene, see below)."® Hydrogenation of carbon nanotubes via
the Birch method, which leads to graphane nanostripes with
enhanced magnetic properties, was also highly effective.'® The
Birch reaction is carried out in liquid ammonia, in which alkali
metal such as Li, Na, K, or Cs is dissolved and which acts as
a source of solvated electrons, which are transferred to the
graphene. Such graphene subsequently reacts with a proton
source, which can be alcohol (methanol, ethanol, or propanol)
or water.”° For single-layer graphene, it has been shown that
hydrogenation takes place uniformly across the sheet while for
few-layer graphene (FLG) hydrogenation was not observed on

Fig. 1 Graphane. (A) Structure of fully hydrogenated graphene (graphane). Reproduced from ref. 7 with permission from American Physical Society,
copyright 2007. (B) Fluorescence of hydrogenated graphene. Reproduced from ref. 17 with permission from Wiley-VCH, copyright 2013. (C) Mechanism
of the Birch hydrogenation elucidated. Time evolution of Raman Ap/Ag (defects/graphitic carbon) upon exposure to Li in liquid NHs for bilayer graphene
(a—c) and few layer graphene with closed edges (d-f) shows that hydrogenation of bilayer structure starts at the edges. Reproduced from ref. 21 with

permission from American Chemical Society, copyright 2017.
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materials with sealed edges. This suggests that hydrogenation
takes place from the defect/edge points of FLG, possibly via
alkali metal intercalation (Fig. 1).>' Highly hydrogenated graphene
is reactive and it is possible to further functionalize it via a
standard chemical reaction on remaining allyl bonds.>” The Birch
method can be utilized on halogenated graphenes, which leads to
high levels of hydrogenation—up to 7.5 wt% of hydrogen.** This
exceeds the DOE limits for hydrogen storage materials for auto-
motive applications (5.5 wt%) and such materials, coupled with
an appropriate recycling system, can be utilized as safe (compared
to Mg or Li hydrides) hydrogen storage material. Another non-
aqueous method utilizes graphite intercalation compounds with
K (prepared in THF) with subsequent protonation with alcohols or
water. This leads into tunable hydrogenation with a hydrogen
content up to 66%.>*

The material properties of graphane and highly hydrogenated
graphene are much different from those of graphene. Hydro-
genation opens a band gap of up to 3.7 eV,® depending on the
hydrogenation level and conformation. This leads to the
fluorescence of highly hydrogenated graphene (Fig. 1).'” Partial
hydrogenation leads to localized and unpaired electrons of
non-hydrogenated carbon atoms which, in turn, leads to sp®
carbon-induced ferromagnetism.""*> These properties are also

Energy (eV)
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seen in other monovalent atom/group functionalized graphenes, as
described below. Graphane was not found to have special electro-
catalytic properties,®® unless paired with metal nanoparticles.'

2.2. Halogen graphenes

Compared to other graphene derivatives, halogenated and
especially fluorinated graphene exhibits several different pro-
perties. These differences originate from the high differences in
the electronegativity of individual heteroatoms. In comparison
with hydrogenated graphene, its fluorinated counterpart is more
broadly available since it can be prepared by “bottom-up” as well
as “top-down” methods. High electronegativity leads to the band-
gap opening and fluorographene can act as an insulator in layered
material heterostructures. Fluorographene is also well known
for its several outstanding properties such as large negative
magnetoresistance, high optical transparency and electrical band
gap exceeding values reported to be about 3.8 eV (Fig. 2).%73341%2
Fluorographene also has good thermal stability. Theoretical
calculations show the strong influence of fluorographene
conformation on band gap structure and energy. Theoretical
calculations of fluorinated graphene with low fluorine concen-
trations (below CF1,5) show the polar character of the C-F
bond and lead to the metallic conductivity of such material.**

CH
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(A) The electronic band structure in the vicinity of the band gap for fluorographene as well as its counterparts (chlorographene and graphane).

Reprinted from ref. 41 with permission from American Chemical Society, copyright 2013; (B) room temperature photoluminescence emission of the
pristine graphene and fluorographene dispersed in acetone using 290 nm (4.275 eV) excitation shows luminescence maxima at about 3.8 eV.
Reproduced from ref. 42 with permission from American Chemical Society, copyright 2011. (C) Fluorographene was deemed to be insulator; however,
it has been shown that it is conducting material due to the conducting islands. Reproduced from ref. 43 with permission from American Chemical

Society, copyright 2014.
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A higher degree of fluorination leads to large changes in
electron density and band gap opening. With a composition
of CFy,s, graphene shows a wide band gap with energy of
2.92 eV based on GGA calculations.>® Band gap can also be
controlled by various conformations of stoichiometric fluoro-
graphene: twist-boat, boat, and stirrup conformations show
band gaps of 3.05 eV, 3.28 eV, and 3.58 eV, respectively.”® The
band gap value is strongly dependent on composition and its
value can be tuned by the degree of fluorination. Fluoro-
graphene is well known for its extremely hydrophobic behavior.
Therefore, self-cleaning surfaces, hydrophobic coatings as
well as self-lubricating surfaces all fall within its potential
applications. Fluorographene has excellent potential for
application in primary batteries paired with lithium. Fluoro-
graphene acts as a cathode material with excellent long-term
stability and a theoretical energy density of 2162 W h kg™*
with a theoretical electromotive force of 4.57 V.***° Other
applications including the use of magnetic resonance imaging
were reported.®® Unlike diamagnetic graphene, its fully fluori-
nated counterparts exhibit paramagnetism.?” The ferromag-
netism reported for partially fluorinated graphene is usually
related to the magnetism of fluorine atoms on defects and edge
sites.*® Tang reported the relationship of magnetic behavior
to fluorographene conformation structure as well as tensile
strain.”® While fluorinated graphene was deemed to be insulator
at first,”” it was shown that it is actually conducting material
(Fig. 2C) due to conducting paths in its crystal,** excellent for
electrode fabrication.*’
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Compared to fluorographene, all its other halogenated counter-
parts are unstable and their overall stoichiometric composition
was never reported.*'**?*"*¢ Fluorinated graphene decomposes
at temperatures around 400 °C and is accompanied by partial
restoration of graphene structure.”’”®*” Graphene etching
was also observed at higher temperatures.?”*® These processes
were studied by Raman spectroscopy as well as through high-
temperature electrical conductivity measurements and analysis
of formed gaseous products by GC-MS. Detailed high-temperature
measurements of electrical conductivity show excellent insulating
properties up to 350 °C.>”*° Chemical methods such as reac-
tion with potassium iodide or hydrazine can also be used for
removing fluorine from fluorographene.”®*° Light-induced
removal of fluorine from fluorographene was also reported in
the literature.

Both general synthetic strategies based on ‘“bottom-up” and
“top-down” synthesis can be applied for the bulk synthesis of
fluorographene. This is due to the commercial availability of
fluorinated graphite (fluorographite) bulk with a controlled
amount of fluorine. Fluorographite was commercially available
from the middle of the 20th century and the concentration
of fluorine can be controlled by experimental conditions
(temperature and partial pressure of fluorine) during the reaction.
Since the methods of mechanical “top-down” synthesis are well
known for graphene synthesis, it can also be simply transferred for
fluorographene. This method offers a simple and scalable pro-
cedure for fluorographene synthesis (Fig. 3A). Also, the mecha-
nical exfoliation of fluorographite was the first method used for
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(A) The preparation of fluorographene by intercalation of EDA and subsequent exfoliation by sonication at room temperature in NMP.

Reproduced from ref. 73 with permission from Royal Society of Chemistry, copyright 2014. (B) Direct high temperature treatment of graphene oxide
with fluorine produce high degree fluorinated graphene. Reproduced from ref. 59 with permission from American Chemical Society, copyright 2013;
(C) spatially resolved fluorination of CVD growth graphene with XeF, and corresponding AFM height profiles. Reproduced form ref. 28 with permission from
American Chemical Society, copyright 2010; (D) thermal decomposition of fluoropolymer producing fluorine radicals was reported as an effective method
for spatially resolved fluorination of CVD growth graphene. Reproduced from ref. 72 with permission from Royal Society of Chemistry, copyright 2014.
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fluorographene synthesis.>® The presence of fluorine atoms
covalently bonded to the graphene skeleton increase interlayer
distance and the van der Waals forces holding the individual
layers become even weaker in comparison with graphite. This
implies that the mechanical exfoliation of fluorographite
should be less energy consuming in comparison with graphene
synthesis. Other procedures that allow for synthetizing bulk
quantities also exist. The most useful one is shear force milling.
The yield of that procedure can be further increased by the
optimization of the liquid phase composition and the use of
surfactants. Since first reported in 2011 by Zbofil et al., several
other procedures for mechanical exfoliations have been reported.
All of these procedures are based on mechanical exfoliations
dealing with different solvents such as sulfolane,** N-methyl-2-
pyrrolidone,*® chloroform,> isopropanol,® acetonitrile,>* and
various ionic liquids.>>>® Mechanical exfoliation is also attri-
buted to the intercalation of solvents used for exfoliation. Ionic
liquids like 1-butyl-3-methylimidazolium bromide and N-methyl-2-
pyrrolidone were reported as highly effective for these purposes.®*>
The yield of exfoliation can be further improved by increasing
temperature, typically in the range of 50-100 °C. Surfactants such
as hexadecyl-trimethyl-ammonium bromide and dopamine were
also used for intercalation-based exfoliation.”> Methods based on
the oxidation of fluorographite that led to partially fluorinated
hydrophilic graphene oxide were recently reported.>®”

The chemical synthesis procedures are typically based on
the reaction of graphene or its derivatives with various fluori-
nation reagents. Fluorination was reported for bulk graphene
prepared by “top-down” procedures as well as for CVD graphene.
Many methods were reported for the fluorination of bulk
graphene. However, only a few of them led to fully fluorinated
graphene with stoichiometric composition C;F;.*” It should
also be mentioned that perfluorinated graphene can have a
composition exceeding C;F;. This is due to the presence of CF,
and CF; groups on the graphene edges and defect sites.>® The
higher concentration of such parts in combination with the
small size of the graphene sheets leads to a higher excess of
fluorine over stoichiometry. In order to achieve such a degree of
fluorination, extremely reactive fluorination reagents must be
used.”®>° Fluorination of graphene oxide leads to a significantly
lower F/C ratio since not only a new C-F bond must be formed,
but also any remaining C-O bonds must be eliminated.®® The
fluorination degree (F/C ratio) was below 0.2. The resulting
partially fluorinated graphene oxide remained hydrophilic after
such treatment. The most typically used fluorination reagent is
elemental fluorine (Fig. 3B). However, other compounds that
can form elemental fluorine during reduction can be also used.
The most typical example is XeF,, which decomposes into inert
xenon and fluorine molecules at elevated temperatures.””>**?
Compared to elemental fluorine, its handling is significantly
less complicated. On the other hand, its high price limits its
range of application, especially for bulk scale synthesis of fluoro-
graphene.?”?**? The use of XeF, was reported for CVD-grown
graphene as well as for graphene powders and assembled
membranes (Fig. 3C). In the case of CVD-grown graphene,
single- or both-side fluorination is obtained depending on the

This journal is © The Royal Society of Chemistry 2017
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graphene substrate. Since metallic substrates are typically not
etched, only single-side fluorination is observed in such cases.”®
On the other hand, the use of a SiO,/Si substrate can lead to
both-side fluorination since SiO, can also be etched and the
other side of the graphene sheet is exposed for the reaction.
Beside these two main reagents, other highly reactive com-
pounds such as fluorine interhalogen compounds can also be
used. CIF; is an even more powerful fluorination reagent in
comparison with elemental fluorine. However, its use is com-
plicated due to its extreme reactivity and high toxicity. On the
other hand, several of more mild fluorination reagents is known.
The most broadly available is hydrogen fluoride and its solution
in water, hydrofluoric acid. The use of hydrogen fluoride for
the partial fluorination of graphene was reported by several
groups.'**'** Several effective fluorination reagents such as
bis(2-methoxyethyl)aminosulfur trifluoride, (diethylamino)-
difluorosulfonium tetrafluorido borate, and (dimethylamino)-
sulfur trifluoride (DAST) are known from organic chemistry.
These compounds usually need some functionalities to be pre-
sent on the graphene skeleton. Therefore, graphene oxide seems
to be the ideal starting material for the synthesis of partially
fluorinated graphene and graphene oxide. However, these com-
pounds are often used for the introduction of C-F bonds in
organic chemistry. Their use for the formation of C-F bonds on
graphene was not investigated in detail. As of now, only several
works have dealt with these novel fluorination reagents like
DAST.®" The main advantage of these reactions is the controlled
substitution of functional groups by fluorine on the graphene
skeleton since only some of the functionalities can be sub-
stituted. Many other methods were reported for the general
synthesis of partially fluorinated graphene and its derivatives.
A typical one is the exfoliation of graphene oxide in fluorine
precursors such as HF, SF¢, SF4, or MoFs. Its activation can be
performed through a high-temperature reaction or ion forma-
tion by plasma.'*® Since high temperature is applied, only a
limited amount of oxygen functionalities can be found on such
materials and also the concentration of fluorine is limited to
several tenths of atomic percent. Use of HF under various con-
ditions was also reported for fluorination. Aqueous solutions
are typically used since handling of anhydrous hydrogen fluoride
is extremely complicated and also dangerous. Fluorination of
graphene oxide under hydrothermal conditions was reported
with a relatively high yield of fluorination.®* Also, photochemical
activation of the reaction with HF was reported.®® An F/C ratio of
0.39 for graphene oxide fluorinated with anhydrous BF; etherate
complex was recently reported. Also, electrochemical methods
of fluorination were reported. Since this technology is well
known for the synthesis of fluorinated hydrocarbons in organic
chemistry, its application on graphite led to graphene with an
F/C ratio of about 0.1.%*

Less reactive compounds were also used for the fluorination
of CVD-grown graphene. However, plasma formation is neces-
sary to form reactive fluorine radicals and ions that can react
with a graphene surface. Compared to bulk graphene, typically
only up to 50% of theoretical fluorine content is obtained since
the other side of the graphene sheet is attached to the substrate.

Chem. Soc. Rev., 2017, 46, 4450-4463 | 4455
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For the fluorination of CVD-grown graphene, RF plasma with
gaseous reagents forming fluorine radicals like SFq or CF, is
typically used.***>7° More exotic methods such as an electron
beam induced decomposition of XeF, using 30 keV Ga' ions in
dual beam microscope.”* The use of more reactive reagents is
limited since the substrate used for graphene transfer may be
significantly damaged. The gases like CF, and SF¢ are highly
used in the semiconductor industry for RIE applications and
the etching procedures can be relatively simply transferred for
CVD-grown graphene functionalization. Site-controlled fluori-
nation of planar graphene structures can be performed by the
use of lithographic masks. Plasma-based technologies were
recently used for the synthesis of fluorinated reduced graphene
oxide.®*”° An elegant method for the synthesis of fluorographene
structures on CVD-grown graphene layers was recently published.”
This method uses in situ local generation of a fluorine radical from
localized thermal decomposition of CYTOP (a fluoropolymer that
can be applied to graphene by spin coating). The method is based
on local laser irradiation in which locally thermally decomposed
fluorine on radicals can form highly spatially resolved fluorinated
graphene (Fig. 3D).”> This method presents a broad application
potential of fluorinated graphene in microelectronic devices since it
is scalable and relatively user friendly for device fabrication even on
a large scale.

Compared to graphene, its derivatives exhibit significantly
higher reactivity. This opens up a new field of applications for
fluorographene or graphane for the synthesis of graphene
derivatives, which could not be successfully prepared directly
from graphene or graphene oxide. Methods for the chemical
removal of fluorine atoms from fluorographene structures were
discussed in previous paragraphs. Fluorographene can also be
used as a starting material for further graphene derivatization.
Substitution of fluorine atoms in fluorographene by hydroxyls
was recently reported as an effective method of graphene derivate
synthesis.’® Papers dealing with Grignard reagents were recently
reported. These reactive compounds can be used for the effective
introduction of aliphatic and aromatic hydrocarbon chains.”*”>
The introduction of an SH group on a fluorographene skeleton
by substitution reaction was also reported.”® Interestingly, these
substitution reactions were also reported for fluorinated CVD-
grown graphene. A reaction with ethylenediamine led to the
introduction of an alkylamino group on a graphene surface.””
Similarly, a reaction with bases led to the introduction of
hydroxyl groups.”® Otyepka performed theoretical calculations
showing that the substitution most likely proceeded by the Sy1
mechanism.”* Substitution of fluorine indeed leads to incor-
poration of other groups, such as carboxyl or cyano (Fig. 4).

Reports on other graphene halogen derivatives have been
significantly less frequent; only several exist to date. The main
reason originates from the lower stability of the halogen deri-
vatives with increasing halogen atom radii and decreasing
electronegativity. Chlorographene was studied theoretically
by several groups (Fig. 2A).>"”° The synthesis of chlorinated
graphene was reported by several groups. However, the chlorine
concentration exceeded 10 at% in only a few cases. The thermal
exfoliation of graphene oxide in a chlorine atmosphere results
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Fig. 4 Fluorographene is an excellent precursor for further functionalization,
here shown as precursor for introduction of cyano groups with characteriza-
tion of the resulting material. Reproduced from ref. 98 with permission from
American Chemical Society, copyright 2017.

in only relatively low concentrations of chlorine, reaching about
2 at%.** Surprisingly, the use of more mild conditions and
reduced temperature gives a higher degree of graphene chlori-
nation. The synthesis procedures are typically based on radical
reaction processes using elemental chlorine or its solution in
inert solvents such as halogenated hydrocarbons (e.g., CHCl;
and CCl,).®° UV radiation for radical reactions typically originate
from a mercury or xenon lamp.*>*" The chlorination of graphene
oxide flakes on a SiO,/Si support using a Cl,/N, mixture under
Xe lamp irradiation results in a chlorine concentration reaching
8 at%. Rao reported effective chlorination using liquid chlorine
under UV irradiation reaching 56 wt% of Cl.*® Other methods
such as MW, RF, or ECR plasma treatment were also reported
and were successfully employed for CVD-grown graphene.®**?
The high-temperature exfoliation of graphene oxide in a chlorine
atmosphere led to the formation of covalent C-Cl bonds.**
However, the amount of introduced chlorine is, especially at
high temperatures, relatively low due to the low stability of the
C-Cl bond at high temperatures.®® Friedel-Craft reactions were
also used for chlorination. The chlorination of graphene edges
by chlorine with AICl; and ICI catalysis in inert solvents was
reported.® Reagents known from organic chemistry such as

This journal is © The Royal Society of Chemistry 2017
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thionyl chloride and sulfuryl chloride or phosphorus chlorides
can also be used for selective chlorination. Use of these reagents
is typically limited on modifications of more reactive graphene
oxide, where chlorine derivatives of oxygen functionalities such
as carboxyl chlorides can be formed. These types of reactions are
of high importance for the controlled modification of graphene
and its derivatives due to the formation of highly reactive acid
derivatives. Highly reactive functionalities such as chlorides of
carboxylic acid are then used for further chemical modifications
including esterifications and many others.

The other halogengraphenes, bromographene and iodo-
graphene, usually have even lower concentrations of halogens.
The interaction of graphene with bromine and formation of the
C-Br bond was investigated theoretically by several authors.®>™%
The typical synthesis is based on the reaction of graphene oxide
with elemental halogens or halogen hydrides such as hydro-
bromic and hydroiodic acid. High temperatures or synthesis
under hydrothermal conditions are often necessary for such
synthesis. The concentration of these halogens are typically
lower than 10 at%. Hydrobromic acid and especially hydroiodic
acid are well known for their reduction capabilities. These com-
pounds were reported by several authors as effective reagents for
the reduction of graphene oxide in bulk form as well as in the form
of thin foils.***> Compared to chloro- and fluorographene, these
graphene derivatives exhibit excellent electrical conductivity.”® Due
to the large diameter of bromine and iodine, the electrons are
delocalized and can be injected into the graphene skeleton.”*
Hydrobromic acid or bromine under elevated pressure and
temperature or UV irradiation is typically used for the synthesis of
bromographene.”*> High-temperature exfoliation of graphite
oxide in a bromine atmosphere was also reported for the bromi-
nation of graphene.”* Plasma processes were also effectively used
for the bromination of graphene.”® Effective surface bromination
by plasma processes was reported for HOPG.”* Bromination as
well as other halogenation procedures were investigated on
epitaxially grown graphene on a SiC substrate. Functionalized
graphene was further used for derivatization using Grignard
reagents.”” Iodination of graphene has been reported in only a
few papers and the yields of such reactions have been very low.
Potassium iodide was reported as an effective reagent for the
defluorination of fluorographene. A high-temperature/high-
pressure reaction of HI and iodine with graphene oxide was
reported for the iodination of graphene.’® Since hydroiodic acid
is an extremely efficient reducing reagent, its reaction with
graphene usually leads to graphene reduction only.”” Other
methods are based on high-temperature exfoliation of graphite
oxide in an iodine atmosphere.**

2.3. Crossovers - bi-component derivatives of graphene

As different halogens (and hydrogen) have different electro-
negativities, it is of interest to prepare well-defined mixed
halogen-hydrogen and bi-halogen functionalized graphenes
to tailor the properties of the material.”® These “hybrid” or
“crossover” halogen/hydrogen mixtures have the general formula
C;X,Y;_, where X is hydrogen or halogen and Y is halogen.
Fluorographane (C,H,F;_,), was prepared via a two-step process.'®
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Hydrogenated graphene was first prepared via the Birch reaction,
then consequently fluorinated in a F, atmosphere at different times
and pressures. Different amounts of fluorine were introduced
and it was found that with increased fluorine content the
materials are more hydrophobic but exhibit faster heterogeneous
electron transfer rates.'®! The introduction of Cl in fluorographene
was carried out using the dichlorocarbene functionalization of
fluorographene.'*

3. Hydroxy and thiographene

While group VIIA (halogens) and hydrogen atoms are mono-
valent with carbon, neighboring group VIA (chalcogens) contains
oxygen and sulphur, which readily create bonds with carbon but
can be both monovalent and divalent. This can complicate the
aim to prepare well-defined stoichiometric graphene derivatives
unless the reaction pathway is chosen to lead to a simple mono-
valent derivative. The hydroboration of graphene oxide is one
of the well-established synthetic chemistry routes that can be
applied to create a monovalent hydroxy derivative of graphene
(graphol).'® Hydroboration is an addition reaction on a C=C
bond that results in a H-C-C-BH, moiety. The -BH, moiety can
be subsequently converted to -OH if -BH, reacts with H,0,
(or to a -H bond if reacted with acid). In addition, all C=0
bonds of graphene oxide react with borane and are converted to
C-0O-H, as shown in scheme in Fig. 5. The resulting materials had
a stoichiometry of C;0,;sH, 5. Graphene containing hydroxyls
and also epoxide functionalities was also theoretically investi-
gated in detail using DFT calculations.'®*°® Mechanochemical
methods based on high-energy ball milling of graphite in the
presence of potassium hydroxide were also reported for the
introduction of hydroxyl groups.'®’

To create thiographene, an approach using graphene oxide
and well established chemistry of oxygen-containing groups
was undertaken. One approach was to utilize epoxy groups of
GO and expose them to a ring-opening reaction to create thiol-
saturated graphene oxide. This material can be subsequently
applied as a nucleophile to synthesize thioether-functionalized
graphene oxide.'*® Another approach is to use graphene oxide to
convert epoxy and hydroxy groups on the graphene oxide back-
bone to -SH groups. This was done by reacting GO with HBr and
thiourea and subsequent NaOH hydrolysis."® It should be
mentioned here that the thiolation of graphene oxide is far from
100% and the resulting material is of mixed stoichiometry. A
thiographene derivative can be also prepared from a well-defined
precursor-fluorographene. While fluorographene was originally
considered chemically inert, it was theoretically predicted that
it is reactive.”* Indeed, fluorographene can be converted to
thiofluorographene by reacting fluorographene with HS™. The
resulting C(SH)F exhibited favorable electrochemical genosensing
properties when compared to fluorographene or graphene.”®
It should be mentioned that lower sulphur loadings are required
for the induction of sp® ferromagnetism to graphene."® However,
these methods, based on high temperature exfoliation of
graphene oxide in a sulfur-containing atmosphere (e.g., H,S),
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Fig. 5 Graphol. Hydroxylation of graphene oxide, if done via well-defined
chemistry, can lead to hydroxylated graphene. Reproduced from ref. 103
with permission from Wiley-VCH, copyright 2015.

led to the introduction of sulfur atoms, which dominantly
substituted carbon atoms on the graphene lattice and were
typically not present as a thiol group. The reason for this is the
high temperature employed during the synthesis.

4. Carbon group-derivatized graphene
(carboxy graphene)

The presence of carboxylic acid on the graphene skeleton is of
pivotal importance for several applications. Hydrophilic func-
tional groups such as carboxylic acids significantly improve
the dispersibility of graphene in an aqueous environment and
improve the stability of such colloidal solutions. Its presence on
the graphene edges improves the mechanical properties of the
graphene membrane and can be used for controlling its separa-
tion and transport properties. Carboxylic acid functionalities
also strongly influence the electronic structure of graphene due
to the presence of two oxygen atoms with high electronegativity.
Several routes were reported for introducing carboxylic acid to
the graphene. The presence of carboxylic acid also improves
sorption capacity and is of high importance for environmental
remediation applications.” """ The theoretical aspects of the
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incorporation of —COOH group on graphene were investigated
by several authors. DFT calculations show a significant impact
of functionalization on morphology as well as on band-gap
structure."**'* Carboxylic acid functionalities are also a suitable
starting point for further graphene derivatization. Its reactivity
towards amine and other groups can be used for the synthesis
of more complex structures or the improvement of the mecha-
nical properties of graphene-based composite materials. These
methods are typically based on two approaches: removal of other
oxygen functionalities from graphene oxide or introduction of
carboxylic acid to graphene. Methods based on multiple oxidation
of graphene oxide, which led to the oxidational removal of other
oxygen functionalities and dominant formation of COOH groups,
were recently reported.’>''® On the other hand, because of the
relatively high redox potential of carboxylic acid, various reducing
agents can be used.''”''® For example, sodium borohydride or
sodium cyanoborohydride as well as several other mild reducing
reagents do not reduce carboxylic acid.*® This approach at reduc-
tion leaves oxygen functionalities intact. These functionalities
such as hydroxyls are present in the starting material and are
formed by the reduction of other oxygen functionalities. The most
suitable methods, where the properties of graphene are not
influenced by other functionalities, should be based on direct
introduction of carboxylic acid functionalities on the graphene
skeleton. The methods for direct introduction of carboxylic acid to
the graphene skeleton have not been so broadly investigated,
since more complicated chemical modifications have to be
utilized. Carboxylic acids are typically present on the edges
and defect sites of graphene, since these carbon atoms are
significantly more reactive. Beside the classical chemical modi-
fications, more exotic methods such as the mechanochemical
introduction of carboxylic acid functionalities were also reported.
High-energy ball milling of graphite with dry ice led to the
formation of few-layered graphene with COOH functionalized
edges.”® A method based on Kolbe-Schmitt synthesis, which is
well known in aromatic hydrocarbon chemistry, has also been
reported. This method effectively introduces COOH function-
alities onto the graphene surface. Otyepka was able to introduce
carboxy group to fluorographene.”®

5. Graphene derivatives containing
functional groups with nitrogen

Similarly to oxygen functionalities, nitrogen functionalities such as
amino as well as azide, nitrile, and isonitrile functionalities were
reported for the functionalization of graphene. Nitrogen-doped
graphene was reported by several authors as a prospective catalyst
for various electrochemical reactions like oxygen reduction and
hydrogen evolution. However, the role of nitrogen is still not well
understood and nitrogen is often present in various forms including
amine as well as pyridinic and graphitic nitrogen. Other important
applications are based on the reactivity of nitrogen functionalities.
The azide group can be used for “click chemistry” reactions
proceeding under mild conditions. Amide and nitrile functionalities
can be used to increase graphene reactivity, e.g., covalent bonding of
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biomolecules for sensing applications or macromolecules for
composite applications."**"*" These types of materials are typically
obtained by heating graphene oxide or graphene at high tempera-
ture with various nitrogen precursors such as ammonia and
alkylamines. In general, it is efficient to use nucleophilic substitu-
tion reactions using graphene oxide and other graphene deriva-
tives such as fluorographene, which have significantly higher
reactivity in comparison with unsubstituted graphene.'** However,
substitution is often accompanied with elimination.'*® This effect
can significantly reduce the yield of the reaction or, in extreme
cases, result in reduced graphene. In order to obtain material with
well-defined nitrogen functionalities, low temperatures up to the
solvent boiling point or synthesis under solvothermal conditions
should be used. At higher temperatures (typically used for the
exfoliation of graphene oxide), several different nitrogen function-
alities including in-plane functionalization (e.g:, pyridinic, pyrrolic,
and graphitic nitrogen) are usually introduced and therefore
resulting materials are poorly defined and the composition is far
from stoichiometric. Classical amination, the Bucherer reaction,
was reported for graphene oxide."**"'** Beside the classical nucleo-
philic substitution reactions, other methods such as introduction
of nitrile groups via the cycloaddition reaction with tetracyano-
ethylene oxide were also reported.””® The functionalization of
graphene oxide with isocyanate was used for the stabilization of
graphene oxide in polar aprotic solvents.'”” Azide functional gra-
phene sheets were used for the synthesis of nanocomposites.'*®
However, beside the direct substitution of a graphene surface
with azide functionalities, “bridge” atoms are often used and
these reactive functionalities are introduced onto the graphene
surface by reaction with suitable diazonium compounds by a
radical reaction mechanism. Further reactions by “click” chemistry
methods are not sterically hindered for further covalent attachments
of large molecules."*® Progress towards cyanographene was made
by substitution fluorine in fluorographene (Fig. 4).”® It appears
that such substitutional reaction is so far the best route for
well-defined nitrogen derivatized graphenes.

Graphene derivatives substituted with various nitrogen func-
tionalities such as ammines, nitriles, and azides offer a great
application potential covers not only catalysis and sensing applica-
tions. Their reactivity can also be used for covalent attachments of
various organic molecules for further control of graphene proper-
ties and for use as a platform for biosensing, biocatalysis, and
many other applications.

6. Emerging applications

While there has been significant research in methodology of
preparation of these graphene analogues, the applications are
relatively scarce. We list here a few examples: it has been shown
that introduction of hydrogen, fluoro, thio or carboxy groups can
introduce ferromagnetism to the graphene sheets,'!?®110:114
Hydroxyfluorographene was found to act as a room tempera-
ture ferromagnetic material.”® The hydrogenated and fluori-
nated graphenes show faster heterogeneous electron transfer
than pristine graphene, which is beneficial for electrochemical
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sensing and biosensing using these materials."**'*' N-Doped
fluorographene was shown to act as platform for catalytic metal
nanoparticles with enhanced oxygen reduction performance.*?
Thiofluorographene acts as selective platform for DNA detection
via non-covalent bonding. Carboxylated graphene was covalently
functionalized with single stranded DNA (ssDNA) which leads to
sensitive target DNA detection.™® Fluorographane was shown to
have highly hydrophobic properties."** Fluorographene found
its way to field effect transistors."*> These are few examples of
applications. There is huge potential of employing of these
materials in wide variety of devices and systems.

7. Conclusion

Additive stoichiometric derivatives of graphene show great pro-
mise for materials science as they are supposed to be well-defined
construction blocks of future devices with tailored properties.
However, so far, fully C;X; derivatives of graphene are based on
heteroatoms of the smallest size, such as hydrogen (graphane),
fluorographene, and their mixed product, fluorographane. These
materials exhibit interesting properties, from fluorescence to ferro-
magnetism. These materials serve a great precursors for further
functionalization. Other prepared derivatives, such as hydroxy-
graphane (graphol) show a C;(OH), 75 summary formula. Similarly,
thiographene has not yet been prepared in a fully saturated form
C4(SH),; carboxy and cyano derivatives also do not show full
coverage of graphene sheet. A question remains as to whether
fully saturated graphenes are unstable, sterically prohibited, or
we simply do not yet have the right synthetic approach. There
are exciting possibilities in investigating these questions - from
empirical as well as from theoretical points of view. Various
functional groups offer different possibilities for their chemistry.
Halogen groups, mainly fluorine, can be easily used as precursor
for further derivatization of graphene sheets with other groups
or with organic molecule handles. Cyanographene shows great
potential for creation of well-defined nitro-derivatives using well-
established organic chemistry procedures. Carboxy graphene allows
further functionalization via established chemistry, i.e. to attach i.e.
single stranded DNA. There is immense potential of utilization of
synthetic chemistry potential to transform these well defined
analogues of graphene for required applications.
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