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Herein, we report the effect of the laser illumination during the diffuse-reflectance laser-

flash-photolysis measurements on the morphological and optical properties of TiO2

powders. A grey-blue coloration of the TiO2 nanoparticles has been observed after

intense laser illumination. This is explained by the formation of nonreactive trapped

electrons accompanied by the release of oxygen atoms from the TiO2 matrix as

detected by means of UV-vis and EPR spectroscopy. Moreover, in the case of the pure

anatase sample a phase transition of some TiO2 nanoparticles located in the inner

region from anatase to rutile occurred. It is suggested that these structural changes in

TiO2 are caused by an energy and charge transfer to the TiO2 lattice.
Introduction

During the last few years the demand for fundamental studies in photocatalysis
became very high, especially for investigations on powdered photocatalysts due to
their better comparability with the results obtained in photocatalytic tests. Laser
ash photolysis spectroscopy is a widely used method to study such fundamental
processes such as the formation of charge carriers and their subsequent rapid
recombination and interfacial transfer kinetics.1–3 In ash photolysis experiments
the laser pulse can initiate the formation of transient species, which is usually
accompanied with a change of the original optical features of the studied mate-
rial. This change is spectroscopically monitored applying a ash lamp by
measuring the transmittance for transparent samples or the reectance for
opaque samples, respectively, before and aer the laser excitation. The optical
changes induced by laser excitation in semiconductors are generally attributed to
the formation of free and trapped electrons as well as of trapped holes. It is
presupposed that upon illumination with the intense laser pulse no irreversible
structural changes of the studied sample occur.
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TiO2 is one of the most studied photocatalysts. In the literature different laser
ash photolysis studies are presented dealing with the reaction dynamics of the
charge carriers photogenerated in colloidal TiO2 suspensions,4–7 TiO2 lms,8–12

and in dry TiO2 powders.13–16However, most of the published transient absorption
signals detected in TiO2 do not decay to the initial value observed before the laser
pulse but exhibit long-lived transients within the time scale of observa-
tion.4,5,7,9,17,18 Serpone et al.4 attributed this long-lived transient absorption to
deeply trapped electrons formed via so-called Auger-processes. On the other
hand, these irreversible changes of the optical properties might be due to irre-
versible alternations of the material's properties caused by changes of its stoi-
chiometric composition or by phase transitions. However, until now no
experimentally based explanation for the observed change of the optical proper-
ties of TiO2 during the laser ash photolysis measurements has been given.
Hence, we investigated the laser-induced changes of optical and morphological
properties of the well-known anatase TiO2 photocatalyst Hombikat UV100 TiO2 by
means of Raman, EPR, and UV-vis spectroscopy.
Experimental

Nanosecond diffuse reectance laser ash photolysis spectroscopy measurements
were performed using a set-up as reported in our previous paper.19 Briey, the
excitation of the sample proceeds with an excimer laser (LPX 200) with a wave-
length of 351 nm, and with a pulse duration of 15 ns. The laser intensity per pulse
varied between 7 mJ cm�2 per pulse and 60 mJ cm�2 per pulse. Powder in a at
quartz cuvette has been used for all experiments. Herewith, the illumination area
of the laser beam and of the analyzing light are 0.5 cm2 and 0.196 cm2, respectively.

Raman spectra and micrographs were recorded with a SENTERRA Raman
microscope. The spectral resolution of the analyzing spectrograph was 0.5 cm�1.
A 532 nm laser was used as the excitation source, the power of the laser at the
sample was 2.0 mW. The presented spectra were obtained at room temperature by
averaging ve spectra with an integration time of 10 s.

UV/vis diffuse reectance spectra of the TiO2 powders were recorded on
a Varian Cary 100 Scan UV-vis spectrophotometer equipped with a labsphere
diffuse reectance accessory. The reectance data were converted to F(R) values
according to the Kubelka–Munk theory.

EPR spectra were registered with a MiniScope MS 400 X-band EPR spectrom-
eter at liquid nitrogen temperature. The device parameters during the measure-
ments were as follows: microwave frequency 9.42 GHz, microwave power 5 mW,
modulation frequency 100 kHz, modulation amplitude 0.15 mT.
Materials

Anatase TiO2 Hombikat UV100 provided by Huntsman, and rutile TiO2 provided
by Crystal Global.
Results

Illumination of the TiO2 samples studied here by intense laser pulses leads to
colour changes from white to grey-blue. This effect was stable and thus no further
506 | Faraday Discuss., 2017, 197, 505–516 This journal is © The Royal Society of Chemistry 2017
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changes were observed under ambient conditions during few months. Hence, for
a better understanding of the processes occurring at the TiO2 surface during the
laser ash photolysis experiment it was important to characterize the samples
before and aer laser excitation. For this purpose the Hombikat UV100 powder
has been analyzed by means of different spectroscopic methods presented below.
To quantitatively and qualitatively understand the effect of the laser illumination
the TiO2 sample has been exposed to a higher laser intensity than that usually
employed, in a typical laser ash experiment, per pulse (10 � 50 mJ cm�2 per
pulse). Before its exposure to the pulsed laser irradiation the surface of the TiO2

(UV100) sample appeared entirely white. From the micrograph of the laser illu-
minated TiO2 surface, shown in Fig. 1(a), a nonhomogeneous distribution of
colour centers is obvious.

Some areas exhibit dark coloration, while the majority of the sample's surface
areas remained white. The Raman spectra of different sample areas are presented
in Fig. 1(b). When the analyzing beam is focused on a white area, the Raman
spectrum shows only anatase peaks: 149, 200, 395.5, 513 and 636.5 cm�1, which
can be assigned to major modes of the anatase phase as Eg, Eg, B1g, and super-
positions of A1g and B1g, and Eg, respectively.20–23 The Raman spectrum of the dark
areas exhibits additional peaks with maxima at 238, 447.5 and 610 cm�1. These
three bands can be attributed to the two-phonon scattering, Eg, and A1g modes, of
the rutile phase, respectively.21–24 Moreover, the highest anatase peak at 149 cm�1
Fig. 1 (a) Micrograph of an illuminated UV100 sample surface (50� magnification). (b)
Normalized Raman spectra of the illuminated UV100 sample: (black) white area and (red)
dark area (exposed to the laser beam with a laser intensity of 10 � 50 mJ cm�2 per pulse).
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has narrowed and shied to 143.5 cm�1. Probably, such alteration happened due
to an increase in particle size,20 while the inuence of the B1g mode of the rutile
phase with a maximum at 143 cm�1 could be excluded for this interpretation
because of its low line intensity.21–23

However, the detected anatase to rutile phase transition does not explain the
dark grey-blue coloration of the UV100 TiO2 powder aer the exposure to the
laser. Fig. 2(a) presents the diffuse reectance UV-vis spectra of untreated and of
illuminated TiO2 powder, respectively. It can be seen that the absorption of the
illuminated TiO2 in the visible range increases continuously with the wavelength.
This very broad visible absorption spectrum indicates the presence of long-lived
Ti3+ species in the TiO2 formed aer the laser illumination.3 Apparently, these
trap states are energetically distributed through the entire band gap exhibiting
metallic-like character. Zhu et al.25 reported a wide distribution of the trapped
states for electrons within the entire bandgap. The presence of the Ti3+ centers in
the laser treated TiO2 sample could furthermore be conrmed by means of
electron paramagnetic resonance (EPR) spectroscopy. The initial uncolored
sample does not show any EPR signal without UV-vis illumination, while the laser
illuminated sample exhibits an intense signal as shown in Fig. 2(b). A broad peak
with giso ¼ 1.95 with slight asymmetry can be assigned to Ti3+ centers in TiO2.26,27
Fig. 2 (a) UV-vis diffuse reflectance spectra of (solid) untreated and (dash) illuminated
UV100. (b) EPR spectra measured at 77 K of (black) illuminated UV100 TiO2 anatase
and (red) illuminated R15 TiO2 rutile (exposed to the laser beam with laser intensity: 10 �
50 mJ cm�2 per pulse).

508 | Faraday Discuss., 2017, 197, 505–516 This journal is © The Royal Society of Chemistry 2017
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Most commonly, Ti3+ centers have axial symmetry and show specic signals
which correspond to this anisotropy.26–29 In our case the axial signals are not
resolved because the sample temperature is still too high for this and resolved
signals could only be obtained at liquid helium temperature.26 Usually, similar
EPR signals are assigned to Ti3+ in the rutile phase while anatase shows narrower
Ti3+ signals with a higher g-value (1.98–1.99).27–29 The formation of Ti3+ species in
the laser-generated rutile phase could be conrmed by recording the EPR-spectra
of the laser illuminated rutile phase, which exhibits the same EPR signal as laser
illuminated anatase TiO2 (see Fig. 2(b)). This also corresponds to the fact that
rutile can be reduced much more easily than anatase.

Moreover, it should be noted that the Ti3+ centers detected here are stable in
the presence of molecular oxygen as has been shown directly for Ti3+ centers
obtained in black TiO2 consisting of mixed anatase/rutile phases.30 Hence, both
the UV-vis spectra and the EPR results reveal that upon the laser excitation
anatase/rutile TiO2 is formed exhibiting properties similar to those of black TiO2.
Discussion

As the Raman spectra (see Fig. 1(b)) revealed the excitation of the UV100 TiO2

anatase powder by a 351 nm laser pulse leads to an anatase to rutile phase
transition in some parts of the material. Moreover, the formation of long-lived
Ti3+ species located in the rutile phase is detected by means of EPR- and UV-vis-
spectroscopy. These results clearly prove a partial laser-induced rearrangement of
the TiO2 lattice. It is more likely that the reconstruction of the TiO2 structure
occurs at the particle surfaces rather than in the bulk, since the former exhibits
a higher defect density and thus a higher reactivity.31 However, the question arises
whether the absorbed laser energy is invested into a temperature rise followed by
a thermal anatase to rutile transition or whether it is directly transferred to the
lattice inducing a bond breakage on the molecular level.

The laser-induced anatase to rutile phase transition has been already studied
by several research groups, whereas some of them reported photoinduced
thermal driven phase transitions.32,33 Wilkinson and Willsher pointed out that
materials exhibiting large optical absorption coefficients such as TiO2 or Fe3O4

(i.e., with a > 104 cm�1) are likely to experience photoinduced thermal heating.34

Hereby the heat is homogeneously distributed over the illuminated volume
resulting in a large temperature rise following the pulsed laser excitation. The
temperature induced in TiO2 by a single laser pulse can be estimated according to
the following equation:34

Q0 ¼ E0a

rC
(1)

Q0: temperature (K), E0: incident laser intensity per unit area (J cm
�2 per pulse), C:

specic heat capacity (J g�1 K�1), r: density (g cm�3), a: absorption coefficient
(cm�1).

Accordingly, the required temperature for the anatase to rutile phase transi-
tion of 680 �C can be achieved with a laser intensity of 40 mJ cm�2 per pulse
(using values for the anatase phase), i.e., a ¼ 1.2 � 104 cm�1, C ¼ 0.69 J g�1 K�1,
and r¼ 1 g cm�3 (lower density value than that reported for bulk TiO2 (3.9 g cm

�3)
due to the powdered samples used in the experiments).35
This journal is © The Royal Society of Chemistry 2017 Faraday Discuss., 2017, 197, 505–516 | 509
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However, such a photoinduced thermal heating of the illuminated volume
followed by a phase transition is less probable. It contradicts the studies of
Stopper and Dohrmann, who demonstrated by means of time-resolved opto-
acoustic calorimetry that 88% of the released heat is dissipated in a few nano-
seconds over the whole system, thus no signicant temperature increase occurs.36

Recently, Ricci et al.37,38 have shown by careful analysis of the Stokes to anti-Stokes
Raman peak ratio that the local temperature of the nanoparticles during the laser
illumination was 370 K, thus a solely thermally driven anatase to rutile phase
transition could be ruled out. Moreover, Yates et al.39 have found that the
photoinduced reconstruction of the TiO2 surface was not affected by cooling the
surface below 150 K.

In fact, the photoinduced desorption/adsorption of oxygen molecules on the
surface of nanometer sized TiO2 particles is reported to play a fundamental role
for the non-thermal phase transition induced upon laser illumination.37,38,40,41

Hereby, the phase transition was attributed to surface modications resulting
from a proper depletion of adsorbed oxygen on the crystal surface. The desorption
of oxygen molecules as well as atoms from the TiO2 lattice yielding oxygen
vacancies leads to an enhancement of the surface chemical reactivity. Subse-
quently, stable chemical bonds are formed between the surfaces of neighboring
anatase particles resulting in the formation of polycrystalline aggregates. The
interface between the bound anatase particles, which are only present in the inner
region of these agglomerated particles, provides the nucleation sites of the rutile
phase.42 The formation of the rutile phase inside of such aggregates is in agree-
ment with our results. We, furthermore, detected long-lived trapped electrons in
the rutile phase, the lower reactivity of which evinces that they are located inside
the TiO2 aggregate or cluster. The appearance of such non-reactive subsurface
trapped electrons by tempering has previously been reported by Diebold et al.43

The relative number of preferential nucleation sites for the anatase to rutile phase
transition is found to increase as the population of oxygen vacancies at the
particle surface increases.37,38 Zhou et al.31,44 reported that the rutile phase
nucleates exactly at the twin boundaries generated by anatase (112) surfaces. If
the direct contact between anatase particles is prevented, the phase trans-
formation was found to be retarded or prohibited at all. For example, no phase
transformation has been observed for anatase TiO2 particles functionalized with
nitric groups or with a La2O3 shell.37,42

The long-lived Ti3+ centers in TiO2 detected in the present study are most likely
produced by oxygen removal during the laser illumination of anatase TiO2

(this has also been detected for the rutile phase). Desorption of one oxygen
molecule leaves four additional electrons in the lattice. These electrons can either
stay in the vacancy forming so-called F-centers, or they are transferred to Ti4+

yielding Ti3+ species. The conversion of Ti4+ to Ti3+ upon laser excitation at 355
nm has already been reported by Forsgren et al.45 Concomitantly, the hydrophi-
licity of the surface was improved. Since we were able to detect such Ti3+ centers
by means of EPR and UV-vis spectroscopy (see Fig. 2), this evinces that the phase
transition observed in the present study occurs via a photoinduced oxygen
desorption. However, the question arises, how the formation of the oxygen
vacancies or of the rather long-lived Ti3+ species proceeds.

For example, Serpone et al.4,46 reported that during laser ash photolysis
studies long-lived Ti3+ centers can be produced via the so-called Auger
510 | Faraday Discuss., 2017, 197, 505–516 This journal is © The Royal Society of Chemistry 2017
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recombination process. This Auger process is found to be the predominant
mechanism when the number of photons exceeds the number of absorbing
particles by far, which is in agreement with our experimental conditions.47,48 In
the Auger process the energy released by the recombination of an electron–hole
pair is absorbed by another electron (or hole) resulting in the formation of highly
energetic electrons (or holes), which can dissipate the energy either by an electron
ejection from the semiconductor nanoparticle resulting in the formation of
solvated electrons or by a phonon emission leading to the generation of long-lived
deeply trapped electrons. The presence of solvated electrons can be ruled out here
since the experiments have been performed employing dry TiO2 powders instead
of aqueous TiO2 suspensions. However, the only experimental evidence for the
formation of such Ti3+ species via an Auger process is the fact that the published
transient absorption signals detected in TiO2 do not decay to the initial value
observed before the laser pulse but exhibit a long-lived transient absorption
signal within the time scale of observation.4,5,7,9,17,18,49 Moreover, the Auger
recombination is normally observed in heavily doped, direct bandgap semi-
conductors. In direct bandgap semiconductors the recombination proceeds upon
releasing photons, while in indirect semiconductors in most cases phonons are
released, the energy of which is usually not high enough to excite other charge
carriers.50

Lisachenko et al.51 proposed two possible processes to explain for the photo-
desorption of oxygen molecules from the metal oxide surface:

(1) Photothermic processes, whereby the excitation energy is transformed into
phonon energy of the solid resulting in the excitation of the vibrational mode of
the surface–atom bond followed by the rupture of this bond.

(2) Photoelectronic processes, whereby the excitation energy is absorbed by the
atom–surface bond thus changing the potential energy of the bond directing it
towards the repulsive branch of the potential curve for the atom–surface inter-
action. Subsequently, the potential energy is converted into kinetic energy of the
emitted particles, thus entailing the nature of the oxygen desorption. This
mechanism is based on the research of Terenin, who pointed out that the emitted
particle can gain the rest of the photon energy, provided that the latter exceeds the
energy necessary for bond breaking.52

Based on Time-of-Flight (TOF) spectroscopy measurements, which allow the
determination of the temperature of the desorbed molecules, Lisachenko ruled
out the photothermic model.51 In photothermic processes the average velocity of
the desorbed molecules should correspond to the surface temperature. The
detected kinetic temperature of the desorbed oxygen molecules, however, exceeds
by far the highest surface temperature produced by the laser beam. The photo-
desorption of oxygen from the TiO2 surface is therefore rather found to proceed
via photoelectronic processes induced by electronic transitions. Hereby, the
photodesorption of preadsorbed oxygen molecules (which are present on the
metal oxide surface is a partially reduced form, i.e., as superoxide radical anions)
is caused by the capture of a photogenerated hole:53–55

hVB
+ + O2

�
(ads) / O2(g)[ (2)

The desorption of the oxygen molecule from the TiO2 surface lattice includes
the partial neutralization of the oxygen anion:39
This journal is © The Royal Society of Chemistry 2017 Faraday Discuss., 2017, 197, 505–516 | 511
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O2� + h+ / O� (3)

The oxidation of further oxygen anions results in the transformation of two
neighboring O2� anions into molecular oxygen. Accordingly, two single-photon
excitations are required for the formation of one oxygen vacancy:

2hn + 2Os
� / O2[ + 2e� (4)

The structural changes of the TiO2 lattice observed in the present study can
only be induced by the removal of strongly bound species. The photooxidation of
lattice bound oxygen via photogenerated holes resulting in the release of
molecular oxygen has been proposed as a mechanism for O2 formation by Sal-
vador56 and for the gas phase photocatalytic oxidation of organic compounds by
Pichat57,58 and Lisachenko.59

The idea behind the mechanism of photoelectronic processes including the
excitation energy transfer to the surface–atom bond resulting in the formation of
an oxygen vacancy is also supported by other experimental techniques such as ion
and electron bombardment, where the kinetic energy of the accelerated ions is
transferred to the TiO2 lattice.60,61 Actually, Fukushima et al.62 observed the
anatase to rutile transition during the TiO2 lm formation by means of ion
bombardment. Moreover, the laser induced phase transition of Silicon has been
explained by energy transfer from an optically excited electron–hole plasma to the
crystal lattice resulting in the crystal melting. This process is known as non-
thermal melting.63–65 However, the latter occurs only upon femtosecond excitation
at a laser uency of about 0.2 J cm�2.

According to the above presented discussion, in the photoinduced processes
studied here the absorbed light energy is transferred to the lattice inducing bond-
breaking and displacement of atoms involved in the reconstructive trans-
formation from anatase to rutile. According to Stopper and Dohrmann, 88% of
the energy absorbed by colloidal TiO2 particles aer the laser pulse is dissipated
in less than one nanosecond as heat over the whole system as a consequence of
the charge-carrier recombination, while the remaining 12% can be stored for at
least 2 ms.36 Applying a laser pulse with an excitation wavelength of 351 nm, a total
energy of 347 kJ mol�1 can be released as heat. According to Stopper and Dohr-
mann, 305 kJ mol�1 will be dissipated over the whole particulate system, while 42
kJ mol�1 can be utilized locally. Employing a laser intensity of 23 mJ cm�2 per
pulse, one UV100 anatase nanoparticle can absorb 522 photons as estimated
according to eqn (5):

Np ¼ E0lexc1=6pd
3a

ch
(5)

c: speed of light (m s�1), h: Planck’s constant (J s).
Assuming that every absorbed photon is utilized as much as 21 924 kJ mol�1

can be locally converted into bond breaking. For the cleavage of one Ti–O bond an
energy of 315 kJ mol�1 is required. Hence, with one laser pulse of 23 mJ cm�2, up
to 70 Ti–O bonds per TiO2 anatase particle can be broken. For the transition of
bulk anatase to rutile it was reported that 7 out of the 24 Ti–O bonds per unit cell
need to be broken leading to the cooperative displacement of both Ti and O.37,41 It
is more likely, however, that most of the Ti–O bonds are broken at the TiO2
512 | Faraday Discuss., 2017, 197, 505–516 This journal is © The Royal Society of Chemistry 2017
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surface. The anatase nanoparticles of UV100 are spherical in shape, therefore the
number of TiO2 unit cells present at the surface is estimated to be 180. Hence,
during each laser pulse 3 Ti–O bonds per unit cell can be broken. Subsequently,
aer the second laser pulse, the phase transition can be initiated.

The inhomogeneous distribution of the black spots containing the rutile phase
and long-lived Ti3+-centers (see Fig. 1(a)) observed here for the laser irradiated
powder samples indicates different reactivities of the TiO2 clusters at the surface.
Assuming a homogeneous distribution of the photons over the illuminated TiO2

surface all exposed TiO2 units should be destabilized during the laser pulse. As
a result bond breaking and atom displacement can occur. Aer the laser illumi-
nation the more stable TiO2 units manage to return back to the initial state (this
self-repair mechanism can also be supported by photo adsorption of the oxygen or
water molecules), thus the initial anatase phase remains (see Fig. 1(a)). However,
the more reactive TiO2 clusters (most likely due to a higher defect density)
undergo intense irreversible structural changes such as oxygen removal followed
by the observed phase transition. The latter results in the reported grey-blue
coloration of the TiO2 sample. As a matter of fact, the photodeposition of metal
nanoparticles on metal oxide surfaces also results in an inhomogeneous distri-
bution of metal islands on the surface.66

Conclusions

In the present study the irreversible changes of TiO2 during the diffuse reectance
laser ash photolysis experiments have been experimentally analyzed. The
following laser-induced processes have been suggested to occur in anatase TiO2

powder upon illumination with intense laser pulses: formation of electron–hole
pairs, followed by energy and charge transfer to the TiO2 lattice. The regions of the
TiO2 surface with high defect density undergo irreversible changes, such as
removal of the lattice oxygen resulting in the formation of oxygen vacancies. This
enhances the surface reactivity of the TiO2 particles, thus at the interfaces of the
anatase nanoparticles a phase transition to rutile occurs. The presence of Ti3+

centers in the illuminated powder evinces that the phase transition to rutile
occurs via an oxygen release from the TiO2 surface induced by the electron/energy
transfer. However, the major part of the TiO2 nanoparticles are able to conduct
self-repair processes and therefore do not exhibit any signicant morphological
and structural changes.

These ndings clearly demonstrate that the obtained transient absorption
signals could be strongly inuenced by such irreversible changes of thematerial and
need to be treated with caution. This will be the topic of subsequent publications.

Furthermore, the message of the study presented here so far is that upon
illumination with intense pulsed laser light structural changes of the TiO2 pho-
tocatalyst may occur. These ndings are essential for the evaluation of the
underlying photocatalytic reactions. Although there are many studies which
present such structural changes of the TiO2 nanoparticles upon illumina-
tion,32,57,58,67–71 this effect has rarely been considered for the interpretation of the
photoinduced photocatalytic processes.72 Based upon these possible reactions it
is certainly highly advisable to study the role of the surface reorganization on the
reactions induced upon illumination. The knowledge of these processes can most
probably open new design pathways for future photocatalysts.
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