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Background and Objectives: Photodynamic antimicrobial chemotherapy (PACT) has emerged as a hopeful

method for treating many bacteria-related infections. Phthalocyanines (Pcs) are promising photosensitizers

with high photosensitivity. The aim of this study was to investigate the antimicrobial activity of new octa-

cationic zinc phthalocyanines bearing 1,2-ethanediamine groups and the quaternized derivatives with

different positive charges (ZnPcn+, n ¼ 4 or 8) against Escherichia coli (E. coli) in both planktonic and

biofilm states. Methods: The uptake of Pcs in E. coli was evaluated according to photometry after

alkaline lysis. The dark-toxicity, light-toxicity and light-mediated antimicrobial effect of the drug were

determined by plate count method. Intracellular reactive oxygen species (ROS) production was detected

by flow cytometry. Scanning electron microscopy (SEM) and propidium iodide (PI) staining were

performed to assess the disruption of the biofilm and membrane integrity, respectively. Results: With the

incubation time prolonged, the relative fluorescence intensity of the two Pcs increased and peaked at 40

minutes. Pcs alone and irradiation itself had no evident toxicity to the bacteria while a remarkable

survival decrease was observed in the PACT groups in a light dose-dependent manner. ZnPc1 showed

a more than 3-log reduction while ZnPc2 caused a nearly 5-log reduction of bacterial counts.

Intracellular ROS levels were significantly enhanced by PACT treatment. The disruption of the biofilm and

membrane integrity detected by SEM and PI staining suggested that Pcs-PACT can effectively damage

the biofilm and cell membrane. Conclusion: All the results indicate that Pcs-PACT presents excellent

bactericidal activity.
1. Introduction

Previous research has shown that nearly one-third of global
mortality arises from bacterial infections, which can cause
a wide range of diseases including listeriosis, anthracnose,
urinary tract infections, and gastroenteritis.1–3 Many therapies
to cure bacterial infections have been explored over time.
Conventional methods such as ultraviolet (UV) germicidal
irradiation and thermotherapy could disinfect microorganisms,
even from bacteria in biolm-producing modes and viruses, but
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have their drawbacks. For example, thermal and UV-based
disinfections require excessive amounts of energy, and some-
times it is difficult to control experimental conditions to get
a good result.4,5 Traditional antibiotics such as penicillin,
oxacillin, and amoxicillin have specic intracellular targets;
consequently, bacteria are able to develop resistance to these
drugs.6 Especially, Gram-negative bacteria such as Escherichia
coli (E. coli) are known to have an outer membrane in the cell
wall structure that can serve as a protective barrier to control the
inux and efflux of solutes, thus making it more difficult to
disinfect the Gram-negative microbes with the same dosage of
drug compared with Gram-positive ones.7–11 Furthermore, many
bacteria strains in the biolm state are extremely recalcitrant to
antimicrobials for it is more difficult to penetrate into the bio-
lm, which can produce extracellular polymeric substances
(EPS) and accumulate to reach an effective concentration to kill
them.12

A promising approach to treat bacterial infections is photo-
dynamic antimicrobial chemotherapy (PACT), which was
recognized at the start of the twentieth century and has been
developed to treat both cancers and infections of pathogenic
microorganisms, and has produced good results.13–16 This
This journal is © The Royal Society of Chemistry 2017
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measure uses photosensitizers (PSs) to interact with light; this
interaction results in the production of a kind of strong oxidant
called reactive oxygen species (ROS), which are generated by
energy or electron transfer from the PS short-lived excited single
state to the PS long-lived excited triplet state.14 The targets of
ROS are not only the cell membranes; they also destroy intra-
cellular proteins and DNAs, so it is difficult for bacteria to
develop resistance against PACT.13,14

The PS is a crucial element in PACT, which can directly affect
the efficiency. Porphyrins, chlorins, bacteriochlorins, methy-
lene blue as well as a large number of dyes with different
molecular frameworks have been proposed as antimicrobial PSs
to be used in PACT.17,18 When we design or choose a photosen-
sitizer for biomedical application, many factors, like singlet
oxygen generation, water-solubility, and cellular uptake, should
be taken into consideration.19 However, most used PSs are
hydrophobic with poor solubility in water. As a result, they
aggregate easily under physiological conditions, drastically
lowering the quantum yields of ROS production and nally
inuencing the effect of PACT.20,21 Furthermore, the presence of
the outer membrane makes Gram-negative bacteria more
resistant to photoinactivation than Gram-positive bacteria.22

Phthalocyanines (Pcs), which were rst synthesized by chance
in 1907, are remarkable macrocyclic compounds with magni-
cent physical and chemical properties, such as efficient singlet
oxygen generation, high photo-toxicity, and high thermal and
light stability.23 On account of these characteristics, Pcs have
been regarded as the promising photosensitizers for PACT.23–25

However, it is a pity that Pcs cannot be widely used in PACT
because of their low solubility and aggregation phenomena in
water, which have a dramatic inuence on their singlet oxygen
(1O2) generation efficiency.23 Therefore, many researchers have
tried to introduce hydrophilic groups, such as polyethylene
glycol and ionic substituents, at the macrocycle periphery in
order to decrease their aggregation and increase their solution
in water.26 Lin et al. synthesized a kind of amino group-
substituted cationic phthalocyanine derivative that was proved
to have good solubility and anti-cancer activity,27 but its anti-
bacterial effect was not evaluated. In addition, Durmuş et al.
reported a type of quaternized mercaptopyridine-substituted
zinc-phthalocyanine with excellent water solubility and anti-
cancer activity, but its antimicrobial effect was not measured
either.28 Other researchers working in related areas have re-
ported a polyvalent methylsulfonyl zinc-phthalocyanine that
possessed excellent phototoxicity towards Gram-positive
Staphylococcus aureus (S. aureus) but had no effect on Gram-
negative E. coli even with a concentration at 100 mM.19 In this
study, we used two octa-cationic zinc phthalocyanines bearing
a 1,2-ethanediamine group and the quaternized derivatives,
quaternized 2(3), 9(10), 16(17), 23(24)-tetra-(((2-dimethylamino)
methyl)phenoxy)phthalocyaninato-zinc(II) (ZnPc1 or ZnPc4+)
and quaternized 2(3), 9(10), 16(17), 23(24)-tetra-(((2-amino-
ethylamino)methyl)phenoxy)phthalocyaninato-zinc(II) (ZnPc2
or ZnPc8+), which have been proved to have good solubility, low
aggregation, a high rate of singlet oxygen generation and high
efficiency of intracellular uptake in our previous research.23 The
purpose of our study was to investigate the antimicrobial
This journal is © The Royal Society of Chemistry 2017
activity of the two Pcs against E. coli aer combining with light
and make a brief comparison of them so as to lay a foundation
for their clinical application in the future.
2. Materials and methods
2.1 Bacterial strain and culture conditions

Escherichia coli (E. coli) was stored at �80 �C as glycerol stocks.
Before experiments, the strain was rst activated in 37 �C water
followed by inoculating on Trypticase Soy Agar (TSA, Aobox
biotechnology, Beijing, China) for 24 hours. A colony was
transferred into tryptic soy broth (TSB, Aobox biotechnology,
Beijing, China) and grown overnight at 37 �C with shaking at
a rate of 120 rpm in an orbital shaker (TS-200B, TENSUC,
Shanghai, China). Then the culture was centrifuged for 5
minutes at 9000 rpm and diluted using PBS (phosphate-
buffered saline) to a concentration of 2 � 108 CFU (colony-
forming units) per ml in PBS by determining the OD600 with
a UV-visible spectrophotometer (SpectraMax M5, Molecular
Devices, Sunnyvale, USA).
2.2 Photosensitizers and light source

The detailed synthesis of the two Pcs used in this study has been
published before.23,27 A brief overview is shown below.

To synthesize ZnPc1, 4-(4-((dimethylamino)methyl)phenoxy)
phthalonitrile (compound A2) was obtained originated from 4-
(4-(aminomethyl)phenoxy) phthalonitrile (compound A1). Aer
that, compound A2, zinc acetate, n-amyl alcohol and 1,8-
diazabicyclo[5,4,0]-undec-7-ene (DBU) were used to get 2(3),
9(10), 16(17), 23(24)-tetra-(((dimethylamino)methyl)phenoxy)
phthalocyaninato-zinc(II) (ZnPcA). Next, ZnPcA and CH3I were
dissolved in acetonitrile at reux to obtain the crude product.
The nal product quaternized 2(3), 9(10), 16(17), 23(24)-tetra-
(((dimethylamino)methyl)phenoxy)phthalocyaninato-zinc(II)
(ZnPc1) was collected by ltration and washed by diethyl ether,
ethyl alcohol and acetone successively.27

As for the synthesis of ZnPc2, 4-((2-(tritylamino)ethylamino)
methyl)phenol (compound B2) was rst synthesized from N-
tritylethane-1,2-diamine (compound B1). Aer that, B2 was used
to obtain 4-(4-((2-(tritylamino)ethylamino)methyl)phenoxy)
phthalonitrile (compound B3) by reacting with 4-nitro-
phthalonitrile. Next, we used compound B3, anhydrous zinc
acetate and DBU to synthesize 2(3), 9(10), 16(17), 23(24)-tetra-
(((2-(tritylamino)ethylamino)methyl)phenoxy)phthalocyani-
nato-zinc(II) (ZnPcB). Finally, ZnPcB mixed with excess tri-
uoroacetic acid (TFA) in CH2Cl2 to get green solid product. The
green solid was used to react with K2CO3 and CH3I under
specic experimental conditions to get the nal product qua-
ternized 2(3), 9(10), 16(17), 23(24)-tetra-(((2-aminoethylamino)
methyl)phenoxy)phthalocyaninato-zinc(II) (ZnPc2).23

The stock solutions of ZnPc1 and ZnPc2 dissolved in
dimethyl sulfoxide (DMSO) with a concentration of 10 mM and
5 mM, respectively, were stored at 4 �C in the dark. The struc-
tural formulae of the two Pcs are shown in Fig. 1.

The treatment of PACT in the following experiments was
measured by a semiconductor laser (NingJu Photoelectric
RSC Adv., 2017, 7, 40734–40744 | 40735
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Fig. 1 The structural formulae of the phthalocyanines (Pcs). (A) 1#-Pcs (ZnPc1) and (B) 2#-Pcs (ZnPc2).
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Technology Limited Company, Xi'an, China). Laser irradiance
was measured using a radiometer system (NingJu photoelectric
technology limited company, Xi'an, China). The laser was used
with a power of 300 mW and an irradiation time of 0.1–5.8
minutes such that the nal dose of light ranged from 1 to 50 J
cm�2.
2.3 The uptake of Pcs

The alkaline lysis method, a technique for the fast pyrolysis of
bacteria, was used in this part.29 Firstly, the bacteria suspen-
sions (2 � 108 CFU ml�1) were co-incubated with Pcs at
a concentration of 5 mM (selected from the pretest studies) in
the dark at 37 �C. At 20 minute intervals, the mixture was
removed from the dark and a 1 ml aliquot was taken out and
centrifuged for 5 minutes at a speed of 9000 rpm. Aer this
period, the pellet was washed twice with PBS and then the
precipitate was lysed with 200 ml of buffer I (50 mM glucose,
25 mM Tris–HCL, 10 mM EDTA). 2 minutes later, the same
volume of lysis buffer II (0.2 M NaOH, 1% SDS) was added. Aer
3 minutes standing, the samples were centrifuged at 9000 rpm
for 5 minutes. The uorescence spectra of the supernatant were
recorded between 650 and 710 nm by using a UV-visible spec-
trophotometer with the excitation wavelength at 345 nm. The
relative uorescence intensity was represented as Ft (aer add-
ing Pcs at time t) minus F0 (before adding Pcs).
2.4 Dark toxicity studies

In order to investigate the dark toxicity of the two photosensi-
tizers, the plate count method was used.30 E. coli with
a concentration of 2 � 108 CFU ml�1 was mixed with Pcs to give
nal concentration of the drugs of 0, 5, 10, 20, 50, and 100 mM
for ZnPc1 and 0, 2, 5, 10, 20, and 50 mM for ZnPc2 (the different
concentrations of two drugs were selected according to our pre-
experiments). Then the mixtures with different drug concen-
trations were added to 24-well plates and placed in a dark
humidied atmosphere of 95% air and 5% CO2 at 37 �C to
incubate for 40 minutes. Aer the desired incubation time, the
culture was serially diluted ten-fold with PBS and then 100 ml of
40736 | RSC Adv., 2017, 7, 40734–40744
the solution was coated on agar plates. Colonies that formed
aer 24 hours of incubation at 37 �C were counted.

2.5 Light toxicity studies

Considering whether the light irradiation (power of 300 mW)
alone would cause damage to the bacteria, the plate count
method was carried out in this part. E. coli at a concentration of
2 � 108 CFU ml�1 was placed in 24-well at bottom plates and
irradiated with light (10, 20, 50, 100, 200 J cm�2). The bacteria
without irradiation were used as the control. Aer irradiation,
the suspensions were serially diluted ten-fold with PBS and 100
ml aliquots were evenly coated on the agar plates for incubation
in the incubator; aer 24 hours the colonies were counted. In
addition, cells treated with different doses of light irradiation
were stained with propidium iodide (PI, Sigma, MO, USA) to
detect the membrane integrity by uorescence microscopy.31,32

Besides, we used infrared thermal imaging instrument (FLIR,
FLIR-E6390, Estonia) to monitor the temperature change from
0 to 10 minutes during irradiation to determine whether the
heating would disinfect the bacteria.

2.6 Photodynamic antimicrobial activity of ZnPc1 and ZnPc2

In this period, the plate count method was used, too. E. coli with
a concentration of 2 � 108 CFU ml�1 was co-cultured with Pcs
(5, 10, and 20 mM for ZnPc1 and 1, 2, and 5 mM for ZnPc2) in the
dark for 40 minutes in 24-well at bottom plates. Subsequently,
the plates were irradiated with laser light at different light doses
(10, 30, and 50 J cm�2 for ZnPc1 and 10, 20, and 30 J cm�2 for
ZnPc2). Aliquots without photosensitizers and irradiation were
taken as the control. The suspensions in the wells were
considered to be a dilution factor of 10�1. 1 to 5 serial dilutions
were then made using each original 10�1 dilution, and aliquots
of 100 ml were seeded onto agar plates followed by incubation at
37 �C for 24 hours. Aer the incubation period, the CFU ml�1

values of each plate were determined.

2.7 Flow cytometry to detect the intracellular ROS level

Intracellular reactive oxygen species accumulation can be
monitored by dihydroethidium (DHE, Vigorous, Beijing,
This journal is © The Royal Society of Chemistry 2017
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China), which is sensitive to superoxide anions but is consid-
ered as a minor contributor to overall ROS.15 When it is absor-
bed into the cells, it can be dehydrogenized with the interaction
of superoxide anions and produce ethidium, which can
combine with DNAs or RNAs and cause the red uorescence
product 2-hydroxyethidium to accumulate in the cytoplasm
rapidly.33,34 In order to detect the intracellular ROS level, the
ROS probe DHE (stock solution of 5 mM) was added to bacterial
suspensions with a concentration of 2 � 108 CFU ml�1. Then
the mixture was incubated at 37 �C for 30 minutes followed by
adding the sensitizers (ZnPc1 of 20 mM and ZnPc2 of 5 mM) to
the culture and then further incubated for another 40 minutes.
Aer PACT treatment, bacteria were washed with PBS, and the
uorescent intensity in each group was immediately analyzed
by ow cytometry (NovoCyte, ACEA Biosciences Inc, California,
USA).

2.8 Membrane integrity measurement

To detect the membrane integrity aer PACT treatment, PI
staining was used in this part, as described previously.31,32

Bacteria suspensions with concentration of 2 � 108 CFU ml�1

were treated with Pcs-PACT and the plates were kept in the dark
for 30 minutes. Aer that, PI (stock solution of 1 mg ml�1) was
added to the culture with a volume ratio of 1 : 100 and then
further incubated for another 15 minutes, and then the uo-
rescent signal of the cells in each group was quantied using
ow cytometry. In addition, uorescent images were taken
using uorescence microscope (Axio Imager M2, Zeiss, Ober-
kochen, Germany) to further prove the membrane damage.

2.9 Scanning electron microscopy

SEM was performed to analyze the effect of Pcs on the structural
integrity of the bacterial biolms. In this study, we used fresh
TSB to adjust the bacteria to a liquid concentration of 1 � 107

CFU ml�1. Biolms were grown on glass coverslips in 24-well
plates for two days, and the medium was replaced every 24
hours.35 In order to enhance biolm formation, the coverslips
were precoated with 20% fetal bovine serum before adding the
bacteria. Two days later, biolms were treated with Pcs (20 mM
for ZnPc1 and 5 mM for ZnPc2) and then irradiated with
different light doses (10, 30, and 50 J cm�2 for ZnPc1 and 10, 20,
and 30 J cm�2 for ZnPc2). Aer treatment as described above,
samples were washed several times and then xed using 2.5%
glutaraldehyde in 0.1 M PBS (pH 7.2) for 4 hours at 4 �C. Fixed
samples were dehydrated in increasing concentrations of
ethanol (30%, 50%, 70%, 80%, 90%, 95% and 100%) for 10
minutes. Aer this period, the ethanol was displaced by isoamyl
acetate. The coverslips were nally dried andmounted and then
sputter coated with gold-palladium. Finally, the samples were
analyzed under a scanning electron microscope (S-3400N,
Hitachi, Tokyo, Japan).

2.10 Statistical analysis

SPSS 19.0 soware (SPSS Inc., Chicago) was used for statistical
analysis. Values are expressed as mean � standard deviation
(SD) of three samples obtained from three independent
This journal is © The Royal Society of Chemistry 2017
experiments. Statistical comparisons were made using one-way
analysis of variance (ANOVA) and multiple comparisons
between groups were performed using Tukey's test. P < 0.05 was
considered statistically signicant, while P < 0.01 was highly
signicant.

3. Results
3.1 Photosensitizers

The structural formulae of the two Pcs are presented in Fig. 1. As
we can see, both of the two Pcs have several phenoxy groups
introduced at the macrocycle periphery, and the obtained
phthalocyanines were then quaternized with different numbers
of aminos (for ZnPc1) or ethanediamine groups (for ZnPc2). As
a result quaternized ZnPc2 was more positively charged
compared with ZnPc1, which may contribute a lot to its anti-
microbial activity.

3.2 Uptake of Pcs into the cell

As shown in the Fig. 2, 2A and B demonstrated the uorescence
emission spectra aer incubating Pcs with bacteria for different
internals. The black curves represented the spectra of the
mixture (bacteria and lysate) before adding Pcs. We could see
that before adding drugs, the curves were at. Aer adding Pcs,
however, all the curves peaked while the wavelength was nearly
689 nm. The relative uorescence of the two Pcs both increased
rapidly and reached peak aer 40 minutes of incubation. Aer
this time the uorescence intensity declined gradually. Fig. 2C
and D showed the maximum uorescence quantization of Pcs
over different time periods; both curves showed the same
tendency during the processing. According to these results, 40
minutes was selected as the Pcs incubation time in the further
experiments.

3.3 Dark toxicity of Pcs to E. coli

In order to identify whether Pcs itself has a killing effect on
E. coli in the dark environment, we incubated the bacterial cells
with various concentrations of Pcs. As demonstrated in Fig. 3,
both Pcs had no obvious dark toxicity on E. coli at the Pcs
concentrations that we chose in our experiments.

3.4 Light toxicity studies

Results are shown in Fig. 4. The highest light dose we used in
this part was 200 J cm�2, which was four times the highest light
dose we applied in photodynamic treatment; however, no
evident decrease in the CFU counts was observed, indicating
that the light irradiation itself would not kill the cells by heating
(Fig. 4A). The membrane integrity detected by microscope is
presented in Fig. 4B. From the pictures, we can see clearly that
the number of cells with red uorescence showed no obvious
change even we increased the light dose to 200 J cm�2, which
further proved that irradiation alone would cause no damage to
bacteria. Furthermore, the temperature change monitored
using a thermal imaging instrument showed that the illumi-
nation could not kill the bacteria by heating. Before illumina-
tion, the room temperature (0 minute) was about 35.8 �C.
RSC Adv., 2017, 7, 40734–40744 | 40737
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Fig. 3 Dark toxicity of Pcs on E. coli. (A) The colony forming units (CFU) counts after incubating with different concentrations of ZnPc1 (0, 5, 10,
20, 50, and 100 mM). (B) The CFU counts after incubating with different concentrations of ZnPc2 (0, 2, 5, 10, 20, and 50 mM). Data are expressed as
mean � SD of three independent experiments.

Fig. 2 Uptake of Pcs by Escherichia coli (E. coli). (A) Absorption spectrum of ZnPc1 ((B) for ZnPc2) after incubating with E. coli for different time
periods. (C) Maximum fluorescence quantization of ZnPc1 ((D) for ZnPc2) over different time periods. Data are expressed as mean � SD of three
independent experiments.
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Although the temperature increased gradually over time during
irradiation, it was lower than 38 �C for the whole 10 minutes. In
our Pcs-PACT studies, while the light dose was 50 J cm�2, the
illumination time was less than 6 minutes. When the irradia-
tion time was prolonged to 6 minutes, the temperature we
measured was about 37.5 �C (Fig. 4C). Thus, we can conclude
that the irradiation itself would not kill the cells during Pcs-
PACT experiments, and the main factor to kill the cells is the
photodynamic effect.
3.5 Photodynamic antimicrobial activity of ZnPc1 and ZnPc2

We chose three different concentrations of drug conjugates
with three light doses to investigate the PACT sterilization
40738 | RSC Adv., 2017, 7, 40734–40744
intensity in detail in this part. To emphasize the antimicrobial
effects in a light dose-dependent manner, we only showed the
results of maximum concentrations combined with different
light doses; the other data (while the concentration was 5,
10 mM for ZnPc1 and 1, 2 mM for ZnPc2) are not shown. It can be
seen in Fig. 5 that the CFU counts of the two photosensitizers
both decreased gradually with the increase of the light dose. For
ZnPc1, the bactericidal effect appeared from 10 J cm�2 of light
dose, and when the illumination dose increased to 50 J cm�2,
a 3.10-log reduction (P < 0.01) was obtained by photodynamic
therapy with ZnPc1 at 20 mM (Fig. 5A). For ZnPc2, both the drug
concentrations and light doses applied were smaller compared
with ZnPc1; however, while the light dose was only 20 J cm�2
This journal is © The Royal Society of Chemistry 2017
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Fig. 4 Light toxicity on E. coli and temperature changing during irradiation. (A) The CFU counts after irradiating with different light doses (0, 10,
20, 50, 100, 200 J cm�2). (B) Images taken by fluorescence microscope of E. coli treated with different doses of light. (C) Temperature change
from 0 to 10minutes detected by infrared thermal imaging instrument during irradiation. Data are expressed as mean� SD of three independent
experiments.

Fig. 5 Colony forming units assay of E. coli after Pcs-PACT treatments. (A) The CFU counts after PACT treatment of 20 mM ZnPc1 with different
light doses (0, 10, 30, and 50 J cm�2). (B) The counts of CFU after PACT treatment of 5 mM ZnPc2 with different light doses (0, 10, 20, and
30 J cm�2). Data are expressed as mean � SD of three independent experiments. *P < 0.05, **P < 0.01 versus control.
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combined with Pcs at 5 mM, a nearly 3-log reduction (P < 0.01)
was attained, which was accomplished when the light dose was
50 J cm�2 for ZnPc1. When the illumination dose increased to
30 J cm�2, the log reduction was 4.91 (P < 0.01) (Fig. 5B). The
results suggested that both Pcs had excellent antimicrobial
activity in a light dose-dependent manner.
3.6 ROS production

The production of ROS was detected by ow cytometry. Because
of the uorescence quenching caused by excess luminance, we
chose smaller light doses in this module (1, 2, 5 J cm�2 for
ZnPc1 and 2, 5, 10 J cm�2 for ZnPc2). It could be seen that in the
This journal is © The Royal Society of Chemistry 2017
control group and the ZnPc1 alone group only 1.49% and 1.39%
cells showed red uorescence, respectively. However, in the
PACT groups, the bacteria showed markedly increased uores-
cence: 41.50% (P < 0.01) of cells displayed high DHE uores-
cence when the light dose was 5 J cm�2 (Fig. 6A and B). For
ZnPc2, we can see the same phenomenon with ZnPc1, and the
uorescence intensity increased to 57.59% (P < 0.01) when the
light dose was only 2 J cm�2. When the light dose of 10 J cm�2

was applied, 69.87% (P < 0.01) of cells showed red uorescence
(Fig. 6C and D). The results echoed our previous studied very
well and further proved that ZnPc2 had better antimicrobial
activity than ZnPc1.
RSC Adv., 2017, 7, 40734–40744 | 40739
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Fig. 6 ROS detection by flow cytometry measurement. (A) Cytofluorometric profiles representing the distribution of bacterial cells treated with
20 mM ZnPc1-PACT ((C) is for 5 mM ZnPc2) after staining with DHE. (B) Fluorescence quantization in different groups treated with ZnPc1 ((D) is for
ZnPc2). Data are expressed as mean � SD of three independent experiments. *P < 0.05, **P < 0.01 versus control.
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3.7 Membrane integrity

Membrane integrity results are shown in Fig. 7. In the control
groups, very few cells showed uorescence (Fig. 7A and C),
indicating that most cells had intact membrane structures. In
the light alone and Pcs alone groups, the proportion of uo-
rescence cells showed no evident change compared with the
control groups. However, the uorescence intensity had a sharp
Fig. 7 Membrane integrity detected by PI staining. (A) Red fluorescence
of 0, 10, 30, and 50 J cm�2. (B) Fluorescence quantization of (A). (C) Re
different doses of 0, 10, 20, and 30 J cm�2. (D) Fluorescence quantizatio
with 20 mM ZnPc1 in different groups. (F) Images taken by fluorescence m
are expressed as the mean � SD of three independent experiments. *P

40740 | RSC Adv., 2017, 7, 40734–40744
increase in the PACT treatment groups. For ZnPc1, when the
light dose was 50 J cm�2, nearly 42.00% cells showed red uo-
rescence, demonstrating that the photodynamic action of Pcs
induced signicant damage to the membrane integrity of E. coli
(Fig. 7A and B). While the light dose continued to increase, the
trend of increasing was not so evident; microscope images
proved this phenomenon (Fig. 7E). For ZnPc2, the uorescence
after PACT treatment with 20 mM ZnPc1 combined with different doses
d fluorescence after PACT treatment with 5 mM ZnPc2 combined with
n of (C). (E) Images taken by fluorescence microscope of E. coli treated
icroscope of E. coli treated with 5 mM ZnPc2 in different groups. Data

< 0.05, **P < 0.01 versus control.

This journal is © The Royal Society of Chemistry 2017
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Fig. 8 SEM images of PACT-subjected E. coli biofilms. (A) Images of E. coli treated with 20 mM ZnPc1-PACT ((B) is for 5 mM ZnPc2) in different
groups. Control: without any treatment; light alone: bacteria were treated with light alone; Pcs alone: bacteria were treated with 20 mM ZnPc1 or
5 mM ZnPc2 alone; ZnPc1-PACT 10 J cm�2: ZnPc1 combined with 10 J cm�2 light; ZnPc1-PACT 30 J cm�2: ZnPc1 combined with 30 J cm�2

light; ZnPc1-PACT 50 J cm�2: ZnPc1 combined with 50 J cm�2 light; ZnPc2-PACT 10 J cm�2: ZnPc2 combined with 10 J cm�2 light; ZnPc2-
PACT 20 J cm�2: ZnPc1 combined with 20 J cm�2 light; ZnPc1-PACT 30 J cm�2: ZnPc2 combined with 30 J cm�2 light.
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intensity peaked when the light dose was 30 J cm�2 (Fig. 7C and
D). Images taken by uorescence microscope further proved
that the membrane was seriously damaged by photodynamic
treatments (Fig. 7F).
3.8 Photodynamic inactivation of E. coli biolms

To learn the effect of PACT on bacterial biolm morphology,
SEM studies were carried out. As we can see, bacteria in the
control groups, light alone and Pcs alone groups, a large
number of colonies formed a compact structure and showed no
destruction in appearance. The biological membrane structure
gradually relaxed and some bacteria even presented single
colony distribution aer different PACT treatments. At a dose of
50 J cm�2 in the presence of 20 mM ZnPc1, few aggregated
colonies were observed in E. coli biolms (Fig. 8A); the same
effect was achieved in another Pcs ZnPc2 with a concentration
of 5 mM combined with a light dose of 20 J cm�2 (Fig. 8B). When
the light dose increased to 30 J cm�2, there were nearly no
colonies formed, suggesting an absence of classic biolm
morphology. These results indicated that Pcs-PACT can affect
the structure of the biolm and adhesion between the bacteria.
4. Discussion

Microbial infections remain one of the main causes of mortality
worldwide. Due to the abuse of antibiotics, microbes have
adopted a large variety of mechanisms to increase their resis-
tance towards antibiotics.36,37 Such conditions necessitate new
methods to be developed to treat microorganism infections,
especially those caused by drug-resistant strains. Photodynamic
antimicrobial chemotherapy (PACT) is a new method to do this,
which combines photodynamic irradiation with drugs known
as sensitizers to treat both cancers and infections of pathogenic
microorganisms, and has produced good results.13–16

In this study, we chose two cationic phthalocyanines (Pcs),
ZnPc1 and ZnPc2, as photosensitizers to combine with light to
measure their antibacterial activity. Compared with other
photosensitizers, our Pcs presented better antimicrobial
activity. Managa et al. reported that using (5,10,15,20-tetrakis(4-
This journal is © The Royal Society of Chemistry 2017
(4-carboxyphenycarbonoimidoyl)phenyl)porphyrinato)chloro
gallium(III)-conjugated platinum nanoparticles combined with
PACT caused only a 3.76-log reduction to Escherichia coli (E. coli)
counts.16 In addition, Perni et al. demonstrated that silica-TBO
nanoconjugates combined with light showed a slight antimi-
crobial effect against E. coli.38 In our study, however, Pcs showed
excellent sterilization efficiency in both planktonic and biolm
states.

To investigate whether the modied Pcs could be absorbed
effectively by bacterial cells, we rst tested the uptake of the
drug. According to our pretest study, at low concentrations,
uorescence could not be detected, and the difference in uptake
between the two drugs could not be revealed. In order to
measure the uptake under the same concentration, we chose
the concentration of 5 mM for both Pcs to be detected. The
results indicated that the two Pcs had the same tendency. In the
rst 40 minutes, the drug was rapidly absorbed by the cells, and
the uorescence intensity increased quickly and reached a peak
at 40 minutes. Aer this period, the absorption curves showed
a downward trend, probably because of the drug extravasation
(Fig. 2). In view of such condition, 40 minutes was selected as
the best incubation time in later experiments. Besides, we could
see that the absorption peak of ZnPc2 was larger than that of
ZnPc1, and our previous studies demonstrated that the intra-
cellular uptake efficacy of Pcs is directly related to the number
of positive ions in their structures.23 ZnPc2 was more positively
charged, whichmade it easier to bind with the negative-charged
bacteria membrane, as the charge number increased the
amphiphilic character of the photosensitizers, promoting the
drug binding with the cell membrane and accumulating in the
cells.39–41 As a result, the cells absorbed more ZnPc2 than ZnPc1
at the same concentration. According to the results, the doses of
ZnPc2 used in the following experiments were smaller
compared with ZnPc1.

Considering that the dark environment and light irradiation
applied in the experiments may cause damage to the bacteria,
the plate count method was employed to detect the dark and
light toxicity of the two Pcs. To detect the dark toxicity, we rst
chose the same concentration for two Pcs ranging from 0 to
RSC Adv., 2017, 7, 40734–40744 | 40741
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100 mM. When the concentration was 100 mM, there was no
obvious dark toxicity of ZnPc1 while ZnPc2 showed mild dark
toxicity to E. coli cells, so we lowered the concentrations for
ZnPc2. The results showed no obvious damage occurred at the
chosen concentration range (Fig. 3). Furthermore, illumination
itself had no bactericidal effect because no evident decrease in
the CFU counts was shown and the membrane integrity showed
no change even when the light dose was increased to 200 J
cm�2. Besides, the temperature change results during irradia-
tion showed that the temperature was less than 38 �C over 10
minutes (Fig. 4). Fotadar et al. reported that E. coli can grow
consistently at a temperature as high as 49 �C,42 so it could be
concluded that the heating caused by irradiation alone would
not kill the bacteria in this study. Aer photodynamic treat-
ment, however, the antimicrobial effect increased sharply. In
our pretest experiments, we found that the antimicrobial
activity was both light dose- and concentration-dependent. For
ZnPc2, when the light dose increased to 50 J cm�2, there were
no viable cells when the concentration was 5 mM, so we selected
smaller light doses compared with ZnPc1. Nearly 3.1- and 5-log
reductions in bacterial numbers were achieved while the peak
concentrations and maximum doses were applied for ZnPc1
and ZnPc2, respectively (Fig. 5). The results revealed that the
modied cationic Pcs had excellent antimicrobial activity aer
combining with light. Whether smaller concentrations of Pcs
combined with higher light doses could cause obvious damage
to bacteria is worth investigating in future study.

It is well known that oxidation stress is one of the key factors
in the cell killing of PACT.43 In order to determine whether it was
the intercellular reactive oxygen species (ROS) that played an
important role, the intercellular ROS level was measured using
a superoxide anions uorescence probe dihydroethidium (DHE).
According to the results of photodynamic antimicrobial experi-
ments, we chose two concentrations at which the best antimi-
crobial effect was shown (20 mM for ZnPc1 and 5 mM for ZnPc2) to
compare the ROS production. When choosing light doses, we
rst used the same light doses applied in former parts (10, 30,
and 50 J cm�2 for ZnPc1 and 10, 20, and 30 J cm�2 for ZnPc2) in
our pretest study. However, because of the uorescence
quenching caused by excess luminance, the uorescence detec-
ted by ow cytometry was very low, so the light doses were
changed for both Pcs (1, 2, 5, 10, 30, and 50 J cm�2 for ZnPc1 and
1, 2, 5, 10, 20, and 30 J cm�2). For ZnPc1, the uorescence
intensity increased with increasing light dose and peaked at
a light dose of 5 J cm�2; as the light dose continued to increase,
the uorescence intensity declined. For ZnPc2, the same situa-
tion was observed and the uorescence peaked at a light dose of
10 J cm�2. In our results, we only intercepted the part in which
the uorescence intensity increased with increasing light dose
(Fig. 6). Previous research has shown that charge can inuence
singlet oxygen generation ability, thereby affecting their photo-
dynamic activity,24 which can also explain why ZnPc2 had better
antimicrobial activity compared with ZnPc1 in our study. The
ROS-mediated bactericidal mechanism has been veried in a lot
of studies. Carrasco et al. and Valko et al. demonstrated that ROS
can cause damage to polyunsaturated proteins,33 amino acids
40742 | RSC Adv., 2017, 7, 40734–40744
and lipids,44 which means that membranes composed mainly of
lipids are possible targets of PACT.

In order to test the effect of Pcs-PACT on membrane integrity,
propidium iodide (PI) staining was employed. Very few cells
showed red uorescence in the control, light alone and Pcs alone
groups, but the proportion of uorescence cells had a sharp
increase in a light dose-dependent manner in the PACT treat-
ment groups, suggesting that Pcs-PACT could induce serious
damage to membrane integrity (Fig. 7A–D). Another phenom-
enon observed both in microscope images and ow cytometry
was that as the light dose increased, the trend of uorescence
increase was not so evident (Fig. 7E and F). The reason may be
that the membrane was only one of the targets of PACT but not
the sole target, so we could not see an obvious change of uo-
rescence in this part, but what we assume was that ZnPc2 had
better antimicrobial activity compared with ZnPc1.

Biolm is another factor that affects the effect of PACT; it is
aggregates of microbial cells composed mainly of a large-
molecular-weight polysaccharides and embedded in a self-
produced matrix of extracellular polymeric substances (EPS),35

which is an important component of biolms and can provide
a protective environment to isolate the cells from adverse
environmental conditions, such as acid, ultraviolet radiation
and antibiotics,35,45 thus making it more difficult to kill bacteria
in biolm-producing mode. Many researchers have made great
efforts to develop new drugs with special properties to overcome
the biolm resistance of bacteria. Liu et al. reported a kind of
nanomaterial that could bypass biolm recalcitrance to anti-
microbial penetration but was subjected to pH change,35 which
may weaken its impact in neutral or alkaline conditions. Liu
et al. once reported in a paper that combining hematoporphyrin
monomethyl ether (HMEM) at a concentration at 100 mM with
light irradiation could only cause a 4.01-log reduction in the
survival of E. coli in the biolm state.13 In view of the two
chemically modied cationic Pcs applied in this study had an
excellent sterilization effect, the Pcs-PACT effect of E. coli in the
biolm form was also evaluated. To compare the anti-biolm
effects at the same level, the concentrations and light doses
applied were in line with the experimental conditions we used
in former parts. Compared with the control and Pcs alone
groups in which cells showed no destruction in appearance and
agglomerate states, the cells in the Pcs-PACT groups presented
single colony distribution. In the presence of 20 mM ZnPc1
combined with 50 J cm�2 light illumination or 5 mM ZnPc2
combined with a light dose of 30 J cm�2, nearly no aggregated
colonies were observed in E. coli biolms, indicating that both
ZnPc1 and ZnPc2 had excellent antimicrobial effects in the
biolm state (Fig. 8).

On the whole, our experiments have compared the antimi-
crobial activity from several different levels, and all of the
results showed that ZnPc2 had better antimicrobial activity than
ZnPc1. Here, we can give a brief explanation to declare the
photodynamic activity difference between the two Pcs according
to our results. Since ZnPc2 had both higher cellular uptake and
ROS generation efficiency, it had better antibacterial activity
compared to ZnPc1. An important factor that contributed to the
higher cellular uptake of ZnPc2 was its more positive charge,
This journal is © The Royal Society of Chemistry 2017
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suggesting that the cationic property is important for photo-
sensitizers to exert their effect. Liu et al. reported a kind of
surface charge-switching nanoparticles with improved treat-
ment efficacy and reduced probability of drug resistance
because it increased the cell wall targeting of the photosensi-
tizers.41 Alves et al. demonstrated that the photodynamic effi-
ciency of cationic porphyrins in the photosensitization of E. coli
and Enterococcus faecalis increased with the number of
charges,46 because the charge number could increase the
amphiphilic character of the photosensitizers, and its affinity
for bacteria increased as a result, which would help the drug to
accumulate in the cells.37,39,41 Moreover, quaternized ions
signicantly increased the ability of ZnPc2 to produce singlet
oxygen, which played an important role in killing cells.23 All of
the elements worked together and nally enhanced the photo-
dynamic activity.

Apart from what we have done in our experiments, other
papers have reported that ROS can irreversibly modify DNA
molecules, severely disturb DNA replication and transcription
mechanisms, and nally kill the cells.47–49 Thusmeans that DNA
may be an important target of PACT. However, in this study we
did not do the related research. Further research is needed to
affirm this point and elucidate the antimicrobial mechanisms
of the two Pcs and investigate other chemical modications of
the most promising Pcs in order to obtain molecules that are
potentially suitable for in vivo and clinical application.

5. Conclusions

The present experiments show that both the Pcs used in this
study have a signicant inactivation effect on E. coli in combi-
nation with PACT, and ZnPc2 exhibited better antimicrobial
activity compared with ZnPc1. Further in vivo experiments and
mechanism exploration are needed to conrm that Pcs can
meet all the requirements for the use of PACT as an alternative
option to antibiotic treatments in clinical practice.
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