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A one-dimensional porous carbon-supported Ni/
Mo,C dual catalyst for efficient water splitting¥

Zi-You Yu, Yu Duan, Min-Rui Gao, Chao-Chao Lang, Ya-Rong Zheng
and Shu-Hong Yu*

The development of active, stable and low-cost electrocatalysts towards both the hydrogen evolution
reaction (HER) and oxygen evolution reaction (OER) for overall water splitting remains a big challenge.
Herein, we report a new porous carbon-supported Ni/Mo,C (Ni/Mo,C-PC) composite catalyst derived
by thermal treatment of nickel molybdate nanorods coated with polydopamine, which efficiently and
robustly catalyses the HER and OER with striking kinetic metrics in alkaline electrolyte. The catalyst
affords low onset potentials of —60 mV for the HER and 270 mV for the OER, as well as small
overpotentials of 179 mV for the HER and 368 mV for the OER at a current density of 10 mA cm™2.
These results compare favorably to Mo,C-PC, Ni-PC, and most other documented Ni- and Mo-based

catalysts. The high activity of Ni/Mo,C-PC is likely due to electron transfer from Ni to Mo,C, leading to
Received 28th July 2016 higher Ni val dal Mo val in the Ni/Mo,C-PC catalyst, as th HER and OER
Accepted 30th September 2016 a higher Ni valence and a lower Mo valence in the Ni/Mo, catalyst, as these are an

active species and thus account for the enhanced activity. Remarkably, our home-made alkaline
DOI: 10.1039/c6sc03356¢ electrolyser, assembled with Ni/Mo,C-PC as a bifunctional catalyst, can enable a water-splitting current

www.rsc.org/chemicalscience density of 10 mA cm~2 to be achieved at a low cell voltage of 1.66 V.
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Introduction

With the rapid depletion of fossil fuels, the production of clean
hydrogen fuels from water via electro/photochemical water
splitting has become a very promising approach."® The electro-
chemical water-splitting reaction includes a cathodic hydrogen
evolution reaction (HER) and an anodic oxygen evolution reac-
tion (OER), both of which have substantial overpotential (n)
requirements.>>® Diverse catalysts have been designed and
prepared to reduce the 7 value for more economical utilization of
energy.>>'*'* Currently, Pt-based metals show the best activity for
the HER, and Ru/Ir-based materials are the benchmark catalysts
for the OER."”'® However, the low earth abundance and high cost
of these metals significantly limit their widespread use, and thus
the development of cost-effective and efficient alternative cata-
lytic materials is highly demanded."”

Recently, 3d metal-based materials (e.g., Ni, Co, Fe and Mn)
have been intensively developed as HER catalysts, among which
it was established that Ni-based catalysts exhibited optimum
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performance in alkaline electrolyte, owing to the optimum
OH-Ni*" (0 = ¢ = 1.5) bond strength that allows favorable
intermediate adsorption.® Ni and its alloy composites have been
applied as alkaline HER catalysts in the water-splitting industry
for decades.'®?** However, the main drawback of this catalyst is
that its activity is easily lost after long-term operation because of
the agglomeration and dissolution of the catalyst compo-
nents.*** Therefore, substantial improvements in activity and
stability are greatly needed. Substantial studies have revealed
that coupling different functional species together can lead to
significant performance gain owing to synergistic effects, such
as the synergism occurring in the CoSe,/Mn;0,4 and CoSe,/MoS,
composite catalysts developed by our group.®* Very recently,
molybdenum carbide (Mo,C) has attracted great attention as
a HER catalyst, because of its good stability, high electrical
conductivity, and its similar electronic structure to Pt-group
metals.”®**” In view of the above considerations, chemically
coupling Ni with Mo,C is supposed to result in an improved
HER catalytic activity.”® Moreover, such combination is also
likely to realize outstanding OER performance owing to the
presence of OER-active Ni.>**> This catalyst design eventually
will lead to a new bifunctional catalyst for efficient overall water
splitting application, which is highly desirable for electrolyser
development.*?

Herein, we report the synthesis of a new composite catalyst
by embedding Mo,C and Ni nanoparticles into porous carbon
nanorods (Ni/Mo,C-PC) through thermal treatment of nickel
molybdate (NiMoO,) nanorods coated with polydopamine,

This journal is © The Royal Society of Chemistry 2017
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which is cost-effective and delivers highly active and stable
performance for the HER with a low onset potential of —60 mV
and a high exchange current density of 0.20 mA cm™>. Mean-
while, Ni/Mo,C-PC was found to be active as an OER catalyst
with an onset potential of 270 mV and it can offer a current
density of 10 mA cm ™2 at a small 7 value of 368 mV. Intriguingly,
our home-made alkaline electrolyser using Ni/Mo,C-PC as both
cathodic and anodic catalysts can operate at a current density of
10 mA cm 2 with a small cell voltage of merely 1.66 V, and
performs robustly. Our results suggest methods of designing
and synthesizing efficient bifunctional catalysts based on low-
cost nickel and molybdenum carbide, which could open the way
to economic electrolysers for large-scale production of H, fuels.

Results and discussion

An illustration of the synthesis of the Ni/Mo,C-PC catalyst is
shown in Fig. 1a (see the ESI for detailst). We first prepared
NiMoO, nanorods with a diameter of 40-80 nm by a simple
hydrothermal process as described in our previous work (Fig. 1b
and S1, ESI).** Then a uniform polydopamine (PDA) shell was
coated on the NiMoO, nanorods in a Tris buffer solution
(pH 8.5), and well-defined NiM0oO,@PDA nanorods were ob-
tained after polymerization for 24 h (Fig. 1c). Then the obtained
dried powder was transferred into a tube furnace and annealed
at 800 °C for 2 h under an Ar atmosphere, which eventually led
to the generation of the black Ni/Mo,C-PC catalyst (Fig. 1d).
In order to understand the phase transformation during the
annealing process, powder X-ray diffraction (XRD) was per-
formed for NiMoO,@PDA samples annealed at different
temperatures ranging from 500 °C to 900 °C (Fig. S2a, ESIt). The
XRD pattern at lower temperature was not recorded because of
the very weak diffraction resulting from uncarbonized PDA. The
strong metallic Ni phase (JCPDS no. 04-0850) and weak MoO,
phase (JCPDS no. 32-0671) can be detected for the sample
annealed at 500 °C. Upon increasing the temperature to 600 °C,
the diffraction peaks from MoO, became obvious. This MoO,
phase, however, disappeared upon further increasing the
temperature to 700 °C, while a new Mo,C phase (JCPDS no.
35-0787) appeared, which remained unchanged even when
increasing temperatures to 800 °C and 900 °C. The metallic Ni

NiMoO,

NiMoO, @PDA NilMo,C-PC

Fig. 1 (a) lllustration of the synthesis of Ni/Mo,C-PC from NiMoO4
nanorods. (b—d) TEM images of (b) NiMoQOy, (c) NiMoO4@PDA, and (d)
Ni/Mo,C-PC. Insets are the corresponding digital photographs.
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phase existed in all samples from 500 °C to 900 °C. Based on
these results, the formation of the Ni/Mo,C-PC composite with
increased annealing temperature can be reasonably speculated
to be the reaction described in eqn (1). Transmission electron
microscope (TEM) images (Fig. S2b-e, ESIT) showed that the
core of nanorods was maintained at 500 °C, and started to be
destroyed from 600 °C. Along with the temperature increasing
to 900 °C, these one-dimensional (1D) nanorods became porous
and nanoparticles were formed and embedded in the carbon
nanorods. Of note, the mass ratio of dopamine and NiMoO,
greatly affected the morphology and phase composition of the
prepared samples (Fig. S3, ESIf). During the annealing
process, the increasing carbon content will switch the reaction
to eqn (2) for the formation of Ni/Mo,C-PC. The optimal mass
ratio and temperature for achieving the Ni/Mo,C-PC composite
were 1.5 and 800 °C, respectively. For comparison, Mo,C-PC,
Ni-PC, and PC can be prepared using similar methods (Fig. S4
and S5, ESIt).

NiMoO4 + C — Ni + MoO, — Ni + Mo,C (1)

NiMoO4 + C — Ni+ MoO, + MoNi — Ni + Mo,C + MoNi —
Ni + MOzc (2)

Scanning electron microscopy (SEM) and TEM images showed
that the as-obtained 1D Ni/Mo,C-PC composite has a diameter of
150-200 nm and a length of up to 2-4 pm (Fig. 2a—c). The rod-like
structure has a smooth surface with particulate Ni and Mo,C
encapsulated within the carbon shells. Enlarged TEM images
(Fig. 2d and e and S6a, ESIT) revealed the interesting porous
structure of Ni/Mo,C-PC, which might benefit the access of
electrolyte and reactants to active sites and thereby offer
improved catalytic performance.***” N, adsorption-desorption
isotherms and pore size distribution curves showed that the
mesoporous composite has a Brunauer-Emmett-Teller surface

2N
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o

Fig.2 (a) Low and (b) high magnification SEM images of Ni/Mo,C-PC.
(c) Low and (d and e) high magnification TEM images of Ni/Mo,C-PC;
the arrows in (e) show the porosity. (f and g) HRTEM images of (f) Ni
and (g) Mo,C. (h) EELS elemental mapping images of C, Mo, and Ni.
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area of 89.5 m* ¢~ ' and a pore volume of 0.147 cm® g~ * (Fig. S7a,
ESIYT).

High-resolution TEM (HRTEM) images (Fig. 2f and g)
showed that the spacings of 0.202 nm and 0.257 nm correspond
to the (111) plane of Ni and the (100) plane of Mo,C, respec-
tively. Fig. S6b (ESIt) uncovered the spacing of 0.345 nm, which
corresponds to the (002) plane of graphite-like carbon layers.
Elemental mapping revealed the uniform spatial distribution of
Ni and Mo over the selected detection range of the Ni/Mo,C-PC
composite (Fig. 2h and S6c, ESI{). It is noted that the size of Ni
is larger than that of Mo,C, presumably due to the easier
aggregation of Ni during the high-temperature treatment.”®
Strikingly, most of the Ni nanoparticles were surrounded by
Mo,C nanoparticles, suggesting possible electron transfer
between them. The Raman spectrum showed that two distinct
peaks were located at about 1350 and 1590 cm™*, which can be
assigned to the D and G bands of carbon, respectively (Fig. S7b,
ESIT). Moreover, the Ip/I value (intensity ratio of the D band to
G band) is about 0.9, demonstrating the presence of significant
structural defects within Ni/Mo,C-PC.*® Based on the induc-
tively coupled plasma mass spectrometry result, the Ni and
Mo,C contents in the Ni/Mo,C-PC composite were calculated as
about 20.9 wt% and 29.7 wt%, respectively.

We then evaluated the HER performance of the Ni/Mo,C-PC
composite using a typical three-electrode system in N,-saturated
1 M KOH electrolyte. The optimized mass loading of the
Ni/Mo,C-PC catalyst on a glassy carbon electrode was deter-
mined to 0.50 mg cm > (Fig. S8, ESIT). The HER activities as
a function of annealing temperature and mass ratio of precursor
were also studied (Fig. S9, ESIt). The sample prepared at 500 °C
was almost HER-inactive, and increasing the annealing
temperature led to enhanced activity. The optimum HER activity
was achieved for the sample prepared at 800 °C, which can
probably be ascribed to the balance of electrical conductivity,
active site and porosity.**** Furthermore, when keeping the
annealing temperature at 800 °C, the mass ratio of dopamine
and NiMoO, was 1.5 for optimum HER activity.

The HER polarization curves for Mo,C-PC along with Ni-PC,
PC, the Ni/Mo,C physical mixture, and commercial Pt/C for
comparison, are presented in Fig. 3a. The Mo,C-PC and Ni-PC
samples showed a similar onset potential of about —90 mv.
However, the Ni/Mo,C-PC composite showed a much lower
onset potential of about —60 mV. Meanwhile, the n value
required to reach a current density of 10 mA cm ™2 (1) is 179 mV
for Ni/Mo,C-PC, which is 59 and 96 mV smaller than that of
Mo,C-PC and Ni-PC, respectively. Strikingly, the onset potential
and 7o mean that the Ni/Mo,C-PC catalyst also performs supe-
riorly to most documented non-noble-metal catalysts in basic
electrolytes, such as Co-P/Co-PO,4,** Co-NRCNTs,*> WN array,*
Mo,C,* CoO,@CN,* CoP array,*® NiFe LDH/Ni foam,** and so on
(Table S1, ESIT). For the physical mixture of Mo,C-PC and Ni-PC,
its HER activity was located between those of its counterpart
catalysts and was substantially inferior to that of the Ni/Mo,C-PC
catalyst, suggesting that the strong chemical coupling effect
works in the Ni/Mo,C-PC composite catalyst. The corresponding
Tafel plots of the studied catalysts are presented in Fig. 3b.
Although still larger than the Tafel slope of 52 mV dec™ " for the
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Fig. 3 HER tests in 1 M KOH. (a) The HER polarization plots for
different catalysts at a scan rate of 5 mV s™1 (b) Tafel plots and
exchange currents for different catalysts. (c) The capacitive currents at
different scan rates. The mass loading is 0.50 mg cm~2 supported on
a glassy carbon (GC) electrode for the tests in (a—c). (d) The stability
test for Ni/Mo,C-PC on Ni foam with a loading of 2 mg cm™2.

Pt/C catalyst, the Tafel slope of 101 mV dec™* for Ni/Mo,C-PC is
much smaller than that of Mo,C-PC (140 mV dec™ ') and Ni-PC
(145 mV dec™ '), demonstrating faster HER kinetics. The Tafel
slope of 101 mV dec " suggests that Volmer step-water dissoci-
ation (H,O + e~ < H + OH ) is the rate-determining step in
alkaline media.”® The inherent HER activity of these catalysts
was assessed by the exchange current density (j,) based on the
Tafel plots (Fig. 3b).* Remarkably, Ni/Mo,C-PC exhibited a very
high j, value of 0.20 mA cm ™2, which stands at the same order of
magnitude as that for the Pt/C catalyst (0.67 mA cm 2), and
outperforms Mo,C-PC and Ni-PC catalysts, as well as most re-
ported catalysts.>*>*4748

The double-layer capacitance (Cyq;), which was proportional
to the electrochemically active surface area,”* was also
measured to probe the advantages of the Ni/Mo,C-PC catalyst
(Fig. 3¢ and S10a, ESIT). The Cyq, of 11.2 mF cm ™ > for Ni/Mo,C-PC
was 2-6 times larger than that of other studied catalysts, indi-
cating that more active sites are available for the Ni/Mo,C-PC
catalyst. Furthermore, electrochemical impedance spectroscopy
(EIS) was used to study electrode kinetics during the HER
process. The Nyquist plots indicated that the smallest charge
transfer resistance (R.;) of 20 Q was enabled on the Ni/Mo,C-PC
catalyst, comparing favorably to 46 Q and 69 Q for Mo,C-PC
and Ni-PC, respectively (Fig. S10bt). The smallest R, of the
Ni/Mo,C-PC catalyst can be attributed to its porous composite
structure, which allows ultrafast faradaic processes and thus
improves the HER kinetics. The long-term stability of
Ni/Mo,C-PC was evaluated by loading a high catalyst amount
of 2 mg cm ™2 on Ni foam (Fig. 3d) and it showed good stability
with only very little decay after a continuous 10 h test. We also
evaluated the HER activity in acidic and neutral electrolytes
with n;, values of 210 mV and 250 mV, respectively (Fig. S11a,
ESTY).

This journal is © The Royal Society of Chemistry 2017
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To understand the potential HER enhanced mechanism
behind this new composite catalyst, we performed X-ray
photoelectron spectroscopy (XPS) studies on the relevant cata-
lysts (Fig. S12, ESIt). We found that our Ni/Mo,C-PC composite
catalyst was doped with nitrogen, owing to the use of a nitrogen-
containing precursor. However, our results showed that the
nitrogen content in the studied catalysts had little effect on the
HER activity, although the nitrogen content in nitrogen-doped
carbon was described to be crucial to the HER activity.*>**
Therefore, we reasoned that the nitrogen dopant is not the main
reason for the enhanced HER activity of Ni/Mo,C-PC (Fig. S12,
ESIT). Due to the HER activity being sensitive to the valence
states of metal element, we investigated the electronic struc-
tures of the Ni and Mo atoms with XPS."* Ni 2p XPS spectra
showed that the Ni-PC sample mainly contained metallic state
Ni, whereas the majority of surface Ni in Ni/Mo,C-PC was
oxidized with a +2 oxidation state (Fig. 4a).”>** It is worth noting
that Ni*" species are believed to be effective active sites for water
dissociation (the Volmer step), which is the critical HER step
and consistent with the Tafel slope.® Fig. 4b showed that the
Mo 3d peaks in Ni/Mo,C-PC shifted to a lower binding energy as
compared to Mo,C-PC, suggesting a lower Mo valence in the
Ni/Mo,C-PC. Deconvolution of the Mo 3d XPS peaks (Fig. S12c,
ESIY) provided detailed information on the Mo valence (0, +2, +3
and +4 for Ni/Mo,C-PC, and +2, +3, +4 and +6 for Mo,C-PC).
Among these valence states of the Mo element, the Mo®" species
were documented to be inactive for the HER,**® suggesting that
Ni/Mo,C-PC possibly has more HER active sites. According to
these insights, we proposed that coupling Ni with Mo,C might
enable electron transfer from Ni to Mo,C, leading to a higher Ni
valence and lower Mo valence for the Ni/Mo,C-PC catalyst, as
they were HER active and thus accounted for the enhanced HER
activity.

Furthermore, Ni/Mo,C-PC was also found to be active for the
OER in alkaline electrolyte (Fig. 5a). This composite catalyst
delivered an onset potential of 270 mV and 74, of 368 mV, which
are substantially superior to those of Ni-PC. Although the Ni
content in Ni/Mo,C-PC (20.9 wt%) was lower than that in Ni-PC
(47.6 Wt%), Ni/Mo,C-PC had a higher content of Ni** species
based on the XPS studies, which can act as OER active sites. This
is consistent with the observed larger redox peak (Ni**/Ni*")
during the OER operation (Fig. S13, ESIt).>** Therefore, the
enhanced OER activity of Ni/Mo,C-PC can be ascribed to its
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Fig. 4 (a) High-resolution Ni 2p XPS spectra for Ni/Mo,C-PC and Ni-

PC. (b) High-resolution Mo 3d XPS spectra for Ni/Mo,C-PC and Mo,C-
PC.
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Fig. 5 OER and water-splitting tests in 1 M KOH. (a) OER polarization
plots with a loading of 0.50 mg cm ™2 supported on a GC electrode. (b)
The OER stability test for Ni/Mo,C-PC on Ni foam with a loading of 2

mg cm~2. (c) LSV curves of overall water splitting in a two-electrode

configuration. The inset is the digital photo of H, and O, bubbles. (d)
The stability of water splitting at an applied bias of 1.74 V for 10 h. The
loadings of both cathode and anode for water splitting are 2 mg cm™2
supported on Ni foam.

higher Ni valence resulting from the strong electron transfer.
We note that the OER activity of Ni/Mo,C-PC is remarkable,
even if compared with documented Ni-based OER -catalysts
(Table S2, ESIt). Moreover, this composite catalyst is extremely
stable. Long-term stability tests demonstrated that it can cata-
lyze the OER without any current loss but a certain increase for
10 h under harsh OER running conditions (Fig. 5b).

Its excellent bifunctional catalytic properties inspired us to
examine the possibility of using Ni/Mo,C-PC for practical water
splitting. In commercial alkaline electrolysers, Ni foam was
often used to support a catalyst, in view of its low cost, high
conductivity and three-dimensional framework structure.*® We
thus loaded the Ni/Mo,C-PC catalyst on Ni foam and used it as
both the cathode and anode for a home-made electrolyser
(Fig. 5c and S14, ESIf). Water-splitting current densities of 10
and 50 mA cm ™ can be achieved by applying cell voltages of
1.66 and 1.79 V, respectively, on the constructed device. The
performance of Ni/Mo,C-PC as a dual catalyst for overall water
splitting is excellent, performing better or comparably to other
reported bifunctional water-splitting catalysts (Table S3, ESIT).
Obvious H, and O, bubbles can be observed on the surface of
both electrodes (inset in Fig. 5¢c). The long-term stability of the
water-splitting reaction was evaluated by continuous operation
at 1.74 V for 10 h (Fig. 5d). There was only a little degradation at
the first hour, and after that the activity remained stable or even
increased, demonstrating the excellent chemical stability and
its great potential for real electrolyser systems. Lastly, we per-
formed XRD and XPS measurements to analyze the variation of
the Ni/Mo,C-PC catalyst after cyclic tests (Fig. S15, ESIt). Both
the HER and OER cyclic tests didn't change the valence state of
Ni, showing the high stability of Ni during the cyclic test.
However, the Mo species wasn't very stable after long-term tests.

Chem. Sci,, 2017, 8, 968-973 | 971
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It is still a big challenge to solve the problem of easy oxidation of
Mo.2354

Conclusions

In summary, we report a porous carbon-supported Ni/Mo,C
catalyst prepared by thermal treatment of nickel molybdate
nanorods coated with polydopamine. This low-cost composite
catalyst can efficiently and robustly catalyse the HER and OER
in alkaline solution with striking kinetic metrics, including low
onset potentials of —60 mV for the HER and 270 mV for the
OER, and a small n value of 179 mV for the HER and 368 mV for
the OER to achieve a current density of 10 mA cm 2. The
synergistic effect between Mo,C and Ni nanoparticles and their
strong chemical coupling with highly conductive carbon are
believed to account for the excellent catalytic activity. Our home-
made alkaline electrolyser using Ni/Mo,C-PC as the bifunc-
tional catalyst enables a current density of 10 mA cm > at
a small cell voltage of merely 1.66 V, which also performs
robustly. This work hints at the opportunity to couple cheap
species for the creation of high-performance water-splitting
catalytic materials, which is greatly needed for sustainable
hydrogen economy.
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