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etal precursors by
electrodeposition for the in situ growth of metal–
organic framework membranes on porous metal
substrates†

Sheng Zhou, Yanying Wei,* Libin Zhuang, Liang-Xin Ding and Haihui Wang*
We report here a facile and efficient electrodeposition method to

modify inexpensive porous stainless-steel nets for use as substrates in

the in situ growth of metal–organic framework membranes, such as

ZIF-8, ZIF-67 and HKUST-1. Using this method, different metal

precursors can be electrodeposited depending on the central metals

required in the target metal–organic frameworks. The inorganic

modifiers prepared by this approach are sufficiently reactive for the

one-step growth of continuousmetal–organic frameworkmembranes;

their reactivity is comparablewith that of organic functional groups. The

procedure is also green and cost-effective, which is promising for use in

large-scale production.
Membrane separation is a promising technology for industrial-
scale separation and purication processes as a result of its low
consumption of energy.1 Metal–organic frameworks (MOFs)
have great potential for use as membranes in separation
processes because their pore size can be tuned and they have
highly designable structures and adsorption properties.2 The
preparation of supported MOF membranes has attracted
increasing attention in separation technology.3 Shekhah et al.4

used a stepwise layer-by-layer (LBL) growth method to prepare
MOF thin lms of HKUST-1 and zeolitic imidazolate framework
8 (ZIF-8) directly on conned surfaces and demonstrated the
potential of the LBL method in the controlled growth of MOF
thin lms on different substrates. They also developed a liquid
phase epitaxy method for the construction of oriented ZIF-8
thin lms on functionalized surfaces5 and paved the way for the
preparation of ZIF-8 thin lms on porous substrates. They also
succeeded in preparing ultra-thin and defect-free ZIF-8
membranes on porous supports for use in gas separation.6

Although various methods have been used to fabricate MOF
membranes, it is still challenging to build a versatile platform
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for the in situ growth of MOF membranes.7 There have been
many reports on the modication of substrates with organic
functional groups prior to the in situ growth ofMOFmembranes.
Caro and coworkers used 3-aminopropyltriethoxysilane as
a covalent linker to grow a series of ZIF membranes (ZIF-22,8

ZIF-90 (ref. 9) and ZIF-95 (ref. 10)). Polydopamine was shown to
be powerful and effective for the fabrication of MOF
membranes, including ZIF-8,11 ZIF-90 (ref. 11) and ZIF-100.12

Many other organic compounds, such as polyethyleneimine,13

poly(methyl methacrylate)14 and polyaniline15 have been used as
reactive linkers to modify substrates.

Inorganic modiers are more environmentally friendly than
organic modiers, however. Qiu and coworkers prepared
Ni-based and Cu-based MOF membranes on nickel nets16 and
copper nets17 via a twin copper source method. Neelakanda
et al.18 used a double zinc source method to manufacture ZIF-8
membranes on a polymeric substrate. Zhang et al.19 grew ZIF-8
membranes on ZnO nanorod modied supports via a hydro-
thermal method. Liu et al.20 used Zn-based layered double
hydroxide buffer layers as surface modiers to provide active
sites for the nucleation of Zn-based MOF crystals for membrane
growth.

There are still some challenges in the development of inor-
ganic modiers, however, which urgently need to be overcome.
The traditional methods for the introduction of inorganic
modiers, such as calcination21 or hydrothermal treatment, are
both complicated and time consuming.19,20 In addition, the
inorganic compounds currently used as modiers are not as
reactive as organic modiers, which makes it difficult to form
continuous MOF membranes.19 Only one kind of inorganic
modier can be used for metal-based MOF membrane growth,
resulting in a lack of versatility and commonality. Therefore it is
desirable to develop a simple and universal strategy to prepare
inorganic surface modiers with excellent reactivity for use in
different kinds of metal-based MOF membranes.

Inspired by electrochemical applications, we developed
a novel electrodeposition-assisted strategy to modify substrates
to give a versatile platform for the in situ growth of various MOF
This journal is © The Royal Society of Chemistry 2017
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Fig. 2 Microstructure images of (a) bare stainless-steel nets and (b)
ZnO nanorods electrodeposited on stainless-steel nets; (c) high
magnification view of ZnO nanorods; (d) top view of as-prepared ZIF-8
membrane; (e) cross-sectional images of ZIF-8 membrane; and (f and
g) cross-sectional EDXS mapping images of ZIF-8 membrane.
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membranes. Electrodeposition has attracted much attention
in the application of electrochemistry.22 As a result of the wide
range of metals available and the accelerated rate of formation
of the metal precursors by the addition of a small current,
electrodeposition can be used as a facile and effective method
of preparing various metal oxides/hydroxides on conductive
substrates.22 We chose stainless-steel nets (SSNs) as the
substrate as they are inexpensive and easily welded. The
preparation concept is shown schematically in Fig. 1. A metal
oxide/hydroxide with a morphology exactly corresponding to
the metal centres of the targeted MOFs is introduced onto the
SSN via electrodeposition. For example, ZnO nanorods,
Co(OH)2 nanosheets and Cu2O nanocubes can be electro-
deposited onto substrates quickly and provide active sites for
the crystallization of Zn–ZIF-8, Co–ZIF-67 and Cu–HKUST-1,
followed by in situ growth to form continuous MOF
membranes.

The SSN substrate had a uniform pore size of 30 � 6 mm, the
microstructure of which is shown in Fig. 2a. The SSN modied
by ZnO nanorods was prepared by immersing the pre-cleaned
SSN into an aqueous mixture containing Zn(NO3)2$6H2O and
NH4NO3 (see ESI†). With the application of a constant current,
the concentration of OH� near the SSN increased due to the
electrolysis of water (eqn (1)) and the precursor of Zn(OH)2 was
initially formed on the substrates as in eqn (2). As a result of the
low stability of Zn(OH)2 under these conditions, it transformed
to ZnO through the dehydration reaction in eqn (3). Fig. 2c
shows that the ZnO nanorods were closely aligned on the
surface of the SSN bres. The pure phase of ZnO was conrmed
by XRD (Fig. S1†). The whole process was environmentally
friendly and uniformmodication was complete within 90 min.

H2O / H+ + OH� (1)

Zn2+ + 2OH� / Zn(OH)2 (2)

Zn(OH)2 / ZnO + H2O (3)
Fig. 1 Schematic illustration of the in situ growth of three different
MOF membranes on supports modified by electrodeposition.

This journal is © The Royal Society of Chemistry 2017
The ZnO nanorods prepared by electrodeposition had
a reactivity comparable with that of commonly used organic
modiers. Thus the SSN modied with ZnO nanorods was used
directly for the in situ growth of ZIF-8 membranes. Fig. 2d and e
show that there were no defects or pinholes in the top view and
cross-sectional images.

Zhang et al.19 have previously reported the preparation of
ZIF-8 membranes on substrates modied with ZnO nanorods,
but the ZnO grown by a seeding procedure under hydrothermal
conditions was not sufficiently reactive and required an addi-
tional step of activation to create nucleation sites on the surface
of the ZnO nanorods. No pre-activation treatment was required
for the ZnO nanorods in our study and well-intergrown ZIF-8
membranes were obtained in only one step within 10 h. The
enhancement in the reactivity of the ZnO nanorods can be
explained by the low synthesis temperature and the presence of
intrinsic defects in the ZnO nanorods arising from the electro-
deposition strategy.

The proposed in situ growth process of ZIF-8 membranes is
shown schematically in Fig. 3. The ZnO nanorods served as
J. Mater. Chem. A, 2017, 5, 1948–1951 | 1949
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Fig. 3 Schematic illustration of proposed process for the in situ
growth of the ZIF-8 membrane.
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sacricial precursors for the in situ nucleation of ZIF-8 crystals
because the ZnO nanorods ultimately disappeared, as shown in
the membrane cross-section image (Fig. 2e) and XRD patterns
(Fig. S1†). At the initial stage, the ZnO nanorods, as amphoteric
oxides, dissolved and released Zn2+ in the weak alkaline reaction
system. Zn2+ and 2-methylimidazole then coordinated immedi-
ately and anchored on the SSN substrates by forming ZIF-8. It is
crucial to balance the reaction rates between the two processes
of Zn2+ release from ZnO nanorods and Zn2+ consumption
during the formation of ZIF-8, otherwise the mismatched reac-
tion rates block the in situ crystallization of ZIF-8 nuclei on the
surface of the substrates. The ZIF-8 crystals at the position of the
ZnO nanorods can be regarded as “in situ seeds” because they
behave as nucleation sites for the subsequent intergrowth of
dense ZIF-8 membranes. The nal XRD patterns of the ZIF-8
membrane (Fig. S1†) matched well with the simulated ZIF-8
crystals, indicating the successful synthesis of pure phase
membranes. By contrast, when unmodied bare SSNs were
used, only loosely distributed ZIF-8 crystals were grown on the
SSN substrates (Fig. S2†), which demonstrates the requirement
for, and advantages of, modication with the ZnO nanorods.

The gas separation performance of the as-synthesized ZIF-8
membrane is shown in Fig. 4. For a 1 : 1 binary gas mixture as
a feed gas at 70 �C and 1 bar, the permeation of H2 was 1.1 �
10�7 mol m�2 s�1 Pa�1, much higher than that of other gases
such as CO2, N2 and CH4, and a clear cut-off was seen. CH4
Fig. 4 (a) Mixed gas permeances of different gases through the ZIF-8 m
kinetic diameter. The inset shows the mixture separation factors. (b) Sta

1950 | J. Mater. Chem. A, 2017, 5, 1948–1951
molecules, with a kinetics diameter (0.38 nm) larger than the
pore size of ZIF-8 (0.34 nm), could also pass through the
membranes due to the exibility of the framework.23 Thus the
separation factors of the H2/CO2, H2/N2 and H2/CH4 gas pairs
were 8.1, 9.6 and 13.6, respectively, much higher than their
corresponding Knudsen coefficients and comparable with those
of many other ZIF-8 membranes (Table S1†).24 The ZIF-8
membrane also showed excellent stability during long-term
operation, even aer series changes in temperature (Fig. 4b).

To check the general application of the strategy by electro-
deposition modication, another two MOF membranes with
different metal centres, including Co–ZIF-67 and Cu–HKUST-1,
were also successfully fabricated using a similar route. The
performance of both membranes were tested in the separation
of different gases.

For the preparation of ZIF-67 membranes, ower-like
Co(OH)2 nanosheets were rst introduced onto the SSNs by
electrodeposition within 40 minutes (Fig. S3b†). In contrast with
the full self-sacrice of ZnO nanorods during ZIF-8 membrane
growth, the Co(OH)2 nanosheets were not completely consumed
(Fig. S3e†). There was still a visible layer of Co(OH)2 with
a thickness of around 3 mmbetween the substrate and the ZIF-67
membrane. The existence of Co(OH)2 buffer layer was conrmed
by energy-dispersive X-ray spectroscopy (EDXS) of the cross-
section of the ZIF-67membrane, where O was only distributed in
the intermediate buffer layer and N was only distributed in the
upper layer of ZIF-67 (Fig. S3f†). However, the modier was still
highly reactive and the in situ growth of the ZIF-67 membrane
was completed in one step without any activation treatment. The
XRD patterns in Fig. S4† further conrm the formation of the
ZIF-67 phase. The ZIF-67 membrane showed an excellent gas
separation performance and the ideal separation factors of H2/
CO2, H2/N2 and H2/CH4 were 8.2, 9.0 and 12.4, respectively, at
room temperature (Fig. S5†).

For the preparation of the HKUST-1 membrane with a central
Cu2+, the electrodepositedmetal precursor of Cu2O in a different
valence state also assisted the in situ growth of the HKUST-1
membrane. The microstructure of the electrodeposited Cu2O
embrane prepared on ZnO-modified SSNs at 70 �C as a function of
bility test of ZIF-8 membranes for H2/CO2 binary gases.

This journal is © The Royal Society of Chemistry 2017
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nanocubes is shown in Fig. S6b† and the pure phase was
conrmed by XRD (Fig. S7†). The SEM images in Fig. S6† show
the successful formation of the HKUST-1 membrane aer in situ
growth and the pure phase was also conrmed by XRD (Fig. S7†).
The as-prepared HKUST-1 membrane was tested for gas sepa-
ration and an ideal separation factor of 9.7 for H2/CO2 was ob-
tained, indicating that the membrane was intact and well grown
(Fig. S8†).

Conclusions

An efficient electrodeposition strategy is proposed for the
introduction of diverse metal clusters into inexpensive SSN
substrates. These metal clusters universally act as inorganic
modiers for the subsequent facile in situ growth of the MOF
membranes. The fast and mild process of modication assisted
by electrodeposition is promising for scaled-up production as
well as low-cost manufacturing. The excellent reactivity of these
metal oxide/hydroxide precursors arising from electrodeposition
plays a vital part in the one-step in situ synthesis of various MOF
membranes. The proposed electrodeposition-assisted strategy
simplies the procedure and can be applied to the preparation of
different kinds of metal-centred MOF membranes.
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