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sylvite flotation from halite by
starvation feeding the collector octadecylamine

Shoujiang Li,a Bo Xu,a Peng Chen,a Yunliang Zhao,*ab Guihua Niea

and Shaoxian Song *b

In order to improve the separation of sylvite and halite in SDIC Xinjiang Lop Nur potash Co. Ltd. (SLNP), in

this work, the flotation kinetics of sylvite and halite under different collector dosages were investigated. It

was observed that the increased speed of halite was much faster than sylvite in terms of flotation rate

with an increase in octadecylamine hydrochloride (ODA) dosage. The reason for the upward floating of

halite explored by SEM-EDS was that sylvite was locked with halite, thus it can float up along with sylvite.

According to the analysis results, a strategy of starvation feeding the collector was employed to increase

the flotation rate difference between sylvite and halite, and consequently improve the separation of

sylvite and halite. It has been demonstrated that starvation feeding the collector is an efficient method

for obtaining high grade sylvite, because it can not only improve the separation of sylvite and halite but

also decrease the consumption of ODA in the flotation process.
1. Introduction

SDIC Xinjiang Lop Nur potash Co. Ltd. (SLNP) is the biggest
K2SO4 production company in the world with a K2SO4 yield of
1.6 million ton per year.1 The K2SO4 of SLNP is obtained by the
conversion of sylvite (KCl) and schoenite (K2SO4$MgSO4$6H2O)
with the addition of water,2 among which sylvite is gained from
a carnallite (KCl$MgCl2$6H2O)/halite (NaCl) mixed crystal
product by a combination process of cold decomposition and
otation.3,4 With regard to the otation process, the main
purpose is to separate sylvite from halite and obtain high grade
sylvite. However, in the production process of SLNP, there is
a serious problem that the Na+ grade (7–9%) in sylvite concen-
trate is much higher than the requirement of 6%, resulting in
mirabilite (Na2SO4$10H2O) being easily generated when the
conversion of sylvite and schoenite to K2SO4 is carried out,5

which seriously decreases the quality of K2SO4. Therefore, in
order to improve the quality of K2SO4, the separation of sylvite
and halite urgently needs to be improved in SLNP.

However, there are only a few methods for improving the
separation of sylvite and halite at present. The quality of sylvite
concentrate can be improved by controlling the decomposition
process of carnallite, based on the quaternary diagram of the
NaCl–KCl–MgCl2–H2O system.6,7 However, the decomposition
process of carnallite is hard to control, because it is inuenced
easily by many factors such as temperature and the amount of
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mother liquor (K+ saturated but Mg2+ unsaturated solution).
Wang et al.8 showed that the grade of sylvite concentrate in
Qinghai Avic Resources Company was improved by a combina-
tion process of de-brining and washing to remove the magne-
sium chloride and halite particles in sylvite concentrate.
Although the performance of this method is good, it greatly
increases the cost of production. Moreover, this process needs
a large amount of fresh water, but the Lop Nur region is one of
the driest regions in the world, thus it is inapplicable to remove
halite from sylvite concentrate with the washing process in
SLNP. Those methods only focus on the decomposition and
washing process to improve the quality of sylvite concentrate
without any other investigations on the otation process.

As a ow that can obtain a high grade product, due to its high
selectivity with a decrease in dosage, a starvation fed reagent is
oen applied to separate particles with similar oatability.9 In
this study, we paid more attention to the otation process, and
attempted to improve the separation of sylvite and halite with
a strategy of starvation feeding the collector, due to some of the
halite particles having a similar oatability to sylvite. The objec-
tives were to investigate the otation behavior of the sylvite and
halite particles with different ODA dosages through otation
kinetic experiments and the reason for the upward oating of
halite and the feasibility of improving the separation of sylvite
and halite through a strategy of starvation feeding the collector.
2. Experimental
2.1 Materials

A sample of carnallite aer cold decomposition was obtained
from SDIC Xinjiang Lop Nur potash Co. Ltd., China. In order to
This journal is © The Royal Society of Chemistry 2018
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Fig. 1 XRD results of carnallite after cold decomposition.
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ensure that the physical and chemical properties of the sample
were unchanged, the sample was pretreated by vacuum ltrating
on a rotary vacuum lter (SHB-III, Shanghai Kang Road Equip-
ment Co., Ltd.). The XRD analysis results of the sample are pre-
sented in Fig. 1. It is clear that the main mineral compositions of
this sample are halite (NaCl), sylvite (KCl), kainite (KCl$MgSO4-
$3H2O), and astrakanite (Na2SO4$MgSO4$4H2O).
Table 1 The Na+ and K+ distributions in different size fractions

Size Fraction (mm) Yield (%)
Cumulative
yield (%)

>0.42 29.61 29.61
0.42–0.25 20.32 49.93
0.25–0.15 15.54 65.47
0.15–0.104 9.85 75.32
0.104–0.074 8.93 84.25
<0.074 15.75 100.00
Total 100.00 —

Fig. 2 The flotation flowsheet of sylvite: (a) current flotation flowsheet

This journal is © The Royal Society of Chemistry 2018
The particle size distribution of the sample was obtained
using a conventional wet sieving method with alcohol as the
medium. The Na+ and K+ distributions in different size frac-
tions in terms of the sample are presented in Table 1. It can be
seen that the particle sizes of the sample were relatively coarse
since the samples with a particle size more than 0.15 mm
account for 65%. The K+ grade increased remarkably with
a decrease in particle size. However, the Na+ grade rstly clim-
bed up and then declined and the distribution of Na+ possessed
the same tendency. The impurities of halite were distributed
dispersedly in each of the size fractions, which made it
impossible for us to adopt sieve pretreatment or classication
before feeding ore to the otation process.

Octadecylamine hydrochloride (ODA) which was used as
collector in this research was supplied by Sichuan Tianyu fat
chemical Co., Ltd. A 2 wt% dispersion of ODA was prepared by
melting ODA by heating at 70 �C, then it was mixed with
a certain amount of diluted HCl solution with a molar ratio of
2 : 1.10,11 Moreover, in order to maintain the dispersion stability
of ODA, the ODA solution was kept in a thermostat water bath
(HH-4D, Shanghai Leiyin Scientic Instrument Co., Ltd.) at
70 �C. Terpenic oil which was used in this work was purchased
from Dongying Shengdou Oil Co., Ltd. Hydrochloric acid (HCl,
36%) and all of the other reagents used in this work were of
analytical grade and purchased from Sinopharm Chemical
Reagent Co., Ltd (China).
Grade (%) Distribution (%)

Na+ K+ Na+ K+

5.50 8.18 18.18 14.88
9.16 14.92 20.78 18.64

11.18 16.58 19.39 15.84
15.24 20.77 16.75 12.57
14.13 24.94 14.09 13.69
6.15 25.19 10.81 24.39
8.96 16.27 100.00 100.00

in SLNP; (b) flotation flowsheet of starvation feeding the collector.

RSC Adv., 2018, 8, 24182–24187 | 24183

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/c8ra04166k


RSC Advances Paper

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

3 
Ju

ly
 2

01
8.

 D
ow

nl
oa

de
d 

on
 1

1/
14

/2
02

5 
4:

10
:2

8 
A

M
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online
2.2 Flotation experiments

Batch otation tests were conducted in an XFD 500 cm3 labo-
ratory otation machine (Wuhan Prospecting Machinery
Factory, China) at pH 6. The owsheet of the otation kinetic
test based on the current otation owsheet in SLNP is shown
in Fig. 2a. For each experiment, 200 g of sample and 514 g of
saturated solution were lled into the otation cell, and the
impeller rotation was kept constant at 2000 rpm. Subsequently,
ODA was added and the mixture was stirred for 2 min. Then,
terpenic oil was added and the mixture was stirred for 2 min.
Finally, the concentrate was removed from the top of the
otation cell every 2 s with a gas lled volume of 800 mL min�1,
and collected at 0.5, 1, 1.5, 2, 3, 4 and 7 min. The otation
owsheet of starvation feeding the collector is shown in Fig. 2b,
and the operating process of the owsheet is the same as the
current otation owsheet in SLNP.
2.3 Characterization

The mineral composition of the sample was determined using
the X-ray diffraction technique (D-MAX2500/PC, Japan), and the
2q of the sample was swept from 10� to 60�.

A JSM-IT300 scanning electron microscope built by Japan
Electronics Co., Ltd. and equipped with an energy dispersive X-
ray spectrometer (X-MAX50, UK) was used to determine the
mineral composition of the concentrate, and observe the micro-
morphology of the mineral particles.
Fig. 3 The recovery of sylvite (a) and halite (b) as a function of flotation
time with different ODA dosages.
3. Results and discussion

Fig. 3 illustrates the recovery of sylvite and halite as a function
of otation time with different ODA dosages. It can be seen that
the recovery of both sylvite and halite signicantly increases
with an increase in ODA dosage for every otation period,
indicating that the otation rates of both sylvite and halite
markedly rise along with the increase in ODA dosage. Moreover,
the rate ratios of the recovery curve for both sylvite and halite
progressively increase with an increase in ODA dosage, which
also demonstrates that the otation rate of sylvite and halite
would rise with the increase in ODA dosage. This result suggests
that ODA dosage has a signicant inuence on the otation rate
of sylvite and halite.

The froth otation was used for separating valuable minerals
from their associated gangue,12 which could be considered as
a time-rate recovery process.13 Flotation kinetic models are
oen used to investigate the otation results and to estimate
the effects of some parameters such as reagent dosages and
operating conditions.14 In order to investigate the change in
otation rate of sylvite and halite with different ODA dosages in
detail, 5 common otation kinetic models were employed in
this study. According to the tting results, it was found that the
otation kinetic results of sylvite and halite were well-described
by themodied Kelsall model (eqn (1))10,15 and the Second-order
model with a rectangular distribution of otabilities (eqn
(2)),16–18 respectively

3 ¼ 3N � 31Ne�k1t � 32Ne�k2t (1)
24184 | RSC Adv., 2018, 8, 24182–24187
3 ¼ 3N[1 � ln(1 + kt)/kt] (2)

where 3 is the otation recovery (%) at time t; 3N is the
maximum theoretical recovery (%); k is the otation rate
constant of halite (min�1). The sylvite particles were divided
into two parts in the modied Kelsall model: easy-oating and
hard-oating sylvite. Thus 31N and k1 are the maximal recovery
and otation rate of easy-oating sylvite, respectively; 32N and k2
are the maximal recovery and otation rate constants of hard-
oating sylvite, respectively.

According to the parameters of the otation kinetics model
for the recovery of sylvite (Table 2) and halite (Table 3), the
otation rate constant of sylvite and halite as a function of ODA
dosage is illustrated in Fig. 4. It shows that the otation rate
constant of easy-oating sylvite gradually increases with an
increase in ODA dosage until it reaches 70 g t�1 and then it
attens out, and the otation rate constant of hard-oating
sylvite increases slowly, whereas the otation rate constant of
halite progressively increases. Furthermore, the otation rate
constant of halite was smaller than both easy-oating and hard-
This journal is © The Royal Society of Chemistry 2018
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Table 2 Fitting parameters of the flotation kinetics model for the recovery of sylvite with different ODA dosages

ODA dosage (g t�1) 3N (%) 31N (%) k1 (min�1) 32N (%) k2 (min�1) R2

25 85.81 9.243 1.633 76.567 0.314 0.999
55 91.072 58.783 2.314 32.289 0.440 0.999
85 91.024 66.360 2.416 24.664 0.554 0.999

Table 3 Fitting parameters of the flotation kinetics model for the
recovery of halite with different ODA dosages

ODA dosage (g t�1) 3N (%) k (min�1) R2

25 65.372 0.236 0.986
55 69.546 1.005 0.991
85 72.045 1.461 0.994

Fig. 4 The flotation rate constant of sylvite and halite as a function of
ODA dosage.

Fig. 5 The mineral composition and micro-morphology of the concent

This journal is © The Royal Society of Chemistry 2018
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oating sylvite at a low ODA dosage, but the otation rate
constant of halite increased to a level between easy-oating and
hard-oating sylvite with an increase in ODA dosage. These
results suggest that increasing the ODA dosage can signicantly
improve the otation rate of both sylvite and halite. Moreover,
the incremental speed of halite was much faster than sylvite in
terms of otation rate with an increase in ODA dosage,
observably enhancing the content of Na+ in sylvite concentrate.
Thence, increasing the ODA dosage greatly harmed the ability to
obtain high-grade sylvite in the otation process.

As an interfacial water structure maker, halite particles can’t
be collected by ODA in theory as a result of the hydration shell of
the halite surface,19–21 whereas the Na+ content of the concen-
trate was relatively high in the batch experiments. In order to
analyze the reason why halite particles can be oated in the
batch experiments, SEM-EDS was utilized in this study. The
mineral composition and micro-morphology of the concentrate
are shown in Fig. 5. It can be seen that the particle size distri-
bution of the concentrate was relatively wide from 10 mm to 70
mm. Moreover, the white particles were locked by the gray
particles. According to the analysis results of EDS, it can be
determined that the white particles were sylvite and the gray
particles were halite. Consequently, on the basis of SEM-EDS
analysis and interfacial water structure theory, it was judged
that the part of halite particles can be oated to concentrate,
due primarily to the locking of sylvite and halite, making the
halite particles locked with sylvite oat upward.

Based on the analysis results of the otation kinetics and
SEM-EDS, a schematic diagram was utilized to intuitively
rate.

RSC Adv., 2018, 8, 24182–24187 | 24185
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Fig. 6 The flotation behavior of sylvite and halite particles at different ODA dosages: (a) lowODA dosage; (b) mediumODA dosage; (c) high ODA
dosage.
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demonstrate the otation behavior of the sylvite and halite
particles at different ODA dosages, which is presented in Fig. 6.
According to the interfacial water structure theory, molecular
ODA can only be adsorbed to the sylvite surface.22 It can be seen
that only the particles dominated by sylvite can be oated
upward at a low ODA dosage, leading to a big difference in
otation rate between sylvite and halite and thus obtaining
a high grade concentrate. However, the amount of molecular
ODA adsorbed on the sylvite surface gradually increased with an
increase in ODA dosage, leading to more and more halite
oating upward along with unliberated sylvite, then the differ-
ence in otation rate markedly decreased between sylvite and
halite and caused a high Na+ grade in the sylvite concentrate.
Thus, a high ODA dosage is detrimental to the availability of
a high-grade sylvite concentrate.

Although sylvite locked with halite was the primary reason
for the high Na+ grade in the sylvite concentrate, grinding
mills can’t be utilized to improve the liberation degree of raw
ore, because both sylvite and halite are soluble salts whose
physicochemical properties may change by inputting kinetic
energy.23 Therefore, reducing the halite grade in sylvite
concentrate by changing the otation process was attempted.
Furthermore, a novel otation owsheet with a strategy of
starvation feeding the collector including two stages was
proposed, in which we didn’t require a high recovery of
24186 | RSC Adv., 2018, 8, 24182–24187
sylvite at once. In the rst stage, a low ODA dosage was used
to obtain a high-grade concentrate due to the big difference
in otation rate between sylvite and halite. In the second
stage, ODA was added again to improve the recovery of
sylvite.

The proposed otation owsheet was compared with the
current otation owsheet of SLNP in terms of the otation
results, which are illustrated in Fig. 7. It can be seen that
compared with the current otation owsheet in SLNP, an Na+
Fig. 7 The flotation results of sylvite with different flowsheets.

This journal is © The Royal Society of Chemistry 2018
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grade of 8.28 in the concentrate decreased to 5.62 in the
proposed owsheet, observably improving the separation of
sylvite and halite. Furthermore, although the sylvite recovery of
the proposed owsheet was a little lower than that of the current
owsheet, the total consumption of ODA in the proposed
owsheet was 40 g t�1, which was less than half of the ODA in
the current otation owsheet. In the proposed owsheet, the
particles dominated by sylvite with a strong oatability can be
oated at the rst stage, and thus those particles will not
continue to consume ODA. These results indicate that the novel
owsheet with the strategy of starvation feeding the collector
can not only improve the separation of sylvite and halite but
also decreased the consumption of ODA compared with the
current otation owsheet in SLNP.
4. Conclusions

The otation rate difference between sylvite and halite
decreased with an increase in the collector dosage, leading to
a high Na+ grade in the sylvite concentrate. It has been found
that sylvite locked with halite is the primary reason for the
upward oating of halite according to otation kinetic tests and
SEM-EDS analysis. A novel otation owsheet with a strategy of
starvation feeding the collector was proposed to increase the
otation rate difference between sylvite and halite, which is an
effective method to decrease the Na+ content in the sylvite
concentrate. Compared with the current otation owsheet in
SLNP, it can not only improve the separation of sylvite and
halite but also decrease the consumption of ODA in the ota-
tion process.
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