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Despite its benefits, the extraction of rare earths (REEs) from chloride solutions with neutral or basic

extractants is not efficient, so that separation is currently carried out by using acidic extractants. This

work aims to improve this process by replacing the conventional molecular diluents in the organic phase

by ionic liquids (ILs) which contain coordinating anions. The extraction of La(III), Ce(III) and Pr(III) from

concentrated chloride solutions was tested with a quaternary ammonium and a phosphonium nitrate IL

extractant. Dissolution of a trialkylphosphine oxide neutral extractant (Cyanex 923) in the nitrate ILs

changed the preference of the organic phase from lighter to heavier REE and increased the overall

extraction efficiency and the loading capacity of the organic phase. An increase of the CaCl2
concentration in the feed solution resulted in higher extraction efficiencies, due to a lower activity of

water and hence to a poorer hydration of the REE ions. In that respect, chloride ions were not

coordinating to the REE ion after extraction from concentrated chloride solutions. To achieve selectivity,

one should fine-tune the loading by varying the CaCl2 and/or Cyanex 923 concentrations. Adjustment of

the CaCl2 concentration in the feed and stripping solutions is essential for the separation of mixtures of

REE. However, and unlike in the case of acidic extractants, no control of equilibrium pH is required. The

split-anion extraction offers the possibility to separate mixtures of REEs in different groups without

having to change the chloride feed solution. It leads to safer and environmentally friendlier extraction

processes by (1) using solvents that are not volatile, not flammable and do no accumulate static

electricity, (2) consuming no acids or alkali, (3) easy stripping with water and (4) avoidance to create

nitrate-containing effluents.
1 Introduction

The group of rare-earth elements (REEs) comprises the 15
lanthanides together with scandium (Sc) and yttrium (Y). In
nature, the REEs occur together in the same ores. Lanthanum
(La) and especially cerium (Ce) are themost abundant REEs, but
they are used in relatively few applications. On the contrary, the
other REEs are scarcer, while their demand is constantly
growing, particularly that of neodymium (Nd) because of its use
in permanent magnets.1,2 Thus, the demand for the different
REEs is not according to their availability. This contributes to
the so-called balance problem, which is the challenge to keep
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the production and the demand of individual REEs in equilib-
rium over time.3 As a consequence, La and Ce are produced in
relatively large excess, with, being a key step in the production
of REE concentrates, their separation from the other REEs.

Themost important technique for the separation of mixtures
of REEs in industry is solvent extraction.4 In solvent extraction,
a REE-containing feed solution is intensively mixed with an
immiscible organic phase. Aer phase disengagement, the
organic phase selectively extracts the target metal ions, leaving
the other metal ions in the raffinate. Co-extracted metal ions are
subsequently removed from the loaded organic phase by
a scrubbing stage, aer which the target metal ions are stripped
and thereaer the organic phase is regenerated. Full separation
is achieved by many extraction, scrubbing and stripping stages.
Conventional solvent extraction uses molecular organic
solvents, which have a chance of igniting due to a spark aer
static electricity build-up. Furthermore, REE solvent extraction
processes consume signicant volumes of acid and alkali when
using acidic extractants, or generates nitrate-containing waste
water when extracting from nitrate aqueous feed solution with
neutral and basic extractants. On the other hand, neutral and
This journal is © The Royal Society of Chemistry 2018
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basic extractants have the advantages that no pH control is
required, consumption of acid and alkali is low, stripping can
easily be done by water and gel formation in the organic phase
is largely prevented. However, the extraction efficiencies of REE
from chloride feed solutions with neutral and basic extractants
are typically quite low, thus requiring the use of nitrate feed
solutions.

Recently, a novel solvent extraction approach called split-
anion extraction, was introduced to allow efficient extraction
of REEs from chloride medium with basic extractants, by
replacing the molecular organic solvents by ionic liquids.5 Ionic
liquids (ILs) are solvents that consist entirely of ions, in general
a polyatomic organic cation and an inorganic or organic anion.
ILs might offer an alternative to conventional organic solvents
such as kerosene, because of their negligible vapour pressure
(low volatility), very low ammability, little accumulation of
static electricity and high chemical stability.6–10 Thus, using ILs
leads to safer and greener extraction processes.11 In split-anion
extraction, different anions are present in the aqueous and
organic phases, and metal extraction occurs through ion
complexation instead of (an)ion exchange. The anions of the IL
in the organic phase form stable complexes with the REE and
prefer to stay in the organic phase, while the anions in the
aqueous phase are highly hydrated and have a strong affinity to
stay in the aqueous phase.

During the processing of REE concentrates, it is common
practice to obtain two different REE solutions: a high value
solution containing Pr(III) and the heavier REE, and another one
consisting of La(III) and Ce(III). The latter can be applied in car
exhaust catalysts, uid cracking catalysts (FCC) and nickel
metal hydride (NiMH) batteries. Despite its importance, the
separation of La(III) and Ce(III) from the rest of REE has oen
been neglected. The objective of this work is to optimize the
separation of Pr(III) from La(III) + Ce(III), in chloride aqueous
solutions by split-anion extraction. For that purpose, simulated
leachates from a REE ore deposit and nitrate ionic liquids were
used. The performance of two ILs, tricaprylmethylammonium
nitrate (Aliquat 336 nitrate, abbreviated to [A336][NO3]) and
trihexyl(tetradecyl)phosphonium nitrate (Cyphos IL 101 nitrate,
abbreviated to [C101][NO3]) is evaluated, with and without the
addition of the neutral extractants.
2 Experimental materials and
methods
2.1 Chemicals and materials

Hydrochloric acid (HCl, 37% in water), ethylene glycol (99.9%),
Triton™ X-100 ($99.0%) and praseodymium(III) chloride
hexahydrate (PrCl3$6H2O 99.9%) were purchased from Acros
Organics (Geel, Belgium), nitric acid (HNO3, 67% in water) from
Sigma-Aldrich (Diegem, Belgium), sodium hydroxide pellets
(NaOH, ACS grade) and absolute ethanol from VWR Interna-
tional Chemicals (Leuven, Belgium), lanthanum(III) chloride
heptahydrate (LaCl3$7H2O, 99.99%), cerium(III) chloride hep-
tahydrate (CeCl3$7H2O, 99.9%) and tri-n-butylphosphate (TBP,
99%) from Alfa Aesar (Karlsruhe, Germany) and calcium
This journal is © The Royal Society of Chemistry 2018
chloride dihydrate (CaCl2$2H2O, >99.5%) and potassium nitrate
(KNO3, 99%) were purchased from Chem-Lab (Zedelgem, Bel-
gium). Cyphos IL 101 (97.7% trihexyl(tetradecyl)phosphonium
chloride) and Cyanex 923 (93%, a mixture of four tri-
alkylphosphine oxides, mainly dioctylhexylphosphine oxide
(42%) and dihexyloctylphosphine oxide (31%)) were obtained
from Cytec Industries (Ontario, Canada) and Aliquat 336 (88.2–
90.6% quaternary compounds, mixture of methyltrioctyl,
predominant and methyltridecylammonium chlorides, manu-
factured by BASF) was purchased from Sigma-Aldrich (Diegem,
Belgium). All chemicals were used as received without any
further purication. Single-element ICP aqueous standard
solutions (1000 mg L�1 of neodymium and samarium in 2–5%
HNO3) were obtained from Chem-Lab (Zedelgem, Belgium).
Ultrapure water (deionized to a resistivity of 18.2 MU cm at 25
�C) was prepared with a Sartorius Arium Pro ultrapure water
system.

A CaCl2 stock solution (5 mol L�1) was made by dissolving
CaCl2$2H2O in ultrapure water. Four aqueous REE stock solu-
tions were also prepared in ultrapure water and acidied with
a drop of 37 wt% HCl solution to avoid hydrolysis of the REE
ions. The rst REE solution (solution A) was made by dissolving
a mixture of 0.3 mol L�1 (40 g L�1) of metal ions in total,
specically La(III), Ce(III) and Pr(III) chlorides in an ion mass
ratio of 29, 63 and 8%, respectively. This composition was
chosen to simulate a pregnant leach solution (PLS) obtained
aer HCl leaching of a REE concentrate produced from the
eudialyte deposit of the Norra Kärr in Sweden.12,13 The aqueous
feed solutions for the extraction tests were prepared by mixing
the CaCl2 stock solution and solution A to achieve a nal CaCl2
concentration between 1 and 4 mol L�1 and a total metal
concentration between 0.05–0.3 mol L�1 (7 and 40 g L�1). In
some cases, ethylene glycol (between 10 and 50 v%) was also
added. The other three aqueous REE stock solutions contained
3.26 mol L�1 CaCl2 plus an individually dissolved REE chloride:
47.2 g L�1 La(III) (solution B), 50.8 g L�1 Ce(III) (solution C) and
47.0 g L�1 Pr(III) (solution D). These single-element REE–CaCl2
aqueous solutions were used as prepared to study the effect of
the volume ratio of Cy923/[C101][NO3] on the loading of the
organic phase and the nature of the REE complex extracted to
the organic phase. The aqueous solutions used for the recovery
of metals from the loaded organic phases (stripping agents),
consisted of water with different concentrations of CaCl2 (from
0 to 5 mol L�1 of CaCl2).

The ionic liquids employed in the organic phases were the
nitrate forms derived from tricaprylmethylammonium chloride
(trade name: Aliquat 336, abbreviated to [A336][Cl]) and tri-
hexyl(tetradecyl)phosphonium chloride (trade name: Cyphos IL
101, abbreviated to [C101][Cl]). Cyphos IL 101 and Aliquat 336
conveniently have safety and technical information, good
characterization and established extraction mechanism.12–18

Aliquat 336 is a well-known basic extractant that is used diluted
in molecular diluents and for REE extraction from nitrate
and thiocyanate aqueous media.17 However, it is not oen
used as pure IL or as diluent, neither for extraction from chlo-
ride solutions, like in this work.15 Both nitrate ionic liquids
[A336][NO3] and [C101][NO3] were synthesized by a metathesis
RSC Adv., 2018, 8, 34754–34763 | 34755
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reaction from the above chloride ILs. The metathesis was per-
formed by three contacts with fresh 2.5 mol L�1 KNO3 solution
at a phase volume ratio ionic liquid-to-aqueous of 1 : 1 (100 mL
each phase). Excess ions were removed by washing three times
with dilute HNO3 (pH 3–4) in a 1 : 1 phase ratio.5 The success of
the metathesis reaction was checked by measuring the potas-
sium and chloride content in the prepared ILs with TXRF. To
decrease the viscosity, and to avoid phase volume changes in
solvent extraction and REE hydrolysis; the nitrate ILs were pre-
saturated with slightly acidic water (pH 3–4). ILs with cations
containing several long alkyl chains have in general low toxicity
due to the low solubility in water and difficult uptake through
the cell membrane due to the absence of surfactant proper-
ties.19–22 The nitrate ion is known to have a low toxicity. The ILs
considered in this study have no uorinated anions, moderate
viscosity, and no cation exchange with the aqueous phase
during extraction. Their long alkyl chains provide high hydro-
phobicity, low losses to the aqueous solutions and fast disen-
gagement time; all desirable characteristics for solvent
extraction. Additionally, compared to other ILs, [C101][NO3]
and [A336][NO3] are liquids at room temperature, hydrophobic,
relatively cheap and good diluents for other extractants. As
a result, these ILs are good candidates for replacing the organic
diluents commonly used in solvent extraction processes.14,23–28

The solvent of the extractions tests consisted of the above
mentioned ionic liquids, with or without a neutral extractant.
Two neutral extractants were investigated: tri-n-butylphosphate
(TBP) and a commercial mixture of trialkylphosphine oxides
(trade name: Cyanex 923, abbreviated to Cy923). The working
organic solutions used for the stripping tests (loaded organic
phase), consisted of 20 v% Cy923 in [C101][NO3] loaded with 30 g
L�1 of REE (1.8 g L�1 La(III), 9.1 g L�1 Ce(III) and 20.3 g L�1 Pr(III)).
2.2 Methods and analyses

The split-anion extraction study was carried out by varying
different parameters: initial pH, water : ethylene glycol ratio,
REE and CaCl2 concentrations in the aqueous feed solution; the
type of IL, the type and amount of neutral extractant in the
organic phase, and the temperature. The experiments were
performed in 4 mL glass vials with 1 mL of each phase, unless
otherwise stated. The samples were shaken horizontally in
a Nemus Life TMS-200 turbo thermoshaker (50 �C, 2500 rpm,
for 45 min, unless otherwise stated), followed by centrifuging in
a Heraeus Labofuge 200 (3500 rpm, 5 min) to accelerate the
phase disengagement. The bottom aqueous phase was sepa-
rated from the upper IL phase by a needle syringe. Samples were
taken from both the IL and aqueous phases for analysis of the
concentration of metal ions with a benchtop TXRF spectrometer
(Bruker S2 Picofox). The TXRF samples were prepared by dilu-
tion and addition of an optimum internal standard, for coun-
teracting matrix effects.29 The dilution was performed with 5 v%
TritonX-100 in water in the case of aqueous samples, and with
ethanol absolute in the case of organic samples, until the ana-
lyte had an expected concentration of 50 mg L�1. One or two
specic internal standards were added in a concentration close
to the one expected for the analyte.30 Nd and Sm were chosen as
34756 | RSC Adv., 2018, 8, 34754–34763
preferred internal standard for La, Ce and Pr, as the energy of
their X-ray uorescence lines are close to the analyte lines.

The extraction data are displayed in terms of the distribution
ratio (D), percentage extraction (E) and separation factor (a).
The distribution ratio (D) is the ratio of the concentration of the
element in the two different phases at equilibrium:

DA ¼ ½A�0; aq � ½A�eq; aq
½A�eq; aq

� Vaq

VIL

¼ ½A�eq; IL
½A�eq; aq

� Vaq

VIL

(1)

where [A] represents the concentration of an element A, V is the
volume of a phase and subscripts 0, aq, eq and IL denote initial
time, aqueous phase, equilibrium time and IL phase,
respectively.

The percentage extraction (E) expresses the proportion of an
element moving from one phase to the other:

EA ¼ DA

DA þ Vaq

VIL

� 100 ¼ ½A�eq;ILVIL

½A�eq;ILVIL þ ½A�eq;aqVaq

� 100 (2)

At a phase volume ratio (VIL/Vaq) of unity, eqn (2) can be
simplied into:

EA ¼ ½A�eq;IL
½A�eq;IL þ ½A�eq;aq

� 100 (3)

In this paper, the efficiency is preferably expressed in terms
of E instead of D, since the former is less sensitive to changes in
the extraction parameters. For example, at equal phase ratio,
when the D value varies from 500 to 1000, the E changes only
from 99.8% to 99.9% (eqn (2)).

The separation factor is used to compare the extractability
between two elements (aAB) or group of elements
(aA+BC ), distributed from one to another phase. This factor a is
the equilibrium constant of the exchange reaction of the
elements between the two immiscible phases (eqn (4)).

aA
B ¼ DA

DB

¼ ½A�IL½B�aq
½A�aq½B�IL

or

aAþB
C ¼ DA þDB

DC

¼ ½A�IL½B�aq½C�aq þ ½A�aq½B�IL½C�aq
½A�aq½B�aq½C�IL

(4)

where all parameters represent data at equilibrium time.
The percentage stripping (S) was used to describe the

recovery of the elements from the loaded organic phase (eqn
(5)).

SA ¼ ½A�eq;aqVaq

½A�lo;ILVIL

� 100 ¼ ½A�eq;aqVaq

½A�eq;ILVIL þ ½A�eq;aqVaq

� 100 (5)

where subscript lo, denotes loaded organic (the initial organic
feed) before stripping.

At a phase volume ratio (VIL/Vaq) of unity, eqn (5) can be
simplied into eqn (6):

SA ¼ ½A�eq;aq
½A�eq;IL þ ½A�eq;aq

� 100 (6)
This journal is © The Royal Society of Chemistry 2018
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Fig. 1 (a) Extraction of La ( ), Ce ( ) and Pr ( ), and (b) separation
factors of aPrLa ( ) and aPrCe ( ), after one contact with [C101][NO3] and
[A336][NO3] at 50 �C, 3000 rpm, O/A 1 : 1. Chloride feed solution: 3.4,
9.3 and 1.2 g L�1 of La(III), Ce(III) and Pr(III), 4 mol L�1 CaCl2.
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The loading of the organic phase as a function of the volume
ratio of Cy923/[C101][NO3] was tested with the feed solution B, C
and D (Section 2.1), in 15 mL centrifuge tubes. Four consecutive
contact steps of the same organic phase with fresh new feed
solution and at phase volume ratio organic-to-aqueous 1 : 1
(except the last one at 1 : 2.85) were performed in a Thermo
Scientic MaxQ™ 2000 benchtop orbital shaker (8 h, RT, 300
rpm). The REE content in the samples aer each contact was
measured via TXRF for calculating the extension of the metal
loading in the organic phases at each step (eqn (S1)†).

The speciation in the loaded organic phases was investigated
using Extended X-ray Absorption Fine Structure (EXAFS) and X-
ray Absorption Near Edge Structure (XANES), on the Dutch-
Belgian Beamline (DUBBLE, BM26A) at the European Synchro-
tron Radiation Facility (ESRF) in Grenoble (France). Absorption
spectra in the region of the lanthanum, cerium and praseo-
dymium K-edges (38.925, 40.443, 41.991 keV, respectively) were
collected. The full experimental description can be found in the
ESI (Section SI 5†). The obtained data on the degeneracies and
path lengths were used to elucidate the chemical speciation of
the extracted REE complexes as a function of the volume ratio of
Cy923/[C101][NO3].

The pH of aqueous samples was controlled by a Slimtrode
(Hamilton) pH-electrode connected to a S220 SevenCompact™
pH/Ion meter (Mettler–Toledo). Viscosities and densities of
selected IL phases before and aer extraction tests were deter-
mined using a rolling-ball viscometer (Anton Paar Lovis 2000 M/
ME) and a pycnometer or an oscillating U-tube densitometer
(Anton Paar, DMA 4500 ME).

3 Results and discussion
3.1 Extraction tests using an organic phase composed
entirely of an IL

Extraction tests from chloride feed solutions to a nitrate IL
(named organic or IL phase) were performed. The feed solutions
were prepared from the 5 mol L�1 solution of CaCl2 and the
solution A and contained between 1 and 4 mol L�1 of CaCl2 and
between 7 and 40 g L�1 of La(III) + Ce(III) + Pr(III) (Section 2.1).
CaCl2 was used as salting-out agent to accelerate the phase
separation aer solvent extraction. The presence of ions
promote the cohesion between hydrophobic particles due to van
der Waals interactions, which would enhance the disengage-
ment between the hydrophilic feed solution and the hydro-
phobic IL during the settling. Ca2+ and Cl� ions have a relatively
high charge density, providing a high hydration mantle and
therefore a high hydrophilicity (Hofmeister series and hard/so
acids/bases ranking).

The REE were extracted well by both ionic liquids [C101][NO3]
and [A336][NO3] (Fig. 1a). The extraction behaviour of La(III) was
similar to that of Pr(III) and lower than the one of Ce(III), in
agreement with results reported before.5 On the other hand, other
studies showed that when [A336][NO3] was diluted in mixed
xylenes (molecular diluent), the distribution of La(III) in the organic
phase was higher than that of Ce(III).31,32 This might be due to the
formation of different REE complexes as the concentration of the
extractant [A336][NO3] differed.24,26 [C101][NO3] had a slightly
This journal is © The Royal Society of Chemistry 2018
higher extraction capacity, less solubility in water and lower
separation factors than [A336][NO3] (Fig. 1). In the case of [A336]
[NO3], emulsions were formed, even at low loadings of REE in the
IL (0.8 g L�1) and at high concentrations of the CaCl2 (4mol L�1) in
the feed solution; showing poor phase disengagement aer
reaching the extraction equilibrium. The shorter octyl chains on
the quaternary ammonium centre of [A336][NO3] compared to the
tetradecyl chain on the quaternary phosphonium centre of [C101]
[NO3] leaded to a higher miscibility with the aqueous feed solution
and enhanced emulsion formation.33With both ILs, the separation
factors of Pr from La (aPrLa) and of Pr from Ce (aPrCe), were low
(Fig. 1b). This is common for consecutive REE in the periodic table,
with values typically ranging between 1 and 3.5,16,34–40

Secondly, the effect of the temperature, initial pH and
chloride concentration were examined with [C101][NO3] as the
organic phase. The salting-out agent CaCl2 was now also used
for modifying the chloride concentration, because its 2 : 1
chloride/cation mole ratio and its high solubility constant. At
80 �C, the extraction of the REE remained similar as at 50 �C,
although Pr(III) showed lower extraction, suggesting that the
change in enthalpy is negative, and heat is released (Fig. 2).
Previous studies reported that the extraction of mixed or single
REE, with neutral organophosphorus extractants by nitrato
complexes decreases when increasing the temperature, showing
to be an exothermic reaction.36,41–45 However, as the metal-
loaded ILs have higher viscosities than conventional loaded
organic phases, temperatures above 35 �C are needed to lower
the viscosity enough for having a fast enough mass transfer and
kinetics of the extraction.

The initial pH of the feed solution did not show a clear effect
on the extraction of REE at the studied concentrations.
However, these ILs can extract mineral acids as molecules,
which has a negative impact on the extraction of metal ions.
Therefore, very acidic feed solutions should be avoided.5,46
RSC Adv., 2018, 8, 34754–34763 | 34757
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Fig. 2 Extraction (a) and distribution ratios (b) of La ( ), Ce ( ) and Pr
( ), and separation factors of aLaPr ( ) and aCePr ( ) (c) after one contact
with [C101][NO3], at 3000 rpm, volume O/A 1 : 1. Chloride feed solu-
tion: 3.4, 9.3 and 1.2 g L�1 of La(III), Ce(III) and Pr(III). Initial pH 0.08,
4 mol L�1 CaCl2 and 50 �C, except where noted.

Fig. 3 (a) Extraction of La ( ), Ce ( ) and Pr ( ), and (b) separation
factors of aLaPr ( ) and aCePr ( ), from different chloride feed solutions:
14 g L�1 REE (left) and 2.5 mol L�1 CaCl2 (right). Pure [C101][NO3],
3000 rpm, volume O/A 1 : 1.
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The extraction of REEs was most affected by the concentra-
tion of chloride ions in the aqueous phase. Aer extraction, the
amount of REE loaded in [C101][NO3] sharply increased from
0.8, to 6.0 and to 12.6 g L�1, when CaCl2 went from 1, to 2 and to
4mol L�1 (Fig. 2). The increase inmetal extraction by increasing
the concentration of the chloride salting-out agent is well
known in metal ions that can easily form chloro complexes
(Zn(II), Fe(III), Co(II), Pd(II) and Au(III)).46,47 However, REE chloro
complexes have very low stability constants in water.48 In these
experiments, adding CaCl2 most likely decreases the activity of
water and probably also decreases the number of water mole-
cules coordinated to the REE ions. Thus, the stability of the
hydrated REE aquo complexes in the aqueous phase decreases,
which would in turn increase their availability for extraction to
the organic phase, resulting in higher E (%).49 Regarding the
selectivity, the adjustment of the concentration of CaCl2 in the
feed solution is essential to improve the separation of mixtures
of REEs. The extraction with pure [C101][NO3] showed the
highest values of aLaPr and aCePr at intermediate E (%), which
corresponds to an intermediate CaCl2 concentration
(2 mol L�1).

Finally, a solution with a low concentration of REEs was
compared to a solution containing a high concentration of REEs
using [C101][NO3] as the organic phase. The feed solutions
contained 7 and 35 g L�1 of REE and an intermediate CaCl2
concentration of 2.5 mol L�1. As expected, the percentage
extraction of REE was lower with the high initial REE content
than with 7 g L�1 REE. However, the separation factors were
higher when the concentration of REEs in the feed solution was
high (Fig. 3). Therefore, concentrated REE feed solutions are
preferred and, to counteract the extraction decrease that brings
with it, more CaCl2 could be added (Fig. 2a). To optimize the
separation, it is advisable to work with feed solutions where the
34758 | RSC Adv., 2018, 8, 34754–34763
concentration of the target REE is close to the maximum
loading of the IL phase and at medium CaCl2 concentrations, so
that the overall REEs percentage extraction is not below 20% or
above 90%.
3.2 Extraction tests using an organic phase composed of
mixtures of a neutral extractant and an IL

The effect of dissolving neutral extractants in the IL phase and
ethylene glycol in the aqueous phase was studied. The aqueous
feed solutions used here were the same used in Section 3.1. Tri-
n-butyl phosphate (TBP) and Cyanex 923 (Cy923) were chosen
because they are the most frequently used neutral extractants
for REE extraction from nitrate media.12,13,15,36,50–53 However, in
the present study, these extractants were applied for extraction
from chloride aqueous media and dissolved in the ILs.23 The
results showed that the extraction of REE from feed solutions of
7 g L�1 of REE and 2 mol L�1 of CaCl2 with [C101][NO3] and
[A336][NO3] was not affected by the presence of TBP in both ILs.
When increasing the TBP from 1 to 20 v%, the extraction
remained constant z24%, and the separation factors aLaPr and
aPrCe were low, close to 1 (Section SI 1 and Fig. S1†). On the other
hand, addition of Cy923 to the ILs increased the extraction
efficiencies considerably (Fig. 4a). This is due to the strong
Lewis acid–base interaction between the REEs and Cy923.
Cy923 has a greater Lewis basicity than TBP. Phosphine oxides
are molecules with a high Gutmann donor number, so that they
are hard Lewis bases, which strongly interact with the REEs.

Regarding the selectivity, the separation trend of Pr(III) from
La(III) + Ce(III) followed a bell-shaped curve with a maximum
around 10 v% of Cy923 (0.25 mol L�1) in the ILs (1.53 mol L�1)
(Fig. 4b). The content of Cy923 in the IL should be high enough
to extract considerable amounts of REEs, until an optimum
value. Beyond that value, the selectivity was lost due to lack of
competition between the extractable REE complexes because of
the excess of extractant. Thus, at equal phase volume ratios, if
This journal is © The Royal Society of Chemistry 2018
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Fig. 4 (a) Extraction of La ( ), Ce ( ) and Pr ( ), and (b) separation factors
of aPrLa ( ) and aPrCe ( ) after one contact with different Cy923 concen-
trations in [A336][NO3] (left) and in [C101][NO3] (right), at 70–80 �C,
3000 rpm, volume O/A 1 : 1. Chloride feed solution: 2.0, 4.4 and 0.6 g
L�1 of La(III), Ce(III) and Pr(III), 2 mol L�1 CaCl2. Distribution ratios from 0.3
till 15 and from 0.2 till 9 for [A336][NO3] and [C101][NO3], respectively.
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the REEs concentration increases, the concentration of Cy923
should increase to keep the selectivity towards the heaviest REE
(Section S2, Fig. S2†).

A second observed effect of Cy923 is that the extraction
sequence of the lanthanides follows the order La(III) < Ce(III) <
Pr(III), which means that the E (%) increases with increase in
atomic number. Cy923 forms more stable complexes with the
heavier REE (higher atomic number), since these have greater
Lewis acidity and charge density due to the small ionic radii,
high oxidation state and hindered polarization. Such a positive
extraction sequence is preferable when the objective is to extract
heavier REEs. When no Cy923 molecules are present, the lighter
REEs (lower atomic number and greater hydration) are prefer-
ably extracted.

A third favourable effect of Cy923 is the improvement of the
physical properties of the IL phase by addition of Cy923. In that
sense, Cy923 acted both as an extractant and a modier. Cy923
decreased the viscosity of the organic phase (Fig. 5) and
Fig. 5 Viscosity as a function of the temperature and the organic
phase composition: (1) pure Cy923, (2) 20 v% Cy923 in [C101][NO3], (3)
pure [C101][NO3] and (4) after loading 39 g L�1 of REE in 20 v% Cy923
in [C101][NO3].

This journal is © The Royal Society of Chemistry 2018
enhanced the disengagement of both phases. No emulsions
were formed when [A336][NO3] was mixed with Cy923, as
opposed to the extraction tests initially performed with pure
[A336][NO3] (Section 3.1).

As discussed above, the extraction of REEs from aqueous
solutions is facilitated by decreasing the water content, since
REEs are highly hydrated in the aqueous phase. This was previ-
ously achieved by dissolving CaCl2 in the feed solution. Alterna-
tively, an organic solvent immiscible with the IL phase could be
used, for example ethylene glycol (EG). When part of the water in
the feed solution is replaced by EG, the extraction efficiency
increased. However, the effect is less pronounced that the effect
of the addition of Cy923 to the IL phase or CaCl2 to the aqueous
phase (Fig. 6, and S3†). Thismight be due to the smaller decrease
in water activity by addition of neutral EG molecules than when
increasing the ionic strength by addition of CaCl2. Furthermore,
the use of EG decreased the selectivity, as the separation factors
decreased with an increase in EG concentration (Fig. 6). Even
when varying the concentrations of CaCl2, the extractability and
selectivity of the system [EG-chloride-aqueous phase]/[Cyanex-
nitrate-IL phase] did not substantially improve (Fig. S3 le and
Table S1†). Thus, depending on the nature of the molecules
substituting the water molecules, the solvation properties,
attraction and association between REE and extractants mole-
cules differ. The poorer selectivity with EG in the aqueous phase
may be due to the lower difference in polarity between the
aqueous and the organic phases.

Aer extraction, the REE can easily be recovered from the
loaded organic phase by water. In only one stripping stage; 93,
78 and 81% of La(III), Ce(III) and Pr(III) were stripped from
a loaded organic phase composed of 20 v% Cy923/[C101][NO3],
with concentrations in the strip liquor of 1.7, 7.1 and 16.5 g L�1,
respectively.
3.3 Loading capacities of organic phases composed of
[C101][NO3] and/or Cy923

As indicated before, an amount of the target REE in the feed-
aqueous phase equivalent to the loading capacity of the IL-
Fig. 6 (a) Extraction of La ( ), Ce ( ) and Pr ( ), and (b) separation
factors of aPrLa ( ) and aPrCe ( ) as a function of ethylene glycol (EG) in the
feed solution. One contact with (1) 10 wt% Cy923 in [A336][NO3], (2)
10 wt% Cy923 in [C101][NO3] and (3) pure [C101][NO3]. At 80 �C,
3000 rpm, volume O/A 1 : 1. Chloride feed solution: 1.7, 4.0, 0.6 g L�1

of La(III), Ce(III) and Pr(III), 2 mol L�1 CaCl2.

RSC Adv., 2018, 8, 34754–34763 | 34759
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organic phase, is needed to enhance selectivity thanks to the
competition between REE to form complexes. At equal phase
volume ratios, this competitive complex formation depends on
the CaCl2 and REE concentrations relative to the loading
capacity of the IL phase. The CaCl2 concentration affects mostly
the selectivity, the REE concentration inuences the percentage
extraction, and the composition of the organic phase (Cy923/IL
volume ratio) determines the loading capacity of the IL phase.
The loading was studied as a function of the Cy923 content in
the IL phase, with three single REE solutions of La(III), Ce(III)
and Pr(III), containing 3.26 mol L�1 CaCl2 (solution B, C and D)
as directed in Section 2.2. The results show that the loading
capacity increased with increasing the Cy923 content (Fig. 7).
The maximum value was reached with 75 v% of Cy923,
remaining constant at higher concentration of the extractant
(Fig. 7). Loading with La, Ce and Pr was very similar, with
slightly higher values for Ce and Pr, especially at higher Cy923
concentration (Fig. 7). The determination of the loading
capacity of the organic phase is explained in the Section S4,†
and can be calculated through eqn (S2) and Table S3.†

To maximise the selectivity, one should select the organic
phase having a loading capacity similar to the amount of the
easiest extractable REE in the feed. This affinity changes from
light REE (LREE) preferentially extracted when Cy923 is absent,
to heavy REE (HREE, Y and Sc) when Cy923 is present. The fact
that the lowest loading capacity belongs to the system that
preferentially extracts LREE and the highest loading capacity to
the one that preferentially extract HREE is unfortunate, since
LREE are generally present in ores in much greater quantity
than HREE. For instance, typical PLSs from steenstrupine have
50–110 g L�1 of LREE versus 1–3 g L�1 of HREE, and typical PLSs
from eudialyte have 20–40–110 g L�1 of LREE versus 3–5–7 g L�1

of HREE.54 This means that for extracting the LREE with the
[C101][NO3] system, a lot of CaCl2 should be dissolved in the
PLS (within the limitation of its solubility product) to avoid
diluted stripping liquors and numerous owing back cycles of
Fig. 7 Fitting polynomial curves to loading capacities (LC) data points
of different mixtures of Cy923 and [C101][NO3] with La ( ), Ce ( ) and
Pr ( ) after the fourth contact with solutions B, C and D. Consecutive
contacts at 1 : 1, 1 : 1, 1 : 1 and 1 : 2.85 O/A, 3.26 mol L�1 CaCl2, RT,
300 rpm, 8 h.

34760 | RSC Adv., 2018, 8, 34754–34763
raffinate to the extraction stage. In the case of extracting the
HREE with the Cy923/[C101][NO3] system, working at low
volume ratios of O/A phases is convenient to avoid the co-
extraction of the far more abundant LREE.

Overall, the separation factors in Section 3.1 and 3.2 were
between 1 and 4. In the case of pure [C101][NO3], the highest
aLa+CePr was achieved at the minimumCaCl2 concentration where
the maximum extraction was reached (2 mol L�1 CaCl2 in feed
solutions of 14 g L�1 of REEs). In the case of mixtures of Cy923/
[C101][NO3], the highest aPrLa+Ce was attained at the minimum
Cy923 concentration where the maximum extraction was
reached. Specically, 10 v% Cy923 was the case for a feed
solution of 7 g L�1 of REEs in 2 mol L�1 CaCl2, while 20 v%
Cy923 was the case for a feed of 40 g L�1 of REEs in 2 mol L�1

CaCl2. These separation values are noteworthy since neigh-
bouring REEs in the periodic table are the most difficult to
separate, compared to more distant REEs, especially in chloride
solutions with neutral extractants, due to similarities in chem-
ical and complexation properties. Currently, in the case of
nitrate solutions with neutral extractants, the selectivity
between neighbouring REEs is not large enough to be of prac-
tical use for separations. In the case of acidic (alkylphosphoric)
extractants, i.e., the extractants with the highest selectivity
between the REE used in industry today, the mean separation
factor is between 2.4–3.0.
3.4 Speciation of the REE in the [C101][NO3] and Cy923/
[C101][NO3] organic phases

XANES and EXAFS studies were performed to know the nature
of the complexes of La, Ce and Pr aer split-anion extraction in
the different organic phases (Table S4†). EXAFS was used to
determine the structure of the REE complexes, thanks to the
provided information on the degeneracies and half path
lengths, regarding the position of neighbouring atoms. Giving
complementary information, XANES was also used because it is
very sensitive to coordination changes and helped to discrimi-
nate different species present. Unlike the path lengths which
are determined very accurately with EXAFS, the degeneracies
have a considerable error, which is why they were not taken as
exact values. Because of the noisy data and multi-electron
excitation, the data analysis was not straightforward (Section
SI 6†).

The samples studied consisted of mixtures of Cy923 and
[C101][NO3] in volume proportions of 0/100, 25/75, 50/50, 75/25
and 100/0 (Table S4†). The results conrmed that different
species were formed, depending on the composition of the
organic phase (Section SI 6†). The type of organic phase inu-
enced the absorbance, the bandwidth and the position of the
absorption maximum (Fig. 8). In general, no isosbestic points
appeared in the region of 50 eV aer the edge, conrming that
the REE were extracted in different predominant species, by
each organic phase. Increments in Cy923/[C101][NO3] volume
ratio shied the edge to higher energy denoting different
species, which are summarized in Table 1. The transition
between different species (change in speciation), when
increasing the ratio Cy923/[C101][NO3], is gradual. Thus, other
This journal is © The Royal Society of Chemistry 2018
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Fig. 8 Normalized XANES spectra of the (a) lanthanum and (b) cerium
K-edges at increasing Cy923/[C101][NO3] volume ratio from 0/100 till
100/0 (grey arrow).

Paper RSC Advances

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

0 
O

ct
ob

er
 2

01
8.

 D
ow

nl
oa

de
d 

on
 1

2/
4/

20
25

 3
:4

7:
37

 P
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
minor complexes may accompany the main complex, coexisting
together at that certain organic composition.

Firstly, when [C101][NO3] comprised the total organic phase,
it was found that La(III) and Ce(III) were extracted from
concentrated chloride aqueous media as hydrated cationic
complexes, i.e. [La(H2O)x]

3+ and [Ce(H2O)x]
3+ (Section S6.1,

Fig. S6, Fig. S7 and Table S5†). These complexes are probably
stabilized by nitrate anions in the outer coordination sphere:
[(Ln(H2O)x)–(NO3)y]

3�y. This could explain the long bond
distances found between the La–O and Ce–O compared to the
ones in water reported by Persson et al.55 Although the EXAFS
analysis showed that 7 water molecules are coordinated to La(III)
and 9 water molecules for Ce(III), these values are uncertain
Table 1 Lanthanide species found in different loaded organic phase com

Legend v/v Cy923/[C101][NO3]

0/100 (NO3,aq)

0/100

25/75

50/50

75/25

100/0

a : organic sample obtained aer extraction from concentrated nitrate
chloride aqueous solutions. Ln: La, Ce or Pr. x: probably smaller than
[NO3

�] molecules in the outer sphere.

This journal is © The Royal Society of Chemistry 2018
because they are strongly correlated to the data isolation and to
different tting parameters such as the Debye–Waller factor and
the amplitude reduction factor (S0); what severely affects their
resolution and accuracy.56 In general, the small lanthanide ions
(Yb(III), Lu(III)) form 8-coordinate aqua complexes and the large
ones (La(III), Ce(III)) form 9-coordinate complexes, with both
coordination numbers possible in the middle of the lanthanide
series.57 However, these coordination numbers of the aqua
molecules may vary with the ionic strength and concentration of
the solution. Therefore, the complexes in the IL solutions are
denoted as [La(H2O)x]

3+ and [Ce(H2O)x]
3+ and may have

a smaller � number than in diluted aqueous solutions (without
CaCl2). No evidence of nitrato complexes of La(III) or Ce(III) was
found by the EXAFS analyses. However, these complexes are
highly stable and did appear aer extraction from nitrate
aqueous media (Fig. S8†) and aer split-anion extraction of Sm
or Eu from chloride aqueous media.58

Secondly, when Cy923 composed the whole organic phase,
La(III) and Pr(III) were extracted from concentrated chloride
aqueous media via neutral chloride complexes with Cy923,
specically LaCl3$3Cy923 and PrCl3$3Cy923 (Section S6.2,
Fig. S9, Fig. S10 and Table S6†) similar to the RECl3$2.5Cy923
extracted species reported by Lee et al.37

Thirdly, when [C101][NO3] and Cy923 were mixed in
equal volume proportion (1.61 : 1 molar ratio); Ce(III) was
extracted from concentrated chloride aqueous media mainly via
a neutral nitrate complex solvated by Cy923, represented as
Ce(NO3)3$3Cy923 (Section S6.3, Fig. S12 and Table S7†). This
species is the most commonly observed lanthanide complex
extracted by trialkylphosphine oxides from nitrate solutions32,51

and similar to the RE(NO3)3$2Cy923 reported in other
works.44,45,50 Thus, the IL not only acts as a diluent for the
extractant but also as a nitrate source for the formation of
a REE-nitrato complexes from a chloride, nitrate free, feed
solution. The cerium-anion paths Ce–O, Ce–N and Ce–P,
showed shorter bond distances than in the crystal structure of
tris(nitrato)-tris(triethylphosphine oxide)–cerium(III)59 and rela-
tively high Debye-Waller factors. Therefore, other minor species
might also be present, such as [Ce(H2O)x]

3+ (formed when
extracting with [C101][NO3]) and CeCl3$3Cy923 (formed when
extracting with Cy923), which were not possible to identify in
positions (Fig. 8)a

Major species Minor species

[Ln(NO3)5]
2�

[(Ln(H2O)x)–(NO3)y]
3�y

[Ln(H2O)x]
3+ Ln(NO3)3$3Cy923

Ln(NO3)3$3Cy923 [Ln (H2O)x]
3+

Ln(NO3)3$3Cy923 LnCl3$3Cy923

LnCl3$3Cy923

aqueous solutions (NO3,aq). The rest were obtained from concentrated
7–9, and possibly a lower gure for LREE than for HREE. y: gure of

RSC Adv., 2018, 8, 34754–34763 | 34761
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the analysis because of their low concentration compared to the
main complex formed.

Finally, the data from 25/75 and 75/25 v/v mixtures of Cy923/
[C101][NO3] were of an insufficient quality to enable solving the
EXAFS and therefore no complexes could be determined by
curve tting to a theoretical standard model with the soware.
However, their main species in the lanthanum-loaded organic
phase, may be the same as in the case of 0/100 and 50/50,
respectively, because of the largely linear superposition of the
X-ray absorption spectra 0/100 over 25/75, and especially of 50/
50 over 75/25 (Fig. 8a). In all cases, only the chloride ions
required to maintain electrical neutrality were extracted to the
organic phase. Here, the EXAFS measurements did not nd
chlorides coordinating to the REE ion in its rst/inner coordi-
nation sphere. However, anionic REE-chloro complexes in
extractants of the type of [A336][Cl], were previously reported,
aer extraction from concentrated chloride aqueous
media.48,60,61

The separation of REE with neutral and basic extractants are
based on the differences in the complex formation constants
between the REE cations, the coordinating anion and the
extractant.62 The more efficient extraction of La(III) and Ce(III)
than Pr(III) by a solvent composed entirely of [C101][NO3] is
related to the faster and easier formation of hydrated complexes
by La(III) and Ce(III), compared to Pr(III). The preferential
extraction of Pr(III) (lower ionic radius than La(III) and Ce(III)) by
a mixture of Cy923 in [C101][NO3], go along with that the
distribution ratios of REE increase with decreasing ionic radii
for RE(NO3)3$3Cy923 complexes.45,51

4 Conclusions

Split-anion extraction allows to recover REE from acidic chlo-
ride leaching solutions which supplements the conventional
solvent extraction procedures. This process uses ILs to replace
the molecular diluent, and also provide nitrate anions for
extracting the REE-(aquo or Cy923)-nitrato complexes from
a chloride feed solution, free of nitrate ions. REE chlorides are
not extracted because they are weak inner sphere ligands and
cannot compensate for the high hydration energy of the REE
ions. As opposed to the extraction with TBP in the ILs, Cy923 in
the ILs affects the extraction greatly. On the one hand, the
extraction preference changed from lighter to heavier REE. On
the other hand, it increased the overall extraction efficiency and
the loading capacity of the organic phase. The extraction of light
REE by the IL was through ion pairs of the hydrated REE cation
stabilized by nitrates in the outer sphere. The extraction of light
REE by 50 v% Cy923 in the IL was through REE nitrate salts
solvated by Cy923 (1 : 3 stoichiometry). The transfer of the
cation or neutral REE complexes to the (IL) organic phase is
boosted by high CaCl2 concentrations in the feed solution, as
the high charge density of these ions decreases the hydration of
the REE. Replacing part of the water by EG showed minor
increments on the extraction efficiencies and decreased the
separation factors. The separation factors of La and Ce, from Pr
(IL system) and of Pr, from La and Ce (Cy923/IL system) were
between 1 and 4.5. Higher values are difficult to achieve due to
34762 | RSC Adv., 2018, 8, 34754–34763
the similarities between the extractable REE complexes.
Nevertheless, the results are well positioned with regards to the
mean separation factor of the currently used REE extractants
(2.4–3). Split-anion extraction has the advantages of no need for
pH control, lower acid/alkali consumption, cheaper operating
costs and easier stripping and waste water treatment than acidic
extractants. Conversely, split-anion extraction is dependent on
the REEs concentration in the aqueous phase and the loading of
the organic phase. Thus, it requires optimization of CaCl2 and
REEs concentrations in the feed solution related to the loading
capacity of the organic phase, in order to attain the separation
of mixtures of REEs, based on competitive complex formation.
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