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A series of dysprosium(i) metallocenium salts, [Dy(Cp™™R),][B(CesFs)4] (R = H (1), Me (2), Et (3), iPr (4), was
synthesized by reaction of Dyls with the corresponding known NaCp'™™R (R = H, iPr) and novel NaCp™®
(R = Me, Et) salts at high temperature, followed by iodide abstraction with [H(SiEtz),][B(CgFs)4l. Variation of
the substituents in this series results in substantial changes in molecular structure, with more sterically-
encumbering cyclopentadienyl ligands promoting longer Dy—C distances and larger Cp—Dy—-Cp angles.
Dc and ac magnetic susceptibility data reveal that these structural changes have a considerable impact
on the magnetic relaxation behavior and operating temperature of each compound. In particular, the
magnetic relaxation barrier increases as the Dy-C distance decreases and the Cp-Dy-Cp angle
increases. An overall 45 K increase in the magnetic blocking temperature is observed across the series,
with compounds 2—-4 exhibiting the highest 100 s blocking temperatures yet reported for a single-
molecule magnet. Compound 2 possesses the highest operating temperature of the series with a 100 s
blocking temperature of 62 K. Concomitant increases in the effective relaxation barrier and the

Received st September 2018 maximum magnetic hysteresis temperature are observed, with 2 displaying a barrier of 1468 cm™t
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open magnetic hysteresis as high as 72 K at a sweep rate of 3.1 mT s~1. Magneto-structural correlations
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are discussed with the goal of guiding the synthesis of future high operating temperature Dy

rsc.li/chemical-science metallocenium single-molecule magnets.

operating temperature is typically defined by the magnetic
blocking temperature (7,)—the temperature at which the
magnetic relaxation time, 7, is equal to 100 seconds—or, less
quantitatively, by the maximum temperature at which magnetic
hysteresis is observed.>? Many of the most significant advances
in increasing T}, for single-molecule magnets have been made
with lanthanide-based systems, as the large anisotropies of the
4f elements can be exploited to achieve unparalleled thermal
barriers to magnetic relaxation.® In particular, strongly-coupled,
multinuclear lanthanide complexes have dominated efforts to

Introduction

Single-molecule magnets show potential in spin-based
computing and information storage, but such applications are
currently precluded by low operating temperatures." The
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maximize operating temperature, as the giant-spin ground
states of these molecules can suppress rapid through-barrier
magnetic relaxation processes that often preclude magnetic
hysteresis.*

Recently, the Dy™ metallocenium salt [Dy(Cp™),][B(CeFs)a]
(Cp™ = 1,2,4-tri(tert-butyl)cyclopentadienyl) was reported to
show magnetic hysteresis at temperatures up to 60 K, as
observed using a sweep rate of 2.2 mT s ',° a substantial
increase over the previous record of 28 K.* Significantly, this
molecule represents an outlier in its class: while the majority of
mononuclear single-molecule magnets show only waist-

This journal is © The Royal Society of Chemistry 2018
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constricted magnetic hysteresis and little or no remanent
magnetization due to quantum tunneling of the magnetiza-
tion,® [Dy(Cp™),]" retains polarization at zero field and high
temperatures.” Magnetic and computational studies suggest
that the impressive magnetic properties of [Dy(Cp'™),]" arise
from its unique coordination environment—in particular, the
rigid n’-cyclopentadienyl ligands constrain metal-ligand
vibrational modes, thereby reducing pathways for through-
barrier relaxation.”” This represents a new approach to
limiting through-barrier magnetic relaxation and enabling
higher operating temperatures. It is thus essential to develop
a deeper understanding of how structure influences the
magnetic properties of [Dy(Cp~),]* complexes in order to
determine how coordination environment can be tuned to
further increase operating temperatures.®

The design of mononuclear 4f-element single-molecule
magnets can be guided by a simple electrostatic model that
compares the shape of lanthanide M; electron distributions to
the crystal field.® A number of studies of mononuclear, Ds-
symmetric complexes with strongly-donating axial ligands have
demonstrated the validity of this qualitative approach, with
molecules in this class possessing thermal barriers to magnetic
relaxation as large as 1260 cm ™~ .**¥ Importantly, the electrostatic
model provides a rationale for the high anisotropy engendered by
the axial cyclopentadienyl ligands in [Dy(Cp™),]" and outlines
a clear route for improvement. Increasing the Cp-Dy-Cp angle of
this bent metallocene from 152.56(7)° toward 180° and short-
ening the Dy-Cp bond distances should increase the axiality of
the crystal field, leading to larger thermal barriers to magnetic
relaxation and higher potential operating temperatures.

Equally important in the design of new [Dy(Cp~),]" mole-
cules are the metal-ligand vibrational modes. Phonons—
vibrational modes of the lattice that couple to the electronic
states of a molecule—provide the necessary energy for magnetic
relaxation'® and determine viable relaxation processes at a given
temperature. Computational studies indicate that high-
temperature magnetic relaxation in [Dy(Cp™),]" is induced by
Cp-H bending modes,” leading to the suggestion that
substituting the hydrogen positions in this molecule with rigid
functional groups could result in more constrained vibrations,
further slowing magnetic relaxation and resulting in magnetic
hysteresis at higher temperatures.

Herein, we report a series of Dy metallocenium cation salts,
[Dy(CP™™ ), ]B(CeFs)a] (R = H (1), Me (2), Et (3), iPr (4)), in
which subtle variation of the substituents on the cyclo-
pentadienyl rings produces molecules with a large range of Dy-
C distances and Cp-Dy-Cp angles. This series includes Dy
metallocenium salts of two new cyclopentadienyl ligands,
Cp™™® (R = Me, Et). By varying the substituents, it is also
possible to tune the metal-ligand vibrational modes in these
complexes. Modifications result in a record high thermal
barrier to magnetic relaxation (U.g) of 1468 cm™ " and a record
high 100 s magnetic blocking temperature of 62 K for the
methyl-substituted complex, 2. A careful comparison of the
structural and magnetic properties in this series elucidates
important design principles for the synthesis of further new
Dy™ metallocenium single-molecule magnets.

This journal is © The Royal Society of Chemistry 2018

View Article Online

Chemical Science

Experimental
General procedures

All manipulations were performed using Schlenk or glovebox
techniques under an atmosphere of purified argon with
rigorous exclusion of water and oxygen. All solvents were
purchased from Sigma-Aldrich as anhydrous grade in Sure/
Seal™ bottles, purged for several hours with purified argon and
stored over activated 3 A molecular sieves in an argon filled
glovebox. A solution of LiAlH, (1.0 M in Et,0) was purchased
from Sigma-Aldrich and used as received. Anhydrous LnX; (Ln
=Dy, Y; X = Cl, I) were purchased from Alfa Aesar as Ultra Dry™
grade reagents and used as received. The halide abstraction
reagent, [H(SiEt;),][B(CsFs)s], was prepared freshly before use
via a reported method.* The salt NaCp™™ was synthesized via
a literature route'* and dried under vacuum to remove traces of
THF. Tetraisopropylfulvene and methyl-substituted tetraiso-
propylfulvene were prepared according to the literature'* and
recrystallized several times from anhydrous ethanol at —70 °C.
The obtained fulvenes were assayed via GC-MS, and purities of
86% and 85% were found for tetraisopropylfulvene and methyl-
substituted tetraisopropylfulvene, respectively. The main
impurity in both cases was a mixture of tetraisopropylcyclo-
pentadiene isomers. The salt NaCp™™ was obtained from
methyl-substituted tetraisopropylfulvene in two steps via
a combination of literature methods'>"* with modifications
detailed below. Methyl-substituted tetraisopropylfulvene was
initially converted to the Li" salt of pentaisopropylcyclopenta-
diene by the method of Dezember et al.*> and hydrolyzed in situ
by careful addition of H,O to give free pentaisopropylcyclo-
pentadiene after extraction into Et,O and solvent removal. The
resulting compound was deprotonated using excess NaNH,, (1.2
equiv.) in refluxing THF with the aid of sonication via a known
method.”® The salt NaCp™™ was extracted from the crude
material (mostly a mixture of NaCp™™ and NaCp'*™) with
benzene and the solvent removed under vacuum. The off-white
solid was dried under vacuum at 100 °C for 2 h to remove
coordinated THF, washed with pentane, and dried under
vacuum at room temperature to give pure NaCp'*™ as a white
powder. GC-MS experiments were performed using a Thermo
Scientific Exactive GC-MS (Orbitrap) with a Thermo Scientific
Trace 1310 GC using a TG-5SILMS column. NMR spectra were
recorded on a Bruker Avance 300 MHz or 500 MHz spectrometer
and internally referenced to the residual solvent signals. FT-IR
spectra were recorded on a Perkin Elmer Avatar Spectrum 400
FTIR Spectrometer equipped with an attenuated total reflec-
tance (ATR) attachment. Elemental analyses (C, H, N) were
performed by the Microanalytical Facility at the University of
California, Berkeley using a Perkin-Elmer 2400 Series II
combustion analyzer. Metals analyses (Dy, Y) were performed
on a Thermo Fisher Scientific iCAP 6300 Inductively Coupled
Plasma-Atomic Emission Spectrometer (ICP-AES). Magnetic
susceptibility measurements were collected using a Quantum
Design MPMS2 SQUID magnetometer; additional details
including description of magnetic measurements, sample
preparation, and data fitting are included in the ESL{

Chem. Sci,, 2018, 9, 8492-8503 | 8493
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Synthesis of compounds

iPraMe

Synthesis of NaCp . Tetraisopropylfulvene (1.00 g, 4.05
mmol) (86% pure by GC-MS) and Et,O (40 mL) were combined
in a 100 mL Schlenk flask to produce a bright orange solution.
The solution was cooled to 0 °C and 1.0 M LiAlH, in Et,O (12.1
mL, 12.1 mmol) was added all at once via syringe. The reaction
flask was allowed to warm to room temperature and stirred for
20 h. At this point, the initial orange solution had been replaced
with a grayish suspension and solvent was removed under
vacuum to leave a grayish residue. This residue was slurried in
30 mL pentane for 30 min, filtered and washed with 2 x 15 mL
pentane to leave a white/gray powder. The powder was taken up
in 50 mL of Et,0, cooled to 0 °C, and 20 mL of H,O was added
(H,O should be added very slowly at first to prevent excessive
frothing), followed by 20 mL of 1.0 M HCL. This mixture was
stirred vigorously for 30 min and then the layers separated. The
aqueous layer was extracted with 2 x 50 mL of Et,O and the
combined organic fractions were washed with 25 mL of brine,
dried with MgSO,, and the solvent was removed under vacuum
to leave a light yellow oil (0.70 g, 2.8 mmol of HCp™™™¢ tauto-
mers). This oil was combined with NaNH, (0.22 g, 5.60 mmol)
and 20 mL of THF in a 50 mL Schlenk flask equipped with
a reflux condenser. The reaction flask was immersed in a soni-
cation bath filled with H,O at a temperature ranging from 40-
50 °C and sonicated overnight under argon. The flask was
subsequently cooled to room temperature and the solvent was
removed under vacuum to leave a beige residue. This residue
was transferred to an Ar-filled glovebox, re-suspended in 25 mL
of THF, filtered through Celite, and the filter cake was then
washed with additional THF to give an amber filtrate. Solvent
was removed from the filtrate under vacuum and the resulting
off-white solid heated under vacuum at 100 °C for 2 h to remove
coordinated THF. This solid was then slurried in 25 mL
pentane, filtered, washed with additional pentane, and dried
under vacuum at room temperature to give pure NaCp'*™™¢ as
a white powder (0.59 g, 54% yield based on tetraisopro-
pylfulvene). 'H NMR (THF-dg, 500 MHz, 338 K): 6 = 1.24 (d, 12H,
Cp-CH(CHS,),), 1.25 (d, 12H, Cp-CH(CH,),), 2.19 (s, 3H, Cp-
CH3), 3.19 (m, 4H, Cp-CH(CHj),). “C{"H} NMR (THF-dg, 125
MHz, 338 K): 6 = 15.00 (Cp-CH,), 25.37 (Cp-CH(CH3),), 26.19
(Cp-CH(CHj,),), 28.21 (Cp-CH(CHj;),), 28.32 (Cp-CH(CH,),),
104.78 (-C(iPr)-C(Me)-C(iPr)-), 116.60 (-C(iPr)-C(iPr)-C(iPr)-),
118.53 (-C(Me)-C(iPr)-C(iPr)-). Caled for C;gH3z;Na (270.44)
(%): C 79.94, H 11.55; found (%): C 77.94, H 10.32 (low percent
carbon values were obtained across multiple measured
samples).

Synthesis of NaCp . Following the general procedure
outlined above for the synthesis of NaCp'*™™¢ (the quantity of
all solvents was doubled), NaCp*™F* was synthesized from
methyl-substituted tetraisopropylfulvene (3.00 g, 11.5 mmol)
(85% pure by GC-MS) and 1.0 M LiAlH, in Et,O (34.4 mL, 34.4
mmol) to initially give a light yellow oil after quenching with
H,O (40 mL) and 1.0 M HCI (40 mL) (2.1 g, 8.0 mmol of HCp"
PHEL tautomers). This was deprotonated in the same fashion as
NaCp'"™M¢ using NaNH, (0.62 g, 16 mmol). Pure NaCp'"™** was
isolated as a white powder (2.05 g, 63% yield based on methyl-

iPr4Et
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substituted tetraisopropylfulvene). 'H NMR (THF-dg, 500 MHz,
338 K): 6 = 1.02 (t, 3H, Cp-CH,CH;), 1.25 (d, 12H, Cp-
CH(CH,),), 1.26 (d, 12H, Cp-CH(CH;),), 2.56 (q, 2H, Cp-
CH,CH3;), 3.14 (br, 2H, Cp-CH(CHj),), 3.26 (sept, 2H, Cp-
CH(CH3),). "*C{"H} NMR (THF-dg, 125 MHz, 338 K): 6 = 19.79
(Cp-CH,CH}), 21.78 (Cp-CH,CH), 25.78 (Cp-CH(CHj),), 26.12
(Cp-CH(CHj),), 28.14 (br, Cp-CH(CHj,),), 28.51 (Cp-CH(CHs),),
112.76 (-C(iPr)-C(Et)-C(iPr)-), 116.89 (-C(iPr)-C(iPr)-C(iPr)-),
117.79 (-C(Et)-C(iPr)-C(iPr)-). Calcd for C;9H33Na (284.46) (%):
C 80.22, H 11.69; found (%): C 79.91, H 11.66.

Synthesis of [Dy(Cp™*),][B(CeFs)s] (4). Dyl; (0.24 g, 0.44
mmol) and NaCp™™ (0.33 g, 1.10 mmol) were combined in
a 35 mL pressure flask containing a glass-coated magnetic
stirring bar. Toluene (15 mL) was then added, and the reaction
flask was covered in Al foil and heated gradually to 160 °C with
vigorous stirring. After 72 h at 160 °C, the flask was allowed to
cool to room temperature, the reaction mixture was filtered
through Celite, and the pad was washed with additional toluene
(3 x 5mL). Solvent was removed from the filtrate under vacuum
and the residue was then gently heated (50 °C) under vacuum
for 1 h. The residue was taken up in pentane (25 mL), stirred for
0.5 h, filtered through Celite, and the pad washed with addi-
tional pentane (3 x 5 mL). Solvent was removed from the filtrate
under vacuum and the residue was then gently heated (50 °C)
under vacuum for 0.5 h to give crude Dy(Cp*™),I. This was
dissolved with benzene (10 mL) in a 25 mL Schlenk flask
equipped with a Teflon-coated magnetic stirring bar. Under
vigorous stirring at room temperature, a solution of [H(SiEt;),]
[B(CeFs)a] (0.36 g, 0.39 mmol) in benzene (5 mL) was added
dropwise to the Dy(Cp™*™),I solution over 5 min. After stirring
for 72 h at room temperature, solvent was removed from the
reaction mixture under vacuum. The residue was then slurried
with pentane (20 mL) for 0.5 h to yield a powder which was
collected on a medium-porosity fritted filter and washed with
pentane (3 x 10 mL). This solid was dried under vacuum, dis-
solved in dichloromethane (4 mL), filtered with the aid of Celite
through a 0.2 pm porosity PTFE syringe filter, and layered with
pentane (15 mL) in a 20 mL vial. After 48 h at room temperature,
well-formed crystals were obtained, isolated on a medium-
porosity fritted filter, and washed consecutively with pentane
(5 mL), benzene (2 x 5 mL) and pentane (5 mL). The crystalli-
zation was repeated and the twice recrystallized solid was dried
under vacuum to yield 4 as orange needles (0.35 g, 57% yield
based on Dyl;). Caled for Cg4HoBF,oDy (1392.54) (%): C 55.20,
H 5.07, Dy 11.7; found (%): C 55.21, H 4.80, Dy 11.3 (For 4, a 3™
recrystallization was needed to obtain acceptable values).

Synthesis of [Dy(Cp™*™*),][B(C¢Fs5)a] (1). Following the general
procedure used for the synthesis of 4, [Dy(Cp'*™),][B(CeFs).] (1)
was synthesized from Dyl; (0.21 g, 0.39 mmol), NaCp™ (0.25 g,
0.98 mmol) and [H(SiEts),][B(CeFs)s] (0.28 g, 0.31 mmol).
Subsequent crystallizations were carried out over 24 h at room
temperature and 24 h at —35 °C. Compound 1 was obtained as
yellow prisms (0.21 g, 41% yield based on Dyl;). Caled for
CssHsgBF,Dy (1308.38) (%): C 53.24, H 4.47, Dy 12.4; found (%):
C 52.88, H 4.45, Dy 12.8.

Synthesis of [Dy(Cp™*™°),][B(CeFs)s] (2). Following the
general procedure used for the synthesis of 4, [Dy(Cp™™™™°),]

This journal is © The Royal Society of Chemistry 2018
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[B(C6Fs)4] (2) was synthesized from Dyl; (0.20 g, 0.37 mmol),
NaCp™*™™¢ (0.25 g, 0.92 mmol) and [H(SiEt;),][B(CeF5).] (0.27 g,
0.30 mmol). The first crystallization was conducted at —35 °C
and the second at room temperature. Compound 2 was ob-
tained as orange-yellow prisms (0.25 g, 50% yield based on
Dyl;). Caled: CgoHg,BF,oDy (1336.43) (%): C 53.92, H 4.68, Dy
12.2; found (%): C 53.36, H 4.48, Dy 12.6.

Synthesis of [Dy(Cp*™*%),][B(C¢Fs)s] (3). Following the
general procedure used for the synthesis of 4, [Dy(Cp™™F"),]
[B(C6F5)4] (3) was synthesized from Dyl; (0.23 g, 0.42 mmol),
NaCp'"™** (0.30 g, 1.05 mmol) and [H(SiEt;),][B(C4F5)] (0.31 g,
0.34 mmol). Crystallizations were carried out in the same
manner as 4. Compound 3 was obtained as orange-yellow nee-
dles (0.31 g, 54% yield based on Dyl;). Calc. CgyHgsBF20Dy
(1364.49) (%): C 54.58, H 4.88, Dy 11.9; found (%): C 54.05, H
4.68, Dy 12.1.

Results and discussion

In designing this series of complexes, we sought tetra- and
penta-substituted cyclopentadienyl ligands with sufficient steric
bulk to preclude coordination of equatorial ligands, such as
coordinating solvent. We thus targeted the known tetra- and
pentaisopropyl substituted Cp ligands, as well as two new tet-
raisopropyl substituted Cp variants, all of which were obtained
as the sodium salts, NaCp™™™® (R = H, Me, Et, iPr). The tetrai-
sopropyl substituted ligand, NaCp'*™ was synthesized as
previously described by step-wise deprotonation and alkylation
of cyclopentadiene in three steps.'* Although it is possible to
obtain NaCp™™ by further direct alkylation of NaCp™™, the
yield for the final alkylation step is very low, producing mainly
geminally-substituted isomers. Rather, NaCp™™™ was obtained
from NaCp™™ in four steps using the high-yielding fulvene
route.'” The lithium salt acquired initially was hydrolyzed and
then deprotonated with NaNH,, activated by sonication, to give
the desired sodium salt.*®

In order to complete a stepwise series of metallocenium salts
in which the R group in Cp"*™X varies by only one methyl or
methylene group in adjacent members of the series, it was
necessary to synthesize the heretofore unknown tetraisopropyl
substituted Cp ligand salts NaCp™™™® (R = Me, Et). This was
achieved by exploitation of the fulvene route used to prepare
NaCp'*™. Here, tetraisopropylfulvene and methyl-substituted
tetraisopropylfulvene® reacted with excess LiAlH, and were
then hydrolyzed to produce the corresponding cyclopentadiene
isomer mixtures. These were then converted to the sodium salts
NaCp'F™M¢ and NaCp™®* with sonication in the presence of
excess NaNH, (Scheme 1). In all cases, the sodium salts were
preferred for their moderate solubility and ready accessibility as
ether-free compounds, allowing facile workup in subsequent
steps. For example, the lithium salt of Cp™™™ is obtained as the
diethyl etherate and is soluble in pentane,** whereas the sodium
salt can be freed of coordinated THF by heating under vacuum
and is soluble in arenes but insoluble in alkanes.

With the Cp transfer reagents in hand, we turned to the
synthesis of the neutral dysprosium compounds, Dy(Cp™**¥),x
(R=H, Me, Et, iPr) (X = Cl, Br, I). The most common strategy for

This journal is © The Royal Society of Chemistry 2018
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transfer of Cp ligands to Ln™ centers involves the reaction of
MCp* (commonly M = Li, Na, K) with a lanthanide halide. For
Sm, Eu, and Yb, which have relatively stable divalent oxidation
states, the initial reaction can occur between MCp* and Lnl,,
followed by oxidation to obtain the Ln"™ complex; an example of
this approach is the well-known synthesis of SmCp; (Cp* =
pentamethylcyclopentadienyl).**

In many cases, the lanthanide iodide is preferred over the
other halides, especially in the case of very bulky ligand envi-
ronments.” For instance, the reaction of YCp”,X (Cp” = 1,3-
bis(trimethylsilyl)cyclopentadienyl, X = Cl, I) with KCp” in
refluxing toluene to produce YCp”; was most successful when X
= 1. Our own exploratory reactions with YCl; and excess
NaCp™*"® (2.2 equiv.) in toluene at 130 °C indicated YCp™*™Cl, as
the dominant product, and thus we opted for DyI; or Dyl;(THF),
as the most promising Dy™ sources. In some cases, the THF
adduct allows for substitutions that are not possible with the
unsolvated precursor, such as in the reaction of YbCp”,I(THF)
with KCp” to form YbCp”;.** Conversely, the presence of THF
can result in unproductive side reactions.” In our hands,
reaction of DyI;(THF); with NaCp™ in toluene at 130 °C
resulted in isolation of THF ring-opened products, as has been
observed previously during attempts to synthesize SmCp; from
the di-substituted Sm™ salt.** Therefore, Dyl; was used in all
subsequent reactions.

In general, Dyl and a Cp transfer reagent NaCp™™™® (R = H,
Me, Et, iPr) (2.5 equiv.) were heated together at 160 °C in toluene
for three days to generate the putative intermediate complexes
Dy(Cp™™®),I (R = H, Me, Et, iPr), which were isolated from
excess ligand and Nal by extraction with pentane (Scheme 2). A
pressure flask was used to obtain the high temperature neces-
sary for complete di-substitution.

Crystallization of Dy(Cp™™¥),I from pentane at low temper-
ature (—35 °C) was largely fruitless owing to the high solubility
of the compounds. Instead, the crude products were used
directly in the subsequent halide abstraction step. The addition
of a sub-stoichiometric quantity (0.8 equiv.) of [H(SiEt;),]
[B(C6Fs)s]—freshly prepared before use'®—to pale yellow
benzene solutions of Dy(Cp'*™®),I (R = H, Me, Et, iPr) resulted
in a rapid color change to a more vibrant color ranging from
yellow to orange. In most cases, yellow-orange powdery to oily
precipitate was also observed, which changed over the course of
several days, typically becoming more solid and increasing in
volume. It is known that reactions involving [SiEt;]" in benzene
are complex, forming biphasic mixtures.”® This may be the
source of the oily precipitates observed initially in some cases. It
was assumed that the initial challenging reaction of DylI; with
NaCp'™™R was not quantitative, therefore a sub-stoichiometric
(versus Dyl;) quantity of [H(SiEt;),][B(CeFs)s] was employed in
the reactions. Here, we wanted to avoid the presence of excess
[SiEt;]" in the reaction mixtures, which can render purification
more difficult. After stirring for several days at room tempera-
ture, the desired Dy metallocene salts [Dy(Cp™™™*®),][B(CeF5)4]
(R=H (1), Me (2), Et (3), iPr (4)) were obtained as crude powders
(Scheme 2) and subsequently recrystallized 2-3 times by layer-
ing dichloromethane solutions of the salts with pentane. In this
way, analytically pure material and crystals suitable for X-ray
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Scheme 1 Synthesis of NaCp™*M® and NaCp™"™t,

diffraction analysis were obtained. After drying under reduced
pressure, compounds 1-4 were obtained as yellow (1), orange-
yellow (2-3) or orange crystals (4) and found to be indefinitely
stable at room temperature under argon; however at ambient
temperatures in air they decay rapidly with an accompanying
color change to green/blue.

To obtain solid-state dilutions of 1-4, it was necessary to
synthesize the diamagnetic Y™ analogues, [Y(Cp™™®),]
[B(CeF5)s] (R = H (Y1), Me (Y2), Et (Y3), iPr (Y4)) (see ESIt for
experimental procedures). Utilizing an analogous route to that
employed for 1-4, YI, was converted to the putative Y(Cp'*™*¥),1
(R = H, Me, Et, iPr) complex by reaction with the appropriate
NaCp'*™® (R = H, Me, Et, iPr) (2.5 equiv.) at high temperature,
followed by iodide abstraction with [H(SiEt;),][B(CeFs)4]
(Scheme 2). The Y™ metallocenium complexes were obtained as
colorless (Y1) to yellow crystals (Y2-Y4) after multiple recrys-
tallizations followed by prolonged drying under vacuum. Like
the Dy"" metallocenes salts, Y1-Y4 are stable under argon at
ambient temperature, but decay rapidly in air as indicated by
the appearance of a green/blue color.

NMR spectra were obtained for the diamagnetic Y™
analogues Y1-Y4 to assess their structural dynamics in solution
(Fig. S15-S26%). Y1 exhibited sharp, fully resolved signals at
25 °C in the "H-NMR spectra. Two methine (-CH(CH3),) septets
and four methyl (-CH(CH;),) doublets were observed, consis-
tent with restricted Cp-iPr bond rotation giving rise to separate
methyl group (inner and outer CH;) environments." At 25 °C,
Y4 displayed somewhat broadened peaks, which sharpened at
—10 °C to three methyl (-CH(CHj3),) doublets (6 = 1.07, 1.66,
1.69) and one methine (-CH(CHj;3),) septet. The two closely
spaced downfield doublets probably correspond to the inner

methyl group of the rac and meso isomers, while the upfield
doublet likely corresponds to the outer methyl group of both
isomers. Similar features have been associated with rac and
meso isomers for [(Cp"™),M] (M = Ca, Sr, Ba).* The '*C spec-
trum of Y4 also indicates rac and meso isomers, with four
methyl (-CH(CHj;),) and two methine (-CH(CHjs),) peaks. The
"H spectra of Y2 and Y3 vary substantially with temperature. For
Y2, one methyl singlet (Cp-CH;), two overlapping methine
(-CH(CH3),) septets and broadened peaks representing the four
methyl (-CH(CHj;),) environments are observed at 25 °C,
however, when heated to 75 °C, the four methyl (-CH(CH;),)
doublets are sharp and fully resolved. In the case of Y3 at 25 °C,
sharp peaks are observed for the ethyl (Cp-CH,CH3) group and
one of the methine (-CH(CHj;),) signals, while one methine
(-CH(CH3),) group is broadened and the methyl (-CH(CHj3),)
peaks are observed as a single broad resonance. Heating to
85 °C results in sharp peaks for all groups, although three of the
four methyl (-CH(CH3),) doublets are overlapping.

The solid-state structures of the metallocene salts 1-4 were
elucidated by single-crystal X-ray diffraction analysis (Fig. 1).
Compounds 1 and 2 crystallize with two [Dy(Cp'*™**),][B(C4Fs)a]
molecules in the asymmetric unit, while compounds 3 and 4
crystallize with only one molecule in the asymmetric unit.
The structural analyses were complicated by pseudomer-
ohedral twinning for 1 and 2 and positional disorder in 2 and
4. Two of the cyclopentadienyl ligands in the structure of 2
are disordered, each over two positions, and the Dy center
in the structure of 4 displays positional disorder over four
sites (see ESIt for refinement details). Twinning and disorder
were found to be consistent over several tested crystal
samples.

~ — -
1 R R
(2.5 equiv) [H(SiEt3)2][B(CeF )]
Na* (0.8 equiv) B
Lnlg > < Ln >- > Ln [B(CsFs)4]
toluene, 160 °C, 3 d benzene, 25 °C, 3 d
R
| — R -
unpurified Ln = Dy; R = H (1), Me (2), Et (3), iPr (4)
Ln=Y; R =H (Y1), Me (Y2), Et (Y3), iPr (Y4)

Scheme 2 Synthesis of metallocene salts 1-4 and Y1-Y4.
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Fig.1 Structures of the metallocenium complexes in crystals of [Dy(Cp'™™R),1[B(CsFs)4l (R = H (1), Me (2), Et (3), iPr(4)). Green and gray spheres
represent Dy and C atoms, respectively; hydrogen atoms, [B(CgFs)4]~ counteranions, and positional disorder are omitted for clarity.

The Dy-Cp separations, as assessed by the distances from
the Dy atom to the centroid of each cyclopentadienyl ligand, lie
in the ranges 2.27(1)-2.30(1) A for 1, 2.273(3)-2.382(3) A for 2,
2.297(4)-2.306(4) A for 3, and 2.245(15)-2.392(16) A for 4.
Because of the disorder present in each structure and the
similarity in the resulting bond distances (within statistical
error), it was not possible to derive a meaningful structural
trend from these distances alone. Nonetheless, a trend can be
drawn from the major component in each of the crystal struc-
tures: the average Dy-Cp(centroid) distances for the major
component are 2.29(1), 2.298(5), 2.302(6), and 2.340(7) A for 1-
4, respectively (Table 1). Although the average Dy-Cp(centroid)
distance does not vary by more than the statistical error in some
adjacent members of the series (e.g., 1 and 2), the change is
statistically significant across the series as a whole. Similarly,
the average Dy-C distances for the major component are
2.587(5), 2.600(3), 2.596(2), and 2.625(3) A for 1-4, respectively.
The increase of both the average Dy-Cp(centroid) and Dy-C
distances suggests elongation of the interaction between the Dy
atom and the cyclopentadienyl rings as the series progresses
from 1 to 4. In addition, the Cp-Dy-Cp angle increases across

Table 1 Comparison of selected structural parameters and magnetic
data for [Dy(Cp™™R),1[B(CeFs)4] (R = H (1), Me (2), Et (3), iPr (4))

1 2 3 4 [(Cp™).Dy]"™
Cp-Dy-Cp® (°) 147.2(8) 156.6(3) 161.1(2) 162.1(7) 152.70(7)
Dy-Cp” (A) 2.29(1)  2.298(5) 2.302(6) 2.340(7) 2.316(3)
Uege (cm™) 1285 1468 1380 1334 1223 or 1277
Ty’ (K) 17 62 59 56 53
Teannet (5) 439 2452 447 1187 n/a
Trnax (K) 32 72 66 66 60
2 K M, (1g) 2.6 4.4 3.9 4.2 4.2
2K H, (T) 1.4 2.4 1.4 1.8 2.4

“ Average value for all positions in the crystal structure. ” Average value
for the highest occupancy component in the crystal structure. ¢ Ty, is
defined as the 100 s magnetic blocking temperature. ¢ Tpa is the
maximum hysteresis temperature. ¢ Values are an average of those
reported in ref. 5.

This journal is © The Royal Society of Chemistry 2018

the series, lying in the ranges 146.5(8)-148.0(8), 155.9(3)-
157.3(4), 161.1(2), and 157.8(2)-167.9(15)° in 1-4, respectively
(Table 1). The angle between the planes formed by the cyclo-
pentadienyl rings follows a similar trend with values in the
range of 148.1-150.5, 162.3-162.8, 165.0, and 172.5° for 1-4,
respectively. While the cyclopentadienyl rings in 4 are nearly
parallel, the Dy atom moves off-center, leading to a reduced Cp-
Dy-Cp angle. These structural trends are consistent with the
expected steric environment imposed by the cyclopentadienyl
ligands; that is, more sterically-encumbered substituents
prompt the two cyclopentadienyl ligands in [Dy(Cp'*™*),]" to be
positioned further away from each other, increasing linearity
and lengthening the average Cp-Dy bond distance.

The solid-state structures of the yttrium metallocene salts Y1-
Y4 were also investigated by single-crystal X-ray diffraction
(Fig. S31-S34t). As in 1-4, positional disorder complicated the
structural analyses. Compounds Y1 and Y2 crystalize with two
molecules in the asymmetric unit; both the Y™ center and one
cyclopentadienyl ligand display positional disorder over two sites.

Similar structural trends to those seen in 1-4 are observed
for the series of Y™ congeners. Namely the average Cp-Y bond
distance and Cp-Y-Cp angle generally increase across the series
from Y1 to Y4. The average Y-Cp(centroid) distances for the
major component are 2.273(10), 2.305(6), 2.294(3), and 2.331(2)
A for Y1-Y4, respectively, and the average Cp-Y-Cp angles are
145.7(5), 157.1(4), 161.3(1) and 180°. While the Dy atom in 4
moves off-center of the cyclopentadienyl rings, the Y atom in Y4
sits on an inversion center in the asymmetric unit, leading to
a 180° Cp-Y-Cp angle. While both rac and meso isomers of Y4
are observed in the 'H- and "*C-NMR spectra, only the meso
isomer is observed in the crystal structure.

In order to investigate the effect of the structural changes on
the magnetic properties of each complex, dc magnetic suscep-
tibility data were collected for 1-4 from 2 to 300 K under an
applied magnetic field of 1 kOe (Fig. S35, S37, S39 and S41%).
The room temperature xy7 values for 2 and 3 are 14.17 and
14.28 emu K mol ™", respectively, agreeing well with the ex-

pected value of 14.17 emu K mol " for a free Dy ion. The room
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temperature xy7 values for 1 and 4 are slightly higher at 14.62
and 14.57 emu K mol ™', respectively, likely due to the presence
of weak temperature-independent paramagnetism (TIP). In the
presence of a stronger applied field, TIP should be diminished,
and accordingly x»T decreases to 14.18 and 14.25 emu K mol *
for 1 and 4, respectively, under a 10 kOe dc field (Fig. S36 and
S427). For all compounds, xu7T gradually decreases as the
temperature is lowered followed by a precipitous drop at low
temperatures. This sudden decrease in x\7 is indicative of
magnetic blocking, wherein the magnetic moments of indi-
vidual crystallites in the sample become pinned along
a preferred axis and no longer respond to an external magnetic
field.

Field-cooled and zero-field cooled measurements collected
under an applied magnetic field of 1 kOe were compared for 1-4
(Fig. 2), as the temperature at which these measurements
diverge (Tirev) can provide an estimate of the magnetic blocking
temperature.> Divergence in these curves occurs at 28, 65, 60,
and 60 K for 1 through 4, respectively. Such a large range in Tj;rey
provided an initial indication that the structural changes across
this series induce major changes in the magnetic behavior. This
result also suggested that compound 2 might exhibit a higher
operating temperature than [Dy(Cp™),]", which shows a diver-
gence in field-cooled and zero-field cooled data at 61 K.?
However, Ty varies with both the applied magnetic field used
to conduct the experiment and the sweep rate,>*' and thus we
turned to measurements of the magnetic relaxation time to
more accurately determine the operating temperature.

High-temperature magnetic relaxation in 1-4 was probed by
ac magnetic susceptibility measurements from 70 to 114 K
(Fig. 3, S43, S46 and S487). Magnetic relaxation times, 7, were
extracted from a simultaneous fit of in-phase (x') and out-of-
phase (x"”) components of the magnetic susceptibility to
a generalized Debye model (Fig. S44, S45, S47 and S497).
Despite the two molecules observed in the crystal structures of 1
and 2, and the positional disorder in 2 and 4, only one peak was
observed in the ac susceptibility data for each compound. In
this high temperature regime, Arrhenius plots of inverse
temperature versus the natural log of 7 are linear, indicative of
a thermally-activated Orbach relaxation process (Fig. 4, red
circles).?? All data could be fit to the equation 1! = 7, e Y/,
yielding thermal barriers to magnetic relaxation (U.g) of 1285,
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Fig. 3 In-phase (x'm. top) and out-of-phase (x”m, bottom) compo-
nents of the ac magnetic susceptibility for 2 under zero applied dc field
at frequencies ranging from 0.1-1500 Hz and temperatures from 80—
114 K (2 K steps). The colored lines are guides for the eye.

1468, 1380, and 1334 cm™ ' for 1 through 4, respectively. These
Ue values surpass those reported for [Dy(Cp™),]", 1277 or
1223 em™*,>%% and the previous record of U = 1260 cm ™' for
[Dy(O'Bu),(CsHsN)s]".¥

The values of U for 1-4 can be rationalized through
structural trends. The magnitude of U.¢ should depend on both
the metal-ligand bond distances and the geometry of the ligand

1 : . 7 :

! s .| Nk — eeesaenss
= 4 gooe?® e®%0,.00¢ e®eoo00gd0® ° Lo :
g 134 "?.... .. .0.:?. . 0... E .o. E
> H : o o° : . : o ;
5 o] : . : : o :
5 L o : 3. : i ;
Ny “ 4 s s a 2 ;
5114 ° ! e Zero-Field-Cooled ; °® : ® ;
{ o Field-Cooled . 5 . ; o 5
¢ i H,=1000 Oe 2 ! ° : :

10l — . - - . —— . ; o ISR . ; ;

0 20 40 60 80 0 20 40 60 80 0 20 40 60 80 0 20 40 60 80

T(K) 7 (K) T(K) T(K)

Fig. 2 Field-cooled (red) and zero-field cooled (blue) magnetic susceptibility measurements collected at Hy. = 1000 Oe for 1-4 (left to right).
Dashed lines mark Ty, the temperature at which the two plots diverge.
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Fig. 4 Arrhenius plots of magnetic relaxation time (z) for 1-4 (left to right) extracted from ac susceptibility (red circles) and dc relaxation (blue
circles) data. Black lines represent fits to the data as described in the main text and are each a sum of Orbach (dashed orange line), Raman (dashed
purple line), and quantum tunneling (dashed green line) relaxation processes.

field (i.e., axial or equatorial). Such correlations have been should have the largest impact on the relaxation barrier.
quantified via ab initio calculations for a hypothetical two- Indeed, U increases upon going from 4 to 2, as the average Dy-
coordinate Dy™ complex with alkyl ligands.?® In that study, it C distance for the major disordered component in the crystal
was found that U increased linearly with the L-M-L angle at low  structure decreases.
angles (90 to 150°), tapering its growth at high angles, and This magneto-structural correlation is significant for the
flattening above 170°. In contrast, U increased linearly as the design of future Dy"" metallocene cations. While steric bulk in
M-L bond distance decreased across all bond lengths the cyclopentadienyl ligand increases the linearity of the
calculated. complex in 1-4, it also tends to promote longer Dy-C distances.
In the series 1-4, the most bent metallocene is 1, with a Cp— These factors have opposing effects on the magnitude of U.g,
Dy-Cp angle of 147.2(8)°. Complex 1 also shows the smallest with the angle having a larger impact at low angles and the bond
thermal barrier to magnetic relaxation. Linearity increases by distance having a larger impact at high angles. Clearly, cyclo-
nearly 10° in 2 (156.6(3)°) and even further in 3 (161.1(2)°)and 4 pentadienyl ligands that can achieve a balance between
(162.1(7)°), resulting in larger U values for the high-angle set promoting a large Cp-Dy-Cp angle and short Dy-C bond
2-4. Within these three compounds, U should vary less distances are worth pursuing.
substantially with bond angle, and instead bond distance
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Fig.5 (a) Magnetic hysteresis data for 1-4 collected at 2, 10, 20 and 30 K with a sweep rate of 3.1(4) mT s * for H <2 Tand 13.2(2) mT s * for H > 2
T. (b) Expanded view of the region near zero field at high-temperatures.

This journal is © The Royal Society of Chemistry 2018 Chem. Sci,, 2018, 9, 8492-8503 | 8499


http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/c8sc03907k

Open Access Article. Published on 18 October 2018. Downloaded on 3/13/2026 1:57:46 PM.

Thisarticleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

(cc)

Chemical Science

Increasing the Cp-Dy-Cp angle and decreasing the Dy-C
bond distances increases the axiality of the ligand field
surrounding the Dy™ ion in these metallocenium salts, result-
ing in larger thermal barriers to magnetic relaxation. This is
consistent with electrostatic models that have been used to
guide the synthesis of lanthanide-based single-molecule
magnets.® Studies on molecules of the type Cp,DyE, (E =
equatorial ligand) have also found that increasing the axiality of
the ligand field at Dy™ results in larger thermal barriers, with
weaker equatorial ligands leading to larger Ues.**

To probe magnetic relaxation behavior at lower tempera-
tures, dc magnetic relaxation measurements were conducted
for 1-4 from 2 to 64 K (Fig. 4, blue circles). Relaxation times
were extracted from magnetization versus time plots by fitting
the data with a stretched exponential function (for full details
see the ESI, Fig. S50-S68 and Tables S3-S67). The temperature
dependence of t at intermediate temperatures (20 to 64 K) is
indicative of Raman relaxation, while at low temperatures the
relaxation time tends toward a constant value, indicative of
quantum tunneling of the magnetization. The full range of ac
magnetic susceptibility and dc magnetic relaxation data could
be fit to the equation ! = 7, e %" + CT" + tynnel * (Fig. 4
and Table 1).

Hundred-second magnetic blocking temperatures for 1-4
were extracted from the dc magnetic relaxation data, yielding T},
=17, 62, 59, and 56 K for 1 through 4, respectively. The values
for complexes 2-4 all surpass the 100 s blocking temperature of
53 K measured for [Dy(Cp™),]".° Indeed, the value for 2 repre-
sents the highest magnetic blocking temperature yet measured
for a single-molecule magnet. While t = 100 s has been chosen
as the benchmark relaxation time for comparing blocking
temperatures, 2 shows longer magnetic relaxation times than
[Dy(Cp™),]" across the entire temperature range measured (2-
114 K).

Ab initio spin dynamics calculations performed on
[Dy(Cp™),]" suggest that magnetic relaxation is predominantly
moderated by local molecular vibrations.”” In particular, four
C-H bending modes of the Cp"* ligand were identified as giving
rise to the initial Mj = 15/2 to 13/2 transition that leads to
Orbach relaxation. These calculations led to the proposal that
changing ring hydrogens in Cp™ to a different substituent could
lead to changes in magnetic relaxation time, a hypothesis that
has yet to be experimentally verified.*” Substituting the ring
hydrogen in 1 with alkyl substituents in 2-4 results in up to a 45
K increase in the blocking temperature. This result clearly
illustrates that substitution of the cyclopentadienyl ligands in
dysprosium metallocene cations is a powerful tool for tuning
magnetic relaxation and Ty,

While changes in ligand substitution modify molecular
vibrations, molecular structure and anisotropy are also affected.
It is therefore likely that a variety of factors influence changes in
Tp. Clearly, spin dynamics calculations are worth pursuing to
determine if the contributions of molecular vibrations to
magnetic relaxation in this series can be generalized to other
molecules in this class. It is worth noting that the 100 s blocking
temperature for 1-4 occurs in the regime in which Raman
relaxation dominates. While spin dynamics calculations can

8500 | Chem. Sci., 2018, 9, 8492-8503
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provide insight into the contribution of molecular vibrations to
high-temperature, Orbach relaxation, models have not yet been
developed for through-barrier relaxation processes such as
Raman relaxation or quantum tunneling of the magnet-
ization.”® As such, developing a more quantitative magneto-
structural correlation for the operating temperature in this
series will require further development of theories on the
impact of molecular vibrations on through-barrier magnetic
relaxation. A well-characterized series like 1-4 that varies only
slightly in substitution, but substantially in molecular structure
and magnetic relaxation could lay the experimental groundwork
for such theoretical studies. Insights from these calculations
could be significant to the design of new cyclopentadienyl
ligands to maximize operating temperatures in Dy metal-
locene cations.

The rates of quantum tunneling of the magnetization, Twnnel,
extracted from dc relaxation measurements are among the
slowest reported for mononuclear single-molecule magnets.
This result is consistent with the drastically reduced quantum
tunneling of the magnetization for [Dy(Cp™),]".> While the
reduction of quantum tunneling in [Dy(Cp™),]" has been
ascribed to the high axiality of the ligand field (which gives rise
to nearly pure M; states in the lowest eight Kramers doublets®),
this axiality cannot fully account for the observed behavior.
Other highly anisotropic mononuclear single-molecule
magnets, such as [Dy(O‘Bu),(CsH;sN)s]", possess nearly pure
M; ground doublets and show fast quantum tunneling of the
magnetization.¥

Another possible explanation for the reduced quantum
tunneling in [Dy(Cp™),]" is the constrained metal-ligand
vibrational modes.””* A lack of low-energy, first-coordination
sphere metal-ligand vibrations in [Dy(Cp™),]*—such as those
created by the weakly bound, equatorial pyridine ligands in
[Dy(OBu),(CsH;5N)s]*—may limit the phonons available for
magnetic relaxation at low temperatures. Limiting low-energy
phonons has been shown to slow magnetic relaxation at low
fields for Ho atoms on an MgO surface,*® as well as for TbPc,
(Pc>~ = phthalocyanine dianion) molecules on carbon nano-
tubes.”” The hypothesis that local molecular coordination is
responsible for limiting quantum tunneling in [Dy(Cp™),]" is
supported by an increase in the zero-field step in magnetic
hysteresis measurements performed on solution samples,
which differ from bulk samples in accessible metal-ligand
vibrational modes.*”

The trend in Tynner for 1-4 deviates from that observed for
Tp; namely, compounds 1 and 3 show the fastest quantum
tunneling of the magnetization, while 2 and 4 show much
larger Tyunner values (Table 1). As the rate of quantum tunneling
can be influenced by intermolecular dipole interactions,
largely dictated by crystal packing,” magnetically dilute
samples of 1-4 were synthesized in order to enable a more
accurate comparison of Teynnel-

Dilute samples 1-4@Y were prepared by co-crystallization of
1-4in a1 : 9 ratio with the analogous Y™ compound Y1-Y4. Dc
magnetic susceptibility measurements of the dilute samples
matched those of 1-4 at temperatures above 50 K. Relaxation
times extracted from dc magnetic relaxation measurements of

n
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1-4@Y also matched those determined for 1-4 at the highest
temperatures measured for each compound. This consistency
suggests that the local molecular structure of 1-4—responsible
for the high-temperature magnetic relaxation dynamics—is
unchanged upon dilution, despite differences in the structures
of Y1-Y4. The value of Tynne, extracted from dc magnetic
relaxation measurements of 1-4@Y at 2 K, differs from the
undiluted samples, increasing to 1783, 11200, 1125, and
1956 s, respectively. While the values of t¢nne; for 1-4@Y are
substantially larger than those determined for the undiluted
samples, the same overall trend is observed for the series, with
the exception that 1@Y shows slower tunneling than 3@Y.

The trend in Tyunner breaks from that observed for the 100 s
blocking temperature. While 2@Y shows the slowest quantum
tunneling, 1@Y shows a value of tynnel close to that of 4@Y and
larger than that observed for 3@Y. Substitution of the ring
hydrogen in 1 with alkyl substituents in 2-4 does not have
a consistent influence on the rate of quantum tunneling, as it
did on the rate of Raman relaxation, which dictates T},. This
underscores the need to develop a deeper understanding of the
role of molecular vibrations in through-barrier magnetic relax-
ation. Though molecular symmetry has been shown to influ-
ence magnetic relaxation in single-molecule magnets,* there is
no apparent magneto-structural correlation between molecular
symmetry and quantum tunneling of the magnetization or
blocking temperature in the series 1-4, which all possess C;
symmetry.

Magnetic hysteresis data were collected for 1-4 at several
temperatures in the range 2-72 K by sweeping the field between
7 and —7 T. For fields below 2 T, a magnetic field sweep rate of
3.1(4) mT s~ was employed, similar to that used in hysteresis
measurements of [Dy(Cp™),]".° A step is observed at zero field at
2 K, resulting in remanent magnetization values (M,) of 2.6, 4.4,
3.9, and 4.2 pg for complexes 1 through 4. The magnitude of the
remanent magnetization and the coercive field (H.) for each
complex mirrors the trend in Tynner (Fig. 5a, Table 1).

The hysteresis loops remain open at temperatures as high as
32, 72, 66 and 66 K for 1 through 4, respectively (Fig. 5b). The
maximum temperatures in the case of complexes 2-4 are higher
than the 60 K maximum determined for [Dy(Cp™),]*,* and this
observation is consistent with the trend observed in 7},. Notably,
the maximum hysteresis temperature for compound 2 is the
highest that has yet been reported for a single-molecule magnet,
approaching the temperature of liquid nitrogen (77 K).

Conclusions

The metallocene cation salts [Dy(Cp™™*®),][B(C¢F5)s] (R = H (1),
Me (2), Et (3), iPr (4)) were synthesized by metathesis of DylI; and
the corresponding NaCp™™® salt, followed by iodide abstrac-
tion with [H(SiEts),][B(CeFs)s]. Thorough characterization of
this series provides insight into the impact of molecular struc-
ture on magnetic properties in Dy"" metallocenium complexes.
Single-crystal X-ray diffraction studies reveal that more steri-
cally encumbered cyclopentadienyl ligands promote longer
average Dy-C distances and larger Cp-Dy-Cp angles. As
demonstrated by the record thermal barrier to magnetic

This journal is © The Royal Society of Chemistry 2018
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inversion of 1468 cm ™' determined for compound 2, a balance
must be struck between achieving a large Cp-Dy-Cp angle and
short Dy-C distances in order to maximize anisotropy.

Compounds 1-4 provide experimental support for the
hypothesis that modifying cyclopentadienyl ring substituents can
tune metal-ligand vibrational modes, impacting magnetic relax-
ation.” In the series investigated here, substituent modification
notably results in a 45 K increase in the magnetic blocking
temperature across the series, with complex 2 exhibiting the
highest 100 s blocking temperature and hysteresis temperature
yet measured for a single molecule magnet. Expanding the
magneto-structural correlations presented in this study with ab
initio calculations is a clear next step towards developing gener-
alizable design principles for the synthesis of [Dy(CpX),]" single
molecule magnets that function well above 77 K.

A report of a dysprosium(m) metallocenium salt,
[(Cp™™)(Cp*)Dy][B(C4Fs5)a], showing a 100 s magnetic blocking
temperature of 65 K and open magnetic hysteresis loops as high
as 80 K was published on the same date as this work. The
magneto-structural correlations outlined here can help to
explain the magnetic properties observed in [(Cp™™®)(Cp*)Dy]
[B(CF5)s]: the sterically encumbered Cp™™ ligand promotes
a high Cp-Dy-Cp angle of 162.5°, while the less-hindered Cp*
allows for short Dy-Cp(centroid) bond distances of 2.296(1) and
2.284(1) A for the Cp™™ and Cp* ligand, respectively. The
combination of a large Cp-Dy-Cp angle and short Dy-Cp bond
distances enables a large thermal barrier to magnetic relaxation
of U = 1541 cm™ ' and a 100 s magnetic blocking temperature
3 K higher than that observed for 2.*°
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