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Bioimaging has revolutionized modern medicine, and nanotechnology
can offer further specific and sensitive imaging. We report here an
amphiphilic dendrimer able to self-assemble into supramolecular
nanomicelles for effective tumor detection using SPECT radioimaging.
This highlights the promising potential of supramolecular dendrimer
platforms for biomedical imaging.

Medical imaging plays an important role in modern medicine
by providing accurate information relating to diagnosing, grading
and staging diseases as well as monitoring treatment response
and efficacy." Among the commonly used non-invasive imaging
modalities such as magnetic resonance imaging (MRI), computed
tomography (CT), positron emission tomography (PET), single
photon emission computed tomography (SPECT), and ultrasono-
graphy (US), PET and SPECT have the highest sensitivity, and are
able to visualize functional information quantitatively, which is
very important for disease assessment and diagnosis and perso-
nalized medicine."™ Nanotechnology can further enhance the
sensitivity and specificity of molecular imaging via the “Enhanced
Permeation and Retention (EPR)” effect (also named passive
tumor targeting).®® EPR results in nanoparticle specific tumor
accumulation thanks to the leaky vasculature and dysfunctional
lymphatic system characterizing the tumor microenvironment.’
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In addition, nanosystems carrying and incorporating abundant
imaging reporters can significantly amplify the contrast signal for
better imaging and diagnosis. Consequently, a myriad of nano-
systems have been explored for PET and SPECT imaging of
tumors.>*"°

We have recently used the self-assembling amphiphilic
dendrimer Ga-1 to establish an innovative nanotracer for PET
imaging (Fig. 1)."' This dendrimer is composed of a long
hydrophobic alkyl chain and a hydrophilic poly(amidoamine)
(PAMAM) dendron bearing the PET radionuclide ®®Ga(m) complexed
within the macrocyclic chelator NOTA (1,4,7-triazacyclononane-
1,4,7-triacetic acid) at the peripheral units (Ga-1 in Fig. 1). It self-
assembles into small and stable nanomicelles, which can effectively
accumulate in tumors. These nanomicelles deliver excellent results
in PET imaging of different tumors, including some which could
not be detected with the standard clinical PET agent [**F]FDG
(2-fluorodeoxyglucose)."" The performance of this dendrimer
radiotracer is largely ascribed to the beneficial combination of
its unique multivalent dendrimeric structure and the relevant
EPR effect.

Motivated by the promising PET imaging results,"" we aimed at
further exploiting self-assembling nanotechnology for constructing
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Fig. 1 Self-assembling dendrimer nanosystems based on the amphiphilic
dendrimers 1 and 2 bearing radionuclide, for positron emission tomography
(PET) and single photon emission computed tomography (SPECT) imaging of
tumors, respectively.

Chem. Commun., 2020, 56, 301-304 | 301


http://orcid.org/0000-0001-5331-7827
http://orcid.org/0000-0002-5974-2784
http://orcid.org/0000-0001-8790-7753
http://orcid.org/0000-0003-1839-9868
http://orcid.org/0000-0002-5712-2055
http://orcid.org/0000-0001-8380-4474
http://orcid.org/0000-0003-3990-5248
http://crossmark.crossref.org/dialog/?doi=10.1039/c9cc07750b&domain=pdf&date_stamp=2019-12-06
http://rsc.li/chemcomm
http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c9cc07750b
https://pubs.rsc.org/en/journals/journal/CC
https://pubs.rsc.org/en/journals/journal/CC?issueid=CC056002

Open Access Article. Published on 22 November 2019. Downloaded on 2/24/2026 1:20:21 AM.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Communication

effective dendrimer-based radiotracers for SPECT imaging.
Different from PET, SPECT has the capacity to image multiple
processes simultaneously by using the corresponding detection
windows of different radionuclides with distinct gamma ray
energies.'™ In addition, SPECT is more readily accessible and
less expensive than PET in the clinics, even if PET has higher
sensitivity and resolution. Recent progress in advanced detection
technology and the combination with computed tomography
(CT) has considerably improved the resolution and sensitivity
of SPECT, placing SPECT as a quantitative imaging modality
similar to PET.>'* Also, SPECT radiotracers generally have
longer half-lives, which allows the characterization of slow
kinetic processes and long biological events that take hours or
days. Common radionuclides used in SPECT imaging include
technetium-99m ([**™Tc]Tc), indium-111 ([**'In]in) and iodine-
123 ([**’1]1). Although [**™Tc]Tc is the most widely used,
[""'In]in has a relatively longer half-life (2.8 days). Accordingly,
in this study, we chose [*"'In]In as the radionuclide to develop a
dendrimer radiotracer for SPECT imaging with the aim of
monitoring and measuring long and slow biological processes
such as tumor development and treatment.

Chelation of ""'In** to a thermodynamically stable and kineti-
cally inert complex is a fundamental requirement for SPECT
imaging in order to prevent the release of free radionuclide.*”
The cyclic chelator DOTA (1,4,7,10-tetraaza-cyclododecane-1,4,7,10-
tetraacetic acid) and the acyclic chelator DTPA (diethylenetriami-
nepentaacetic acid) are the most frequently used in nuclear
medicine.” In general, DOTA forms more stable complexes with
radionuclide ions than the acyclic chelator DTPA because of the
entropically favorable pre-organized and rigid binding sites within
the DOTA ring. Nevertheless, the process of metal-complex
formation is often slow for DOTA, and requires high temperature
and long reaction times. Yet, as DOTA is the “gold standard”
chelator for "*'In*","* and on the basis of our previous experience
in developing the NOTA-conjugated dendrimer to complex with
the radionuclide Ga*" (Ga-1) for PET imaging (Fig. 1),"' we
selected DOTA as the chelator to construct the amphiphilic
dendrimer 2 which, in turn, was complexed with "'In** to
generate In-2 for SPECT imaging (Fig. 1 and 2). Knowing that
the DOTA ring is considerably larger than that of NOTA, we
initially worried about the eventual synthetic difficulty stemming
from steric hindrance of the DOTA terminals in 2. Gratifyingly,
we could reliably synthesize the DOTA-conjugated dendrimer 2
with high yield (Fig. 2A). Also of note, we successfully prepared
the stable dendrimer complex In-2 at 37 °C within 2 hours.
Importantly, In-2 self-assembled into small and uniform nano-
micelles for effective SPECT imaging of tumors. We present
below the synthesis and characterization of the amphiphilic
dendrimer 2 and its complex with In>" as well as the nanomicelles
formed with the obtained dendrimer In-2 for SPECT imaging.

Similar to our previous synthesis of the NOTA-dendrimer
1," we conjugated the amine-terminated amphiphilic dendrimer
with the reagent DOTA-GA(tBu),, followed by deprotection for
preparing 2 (Fig. 2A). Compared to the synthesis of 1, we halved
the quantity of the reagent DOTA-GA(tBu), from 4 to 2 equivalents,
which considerably simplified the purification procedure while
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maintaining the high synthesis yield of 88% for 2. The chemical
structure and integrity of 2 was analyzed and confirmed using 'H,
3C and 2D NMR and high-resolution mass spectrometry (HRMS),
which exhibited the signals characteristic of the chemically
conjugated DOTA groups (Fig. S1 and S2, ESIt). Chelation of
the stable isotope "'°’In** by 2 was performed using "*’InCl; at
37 °C, pH 5.0 for 2 hours (Fig. 2A), and the final dendrimer In-2
was obtained in pure form as a white solid after dialysis to
remove the free °In**. The successful complexation of four
31n** by each molecule of the dendrimer 2 was confirmed
using HRMS, which showed the isotopic pattern characteristic
of the triply charged species ['"’In-2 + 3H]*" in addition to the
expected molecular weight peak (Fig. 2B and Fig. S3B, ESI{)."* It
is important to mention that the formation of DOTA complexes
with metal ions usually requires high temperature at 95 °C and
long reaction time of several hours because of the slow binding
kinetics of DOTA. Remarkably, we successfully chelated In**
with the DOTA-conjugated dendrimer 2 at relatively low temperature
(37 °C) within 2 h. This may be ascribed to the steric congestion
created at the dendrimer terminals,'® making the DOTA entities
in 2 more reactive and hence favorably promoting their com-
plexation with In** rapidly and at lower temperature to form the
stable complex In-2.

To corroborate the reliable synthesis of In-2, we studied the
formation of the complex between dendrimer 2 and In*" using
isothermal titration calorimetry (ITC). Specifically, a solution of
2 at 100 pM was titrated with the solution of InCl; at pH =
5.0 and 37 °C (see the ESIT for details). The left panel in Fig. 2C
shows that the interaction between the DOTA cages of 2
and the In** cations is characterized by a robust exothermic
behavior, reflecting an enthalpy-driven binding process (AH =
—5.25 kecal mol ') led by strong coordination interactions
between the In** and the DOTA cages of 2. Notably, the entropic
component (—TAS = —2.61 kcal mol™") also favors the stability
of In-2. This is probably due to a synergistic effect of the
hydrophobic interactions between the apolar dendrimer tails,
which aggregate together with the concomitant release of water
and ions from the charged surfaces when they form complexes
with the cations. Accordingly, the spontaneous formation of the
In-2 complex is highly thermodynamically favorable, with a
Gibbs free energy (AG) value of —7.86 kcal mol . Interestingly,
ITC measurements show that the number of "’In*" in In-2 is
4.02, which confirms the ideal stoichiometry of 4:1. Taken
together, the ITC results provide evidence that the synthesis of
In-2 was successful, and that In-2 is a stable complex.

We next studied the self-assembly of In-2 in solution. In-2
spontaneously self-assembled into small and spherical nano-
particles with average dimensions around 18 nm, as revealed by
transmission electron microscopy (TEM) (Fig. 3A). Also, dynamic
light scattering (DLS) analysis confirmed the formation of small
nanoparticles with sizes around 19 nm, which is typical for
nanomicelles (Fig. 3B). The formed nanoparticles were stable,
with the critical micelle concentration (CMC) being 60 + 10 uM
(Fig. S4, ESIt). Further molecular dynamics (MD) simulations
confirmed the spontaneous aggregation of In-2 into spherical
micelles. Fig. 3C illustrates a representative configuration of the

This journal is © The Royal Society of Chemistry 2020
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Fig. 2 Synthesis of the amphiphilic dendrimer 2 bearing DOTA units and its chelation with the nonradioactive isotope [1°In]In®* at the terminals to
deliver the dendrimer In-2. (A) Synthesis scheme: (i) (a) DOTA-GA(tBu),, PyBOP, NMM, DMF, 30 °C, 72 h; (b) TFA, CH»Cly, 30 °C, 24 h. (ii) [**In]InCls, 1.0 M
HCL, 37 °C, 2 h. (B) High-resolution mass spectrum (HRMS) showing the isotopic pattern of the observed triply charged species [**°In]In-2 + 3H]**. The
inset shows the calculated isotopic pattern. (C) Isothermal titration calorimetry (ITC) curve (right) for chelation of In** with the dendrimer 2. The left panel
shows measured heat power versus time elapsed during titration.
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Fig. 3 Self-assembling of the amphiphilic dendrimer In-2 into small and uniform nanomicelles. (A) Transmission electron microscopy (TEM) image, (B)
dynamic light scattering (DLS) measurement, and (C and D) computer modeling of the self-assembled nanoparticles formed by In-2. (C) Final image of
the In-2 self-assembly process into spherical micelles as obtained from atomistic molecular dynamics (MD) simulations. The different parts of the In-2
molecules are represented as spheres (atom color: grey, hydrocarbon chain; yellow, DOTA cage; black, In®*), while water molecules are shown as aqua
transparent spheres. The first water shell surrounding each molecule/micelle is highlighted as a light cyan transparent contour. (D) Radial distribution
function of the In(in)-bearing terminals as a function of the distance from the center of mass of the In-2 micelles.

stable In-2 micelles obtained at the end of the computational complex ['"'InJIn-2 for SPECT imaging. We obtained the
process starting from a random distribution of In-2 in solution. [*''In]In-2 complex with a satisfying radiochemical purity over
The calculated average micelle diameter was around 15 nm, in 91 & 2% along with a high molar activity of 1.09 &+ 0.15 GBq
close agreement with the values obtained using experimental pmol '. In addition, this radiochemical purity and integrity
techniques (TEM and DLS). Along the entire MD trajectories, all was maintained for up to 30 hours at 37 °C in human serum
the In**/DOTA terminal groups were nicely located at the micellar ~ (Fig. 4A). On the basis of the high radiochemical purity and
periphery without any back-folding observed, as evident from the  stability, we performed SPECT imaging using ["''In]In-2 in
relevant radial distribution function of the terminal groups orthotopically xenografted mice bearing tumors derived from a
shown in Fig. 3D. human pancreatic adenocarcinoma tumor cell line, SOJ-6 (Fig. 4B).

Encouraged by the favorable self-assembly properties of Co-registration with CT enabled precise, anatomical localization of
In-2, we prepared the corresponding radioactive dendrimer SPECT signals for further quantification. The biodistribution of

This journal is © The Royal Society of Chemistry 2020 Chem. Commun., 2020, 56, 301-304 | 303
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Fig. 4 Radiolabeled dendrimer [*!in]in-2 for SPECT imaging in a mouse
orthotopic xenograft model of pancreatic adenocarcinoma (SOJ-6 cell
line). (A) [**In]in-2 radiochemical purity and stability in human serum at
37 °C for at least 30 h was assessed by radio-thin layer chromatography.
(B) Representative pSPECT/CT image of [*MIn]in-2 180 minutes after
intravenous injection. Orthotopic SOJ6 tumor is highlighted by the red
circle (n = 3 mice). (C) Biodistribution of [*In]In-2 quantified in each organ
by unSPECT/CT 180 min after injection. Results are expressed as the mean
percentage of injected dose per gram of tissue (n = 3 mice). (D) Tumor
uptake comparison between [*8GalGa-1 and [**!In]In-2 in the same mice
(n = 3).

[""'In]in-2 mapped by SPECT has obvious similarities with that
obtained with [**Ga]Ga-1 using PET (Fig. 4B and Fig. S4, ESI}).""
[""In]in-2 showed hepatic retention and elimination through
the urinary tract (Fig. 4C and Fig. S4B, ESIf), similar to what
was observed for [**Ga]Ga-1 using PET,'" and many other
nanoparticles.*® Notably, the hepatic uptake of [**'In]In-2 was
2-fold higher than we previously observed for [*®Ga]Ga-1, along
with a higher kidney retention (Fig. S4B, ESIt). The tumor uptake
of [""'In]in-2 was almost 2-fold higher than that of [**Ga]Ga-1
(Fig. 4D and Fig. $4, ESIt), and the duration of the signal was also
more stable and longer. This difference may stem from the
different chelators, and the resulting negatively charged ['''In]-
In-2 and neutral [*®Ga]Ga-1, as well as the slightly different size of
[""In]in-2 and neutral [**Ga]Ga-1. In addition, [""'In]In has a
longer halflife than [*®Ga]Ga. Altogether, these results confirm
the high flexibility and modularity of our dendrimer nanosystems
for bioimaging.

In conclusion, we have developed a supramolecular dendrimer
nanosystem based on self-assembly of the amphiphilic dendrimer
In-2 for SPECT imaging in an orthotopic tumor-xenograft mouse
model. The work present here alongside our previous studies on
PET imaging"" and drug delivery,"®™® highlights that nanosystems
formed from self-assembling dendrimers have great potential as
novel and robust platforms for various biomedical applications.
The supramolecular dendrimer nanosystem developed in this
work can be further extended to radiotherapy, and to applications
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which combine radiotherapy and imaging,™” for example, those
using the radionuclide ['”’Lu]Lu. We are working actively to realize
these exciting possibilities.
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