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Earth-abundant transition metal-based compounds are of high
interest as catalysts for sustainable hydrogen fuel generation. The
realization of effective electrolysis of water, however, is still limited
by the requirement of a high sustainable driving potential above
thermodynamic requirements. Here, we report dynamically self-
optimized (DSO) NiFe layered double hydroxide (LDH) nanosheets
with promising bi-functional performance. Compared with pristine
NiFe LDH, DSO NiFe LDH exhibits much lower overpotential for the
hydrogen evolution reaction (HER), even outperforming platinum.
Under 1 M KOH aqueous electrolyte, the bi-functional DSO cata-
lysts show an overpotential of 184 and —59 mV without iR
compensation for oxygen evolution reaction (OER) and HER at
10 mA cm—2. The material system operates at 1.48 V and 1.29 V to
reach 10 and 1 mA cm~2 in two-electrode measurements, corres-
ponding to 83% and 95% electricity-to-fuel conversion efficiency
with respect to the lower heating value of hydrogen. The material is
seen to dynamically reform the active phase of the surface layer
during HER and OER, where the pristine and activated catalysts are
analyzed with ex situ XPS, SAED and EELS as well as with in situ
Raman spectro-electrochemistry. The results show transformation
into different active interfacial species during OER and HER, reveal-
ing a synergistic interplay between iron and nickel in facilitating
water electrolysis.

Introduction

Highly efficient, low-cost and long-lived catalysts are crucial
components in energy conversion of electricity into fuels and
chemicals." Renewable energy from wind and solar is strongly
intermittent in nature where diurnal or seasonal variations
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Broader context

Earth-abundant transition metal-based catalysts are of high interest in
sustainable fuel generation as they potentially provide a dramatic
lowering of costs and enable scalability beyond the Gigawatt scale. The
realization of effective electrolysis of water in alkaline conditions,
however, is still limited by the requirement of a high sustainable
driving potential above thermodynamic requirements. Here we report
dynamically self-optimized NiFe layered double hydroxides (LDHs) that
show excellent performance for both the hydrogen (HER) and oxygen
evolution reaction (OER) with 83-95% electricity-to-fuel conversion
efficiency in the range 10-1 mA cm > and —59 mV and 184 mV over-
potential for the HER and the OER at 10 mA cm > The active surface
phases during the HER and OER reactions are characterized with a variety
of ex situ and in situ techniques and add fundamental insights in the
prevailing oxidation states and phases dynamically formed during the
reactions, revealing a synergistic interplay between iron and nickel in
facilitating effective water electrolysis via oxyhydroxides. The study shows
that transition metal oxyhydroxides operate as effective bi-functional
catalysts in alkaline water splitting, promising for integration into
renewable technologies such as fuel formation from wind- or solar
based electricity in electrolyzers for sustainable production of hydrogen
or other clean fuels.

motivate storage of the energy for later use.>* For short term
storage, batteries are promising alternatives with close to unity
in columbic efficiency but less efficient for storage over weeks
and seasons due to natural self-discharge.* Pb-, Ni-metal-
hydride, and Li-based batteries would need periodic recharge
to compensate for energy losses if not used within a few days. In
addition, although almost all the stored electrons can be
extracted, the system normally has to be charged at a higher
potential than the operating voltage, resulting in a power effi-
ciency of between 70 and 98% depending on battery type and
charge rate,” where fast charging results in lower power efficien-
cies. Storage of wind and solar energy in zero-emission fuels
such as hydrogen is here an alternative that can be used for
heating or electricity on-demand to achieve versatile utilization
of the energy at a later stage.>” This approach®® has so far been
hampered by much lower power efficiency in the conversion

This journal is © The Royal Society of Chemistry 2019
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from electricity to fuel, the difficulty in scalability due to the use
of precious elements and limitations in the fuel-cell power
conversion efficiency (PCE). In this study, we show that DSO
Ni-Fe based catalysts provide a promising solution to the first
two obstacles.

Water electrolysis offers an effective way to produce high-
purity hydrogen'®"" where renewable electricity from wind and
solar energy can be utilized. Renewable electricity-driven water
splitting technologies largely rely on anode and cathode reac-
tions, with a need for catalysts to lower the overpotential required
above the thermodynamic requirements of 1.229 V."> Most
commercially available water electrolyzers are mainly operated
under either strong alkaline or strongly acidic conditions."*"*
However, the conditions and processes required to produce
optimal catalysts are typically different for OER and HER, which
could result in manufacturing complexity and cost increase.'®
Here it is meaningful but challenging to develop promising
bi-functional catalysts for an overall system. Considering the
earth-abundance and cost-efficiency, great attention has been
given to first-row transition metal-based compounds, including
transition metal alloys, oxides/hydroxides/oxyhydroxides, nitrides,
phosphides, sulfides, and selenides. Among these, most of the
studies are performed only for a half-reaction, either OER'**® or
HER,*°?? while a few are suitable and investigated for both
reactions as a water electrolyzer.*?* In addition, the starting
material is seldom the same as the active material created under
the strongly acidic or alkaline conditions under different applied
bias as evident from normal Pourbaix diagram analysis, and this
is further complicated by the inclusion of several metals. Herein,
we report a dynamically self-optimized NiFe LDH catalyst, which
does not only show low OER overpotential but also accelerate
electron transfer and gas release for the HER reaction. The
prevailing oxidations states and the crystallinity of the pristine
and self-optimized catalysts were analyzed with XPS, TEM and
EELS analysis. In situ Raman electro-spectroscopy was utilized to
monitor the active surface phases during OER and HER, and the
role of Ni and Fe at different potentials.

Results and discussion
Electrochemical analysis

The anodic performance of the catalyst was characterized by
linear sweep voltammetry (LSV) in a three-electrode configu-
ration at a scan rate of 5 mV s~ ' under 500 rpm magnetic
stirring (Fig. 1A, ¢f. other stirring rates in Fig. S1, ESIt). For
comparison, pristine Ni foam and platinum (Pt) foil were
studied under identical conditions. In Fig. 24, it is seen that
the fresh NiFe LDH only required 182 mV overpotential (ogr)
to reach 10 mA cm ™2 in 1 M KOH, which is considerably less
than the bare Ni foam (355 mV), Ni(OH), (402 mV) and Pt foil
(414 mvV). As a cathode, the fresh NiFe LDH exhibits an over-
potential (7ggr) of —204 mV to reach a current density of
10 mA cm 2. The HER property of the fresh NiFe LDH is better
than the pristine Ni foam and Ni(OH), but not as good as the Pt
foil (Fig. 1B). Inspired by the function of aging and the
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importance of durability of the electrolyzer system, we tested
the performance of the electricity-driven water electrolyzer at
1.7 V for 100 h in base electrolyte at room temperature. As seen
in Fig. 1C, the corresponding current density (normalized to the
geometric area) presents a notable increase from 9.3 mA cm ™ to
12.7 mA cm > The catalytic properties of the overall water
splitting before and after 100 h electrolysis were investigated
by LSV (Fig. 1D). The aged catalyst shows that only 1.48 V and
1.29 V are required to achieve 10 mA ecm > and 1 mA cm >
water splitting current density in a two-electrode configuration.
Their corresponding electricity-to-hydrogen efficiencies are
83-95%, with respect to the lower heating value of hydrogen
(237.18 kJ per mol produced H, or 1.229 V), while current
commercial electrolyzers operate at an efficiency between 60 to
73%.%° The operating current densities are typically higher in
commercial electrolyzers whereas 10 mA cm™ 2 and 1 mA cm ™2
are commonly the current density range used in upcoming, not
yet commercialized, technologies such as photocatalysis,
PV-electrolysis and fast charging Li-ion battery technologies. A
note of comparison; the upper current density of 10 mA cm >
corresponds to quite harsh charging conditions with about
1.5 times higher charging current densities than the ones used
in conventional graphite based Li-ion batteries as well as
among the highest reported for the full water splitting reactions
in photocatalysis, while the lower current density corresponds
to slow charging.”” In order to identify the dominant contribu-
tion to the increased performance in the NiFe LDH catalyst, the
anodic and cathodic half-cell reaction was measured by the
corresponding aged catalysts (O-NiFe LDH and H-NiFe LDH) in
a three-electrode configuration, separately. The anodic catalytic
property was not appreciably changed at the current density of
10 mA cm 2 (Fig. 1E). Interestingly, the cathodic performance
on H-NiFe LDH exhibits a more than 2-fold decrease of the
overpotential after prolonged use, ultimately requiring —59 mV
overpotential to achieve the current density of 10 mA c¢cm >
(Fig. 1F). In addition, for comparison, the aging process on Ni
foam and Ni(OH), were studied as well (Fig. S2, ESIt). As shown
in Fig. S2 and Table S1 (ESIt), Ni foam exhibits a large current
decrease with time, effectively showing that the improved
performance of aged NiFe LDH is not due to the Ni foam
substrate. The increased activity of aged Ni(OH), matched well
with previous reports®®?° that the incorporation of Fe in
unpurified 1 M KOH promotes the catalytic activity and further
indicates the importance to study the property of NiFe LDH.
Overall, the whole overpotential of aged-NiFe LDH was
243 mV, which is 251 mV lower than that of the commercial
Pt foil (with a total overpotential of 494 mV) tested under
identical conditions (Fig. 2A). A multi-step chronopotentiometric
comparison in a three-electrode configuration (Fig. 2B) shows a
negligible change with current density for the anodic catalytic
property, while the H-NiFe LDH exhibited improved HER
catalytic performance for all the increased current densities
from —5 mA cm 2 to —40 mA cm 2. These chronopotentio-
metric responses are consistent with the LSV results, which
reflects that H-NiFe LDH possesses excellent mass transport
properties and a lower activation barrier. To gain an insight

Energy Environ. Sci., 2019, 12, 572-581 | 573


http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/c8ee03282c

Open Access Article. Published on 04 January 2019. Downloaded on 3/17/2026 2:34:09 AM.

Thisarticleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

(cc)

Energy & Environmental Science

>

60
R oxygen evolution reaction
§ 50+ NiFe LDH
< Ni foam
E 4ol —NiOH),
g = Pt foil
2
2 304
(]
-]
e 20+
o
E
3 10
0 T

0.8 1.0 1.2 1.4 16 1.8 2.0
Potential vs. RHE (V)

N

20
18 1
16+
144
12+
10+
8
6
44
2

0 T T T T
0 20 40 60 80

Time (h)

2-electrode

12.7 mA cm?

9.3 mA cm?

Current density (mA cm?)

20

oxygen evolution reaction

NiFe LDH
=== (-NiFe LDH

10

Current density (mA cm?)

0 T T T T
1.3 1.4 1.5 1.6 1.7 1.8

Potential vs. RHE (V)

View Article Online

Communication

B,
«— {hydrogen evolution reaction
‘E  -5- ——NiFe LDH
o { e Ni foam
T 10 ——Ni(OH),
= Pt foil
2 -15
(2]
2 J
g -204
- 4
=]
o -25-
o
5 J
O 30
'35 T T T T T T
07 -06 -05 -04 -03 -02 -01 00
Potential vs. RHE (V)
D,
L 2-electrode
£
(3]
< 304
3
2
2 20-
[
T
g
£ 104
=1
o
‘— NiFe LDH//NiFe LDH
od ———H-NiFe LDH//O-NiFe LDH
1.2 1.4 1.6 1.8 2.0
F Voltage (V)
—~ 04 . .
':'E hydrogen evolution reaction
O -10{ ==——NiFe LDH
g = H-NiFe LDH
~ -204
>
=
2 30
@
°
e 404
o
=
= .50
o
'60 T T T T T T T
-07 -06 -05 -04 -03 -02 -01 00

Potential vs. RHE (V)

Fig. 1 Electrochemical characterizations. All current densities and operating voltages were measured in 1 M KOH aqueous electrolyte without
iR-compensations under 500 rpm magnetic stirring. (A) OER and (B) HER polarization curves of different catalyst electrodes in a three-electrode
configuration versus the RHE potential scale. All scan rates were 5 mV s~ (C) J—t curve obtained with the NiFe LDH in a two-electrode configuration at
1.7 V applied voltage. (D) The overall water splitting bi-functional activities were measured on initial NiFe LDH (NiFe LDH//NiFe LDH) and aged catalysts
(O-NiFe LDH//H-NiFe LDH) in a two-electrode configuration. The comparison of OER (E) and HER (F) polarization curves of pristine and aged NiFe LDH

at a scan rate of 5 mV s* in a three-electrode configuration.

into the overall reaction kinetics and dominating reaction steps,
Tafel plots were constructed as shown in Fig. 2C and Fig. S2 (ESIY).
The Tafel slope of 62.3 mV dec " for H-NiFe LDH is lower than
that of NiFe LDH (78.39 mV dec '), confirming the intrinsic
favorable catalytic property of H-NiFe LDH. In alkaline media,
the hydrogen evolution reaction on the surface of metal (M),
or metal composites, contains two primary steps, involving
an electron transfer process that forms the adsorbed hydrogen,

574 | Energy Environ. Sci,, 2019, 12, 572-581

(HO+M + e < M-H,gs + OH ™, Volmer reaction) together with
an electrochemical desorption process (Hy,O + M-H,4s + € <
M + H, + OH™, Heyrovsky reaction) or a chemical desorption
process (2M-H, 45 <> 2M + H,, Tafel reaction). According to the
HER kinetic model,*® the Tafel slope of 62.3 mV dec™* on the
surface of H-NiFe LDH is between the theoretical values for the rate-
determining Volmer (120 mV dec™ ") and Heyrovsky (40 mV dec ™)
cases and thus indicates that the HER is proceeding via a

This journal is © The Royal Society of Chemistry 2019
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Fig. 2 Comparison of pristine NiFe LDH and self-optimized catalysts H-NiFe LDH and O-NiFe LDH. (A) Overpotentials obtained from OER and HER
polarization curves of different catalysts at the current density of 10 mA cm™2 without iR correction in 1 M KOH aqueous electrolyte in a three-electrode
configuration. (B) Multistep chronopotentiometric test at different current densities based on the geometric surface area (5 mA cm™2 10 mA cm™2,
20 mA cm™2, 30 mA cm™2 and 40 mA cm™2), without iR compensation in 1 M KOH aqueous electrolyte in a three-electrode configuration. (C) Tafel plots
of NiFe LDH and H-NiFe LDH in 1 M KOH at 5 mV s~ with 100% iR compensation. (D) Differences in charging current density (J, — J.) plotted against scan
rates. The linear fitting slope, approximating twice the double layer capacitance Cqy, was used to represent the ECSA. (E-G) SEM images of NiFe LDH

before and after 100 h water electrolysis at room temperature.

Volmer-Heyrovsky reaction, which is assumed to be the same
in the HER process on NiFe LDH. In the OER process (Fig. S3C,
ESIt), the Tafel slope of O-NiFe LDH (28.83 mV dec ') is similar
to that of NiFe LDH (34.34 mV dec '), close to 2.303(RT/2F) V
per decade at a temperature of 7 = 298.15 K, suggesting that
combination of MOH is rate determining.*"*> According to the
Tafel equation n = b x logJ + a, the exchange current density

This journal is © The Royal Society of Chemistry 2019

(Jo) of NiFe LDH and H-NiFe LDH is 0.38 mA cm 2 and
1.85 mA cm™ 2 respectively. A large J, indicates a large surface
area, fast electron transfer rate, and favorable HER kinetics,**
which means that the H-NiFe LDH has been markedly improved
for HER.

Complementary evidence for the HER mechanism was obtained
by electrochemical impedance spectroscopy (EIS, Fig. S4, ESIt).

Energy Environ. Sci., 2019, 12, 572-581 | 575
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The Nyquist plot shows a semicircular arc with a much smaller
diameter for H-NiFe LDH than that of NiFe LDH. The low
frequency intersections of the semicircle with the real impe-
dance axis signify a smaller reaction resistance for H-NiFe LDH,
which implies a lower reaction barrier for hydrogen generation.
In addition, the inductive behavior at large overpotentials in
the low frequency range is weakened for H-NiFe LDH. The
presence of a low frequency inductance is also a signature of
the dominating Volmer-Heyrovsky reaction since the Volmer-
Tafel reaction cannot give rise to inductive behavior.>* Note
that the inductive response is not directly related to the surface
coverage,®® but instead to the surface coverage relaxation, i.e.
the part of the current originating from a change in surface
coverage.

The reaction resistance for OER at 400 mV was not evolved
to a full semi-circle (Fig. S5, ESIf) but confirms a similar
reaction resistance for both the pristine and aged catalyst
(NiFe LDH and O-NiFe LDH) as it is below 1 Q for both cases.
The electrochemical double-layer capacitance (Cq) was esti-
mated by cyclic voltammetry (CV) in the non-faradic reaction
range (Fig. S6, ESIf). It is proportional to the electrochemical
active surface area (ECSA). The current difference (AJ = J. — J¢)
at multiple scan rates was used to estimate Cgqj, where the slope
is two times Cq;. From Fig. 2D, it is clear that Cy4;, of H-NiFe LDH
is 7.22 mF cm >, about three times larger than that of NiFe
LDH (2.16 mF cm ™ ?). The larger surface coverage of active sites
in H-NiFe LDH promotes the electrocatalytic reaction rate and
hydrogen production.

Material analysis

The surface morphology and dispersion of elements also have a
decisive effect on the catalytic activity. A series of characteriza-
tion techniques were used to characterize the surface properties
of the catalyst before and after 100 h water electrolysis. Scanning
electron microscopy (SEM) images (Fig. 2E-G and Fig. S7A, D and
G, ESIY), energy-dispersive X-ray spectroscopy mappings (Fig. S7,
ESIt) and X-ray photoelectron spectroscopy (XPS, Fig. S9A, ESIt)
showed that there was no obvious change of catalyst surface
morphologies and the dispersion of Fe, Ni, and O elements or
their relative composition before and after 100 h operation. The
slight composition of potassium (Fig. S8 and S9A, ESIt) was from
the electrolyte. Transmission electron microscopy (TEM) images
(Fig. S7B, E, and H, ESIf) show that the catalysts consist of
ultrathin layers, which is beneficial to exposed surface reactive
sites. TEM images (Fig. S7C, F and I, ESI}) reveal that the
hydrogen evolution reaction contributed to a beneficial crystal
restructuring during 100 h testing, manifested as the clear
presence of many small crystals. SAED results (Fig. 3A) show
the same crystal structure as as-observed XRD pattern (Fig. S10,
ESIt) with interplanar distances of 0.15 nm, corresponding to
nickel-iron carbonate hydroxide hydrate (113) planes, suggesting
that the crystal structure is maintained during aging. It is
noteworthy that the sharpness of the ring pattern is increasing
markedly from left to right in the first row of Fig. 3A, which
reveals an increase in crystallinity during gas evolution. This is
also confirmed by photoluminescence (PL) measurements, in
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which the PL intensity of H-NiFe LDH is much higher than
the pristine NiFe LDH and slightly stronger than O-NiFe LDH
(Fig. S11, ESIY). The dynamically enhanced crystallinity is here
contributing to improved charge and ion transport, which leads
to decreased reaction resistance as also seen in the EIS analysis
(Fig. S4, ESIT). These mutual effects of each unique structural
property result in one of the highest conversion efficiencies
from electricity to hydrogen fuel in a non-precious metal oxide
catalyst to date.

Ex situ X-ray photoelectron spectroscopy (XPS) and electron
energy loss spectroscopy (EELS) were performed to give more
information about valence states before and after water electro-
lysis. Fig. 3B shows Ni 2p spectra, which show two spin-orbit
peaks with a binding energy difference of ~18 eV, namely Ni
2p1/» and Ni 2p;3/, with two shakeup satellites. The Ni 2p,,, and
Ni 2p3, spectra were deconvoluted into four peaks, located at
~853.9, 871.5 eV, ~855.3, and 873.1 eV. The relative increase
of the high-energy peak within the convolution as well as the
accompanying broadening of the total peak indicate a slight
increase in Ni** with respect to Ni** for the catalyst after the
OER reaction (O-NiFe LDH) and a more pronounced increase in
valence after the HER reaction (H-NiFe LDH). For the O 1s
spectra, (Fig. 3C), the peak around 529.5 eV can be assigned to
lattice oxygen in nickel(n) species®® while the O 1s spectrum
peak at a higher energy (~531 eV) is characteristic for oxygen
bound to species with higher valence, here primarily higher
valence Ni** compounds.®” In addition, the energy of this peak
also matches oxygen bound in CO,;" in the interlayer.?® As the
531 eV peak is increasing slightly after the OER and more
markedly, after the HER, consistent with the Ni 2p satellites,
and that the concentration of inter-layer CO;>" is not expected
to change for a fixed stoichiometry and carbon free electrolyte,
both these observations point to a slight increase in the valence
for Ni after the OER and a more pronounced valence increase
after the HER. As the high energy peak is significantly stronger
for H-NiFe LDH, it indicates a correlation between increased
valence in nickel in the catalyst and the favorable HER
efficiency. The observation of Fe 2p,,, and Fe 2p;/, at 724 and
711.6 eV confirms that the dominant Fe species cannot be in
the Fe®" state (Fig. S9B, ESIT). In the O 1s spectra, Fe species
bound to oxygen are expected to give contributions to the low
energy peak at around 529.5 eV.*® Although the exact energy
positions of the peaks discussed above are sensitive to the
bonding conditions or phases, especially in oxides and hydroxides,
the various integrated areas of the different Ni and O species
(Fig. 3B and C) and the variable L;/L, ratio of Ni and Fe
(Fig. S12, ESIt) indicate that the reactive steps under OER
and HER in alkaline media are different. The post-mortem
measurements cannot, however, certify if the findings repre-
sents the prevalent valence of the active phase during increased
Fermi-level as an electrocatalysts or represent the depleted
phase after the reaction has taken place. So although informa-
tion of the change in valance from ex situ measurements can be
instructive, information is lacking on how the situation is
changing when a potential is applied to the anode or the
cathode, resulting in the formation of an active catalyst surface

This journal is © The Royal Society of Chemistry 2019
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integration ratio of the corresponding species.

layer. Therefore, in situ measurements during the reaction are
necessary to thoroughly characterize the catalysts and we now
proceed to discuss this subject.

To obtain information about the chemical identities of the
active surface layer, Raman spectroscopy was performed.
Raman spectroscopy is here a versatile tool that can detect
intermediate amorphous states, potential clusters/molecular
species, and recrystallization status.>® Raman peaks of initial
NiFe LDH were observed at 486, 567 and 699 cm™' under

This journal is © The Royal Society of Chemistry 2019

532 nm excitation (Fig. S13, ESIT), which agree with previously
reported peaks in the Ni-Fe system.’®*' Fourier transform
infrared spectroscopy (FT-IR) shows the stretching vibrations
of intercalated carbonates in the NiFe LDH at 1337 cm
(15C05>7)* and 1053 em™* (1,CO;>7)* (Fig. S14, ESIf). From
the various ex situ characterizations, there is a clear difference
between pristine NiFe LDH and the aged catalysts operating
under the two different reactions (H-NiFe LDH and O-NiFe
LDH). In order to probe interfacial active phases of catalysts
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under the HER and OER reaction conditions, in situ Raman
spectro-electrochemistry was performed with controlled electro-
chemical overpotentials in 1 M KOH aqueous solution. A photo
of the in situ Raman experiment setup is given in Fig. S15 (ESIT).
The broad feature at ~1637 cm™ " is attributed to characteristics
of water and the Raman peak at around 1066 cm ' could
indicate the presence of intercalated carbonate ions (Fig. 4A
and 5A),"" which is well matched with FT-IR analysis (Fig. S14,
ESIt). The Raman peak observed at ~140 cm™ " can be assigned
to either Ni or Fe hydroxide species because of overlapping
of these bands.*> We found that the active modes between
400 cm™ ' and 600 cm " are potential dependent, clearly
presented in Fig. 4B, 5B, and Fig. S16 (ESIt). Compared with
Fig. S16 (ESI{), the bands at 455 and 526 cm™ ' under HER
process in Fig. 4B could be attributed to metal-oxygen

A : ——no bias
140 -Ni-H omv
——-100 mV
. FeOOH 1066 — 150 MV
=
S !
2
®
c
3
£\
500 1000 1500 2000 2500
Raman shift (cm™)
B C H,0
3
«
2
‘®
c
3
£
40 4 4 M
Y Y b 4
400 500 600 Hydrogen Evolution Reaction

Raman shift (cm™)

Fig. 4 In situ Raman spectrum with 532 nm excitation under HER con-
dition. (A) In situ Raman spectra collected in a large wavenumber region
from NiFe LDH during HER process in 1 M KOH at various overpotentials vs.
RHE. (B) Magnification of the corresponding orange wavelength region of
(A). Schematic illustration (C) showing the reaction mechanism for HER on
NiFe LDH. Water from the aqueous electrolyte dissociatively adsorbs on
the metal center, forming H,q intermediate on the Ni2* center (H,q—NiO),
as well as forming OH,q intermediate on the Fe®* center (OH.q—FeQ),
subsequently releasing OH™ after accepting the electron. Then hydrogen
from a second H,O associates with the NiO and the H,q—NiO group and
the two adsorbed H combine to form H,. The detailed HER process is
shown in the ESI.}
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Fig. 5 In situ Raman spectrum with 532 nm excitation under OER con-
dition. (A) In situ Raman spectra collected in a large wavenumber region
from NiFe LDH during OER process in 1 M KOH at various overpotentials
vs. RHE. (B) Magnification of the corresponding green wavelength region
of (A). (C) Schematic picture showing the OER mechanism of NiFe LDH.
OH~ from the aqueous electrolyte is found to adsorb on the Ni2* center at
modest overpotentials (y ~ 200-300 mV), forming OH,4 intermediate on
the Ni site. The absorbed OH groups react with other such groups to form
reaction intermediates that are further oxidized to O, and H,O, where the
OER mechanism has been added into the ESI.¥

vibrations for Ni(OH),"® and FeOOH (Fe**),"” respectively. The
presence of Fe** is consistent with the XPS results. Based on the
combination of the XPS and Raman data, the presence of Fe
seems to suppresses the electrochemical self-reduction activity
of Ni compounds (Fig. 4B and Fig. S16, ESIt), which in turn
would promote the dissociation of water (H,O +e~ < H+OH™).
In addition, two broad vibration features turn up after —150 mv
at 550-900 cm ' (peak at 841 ecm ') and as a broad shoulder
below 2000 cm ™" (violet circles, Fig. 4A). The features increase
with increasing overpotential and can be assigned to hydrated
nickel that has been previously reported to exhibit features
at 550-950 cm™ "' as well as around 2000 cm™" and down to
1600 cm ™ *,***° with a more specific peak at 840 cm "> How-
ever, multi-bonding, variation in bond angles, and the electrolyte
environment is expected to provide a further broadening of
the features. The formed species (H,g-NiO and OH,4-FeO)
are then compatible with that the water dissociation step

This journal is © The Royal Society of Chemistry 2019
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Fig. 6 Schematic representation of the electrocatalytic generation of H, in alkaline media. FeOOH and Ni-H are the formed surface adsorbed
intermediates during HER process, while, y-NiOOH is the observed surface intermediate under OER process. The self-optimized bifunctional
electrocatalyst NiFe LDH reduces the required driving energy and thus realizes a highly versatile energy conversion efficiency.

(Volmer reaction) is followed by H adsorption on Ni sites
(NiO + H <> H,g-NiO) and the adsorption of OH,4 produced
by water dissociation on Fe sites (Fig. 4C). The HER kinetics will
rely not only on the rate of H,q adsorption but also on the rate
of electron transfer and the ability to release the species to
reactivate the site. The synergetic effect of NiFe compounds
serves to optimize the reaction route by enhancing the bond
association with H,q-NiO and a second hydrogen by the
formation of FeOOH without adding too much bonding energy
to meet the transition energetic demand for release, showing
up as a catalytic improvement for HER.

In water splitting, as is well known, the reaction path of the
OER is more complicated than that of the HER, involving more
reaction intermediates before O, evolution. Fig. 5A shows the
transformation of Ni(OH), to NiOOH with increased over-
potential on the surface of NiFe LDH. The observed frequencies
of 477 £ 1 and 557 £+ 1 ecm ™' (Fig. 5B and Fig. S14, ESIt) match
well with spectral features of y-NiOOH where the average
oxidation state of Ni is +3.3 to 3.7,°°? this is beneficial to
achieve a high reactivity of OER.>® Raman bands at 477 + 1 and
557 + 1 cm™ ' were generated from 0 mV overpotential vs. RHE
toward water oxidation on Ni(OH), (Fig. S16 and its other
material characterization results are shown in Fig. S17-S19,
ESIT), while, NiFe LDH exhibited a sluggish transition period
from Ni(OH), to NiOOH at a larger overpotential. This indicates
that the presence of Fe in NiFe LDH inhibits the electrochemical
oxidation of Ni(OH), to NiOOH, consistent with previous sugges-
tions for the half-reaction.*® Additionally, the higher ratio of
intensities of two Raman bands of y-NiOOH and the water
molecular vibration in NiFe-based catalyst indicate its highly
efficient species transformation, thus resulting in increased gas
evolution that in turn scatter light and change the Raman cross
section. Based on our observation (Table S2, ESIt), we suggests
that at low potentials OH,q is adsorbed at Fe sites to form
FeOOH on the NiFe LDH electrode whereas at the higher

This journal is © The Royal Society of Chemistry 2019

potentials it tends to be absorbed at (or migrated to) Ni sites
as revealed by the emerging Raman features of NiOOH. This
behavior can be rationalized by realizing that the interaction of
OH™ with Fe*" is stronger than with Ni**, which is consistent
with the behavior of Fe®* as a stronger Lewis acid. At the
increased applied potential, the electronic effect of Fe** could
induce a higher Ni valency, more likely to bond with OH™ to
accelerate the water dissociation in alkaline electrolyte. Taking
into account the Raman spectra data evolving at different over-
potentials, the active Ni phase in NiOOH-mediated OER is the
high Ni valency-containing y-NiOOH. As schematically shown
in Fig. 5C, the OH,q selectively adsorbed on Ni sites to form
OH,4-Ni’" and then release O, by combination steps.

Based on the valence state analysis from ex situ XPS, EELS,
the limiting reaction steps from EIS and most importantly the
active surface species emerging at different potentials from the
in situ Raman data, the overall working mechanism and active
surface layers can be summarized (Fig. 6). The results show that
Ni and Fe species contribute differently to the catalytic activity
at different applied overpotentials at the respective electrodes,
forming a synergistic effect beneficial for both the HER and
OER reaction and resulting in the most effective bi-functional
metal oxide water electrocatalysts to date.

Conclusions

A NiFe LDH system is investigated as a bi-functional catalyst as
well as analyzed in detail in terms of the prevailing oxidations
states and active surface species formed. Applied as a bi-functional
catalyst, the system shows a low OER overpotential and is seen to
dynamically self-optimize the active sites, resulting in markedly
improved HER activity that outperforms platinum used under the
same conditions. The overpotential of HER at 10 mA cm™ > was
decreased by 145 mV after the dynamic self-optimization.
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The activated catalysts show an overpotential of 184 and —59 mV
without iR compensation for oxygen evolution reaction (OER) and
HER at 10 mA cm 2 Tafel analysis indicate that the HER
mechanism was rate determined by the Volmer-Heyrovsky
reaction; however, the OER process was controlled by the
characteristics of the combination reaction between metal sites
and OH. A variety of ex situ techniques and in situ Raman
spectro-electrochemistry shows the transformation from
original to active catalyst redox phases according to different
reaction processes and reveal a synergistic electronic interplay
between Fe and Ni in facilitating effective water electrolysis. In
particular, presence of Fe has the function to inhibit the Ni self-
oxidation and promote water dissociation into H, under the
HER process by the formed FeOOH and H,q-Ni%* species, while
v-NiOOH and higher valance Ni was prevalently created during
the OER reaction. The present work shows that dynamically
enhanced crystallinity and atomic mutual effects are crucial for
high efficiency of NiFe LDH catalysts. The system can be
utilized as a low-cost, efficient, and durable bi-functional
catalyst, which bears promises for integration into renewable
technologies, such as fuel formation from wind- or solar based
electricity in alkaline or anion exchange membrane (AEM)
electrolyzers for sustainable production of hydrogen or other
clean fuels.
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