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Engineering proteinosomes with renewable
predatory behaviour towards living organisms†

Chunyu Zhao, Mei Zhu, Ye Fang, Xiaoman Liu,* Lei Wang, Dafa Chen and
Xin Huang *

Communication is a fundamental feature of life, and all living

organisms interact actively with their surroundings to better their

chance of survival through the coordination of group behavior. To

develop mutual interactions between an artificial cell and living

organism, we constructed a positively charged thermo-sensitive

proteinosome with loaded L-arginine modified chitosan oligosac-

charide as an antimicrobial in the hydrogel-based core domain, and

then by controlling the temperature and ionic strength we demon-

strate that changes in both the hydrophobicity and the electrostatic

attraction allowed the constructed proteinosomes to show a pro-

grammed interaction with the living organism E. coli, including capture,

aggregation induced self-suicide, release, and then the renewal of the

proteinosomes. It is anticipated that our results will contribute to the

development of the communication behaviours within artificial cell and

living organism hybrid microsystems, and lay a foundation for further

engineering artificial cell models towards biology inspired materials.

Introduction

The spontaneous self-assembly and spatial integration of molecular
and nanoscale building blocks into semi-permeable aqueous micro-
compartments is providing a new approach to the design and
construction of rudimentary artificial cell-like constructs with
biomimetic functions.1,2 Examples of artificial cells include
liposomes,3–5 polymersomes,6–14 dendrimersomes,15,16 inorganic
nanoparticle-stabilized colloidosomes,17 layer-by-layer micro-
capsules of counter-charged polyelectrolytes,18,19 surfactants or
proteins stabilized oil-in-water emulsions,20,21 and membrane-
free coacervates.22,23 Recently, based on the interfacial assembly of
protein–polymer nanoconjugates at water droplet/oil interfaces, a
protein-enriched microcapsule (proteinosome) was successfully

prepared.24–27 Typically, the polymer poly(N-isopropyl acrylamide)
(PNIPAAm) was covalently attached to the cationized surface of
bovine serum albumin, and the resulting protein–polymer
nanoconjugates then were used as membrane building blocks
to stabilize water droplets dispersed in isooctanol to produce
proteinosomes. The proteinosomes consisted of a closely packed
monolayer of conjugated protein–polymer building blocks with
an outer and inner surface of polymer and protein-rich domains,
respectively. As a synthetic protocell it was shown to be capable of
selective permeability, high level guest molecule encapsulation,
gene-directed protein synthesis, multi-compartmentalization
and spatially confined membrane-gated enzyme activity.14,24–27

Besides these rudimentary studies which have well demonstrated
the design and construction of various artificial cell models
with bespoke structures, functions and behaviours, recently the
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New concepts
For the first time, we developed a biology-inspired proteinosome-based
material which could show programmed mutual interaction with the living
organism E. coli, including capture, aggregation induced self-suicide, and
release of dead E. coli. By the incorporation of L-arginine grafted chitosan
oligosaccharides into the hydrogel matrix of the proteinosome, the E. coli

aggregation-induced self-suicide behaviours allowed the designed
proteinosomes to show a smart and highly efficient bactericidal behaviour.
Significantly, the activity of the proteinosomes could then be recovered by
adding salt and cooling down the temperature. In general, it is anticipated
that the proposed concept such as capture-killing-release could play an
important role in bridging the gap design between biology and materials
science. In particular, given that bacterial contamination and the associated
risk of infection are serious issues in a variety of areas including public
health, medical equipment and water purification etc., the studied
interaction behaviours between the constructed proteinosomes and E. coli

should offer a potential possibility for the development of proteinosome-
based smart antibacterial chasis. In addition, taking the designed
proteinosome as a type of protocell, our results should also illustrate a way
to engineer synthetic protocells towards advanced programmed interaction
behaviors in protocell and living organism hybrid microsystems. We think
that this work will be of interest to a wide community of scientists engaged in
research based around bio-inspired materials, protocells and soft matter.
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advanced design of synthetic artificial cells and the investigation of
the communication behaviour within artificial cell communities
have been attracting more and more attention from academic
communities.

Within this context, recent studies by Mann and coworkers
successfully demonstrated a predation-based communication
behaviour in an interacting community of protease-containing
coacervate micro-droplets and proteinosomes,28 as well as a
rudimentary form of artificial phagocytosis based on controlled
engulfment by taking micro-compartmentalized colloidal objects
as a model of a synthetic protocell community.29 Raghavan et al.
demonstrated a microscale polymer capsule that was able to
show an enzyme-triggered degradation of a certain type of
polymeric microbead in their immediate vicinity.30 Chemical
communication between populations of synthetic vesicles and
bacterial cells via carbohydrate,31 biological autoinducer32,33 or
chemical signals was also developed.34–37 Although these studies
well indicated the possibility of engineering protocell models as
microreactor networks capable of chemical interactions with living
organisms, the advanced design of the protocells as a multiplex
consortia towards programmable interaction with living organisms,
which could lead to a deeper understanding of information-
processing among multicellular communities and then allow
for the development of life-inspired materials, still needs our
great effort.

In this study, we constructed a positively charged and thermo-
sensitive proteinosome with loaded acid-sensitive hydrogel
composed of aldehyde-functionalized dextran (Dex-CHO), catio-
nized bovine serum albumin (BSA-NH2) and L-arginine grafted
chitosan oligosaccharides (COS-Arg) cross-linked by the formation
of Schiff base bonds. For the first time we showed a programmed
recycled interaction between the proteinosome-based artificial cell
and living organism E. coli upon receiving different external stimuli.
At 37 1C and in deionized water solution, the living organism E. coli
could be highly adsorbed onto the surface of the constructed
proteinosomes with the coverage of ca. 93 E. coli per proteinosome.
With the amount of attached E. coli increasing, the E. coli
colonization on the surface of the proteinosomes would result
in an acidic local environment due to the metabolism of the
E.coli, and thus the loaded COS-Arg inside the proteinosomes
would be triggered to release out, which leads to the death of the
E. coli. Interestingly, the dead E. coli could be desorbed from the
surface of the proteinosome by cooling down the temperature to
25 1C associated with the addition of 50 mM phosphate buffered
saline (PBS) pH 7.4, which then allowed renewal of the designed
proteinosomes for the next round of predation towards E. coli.

Results and discussion

To fabricate a positively charged and thermo-sensitive proteinosome,
a quaternary-ammonium monomer methacryloxyethyl dimethyl-
ethane ammonium bromide (MEDAB) was specially synthesized. It
was then employed to copolymerize with the temperature sensitive
monomer N-isopropyl acrylamide (NIPAAm) by reversible addition–
fragmentation chain-transfer (RAFT) polymerization, thus giving an

a-end-capped mercaptothiazoline-activated polymer (PNIPAAm-co-
PMEDAB) by using a designed trithiol RAFT agent (Mn 8040 gmol�1,
PDI 1.21, monomer repeat units of NIPAAm and MEDAB 52 and 8,
respectively, Supplementary methods and Fig. S1–S3, ESI†). The
coupling of mercaptothiazoline-activated PNIPAAm-co-PMEDAB
polymer chains with primary amine groups of cationized BSA-NH2

was proceeded in 50 mM PBS pH 8.0 to produce the protein–
polymer nanoconjugates (BSA-NH2/PNIPAAm-co-PMEDAB). Based
on the ultraviolet-vis spectroscopic measurements (Fig. S4 and
Table S1, ESI†), it showed that there were ca. ten PNIPAAm-co-
PMEDAB chains per BSA molecule which was in agreement with
the measured high molecular weight band in SDS-PAGE gel
compared with that of the free BSA-NH2 (Fig. S5, ESI†). Next by
mixing an aqueous solution of BSA-NH2/PNIPAAm-co-PMEDAB
with isooctanol at a water/oil volume fraction (jw) of 0.06, a good
dispersion of proteinosomes was obtained with the modulated
size ranging from 20 to 50 mm by controlling the concentration
of the protein–polymer nanoconjugates from 8.0 to 2.0 mg mL�1

(Fig. S6, ESI†). After cross-linking, the proteinosomes could be
transferred into a continuous water phase without the loss of
structural integrity (Fig. 1a, b and Fig. S7, ESI†). Also by increasing
the temperature to above the LCST of PNIPAAm (ca. 33 1C), the
hydrophobicity transition of PNIPAAm on the surface of the
proteinosome would allow 23.4% shrinkage in size of a single
proteinosome, accompanied by aggregation behaviour due to
the hydrophobic interaction (Fig. S8, ESI†).

The membrane permeability of the constructed proteinosomes
was evaluated based on the reverse osmosis method to measure
the difference in the fluorescence intensity inside and outside the
proteinosomes by selectively using different molecular weights of
FITC-dextran (from 4 kDa to 150 kDa). In general, the results
indicated that when the molecular weight of FITC-dextran was
above 70 kDa, they could not pass through the membrane and for

Fig. 1 Structural and morphological characterization of proteinosomes.
(a) Optical microscopy images of bare proteinosomes dispersed in oil.
(b) Fluorescence microscopy images of bare proteinosomes dispersed in
water with encapsulated FITC-Dextran. (c) Scanning electron microscopic
images (SEM) of bare proteinosomes. (d) Optical microscopy images of
hydrogel (BSA-NH2/Dex-CHO) encapsulated proteinosomes dispersed in
water. (e) Confocal fluorescence microscopy images (CLSM) of hydrogel-
loaded (red) proteinosomes (green) dispersed in oil and the corresponding
3D structure. (f) SEM of hydrogel-loaded proteinosomes.
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those FITC-dextrans with molecular weight below 4 kDa, they pass
through the membrane freely (Fig. S9, ESI†). Based on the above
observations, in this study, to further improve the spherical
structural stability of the empty proteinosomes, a hydrogel-based
matrix was designed to form inside the proteinosomes where the
building block of a high molecular weight dextran (70 kDa) was
selectively used to avoid any possible leaking. In detail, we loaded
formyl benzoic acid-functionalized dextran with the molecular
weight of ca. 70 kDa (Dex-CHO; 8 mL, 200 mg mL�1, E46 aldehyde
groups/dextran, Fig. S10 and S11, ESI†) and cationized BSA (BSA-
NH2; 68 kDa, 8 mL, 200 mg mL�1, ca. 78 surface primary amine
groups per molecule, Fig. S12 and Table S2, ESI†) into the
proteinosomes. Then, by forming the acid-sensitive Schiff base
linkages at pH 7.4, the protein-polysaccharide hydrogel was
generated inside the proteinosomes where the proteinosome
membrane was labelled by fluorescein isothiocyanate (FITC)
and Dex-CHO of the hydrogel was labelled by rhodamin B
isothiocyanate (RBITC), so that the morphology of a single
proteinosome with loaded hydrogel was clearly observed by
confocal fluorescence microscopy (CLSM), as seen from the
green fluorescent membrane with the loading of red fluorescence
throughout (Fig. 1e). As expected, with the formation of the
hydrogel matrix within the proteinosome, both structural stability
against drying and the interfacial contrast when viewed in
water by optical microscopy were improved obviously (Fig. 1d
and Fig. S7b, ESI†). As seen in Fig. 1f, the spherical structure of the
proteinosome-encapsulated hydrogel could be well-maintained
with a uniform surface texture even after vacuum drying.In contrast,
water-filled proteinosomes prepared without encapsulated hydrogel
showed very low interfacial contrast when viewed in water by optical
microscopy (Fig. S7b, ESI†) and displayed a completely collapsed
morphology in the dry state (Fig. 1c). Also the presence of the
quaternary ammonium monomers enabled the constructed

proteinosomes to exhibit a higher positively charged surface
in DI water (z = 14.5 � 0.5 mV, Fig. S13, ESI†), which provided
the possibility to study the interactions between the proteino-
somes and negatively charged living organisms.

Based on the above observations, given the positively charged
surface and the tunable hydrophobic moiety of the PNIPAAm in
the constructed proteinosomes, negatively charged E. coli (DH5a)
was employed as an example to study the interaction with the
designed proteinosomes. We mixed E. coli (5 � 108 cells mL�1,
0.2 mL) with the constructed hydrogel-loaded proteinosomes
(7.27 � 105 units mL�1, 1 mL) in DI water solution at 37 1C, and
after different incubation intervals both the free E. coli and
proteinosomes with attached E. coli were collected from the super-
natant and sediment via low-speed centrifugation (100 rpm, 60 s),
respectively. The absorption of the E. coli onto the surface of the
proteinosomes was confirmed by the optical microscopic investi-
gation as seen from the increase in the roughness of the proteino-
somes in comparison with the smooth surface of the bare
proteinosomes (Fig. 2a–c). After drying the samples under vacuum,
the attached E. coli on the surface of the proteinosomes were also
confirmed by SEM where the E. coli could be well discerned on the
surface of the proteinosomes (Fig. 2d). Furthermore, attaching
kinetics of E. coli onto the surface of the proteinosomes was
studied (Fig. 2e), where one can observe that at 37 1C the whole
adsorbing procedure took 8 hours to reach the plateau. There
were ca. 93 E. coli per proteinosome after reaching adsorbance
saturation (Fig. 2f), and if assuming all the E. coli were horizontally
arrayed on the surface of the proteinosome, the surface coverage of
the proteinosome by E. coli was about 49.5%.

To further study the interaction behaviour between E. coli
and proteinosomes, a fluorescence activated cell sorter (FACS)
was used where E. coli was stained by DAPI and hydrogel-
loaded proteinosomes were labelled using the red dye RBITC.

Fig. 2 The interaction between the hydrogel-loaded proteinosomes and E. coli. (a) Schematic illustration showing the capturing of E. coli by a higher positively
charged surface of hydrogel-loaded proteinosomes in DI water at 37 1C. (b) Optical microscopy images of the bare hydrogel-loaded proteinosomes dispersed in DI
water. (c) Optical microscopy images of hydrogel-loaded proteinosomes with attached E. coli at 37 1C in DI water, and (d) the corresponding SEM images. (e) The
attachment kinetics of E. coli onto the hydrogel-loaded proteinosomes in DI water, determined at 25 1C and 37 1C, respectively. (f) The average number of attached
E. coli per hydrogel-loaded proteinosome under different conditions. Error bars indicate the standard deviation of three replicating measurements.
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Control experiments using a single population of the E. coli or
proteinosomes gave two-dimensional (2D) pseudo-color plots
of Pacific Bluet dye area (PB450-A) versus phycoerythrin area
(PE-A) that were readily distinguishable (Fig. 3a and b). As a
consequence, immediately after mixing, two distinct populations
were clearly resolved in the 2D pseudo-color plots obtained after
mixing dispersions of the E. coli and proteinosomes (t = 0; volume
ratio 0.6 : 1; number ratio 4 : 1, respectively) (Fig. 3c), and after
8 hours incubation, the disappearance of the E. coli population
well suggested the successful attachment of E. coli onto the surface
of the proteinosomes (Fig. 3d). By plotting the corresponding
histograms of PE-A against count for the samples, significant
changes in the frequency distribution of E. coli after mixing with
the proteinosomes for 8 hours were also obviously observed
(Fig. 3e and f). As summarized in Fig. 3g, after 8 hours incubation,
the proteinosome population remained essentially constant
whereas the E. coli counts reduced linearly to approximately a
quarter of their initial value. In contrast, after 8 hours incubation,
the single populations of the E. coli or proteinosomes un-mixed
were observed in control experiments where the pseudo-color
plots were basically the same as before (Fig. S14, ESI†). Taken
together, these statistical observations suggest that the inter-
action between the proteinosomes and E. coli could happen
widely in the solution, which was also consistent with the
attachment kinetics study (Fig. 2e). In addition, it should be
mentioned that these interactions exhibited a certain degree of
universality, where using another type of E. coli (ATCC 25922) and
the Gram-positive bacteria (Staphylococcus aureus, ATCC6538)
showed similar adsorbing ability (Fig. S15, ESI†).

Interestingly, such interaction could be controlled by the
programmable modulation of the electrostatic attraction and
hydrophobic interaction by increasing the ionic strength or

cooling down the temperature (Fig. 4a). To demonstrate the
interaction, the E. coli attachment efficiency onto the surface of
the proteinosomes under different conditions was determined.
In DI water at 25 1C, with the fading of the hydrophobic
moieties in the membrane of the proteinosome due to the
hydrophilic transition of the PNIPAAm, it showed a 30% decrease
in the E. coli attachment efficiency compared with that at 37 1C
under the same conditions after 8 hours incubation (Fig. 4b).
Alternatively, upon increasing the ionic strength of the mixed
solution by adding 50 mM PBS at pH 7.4, which would result in
the charge screening, no obvious interaction between E. coli and
the proteinosome was observed (Fig. 4b). Based on these observa-
tions, on the contrary, we were wondering whether the attached
E. coli could be desorbed from the surface of the proteinosomes
by controlling the interactions. To do so, we added 50 mM PBS at
pH 7.4 into the E. coli attached proteinosome solution and cooled
down the temperature to 25 1C. As expected, after 4 h incubation,
as seen in Fig. 4c and d, the rough surface of the proteinosomes
became relatively smooth and more than 81% of the attached E. coli
was desorbed from the proteinosomes (Fig. 4e). Interestingly, there-
after, by centrifuging to remove the salt from the solution, such
adsorption and desorption of E. coli on the surface of the proteino-
somes could be continuously cycled by controlling the ionic
strength and temperature (Fig. 4e). However, after three cycle tests,
due to the deformed morphology of the hydrogel-loaded proteino-
somes, the number of attached E. coli on the surface of the
proteinosome decreases obviously (Fig. S16, ESI†).

Upon attaching of E. coli onto the surface of the proteino-
somes, the quaternary ammonium salt in the membrane of the
proteinosome could then disrupt the cell membrane and lead
to the lysis of the E. coli,38 as observed from Fig. 2d where the
morphology of the attached E. coli was deformed. This was also

Fig. 3 The FACS study of the interaction behaviour of E. coli and proteinosomes. 2D pseudo-color plots for (a) E. coli stained by DAPI, (b) hydrogel-
loaded proteinosomes labeled with RBITC, (c) binary population of E. coli and proteinosomes after immediately mixing (t = 0 h, total particles = 10 000,
number ratio of E. coli : proteinosomes = 4 : 1) where the coexistence of E. coli was marked by yellow domain, and (d) binary population after mixing for
8 h. (e and f) Time-dependent FACS-derived histograms for a binary population showing the decrease of PE-A for E. coli (e) and essentially unchanged
fluorescence for proteinosomes (f) after mixing for up to 8 h. (g) Plot of time-dependent changes in counts over an initial period of 8 h for E. coli (green)
and proteinosomes (purple). Error bars indicate the standard deviation of three replicating measurements.
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confirmed by staining E. coli with both propidium iodide (PI)
and fluorescein diacetate (FDA), and as shown in Fig. 5b, after
2 hours incubation, one can see that most attached E. coli was
dead from the appearance of the red fluorescence. However,
such adsorbing and then killing interaction only happened on
the surface of the proteinosome, and most of the free sus-
pended E. coli in the solution was still alive. To further extend
such interaction to a collective interaction behaviour among
the hybrid community solution, inspired by the quorum sensing
in the living organism population, we wondered whether we
could advance the design by constructing an aggregation-
induced release of chemical signals behaviour and then result
in the annihilation of all the free E. coli in the solution. To do so,
an L-arginine modified chitosan oligosaccharide was synthe-
sized as a chemical signal molecule (antimicrobial) (Fig. S17,
ESI†), which was then incorporated into the hydrogel matrix
inside the proteinosomes by forming the Schiff base with the
aldehyde groups (Fig. S18, ESI†). Given that the bacterial
colonization can form when the number of attached E. coli is
increased, which then makes the local environment become
acidic due to the production of acids resulting from the bacterial
metabolism,39 this would trigger the release of the bactericide
(COS-Arg) from the hydrogel due to the cleavage of the Schiff base
bonds. As a control experiment, the release of the COS-Arg from
the proteinosomes at different time intervals was confirmed by
immersing the samples in 50 mM PBS at pH 5.5 (according to the
acidic environment of bacteria) and PBS buffer of pH 7.4,
respectively. From the UV-vis spectroscopy, the release of the

COS-Arg was recorded at 348 nm by forming a chromogenic
derivative with 2,4,6-trinitrobenzene sulfonic acid (TNBSA)
(Fig. S19, ESI†). As expected, it showed a much faster release
rate of the COS-Arg at pH 5.5 than that of the release at pH 7.4
(Fig. 5c). Then, we mixed the hydrogel-loaded proteinosomes
containing COS-Arg with E. coli (1 � 108 cells mL�1) incubated
in DI water at 37 1C, by employing litmus as a pH indicator, and
with more E. coli absorbed onto the surface of the proteino-
somes, it could be observed that their metabolized acidic
products dropped the pH of the solution to ca. 5.5 within 1 h
(Fig. S20, ESI†). As a consequence, the release of the COS-Arg
would be triggered which then killed the free suspended E. coli in
the solution associated with the appearance of the red fluores-
cence (Fig. 5d–g). The killing procedure was also observed in situ
from the fluorescence microscopy image (Fig. 5h), and within 8 h,
about 97% of the E. coli was killed in this system compared with
44% of E. coli being killed by the hydrogel-loaded proteinosomes
in the absence of COS-Arg (Fig. 5i). Moreover, from the study of the
COS-Arg release kinetics (Fig. 5c), there was only ca. 11% of the
loaded COS-Arg released out within 8 h. Therefore, by adding
50 mM PBS at pH 7.4 into the solution and cooling down the
temperature to 25 1C, with the desorption of the attached dead
E. coli, the proteinosomes could be recovered and then could
be used for the second round of the interaction study with
E. coli from the adsorption, aggregation-induced self-suicide to
desorption. It should be mentioned that such interaction cycle
was strictly modulated in sequence by the ionic strength and
temperature, where the whole cycle could be triggered at 37 1C

Fig. 4 Programmable modulation of the interaction behaviour between the hydrogel-loaded proteinosomes and E. coli. (a) Schematic illustration
showing that the interaction between hydrogel-loaded proteinosomes and E. coli could be controlled by increasing the ionic strength (PBS buffer) or
cooling down the temperature (25 1C) to modulate the electrostatic attraction and hydrophobic interaction. (b) The average number of free E. coli was
determined after 8 h under different conditions. (c) Optical microscopy images of the attached E. coli on the surface of the proteinosomes at 25 1C in
water. (d) Optical microscopy images of the attached E. coli on the surface of the proteinosomes at 25 1C in PBS. (e) Reversible binding and release of
attachment and de-attachment of E. coli from the surface of the proteinosomes in DI water at 37 1C or PBS buffer (pH 7.4) at 25 1C, respectively. The
number of bacteria in solution and detached from the surfaces was quantified using the plate counting method. **p o 0.01. Error bars indicate the
standard deviation of three replicating measurements.
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in deionized water. In contrast, when mixing the hydrogel-
loaded proteinosomes containing COS-Arg with E. coli in the
presence of 50 mM PBS pH 7.4 at 25 1C, neither the absorption
nor the aggregation-induced self-suicide like behaviour could
be observed obviously.

Conclusions

In this study, by incorporating a quaternary ammonium-containing
monomer into BSA–PNIPAAm nanoconjugates, a type of thermo-
sensitive proteinosome with a highly positively charged surface was
synthesized. After forming an acid-sensitive hydrogel matrix inside
the proteinosomes, by controlling the ionic strength and tempera-
ture, the interaction between the designed proteinosome and E. coli
was successfully demonstrated including adsorption, aggregation-
induced self-suicide, desorption and renewal. Significantly, by the
incorporation of L-arginine grafted chitosan oligosaccharides into
the hydrogel matrix, the E. coli aggregation-induced self-suicide
behaviours allowed the designed proteinosomes to show a highly
efficient bactericidal behaviour and more than 97% of E. coli could
be annihilated in the system within 8 hours. Interestingly, the
activity of the proteinosomes could be recovered by adding salt
and cooling down the temperature and then could be used for the
second round study. In general, considering the proteinosome as an
artificial cell, our results should illustrate a way to design synthetic

protocells capable of recycling the capture-killing-release of living
organisms, which would contribute to the development of advanced
mutual interaction behaviours in protocell and living organism
hybrid microsystems, and the proposed concept such as capture-
killing-release could also play an important role in bridging the gap
design between biology and materials science. In particular, given
the low cytotoxicity and good biocompatibility shown by the
constructed proteinosomes (Supplementary methods, ESI†), it is
anticipated that the studied interaction behaviours between the
constructed proteinosomes and E. coli should offer a potential
possibility for the development of proteinosome-based smart anti-
bacterial agents towards the challenge of bacterial contamination
and the associated risk of infection in a variety of areas including
public health, medical equipment and water purification etc.
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Fig. 5 Bactericidal activity of the hydrogel-loaded proteinosomes. (a) Schematic illustration showing the aggregation-induced self-suicide like behaviour of E. coli
by the quaternary ammonium salt contact-killing on the surface of proteinosomes and the releasing of the bactericide (COS-Arg) from the proteinosomes due to
the decrease in pH. (b) CLSM 3D merge images of the quaternary ammonium salt contact-killing on the proteinosome surface (green staining indicates live bacteria,
red staining indicates dead bacteria). (c) Release profiles of COS-Arg from hydrogel-loaded proteinosomes at 37 1C under different pH (7.4 and 5.5) and
corresponding percentage of total release in proteinosomes. (d–g) CLSM of the hydrogel-loaded proteinosomes containing COS-Arg with E. coli in DI water, (d)
bright field, (e) green fluorescence channel showing no live E. coli in the system via FDA staining, (f) red fluorescence channel showing that the dead E. coli were
both around the proteinosomes and in the solution via PI staining, and (g) the 3D merge images. (h) CLSM images showing the death of the free suspended E. coli in
the solution in situ at different incubation times. (i) Quantitative analysis of the viability of E. coli in the solution based on the surface contact-killing and releasing of
the COS-Arg (1 � 108 cells mL�1). Error bars indicate the standard deviation of three replicating measurements.
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