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iocyanation of corroles and the
synthesis of gold nanoparticle–corrole
assemblies†‡

Kasturi Sahu,ab Sruti Mondal,ab Bratati Patra,ab Tanmoy Pain,ab Sajal Kumar Patra,ab

Carsten Dosche *c and Sanjib Kar *ab
Herein we demonstrate a synthetic protocol for the regioselective

thiocyanation of corroles. To the best of our knowledge, thiocyanato

appended corrole has never been reported earlier. The resulting thi-

ocyanato appended corrole turned out to be a good corrole based

precursor for the facile synthesis of thiol protected gold nanoparticles

(Au NPs). The ligand system acts as a good bidentate framework and

passivates the gold surface. A strong electronic interaction between

the corrole and the gold nanoparticles is manifested by their unique

photo physical properties and it also confirms that the binding through

b-substitutions has a more pronounced effect even though the cor-

role rings are face-off to the gold surface.
Gold nanoparticles (Au NPs) are extensively used in various
areas like catalysis,1 medicine,2 sensors,3 fuel cells,4 surface
enhanced Raman spectroscopy,5 probes for transmission elec-
tron microscopy,6 and antibiotics.7 One can easily coat the
surface of Au NPs with various molecules, either small or big,
and thus can ne tune their physical and chemical properties.8

In this context, Au NPs bearing p-conjugated molecules are
ideal platforms for various nanoelectronic devices.9 Thus there
is widespread research interest in studying porphyrinoid coated
gold nanoparticles.10 Feringa et al. demonstrated that porphy-
rins having p-conjugation can coordinate with the Au (111)
surface via intramolecular interactions (via linker groups) and
also via interfacial interactions (via inner nitrogens).11 Corrole,
a ring contracted version of porphyrin, has interesting and
different photo physical properties in comparison to
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(ESI) available: Experimental section,
, emission and X-ray data. See DOI:
porphyrin.12 Thus, it is expected that corrole coated Au NPs will
show great promise in designing newer varieties of functional
materials having diverse applications. The importance of the
multi-dentate ligand in binding the surface of the Au NPs in
a specic orientation was demonstrated independently by
Ohyama et al.13 and Teranishi et al.14 Very few research papers
indeed highlight the importance of polydentate ligands as
binders of gold nanoparticles.15 Tour et al. reported that organic
thiocyanates can easily form assemblies on gold surfaces
without the help of any external agent and have several advan-
tages over free thiols or other thiol based precursors.16 Their
observations have prompted us to choose the thiocyanato
appended corrole as a possible precursor for the synthesis of
gold nanoparticle–corrole assemblies. The existing literature
reports that meso-substituted porphyrinoids are used exclu-
sively as binders for gold nanoparticles, and the related b-
substituted derivatives are rarely used for this purpose. As b-
substitution has a more pronounced effect on the electronic
structure, we have chosen b-substitution at the corrole
periphery. In order to obtain the thiocyanato appended corrole
derivative, we have developed a simple and novel protocol for
the regio-selective thiocyanation of corrole. To the best of our
knowledge, the thiocyanato group has never been inserted at
the corrole periphery. We have synthesized corrole coated gold
nanoparticles by using a one-phase strategy.13 Corrole and
HAuCl4 solutions were mixed together, and then a NaBH4

solution was added and stirred for �3 hours. No co-stabilizers
(citrate, TOAB, etc.) were used for this purpose. The thio-
cyanato appended corrole, 3,17-bis(thiocyanato)–5,10,15-tri-
phenylcorrole (1), was prepared by following a strategy
developed by our group (Scheme 1).

5,10,15-triphenylcorrole (TPC) in a carbon disulde solution
was treated with an excess amount of NH4SCN and excess
pyridine. Reuxing for 3 hours resulted in the formation of 1 in
good yields (see the ESI‡ and Scheme 1). The newly synthesized
thiocyanato appended corrole (1) has been fully characterized
using several spectroscopic techniques like CHN analysis, FT-IR
analysis, 1H NMR, ESI-mass spectrometry, XPS and single
This journal is © The Royal Society of Chemistry 2020
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Scheme 1 Synthetic route to 3,17-bis(thiocyanato)–5,10,15-triphe-
nylcorrole, 1.
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crystal XRD (see the ESI; Fig. S1–S6 and Table S1, S2‡).
Considering thiocyanate to be a potent nucleophile, this reac-
tion should be considered a unique class of the nucleophilic
aromatic substitution reaction in corrole.17 Paolesse et al.
described this class of reactions as nucleophilic aromatic
substitution of hydrogens, occurring via two steps. The rst step
is the formation of a s-adduct by simple addition of the
nucleophile to the corrole ring and the second step is the
elimination of hydride. Pyridine is suspected to be a hydride ion
abstractor here. The 1H NMR spectrum of 1 exhibits normal
chemical shis in accordance with the ‘twenty one’ aromatic
protons in the region d,�8.91–7.78 ppm. Negligible shielding is
observed in 1 in comparison with 5,10,15-triphenylcorrole (see
ESI Fig. S4‡). The FT-IR spectrum of 1 as a KBr pellet shows
a peak at 2154 cm�1 due to C^N group stretching (see ESI
Fig. S3‡). The crystal structure of 1 is shown in Fig. 1.

The crystal system is triclinic, and the unit cell contains two
molecules of 1. Important crystallographic parameters for
compound 1 are shown in Table S1.‡ Bond distances and angles
of 1 are in agreement with those of other FB corrole deriva-
tives.12 Pyrrolic nitrogen atoms have shown deviations from the
mean corrole plane (considering the 19-carbon atom plane to be
the mean corrole plane) by distances varying from 0.488 to
�0.052 Å in 1. The corresponding deviations in 5,10,15-triphe-
nylcorrole (TPC) are 0.128 to �0.195 Å.12v The dihedral angles
between the planes of the phenyl rings (meso-substituted phenyl
group) and the 19-carbon mean corrole plane vary signicantly
and are 43.74–78.37�. The corresponding dihedral angles in
TPC are 41.74–50.33�.12v Thus, it appears that the insertion of
two thiocyanate groups at the b-pyrrolic position induced
Fig. 1 Perspective view of 1. Hydrogen atoms are omitted for clarity.

This journal is © The Royal Society of Chemistry 2020
signicant saddling of the corrole framework. The two C^N
(for N (5)–C (38) and N (6)–C (39)) bond distances of 1 are 1.13 Å
and 1.14 Å and the two S–C^N bond angles (for S (1)–C (38)–N
(5) and S (2)–C (39)–N (6)) are 177.66� and 178.85�.

Gold nanoparticles coated with 1 were prepared by addition
of NaBH4 to a premixed mixture of 1 and HAuCl4 (see the ESI‡).
The newly synthesized 1-Au NPs were characterized by CHN,
EDS and FT-IR analysis (see the ESI, Fig. S3 and S7‡). The EDS
spectrum of 1-Au NPs shows the presence of all the constituent
elements (Au, N, and S). From CHN analysis (see ESI‡), we can
roughly estimate that there are 200 corrole ligands on a single
Au NP surface. This implies that there are many physisorbed
corrole molecules at the surface which do not have direct
contact with the gold surface. The UV-Vis spectra of the solid
samples of 1 (very broad and red shied) clearly indicate
extensive aggregate formation (Fig. S1‡). The FT-IR spectrum of
Au NP–corrole assemblies obtained using a KBr pellet shows the
absence of C^N group stretching at 2154 cm�1 (see the ESI,
Fig. S3‡). This conrms that the ligand moiety loses the C^N
group while binding with the Au surface. Fig. 2 shows the time
evolution of the UV-Vis spectra for mixtures of 1 (�10�6M),
NaBH4 (�10�4M), and HAuCl4 (�10�5 M) in DMF. The initial
spectrum (black colour, colour online) was for pure 1 in the
DMF solution. It was observed that the positions of the Soret
and Q bands in 1 are negligibly changed upon addition of
NaBH4. However, both bands are drastically different in inten-
sity upon gradual addition of the HAuCl4 solution. The red
coloured nal spectrum (colour online) was obtained aer the
addition of optimal concentration of the HAuCl4 (�2 � 10�5M)
solution. The nal spectrum obtained aer 2.5 hours shows
a clear signature of the combination of the characteristic Soret
band of corrole 1 (as a weak shoulder) and the strong plasmon
band of gold nanoparticles. The surface plasmon resonance
(SPR) band appears at 525 nm.13,14 The intensity of the Q bands
of 1 is drastically reduced but it still remains as a shoulder at
around 655 nm. However, the Soret bands are broadened but
the shis of the bands are negligible. A direct comparison of
these UV-Vis spectra with that of the FB corrole 1 (prior to Au–
thiol contact formation) is not possible because aer the
Fig. 2 Time evolution UV-vis spectra of a mixture of 1 (�10�6M),
NaBH4 (�10�4M), and HAuCl4 (�10�5 M) in DMF.
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Fig. 5 Fluorescence decay profiles of (a) 1 (—); lem¼ 672 nm and (b) 1-
Au NPs ( ); lem ¼ 672 nm. The red line represents the IRF.
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interaction of FB corrole 1 with the gold nanoparticles, the
thiocyanate group loses the cyanide fragment (aer Au–thiol
contact formation) and thus the ligand electronic structure is
perturbed.

These results are in complete agreement with those for
previously reported porphyrin thioester protected gold nano-
particles.14 In line with the previous report by Teranishi et al.,
our absorption spectra also suggest that a strong electronic
interaction exists between the corrole and the gold surface
(Fig. 3).14 However, in contrast to them, we believe that in our
case the parallel binding mode of corrole to the gold surface is
not feasible due to the steric hindrance of the meso-aryl groups.
Thus a face-off binding mode of corrole (due to the lack of one
meso-carbon) is proposed here. Fig. 4 shows the time evolution
uorescence spectra of a mixture of 1 (�10�6 M), NaBH4 (�10�4

M), and HAuCl4 (�10�5 M) in DMF.
The initial spectrum (black colour, colour online) was for

pure 1 in the DMF solution. The position of the emission bands
is negligibly changed upon addition of NaBH4. However,
a drastic change of the corrole uorescence intensity is
observed upon gradual addition of the HAuCl4 solution. The
uorescence quenching is obvious as the corrole molecules
transfer their excitation energy to the gold nanoparticles.18 The
excited state lifetimes of 1 and 1- Au NPs were found to be 3.69
ns and 1.19 ns, respectively (Fig. 5). Considering that only static
quenching is viable,18a the change in the lifetime of corrole 1 on
binding with the Au surface is attributed to the change of the
Fig. 3 Plausible structure of gold nano-corrole assemblies.

Fig. 4 Time evolution emission spectra of a mixture of 1 (�10�6 M),
NaBH4 (�10�4M), and HAuCl4 (�10�5 M) in DMF.

168 | Nanoscale Adv., 2020, 2, 166–170
ligand structure in 1-Au NPs (the two thiocyanate groups are
converted to thiol groups on binding with Au).

A representative TEM image is shown in Fig. 6. One can
easily visualize the diffraction contrast fringes and thus it can
conrm the crystalline nature of the 1 coated gold nano-
particles.13 Particle size analysis indicates that the mean diam-
eter of the 1 coated gold nanoparticles is �6.5 nm.

Gold nanoparticles coated with 1 are stable under ambient
conditions for a few weeks as concluded from the characteristic
surface plasmon resonance (SPR) band at 525 nm. This is in
contrast with the stability of gold nanoparticles alone obtained
through NaBH4 reduction without the use of the stabilizing
corrole molecule, 1.13

1-Au NPs were also studied by X-ray photoelectron spec-
troscopy (XPS). The composition of the organic contributions is
85 at% carbon, 11 at% nitrogen and 4 at% sulphur, approxi-
mately matching the expected ratio of 87 : 9 : 4 for 1 with cleaved
CN groups. The N 1s signal (Fig. 7) consists of three compo-
nents which can be assigned to imine nitrogen (398.2 eV, 1.3
at%), amine nitrogen (399.9 eV, 9.6 at%) and amide nitrogen
(400.3 eV).

The latter is most probably due to the residual DMF which is
le aer synthesis and was therefore removed from the calcu-
lation of at% for the organic components. The imine and amine
nitrogen contributions can be assigned to the four nitrogen
atoms in the corrole framework.19 However, the ratio between
Fig. 6 (a) TEM image of the nanoparticles (the inset shows the
diffraction contrast fringes) and (b) histograms of the particle size.

This journal is © The Royal Society of Chemistry 2020
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Fig. 7 N 1s XP spectrum of 1-Au NPs on a Si substrate. Measured data
are in black, fitted components are in orange, the background is in
green and the sum is in red.

Communication Nanoscale Advances

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

1 
N

ov
em

be
r 

20
19

. D
ow

nl
oa

de
d 

on
 2

/2
3/

20
26

 1
0:

08
:3

9 
PM

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
amine and imine nitrogen is much higher than expected for
pure corrole and might be an indication of extensive p–p

stacking. The S 2p signal (Fig. 8) is also composed of three
signals, which can be assigned to thiol bound to the gold
surface (162.0 eV, 0.8 at%), free thiol (164.0 eV, 1.7 at%) and
oxidized thiol (168.1 eV, 1.2 at%).20 As the ratio of corrole
ligands per Au NP has been estimated from CHN analysis to be
200 : 1, it is obvious that only aminor number of corrole ligands
can bind directly to the gold surface. Thus, many ligands are
only adsorbed by p–p stacking and thus have free thiol groups
which can easily be oxidized.

In conclusion, we have developed a simple and novel
protocol for the regio-selective thiocyanation of corrole. The
thiocyanato appended corrole 1 acts as a stabilizer for gold
nanoparticles. A unique face-off binding mode in corrole (due
to the lack of one meso-carbon) is proposed here which is not at
all feasible in porphyrins. The corrole 1 and the Au nanoparticle
hybrid exhibits interesting photo physical properties. The
changes in absorption and emission spectra are remarkable
and these also clearly indicate that a strong electronic interac-
tion exists between the corrole and the Au nanoparticles. These
studies will certainly be helpful in designing various multi-
Fig. 8 S 2p spectrum of 1-Au NPs on a Si substrate. Measured data are
in black, the fit for bound thiol is in orange, the fit for free thiol is in
blue, the fit for oxidized thiol is in dark green, the background is in
green and the sum is in red.

This journal is © The Royal Society of Chemistry 2020
dentate corrole based ligands in order to stabilize Au nano-
particles with a specic size and functions depending on the
choice of corrole framework.
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