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Peng Mao,‡a,b Changxu Liu, *‡b,c Qiang Chen,*d Min Han,d Stefan A. Maier*c and
Shuang Zhang *b

Plasmonic nanostructures possessing broadband intense field enhancement over a large area are highly

desirable for nanophotonic and plasmonic device applications. In this study, 3D Ag hybrid nanoaggregates

(3D-Ag-HNAs) are achieved via a highly efficient oblique angle gas-phase cluster beam deposition method.

Not only can such structures produce a high density of plasmonic hot-spots to improve Raman sensitivity, but

more importantly they generate kissing point-geometric singularities with a broadband optical response. We

succeed in obtaining an experimental SERS enhancement factor beyond 4 × 107 in the visible range, providing

an optimal sensing platform for different analytes. Combined with good uniformity, reproducibility and ease of

fabrication, our 3D-Ag-HNA offers a candidate for new generations of SERS systems.

Introduction

Enhancing the optical response of a plasmonic nanomaterial
under incident light is essential to improving the performance
in nanophotonic and plasmonic device applications, such as
energy-harvesting devices,1 metamaterials,2–4 photocatalysis5

and surface-enhanced Raman spectroscopy (SERS).6–9 Among
them, SERS is an extensively studied analytical tool that pro-
vides molecule-specific information on the molecular structure
and chemical composition of analytes through Raman scatter-
ing. It is now generally accepted that the SERS enhancement
arises from the enlarged local electromagnetic (EM) fields near
a nanostructured metal system, which is resulted from
localized surface plasmon resonances (LPRs),10 known as plas-
monic “hot-spots” that occur near sharp asperities and in
nanometer gaps between metal nanostructures such as nano-
particles (NPs),11,12 NP-spacer-film systems,13,14 etc. Generally,
the number and intensity of plasmonic hot-spots largely deter-
mines the SERS capability of a given substrate.15

Hot-spots are manipulated by the size of NPs, the period of
NP arrays, the shape of NPs, or the size of a nanoscale gap
between two NPs.16,17 Generally, there are two ways to fabricate
SERS substrates with well-defined hot-spots, the so-called top-
down method and the bottom-up method. The bottom-up
approach is usually based on the self-assembly process by
using molecular ligands.18 However, most of the reported
SERS hot-spots exist in two-dimensional (2D) planar geome-
tries, limiting the maximum number of hot-spots to a single
Cartesian plane.19–21 To address this issue, 3D plasmonic
nanostructures with extension in the third dimension are
actively pursued by increasing the number and utility of hot-
spots in all three dimensions. Recently, several strategies have
been proposed to construct 3D SERS substrates, such as reac-
tive ion etching,22 template metal deposition,23 electron beam
lithography24 and direct chemical growth.25 While most of the
work emphasizes the enhancement factor of SERS systems at a
single wavelength, the whole process of Raman scattering is
substantially sensitive to the optical frequency.26 From the
point of view of optics, the light–matter interactions strongly
vary with wavelength; e.g., cyanine (Cy7)27 has the absorption
peak in the near-infrared while rhodamine 6G in the visible.
Despite lacking a proportional relationship between absorp-
tion and Raman intensity,26 the wavelength of the laser can be
properly optimized for the maximum number of scattered
photons, i.e., SERS signal. While lasers at different frequencies
are readily available, a SERS substrate with a broadband
enhancement factor is of substantial importance considering
the multifunctional usage. However, research on SERS with
broadband features steps quite behind the efforts to boost the
enhancement factor at a single wavelength.7,28 Most SERS sub-
strates can only be used for an individual excitation wave-
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length, since the working band of these plasmonic nano-
structures is always narrow. Therefore, different substrates
have to be designed and fabricated to fit various excitation
sources and analytes, which consumes more bio/chemical
materials, substrates and measurement time.

Inspired by the recent advancements in transformation
optics (TrO),29,30 here we propose and realize a broadband
SERS substrate composed of 3D Ag hybrid nanoaggregates
(3D-Ag-HNAs). Kissing points between the nanoclusters readily
produce geometric singularities, which introduce a broadband
optical response across the full visible wavelength according to
TrO.1,31,32 Meanwhile, 3D-Ag-HNAs that contain dense plasmo-
nic hot-spots with strong field enhancements over a large area
guarantee cascaded optical field enhancement (CFE) and con-
sequently high SERS sensitivity. After full-wave FDTD simu-
lations, we experimentally demonstrate a SERS substrate with
the enhancement factor beyond 4 × 107 from 473 nm to
633 nm in the visible. Besides, the gas-phase cluster beam
deposition approach33 used here provides a high quality of
uniformity and reproducibility, shedding light on a new para-
digm for SERS substrates.

Experimental section
Fabrication of 3D-Ag-HNA

One 3D columnar Ag HNA was composed of large-size Ag NPs
and small Ag cluster aggregates, as shown in Fig. 1. The larger
Ag NPs were prepared in a self-assembly manner by solid-state
dewetting of thin metal films (deposition of an Ag film fol-
lowed by annealing)34 (Fig. 1(a)). Ag films were deposited on
bare silica glass substrates by thermal evaporation with film

thicknesses of 8 nm. The deposition was carried out with a
home built multifunctional coating system with a working
pressure of 1.0 × 10−4 Pa and a deposition rate of 0.5 nm s−1.
The deposition rate was monitored by using a quartz crystal
microbalance. During the deposition, the evaporation flux can
be cut off by a shutter instantly to allow careful control of the
deposition mass. The post-deposition annealing process was
performed for 15 min in situ with a temperature of 350 °C.

An oblique angle cluster beam deposition process was used
to deposit smaller Ag cluster layers on a substrate surface with
large Ag NPs. In our fabrication, Ag clusters were generated in
a magnetron plasma gas aggregation cluster source and de-
posited on substrates obliquely,35 as shown in Fig. 1(a). The
deposition was performed in a high-vacuum chamber
equipped with the cluster source, as shown in Fig. 2(a). An Ag
target with high purity (99.99%) was used as the sputtering
target. The magnetron discharge was operated in an argon
stream at a pressure of about 120 Pa in a liquid nitrogen-
cooled aggregation tube. Ag atoms were sputtered from the
target and Ag clusters were formed through the aggregation
process in the argon gas. The clusters were swept by the gas
stream into high vacuum through a nozzle, forming a colli-
mated cluster beam with a high speed of ∼1000 m s−1 (more
details in the ESI†). The substrate was tilted so that the inci-
dent cluster beam direction made a 60° angle against the
normal of the substrate surface. The deposition was carried
out at a rate of 0.5 ± 0.1 Å s−1 for 15 min.

Structure and characterization

The structural morphology of small Ag clusters was character-
ized by using scanning transmission electron microscopy
(STEM). The STEM investigation was performed using a JEOL
instrument (JEM2100F) with a spherical-aberration corrector
(CEOS GmbH). The images were acquired using high-angle
annular dark field (HAADF) and bright field (BF) detectors.
The structural properties of 3D-Ag-HNA were characterized by
scanning electron microscopy (SEM, HITACHI S4500).

Optical measurements and FDTD simulation

The extinction spectra of 3D plasmonic nanostructures were
recorded using a UV-Vis spectrophotometer (Omni-λ300, Zolix
Co. Ltd) equipped with a Hamamatsu CR2658 photomulti-
plier-tube and a deuterium lamp/halogen tungsten lamp com-
bined light-source. FDTD calculations utilizing a commercial
software (FDTD Solutions, Lumerical Inc.) are used to simulate
the electromagnetic field distribution of the 2D nanoparticle
and 3D-Ag-HNA. The optical constants of silver are taken from
Johnson and Christy. The 3D-Ag-HNA plasmonic nano-
structures were simplified in the simulations by assuming that
the bottom Ag nanostructures formed spheres of 100 nm in
diameter. Top columnar Ag cluster aggregates were located on
the top of randomly distributed large size Ag NPs. All the
small Ag clusters were modelled as spherical in shape. A line-
arly polarized plane wave illumination beam was directed onto
the 3D plasmonic nanostructure.

Fig. 1 (a) Schematic illustration of the fabrication process for 3D Ag
hybrid nanostructures: (1) deposition of Ag thin films; (2) solid state
dewetting process; (3) oblique cluster beam deposition. (b) Cartoon of
the 3D-AgHNA structure for broadband SERS detection.
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SERS measurements

To assess the SERS ability of the 3D-Ag-HNA substrates, a
typical organic analyte rhodamine 6G (R6G) was used as a
probe molecule. To prepare the samples for R6G detection, the
3D-Ag-HNAs were immersed in the R6G-ethanol solution for
15 min and then the SERS substrates were rinsed with pure
ethanol several times. Lastly, the SERS substrates were dried
under N2 flow. Raman spectra are recorded on an upright-con-
figured confocal microscope (NT-MDA NTEGRA SPECTRA)
equipped with a 100× objective lens. To obtain the broadband
SERS signal, three lasers with wavelengths of 473 nm, 514 nm
and 633 nm were used separately as excitation sources. Raman

mappings are performed in a sample-scanning mode with a
step of 0.5 µm per point and a dwell time of 1 second per
point.

Results and discussion

The structural characterization of a typical Ag cluster array gen-
erated from the cluster source is shown in the STEM images in
Fig. 2(b). As seen, the shape of the Ag cluster is approximately
spherical. The size of Ag clusters generated from the gas-phase
cluster beam deposition system is not absolutely uniform,
with a log-normal distribution for the size statistics. Fig. 2(c)
shows the HAADF-STEM and BF-STEM images of a single Ag
cluster. The lattice fringes have an inter-planar spacing of
0.235 nm, corresponding to the (111) planes of the face-cen-
tered cubic (FCC) structure of metallic Ag. Such a crystalline
nature of the Ag clusters improves the plasmonic enhance-
ment and the stability of the system.36–38

3D Ag HNAs were prepared by performing oblique angle
cluster beam deposition on a substrate with large Ag NPs. In
such a process, the large-size Ag NPs produced shadow regions
unreachable for the incident Ag cluster flux, as shown in the
ESI (Fig. S1†). In the non-shadow areas (top of the Ag NPs) the
incident cluster flux can deposit preferentially. As a result, the
Ag clusters piled up and formed a columnar 3D hierarchical
nanostructure. Fig. 2(d) shows a typical SEM image of large
size Ag NPs from the solid film dewetting process. The average
size of the Ag NPs is 100 nm and the Ag nanoparticles are ran-
domly distributed on the substrate surface. Without large Ag
NPs acting as obstacles on the substrate, only a porous Ag
cluster layer forms on the substrate surface, as shown in Fig. 2
(e and f). Fig. 2(g) shows a high magnification SEM image of
the deposited 3D-Ag-HNA structure. The formation of extreme
porous and columnar cluster piling is a result of the shadow-
ing effect as mentioned.

This structure provides a new paradigm to realize 3D SERS
substrates with high particle density. The high-magnification
SEM image presented as an insert in Fig. 2(g) shows that the
3D Ag nanostructure comprised 3D-stacked hybrid assemblies.
In each of the assemblies, a larger Ag NP (∼100 nm) was deco-
rated with smaller Ag cluster (∼20 nm) aggregates. In gas-
phase cluster beam deposition, all the nanoclusters are
formed before arriving at the substrate, guaranteeing good
touching points for geometric singularities.35 A statistical ana-
lysis on the Ag NPs in SEM images demonstrated bimodal size
distribution, as shown in Fig. 2(h). To further investigate the
structural properties of 3D-Ag-HNA, cross-sectional TEM
images were taken from the sample slice, as shown in Fig. 2(i–
k). Fig. 2(i) shows a typical TEM image of 3D-Ag-HNA, and
tilted columnar cluster piling could be unambiguously
observed. The high magnification TEM image further demon-
strated that highly porous Ag clusters piling with nanoscale
internal gaps formed in the 3D-Ag-HNA, as shown in Fig. 2( j).
The “kissing” configuration of two clusters in the aggregates
could also be observed, as shown in Fig. 2(k).

Fig. 2 (a) Left: Schematic illustration of the gas phase cluster beam
deposition system. Right: Photographs of the blank SiO2 substrate, large
size Ag NP sample and 3D-HNA sample. (b) TEM image of Ag clusters
generated from the cluster deposition system. (c) Typical HAADF-STEM
image of a single Ag cluster. The inset is the HR-STEM image of the Ag
cluster and the corresponding lattice constant has been marked in the
figure. (d) SEM image of large size Ag NPs from the solid-state film
dewetting process. (e) A typical SEM image of Ag cluster assembles (left
part) and 3D-Ag-HNA (right part). (f ) A high magnification SEM image of
Ag cluster assembles (left part) and 3D-Ag-HNA (right part), the shadow-
ing region has been marked in the figure. The inset shows a typical
cross-sectional SEM image of 3D-Ag-HNA. (g) A high magnification SEM
image of 3D-Ag-HNA. The inset shows a high magnification cross-sec-
tional SEM image of 3D-Ag-HNA. (h) Size distribution of the Ag nano-
particles in the 3D-Ag-HNA and the corresponding log-normal fits. (i)
TEM image of 3D-Ag-HNA. ( j) A high magnification cross-sectional TEM
image of a single unit in the 3D-Ag-HNA structure. (k) A high magnifi-
cation TEM image of two Ag nanoclusters in the aggregate.
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The local EM field enhancement due to hot-spot generation
provides the primary mechanism underlying signal amplifica-
tion in SERS. For the clarification of the broadband response
and the enhanced plasmonic coupling in 3D-Ag HNA, 3D
numerical calculations were carried out by using the finite-
difference-time-domain (FDTD) method.39 A linearly polarized
plane wave illumination beam with wavelengths of 473 nm,
514 nm and 633 nm, corresponding to the Raman excitation
wavelength in SERS investigation, was directed onto the plas-
monic nanostructures. Based on the SEM images, each of the
hybrid aggregates was modeled as one 100 nm Ag NP deco-
rated with 20 nm Ag clusters on top. This model could reason-
ably provide information on the plasmonic couplings not only
between the smaller Ag clusters but also between smaller Ag
clusters and larger Ag NPs.

A comparison of the electric field distributions across
3D-Ag-HNA and large size Ag NPs is shown in Fig. 3(a) and (b).
Fig. 3(a) shows the electric near-field intensity profile around
the Ag HNA at three representative wavelengths, i.e., 473, 514,
and 633 nm, respectively. The electric field was highly concen-
trated around the “kissing points” not only between neighbor-
ing small Ag clusters but also between adjacent Ag small clus-
ters and Ag large NPs, for all of the three excitation wave-
lengths, as a result of adiabatic focusing.31,32 These “kissing”
configurations could trigger a process of broadband absorp-
tion, as it was reported in previous studies by performing TrO
methods.1,29–32 A theoretical analysis can be found in the fol-
lowing section.

Meanwhile, for 3D-Ag-HNA, field enhancements were gen-
erated through the three near-field coupling effects associated
with coupling (1) between top smaller Ag clusters and the
underlying larger Ag NPs, (2) between the smaller Ag clusters
themselves on the bottom Ag NPs, and (3) between Ag cluster
aggregates decorated with two different adjacent structures.
Firstly, the plasmonic coupling between top Ag clusters and

the underlying larger Ag NPs could greatly concentrate and
elevate the electric field, leading to cascaded optical field
enhancement. Secondly, these clusters form an aggregate in
3D, which can support much more hot-spots than the 2D case.
Ideally, the total number of hot-spots in a well-assembled 2D
array is three times the number of particles. It has been inves-
tigated that 3D nanostructures can generate much more than
one third the number of hot-spots of the 2D nanostructure.19

Thirdly, plasmonic coupling between the two different adja-
cent columnar structures will create an extremely high electric
field enhancement due to the cavity resonances, which
resembles the coupling mode in the Ag nanorod array.40

The average SERS signal intensity is approximately pro-
portional to the fourth power of the local electric field
enhancement (i.e., |E|4/|E0|

4, where |E0| and |E| are the inci-
dent and local electric field intensity).41 In many cases, this
approximation is a good indicator of the order of magnitude of
the SERS enhancement factor (EF). Most importantly, we
modeled the hot-spot distributions of the 3D-Ag-HNA at
different incident wavelengths (473 nm, 514 nm and 633 nm).
Hot-spots can occur at all simulated wavelengths in the 3D-Ag-
HNA, while the field enhancement is fairly weak in the conven-
tional 2D structure, especially at the wavelength positions
(514 nm and 633 nm) which is far away from the resonance
peak wavelength, as shown in Fig. 3(b).

To further study the optical properties of the 3D-Ag-HNA,
we measured and simulated the far-field absorption spectra of
the 2D and 3D structures. Fig. 3(c) presents an experimental
comparison between the 3D-Ag-HNA and the conventional 2D
nanostructure without top clusters. The black line is the
absorption spectra of large-size Ag NPs, which shows a strong
LSP resonance peak at 450 nm. The 3D-Ag-HNA showed a
remarkably enhanced light absorption across a broad spec-
trum range from 400 nm to 800 nm, implying broadband
strong plasmonic resonances in the 3D nanostructure.

Fig. 3 Simulated electric field distribution of 3D Ag HNA (a) and conventional Ag NPs (b) under different excitation wavelengths (473 nm, 514 nm
and 633 nm). Experimental (c) and simulated (d) optical absorption of the large size Ag NPs and the 3D-HNAs.
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Fig. 3(d) presents the simulated optical absorption of the
3D-Ag-HNA and the conventional 2D NPs. As seen in the figure,
the plasmonic resonance of the 3D-Ag-HNA was much stronger
and broader than the 2D Ag NPs. Interestingly, these simulated
results agreed well with the measured optical absorption pro-
perties of the 3D and 2D plasmonic structures. The discrepancy
in the resonance peak positions between the calculated and the
measured spectra might be ascribed to the difference between
the real nanostructure and the simplified model, such as the
size distribution of Ag clusters, the actual location of the
smaller Ag clusters relative to the larger Ag NPs, etc.

We further apply 3D-Ag-HNAs as broadband-SERS sub-
strates for ultrasensitive molecule detection with excitations of
473, 514 and 633 nm. To assess the SERS ability of the 3D-Ag-
HNA substrates, we investigate the sensing capability of the as-
prepared 3D-Ag-HNA in detecting a typical organic analyte
Rhodamine 6G (R6G) as a probe molecule using a SERS tech-
nique. Fig. 4(a) shows a typical SERS spectrum from the R6G
treated 3D-Ag-HNA substrate. The positions of the character-
istic peaks of R6G including 613, 775, 1187, 1309, 1360, 1506,
1569 and 1648 cm−1 could be clearly found in the spectrum,
which are in agreement with previous studies.7,42

The homogeneity of Raman signals is vital to SERS based
sensors for a quantitative determination of target analytes. To
evaluate the homogeneity of the Raman signal on the 3D
hybrid structure, we detect the SERS spectra of R6G molecules
with a concentration of 10−7 M at 50 randomly selected
locations within an area of 30 × 30 μm, as shown in Fig. 4(b).
All 50 locations display an impressive capability to enhance
the intensity of R6G Raman signals without significant peak
shifts.

To demonstrate the broadband sensing performance, we
employed three laser lines at 473 nm, 514 nm and 633 nm to
excite the 3D-Ag-HNA SERS substrate. Fig. 5(a)–(c) compares
the Raman spectra between the 3D-Ag-HNA substrate and the
Ag NP substrate at different excitation wavelengths. The 3D-Ag-
HNA exhibited superior SERS performance compared to the
2D Ag NP nanostructure, with signal intensity 45.4 better.
SERS signals can be observed with clear peaks at all excitation
wavelengths (473 nm, 514 nm and 633 nm). The Raman inten-
sity at 1360 cm−1 on the substrates, which is assigned to the
aromatic C–C stretching of the R6G molecule,43 is selected for
enhancement factor (EF) estimation. We estimate the sensi-
tivity by using the SERS enhancement factor (EF), which is
defined by comparing the intensity of the SERS signal with
that of the non-SERS signal:10,42

EF ¼ ðISERS=CSERSÞ=ðIref=CrefÞ ð1Þ

where ISERS and Iref are the selected Raman peak intensities of
R6G molecules chemisorbed on a SERS substrate and in a
reference sample, respectively. CSERS and Cref are the concen-
trations of the R6G molecule ethanolic solutions which the
SERS substrate and reference substrate were immersed in. The
probed molecules are assumed to distribute uniformly on the
substrates. An EF of 8.6 × 107 is obtained for the 3D-Ag-HNA
substrate at 473 nm, revealing the notably improved SERS sensi-
tivity of the rationally designed 3D substrate. For comparison,
EFs of 6.31 × 107 and 4.0 × 107 are also calculated for the 3D-Ag-
HNA substrate at 514 and 633 nm, as plotted in Fig. 5(d). This
comparison clearly demonstrated the broadband enhancement
of the SERS performance. Due to the broadband light absorp-
tion shown in Fig. 3(c), any wavelength between 400 nm and
800 nm should work well for this substrate.

For practical usage, a SERS substrate with detectability for
different analytes is desirable. The intensity of a Raman scat-
tering process varies strongly with the laser wavelength for a
specific chemical. Consequently, a broadband SERS system
can provide the flexibility to tune the laser frequency for
optimization. To demonstrate this concept, we add a second
dye, methylene blue (MB). Fig. 5(e) shows the optical absorption
spectra of R6G and MB, demonstrating the difference in optical
response presented by analytes. SERS measurements were
implemented under excitation wavelengths of 473 nm and
633 nm, as shown in Fig. 5(f and g). SERS EFs of 6.6 × 106 and
2.2 × 107 are also calculated for the 3D-Ag-HNA substrate upon
excitation at 473 nm and 633 nm. Fig. 5(h) provides a brief guide
for sensing such two types of dyes from the value of EF at
different wavelengths. The sensitivity of R6G is better with a
473 nm laser, while MB detection can be improved by using a
laser at 633 nm. Considering the broadband enhancement in the
3D-Ag-HNA system, it offers excellent potential for a repertoire of
analytes interacting with photons in the visible spectrum.

The detection limit for R6G is one of the most important
parameters for evaluating the SERS sensitivity of a substrate.44

To evaluate the detection limit of our substrate, we
implemented a SERS measurement with different R6G concen-

Fig. 4 (a) Average SERS spectra measured from the R6G-treated 3D Ag
hybrid nanostructure under the excitation laser wavelength of 473 nm.
The concentration of R6G used in the measurement is 10−7 M. (b) SERS
contour plot of R6G (10−7 M) on the R6G-treated 3D-Ag-HNA substrate
at 50 different locations.
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trations from 1 × 10−5 to 1 × 10−12 M, as shown in Fig. 6(a).
The SERS intensity decreases when reducing the concentration
of R6G, but with distinguishable peaks, even at the low con-
centration of 10−12 M. The detection limit may be further
lowered by other means, such as increasing the integration
time. The Raman peaks at 613 cm−1 and 1360 cm−1 were selected
for the quantitative analysis of R6G. The dependence of their

intensities on R6G concentration is shown in Fig. 6(b). The error
bars indicate the standard deviation of the peak intensities over
different positions. The log–log plot of Raman intensity at
613 cm−1 and 1360 cm−1 versus concentration shows a linear
relationship, as seen in Fig. 6(b). Small correlative efficiency (R2 =
0.98888 for 613 cm−1 and R2 = 0.98958 for 1360 cm−1) suggests
the potential for quantitative SERS analysis.45

Fig. 5 SERS spectra measured from the R6G-treated 3D Ag HNA, conventional 2D Ag NPs and smooth Ag film (reference), the excitation laser
wavelength is (a) 473 nm, (b) 514 nm and (c) 633 nm, respectively. (d) Enhancement factor of the 3D Ag hybrid nanostructure under different laser
wavelengths. The laser power used on the 3D-Ag-HNA substrate was 100 μW, while on the 2D Ag NP substrate and the reference substrate the laser
power was 1 mW. (e) Optical absorption of R6G and MB. SERS spectra measured from the MB-treated 3D Ag HNA, conventional 2D Ag NPs and
smooth Ag film (reference), the excitation laser wavelength is (f ) 473 nm and (g) 633 nm, respectively. (h) Calculated EF of R6G and MB on the
3D-Ag-HNA SERS substrate under different laser wavelengths.

Fig. 6 (a) The Raman spectra of R6G with different concentrations adhered on the 3D-Ag-HNA SERS substrate, and in order to be clarified, the
spectrum of 10−12 M R6G was multiplied by 2 fold. (b) The SERS intensity of R6G peaks at 613 cm−1 and 1360 cm−1 on 3D-Ag HNA as a function of
the molecular concentration, on a log scale.

Paper Nanoscale

98 | Nanoscale, 2020, 12, 93–102 This journal is © The Royal Society of Chemistry 2020

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

4 
O

ct
ob

er
 2

01
9.

 D
ow

nl
oa

de
d 

on
 2

/2
3/

20
26

 7
:0

8:
25

 P
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/c9nr08118f


SERS is an essential analytical method that can be used to
obtain fingerprint information of a target molecule. The uni-
formity and reproducibility of the active substrate are crucial for
using SERS in real-life applications.46 To investigate the repro-
ducibility, we first measured the substrate-to-substrate SERS
signal from different batches, as illustrated in Fig. 7(a). The rela-
tive standard deviation (RSD) is used to represent performance
stability with 20% as an acceptable threshold for practical
applications.47,48 Here, we achieved a RSD value of 16.54% at
1360 cm−1 from six substrates of different batches, confirming
good substrate-to-substrate reproducibility. To further investi-
gate the uniformity and reproducibility of a single substrate,
Raman mappings with different excitation lasers were per-
formed in sample-scanning mode with a step of 0.5 μm per
point and a dwell time of 1 s per point. Fig. 7(b–d) illustrate the
measured rectangular region with the brightness of the grid
being proportional to the signal intensity at 1360 cm−1. A stat-
istical analysis was conducted based on the extracted 1360 cm−1

peak intensities, as shown in Fig. 7(e–g). The RSD is well con-
trolled below 10% (8.32%@473 nm, 7.55%@514 nm and 9.26%
@633 nm, more information in the ESI†), by virtue of the
highly uniform substrates. In spite of the better RSD values
reported by using top-down nanofabrication methods,46,49 the
proposed 3D-Ag-HNA SERS substrate shares the advantages
including the large-area fabrication with low cost and high EF
value in a broadband.

Theoretical analysis

Here we provide an analytical model for our 3D-Ag-HNA
structures with kissing points, explaining the broadband

enhancement theoretically. For the simplicity but without loss
of generality, we select the key part of our structure – two
kissing silver nanoclusters with a point contact, which is
demonstrated in Fig. 8a. The radius of the nanoparticle is R1

and R2 respectively and the polarisation of the light is along

the x axis. Based on the idea of TrO, we can apply a coordinate
mapping Ω:50

Ω : rv ¼ g2

r2
rr

where rr and rv are the coordinates in the real and virtual
space, r is the distance to the origin and g is the scale factor.
After mapping, the twin nanoparticle with a kissing point in
real space is transformed to a configuration composed of two
infinite plates with a distance of d = g2/2R1 + g2/2R2, as illus-
trated in Fig. 8b. To guarantee the invariance of the Maxwell
equation under the transformation, the permittivity in the
virtue space should be modified as follows:50

εvAg;0 rv;ωð Þ ¼ g2

r2
εrAg;0ðωÞ:

In the transformed virtual space, surface plasmon polari-
tons (SPPs) can be excited in a broad spectrum. In addition,
the SSPs transmitting from the origin to infinity can be
mapped back to the region around the kissing point, securing
the gigantic field enhancement at that areas. Therefore, the
MIM structure in the virtual space provides a more straight-
forward picture demonstrating the advantage of using kissing
nanoparticles as a SERS substrate.

By using the quasi-static approximation51 and
surface charge corrections,52 the electrodynamics can be
solved analytically in the virtual space and transformed back
to real space. The absorption cross section can be
approximated to:49

where τ = R2/R1 is the ratio between the two nanoparticles and
α is a material-related parameter

α ¼ ln
1� εAg ωð Þ
1þ εAg ωð Þ

� �
:

Fig. 7 (a) SERS spectra of 10−7 M R6G collected from six 3D-Ag-HNA substrates of different batches. Raman intensity spatial distribution of the R6G
1360 cm−1 band over the mapping area obtained at the excitation wavelength of (b) 473 nm, (c) 514 nm and (d) 633 nm. Histograms of Raman inten-
sities at 1360 cm−1 under different laser excitations: (e) 473 nm, (f) 514 nm and (g) 633 nm.

σabs ¼ 32π2ω
3c

τR1

1þ τ

� �3

Re 8α2 1þ cos h
1� τ

1þ τ
α

� �� �
� 2α

1þ τ

τ
1þ exp

α 1� τð Þ
ð1þ τÞ þ τ 1þ exp

�α 1� τð Þ
ð1þ τÞ

� �� �� �
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We calculate σabs with different radii as demonstrated in
Fig. 8c. The value of R1 and R2 is selected from the statistics in
Fig. 2h. While the absorption cross section varies with different
values of R1 and R2, the broadband response always holds.

Besides, the field enhancement near the kissing point can
be derived as follows:52

Here we calculate the enhancement at three different wave-
lengths matching our SERS experiments, as demonstrated in
Fig. 7d. Here we choose R1 = R2 = 50 nm. Owing to the broad-
band field enhancement explained above, we observe that the
electric field is dramatically intensified at the kissing point at
all three wavelengths, which is desired for the broadband
SERS detection with good accuracy.

Conclusion

In conclusion, we designed and fabricated a novel 3D-Ag-HNA
by a gas-phase cluster beam deposition approach, which can
support dense hot-spots with high electric field enhancements
over a large area. The 3D-Ag-HNA shows a broadband plasmo-
nic resonance in the visible spectral range (400 to 800 nm), by
virtue of the kissing points formed inside the structures, as
predicted from TrO. Compared to previous realizations includ-
ing nanoparticles on a plane,53–55 kissing disks,56 convex

grooves57 or synthesized dimers,1 the process based on cluster
beam deposition provides a facile method to fabricate high-
quality kissing nanoparticles with good scalability. This makes
them a versatile platform for applications that require exciting
plasmonic nanoparticles over a wide range of wavelengths.
Compared with conventional Ag NP based substrates, this

nanostructure shows broadband SERS performance with good
sensitivity by taking advantage of increased density of hot-spots.
Utilizing such broadband enhancement, we demonstrated an
example to improve sensitivity by optimizing laser frequency, a
degree of freedom that is not studied previously. Moreover, the
cluster beam technique guarantees the SERS substrate with
excellent reproducibility and homogeneity (RSD < 10%), shed-
ding light on large-scale fabrication for commercialization.

Not limited to spectroscopic sensing, plasmonic nano-
structures with broadband absorption and dense hot-spots are
desirable in other fields from solar energy conversion to non-
linear optics. We believed that the 3D-Ag-HNAs could be a
promising candidate for harmonic generations,58 photocataly-
sis59 and other related applications.
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Fig. 8 Theoretical analysis for the broadband enhancement of the nanoparticles with kissing points. (a) Schematic of a pair of nanoparticles with a
point contact in real space. (b) The metal–insulator–metal structure can be achieved by coordinate transformation from real to virtual space. (c) The
absorption cross-section σabs with different values of R1 and R2. (d) The field enhancement η at three different wavelengths used in SERS
measurement.

η ¼ Ez=E0j j ¼ 4
ffiffiffi
2

p
π

1þ cos θð Þ32
R2
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