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al preparation of Fe3O4–Ag
nanocomposite with excellent catalytic
performance

Fangke Zhan,a Ran Wang,a Juanjuan Yin,a Zengsheng Han,*a Lun Zhang,a

Tifeng Jiao, *ab Jingxin Zhou,a Lexin Zhanga and Qiuming Peng b

Functional nanocomposites demonstrate excellent comprehensive properties and outstanding

characteristics for numerous applications. Magnetic nanocomposites are an important type of composite

materials, due to their applications in optics, medicine and catalysis. In this report, a new Fe3O4-loaded

silver (Fe3O4–Ag) nanocomposite has been successfully synthesized via a simple solvothermal method

and in situ growth of silver nanowires. The silver nanowires were prepared via the reduction of silver

vanadate with the addition of uniformly dispersed Fe3O4 nanoparticles. Structural and morphological

characterizations of the obtained Fe3O4–Ag nanocomposite were carried out using many

characterization methods. As a new composite catalyst, the synthesized magnetic Fe3O4–Ag

nanocomposite displayed a high utilization rate of catalytically active sites in catalytic reaction medium

and showed good separation and recovery using an external magnetic field. The facile preparation and

good catalytic performance of this Fe3O4–Ag nanocomposite material demonstrate its potential

applications in catalytic treatment and composite materials.
1. Introduction

In recent years, the pollution of water by phenol and aniline
compounds has attracted widespread attention worldwide.
Among these compounds, 4-nitrophenol (4-NP) belongs to
a class of highly toxic compounds, which are difficult to
degrade and most difficult to treat. At the same time, 2-nitro-
aniline (2-NA) has strong water solubility, and can easily
penetrate into the soil. The polluted soil then causes pollution
of surface water, groundwater and river water. Thus, nitro-
aniline substances have been listed as key environmental
pollutants in many countries. In order to efficiently degrade 2-
NA and 4-NP, various nanomaterial catalysts, such as CuO,1

Ag/KCC-1,2 and CuPd,3 have been successfully developed. In
particular, among these materials, magnetic nanoparticles
have shown great potential in the degradation and catalysis of
organic pollutants. Fe3O4 has aroused great research interest
in the eld of magnetic materials and its wide applications are
well established4 in elds such as magnetic resonance imaging
(MRI),5 spintronics,6,7 lithium ion batteries,8 catalysis,9 tar-
geted drug delivery10,11 and environmental remediation.12–14

Metal nanoparticles also have many applications, in elds
, School of Environmental and Chemical

dao 066004, China. E-mail: hanzs@ysu.

rials Science and Technology, Yanshan
such as catalysis, electronics, optics, optoelectronics, sensing
and data storage. Because of their unique properties,15–26 metal
nanoparticles represent an important class of components. Ag
nanoparticles exhibit many original chemical, physical and
catalytic properties as good metal conductors.27 In recent
years, self-assembled Ag composite materials have attracted
the increasing attention of a large number of scientic
researchers, including those in elds such as high-
performance nanolms,28 biosensors,29 electroless copper
plating30 and catalytic materials.31–33 Thus, in the present
work, Ag nanoparticles were speculated to form a magnetic
nanocomposite with Fe3O4 particles, which could be expected
not only to show good catalytic performance, but also reduce
the loss of Ag nanoparticles and increase reusability.

In this work, Fe3O4 nanoparticles with uniform and
controllable sizes were prepared using a modied solvothermal
method. Then a uniform Fe3O4–Ag nanocomposite was
successfully prepared and characterized by a series of
morphological and spectral characterization techniques. The
obtained Fe3O4–Ag composite was used as a new catalyst for
catalytic reduction reactions of 4-NP and 2-NA, demonstrating
good catalytic ability and excellent reusability.
2. Materials and methods
2.1 Materials

Ferric chloride hexahydrate (FeCl3$6H2O) and polyethylene
glycol (PEG, Mw �6000 g mol�1) were purchased from Aladdin
This journal is © The Royal Society of Chemistry 2019
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Fig. 1 Schematic illustration of the preparation and catalytic perfor-
mances of the obtained Fe3O4–Ag nanocomposite.
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Reagent (Shanghai, China). Ethanol (C2H5OH, analytical
reagent) was provided by Sinopharm Chemical Reagent Co., Ltd
(Beijing, China). Ethylene glycol (C2H6O2), silver vanadate, and
oleylamine were purchased from Alfa Aesar (Beijing, China).
Sodium borohydride (NaBH4), sodium hydroxide (NaOH), 4-
nitrophenol (4-NP, 99%) and 2-nitroaniline (2-NA, 99%) were
obtained from Alfa Aesar (Beijing, China). Ultra-pure water was
obtained using a Milli-Q Millipore lter system (Millipore Co.,
Bedford, MA, USA) with a resistivity of 18.2 MU cm�1. All
chemicals were used without further purication.

2.2 Fabrication of Fe3O4–Ag nanocomposite

The synthesis of the Fe3O4–Ag nanocomposite was obtained
according to the following procedure. Briey, 1.35 g of ferric
chloride hexahydrate (FeCl3$6H2O) was put into 30 mL of
ethylene glycol (C2H6O2) to form a dispersed solution. Then
1.0 g of polyethylene glycol (PEG) and 0.8 g of sodium
hydroxide (NaOH) were added to the above solution. The above
mixed solution was stirred for 30 minutes and transferred into
a Teon-lined stainless-steel autoclave (�100 mL) for next
reaction, which took place for 8 h under a temperature of
180 �C. Aer completion of the reaction, the black precipitate
(i.e., Fe3O4 nanoparticles) was collected using a magnetic
block, and washed with deionized water and ethanol repeat-
edly, followed by drying at 60 �C in a vacuum oven.34 0.635 g of
silver vanadate powder and 10 mL of oleylamine were trans-
ferred into a 50 mL ask lled with nitrogen gas for a repeated
3 times at room temperature. Then the reaction system was
magnetically stirred for 24 hours until the liquid turned from
transparent to bright yellow. Aer this, 2.5 mL of the silver
vanadate/oleylamine mixed solution was dropwise added to
40 mL of the Fe3O4 suspension solution (1 mg mL�1) in n-
hexane. Then the reaction was continued for 2 h at 70 �C under
strong nitrogen agitation and mechanical stirring. The nal
product was magnetically separated and washed 3 times with
ethanol.35

2.3 Catalytic performance test

In order to investigate the catalytic performance of the obtained
Fe3O4–Ag nanocomposite, we selected 4-NP and 2-NA as model
molecules to characterize the process.36–45 In the catalytic
experiments, fresh NaBH4 (20 mL, 0.01 M) solution was added
to 2-NA or 4-NP solution (2 mL, 5 mM) at room temperature.
NaBH4 was used as a reducing agent for this catalytic reduction
reaction. The Fe3O4–Ag composite (10 mg) was added into
ethanol (10 mL) to form a stable suspension solution. Then the
obtained Fe3O4–Ag composite suspension (300 mL, 1.0 mg
mL�1) was added to the 2-NA or 4-NP solution to catalyze the
reduction reaction. The progress of this catalytic reaction was
monitored using UV-vis spectroscopy at room temperature. For
the next recycling experiment, the used F3O4–Ag composite was
recovered by magnetic separation, and was then washed with
deionized water and ethanol thoroughly several times. The
catalytic process was repeated for 8 consecutive cycles using the
same solid powder with new fresh 4-NP/2-NA and NaBH4

aqueous solutions.
This journal is © The Royal Society of Chemistry 2019
2.4 Characterization

The prepared nanocomposite material was treated to remove
water with a freeze dryer at �48 �C for 48 h using a FD-1C-50
instrument (Beijing Boyikang Experimental Instrument Co.,
Ltd., China). The morphologies were characterized using
transmission electron microscopy with an accelerating voltage
of 20 kV (TEM, HT7700, Hitachi High-Technologies Corpora-
tion, Japan). The structure of the Fe3O4–Ag composite was
investigated using a eld-emission scanning electron micro-
scope (SEM, S-4800II, Hitachi, Japan) with an accelerating
voltage of 5–15 kV. X-ray diffraction (XRD) characterization was
performed using a Rigaku D/max 2550PC diffractometer
(SMART LAB, Rigaku, Japan). The XRD patterns were obtained
using Cu Ka X-ray radiation with an incident wavelength of
0.1542 nm and current of 200 mA under a voltage of 40 kV. The
magnetic properties of the products were characterized using
a vibrating sample magnetometer (VSM) of the Physical Prop-
erty Measurement System (PPMS, Quantum design Model 6000)
magnetometer (MPMS-XL, Quantum Design Inc. San Diego, CA,
USA) at 300 K. HRTEM photographs were obtained using an FEI
Tecnai F20 electron microscope operating at 200 kV (FEI
Trading (Shanghai) Co., Ltd, China). X-ray photoelectron spec-
troscopy (XPS) was performed using a Bragg diffraction setup
(SMART LAB, Rigaku, Japan) with an Al Ka X-ray source.

3. Results and discussion
3.1 Characterization of Fe3O4–Ag nanocomposite

Fig. 1 demonstrates the schematic synthesis process of the
Fe3O4–Ag nanocomposite. Firstly, magnetic Fe3O4 nano-
particles with well-dened geometries were synthesized using
a modied solvothermal method.46–48 It was found that the
initial geometry of the Fe3O4 nanoparticles changed with the
addition of an initial mass of NaOH.34 Aer that, the multifac-
eted geometry of the Fe3O4 nanoparticles was covered with in
RSC Adv., 2019, 9, 878–883 | 879
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Fig. 3 SEM image (a) and O/Fe/Ag (b, c, and d) elemental mapping of
the obtained Fe3O4–Ag nanocomposite.
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situ grown silver nanowires. In the process of oleylamine
reducing silver vanadate, Ag nanowire crystals grew in situ in the
presence of the Fe3O4 nanoparticles under strong mechanical
agitation. Then, the scheme illustrates the catalytic reaction of
the Fe3O4–Ag nanocomposite with the substrates 4-NP and 2-
NA. More specically, 4-NP was reacted with fresh NaBH4

solution to obtain the product 4-aminophenol (abbreviated as 4-
AP). Similarly, in the presence of the Fe3O4–Ag nanocomposite,
the reduction process showed the conversion of the reactant 2-
nitroaniline to o-phenylenediamine (abbreviated as OPD).49

SEM and TEM images in Fig. 2 illustrate the morphology of
the initial multifaceted geometry of the Fe3O4 nanoparticles and
Fe3O4–Ag nanocomposite. From Fig. 2a and b, it can be seen
that the prepared Fe3O4 nanoparticles did not have a smooth
spherical surface, when compared with common magnetic
particles, but instead exhibited an obvious angular multifaceted
geometry. As shown in Fig. 2c and d, organized silver nanowires
appeared aer reduction by oleylamine.50 The obtained silver
nanowires seemed uniform with an average diameter of
approximately 40–60 nm with Fe3O4 nanoparticles anchored on
the surface.

In addition, as shown in Fig. 3, the element mapping
results show that the prepared Fe3O4–Ag nanocomposite was
mainly composed of elements including Ag, O, and Fe. These
elemental maps further verify that the Fe3O4 nanoparticles
were surrounded by Ag nanowires and that Ag nanowires
were dispersed homogeneously. To gain more information
about the microstructure of the Ag nanowire crystals, high-
resolution transmission electron microscopic (HRTEM)
analysis was necessary. As shown in Fig. 4a, the obtained Ag
nanowire crystal showed a clear crystalline structure and
distinct lattice fringe. The interplanar spacing was easily
resolved with a value of 0.238 nm, corresponding to the Ag
(111) crystal plane. In addition, Fig. 4b demonstrates the XRD
pattern of the original Fe3O4 nanoparticles compared with
that of the Fe3O4–Ag nanocomposite. It can be seen from the
XRD data that the pattern of the Fe3O4 nanoparticles
Fig. 2 TEM and SEM images of the prepared Fe3O4 nanoparticles (a
and b) and Fe3O4–Ag nanocomposite (c and d).

880 | RSC Adv., 2019, 9, 878–883
demonstrates characteristic diffraction peaks at 2q values of
30.1�, 35.4�, 43.0�, 53.4�, 57.1� and 62.2�, which corre-
sponded to the (220), (222), (400), (422), (511) and (440)
crystals planes, respectively. These results are in good
agreement with the standard card (PDF#88-0315).51 In
previous reports, many similar test results for the diffraction
peaks of Fe3O4 NPs have been described explicitly.52–54 As for
the pattern of the Fe3O4–Ag nanocomposite, obvious
diffraction peaks could be observed and indexed to the (111),
(200), (220) and (311) planes of pure face-centered cubic (fcc)
silver crystals.55

Fig. 5 demonstrates the magnetization hysteresis loops of
the as-prepared Fe3O4 nanoparticles and Fe3O4–Ag nano-
composite at room temperature. The saturation magnetiza-
tion of the prepared Fe3O4 nanoparticles was 83.0 emu g�1,
which is more than the values reported for other pure Fe3O4

nanocrystals.56–59 In addition, the saturation magnetization
value of the Fe3O4–Ag nanocomposite was 63.2 emu g�1.
These results indicate the successful preparation of the
Fe3O4–Ag nanocomposite with a coating of Ag nanowires. X-
ray photoelectron spectroscopy (XPS) was used to study the
surface composition and elemental states in the
Fig. 4 HRTEM image of Ag nanowires (a) and XRD patterns of the
Fe3O4–Ag nanocomposite (b).

This journal is © The Royal Society of Chemistry 2019
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Fig. 5 Magnetization hysteresis loops of as-prepared Fe3O4 nano-
particles and Fe3O4–Ag nanocomposite.

Fig. 6 XPS profiles of the Fe3O4–Ag nanocomposite (a) and the
deconvolution of Ag peaks (b).

Fig. 7 The spectra of 4-NP and 2-NA with the addition of NaBH4 (a
and b). Curves of the catalytic reduction of 4-NP (c) and 2-NA (d). Plots
of ln(Ct/C0) versus time for 4-NP (e) and 2-NA (f). Pictures (insets in (c)
and (d)) represent the solutions before/after the catalytic reaction.
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composite.60–68 As depicted in Fig. 6a, the wide scan of the
XPS spectrum showed characteristic peaks of C1s, O1s, Ag3d
and Fe2p from the as-prepared Fe3O4–Ag nanocomposite.
From the deconvolution of Ag peaks in Fig. 6b, two peaks
appeared in the Ag(3d) binding energy region. One, located at
a binding energy of 368.1 eV, is assigned to the Ag(3d5/2) and
the other located at 374.1 eV corresponds to Ag(3d3/2) with
a distance of 6 eV, which may correspond to the 3d5/2 and 3d3/

2 lines of metallic silver, respectively. Compared with the
main Ag0 (71%) component, the Ag+ (7%) and Ag2+ (22%)
content seemed very small, indicating the successful
anchoring of the Ag metal onto the obtained composite.
3.2 Catalytic performance

Next, reduction reactions of 4-NP and 2-NA with NaBH4 solution
were used to assess the catalytic activity of the as-obtained
Fe3O4–Ag nanocomposite. NaBH4 provided negative hydrogen
ions to attack 4-NP. As shown in Fig. 7, with the process of the
classic reduction reaction, the peak of 4-NP at 402 nm decreased
gradually, indicating the formation of 4-AP. It can be observed
that a period of 70 min was required to nish the reaction. As
for the catalytic reduction of 2-NA, aer adding the aqueous
NaBH4 solution fully, no signicant changes in the 2-NA solu-
tion were observed in the characteristic absorption peak at
415 nm, as shown in Fig. 7b. However, aer adding the Fe3O4–
This journal is © The Royal Society of Chemistry 2019
Ag composite as a catalyst, the absorption peak of 2-NA was
signicantly reduced, while the system solution changed from
bright yellow to pale yellow to colorless simultaneously aer
only 11 minutes. Fig. 7e and f depict the linear relationship
between ln(Ct/C0) and time (t), in which C0 represents the initial
concentration, and Ct represents the concentrations of 4-NP at
time t. The pseudo-rst-order reaction rate constant (k) was
tted and calculated with the values 0.022 and 0.24 min�1 for
the reduction reactions of 4-NP and 2-NA, respectively.

For heterogeneous materials to be used in practical applica-
tions, their level of reusability and activity in cycling experiments
are critical factors. Therefore, in this work, the reusability of the
as-prepared Fe3O4–Ag catalyst was investigated via reduction
reactions of 4-NP and 2-NA with fresh NaBH4 solution. The
activity of the catalyst was calculated based on the reduction in
the reaction rate relative to the initial rate per use. Aer the
catalytic reductions of 4-NP and 2-NA, the Fe3O4–Ag composite
catalyst could be easily recovered magnetically from the mixed
solution and washed with deionized water and ethanol for the
next cycle test. Fig. 8 shows the reusability test of the Fe3O4–Ag
composite over eight successive cycles. The material exhibited
a stable catalytic conversion ofmore than 92%, demonstrating its
wide applications in material catalysis and composite design. In
addition, as shown in Fig. 9, the morphological and elemental
mapping results of the Fe3O4–Ag nanocomposite aer eight
consecutive cycles demonstrate a stable and high dispersion
state, highlighting its great potential and high capacity as a new
catalyst.
RSC Adv., 2019, 9, 878–883 | 881
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Fig. 8 Reusability test of the present Fe3O4–Ag nanocomposite as
a catalyst for the reduction of 4-NP (a) and 2-NA (b) for eight
consecutive cycles.

Fig. 9 SEM (a) and TEM (b) images with O/Fe/Ag elemental mapping
(d, e, and f) of the Fe3O4–Ag nanocomposite after eight consecutive
cycles of catalytic reactions.
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4. Conclusions

In summary, we have successfully synthesized a Fe3O4–Ag
nanocomposite material via a solvothermal method. A series of
characterization techniques revealed that Ag nanowires were
successfully anchored onto Fe3O4 nanoparticles. The synthe-
sized Fe3O4–Ag composite showed excellent catalytic activity for
the reduction of 4-NP and 2-NA in the presence of NaBH4. It is
interesting to note that the as-synthesized Fe3O4–Ag composite
catalyst demonstrated good reusability even aer eight cycles at
room temperature. Thus, the as-prepared composite catalyst,
with superior catalytic ability, convenient magnetic separation
capability and excellent reusability, is expected to have great
potential as a magnetic functional composite for various
advanced catalytic applications.
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R. Pérez-Hernández, S. Ulloa-Godinez, C. Velasquez and
J. Arenas-Alatorre, RSC Adv., 2018, 8, 3108–3119.

33 P. Gnanaprakasam and T. Selvaraju, RSC Adv., 2014, 4,
24518–24525.

34 T. Jiao, Y. Liu, Y. Wu, Q. Zhang, X. Yan, F. Gao, A. J. P. Bauer,
J. Liu, T. Zeng and B. Li, Sci. Rep., 2015, 5, 12451.

35 Y. Liu, C. Hou, T. Jiao, J. Song, X. Zhang, R. Xing, J. Zhou,
L. Zhang and Q. Peng, Nanomaterials, 2018, 8, 35.

36 W. Guo, Q. Wang, G. Wang, M. Yang and W. Dong, Chem.–
Asian J., 2013, 8, 1160–1167.

37 W. Guo, J. Jiao, K. Tian and Y. Tang, RSC Adv., 2015, 5,
102210–102218.

38 M. Liang, R. Su, W. Qi, Y. Yu and L. Wang, J. Mater. Sci., 2014,
49, 1639–1647.

39 W. Guo, Q. Wang, Y. Luan, G. Wang and W. Dong, Chem.–
Asian J., 2015, 10, 701–708.

40 S. Peng, F. Gao, D. Zeng, C. Peng and Y. Chen, Cellulose,
2018, 25, 1–12.

41 Z. Sun, H. Li, G. Cui, Y. Tian and S. Yan, Appl. Surf. Sci., 2016,
360, 252–262.

42 Q. Du, L. Tan, B. Li, T. Liu and J. Ren, RSC Adv., 2014, 4,
56057–56062.

43 Y. Liu, Y. Y. Zhang, Q. W. Kou, Y. Chen and D. L. Han, RSC
Adv., 2018, 8, 2209–2218.
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