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nanocomposite-based 5-FU drug
and the enhancement of the MCF-7 cell line
treatment

Mohamed Fathi Sanad,†*af Ahmed Esmail Shalan, †*b Shereen Magdy Bazid,c

Esraa Samy Abu Serea,d Elhussein M. Hashem,e Shimaa Nabiha and Md Ariful Ahsanf

There is no doubt that cancer is now one of themost formidable diseases in the world; despite all the efforts

and research, common treatment routes, including chemotherapy, photodynamic therapy, and

photothermal therapy, suffer from different limitations in terms of their efficiency and performance. For

this reason, different strategies are being explored to improve the efficiency of the traditional drugs

reported to date. In this study, we have redirected the function of one of these drugs (5-fluorouracil, 5-

FU) by combining it with a graphene–gold nanocomposite in different molar ratios that has been

exceedingly used for biological research development. The high activity of the graphene–gold material

enables it to produce reactive oxygen and ions, which display good anticancer and antioxidant activity

through the scavenging of the DPPH, SOD and GPx radicals; in addition, different characterizations have

been used to confirm the structure and morphology of the obtained samples. Highly potent cytotoxicity

against the MCF-7 cells was achieved with the drug combination containing the nanocomposite. All the

results, including those obtained via cytometry, indicate that the combination of 5% graphene–gold

nanocomposites with 5-FU exhibits a higher antitumor impact and more drug stability than pure 5-FU.
Introduction

Breast cancer is a formidable disease that is now faced by a large
population of women.1 Statistical studies indicated that the
majority of cases were about 9.7 million in 2002 and are expected
to reach 16 million by 2025, especially in developing countries.2–9

Many parameters may increase the efficacy of 5-uorouracil (5-
FU) against the development of the disease as breast cancer
includes genetic, environmental, natural and physiological
factors;10–14 chemotherapy, hormone therapy and targeted
therapy summarize the main approaches that are approved for
curing breast cancer, but each method has its own side effects
and drawbacks. Chemotherapy has very dangerous side effects;
on the other hand, hormone and targeted therapy are selective to
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various types of cancers. Nowadays, the knowledge of the 5-FU
route of killing MCF-7 has led to novel modications that have
increased the anticancer activity of this drug. Otherwise, the
clinical trials of the drug showed that in most cases, the anti-
cancer activity of 5-FU was inhibited due to the resistance of the
drug and its low stability. In this study, we have discussed an
approach for the new modication of 5-FU, which may act as
a large-spectrum anticancer agent by inhibiting very important
biological processes, or by being incorporated into genetic
molecules and stopping their main functions.15–19 In 2008,
researchers modied the breast cancer drug to bemore operative
by coating it with a polymer that had highly biodegradable
characteristics against many types of cancer diseases. Sato and
his coworkers achieved good results aer using oxaliplatin and 5-
FU together.20 From these previous results, it can be speculated
that in the future, the breast cancer treatment strategies will
include the incorporation of promising nanoscale composites
inside the matrices of drugs.21 Gold (Au) nanoparticles have been
applied for the treatment of different diseases, including venereal
problems, heart disease, cancers, and dysentery, and the diag-
nosis of some diseases.22 About 40 years ago, only few gold-based
drugs were applied in preclinical and clinical trials, but different
studies were conducted to evaluate the medicinal work. Gold
nanoparticles (Au NPs) are considered as a promising anticancer
drug due to their unique characteristics such as improved cyto-
toxicity and easy route of synthesis.23–27 The incorporation of Au
into cancer cells is considered as a promising treatment method
RSC Adv., 2019, 9, 31021–31029 | 31021
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as Au is one of the essential elements for cell cycle progression in
the human body.28–32

On the other hand, among a wide range of nanocomposites,
graphene derivatives have received signicant attention and
research focus in diverse application areas, including nano-
medicine, due to their extraordinary physical and optical char-
acteristics.33–35 Intensive research has been applied to
investigate the biomedical application of graphene-based
nanomaterials as drug-delivery vehicles for cancer treatment,
which is considered as a novel therapeutic aspect for perform-
ing nanoscale-based chemotherapy coupled with photothermal
therapy. Recent development in the functionalization of gra-
phene was achieved through the use of a wide range of mate-
rials, including small molecules and biomolecules, to overcome
the limitations of reduced graphene oxide (rGO) nano-carriers
and thereby make these systems t for the delivery of treat-
ment agents.36 Herein, we used a very simple wet chemical
method to make a nanocomposite combination of 5-FU and
gold–graphene nanosystems. To obtain the reduced graphene
oxide–gold nanocomposites (rGO–Au), graphene was prepared
by the modied Hummers' method and doped with gold
nanoparticles reduced in situ using sodium borohydride. The
designed nanosystems were incorporated into the 5-FU drug to
enhance both the targeting of the drug and its cytotoxicity
against the tumor cells. Different characterization techniques,
such as XRD, SEM, TEM and cell cycle analysis, were used to
conrm the structure, morphology and realization of the aim of
application; furthermore, we obtained an antioxidant report by
investigating the DPPH assay, SOD activity and GPx enzymes;
the cytotoxicity and anticancer activity of the drug against the
MCF-7 cells were determined by IC50, MTT assay and ow
cytometry. All the obtained results t well with the result stating
that graphene–gold nanocomposite-based 5-FU is an economi-
cally efficient drug for curing breast cancer.

Experimental
Preparation of graphene oxide and graphene–gold
nanoparticles

Typically, graphene oxide (GO) was prepared from pure graphite
using the modied Hummers' method.36 In this method,
a mixture of sulfuric and phosphoric acid in a certain ratio
(1 : 1, v/v) was prepared and stirred for several minutes. Then,
graphite powder was added to the mixture under constant
stirring. Potassium permanganate (KMnO4, 1 M) as a strong
oxidizing agent was added slowly to the solution. This mixture
was stirred for 6 h until it attained a dark green color. Excess
potassium permanganate was removed using hydrogen
peroxide (H2O2), which was dropped slowly into the mixture
followed by stirring for a very short time. Aer adding hydro-
chloric acid, the powder was separated and washed correctly. It
was then dried using a dryer oven at 85 �C for 2 days to produce
the powder of graphene oxide (GO), which was reduced in situ to
reduced graphene oxide (rGO).37–39 In addition, gold (Au) was
incorporated inside the GO matrix by in situ reduction using
sodium borohydride (NaBH4, Aldrich) to obtain the desired
graphene–gold nanoparticles (rGO–Au).40
31022 | RSC Adv., 2019, 9, 31021–31029
Preparation of the graphene–gold–(5-FU) nanocomposite
system

The graphene–gold–(5-FU) hybrid nanocomposite was synthe-
sized by pore capping a denite amount of the prepared rGO–Au
nanoparticles (0.5 g) with the drug (5-FU, 0.1 g) in 100 mL
distilled water, followed by continuous stirring under ambient
conditions for 2 hours through a wet mechanical combination
as mentioned in our previous study.41–43
Physical characterization

The obtained powders were analyzed via the PANalytical MPD
diffractometer using Cu Ka1 and Ka2 radiation; X-ray diffrac-
tion patterns were clearly detected in the 2 theta diffraction
range from 20� to 100�. The diffraction peaks were treated with
the riveted renement pointing using the MAUD program, and
any imperfections and defects were monitored using a sample
of LaB6-based NIST SRM-640b. The morphology of the prepared
drug was investigated by a eld-emission scanning electron
microscope (FESEM) that was connected to a JEOL 6340 elec-
tron microscope detector. Furthermore, we calculated the
Gaussian-size distribution using the ImageJ and Normalizing
Histogram Origin Program. Transmission electron microscopy
(TEM, JEOL 2100) was used to conrm the nanostructure and
graphene–gold cross-interactions.
Antioxidant activity measurements

For the investigation of the antioxidant activity of the modied
drug, we used three types of free radicals: 1,1-diphenyl-2-
picrylhydrazyl (DPPH), superoxide dismutase (SOD) and gluta-
thione peroxidase (GPx); typically, 1 mL of 0.1 mM DPPH
methanolic solution was added to 100 mL suspension of all
prepared powders, and the reaction was allowed to occur under
ambient conditions for a short time of about 30 minutes.
Absorbance (A) values were obtained using a spectrophotometer
with 200 mL of 0.2 mM DPPH as the (�) control and 100 mL of
ascorbic acid as the (+) control and by the detection of peaks at
(l ¼ 490 nm). The antioxidant% was detected by increasing the
inhibition rate, which had already been determined using the
following equation:

Inhibition% ¼ A0 � A1

A0

� 100

where ‘A0’ is the control absorbance and ‘A1’ is the absorbance
in the presence of the powders. Superoxide dismutase (SOD)
was prepared by mixing 10 mL of 100 mM of phosphate buffer
calibrated at pH¼ 8. GPxwas also prepared by the samemethod
with the same concentrations. In the case of other samples, the
same steps were followed for obtaining the UV-Vis plot and
conducting the calculations of the inhibition% with different
peak absorption wavelengths.
Analyzing the viability of the MCF-7 cells

The MCF-7 cells as a model for breast cancer cells were cultured
in RPMI supplemented with a medium containing fetal bovine
serum (FBS) and some type of antibiotics. The cells were
This journal is © The Royal Society of Chemistry 2019
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continuously maintained at a temperature of near 35 �C under
controlled air and humidity; the culture medium was changed
twice weekly. The MTT assay was typically used to detect cell
viability while the cells were under treatment. MTT is consid-
ered a salt, which is soluble in water and degraded by the action
of an enzyme existing in the tumor cells; moreover, it most
likely works as a sensor for cell viability. As widely mentioned,
the tumor enzyme breaks down the tetrazolium ring into an
insoluble byproduct (usually formazan), whose concentration is
directly proportional to the number of viable cells. Optical
density was plotted versus the amount of viable cells, and the
IC50 value of each drug was measured using the MASTER PLEX
soware. The percentage cell viability was then calculated with
respect to control.

Apoptosis is one of the most important parameters that
should be characterized for this kind of research to understand
themechanism of interactions and the biological concept of cell
death. It usually proceeds by the translocation of phosphati-
dylserine from the inner leaet to the membrane surface and
can be assessed using an annexin V antibody. The MCF-7 cells
were xed inside a 6-well plate at a concentration of 2.4 � 105

cells per mL and then incubated for 48 hours until all cell
attachment was completed. Aer this, the seeded cells were
treated with the prepared nanocomposite-combined 5-FU
samples at the previously monitored IC50 concentration value.
Incubation was then sustained again for 72 hours; subse-
quently, about 5 mL of annexin V-uorescein isothiocyanate
(annexin V-FITC)-labeled antibody and 6 mL of propidium
iodide were added to produce a distinguishable color to stain
the tumor cells; the cells were then placed in a dark place at
room temperature for 30 minutes. Aerwards, the stained
tumor cells were investigated by ow cytometry.
RO assay protocol methodology

RO species were determined through the assay kit ab139476 that
enabled the real-time monitoring of the reactive oxygen species
(ROS) production in the living cells using ow cytometry via
a microplate reader. The ROS assay protocol is dependent on the
uorescent dyes that detect the oxidative stress reagent (Green,
excitation/emission of 490/530 nm) for the detection of the total
ROS. To perform this experiment, we supplemented the RO
inhibitor into the MCF-7 control cells and kept them for varying
time intervals before and aer treatment with the composite; aer
this, we discarded the detection mix, washed the samples and
analyzed them with a uorescence microscope, or analyzed them
via ow cytometry and/or microplate reader without washing.
Fig. 1 XRD pattern of the prepared nanosystem rGO–Au–5-FU (5%).
The prepared sample matched the rGO–Au nanocomposites struc-
ture. No other peaks appeared, indicating the purity of the samples.
Results and discussion

Fig. 1 shows the XRD pattern of the rGO–Au–5-FU (5%) nano-
composite materials, exhibiting the diffraction lines of both
graphene and the gold nanoparticles attached to it without
impurities in the prepared sample (Miller indices are clearly
provided in the gure). The results indicate that the peak at
around 25.0� (0 0 2) corresponds to the diffraction of the reduced
graphene structure. Moreover, the position of the (0 0 2) peak can
This journal is © The Royal Society of Chemistry 2019
be applied to determine the distance between the attached
graphitic layers or d spacing. In the case of our composite
materials, this value was 6 nm for rGO–Au–5-FU (5%); the other
two peaks at 220 and 311 were related to gold nanoparticles.

Fig. 2 shows the structure of the prepared nanosystem
powders. As shown in Fig. 2a, the scanning electron microscopy
image indicates a clear combination between different compo-
nents in a homogeneous network. Furthermore, Fig. 2b shows
the formed rGO–Au–5-FU nanocomposites under a high-
resolution magnication that illustrates the existence and
distribution of both Au and 5-FU particles in the network
structure of reduced graphene oxide. We can observe the gold
nanoparticles as well as the 5-FU particles attached to the gra-
phene arrays in a symmetrical way. In addition, we calculated
the Gaussian-size distribution for the obtained rGO–Au–5-FU
materials to detect and conrm the small size and homogeneity
of these materials and ensure that the particles were small
enough to be easily incorporated into and penetrate the cell
membrane. The obtained results affirmed the existence of
nanoscale-sized particles with the diameters of 13.8 � 1.4 nm,
as illustrated in Fig. 2c; thus, the obtained rGO–Au–5-FU
nanosystem possessed good features towards enhancing the
cytotoxicity activity of the drug against breast cancer depending
on the effective delivery of drugs by loading 5-FU on the nano-
composites. Subsequently, the clear homogenous size distri-
bution for the pure reduced graphene oxide sheets (Fig. 2e)
shows gold particles and 5-FU particles. In addition, the particle
size distribution of the Au nanoparticles was calculated in the
same way from the obtained SEM results through the ImageJ
soware and found to be (10.2 � 2.4) nm, as illustrated in
Fig. 2d. To gain a deeper understanding of the obtained rGO–
Au–5-FU nanosystem, transmission electron microscopy (TEM)
measurements were performed; Fig. 2f clearly shows the
incorporation of gold nanoparticles inside the whole matrix of
RSC Adv., 2019, 9, 31021–31029 | 31023
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Fig. 2 (a and b) FESEM image of the prepared rGO–Au–5-FU (5%) at low and high magnification, respectively. (c and d) Gaussian-size
distribution of the obtained rGO–Au–5-FU nanoparticle materials as well as the obtained gold particles inside the rGO–Au nano-
composite. TEM image of (e) the prepared graphene oxide, (f) rGO–Au (5%) and (g) the schematic of the proposed rGO–Au nano-
composite showing the vibration of the carbon atoms indicated by arrows and the combination between the rGO–Au composite and 5-FU
structure.44–46

31024 | RSC Adv., 2019, 9, 31021–31029 This journal is © The Royal Society of Chemistry 2019
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Fig. 3 Expression levels of BaX, Her-2, BcL2 and P53 were determined by RT-PCR in MCF7 cells treated with (a) Au, rGO and the Au@rGO
nanocomposite, (b) different ratios of Au–rGO–5-FU. All tests were performed in triplicate and the results are reported as the mean � SEM.

Fig. 4 Inhibition% of DPPH, ABTS and GPx free radical scavenging
activity for all rGO–Au–5-FU fractions. All tests were performed in
triplicate and the results are reported as the mean � SEM.
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the reduced graphene oxide nanocomposite. In the TEM
images, we can see nanoscale spherical nanoparticles, which
are distributed in the whole matrix of graphene nanoparticles of
around 30 nm thickness. Through this characterization, we can
conrm the size, structure and purity of the prepared samples.
Fig. 2g shows the schematic of the proposed reduced graphene
oxide sheet in the presence of gold nanoparticles to form the
rGO–Au nanocomposite, illustrating the vibration of the carbon
atoms indicated by arrows. The mechanism for obtaining the
proposed structure of the rGO–Au nanocomposites has been
reported in the literature.44–46 In addition, to probe and inves-
tigate the mechanism for attaining the anticipated rGO–Au–5-
FU nanocomposites, we speculated the formation mechanism
of the rGO–Au–5-FU nanocomposites, as illustrated in Fig. 2g.

We observed the most potent apoptotic induction when the
cells were treated with the rGO–Au–5-FU nanocomposites (5%),
and this revealed the addition of the Au nanoparticles into the
drug, which increased the anticancer property of the drug. Many
studies focus on the treatment systems that arrest the MCF-7 cell
cycle at the growth phases and then affect the apoptotic
action;47–52 hence, the effect of the rGO–Au–5-FU nanocomposites
(5%) will determine the mechanism of destruction of the MCF-7
cells. Moreover, to understand the proposed mechanism in this
study, we checked the gene expression through RT-PCR detec-
tion. The investigation of the gene expression of the MCF-7
cancer cells treated with the rGO–Au–5-FU nanocomposites
(5%) via RT-PCR recognition for 72 hours indicated lowest values
of Bcl-2 and Her-2 in the case of rGO–Au–5-FU nanocomposites
(5%) when compared with the cases of other samples (Au, rGO,
and Au–rGO through RT-PCR recognition) and the cell control.
This also indicated an increase in the expressions of pre-
apoptotic genes Bax and P-53, as shown in Fig. 3a. Subse-
quently, for more conrmation, the same detection was con-
ducted via the investigation of the gene expression of MCF-7
This journal is © The Royal Society of Chemistry 2019
cancer cells treated with different ratios of the rGO–Au–5-FU
nanocomposites (1, 2, and 7%), as shown in Fig. 3b. The obtained
results affirm that the rGO–Au–5-FU nanocomposites (5%)
provide the best results as compared to the rest of the samples
(Au, rGO, and Au–rGO) and the cell control.

In addition, the prepared materials used to detect the inhi-
bition activity of different radicals are shown in Fig. 4. The
scavenger study results show the inhibition activity of DPPH
and the antioxidant activity of the prepared drug. Furthermore,
the obtained data conrmed that the antioxidant activities of
the samples followed the sequence rGO–Au–5-FU (5%) > rGO–
Au–5-FU (1%) > rGO–Au–5-FU (2%) > rGO–Au–5-FU (8%) > 5-FU
alone to check the inhibition activity. As discussed in our
RSC Adv., 2019, 9, 31021–31029 | 31025
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Fig. 5 (a) ROS production in the MCF-7 cell line after treatment with rGO–Au–5-FU after (b) 24 and (c) 72 hours of treatment. Cells were
incubated for 1 and 3 days in the presence of 20 mM of the prepared sample. (d) Show the relation between ROS levels with time. ROS was
detected by staining the cells with the DCFH-DA cellular RO detection assay kit according to the manufacturer's instructions. ROS generation
was observed under a fluorescence microscope at 200� magnification.
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previous study, the inhibition% of rGO, rGO–Au and 5-FU alone
was studied, and the inhibition activity of the radicals of these
materials was found to be about 20%, which considered to be
very low compared to the different ratios in the current study.6

Furthermore, it can be observed that the inhibitory action is
increased to the maximum level with 5% and then decreased
again by increasing the potent content value, as illustrated
clearly in Fig. 4. The results were almost the same for the SOD
and GPx radical assays, conrming that the nanosystem with
the highest percentage of drug had the best results. Therefore,
we can conclude from these results that rGO–Au–5-FU (5%) has
the highest antioxidant activity.

In addition, the reactive oxygen species or radicals (ROS) play
an essential role in different cellular processes and are known to
be vital for cell proliferation at basal levels.53,54 However, RO can
become cytotoxic to cells at high concentrations, an effect that
related to RO is frequently dedicated for different therapeutic
applications.54 There are different types of methods for the
detection of free radical production in cells; the application of
20,70-dichlorodihydrouorescein diacetate (DCFH-DA) is one of
the most commonly used systems for directly measuring the
redox state of a cell;55 this involves breaking of the two-ester
31026 | RSC Adv., 2019, 9, 31021–31029
bonds in its structure, which in turn produces H2DCF, which
is oxidized by the accumulation of RO species in the cell and
turns into uorescent DCF. Therefore, we can monitor this by
the increase in uorescence at 530 nmwhen the cell is excited at
490 nm. Fig. 5(a–d) show ROS detection over the MCF-7 cells
aer treatment with the drug for one day and 3 days. The results
show that a level of about 0.5 aer 3 days is considered a very
good ratio as compared to that in other studies, which exceeds
an ROS level of 10; although this level is not sufficient to break
the genetic materials in cells, via the cytotoxicity results, it can
be understood that it causes necrosis and apoptotic death.56–58

In addition, Fig. 6(a and b) show the effect of the rGO–Au–5-
FU nanosystem samples on the viability of the MCF-7 cells
cultured in six-well plates for one day and represent a compar-
ison of the cytotoxic effect between all samples with different
concentrations as well as pure 5-FU aer 72 hours of treatment.
The results indicated that rGO–Au–5-FU (5%) was signicantly
more cytotoxic than the other samples at lower concentrations.
All types of cell cycle phases were studied using DNA ow
cytometry analysis. This nanosystem has the ability to penetrate
the cell membrane that converts liquids and enzymes into
different active metabolites such as uorodeoxyuridine
This journal is © The Royal Society of Chemistry 2019
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Fig. 6 (a) The effect of the rGO–Au–5-FU prepared samples on the apoptosis of the MCF-7 cells, which were incubated for 72 hours. (b) Cell
viability of different ratios of Au–rGO–5-FU. (c and d) The effect of rGO–Au–5-FU and (e–g) the effect of Au, rGO and Au–rGO prepared
samples on the MCF-7 cell apoptosis. Cells were incubated for 72 hours. Viable and dead cells were observed by the annexin V-FITC flow
cytometry method. All tests were performed in triplicate, and the results are reported as the mean � SEM.

This journal is © The Royal Society of Chemistry 2019 RSC Adv., 2019, 9, 31021–31029 | 31027
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monophosphate (FdUMP) and uorouridine triphosphate
(FUTP). Fig. 6(c and d) show the apoptosis study results for the
MCF-7 breast cell lines treated by rGO–Au–5-FU (5%) nano-
composites obtained using a ow cytometry instrument
(annexin V-FITC), which show an acute reduction in the number
of living cells caused by this mechanism; this indicates that the
initial apoptosis has been increased by about 60% and the late
apoptosis has been increased by 40%. This provides a good
indication of the effect of the nanocomposite modication as
compared to the obtained results for pure 5-FU. Usually, it
increased the apoptotic death by about 15–35%. Moreover,
Fig. 6(e–g) show the apoptosis induction results obtained using
gold, reduced graphene oxide, and gold and reduced graphene
oxide together with the prepared nanocomposite-treated cells.
We can clearly see that these materials had no observed effect
on the breast cells. However, only in the case of the composite,
the apoptotic rate increased to 10.5% as compared to the
control value of 2.5%, as shown in the obtained results. From
the apoptosis results, the proposed mechanism of action of the
drug-based nanosystems is that aer incorporation of the drug
inside the tumor cells, the apoptotic induction is increased by
a large extent, especially at the initial stage. It is most likely that
the drug enhances some genes that are responsible for cell
growth. In addition, the radical scavenging assay shows that the
antioxidant activity of the new system is greater than that of
pure 5-FU. The inhibition percentage was also improved by
increasing the amount of the nanomaterial incorporated to
a ratio of about 5% and a concentration of about 20 mg mL�1. At
this concentration, the surface of 5-FU was completely lled
with rGO–Au–5-FU (5%) and the antioxidant activity began to
decrease, revealing the decrease in the free surface area of 5-FU.
Annexin V-FITC apoptotic induction reached its highest
induction value using rGO–Au–5-FU (5%) through arrest in the
G2/M phase and reduction in the G1 phase.

Conclusion

Herein, a novel route was applied to modify the cytotoxicity and
targeting technique of the 5-uorouracil drug by incorporating
graphene gold nanocomposites inside the cross-linked matrix
of the 5-FU core, as shown in this study. This nanosystem has
the ability to penetrate the cell membrane, which converts
liquids and then enzymes into different active metabolites such
as uorodeoxyuridine monophosphate (FdUMP) and uorour-
idine triphosphate (FUTP). These active biomaterials affect the
genetic material synthesis of the breast cancer cells. It was
clearly observed that the rate of reduction of the tumor cells was
increased to a large extent at the optimal concentration of the
nanocomposite. The free-radical scavenging assay also showed
that the antioxidant activity of the new system was greater than
that of pure 5-FU. In addition, the inhibition percentage was
improved by increasing the amount of nanomaterial incorpo-
rated up to a ratio of about 5% and concentration of about 20 mg
mL�1, where the surface of 5-FU was completely lled with rGO–
Au–5-FU (5%). At this concentration, the antioxidant activity
began to decrease, and this revealed the decrease in the free
surface area of 5-FU. The annexin V-FITC apoptotic induction
31028 | RSC Adv., 2019, 9, 31021–31029
reached its highest induction value with rGO–Au–5-FU (5%)
through arrest in the G2/M phase and reduction in the G1
phase. Thus, our new drug based on modied 5-FU for the
treatment of breast cancer cells may be a good candidate for
preclinical and subsequent clinical studies.
Conflicts of interest

No contending nancial interest is proclaimed by the authors.
Acknowledgements

The Modern Academy for Engineering and Technology and the
Department of Biochemistry, Faculty of Science, Mansoura
University, Egypt, as well as the University of Texas at El Paso,
USA are highly appreciated by the authors for their assistance in
pursuing this study.
References

1 D. F. Easton, P. D. Pharoah, A. C. Antoniou, M. Tischkowitz,
S. V. Tavtigian, K. L. Nathanson, P. Devilee, A. Meindl,
F. J. Couch, M. Southey and D. E. Goldgar, N. Engl. J. Med.,
2015, 372, 2243–2257.

2 D. Brennan, J. Allen, C. Luccarini, K. A. Pooley, M. Shah,
M. K. Bolla, Q. Wang, S. Ahmed, C. Baynes, D. M. Conroy,
J. Brown, R. Luben, E. A. Ostrander, P. D. P. Pharoah,
A. M. Dunning and D. F. Easton, Cancer Epidemiol.,
Biomarkers Prev., 2019, 28, 822–825.

3 I.-R. Dana, M. Diepenbruck, R. K. R. Kalathur, N. Sugiyama,
S. Tiede, R. Ivanek, G. Bantug, M. F. Morini, J. Wang, C. Hess
and G. Christofori, Cancer Cell, 2019, 35, 17–32.

4 H. J. Burstein, S. Temin, H. Anderson, T. A. Buchholz,
N. E. Davidson, K. E. Gelmon, S. H. Giordano, C. A. Hudis,
D. Rowden, A. J. Solky and V. Stearns, J. Clin. Oncol., 2014,
32, 2255–2269.

5 M. Behzad, A. Mohammadi, M. Ghasabi, S. Shirjang,
R. Dehghan, V. Montazeri, U. Holmskov, T. Kazemi,
P. Duijf, M. Gjerstorff and B. Baradaran, J. Cell. Physiol.,
2019, 234, 9816–9825.

6 M. F. Sanad, S. Nabih and M. A. Goda, J. Nanomed.
Nanotechnol., 2018, 9, 486.

7 I. X. Chen, P. C. Vikash, J. Posada, M. R. Ng, M. W. Wu,
P. Adstamongkonkul, P. Huang, N. Lindeman, R. Langer
and R. K. Jain, Proc. Natl. Acad. Sci. U. S. A., 2019, 116,
4558–4566.
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33 N. F. Rosli, M. Fojtů, A. C. Fisher and M. Pumera, Langmuir,
2019, 35, 3176–3182.

34 S. Dhanavel, T. A. Revathy, T. Sivaranjani, K. Sivakumar,
P. Palani, V. Narayanan and A. Stephen, Polym. Bull., 2019,
1–21, DOI: 10.1007/s00289-019-02734-x.

35 Z. Gu, S. Zhu, L. Yan, F. Zhao and Y. Zhao, Adv. Mater., 2019,
31, 1800662.

36 H. Tiwari, N. Karki, M. Pal, S. Basak, R. K. Verma, R. Bal,
N. D. Kandpal, G. Bisht and N. G. Sahoo, Colloids Surf., B,
2019, 178, 452–459.

37 M. F. Sanad, S. Ahmed, O. A. Sameh, E. Iman, A. G. Hani and
K. Khaled, E3S Web Conf., 2018, 64, 02005.

38 M. Inagaki, Y. A. Kim andM. Endo, J. Mater. Chem., 2011, 21,
3280–3294.

39 X. Fan, W. Peng, Y. Li, X. Li, S. Wang, G. Zhang and F. Zhang,
Adv. Mater., 2008, 20, 4490–4493.

40 Z. Zang, X. Zeng, M. Wang, W. Hu, C. Liu and X. Tang, Sens.
Actuators, B, 2017, 252, 1179–1186.

41 M. M. Rashad and A. E. Shalan, J. Mater. Sci.: Mater. Electron.,
2013, 24, 3189–3194.

42 M. F. Sanad, A. E. Shalan, S. M. Bazid and S. M. Abdelbasir, J.
Environ. Chem. Eng., 2018, 6, 3981–3990.

43 M. F. Sanad, A. Shaker, S. O. Abdellatif, and H. A. Ghali,
International Conference on Innovative Trends in Computer
Engineering (ITCE), IEEE, 2019, pp. 455–458.

44 E. Er, H. Çelikkan, N. Erk and M. L. Aksu, Electrochim. Acta,
2015, 157, 252–257.

45 M. Silva and I. Cesarino, J. Compos. Sci., 2019, 3, 59–70.
46 K. Turcheniuk, R. Boukherroub and S. Szunerits, J. Mater.

Chem. B, 2015, 3, 4301–4324.
47 R. Nahta, D. Yu, M. C. Hung, G. N. Hortobagyi and

F. J. Esteva, Nat. Rev. Clin. Oncol., 2006, 3, 269.
48 C. T. Chan, M. Z. Metz and S. E. Kane, Breast Cancer Res.

Treat., 2005, 91, 187–201.
49 H. A. Lane, A. B. Motoyama, I. Beuvink and N. E. Hynes, Ann.

Oncol., 2001, 12, S21–S22.
50 N. Iqbal and N. Iqbal, Mol. Biol. Int., 2014, 2014, 852748.
51 O.-P. Kallioniemi, A. Kallioniemi, W. Kurisu, et al., Proc. Natl.

Acad. Sci. U. S. A., 1992, 89, 5321–5325.
52 C. J. Sherr and J. M. Roberts, Genes Dev., 1999, 13, 1501–1512.
53 J. M. Burns, W. J. Cooper, J. L. Ferry, D. W. King,

B. P. DiMento, K. McNeill, C. J. Miller, W. L. Miller,
B. M. Peake, S. A. Rusak, A. L. Rose and T. D. Waite, Aquat.
Sci., 2012, 74, 683.
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