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mpressibility of a hydrogen-
bonded two-dimensional material†

Guoqiang Feng,abc Wei-Xiong Zhang, d Liyuan Dong,c Wei Li, *ac

Weizhao Cai, *e Wenjuan Wei,c Lijun Ji,c Zheshuai Lin*f and Peixiang Lu*cg

Very few materials expand two-dimensionally under pressure, and this extremely rare phenomenon,

namely negative area compressibility (NAC), is highly desirable for technological applications in pressure

sensors and actuators. Hitherto, the few known NAC materials have dominantly been limited to 2D

crystals bonded via coordination interactions while other 2D systems have not been explored yet. Here,

we report the large NAC of a hydrogen-bonded 2D supramolecular coordination complex,

Zn(CH3COO)2$2H2O, with a synergistic microscopic mechanism. Our findings reveal that such an

unusual phenomenon, over a wide pressure range of 0.15–4.44 GPa without the occurrence of any

phase transitions, arises from the complex cooperation of intra-layer coordination and hydrogen-

bonding interactions, and inter-layer van der Waals forces. In addition, we propose that these NAC

crystals could have important applications as pressure-converting materials in ultrasensitive pressure

sensing devices.
Introduction

Materials that possess large mechanical anisotropy to external
pressure are highly desirable due to their potential for techno-
logical application in next-generation microscale or nanoscale
pressure sensors and actuators.1,2 Recently, new classes of
materials, such as coordination polymers,3–7 metal–organic
frameworks (MOFs)8–10 andmolecular crystals,11,12were found to
show negative linear compressibility (NLC) properties, i.e. they
expand along one direction when compressed uniformly.13 This
counterintuitive behaviour is generally associated with the
wine-rack-like geometric motif: horizontal expansion couples
with shrinkage in the vertical direction during framework
hinging. It is well known that all materials must full the
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thermodynamic requirement: their intrinsic volumes should
decrease under hydrostatic compression. Hence, the most
extreme and counterintuitive response to pressure is negative
area compressibility (NAC): an expansion of a plane is perpen-
dicular to the direction of strongest contraction. The uncommon
NAC effect is extremely rare, and only very few compounds have
been experimentally observed.14–17 For example, the recently re-
ported porous MOF [Zn(L)2(OH)2]n$H2O, where L is 4-(1H-naph-
tho[2,3-d]imidazole-1-yl)benzoate with tetragonal symmetry,
shows the strongest NAC response so far, its giant piezo-
mechanical response arising from cooperation of the exible
[–Zn–O(H)–]n coordination helices and puckered [–Zn–L–]4
quadrangular rings.17

Recently, two dimensional (2D) materials have been found to
show remarkable physical properties under pressure which
include structural reorganization,18 semiconductor-to-metal
transition,19 enhanced tunneling magnetoresistance20 and
superconductivity.21 More interestingly, NAC phenomena have
also been found in 2D materials. For example, the layered sil-
ver(I) tricyanomethanide framework, which has orthorhombic
symmetry, exhibits weak NAC along the ac plane below 0.62 GPa
due to the attening of puckered honeycomb-like layers.15 This
mechanism has also been found to be the driving force for a few
inorganic NAC materials, such as KBBF,22 TlGaSe2 (ref. 23) and
NaV2O5.14 Despite the emerging interest in the NAC effects on
the aforementioned 2D materials bonded via coordination
interactions, hydrogen-bonded 2D systems have not attracted
much attention. As hydrogen-bonding is fundamentally
different from coordination bonds in terms of electronic
nature,24 this virgin eld could widen the territory of NAC
Chem. Sci., 2019, 10, 1309–1315 | 1309
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materials. To explore this possibility, here we report the
discovery of the large negative area compressibility (NAC)
phenomenon over a wide pressure range up to 4.44 GPa in zinc
acetate dihydrate (Zn(CH3COO)2$2H2O), a commonly used food
supplement and drug for treating cold.25 Our high-pressure
synchrotron powder X-ray diffraction (HP-PXRD) experiments
and rst-principles calculations reveal that the intrinsic NAC in
Zn(CH3COO)2$2H2O arises from the concerted opposite-
rotating of the ‘fan-shaped’ [Zn(CH3COO)$H2O]

+ coordination
unit.
Results and discussion

Zn(CH3COO)2$2H2O is a coordination complex and crystallizes
in the monoclinic system with space group C2/c as shown in
Fig. S1.†Within the complex, the Zn atom is coordinated by two
water molecules and four O atoms of two acetate ligands to form
a distorted octahedral geometry. The adjacent zinc complexes
are linked through O–H/O hydrogen bonds with distances of
2.608 and 2.638 Å along the b and c axes to generate a layered
supramolecular architecture (Fig. 1a and S1†).26 The neigh-
boring layers are stacked down the a-axis with a skewed angle of
76�, via van der Waals interactions with an interlayer spacing of
7.090 Å. As expected for a 2D material, (100) is the major face of
the formed crystals.

Considering the 2D nature of this molecular material, we
characterized the crystals using transmission electron micros-
copy (TEM) and atomic force microscopy (AFM). The bulk
crystals were ground gently in ethanol, and then the resulting
suspension was deposited on a holey carbon support lm prior
Fig. 1 (a) Supramolecular structure of Zn(CH3COO)2$2H2O, showing
the stacking of hydrogen-bonded layers (lying in the bc-plane) along
the a-axis. Note: the green plane represents an individual hydrogen-
bonded layer. Colour scheme: Zn, blue; O, red; C, black; H, white; the
purple dotted lines represent the O–H/Ohydrogen bonds. (b) Bright-
field TEM image obtained at 293 K for Zn(CH3COO)2$2H2O nano-
sheets. Note: the tiny holes in the observed nanosheets represent
damage caused by the strong electron beam. (c) and (d) Typical AFM
image and height profile of Zn(CH3COO)2$2H2O nanosheets.

1310 | Chem. Sci., 2019, 10, 1309–1315
to TEM testing. Bright-eld images show nanosheets having
good morphology with lateral sizes of about 200–800 nm
(Fig. 1b). Moreover, the thickness of the nanosheets was
quantied using AFM. As shown in Fig. 1c, the AFM image of
a typical multi-layered nanosheet exhibits a thickness of about
4–5 nm (Fig. 1d), which corresponds to the height of �7 layers.
The ease of exfoliation indicates the signicant mechanical
anisotropy in the crystal structure of Zn(CH3COO)2$2H2O,
which has been further probed via a single-crystal nano-
indentation experiment.27 The (100) and (001) faces were
indented with a Berkovich tip with a radius of �50 nm in the
quasi-static mode and the load-indentation depth (P–h) curves
are displayed in Fig. S2.† There are several discrete displace-
ment bursts (‘pop-ins’) in the loading portion on both faces,
which indicate the fragile nature of hydrogen-bonding and
layered packing motif in Zn(CH3COO)2$2H2O, similar to other
molecular crystals.28 The average values of the elastic modulus
(E) are 5.8(3) and 4.3(2) GPa for the (001) and (100) planes,
respectively, giving an anisotropy ratio (E(001)/E(100)) of 1.35.

To explore the pressure effect on the structure of Zn(CH3-
COO)2$2H2O, we carried out high-pressure powder X-ray
diffraction (HP-PXRD) experiments in diamond anvil cells at
room temperature.29 Fig. 2a and b show the evolution of the
relative lattice parameters with respect to the pressure from
ambient pressure to 4.44 GPa (Table S1†). It is apparent that no
phase-transition was detected in the whole measured pressure
range and the crystal retains its monoclinic symmetry (Fig. S3–
S5†). Both the unit-cell volume (V) and lattice parameter
a undergo pronounced reductions of about 18% and 20% up to
4.44 GPa, while the c-axis and b angle decrease only by about
1.9% and 7.1%, respectively. However, the b-axis expands by
about 2.3%, giving anomalous negative linear compressibility
behavior. This abnormal behavior can be clearly evidenced by
the (001) Bragg peak's shi to the low diffraction angle region
(high d-spacing) under compression (Fig. S5†). As Zn(CH3-
COO)2$2H2O crystallizes in the monoclinic space group C2/c, its
Fig. 2 (a) Relative changes of lattice parameters as a function of pres-
sure; the beta angle changes are shown as an inset in (a). (b) The third
order Birch–Murnaghan EoS fits31 for cell volume vs. pressure (Fig. S3†).
(c) Pressure-dependent relative changes in length for the three principal
axes and (d) the corresponding principal compressibility KX1, KX2 and KX3.

This journal is © The Royal Society of Chemistry 2019
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strain eigenvectors are not exactly along the crystallographic
axes. To more clearly investigate the anomalous expansion of
Zn(CH3COO)2$2H2O, the principal compressibilities converted
from variable-pressure lattice parameters are calculated using
PASCal soware30 and the results are summarized in Table S2.†
The relative changes for the principal axes and the corre-
sponding principal compressibilities as a function of pressure
are plotted in Fig. 2c and d (Tables S2 and S3†), where KX1 ¼
40.4(15), KX2 ¼ �2.1(4), and KX3 ¼ �6.0(7) TPa�1. Strikingly, the
compressibility is negative along the (X2, X3)-plane, with the
magnitude of K(X2, X3) ¼ KX2 + KX3 ¼ �8.1(8) TPa�1. The (X2, X3)-
plane with NAC behavior expands approximately within the (b,
c)-plane located in an individual layer of the structure and the
X1 principal axis is approximately parallel to the layer-stacking
direction [100] (Fig. 1a and Table S2†). As summarized in
Table 1, Zn(CH3COO)2$2H2O ranks the third among all hitherto
known 8 NAC materials, and ranks the rst if excluding those
with phase transitions and metastable high-pressure NAC.
Specically, the NAC of Zn(CH3COO)2$2H2O is about an order
of magnitude larger than that of the recently reported deep-UV
nonlinear crystal KBe2BO3F2 (KBBF),22 and about 4.5 times
larger than that of NaV2O5.14 Though the NAC effect of the
molecular framework Ag(tcm) (tcm ¼ tricyanomethanide)15 is
similar to that of Zn(CH3COO)2$2H2O, its phase transition at
around 0.62 GPa would dramatically narrow down the appli-
cable window to only about 1/7 that of Zn(CH3COO)2$2H2O. In
addition, under practical application circumstances, single-
crystals or single-crystalline lms with oriented NAC faces are
required, and any pressure-induced phase transitions will
inevitably lead to signicant structural reconstruction and
corresponding destruction of the crystal morphology (e.g.
twinning induced cracking), hence being detrimental to the key
NAC functionality. In this context, the non-emergence of
a pressure-induced transition in compound Zn(CH3COO)2-
$2H2O is critically advantageous. Compared with 2-MeBzIm
(2-methylbenzimidazole)16 and [Zn(L)2(OH)2]n$guest (L ¼ 4-(1H-
naphtho[2,3-d]imidazole-1-yl)benzoate; the guest is water),17

which exhibit stronger NAC effects but only in their metastable
high-pressure phases, the ease of growing oriented single
crystals and fabricating devices using complex Zn(CH3COO)2-
$2H2O and similar NAC materials under ambient conditions
would be signicantly more favorable as well.

In a second series of measurements, we collected the powder
X-ray data of Zn(CH3COO)2$2H2O up to 7.53 GPa to check its
Table 1 Summary of the known NAC materials

Materials Pressure range (GPa)

KBBF22 0.22–6.39
NaV2O5 (ref. 14) 4–10
Ag(tcm)15 0–0.62
2-MeBzIm16 0.24–2.40
[Zn(L)2(OH)2]n$guest

17 1.0–2.6
TlGaSe2 (ref. 23) —
2-(30-Chlorophenyl) imidazoline36 0.0001–0.08
Zn(CH3COO)2$2H2O 0.15–4.44

This journal is © The Royal Society of Chemistry 2019
phase stability at room temperature. Fig. S6† displays the raw
two-dimensional X-ray diffraction images and diffraction peaks
as a function of pressure. Below 4.28 GPa, the results are well
consistent with previous measurements. However, further
compression led to the disappearance of most sharp diffraction
peaks and the prominent broadening of residual peaks, which
indicates that the title compound loses its crystallinity. It is well-
known that hybrid organic–inorganic compounds have low
resistance to hydrostatic stress and amorphization oen occurs
at medium pressure (usually only a few GPa).32,33 For example,
the photovoltaic hybrid perovskite (CH3NH3)PbI3 undergoes
a gradual amorphization aer the structural phase trans-
formation takes place at 2.5 GPa.34

In order to elucidate the microscopic mechanism of the NAC
behavior, the atomic geometries of the Zn(CH3COO)2$2H2O
crystal were calculated, at intervals of about 0.5 GPa from
ambient pressure to 4.44 GPa, using the rst-principles geom-
etry optimization based on the experimental lattice parame-
ters.35 The extracted NAC mechanism and details of structural
evolution at ambient pressure, 2.05 and 4.44 GPa are shown in
Fig. 3 and S7.† The variations of bond lengths and angles are
shown in Fig. 4 and Table S4.† Owing to the relatively weak van
der Waals interactions between adjacent layers, the supramo-
lecular structure contracts considerably along the a-axis with
increasing pressure. However, the bc-plane which is linked by
stronger O–H/O bonds experiences fewer but unusual changes
within the layer. The opposite rotating ‘fan-shaped’ unit, shown
in Fig. 3, is utilized to schematically demonstrate the alterations
of the coordination geometry and the corresponding NAC
mechanism under pressure. The purple ‘fan-shaped’ unit
represents the plane that includes Zn, C1, O3 and O2 of the
acetate ligands, and water oxygen O1W within the half coordi-
nation geometry [Zn(CH3COO)$(H2O)]

+, and the green ‘fan-
shaped’ unit is comprised of counterpart atoms from the other
half coordination geometry. Before we reveal the structural
mechanism responsible for the NAC behavior, we need to stress
the fact that two ‘fan-shaped’ [Zn(CH3COO)$(H2O)]

+ units in
each coordination geometry are conned by four O1Wvi–H1vi/
O2 and O1Wvii–H2vii/O3 bonds approximately along the b- and
c-axis in the layer, which allow the structure to respond uniquely
to pressure. In the purple [Zn(CH3COO)$(H2O)]

+ unit, the Zn–O2
and Zn–O1W bonds elongate and contract by about 8.6% and
1.3% from ambient pressure to 4.44 GPa, respectively. In
addition, the O1Wvi–H1vi/O2 bond shrinks by about 3.0% with
NAC (TPa�1) Phase transition (P–T)

�1.0(2) Non P–T
�1.5 Non P–T
�7.5(8) Non P–T
�15(6) 0.22 GPa
�72(6) 1.0, 2.6 GPa
Indirect method —
— —
�8.1(8) Non P–T

Chem. Sci., 2019, 10, 1309–1315 | 1311
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Fig. 3 (a) Schematic structural evolution mechanism responsible for
the NAC behavior in Zn(CH3COO)2$2H2O. Purple and green rotating
‘fan-shaped’ units represent the two half zinc coordination geometries
in the crystal structure which lie approximately within planes through
Zn, C1, O1W, O3, O2 and Zn, C1i, O1Wi, O3i, O2i, respectively. (b) The
generic mechanical response stimulating the expansion of X3 and X2
directions to the opposite rotation of the two ‘fan-shaped’ units under
compression. The rotation and expansion of the ‘fan-shaped’ planes
are exaggerated for illustrative purposes. Note: the X2 principal axis is
approximately oppositely along the c-axis, and the X3 principal axis is
oppositely along the b-axis (Table S2†). Atoms are colored as in Fig. 1.
Symmetry codes: (i) �x, y, 0.5 � z; (ii) x, �y, 0.5 + z; (iii) x, �1 + y, z; (iv)
�x, �1 + y, 0.5 � z; (v) x, 1 + y, z; (vi) �x, 1 + y, 0.5 � z; (vii) �x, �y, �z.

Fig. 4 Variation of selected bond lengths (a) and angles (b) in the
Zn(CH3COO)2$2H2O structure as a function of pressure, calculated
from DFT structural optimisations based on experimental lattice
parameters.

Fig. 5 Proposed schematic illustration of using Zn(CH3COO)2$2H2O
crystals as a sensing medium in a Fabry–Perot interferometer pressure
sensor by taking advantage of its large NAC.
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an angle decrease of about 1.4% up to 4.44 GPa. Meanwhile, the
intersectional angle O2–Zn–O2i of the two ‘fan-shaped’ units
concurrently decreases from 80.35� to 73.24� (8.8%), accompa-
nied by the increase of the O1W–Zn–O1Wi angle from 98.05� to
102.54� (4.6%) as shown in Fig. 4 and S7.† The less signicant
contraction of the O1Wvi–H1vi/O2 distance and Zn–O1W bond
is compensated for by the substantial increase of the Zn–O2
bond along the b-axis. And the dramatic closure of the angle
between the two ‘fan-shaped’ structural units increases the
elongated projection of the coordination geometry along the b-
axis (X3 direction), hence leading to signicant expansion of KX3

¼ �6.0(7) TPa�1. For understanding the expansion along X2
(approximately along the c-axis), we also need to take into
account both the coordination bonding and hydrogen-bonding.
The O1Wvii–H2vii/O3 bond length expands by about 0.4% with
1312 | Chem. Sci., 2019, 10, 1309–1315
a bond angle decrease of about 0.2%, while the Zn–O3 bond
length shrinks signicantly by about 8.1%. Nevertheless, the
slightly larger angle closure of the two ‘fan-shaped’ units can
counterbalance the coupled contraction of the Zn–O3 and
O1Wvii–H2vii/O3 bonds, which consequently leads to a small
expansion along X2 with KX2 ¼ �2.1(4) TPa�1. In addition, we
need to take into account the synergistic contribution from the
methyl group of the acetate ligand. During compression, it is
forced to tilt and rotate along both X2 and X3 directions, hence
facilitating the NAC (Fig. S7 and S8†). Such a complex cooper-
ation process under pressure can be understood from the
model cartoons in Fig. 3b and structural evolution in Fig. S7
and S8.†

Notably, though the NACmechanism in Zn(CH3COO)2$2H2O
is broadly reminiscent of the ‘Lifshitz’ scenario,13,37 the coop-
erative involvement of coordination interactions, hydrogen-
bonding and van der Waals forces in it extends beyond the
singular molecular force in known materials. The underlying
NAC mechanism in KBBF is primarily attributed to the at-
tening of the Be2BO3F2 layer induced by the shrinkage of the Be–
F bond under compression.22 In molecular frameworks
Ag(tcm)15 and [Zn(L)2(OH)2]n$guest,17 the NAC effects respec-
tively arise from rippling of the honeycomb-like architecture
and compression of exible helices, which are both mainly
caused by coordination bond exing.

The above large NAC and compensating substantial
shrinkage along the orthogonal axis in Zn(CH3COO)2$2H2O and
similar materials could lead to many important technical
applications under high-pressure working environments, such
as precise pressure sensing materials.38 A typical example is the
pressure-converting material used in a Fabry–Perot interfer-
ometer pressure sensor, as schematically depicted in Fig. 5. To
facilitate the discussion, we refer to the formula describing the
refractive optical path difference (D) below:

D ¼ 2nh cos q

where n is the refractive index, h is the thickness of the sensing
crystal used in the interferometer, and q is the angle of refrac-
tion. Upon compression from ambient pressure to 4.44 GPa, the
bc-plane of the Zn(CH3COO)2$2H2O crystal expands by �0.4%,
which is unlikely to induce any signicant changes in refractive
index n. However, the a-axis of the crystal signicantly decreases
by �20% in order to compensate for the expansion of the bc-
This journal is © The Royal Society of Chemistry 2019
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plane, which consequently results in substantially proportional
shrinkage of h. Therefore, the corresponding refractive optical
path change D becomes very large under high-pressure condi-
tions,38 which dramatically enhances the shi of the diffracting
fringes. In other words, the sensitivity of the Fabry–Perot
interferometer could be signicantly improved by using NAC
crystals instead of a conventional sensing crystalline medium
with positive compressibilities along all directions.
Conclusions

In summary, we have revealed that a 2D molecular material,
Zn(CH3COO)2$2H2O, shows the extremely rare NAC effect over
a wide pressure range via a combined approach of high-pressure
experiments and rst-principles calculations. Compared with
other known NAC materials, Zn(CH3COO)2$2H2O exhibits
a synergistic NAC mechanism which arises from a complex
cooperation of in-plane coordination and hydrogen-bonding, and
out-of-plane van der Waals interactions in its supramolecular
structure. Moreover, we propose that Zn(CH3COO)2$2H2O and
other NAC crystals could have important applications as
pressure-converting materials for fabricating ultrasensitive pres-
sure sensors. Considering the intrinsic electronic difference
between hydrogen-bonding and other bonding forces, 2D mate-
rials assembled via hydrogen-bonding will offer a new materials
platform for exploring pressure stimuli in quantum conned
solids. More broadly, we envisage that the rich structural diversity
in coordination compounds and other molecular materials in
extreme environments will undoubtedly facilitate the discovery of
new electronic, optical and magnetic functionalities from hybrid
2D materials by considering hydrogen-bonding and other
supramolecular interactions.
Experimental
General information and synthesis

All chemicals and solvents were of reagent grade and used as
received. Zinc salt Zn(CH3COO)2$2H2O was synthesized
according to a literature method.26
High-pressure synchrotron powder X-ray diffraction
measurements (HP-PXRD)

The high-pressure synchrotron powder XRD experiments were
performed at the 4W2 beamline of the Beijing Synchrotron
Radiation Facility (BSRF). An X-ray beam with a wavelength of
0.6199 Å was focused on a 36 � 12 mm2 spot using Kirkpatrick–
Baez mirrors. The hydrostatic pressure was exerted by the
systematic diamond anvil cells (DACs) with a culet diameter of
400 mm. The samples in well ground powder form were placed
in a hole of about 120 mm diameter in a pre-indented stainless
steel gasket with a thickness of about 40 mm. Silicone oil served
as the pressure-transmitting medium and ruby chips were
placed for pressure calibration by measuring the uorescence
shi as a function of pressure.39 The diffraction patterns were
collected using a Pilatus 2M detector and integrated via the
Fit2d suite of programs.40 The cell parameters under different
This journal is © The Royal Society of Chemistry 2019
pressures were rened by the Pawley method using the whole
prole tting program implemented in Materials Studio.
First-principles calculations

The rst-principles calculations were performed by using
CASTEP,41,42 a total energy package based on plane-wave pseu-
dopotential density functional theory (DFT).41 The local density
approximation (LDA)43,44 was adopted to describe the exchange–
correlation energy. Optimized ultraso pseudopotentials were
adopted.45 A kinetic energy cutoff of 500 eV and a Monkhorst–
Pack k-point mesh of 6 � 6 � 2 spanning less than 0.04 Å�1

were chosen.46 The atomic positions at intervals of about
0.5 GPa in the 0–4.44 GPa range were calculated by rst-
principles geometry optimization. In this geometry optimiza-
tion, the cell parameters were xed at the experimental values,
and only the atomic positions at each pressure were optimized.
Atomic force microscopy (AFM)

The surface topographies and the corresponding height proles
of different thickness nanosheets were collected using a Digital
Instrument Multimode SPM in the tapping mode with
a BRUKER RTESPA-300 tip. The bulk crystals were ground
gently, and the nanosheets were prepared by dispersing the
ground Zn(CH3COO)2$2H2O powder in ethanol and sonicating
it for about 30 min in a KQ3200DE ultrasonic cleaner. Then the
milky suspension in the vial was centrifuged at a rate of
4000 rpm. Aer keeping the tube still for a few minutes, the top
suspension containing exfoliated nanosheets was deposited on
a clean silicon substrate (1 � 1 cm2). Aer the solvent on the
substrate was evaporated completely, the as-prepared nano-
sheets were scanned at a rate of 1.00 Hz. The images were taken
with a resolution of 256 � 256 pixels.2
Transmission electron microscopy (TEM)

The bulk crystals were ground gently and dispersed in ethanol,
and then the resulting suspension was deposited on a holey
carbon support lm prior to TEM testing. A Titan 60-300 Cs
corrected transmission electron microscope operating at 300 kV
was used to capture the bright-eld images on the high dynamic
range image plates. The nanosheets were very sensitive to the
electron beam and lost their crystallinity within 5 s.
Nanoindentation

The nanoindentation experiments were performed on the (100)
and (001) facets using a nanoindenter (Triboindenter from
Hysitron, Minneapolis, USA) with in situ imaging capability.47

The machine continuously monitors and records the load (P)
and displacement (h) of the indenter with force and displace-
ment resolutions of 1 mN and 0.2 nm, respectively. A three-
sided pyramidal Berkovich diamond indenter with a sharp tip
radius of about 50 nm was used to indent the crystals. A stan-
dard fused silica sample with a reduced modulus of 72 GPa and
hardness of 9 GPa was adopted for calibration. The raw data
were analysed using the Oliver and Pharr method.48,49
Chem. Sci., 2019, 10, 1309–1315 | 1313
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