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hetic polymerization strategy
makes metal–organic frameworks more stable†

Shuliang Yang,‡a Li Peng,‡a Daniel T. Sun,a Mehrdad Asgari, a Emad Oveisi, b

Olga Trukhina,a Safak Bulut, a Abbas Jamalia and Wendy L. Queen *a

Metal–organic frameworks are of interest in a number of host–guest applications. However, their weak

coordination bonding often leads to instability in aqueous environments, particularly at extreme pH, and

hence, is a challenging topic in the field. In this work, a two-step, post-synthetic polymerization method

is used to create a series of highly hydrophobic, stable MOF composites. The MOFs are first coated with

thin layers of polydopamine from free-base dopamine under a mild oxygen atmosphere, which then

undergoes a Michael addition to covalently graft hydrophobic molecules to the external MOF surface.

This easy, mild post-synthetic modification is shown to significantly improve the stability of a number of

structurally diverse MOFs including HKUST-1 (Cu), ZIF-67 (Co), ZIF-8 (Zn), UiO-66 (Zr), Cu-TDPAT (Cu),

Mg-MOF-74 (Mg) and MIL-100 (Fe) in wet, caustic (acidic and basic) environments as determined by

powder X-ray diffraction and surface area measurements.
Introduction

Metal–organic frameworks (MOFs) have received tremendous
attention due to unprecedented internal surface areas, tunable
topologies, designable pore surfaces,1–7 and their applicability
in a number of energy related areas including catalysis, gas
adsorption/separation, chemical sensing, energy storage/
conversion and so on.8–18 However, weak coordination
bonding can limit the stability of some MOFs in water, partic-
ularly at extreme pH. To overcome this instability issue and
expand the practical applications of the existing MOFs, two
main methods have recently been developed.19–29 One is to
functionalize the organic linkers of unstable MOFs with
hydrophobic functionality.19–21 For example, Cohen et al.
improved the hydrolytic stability of IRMOF-1, IRMOF-3 and
MIL-53 through the introduction of hydrophobic alkyl groups
such as isopropyl, isobutyl, and linear alkyl chains onto MOF
ligands.19 While this method can be highly effective one, the
synthesis of the hydrophobic ligands and subsequently
searching for the reaction conditions necessary to obtain
a desired MOF can be in some instances time consuming. The
second method is to introduce hydrophobic layers post
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synthetically onto the external MOF surface.26–29 For example,
Yu et al. reported a hydrophobic polydimethylsiloxane (PDMS)
coating process, achieved by heating MOFs in the presence of
a PDMS stamp in a sealed glass container at 235 �C.30 In another
study, Park et al. used calcination, 480 �C, to construct hydro-
phobic surfaces.31 Though all of these reported methods are
proven to be effective ways to improve the stability of some
MOFs, it is still challenging to develop a general andmild way to
functionalize various MOF surface to stabilize them under
harsh conditions.

Given these challenges, we were inspired to design a new,
mild process for hydrophobic surface functionalization that
could be quickly applied to most MOFs. In nature, mussels
rmly adhere to virtually all types of substrates under wet and
harsh marine conditions through the secretion of an adhesive
protein.32,33 Similar to these proteins, polydopamine (PDA) has
catechol and amine functionalities, which enable it to mimic
the adhesive properties of mussel foot proteins.34,35 Since 2007,
PDA has been used as a platform for the functionalization of
a wide number of material surfaces, even those with super
hydrophobic surfaces.32,36,37 However, to carry out the oxidative
process required for dopamine polymerization, weakly alkaline,
aqueous environments are required,38–40 limiting the modica-
tion of water sensitive MOFs, such as HKUST-1, with PDA. In
this work, we demonstrate that the use of free-base dopamine
can promote polymerization under a mild oxygen atmosphere,
eliminating the need for basic aqueous environments. This
allows us to utilize PDA as an adhesive to attach highly hydro-
phobic peruoro coatings onto the external surface of a set of
structurally diverse MOFs, signicantly improving their stability
in acidic and/or basic aqueous environments. The two-step
This journal is © The Royal Society of Chemistry 2019
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modication process is displayed in Fig. 1. First, free-base
dopamine is synthesized and employed for polymerization
onto the MOF surface. Next, is a uorination step carried out via
a Michael addition between 1H,1H,2H,2H-peruorodecanethiol
(HSF) and PDA (Fig. S1†).41,42
Results and discussion
Preparation and characterizations of MOF@PDA-SF
composites

HKUST-1, also known as Cu3(BTC)2 (BTC3� ¼ benzene-1,3,5-
tricarboxylate), is one of the most common MOFs studied for
gas adsorption and catalysis, because it is easy to synthesize,
cheap, and has open metal coordination sites.43,44 However,
HKUST-1 is unstable in water and humid atmospheres. Given
this structural instability, HKUST-1 was chosen as the rst
example for the hydrophobic modication. Before the modi-
cation process, the HKUST-1 surface is smooth (Fig. 2a and d)
and exhibits a light blue color (inset of Fig. 2a). Aer the PDA
modication, the blue crystalline sample turns dark green,
indicating the successful formation of HKUST-1@PDA (inset of
Fig. 2b and h). Further, the polymer coating on the external
MOF surface is clearly observed using both scanning electron
microscope (SEM) and transmission electron microscopy (TEM)
(Fig. 2b and e). SEM images reveal that the surface becomes
rough, and powder X-ray diffraction (PXRD) shows that the
crystal structure is well maintained aer PDA introduction
(Fig. 3a(III)). The Fourier-transform infrared spectroscopy (FT-
IR) of HKUST-1@PDA shows the characteristic peaks
belonging to the polymer (Fig. S2†). Further, high-resolution X-
ray photoelectron spectroscopy (XPS) reveals that the Cu 2p
spectrum of HKUST-1@PDA is very weak when compared to the
parent MOF (Fig. S3†); this further conrms that the polymer-
ization mainly occurs on the external surface, which obstructs
the penetration of the X-rays into the MOF. Next, an HSF
functionalization step is used to introduce hydrophobicity to
the external MOF surface. The HSF reacts with the benzene ring
of the PDA forming strong covalent bonds that inhibit leaching
of the hydrophobic molecules from the MOF surface. Energy-
Fig. 1 The modification process used to prepare hydrophobic MOF@PD

This journal is © The Royal Society of Chemistry 2019
dispersive X-ray spectroscopy in SEM (SEM-EDX) reveals that
HKUST-1@PDA-SF consists of Cu, C, O, N, F and S (Fig. S4†),
and PXRD patterns conrm the MOF structure again retains its
crystallinity aer the uorination step (Fig. 3a(IV)). SEM and
TEM images (Fig. 2c and f) conrm that the polymer layer is
present on the surface aer HSF addition. Meanwhile the green
color of the crystalline sample is still maintained (Fig. 2i). Also,
SEM reveals the presence of nano-papillae, which make the
surface rough. It should be noted that this kind of binary
structure is similarly observed on the surface of the lotus-leaf,
which aids in repelling water.45 FT-IR spectrum of HKUST-
1@PDA-SF shows vibrational bands at 1150 and 1206 cm�1,
which are assigned to the symmetric and asymmetric –CF2–
stretches, respectively (Fig. S2†).46 Moreover, a solid-state 19F
magic angle spinning nuclear magnetic resonance (MAS NMR)
spectrum of HKUST-1@PDA-SF conrms the successful graing
of the hydrophobic HSF molecules onto the MOF surface
(Fig. S5†). It should be noted that the Brunauer–Emmett–Teller
(BET) surface area of HKUST-1@PDA-SF composite is reduced
from 1843 to 1286 m2 g�1, due to the 16.2 wt% loading of the
dense polymer in the modied MOF composite (Fig. 3b and
S6†). Given the signicant reduction in surface area on our rst
attempt, the post-synthetic treatment was later optimized in
order to obtain higher porosity all while maintaining high
composite stability (Fig. S7†). At a PDA-SF loading of 6.8 wt%
(named as HKUST-1@PDA-SF-2), the surface area is only
reduced to 1600 m2 g�1 aer the appendage of the HSF
molecules.

To further determine the location of PDA-SF in the HKUST-
1@PDA-SF composite, various elemental maps were obtained
via EDX elemental mapping in scanning TEM mode (STEM-
EDX). Fig. 4 reveals that the PDA-SF polymer composite
contains N, F and S on the external surface of HKUST-1.
However, given the possible diffusion of the free-base dopa-
mine precursor into HKUST-1, small amounts of polymer could
also be present inside the MOF. It is expected that if dopamine
diffuses into the framework that it will readily bind Cu(II),
blocking the open metal sites on the internal MOF surface. As
such, in situ diffuse reectance infrared Fourier transform
A-SF composites.

Chem. Sci., 2019, 10, 4542–4549 | 4543
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Fig. 2 SEM, TEM and light microscope images of HKUST-1 (a, d, g), HKUST-1@PDA (b, e, h) and HKUST-1@PDA-SF (c, f, i). The insets are the
photograph and water contact angle (CA) of the corresponding samples. TEM images show that the MOF (blue arrow) are coated with a uniform
polymer layer (red arrow).

Fig. 3 XRD patterns (a) and N2 adsorption–desorption isotherms (b) of the unmodified HKUST-1 and the corresponding modified samples. The
surface areas of samples are: as-synthesized HKUST-1 (black, 1843 m2 g�1), HKUST-1@PDA-SF (pink, 1286 m2 g�1), HKUST-1@PDA-SF after 6
days in 100 �Cwater (orange, 1211m2 g�1), HKUST-1@PDA-SF after 7 days in water (green, 1153m2 g�1), HKUST-1@PDA-SF after 30 days in water
(cyan, 1186 m2 g�1), HKUST-1@PDA-SF after water adsorption 2 runs (red, 1093 m2 g�1) and HKUST-1 after 1 day in water (purple, 255 m2 g�1).
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spectroscopy (in situ DRIFTs) was used to probe the material for
open Cu(II) sites. The sample was activated and dosed with CO.
The spectra showed the characteristic peak of Cu(II)-bound CO
4544 | Chem. Sci., 2019, 10, 4542–4549
of �2176 cm�1, a value that is signicantly shied from the
expected stretching frequency of free CO, 2143 cm�1. This
implies that if a small amount of PDA-SF has diffused inside,
This journal is © The Royal Society of Chemistry 2019
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Fig. 4 High-angle annular dark field scanning TEM (HAADF-STEM)
imaging (a, d) and corresponding EDX elemental maps (b and c, e–h).
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there is still a large number of open metal sites (Fig. S8†).47,48 It
should be pointed out that if free-base dopamine diffuses inside
HKUST-1, it could partially shield the Cu2+ sites. Hence, the
likelihood of possible attack from the H2O molecules can be
reduced, further improving the MOF's water stability.49

Stability test and application

To explore the efficiency of our method to improve MOF
stability, both pristine HKUST-1 and HKUST-1@PDA-SF
samples were immersed in water. HKUST-1 expectedly
degraded in less than two hours (Fig. S9a†), and PXRD and SEM
of the recovered sample conrm a change in the crystal struc-
ture and morphology (Fig. S9b and c†). Interestingly, however,
the PXRD of the HKUST-1@PDA-SF composite shows that the
MOF is well-maintained with no sign of a structural transition
aer immersion for over 30 days (Fig. 3a(V)). Further, the
surface area only shows a very small amount of loss from 1286
to 1186 m2 g�1 (Fig. 3b) over this period. It should be noted that
to date, under the conditions we have tested, the decomposition
or structural transitions of HKUST-1 with the hydrophobic
coating has not yet occurred. The test conditions include the
aforementioned immersion, boiling the material at 100 �C for
six days, and also placing the composite in highly acid or basic
conditions (pH¼�2 or 12) for one day (Fig. 3a(VII), b and S10†).
HKUST-1@PDA-SF-2 also exhibits the same stability as the
aforementioned composite with 16.2 wt% PDA-SF (Fig. S7† and
Table 1). Next, several H2O adsorption/desorption isotherms
were obtained from the parent MOF and its corresponding
composite. While the parent MOF loses a large percentage of its
water sorption capacity aer each successive adsorption/
desorption cycle due to its high instability in the presence of
water vapor,23,50,51 HKUST-1@PDA-SF has no sign of degrada-
tion, even with cycling (Fig. 3a(VI) and S11†). Despite the
hydrophobic nature of the MOF composite, the water adsorp-
tion prole does not change, and the capacity is only reduced by
25% from 0.6 g H2O/g for HKUST-1 to 0.45 g H2O/g for HKUST-
1@PDA-SF. The decrease in water capacity aer the post-
synthetic modication correlates well with the aforemen-
tioned decrease in surface area. Further, it is noted that the
equilibration time required for water adsorption in the
composite is signicantly longer than that of the parent MOF;
this implies that the surface coating slows the rate at which
This journal is © The Royal Society of Chemistry 2019
water is able to diffuse into the structure. To further give
evidence of this, theMOF and its corresponding composite were
activated at 125 �C for 12 hours to remove all residual solvents.
Then, both materials were exposed to air with 34% relative
humidity for 3 minutes. Subsequently, CO2 adsorption
isotherms were collected on the unactivated samples. It is noted
that while the CO2 adsorption capacity of the HKUST-1 is
decreased by 29.8%, the capacity of HKUST-1@PDA-SF is only
decreased by 3.6% at 0.15 bar, which is the partial pressures of
CO2 in post-combustion ue gas (Fig. S12†).

Given the high hydrophobicity (with a water contact angle of
140�), slowed water permeability, and unprecedented stability
of HKUST-1@PDA-SF, this new surface modication offers an
opportunity to, for the rst time, demonstrate the applicability
of HKUST-1 in a number of water-containing separations. For
example, currently there is a high demand for offshore oil
production, which lends to frequent oil spills, and the chemical
industry employs a number of organic compounds in various
processes that are too oen mistakenly discharged into the
water supply. With this awareness, materials able to promote
oil/water separations are becoming increasingly important.52–54

As such, we attempted to carry out the separation of chloroform/
H2O, hexane/H2O, toluene/H2O and gasoline/H2O as a proof-of-
concept for oil and water separations. For this, a home-made
separator was designed (see ESI†). Because HKUST-1 is not
water- or oil-repellant, it permits both to permeate through and
of course also readily degrades (Fig. S9 and S13a†). However, for
HKUST-1@PDA-SF, the water sits on top of the material while
chloroform, hexane, toluene and gasoline readily pass
(Fig. S13b†). Like the aforementioned water adsorption
isotherms, these separations demonstrate that the hydrophobic
coating has signicantly slowed water permeation. It is also
noted that aer the separation, the crystal structure of the
recovered HKUST-1@PDA-SF is well-maintained (Fig. S14†).
Considering the tunable pore size and functionality in MOFs, it
is thought that this modication method has great potential to
employ many MOFs in a host of gas and liquid separations that
were not before accessible.
Extension of the current strategy in other MOFs

Encouraged by the results with HKUST-1, we extended this
coating method to a selected set of structurally diverse MOFs
including ZIF-67, ZIF-8, UiO-66, Mg-MOF-74, MIL-100 (Fe), and
Cu-TDPAT.55–58 While the chosen materials have reported water
stability at room temperature, the idea was to see if the coating
could improve their stability under more harsh conditions, in
both highly acidic and basic media. First, ZIF-67 nanocubes
(1466 m2 g�1) were prepared,59 followed by the corresponding
composite, ZIF-67@PDA-SF, which contained a 16.8 wt% PDA-
SF loading. From the SEM images, it can be seen that the
nanocubemorphology is well maintained aer the modication
(Fig. 5b) and the water CA increases from 67� to 147� (insets of
Fig. 5a and b). While the surface area of the composite is
decreased aer the post-synthetic modication (to 683 m2 g�1)
(Fig. S15a†), the CO2 adsorption capacity was signicantly
enhanced by �30% at 1 bar (Fig. S15b†). The latter is likely due
Chem. Sci., 2019, 10, 4542–4549 | 4545
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Table 1 Comparison of the properties and stabilities of the parent MOFs and their corresponding MOF-composites soaked under highly acidic
or basic conditions for 24 hours. Ticks mean stable and crosses mean unstable

Sample name/formula

BET surface
area
(m2 g�1)

Contact
angle (�)

Polymer
loading
(wt%)

H2SO4

treatment,
pH ¼ 0, 1, 2
or 3 for 24 h

BET surface
area
aer H2SO4

treatment
(m2 g�1)

NaOH treatment,
pH ¼ 11, 12 or
13 for 24 h

BET surface
area aer
NaOH
treatment
(m2 g�1)

HKUST-1 Cu3(BTC)2, BTC
3� ¼

benzene-1,3,5-tricarboxylate
1843 �0 — � — � —

HKUST-1@PDA-SF 1286 140 16.2 3 1247 3 1242
HKUST-1@PDA-SF-2 1600 135 6.8 3 1586 3 1571
ZIF-67 Co(MIm)2, MIm ¼
2-methylimidazolate

1466 67 — � — � —

ZIF-67@PDA-SF 683 147 16.8 3 729 3 738
ZIF-67@PDA-SF-2 1312 139 11.5 3 1303 3 1293
ZIF-8 Zn(MIm)2, MIm ¼
2-methylimidazolate

1788 �0 — � — 3 1710

ZIF-8@PDA-SF 1389 149 7.6 3 1387 3 1411
Mg-MOF-74 Mg2(dobdc), dobdc

4� ¼
2,5-dioxido-1,4-benzenedicarboxylate

1182 �0 — � — 3 1138

Mg-MOF-74@PDA-SF 918 138 12.8 3 867 3 952
MIL-100-Fe Fe3(BTC)2, BTC

3� ¼
benzene-1,3,5-tricarboxylate

1587 �0 — � — 3 1579

MIL-100-Fe@PDA-SF 1266 127 14.7 3 1369 3 1262
UiO-66 Zr6O4(OH)4(BDC)6, BDC

2� ¼
1,4-dicarboxybenzene

1430 �0 — � — � —

UiO-66@PDA-SF 638 141 10.3 3 626 3 581
Cu-TDPAT Cu3(TDPAT), TDPAT ¼
2,4,6-tris(3,5 dicarboxylic
phenylamino)-1,3,5-triazine

2254 �0 — � — � —

Cu-TDPAT@PDA-SF 1835 146 12.5 3 1784 3 1778

Fig. 5 SEM images of ZIF-67 nanocubes (a), hydrophobically modified
ZIF-67@PDA-SF (b), and XRD patterns of ZIF-67 and ZIF-67@PDA-SF
after exposure to H2SO4 (pH ¼ 3)/NaOH (pH ¼ 13) solution for 24 h (c
and d). The insets are the water contact angles (CA) and a photograph
of ZIF-67 (a) and ZIF-67@PDA-SF (b), respectively.
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to new interactions between the CO2 and the nitrogen species
found in PDA and strongly polarizing C–F species in the per-
uoro coating.60,61 To test the improved stability of ZIF-
67@PDA-SF (contact angle: 147�), the parent MOF and
composite were soaked in an aqueous H2SO4 (pH ¼ 3) and
4546 | Chem. Sci., 2019, 10, 4542–4549
NaOH solution (pH ¼ 13). While the parent structure
completely degrades in either solution, as indicated by the XRD
pattern and SEM images (Fig. 5c(ii, iii) and S16a, b†), ZIF-
67@PDA-SF remains aer 24 h with no obvious sign of degra-
dation (Fig. 5d(ii, iii) and S16c, d†). Further, surface area anal-
ysis (Fig. S17†) of the composite indicates no signicant change
in the BET surface area from the parent composite, 683 m2 g�1,
to the acid and base treated composite, 729 m2 g�1 and 738 m2

g�1, respectively. These results give a good indication that the
coating method indeed enhances the stability of this MOF in
harsh conditions.

As in the case of HKUST-1, we also demonstrated that
reducing the quantity of PDA-SF could enhance the porosity of the
resulting composite all while still maintaining high stability. For
this, a second composite, ZIF-67@PDA-SF-2, was prepared. The
percentage of PDA-SF, 11.5 wt%, is signicantly lower than the
original composite ZIF-67@PDA-SF that contains 16.8 wt% PDA-
SF. Aer the surface appendage of HSF molecules, the surface
area of ZIF-67@PDA-SF-2 is determined to be 1312 m2 g�1, which
is signicantly higher than ZIF-67@PDA-SF, 683 m2 g�1 (Table 1).
Further, the stability was again assessed in highly acidic and basic
conditions for 24 hours, and the same results are obtained as
previously observed for ZIF-67@PDA-SF (Fig. S18,† Table 1).

Next, using similar procedures, hydrophobic composites of
ZIF-8, UiO-66, Cu-TDPAT, Mg-MOF-74, and MIL-100-Fe were
prepared. As in the previous cases with HKUST-1 and ZIF-67, the
surface polymer layer is clearly observed via TEM and the
This journal is © The Royal Society of Chemistry 2019
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Fig. 6 The water contact angle of the unmodified samples including ZIF-8 (a), UiO-66 (b), Cu-TDPAT (c), Mg-MOF-74 (d), MIL-100-Fe (e) and
the contact angle of the corresponding PDA-SF modified samples ZIF-8@PDA-SF (f), UiO-66@PDA-SF (g), Cu-TDPAT@PDA-SF (h), Mg-MOF-
74@PDA-SF (i), MIL-100-Fe@PDA-SF (j). The insets are the photographs of unmodified samples (a–f) and modified samples (g–l). TEM images of
the corresponding modified samples ZIF-8@PDA-SF (k), UiO-66@PDA-SF (l), Cu-TDPAT@PDA-SF (m), Mg-MOF-74@PDA-SF (n), MIL-100-
Fe@PDA-SF (o). TEM images show that the MOF (blue arrow) are coated with a uniform polymer layer (red arrow).
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structures of the parent materials are well maintained aer the
modication (Fig. 6 and S19, S20†). The hydrophobic coating
increases the water contact angles (CA) from �0� for all parent
MOF structures to 149�, 141�, 146�, 138�, and 127�, for ZIF-
8@PDA-SF, UiO-66@PDA-SF, Cu-TDPAT@PDA-SF, Mg-MOF-
74@PDA-SF, and MIL-100-Fe@PDA-SF, respectively. Several of
the contact angles are approaching super-hydrophobic, >150�.
As such, water droplets readily roll off the surface of ZIF-
8@PDA-SF during the CA experiment (ESI Video S1†). Further,
all of these composites exhibit high stability in either acidic or
basic conditions, while the parent MOFs are shown to decom-
pose. XRD patterns and surface area analysis, collected aer
soaking the composite materials in acidic (pH ¼ 0–3) or basic
solutions (pH ¼ 11–13) for 24 hours indicate minimal to no
change aer exposure to these harsh conditions (Fig. S21† and
Table 1). These data strongly suggest that this simple method is
an effective, universal way to introduce hydrophobicity to MOFs
and improve stability.

For the Mg-MOF-74 composite, the hydrophobicity is easily
tuned by introducing varying amounts of free-base dopamine
and HSF. For example, the contact angle increased from 100 to
138� through the addition of more free-base dopamine and HSF
during the post-synthetic modication of Mg-MOF-74
(Fig. S22†). Considering the tunable porosity and hydropho-
bicity of the resulting composites and several experiments that
suggest that water vapor diffusion into HKUST-1 is slowed in the
presence of the hydrophobic coating, it is hypothesized that
optimizing the surface coating process can lend to enhanced
performance of various MOFs in humid gas separations.
Further, considering that PDA and other redox active polymers
are able to readily reduce metal ions and that previous studies
This journal is © The Royal Society of Chemistry 2019
have shown that catalytic activity and selectivity can be
enhanced aer surface functionalization with hydrophilic-
hydrophobic entities,62,63 these novel MOF composites provoke
interest for future catalytic studies.

Conclusions

In summary, a facile mussel-inspired modication method was
developed enabling the introduction of highly hydrophobic
coatings onto a number of structurally diverse MOFs. This novel
technique, which entails the use of free-base dopamine to gra
hydrophobic HSF molecules onto the external MOF surface,
signicantly enhances MOF stability in water and in acidic or
basic conditions. Free-base dopamine was selected as a binder
between the MOF and HSF because it is a strong adhesive and
polymerizes under a mild oxygen atmosphere at room temper-
ature making it suitable to modify even the most unstable
MOFs. Employing the free base form eliminates the need for
basic aqueous environments that are required when using
dopamine hydrochloride. Also, all the MOF composites are
rapidly accessible, eliminating the need for other time
consuming efforts focused on, for instance, designing new
hydrophobic ligands to improve MOF stability.

As a proof-of-concept, HKUST-1@PDA-SF is shown for the
rst time to be recyclable with water adsorption/desorption and
stable in boiling water and acidic or basic aqueous media for
extended periods of time. Given the added water stability
combined with signicantly slowed water permeability, HKUST-
1@PDA-SF is also shown applicable in oil/water separations.

Last, the method was applied to a number of other
composites using a structurally diverse set of MOFs with varying
Chem. Sci., 2019, 10, 4542–4549 | 4547
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metals, ligands, and topologies. The as-prepared composites,
including ZIF-67@PDA-SF, ZIF-8@PDA-SF, UiO-66@PDA-SF,
Cu-TDPAT@PDA-SF, Mg-MOF-74@PDA-SF, and MIL-100-
Fe@PDA-SF, show excellent stability even under harsh acid or
basic conditions. Considering the novel results obtained from
HKUST-1 and the many other structurally dissimilar frame-
works, it is thought that this facile, mild method can be
universally applied to improve the stability most MOFs and any
other materials known to have water/pH instability. It is ex-
pected that this work can open doors to numerous new appli-
cations that were before inaccessible, and/or enhance MOF
performance in existing areas coupled to catalysis, selective gas
separation, delivery etc by inhibiting decomposition, enhancing
hydrophobicity and decreasing water permeability.
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V. Crocellà, J. D. Howe, K. Lee, A. L. Dzubak, W. L. Queen,
J. M. Zadrozny, S. J. Geier, L.-C. Lin, L. Gagliardi, B. Smit,
J. B. Neaton, S. Bordiga, C. M. Brown and J. R. Long, J. Am.
Chem. Soc., 2014, 136, 10752–10761.

49 L. N. McHugh, M. J. McPherson, L. J. McCormick,
S. A. Morris, P. S. Wheatley, S. J. Teat, D. McKay,
This journal is © The Royal Society of Chemistry 2019
D. M. Dawson, C. E. F. Sansome, S. E. Ashbrook,
C. A. Stone, M. W. Smith and R. E. Morris, Nat. Chem.,
2018, 10, 1096–1102.

50 J. Canivet, A. Fateeva, Y. Guo, B. Coasne and D. Farrusseng,
Chem. Soc. Rev., 2014, 43, 5594–5617.

51 H. Furukawa, F. Gándara, Y.-B. Zhang, J. Jiang, W. L. Queen,
M. R. Hudson and O. M. Yaghi, J. Am. Chem. Soc., 2014, 136,
4369–4381.

52 J. Ge, L.-A. Shi, Y.-C. Wang, H.-Y. Zhao, H.-B. Yao, Y.-B. Zhu,
Y. Zhang, H.-W. Zhu, H.-A. Wu and S.-H. Yu, Nat.
Nanotechnol., 2017, 12, 434.

53 M. Zhang, X. Xin, Z. Xiao, R. Wang, L. Zhang and D. Sun, J.
Mater. Chem. A, 2017, 5, 1168–1175.

54 Y. Sun, Q. Sun, H. Huang, B. Aguila, Z. Niu, J. A. Perman and
S. Ma, J. Mater. Chem. A, 2017, 5, 18770–18776.

55 R. Luebke, J. F. Eubank, A. J. Cairns, Y. Belmabkhout,
L. Wojtas and M. Eddaoudi, Chem. Commun., 2012, 48,
1455–1457.

56 J. H. Cavka, S. Jakobsen, U. Olsbye, N. Guillou, C. Lamberti,
S. Bordiga and K. P. Lillerud, J. Am. Chem. Soc., 2008, 130,
13850–13851.

57 L.-C. Lin, J. Kim, X. Kong, E. Scott, T. M. McDonald,
J. R. Long, J. A. Reimer and B. Smit, Angew. Chem., Int. Ed.,
2013, 52, 4410–4413.

58 A. Phan, C. J. Doonan, F. J. Uribe-Romo, C. B. Knobler,
M. O'Keeffe and O. M. Yaghi, Acc. Chem. Res., 2010, 43, 58–
67.

59 H. Hu, B. Y. Guan and X. W. Lou, Chem, 2016, 1, 102–113.
60 Y. Zhao, K. X. Yao, B. Teng, T. Zhang and Y. Han, Energy

Environ. Sci., 2013, 6, 3684–3692.
61 L. Peng, S. Yang, D. T. Sun, M. Asgari and W. L. Queen,

Chem. Commun., 2018, 54, 10602–10605.
62 D. T. Sun, N. Gasilova, S. Yang, E. Oveisi and W. L. Queen, J.

Am. Chem. Soc., 2018, 140, 16697–16703.
63 G. Huang, Q. Yang, Q. Xu, S.-H. Yu and H.-L. Jiang, Angew.

Chem., Int. Ed., 2016, 55, 7379–7383.
Chem. Sci., 2019, 10, 4542–4549 | 4549

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/c9sc00135b

	A new post-synthetic polymerization strategy makes metaltnqh_x2013organic frameworks more stableElectronic supplementary information (ESI) available:...
	A new post-synthetic polymerization strategy makes metaltnqh_x2013organic frameworks more stableElectronic supplementary information (ESI) available:...
	A new post-synthetic polymerization strategy makes metaltnqh_x2013organic frameworks more stableElectronic supplementary information (ESI) available:...
	A new post-synthetic polymerization strategy makes metaltnqh_x2013organic frameworks more stableElectronic supplementary information (ESI) available:...
	A new post-synthetic polymerization strategy makes metaltnqh_x2013organic frameworks more stableElectronic supplementary information (ESI) available:...
	A new post-synthetic polymerization strategy makes metaltnqh_x2013organic frameworks more stableElectronic supplementary information (ESI) available:...

	A new post-synthetic polymerization strategy makes metaltnqh_x2013organic frameworks more stableElectronic supplementary information (ESI) available:...
	A new post-synthetic polymerization strategy makes metaltnqh_x2013organic frameworks more stableElectronic supplementary information (ESI) available:...
	A new post-synthetic polymerization strategy makes metaltnqh_x2013organic frameworks more stableElectronic supplementary information (ESI) available:...




