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13 mW operation of a 295–310 nm AlGaN UV-B
LED with a p-AlGaN transparent contact layer for
real world applications†

M. Ajmal Khan, *a Noritoshi Maeda,a Masafumi Jo,a Yuki Akamatsu,b

Ryohei Tanabe,b Yoichi Yamadab and Hideki Hirayamaa

Smart, high-power ultraviolet (UV)-B light-emitting diode (LED) light sources are demanded for both

medical and agricultural applications, including vitamin D3 production in human skin (294–304 nm),

immunotherapy (310 nm), cancer therapy (295–310 nm) and enriching phytochemicals in plants (310 nm).

To achieve this, we have combined graded stacks of AlGaN buffer layer (BL), AlGaN multi quantum wells

(MQWs) with high internal quantum efficiency (IQE), a transparent p-AlGaN contact layer, and a highly-

reflective p-type electrode for the fabrication of a UV-B LED. By optimizing the growth conditions, we

demonstrated an output power of 7.1 mW for a 310 nm UV-B LED under bare-wafer conditions using a

highly reflective Ni/Mg p-electrode. We also demonstrated a high IQE of 47% for UV-B emission from

UV-B LED at 295 nm, by using a graded n-AlGaN BL. The light-extraction efficiency (LEE) was increased

by introducing both a highly-transparent p-AlGaN and a highly reflective Ni/Mg p-electrode. As a result,

we achieved an EQE of 4.4% at a dc drive current of 20 mA under CW-operation at RT and a maximum

output power of 13 mW for a 295 nm UV-B LED for medical applications.

Introduction

The recent demand for smart, cheap and environmentally safe
AlGaN ultraviolet light-emitting diodes (UV-LEDs) with wave-
lengths below 350 nm has arisen due to numerous potential
applications, such as those in immunotherapy (310 nm), for
vulgaris treatment (310 nm), gravitational sensors, plant lighting
(310 nm), water sterilization, assisting in the transportation of
foods, the manufacture of bank notes, the production of vitamin
D3 in the human body (294–304 nm), the detection of bio-
chemical agents, fluorescence detection, and the identification
of proteins, DNA, and bacteria.1–6

Our principal focus in this work was on the crystal growth of
AlGaN UV-B LEDs for both 295 nm and 310 nm emission and
the evaluation of their performances for certain medical and
agricultural applications. A brief review of the use of UV light in
agricultural and medical applications is called for. UV-B light
can penetrate only the epidermis of human skin and the most
superficial parts of the rete ridges, whereas UV-A light sources

can penetrate deeper into human skin and possibly reach the
vascular bed, and, therefore, UV-A is not suitable for the treat-
ment of psoriasis.5,7 Broadband BB-UVB (280–320 nm) therapy
was found to be less effective than narrowband UV-B at 310 nm
emission in the treatment of psoriasis and atopic dermatitis
because the risk of erythema and sunburn of the non-affected
skin was higher.8,9 Therefore, narrowband (310 nm) UV-B
phototherapy can be used to cure cancer and skin diseases
while minimizing the adverse side effects on neighboring
non-affected tissues.10–15 Narrowband UV-B light sources were
highly recommended for the treatment of psoriasis in the
national guidelines of the USA and also in some other countries
too.8,16,17 Torii et al. used stratified normal human keratino-
cytes (sNHK)13 and then the effects of UV-B light with an
emission wavelength of 280 nm and 310 nm on the apoptosis
(death of the cells) of HaCaT cells were compared, as shown in
Fig. 2(a) of ref. 13. It was confirmed that 310 nm UV-B induces
the secretion of high-mobility group box-1 (HMGB1)12,13 without
inducing apoptosis, but on the other hand, 280 nm-band UVB
induces secretion of HMGB1 and apoptosis (death of the cells).
Unfortunately, semiconductor devices designed for photo-
therapy using UV-B LEDs are still very rare5 and therefore few
clinical studies have been done so far using LED light sources
for dermatological applications.14,15

In the case of agricultural applications, recently, it was dis-
covered that the phytochemicals in fruit and vegetables can be
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enriched by using narrowband-310 nm UV-B light sources, even
with a modest output power of around 20 mW. Phytochemicals
from plants can greatly reduce the risk of cancer and cardio-
vascular disease,5 demonstrating an indirect medical applica-
tion of narrowband UV-B LED to further improve quality of life
(QOL). One important result in the application of UV-B LEDs
came from Boston University in the USA, where it was discovered
that a UV-B LED with an emission wavelength of 293 nm is
2.4 times more efficient than sunlight for producing vitamin D3
in the human body.18

Based on this comparative review study of UV-B light
sources, we picked out two important UV-B-wavelength emis-
sion applications between 294 nm and 310 nm. Therefore, we
began our research and development of UV-B LED devices here
at Riken, with medical science (294–310 nm) and agricultural
applications (310 nm) in mind, in 2017. Recently, our group
reported an AlGaN UVC LED that uses a highly reflective
photonic crystal (PhC) on a p-AlGaN contact layer, with which
an EQE of 10% was successfully achieved.19 Our group, in colla-
boration with Panasonic Corporation, successfully achieved a
world record EQE of 20% from an experimental AlGaN based
UVC-LED grown on an AlN buffer layer on a patterned sapphire
substrate (PSS).20 UV Craftory, Nitek, and Nichia have also
developed some DUV LEDs using AlGaN or InAlGaN.5,6,21–24

However, the performance of the UV-B LED devices based on
AlGaN on AlN/sapphire templates is still very low.5,6 Kim et al.
fabricated AlGaN based UV-B LEDs grown on an AlN epilayer on
a sapphire substrate and reported emission at 290 nm with a
maximum output power of around 1.8 mW, and emission at
305 nm with a maximum output power of around 2.7 mW.25 In
2017, Susilo et al. of TU Berlin demonstrated an output power
of 0.83 mW at 302 nm with a wall plug efficiency of 0.4% at
20 mA, from AlGaN UV-B LEDs grown on an AlN template.26

A p-GaN contact layer is unsuitable for UV-B emission wave-
lengths and p-AlGaN is suitable for UV-B LEDs.6,27 Therefore,
very few reports are available on the subject of AlGaN based
UV-B LED devices on AlN/sapphire templates with 294–310 nm
emission using highly transparent p-AlGaN layers instead of
p-GaN as well as using a highly reflective p-electrode. However,
there is scope for improving the performance of AlGaN devices
and to fabricate smart, cheap and environmentally safe UV-B
LEDs for both agricultural and medical applications with emis-
sion wavelengths of 294 nm and 310 nm respectively. Recent
developments in AlN/AlGaN/MQW UV LED crystal growth tech-
nology have led to an IQE of more than 60% for those grown on
AlN templates5 and more than 90% for those grown on a single
crystal AlN substrate.6 In the case of UVC LEDs, the electron
injection efficiency (EIE) was increased to 80% by employing a
multi-quantum blocking (MQB).5,6 However, the LEE of our UV
LED devices is still under 10%.5,6,19,20,28,29 The EIE of the
310 nm-band UV-B LED is also very low. It is therefore necessary
to further improve LEE and EIE in the AlGaN UV-B LED devices.
Therefore, we attempted to fabricate devices both for 295 nm-
emission, which can be used to produce vitamin D3 in the
human body, and also for 310 nm-emission, which is the ideal
wavelength to induce HBGT-1 in the human body to treat

psoriasis and cancer, as well as for enriching phytochemicals
in plants. In this paper, we aimed to achieve a novel crystal
growth technique with which we can produce high-quality
graded stacks of AlGaN BL (with low TDDs), deposit AlGaN
based MQWs with a high IQE at 310 nm emission, and also
fabricate highly transparent p-AlGaN contact layers, as com-
pared to the conventional UV-B LEDs. We also aimed to achieve
highly reflective p-electrodes deposited on the front side of
both UV-B LED devices with emission wavelengths of 310 nm
and 293 nm, respectively.

Experiment

In order to obtain AlGaN based UV-B LED devices with IQEs
above 70 or 80%, an AlN template/sapphire with a TDD of
108 –107 cm�2 is needed.5,6,30,31 To achieve this goal, our group
implemented an ‘‘ammonia (NH3) pulsed-flow multilayer (ML)
growth technique’’, with which good quality AlN layers grown
on a (0001)-sapphire substrate, having FWHM values of the
XRCs for the (0002) and (10–12) planes of 200 and 300 arcsec,
respectively (TDD B1 � 108 cm�2), could be obtained.5,6,19,20,31

In this work, low-pressure metalorganic vapor-phase epitaxy
(LP-MOVPE), with trimethylgallium (TMGa) and trimethyl-
aluminum (TMAl) as group-III precursors, and ammonia (NH3)
for the group-V element, was used to grow UV-B LED hetero-
structures on AlN templates grown on (0001)-oriented c-plane
sapphire substrates. Tetraethylsilane (TESi) and bis(ethylcyclo-
pentadienyl)magnesium (Cp2Mg) were used as n- and p-type
doping sources, respectively. Previously, a 2-stack n-AlGaN BL
based conventional UV-B LED structure with an emission wave-
length of 310–315 nm was attempted. First, stacking layers
of an approximately 1 mm-thick Si-doped n-Al0.60Ga0.40N BL
and then 1 mm-thick Si-doped n-Al0.36Ga0.64N CSL were grown
epitaxially on the overlayer of an approximately 4 mm-thick AlN
template on a 400 mm-thick c-plane-(0001)-sapphire substrate at
the growth temperature of 1130 1C under a pressure of 76 Torr.
Next, an overlayer of the active region (MQWs) consisting of a
3-fold Al0.25Ga0.75N (4–5 nm)/Al0.36Ga0.64N (15–20 nm) structure
was deposited on the n-AlGaN CSL. Subsequently, 2-fold lightly
Mg-doped p-Al0.40Ga0.60N layers (60 nm) were inserted as MQB
layers between the MQWs and p-AlGaN cladding layers. Finally,
an approximately 150 nm moderately Mg-doped p-Al0.40Ga0.60N
cladding layer and an approximately 20 nm heavily Mg-doped
p+-Al0.40Ga0.60N contact layer, respectively, were grown. A sche-
matic structure of the AlGaN based conventional UVB LED
(sample-R) is shown in Fig. 1(a). Secondly, a 310 nm UV-B
LED sample-A at growth temperature 1135–1140 1C was also
attempted. The 310 nm-band UV-B LED (sample-A) consisted
of an approximately 4 mm-thick undoped AlN template on a
sapphire substrate, an approximate total of 2.5 mm-thick four-
stack of Si-doped n-Al0.60Ga0.40N BL-1 (1.9 mm), n-Al0.52Ga0.48N
BL-2 (300 nm), n-Al0.47Ga0.53N BL-3 (150 nm) and n-Al0.42Ga0.58N
CSL (150 nm), a three-fold MQW emitting region consisting of
approximately 5 nm-thick Al0.32Ga0.68N wells and 20 nm-thick
Al0.42Ga0.58N barrier layers (310 nm), a 62 nm-thick 2-fold
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Mg-doped AlGaN/AlGaN MQB, and an approximately 150 nm-
thick Mg-doped p-Al0.47Ga0.53N layer including a p-AlGaN
p-contact layer (20 nm). The typical structure of the UV-B LED
(sample-A), with emission wavelength of 310 nm, is shown in
Fig. 1(b).

Finally, the 295 nm-band UV-B LED (sample-B) consisted
of an approximately 4 mm-thick undoped AlN template on a
sapphire substrate, a total 1.8 mm-thick two-stack of Si-doped
Al0.60Ga0.40N BL (1.7 mm), including n-Al0.48Ga0.52N CSL (150 nm), a
3-fold MQW emitting region consisting of approximately 2 nm-thick

Al0.38Ga0.72N wells and 7 nm-thick Al0.48Ga0.52N quantum barrier
layers, a 60 nm-thick 2-fold Mg-doped AlGaN/AlGaN MQB, and an
approximately 150 nm-thick Mg-doped p-Al0.52Ga0.48N layer
including a p-AlGaN contact layer (20 nm). The typical structure
of the UV-B LED (sample-B), with an emission wavelength of
295 nm, is shown in Fig. 1(c).

The structural properties, crystallinity, compositions, strain-
relaxation rate and threading dislocation densities (TDDs) in
the n-AlGaN layer and the LED heterostructures were investi-
gated by X-ray rocking curve (XRC) as well as reciprocal space

Fig. 1 (a) Schematic of 2-stack conventional AlGaN BL based 316 nm UV-B LEDs, with a conventional Ni/Au p-electrode (sample-R), (b) schematic of
4-stack AlGaN BL based 310 nm UV-B LEDs, one with a conventional Ni/Au p-electrode and the other one with a highly-reflective Ni/Mg p-electrode
(the real image of 310 nm UVB LED device under operation with p-electrode is shown in the inset), and (c) schematic of 2-stack AlGaN BL based 295 nm
UV-B LEDs, one with a conventional Ni/Au p-electrode and the other one with a highly-reflective Ni/Mg p-electrode (the real image of 295 nm UVB LED
with both In-dot n-electrode and p-electrode is shown in the inset).
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mapping (RSM) analysis and TEM observation, including cross-
sectional high-angle annular dark field scanning transmission
electron microscopy (HAADF-STEM). In the present case, for
sample-B of 295 nm emission wavelength, we used the second
harmonic light from a dye laser pumped by a Xe–Cl excimer
laser as an excitation source for standard IQE measurement by
temperature-dependent and excitation-power-density-dependent
PL spectroscopy.33 The pulse width and repetition rate were
20 ns and 100 Hz, respectively. The excitation photon energy
was 5.164 eV (240 nm). Two different types of p-electrode were
used. On some devices, conventional 20 nm thick Ni followed by
150 nm thick Au, which has a low reflectance, was used, while
on others, highly reflective 1 nm thick Ni followed by 200 nm
thick Mg was used, as shown in Fig. 1(a)–(c), respectively.
Subsequently, rapid thermal annealing at 550 1C for 5 min
was done. The Indium dot (In-dot) metal deposition technique
was used for the fabrication of n-electrodes after exposing a
2 mm � 2 mm area of the wafer by a mechanical method and
subsequently the In-dot was deposited on the exposed area for
quick check measurement, as shown in the inset of Fig. 1(c).
Measurements of the device characteristics were done at room
temperature (RT) under continuous wave (CW)-operation. The
size of the p-type electrodes was 0.25 � 0.25 mm2, as shown in
the inset of Fig. 1(b). The output power was measured under
bare-wafer conditions using a Si photodetector located behind
the sample. This was calibrated to measure the luminous flux
in order to give accurate values for the output power. Current vs.
output power (I–L), current vs. voltage (I–V) and current vs. EQE
(I–EQE) measurements were performed under CW-operation at RT.

Results and discussion

Schematic illustrations showing the structure of the grown
devices with a conventional Ni/Au p-electrode and with a new
(highly-reflective) Ni/Mg p-electrode including the conventional
UV-B LED structure respectively are given in Fig. 1(a)–(c). The
molar ratio of Al in the p- and n-cladding/blocking layers
should be higher than that in the active layer, but at the same
time, a high Al content becomes a reason for poor p- and n-type
conductivity in the cladding/blocking layers, which in turn
degrades the current injection performance across the device
structure.5,6,32 In this work, a high relative transmittance of
more than 90% in the range from 290 nm to 320 nm from a
295 nm UV-B LED (sample-B) was confirmed, as shown in
Fig. 2, where the relative transmittance is defined by the ratio
of the light intensity transmitted through an LED on an AlN/
sapphire template divided by that through the AlN/sapphire
template only.27 It is well known that n-AlGaN epitaxially grown
on an AlN template/sapphire can have a lattice mismatch as
large as 4%, depending on the molar ratio of the aluminum
contents. AlxGa1�xN with x B 0.65 may result in B1% lattice
mismatch at the AlxGa1�xN/AlN interface and a refractive index
difference of B0.1 between these two layers. But, in the case of
x B 0.44–0.56, the mismatch is 41.5% at the AlxGa1�xN/AlN
interface. This lattice mismatch causes the storage of elastic

strain energy and this increases as the thicknesses of the
epitaxial AlGaN and n-AlGaN layers are increased, as shown
in Fig. 3(a) and (b) for sample-A and sample-B, respectively. The
magnified RSM image of sample-A is shown in Fig. 3(a), which
indicates that the first n-type Al0.60Ga0.40N BL-1 is in a relaxed
state (with a relaxation ratio of 12%), with respect to the
fully relaxed AlN substrate and similarly the second n-type
Al0.52Ga0.48N BL-2 is in a relaxed state (with a relaxation ratio
of 21%) with respect to the fully relaxed AlN substrate. The
third n-type Al0.47Ga0.53N BL-3 is in a relaxed state (with a
relaxation ratio of 23%), with respect to the fully relaxed AlN
substrate, and the final n-type Al0.42Ga0.58N CSL is in a relaxed
state (with a relaxation ratio of 30%), with respect to the fully
relaxed AlN substrate, as shown in Fig. 3(a), and the same is
shown in Fig. 1(b). Similarly, the magnified image of RMS in
Fig. 3(b) of sample-B indicates that the first n-type Al0.60Ga0.40N BL
is in a relaxed state (with a relaxation ratio of 20%), with respect to
the fully relaxed AlN substrate, and similarly, the second n-type
Al0.48Ga0.52N CSL is in a relaxed state (with a relaxation ratio
of 30%) with respect to the fully relaxed AlN substrate. After
suitable optimization of the n-AlGaN BL including CSL and
MQWs, single peak photoluminescence (PL) emission at the
desired targets for UV-B LEDs was successfully achieved, as
given in the ESI† (please see Fig. SI(b)). Subsequently, IQEs of
around 45–50% were confirmed for UV-B with single peak PL
emission from the MQWs (sample-A and sample-B), respec-
tively. The IQE is also strongly dependent on the crystalline
quality of the MQW region, which is further dependent on the
crystalline quality of the bottom n-AlGaN CSL.

The film layer thicknesses and dislocation densities of the
UV-B LED structure (sample-A) were evaluated using HR-TEM,
as shown in Fig. 4(a)–(c). In order to see all types of dislocation
densities in the n-AlGaN BL and n-AlGaN CSL, respectively,
of sample-A, the electron incidence direction in the image of
Fig. 4(a) and in the image of Fig. 4(b) was set to the h10�10i
zone axis. Fig. 4(a) and (b) include both g = [0002] (screw type)
and g = [10�20] (a + b; edge and mixed types) vector informa-
tion, respectively, for the estimation of all types of TDDs. The
evaluated TDD types and values both for the right side and left

Fig. 2 Relative transmittance through a p-AlGaN UV-B LED (sample-B).
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side of the sample-A around the CSL are shown in Fig. 4(a) and
given in Table 1. The total TDDs on the left side field were
estimated to be 1.4 � 109 cm�2 and quite low total TDDs on the
right side field in the n-AlGaN CSL were estimated to be 1.1 �
109 cm�2, as given in Table 1. Such reductions of the TDDs
might be caused by a slightly relaxed (20–30%) n-AlGaN BL and
n-AlGaN CSL, as shown by the RSM data of Fig. 3(a). Tilting
in the (0002) zone axis visualizes any screw-type dislocations
present in the cross-sectioned part of the n-AlGaN BL and
n-AlGaN CSL, as can be seen in Fig. 4(a). The screw type TDDs
is 5.5 � 107 cm�2, as given in Table 1. The result of the n-AlGaN
CSL with a low TDD of 1.1 � 109 cm�2 of sample-A shows a
promising route for further improvement of the performance
of the 310 nm-band UV-B LED devices. The thicknesses of the
graded Si-doped n-AlGaN BL-1, BL-2, BL-3 and CSL were
measured to be approximately 2 mm, 300 nm, 150 nm and
150 nm, respectively, as shown in the HAADF-STEM and also in

the annular bright-field (ABF)-STEM images of Fig. 4(a)–(c). The
thicknesses of the quantum barrier layer, quantum well and
final barrier, respectively, were measured to be 20 nm, 5 nm
and 10 nm, as shown in the ABF-STEM image of Fig. 4(c), taken
from point ‘‘P1’’ of the HAADF-STEM image of Fig. 4(a).
The thicknesses of electron blocking-1, valley and electron
blocking-2 of the MQB structure, respectively, were also measured
to be 30 nm, 5 nm and 20 nm, as shown in the ABF-STEM image
of Fig. 4(c).

For comparison, electrical characterization of a conventional
UV-B LED (sample-R) having an n-AlGaN/AlGaN/p-AlGaN semi-
conductor p–n junction is discussed briefly, as shown in
Fig. 5(a)–(c), along with the new UV-B LED device (sample-A).
First, electrical characterization of the conventional UV-B LED
(sample-R), with an emission wavelength of 316 nm, using a
Ni/Au p-electrode was demonstrated, as shown in the dotted
line of Fig. 5. During the I–V characterization, the turn on
voltage of 6.0 V at 3 mA was measured, as shown in the inset of
Fig. 5(a). The maximum output power of 3 mW at 180 mA using
a Ni (20 nm)/Au (150 nm) p-electrode was demonstrated, as
shown in Fig. 5(b). This low output power is attributed to both
an un-optimized n-AlGaN BL including MQWs and the possi-
bility of extended defects and crystal irregularities that cannot
be ignored in the n-AlGaN CSL of sample-R due to the abrupt
change of Ga content from 4 sccm to 9 sccm. Therefore, an
alternative approach of a 4-stack graded n-AlGaN based BL was
proposed in this work to improve the crystallinity of the
n-AlGaN CSL beneath the MQWs, as shown in the schematic
of Fig. 1(b). A 310 nm-band UV-B LED sample-A with a conven-
tional Ni/Au p-electrode with a single peak emission at 310 nm
has been demonstrated, as shown in Fig. 5(a)–(c). The maxi-
mum output power was improved from 3 mW (sample-R) to
6.5 mW (sample-A) and similarly the EQE was also improved
from 0.4% to 0.7%, respectively, under bare-wafer conditions
under CW-operation at RT, as shown in Fig. 5(b) and (c).
Furthermore, the UV-B devices suffer from high resistances
during operation due to poor hole injection and transport in
the p-type layers, as shown in the I–V characteristics of Fig. 5(a).
Typically, a thick p-GaN contact layer is grown on top of the
p-AlGaN cladding layer to manage good ohmic contact and hole
injection. However, both the p-GaN contact layer and the p-type
contact metal (e.g., a Ni- or Au-based metal stack) can cause
internal light absorption, and consequently, the light extraction
efficiency (LEE) can be degraded. Previously, we increased the
EQE of UVC-LEDs by a factor of 1.6 just by replacing the Ni or
Ni/Au p-electrode with either highly reflective Rh or Ni/Mg
p-electrodes.20,28,29 Therefore, we attempted to evaporate
Ni/Au and Ni/Mg p-type electrodes onto the p-AlGaN contact
layers of the UV-B LEDs, where the thicknesses of the conven-
tional Ni/Au electrodes were 20 nm and 200 nm, and thicknesses
of the new Ni and Mg stacking layers in the Ni/Mg electrodes
were approximately 1.0 nm, and 200 nm, respectively, as illus-
trated in the ESI† (please see Fig. SII(a) and (b)). The emitted
light from the QW was absorbed by the 20 nm thick Ni electrode
and 150 nm thick Au electrode, due to the low reflectance of
the Ni layer (approximately 30%) and low reflectance of the

Fig. 3 (a) A reciprocal space map (RSM) for the (105) reflections of
n-AlGaN CSL and graded BL, where strain-relaxation state and composi-
tional information is shown in the inset of enlarged image (sample-A), and
(b) a reciprocal space map (RSM) for the (105) reflections of n-AlGaN CSL
and graded BL, where strain-relaxation state and compositional informa-
tion is shown in the inset of enlarged image (sample-B).
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Au layer (approximately 34%). Therefore, we replaced the con-
ventional Ni (20 nm)/Au (150 nm) with a Ni (1 nm)/Mg (200 nm)
p-electrode, and the EQE was increased from 0.7% to 0.9%,
and, consequently, the output power also improved from 6.5 mW
to 7.1 mW, as shown in Fig. 5(a) and (b), respectively. This
result confirmed the improvement in the LEE, which is caused
by the highly reflective Ni/Mg p-electrode and highly trans-
parent p-AlGaN contact layer, as shown in Fig. 2. The current vs.
voltage (I–V) characteristics of sample-A with Ni (1 nm)/Mg
(200 nm) for the small current scale are given in the inset of
Fig. 5(a), where high voltages were observed due to the device
measurement under bare-wafer conditions. During the I–V char-
acterization, the turn on voltage of 8.0 V at 3 mA in sample-A

Fig. 4 (a) Cross-sectional HAADF-STEM images cut in the (10�10) zone axis tilted to g = (0002) showing the screw type dislocations, (b) cross-sectional
TEM images cut in the (10�10) zone axis tilted to the g/3g, g = (10�20) zone axis showing the edge and mixed type dislocations (sample-A), and
(c) magnified annular bright-field (ABF)-STEM images of point area ‘‘P1’’ taken from Fig. 3(a) are shown to show the approximate thickness of the
device structure.

Table 1 Sample name, dislocation type, and dislocation density measured
by high resolution scanning transmission electron microscopy (HR-STEM)
bright and dark field observation

Sample name Dislocation type
Dislocation
density (cm�2)

310 nm UVB LED left
side (sample-A)

Total dislocation 1.4 � 109

Edge dislocation 4.5 � 108

Mixed dislocation 4.7 � 107

Screw dislocation 5.5 � 107

310 nm UVB LED right side
(reference) (sample-A)

Total dislocation 1.1 � 109

Edge dislocation 7.3 � 108

Mixed dislocation 9.7 � 106

Screw dislocation 5.7 � 107
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with the Ni/Au p-electrode and relatively high turn on voltage of
9.0 V at 3 mA in sample-A with Ni/Mg were observed, as shown
in the inset of Fig. 5(a). The Ni/Mg based p-electrode could

encounter oxidation issues and the thin MgO layer could
possibly give rise to high voltages in the UV-B LED devices. In
the case of the UV-B LED (sample-A) with the Ni/Mg contact, the
sum of n-contact resistance, p-contact resistance and sheet
resistance was found to be o5 O. The specific contact resistivity
of the Ni/Mg electrode to the p-AlGaN contact was difficult to
measure separately at this time due to high Al contents as well
as due to the degradation of the Ni/Mg p-electrode, which is
caused by annealing prior to measurement. Quite high voltages
of 18.0 V, 24.0 V and 27.0 V at 20 mA were found for sample-R
with Ni/Au, sample-A with Ni/Au and sample-A with Ni/Mg
p-contact, respectively. The differential resistances at 198 mA
are 5.5 � 10�2 O cm2, 7.3 � 10�2 O cm2 and 8.6 � 10�2 O cm2,
respectively, for sample-R with Ni/Au, and sample-A with both
Ni/Au and Ni/Mg p-contacts. One interesting cross-over behav-
ior was observed in the I–V characteristics of the sample-A with
Ni/Mg p-electrode, as shown in Fig. 5(a), and the reason for
such abnormal behavior is still unknown. We speculate that it
is caused by the reduction of electron injection efficiency (EIE)
in the MQWs due to the thicker quantum barrier (20 nm) and
low hole density in the p-AlGaN cladding layer. The UV-B LED
is a bipolar device relying on the efficient injection of both
minority carriers, and both holes and electrons need to be
injected and distributed optimally in the active region (MQWs)
to recombine for the effective operation of AlGaN UV-B LEDs. As
shown in Fig. 4(c), a 20 nm-thick QWB can be seen clearly in the
TEM image and the 20 nm-thick QWB might cause the hole
injection problem in the MQWs at low biased current, as shown
in the (I–EQE) plot of Fig. 5(b). The possibility of Mg-diffusion
as well as H-atomic diffusion into the MQW region from
p-AlGaN cladding layer side via un-doped AlGaN final barrier
(FB) cannot be ignored. In particular, the H-atoms can termi-
nate to the Mg-atomic bonds in MQWs region to make an Mg–H
complexes. But under the low biased current, the behavior of
Mg–H complexes in the MQW region could be an interesting
phenomenon. We still do not know the most concrete reason
for this abnormal behavior of the I vs. EQE (I–EQE) character-
istic in sample-B.

One important result in the application of UV-B LEDs came
from Boston University in the USA, where it was discovered that
a UV-B LED with an emission wavelength of 293 nm is 2.4 times
more efficient than sunlight for producing vitamin D3 in
human skin.18 But, the light extraction efficiency (LEE) was
found to be very low in the p-GaN based UV-B LED devices due
to the light absorption by p-GaN.6,27 In this work, we success-
fully achieve more than 97% transmittance from the p-AlGaN
contact layer with the UV-B LED, as shown in Fig. 2. The IQE of
the 295 nm-UV-B LED (sample-B) was measured by excitation-
power-density-dependent and temperature-dependent PL spectro-
scopy, as shown in Fig. 6(a) and (b), using the procedure given
in ref. 33. Fig. 6(a) shows the IQE curves at 10 K (black circles)
and RT (red circles) for UV-B LED sample-B as a function of
excitation power density under the excitation wavelength of
240 nm. For this sample, the IQE curves were normalized by the
maximum IQE at 10 K. From this normalization, the maximum
IQE at RT is estimated to be 47%. Fig. 6(b) shows the integrated

Fig. 5 UV-B LED sample-R with Ni/Au p-electrodes and sample-A both
with Ni/Au and with Ni/Mg p-electrodes, measured at RT: (a) current vs.
voltage (I–V) characteristics (the I–V characteristics under 100 mA is
shown in the inset), (b) current vs. output power (I–L), and (c) current vs.
EQE (I–EQE) characteristics under CW-operation under bare wafer con-
ditions (wavelength vs. EL spectra are given in the inset).
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PL intensity curves at 10 K (black circles) and RT (red circles) for
UV-B LED sample-B as a function of excitation power density
under the excitation wavelength of 240 nm. For this sample, the
IQE curves were normalized by the maximum IQE at 10 K. We
also observed that the IQE at a lower excitation power density
remains constant, as shown in Fig. 6(a). This observation indi-
cates that nonradiative recombination centers freeze at 10 K,
which is in close agreement with ref. 5, 6 and 33. After the IQE
enhancement, the UV-B LED (sample-B) device was tested with
an emission wavelength of 295 nm. The output power and EQE
for sample-B are shown in Fig. 6(c) and (d), respectively. The
I–V characteristics and EL spectrum, respectively, of sample-B
device are shown in the insets of Fig. 6(c) and (d). High voltages
were observed due to the low conductivity of the p-AlGaN
contact layer, as well as measurement under bare-wafer condi-
tions. During the I–V characterization, a turn on voltage of 6.0 V
at 1 mA in sample-B with the Ni/Au p-electrode and nearly the
same turn on voltage of 5.0 V at 1 mA in sample-B with Ni/Mg were
observed, as shown in the inset of Fig. 6(c). Now, the operational
voltages at 100 mA are 45.0 V and 50.0 V, respectively, for sample-B

with the Ni/Au and Ni/Mg p-electrodes, as shown in the inset of
Fig. 6(c). In the case of sample-B, both the turn on voltages and
the operational voltages were found to be lower than those of
sample-A.

After the MQW optimization for 295 nm emission, as shown
in Fig. 6(d), a record EQE of 4.4% at 20 mA dc drive under
CW-operation with a maximum output power of 13 mW was
successfully realized under bare-wafer conditions, as shown in
Fig. 6(c) and (d) respectively. The LEE enhancement factor of
1.3 was realized, as shown in Fig. 6(d), which was caused by the
reflectivity enhancement from the Ni/Mg p-electrodes. The LEE
enhancement is attributed to the improvement in the reflecti-
vity from approximately 34% (Ni/Au) to 88% (Ni/Mg) and also to
the highly transparent p-ALGaN contact layer, as shown in
Fig. 2 and 6(d). Further improvements in the device perfor-
mance can be made by increasing the EIE through optimization
of the MQB or using polarization doping on the p-AlGaN side to
reduce the specific contact resistances. In particular, the IQE of
the UV-B LED devices can further be improved from 50% (this
work) to 60% by reducing the TDDs both in the n-AlGaN CSL

Fig. 6 (a) Excitation power density vs. IQEs measured at 10 K and 290 K for sample-B, and (b) temperature-dependence of PL as a function of excitation
power density, (c) current vs. output power (I–L) (current vs. voltage (I–V) characteristics are given in the inset), and (d) current vs. EQE (I–EQE)
characteristics of 294 nm UV-B LEDs with both Ni/Au and Ni/Mg p-electrodes under CW-operation under bare wafer conditions (sample-B) (wavelength
vs. EL spectrum is given in the inset).
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and in MQWs grown on the AlN template on the overlayer of a
nano-PSS. One very big issue for UV-B LEDs is their low perfor-
mance as compared to visible or blue LEDs.5,6,19,20,34 Previously,
the LEE was significantly improved by introducing a highly
transparent (92%) p-AlGaN contact layer and a highly reflective
Rh electrode along with lens-like resin encapsulation on a micro-
PSS.20 This structure could also help us to combat the increase in
forward voltage with p-AlGaN,5,6,20,27,28,35 if we were to use it in
the UV-B LED. One other important idea to further improve the
performance of narrow band UV-B LEDs, especially the LEE, is to
use a reflective photonic crystal (PhC) for the p-type AlGaN layer
as it was used for the UVC LED.19 By combining transparent
p-AlGaN contact layers with a PhC as well as a highly reflective
Ni/Al p-electrode or Rh p-electrode, along with further reductions
in the TDDs (100 arcsec) of AlN templates grown on a nano-PSS,
we can possibly make very large increases in the IQEs up to
60–70% for UV-B emission. The improved performance of
13 mW power, with 295 nm-emission wavelength UV-B light
sources, which can be used to produce vitamin D3 in the human
body, and 310 nm-emission, which is the ideal wavelength to
induce HBGT-1 in the human body to treat psoriasis, as well as
being equally useful for enriching phytochemicals in plants,
would have an impact on QOL both through applications in
medical science and in agricultural science.

Conclusions

We successfully fabricated AlGaN based UV-B LEDs on AlN/sapphire
templates in the LP-MOVPE system. We successfully combined a
graded AlGaN buffer layer, AlGaN MQWs with high IQE, a trans-
parent p-AlGaN contact layer, and a highly-reflective p-type electrode
for the operation of UV-B LED. The screw type TDDs were reduced
to 5.5 � 107 cm�2 in the current spreading layer. Using optimized
growth conditions of epi-layers, we demonstrated an output power
of 7.1 mW for an UV-B LED operating at 310 nm using a bare-wafer
level measurement. The LEE was increased by introducing a highly-
reflective Ni/Mg p-type electrode. We also demonstrated a high IQE
of 47% for AlGaN UV-B LED emission at 295 nm, by reducing the
TDDs using a graded n-AlGaN buffer layer. Finally, we achieved a
record EQE of 4.4% under a dc drive current of 20 mA and the
maximum output power of 13 mW for a 295 nm-emission UV-B LED
using a highly reflective Ni/Mg p-electrode. Both 310 nm-and 295
nm-emission UV-B LED devices are very useful for both medical and
agricultural applications.
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