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Phosphorene-quantum-dot-interspersed
few-layered MoS2 hybrids as efficient bifunctional
electrocatalysts for hydrogen and oxygen
evolution†

Ranjith Prasannachandran, T. V. Vineesh, M. B. Lithin, R. Nandakishore and
M. M. Shaijumon *

0-D/2-D hybrids made up of phosphorene quantum dot (PQD)-

interspersed few-layered MoS2 nanosheets were demonstrated to

be efficient electrocatalysts with remarkable bifunctional electro-

catalytic activity for oxygen and hydrogen evolution in an alkaline

medium. The excellent performance of the PQD/MoS2 hybrids was

attributed to their unique morphology, which facilitated charge

transfer, leading to improved HER and OER kinetics.

Black phosphorus, a unique two-dimensional material, has
recently gained significant attention owing to its interesting
physico-chemical properties that make it suitable in diverse
applications including optoelectronics, photovoltaics, energy
storage, sensing, and catalysis.1–4 With its tunable electronic
properties, large surface area, ultra-thin nature, and structural
tailorability, few-layered black phosphorus has recently been
studied as a promising electrocatalyst for the hydrogen evolu-
tion reaction (HER) and oxygen evolution reaction (OER).5–8

Several strategies including functionalization and surface engineer-
ing have been reported to improve its electrocatalytic activity in
terms of overpotential, stability, etc. Recently we demonstrated
enhanced electrocatalytic activity for functionalized phosphorene
quantum dots, prepared using a single-step electrochemical exfo-
liation method, towards the OER in an alkaline medium.9 Making
heterostructures of 2D materials is a promising strategy proposed
to tailor their properties toward specific applications including
energy storage and electro/photocatalysis.7,10–15 Recently, in-plane
heterostructures of few-layered black phosphorus with dicobalt and
dinickel phosphides have been shown to display improved electro-
catalytic properties toward the HER and OER.16

The electrocatalysts for both the HER and OER have been
recommended to be operated under the same pH range and

also in very strong alkaline or acidic media so as to reduce the
overpotentials for the purpose of achieving high efficiency for
overall water splitting.17 Thus the realization of a practical and
efficient water splitting device requires development of low-cost
noble-metal-free electrocatalysts for both the HER and OER.
Though there have been significant advances in the develop-
ment of TMD-, phosphide-, nitride- and carbon-based electro-
catalysts, materials that show bifunctionality for the HER and
OER, which could thus be employed in reaction cells under the
same pH and electrolyte conditions, still remain to be explored.
For instance, while TMDs such as mono-/few-layered MoS2

exhibit exceptional electrocatalytic activity towards the HER in
acidic media, close to that of commercial Pt/C, making such
TMDs suitable for the same reaction with high efficiency in an
alkaline medium or applicable as efficient OER catalysts is
quite challenging. Hence there is an urgent need to develop
strategies for fabricating hybrid bifunctional electrocatalysts,
with engineered interfaces that allow for adsorption of hydrogen-
containing and oxygen-containing intermediates, for the realiza-
tion of economically viable water splitting devices. Herein, we
report a simple one-step technique to obtain 0D/2D hybrids
consisting of phosphorene quantum dot (PQD)-interspersed few-
layered MoS2 nanosheets, under ambient conditions. The as-
synthesized PQD/MoS2 hybrid exhibited remarkable bifunctional
electrocatalytic activity with exceptional stability in an alkaline
medium, with an overpotential of 1.60 V@10 mA cm�2 towards
the OER and �0.6 V@10 mA cm�2 towards the HER. The results
demonstrated the promising potential of the PQD/MoS2 hybrid to
serve as technologically viable electrodes for the overall water
splitting process.

We employed a single-step processing method to prepare
0D/2D hybrids of phosphorene quantum dots (PQDs) interspersed
with few-layered MoS2 nanosheets, following an electrochemical
route.18,19 In a typical process, bulk MoS2 and BP crystals mixed in
a weight ratio of 5 : 1 were thoroughly ground using a mortar and
pestle, and then pressed into a pellet and used as an anode in a
custom-designed electrochemical cell with conducting substrate
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(FTO/Pt wire) as the cathode. A highly dispersed solution of PQD/
MoS2 heterostructures was obtained when a 5 V DC potential was
applied under ambient conditions for 6 h between the electrodes
in an aqueous electrolyte composed of 0.1 wt% LiTFSI (Fig. 1A), as
detailed in the Experimental section (ESI†). The obtained light-
greenish solution was centrifuged at 5000 rpm for 15 min and the
collected dispersion showed the presence of 0D/2D heterostruc-
tures, as confirmed from a UV-Vis absorption spectrum showing a
sharp peak at a wavelength of 300 nm and corresponding to the
characteristic absorption band of PQDs, and a broad peak at
610 nm and corresponding to that of few-layered MoS2 sheets
(Fig. S1, ESI†).18,20,21 Pumera and co-workers have earlier reported
the electrochemical exfoliation of black phosphorus in aqueous
Na2SO4.19 In our current work, aqueous LiTFSI was chosen as a
better candidate—as the TFSI ions, being bigger, were expected to
facilitate exfoliation by intercalating into the spacing between the
weakly-held-together van der Waals layers of these materials, and
in this location to then trigger the cleavage and exfoliation.

The morphology of the heterostructures was examined by
carrying out transmission electron microscopy (TEM). Inspec-
tion of the TEM image of PQD/MoS2, shown in Fig. 1B, revealed
the presence of nearly monodisperse quantum dots that were
well interspersed on ultra-thin sheets. Further characterization
using high-resolution TEM (Fig. 1C–E and Fig. S2, ESI†)
revealed the MoS2 sheets to have dimensions of several hun-
dred nanometers and the well interspersed PQDs to have
average lateral dimensions of B3 nm (inset of Fig. 1B) with
an average height of 3–4 nm (Fig. S3, ESI†). Inspection of the
acquired HRTEM image of the PQD particles revealed lattice
fringes with interlayer spacings of 0.52 nm and 0.23 nm
(Fig. 1D), corresponding to the (020) and (111) planes of the
bulk black phosphorus crystal.4,22,23 Inspection of the acquired
HRTEM image of the nanosheets clearly showed lattice fringes

with an interplanar distance of 0.32 nm (Fig. 1E) and that
corresponded to the (004) plane of the MoS2 sheets. This result
confirmed the formation of the 0D/2D heterostructure, one
held together purely based on electrostatic attraction.

A Raman spectrum recorded for the currently developed
heterostructure sample showed characteristic Raman signals
for both MoS2 and black phosphorus, clearly confirming the
heterostructure formation (Fig. 1F). The peaks at 353.6 cm�1,
430 cm�1, and 458.2 cm�1 corresponded to the three vibrational
modes of black phosphorus (A1

g, B2g, and A2
g, respectively).5,24–26

The Raman signatures for MoS2 were observed in the form of
the characteristic peaks (E1

2g and A2
g) observed at 378.5 cm�1 and

402.7 cm�1. The difference between the wavenumber of the E1
2g

peak and that of the A2
g peak was measured to be 24 cm�1, which

confirmed the presence of exfoliated few-layer MoS2.5 The char-
acteristic Raman peaks observed for PQDs and MoS2 showed a
redshift from their pristine bulk counterparts, which might have
been due to electron transfer at the PQD/MoS2 interface, as
observed for other 2D heterostructures reported earlier.5 To
further confirm the heterostructure formation based on elemental
analysis, scanning transmission electron microscopy with elec-
tron energy loss spectroscopy mapping (STEM-EELS) was per-
formed on the sample, as shown in Fig. S4 (ESI†). The energy
losses recorded from the sheet for the S L2,3 edge at B165 eV and
the Mo M4,5 edge at B230 eV were attributed to, respectively, the
excitation of the 2p3/2 and 2p1/2 electrons to unoccupied 3d states
and the excitation of the 3d5/2 and 3d3/2 electrons to unoccupied
4d states in the MoS2.27 The presence of phosphorene particles on
the MoS2 sheets was further confirmed by the observation of the
P L2,3 edge.28 Control experiments were performed with bulk
MoS2 and black phosphorus anodes separately under similar
conditions to confirm the formation of MoS2 sheets and PQDs,
respectively (Fig. S5, ESI†). X-ray photoelectron spectroscopy (XPS)
measurements were further taken to study the chemical composi-
tion of the material (Fig. S6, ESI†). The XPS survey spectrum
recorded for the heterostructure sample showed peaks corres-
ponding to Mo, S, and P, as expected (Fig. S6A, ESI†). The
presence of adventitious C and O was also seen. The deconvoluted
high-resolution Mo 3d spectra showed characteristic peaks at
236.3 eV and 233.2 eV, corresponding to Mo 3d3/2 and Mo 3d5/2

signatures, respectively (Fig. S6B, ESI†). Slight shifts in the peaks
compared to bulk MoS2 towards higher binding energy resulted
from the oxidized edge of MoS2 sheets arising from the applied
anodic potential in the aqueous medium.

A high-resolution deconvoluted XPS spectrum in the S 2p
region showed signature S–O peaks, confirming a slight oxida-
tion of MoS2 nanosheets (Fig. S6C, ESI†). The deconvoluted
high-resolution spectrum in the P 2p region showed two peaks
(Fig. S6D, ESI†), one observed at B135 eV and corresponding to
highly oxidized PQDs, and the other peak at B130 eV and
corresponding to the P–P bond of phosphorene. The 135 eV
peak corresponding to the PxOy bond resulted from the anodic
exfoliation process in the presence of an aqueous electrolyte.19,29

It should be noted that no peaks corresponding to Mo–P bonds
were observed in the P 2p and Mo 3d XPS regions, clearly
indicating purely electrostatic binding between the two species

Fig. 1 (A) Schematic showing the electrochemical synthesis of PQD/MoS2.
(B) Low-resolution and (C) high-resolution TEM images of PQD/MoS2. Inset
of (B) shows a histogram of the average particle size distribution of PQDs
on MoS2 sheets. (D) HRTEM image of PQD/MoS2 with a PQD highlighted
and revealing lattice fringes (interlayer spacing of 0.23 nm) on the MoS2

nanosheet. The inset of (D) shows an HRTEM image of a PQD with highly
resolved lattice fringes. (E) HRTEM image of PQD/MoS2 showing the lattice
fringes of MoS2 with an interlayer spacing of 0.32 nm. (F) Raman spectra of
PQD/MoS2 heterostructures and their bulk counterparts.
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with the van der Waals force driving the formation of the PQD/
MoS2 heterostructure. Owing to the unique morphology of the 0D/
2D heterostructure that facilitated improved interfacial contact
and electronic interaction, our major goal here was to explore the
bifunctional electrocatalytic activity of PQD/MoS2 heterostructures
as efficient OER and HER catalysts for the overall water splitting
process. Mono-/few-layered black phosphorus upon functionaliza-
tion and surface engineering through diverse strategies has been
shown to exhibit improved OER activity. For instance, in one of
our previous works, in situ-surface-functionalized PQDs with
nitrogen-containing groups were shown to exhibit efficient and
stable electrocatalytic activity for the OER.9 Mono-/few-layered
MoS2 is a well-explored electrocatalyst exhibiting exceptional
activity towards the HER in acidic media, but its HER perfor-
mance in alkaline media is very poor, limiting its practical use for
overall water splitting devices. We thus thought it would be
interesting to investigate the HER and OER activities of PQD/
MoS2 heterostructures in an alkaline medium, from a practical
standpoint.

The OER activity of PQD/MoS2 heterostructures was evalu-
ated in 0.1 M KOH, as were bulk MoS2, few-layered MoS2 sheets,
bulk BP and PQDs for comparison. All of the potentials were
converted to the reversible hydrogen electrode (RHE) and iR
compensation was applied while recording the data using a
Bio-logic SAS VMP3 workstation. Fig. 2A shows the linear sweep
voltammetry curves obtained for determining the OER activities
of the various samples. While both bulk MoS2 and bulk BP
showed poor OER performances, the heterostructure showed
exceptional OER activity, with an overpotential of only 1.60 V at
10 mA cm�2, lower than the overpotentials of the other tested
samples. The PQDs showed a slight enhancement in OER
performance compared to bulk BP, which could be attributed
to their increased quantity of edge sites. An OER catalyst is in
general considered to be efficient if its overpotential and Tafel
slope are low and its exchange current density is high. Apart
from the Tafel slope, analyzing an impedance spectrum (EIS)
also gives information regarding the rate-determining step, and
hence regarding the OER kinetics of the catalyst. In an alkaline
medium, oxygen evolution undergoes a multistep reaction
process to convert OH� to O2. The first step of an OER is an
electron transfer process where the relevant Tafel slope has
been shown to be 120 mV dec�1. In the second step, the Tafel
slope can be either 60 mV dec�1 or 40 mV dec�1, depending on
whether a chemical reaction or an electron–proton reaction is
the rate-limiting step.30,31 The PQD/MoS2 heterostructures
exhibited excellent OER activity with a low Tafel slope of
46 mV dec�1 (Fig. 2B), suggesting improved kinetics due to
accumulation of electrons on the heterojunction for a faster
electron–proton reaction. Furthermore, analysis of the Nyquist
plots revealed an impedance of 46 Ohm for PQD/MoS2, much
lower than those of the other samples (Fig. 2C), and revealing a
lower charge-transfer resistance and faster faradaic process in
the heterostructure material. Electrode stability is another key
parameter, and the as-prepared PQD/MoS2 was found to be
stable for more than 15 h at a potential of 1.65 V (Fig. 2D),
indicating excellent durability of the material in alkaline medium.

The overall OER performance of the PQD/MoS2 heterostructures
was found to be on par with those of other recently reported
bifunctional electrocatalysts (Table S1, ESI†).

The HER activities of PQD/MoS2 and the other samples were
evaluated in 0.1 M KOH under similar conditions (Fig. 3).
Mono-/few-layered MoS2 has been extensively studied as a
highly efficient electrocatalyst for the HER in acidic medium,
and hence we thought it would be further interesting to
investigate the HER activity of the heterostructure sample
consisting of exfoliated MoS2 sheets, in an alkaline medium.
In general, the formation of heterostructures or nanohybrids
induces a negative electric field between dissimilar layers,
which further enhances the adsorption of H+ onto the catalyst,
a well-studied mechanism for MoS2/graphene nanohybrids.12

We had thought that electron injection from PQD to MoS2

would favor the stabilization of adsorbed H over the surface,
and as a consequence would enhance the HER activity. Also,
the heterogeneous atoms can give a close thermoneutral
free energy (DG B 0) for hydrogen evolution reaction.32 As
evidenced from the LSV curves in Fig. 3A, PQD/MoS2 showed a
much better HER activity than did bulk BP, PQDs, bulk MoS2,
and the exfoliated MoS2 nanosheets. PQD/MoS2 exhibited here
an overpotential of B�0.6 V at 10 mA cm�2, much better than
that of the exfoliated MoS2 nanosheets (Fig. 3A). Furthermore, a
much lower Tafel slope, specifically 162 mV dec�1, was mea-
sured for PQD/MoS2 than for the other samples (Fig. 3B).
A much smaller semicircle observed in the impedance plot
(Fig. 3C) indicated improved charge-transfer kinetics for PQD/
MoS2, which could be due to the faster electron transfer
through the heterojunction. Such faster electron transfer would
further result in enhanced coupling of an electron with H+ ions
at the catalyst-electrolyte interface. The long-term stability
of the heterostructure was also confirmed from the electro-
chemical amperometry measurements performed at a potential

Fig. 2 (A) LSVs acquired for determining the OER activities of various
samples in 0.1 M KOH solutions at 1600 rpm. (B) Tafel plots of PQD/MoS2

and PQDs measured from the corresponding LSVs in (A). (C) Impedance
spectra of PQD/MoS2 and of the other indicated samples. (D) Chrono-
amperometric response of PQD/MoS2, indicating their long-term durability.
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of �0.6 V vs. RHE for more than 15 h (Fig. 3D). Furthermore,
the structural stability of the catalyst after electrocatalytic
measurements was confirmed from Raman (Fig. S9, ESI†) and
XPS (Fig. S10, ESI†) analyses.

In summary, we have shown a facile and one-step electro-
chemical approach to make 0D/2D hybrids of PQD/MoS2 under
ambient conditions. As-prepared PQD/MoS2 exhibited remark-
able bifunctional electrocatalytic activity towards the HER and
OER in a 0.1 M KOH solution. The bifunctional catalyst also
showed exceptional stability in an alkaline medium, with an
overpotential of 1.60 V@10 mA cm�2 towards the OER and
�0.6 V@10 mA cm�2 towards the HER with very low Tafel
slopes. The enhanced electrocatalytic performance of MoS2/
PQDs was attributed to its unique morphology, with mono-
disperse PQDs uniformly interspersed on few-layered MoS2

nanosheets, and with this morphology facilitating charge trans-
fer and hence leading to improved HER and OER kinetics. The
importance of design strategies for the development of 0D/2D
hybrids to meet the requirements of both hydrogen and oxygen
evolution electrocatalysts was highlighted using detailed electro-
chemical studies and the work thus brings us a step closer to the
realization of a practical water splitting system.
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Fig. 3 (A) LSV curves acquired for determining the HER activities of
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