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ive plasmonic systems: old
materials with new applications
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Thermo-responsive plasmonic systems of gold and poly(N-isopropylacrylamide) have been actively studied

for several decades but this system keeps reinventing itself, with new concepts and applications which seed

new fields. In this minireview, we show the latest few years development and applications of this intriguing

system. We start from the basic working principles of this puzzling system which shows different plasmon

shifts for even slightly different chemistries. We then present its applications to colloidal actuation, plasmon/

meta-film tuning, and bioimaging and sensing. Finally we briefly summarize and propose several promising

applications of the ongoing effort in this field.
1. Introduction

Active plasmonics has attracted great interest in the plasmonics
community and numerous efforts have been devoted to this
with many emerging concepts and applications.1,2 Different
from passive plasmonic nanostructures, which are solely made
of metals with xed congurations, active plasmonics combines
metallic nanostructures with functional materials, which brings
tuneability to the plasmonic system. With such active tune-
ability, active modulation of the light ow at the nanoscale is
possible, which triggers a series of applications in information
technologies,3 energy harvesting,4 (bio)chemical sensing5,6 and
security.7,8 The functional materials used commonly include
responsive polymers,9 DNA origami,10 liquid crystals11 and
optoelectronic materials.12 This active plasmonics concept also
links with nonlinear optics,13 ultrafast optics14 and quantum
plasmonics15 to form many extended directions.

Responsive (macro)molecules are typical materials that have
been vigorously utilized in active plasmonics as they provide
optical means for the (multiplexed) sensing of external stimuli,
such as pH,16,17 temperature,18,19 light,20,21 electric22,23 and
magnetic elds.24 One of the most studied stimulus materials
are synthetic polymers showing a lower critical solution
temperature (LCST) such as poly(N-isopropylacrylamide) (PNI-
PAM), which promotes reversible (de)solvation when the
temperature is (above) below the LCST. This has been studied
since the late 1990s, and is still actively investigated (Fig. 1) for
different applications,25 such as sensing,26 catalysis,27,28 drug
delivery,29 tissue engineering,30 articial muscles,31 etc.
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Early research on PNIPAM mainly focused on block co-
polymers containing PNIPAM segments or polymer core–shell
hybrids.32–34 Later, this extended to inorganic cores such as
silica,35 iron oxides36 and noble metals such as platinum for
catalysis applications.28 With the development of nano-
photonics in the 1990s, plasmonic nanoparticles (NPs) were
also hybridized with PNIPAM.37 In this early research, the PNI-
PAM brushes/chains were either chemically graed-from or
graed-to the metallic nanoparticle surfaces.38–40 On changing
the temperature across the LCST of PNIPAM, the refractive
index and volume of PNIPAM hydrogel changes, whichmodies
the optical plasmon resonances. Using this principle, many new
designs and materials for thermo-responsive plasmonic
systems bloomed.41–43 Although now well-known, this eld is
still developing and many new concepts and intriguing appli-
cations are still emerging,44–50 which deserve revisiting.
Fig. 1 Publications that involve PNIPAM and PNIPAM/nanoparticles
within the last two decades (from 2000 to 2018, search updated on
December 12, 2019 from Web of Science).
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In this minireview, we introduce recent understanding and
developments of such thermo-responsive plasmonic systems.
Although silver (Ag) NPs may show better plasmonic perfor-
mances,51–53 we mainly focus on the systems made of gold (Au)
NPs and PNIPAM as the latter is more stable and reliable.
Nevertheless, the working principle of thermal responsiveness is
the same for both plasmonic NPs. We rstly analyse the physical
chemistry aspects of this hybrid plasmonic system (Section 2),
then recent applications for nanoactuation, plasmon tuning,
metamaterials, and chemical sensing will be highlighted (Section
3). Lastly, we will conclude this minireview with a brief summary
and perspectives of this growing eld (Section 4).
Fig. 2 Physical understanding of the temperature-sensitive reversible
assembly of Au@PNIPAM. (a) Plasmon resonance change with
temperature (red on increasing T, blue on decreasing T). (b and c) SEM
cross-sectional images of Au/PNIPAM clusters of different configu-
rations at different stages (modified from ref. 60. Copyright permission
from RSC). (d) Energy diagram of the Au/PNIPAM hybrid system with
changing separation between the Au NPs. Red lines represents the
aggregation of Au NPs while blue line represents the disaggregation.
Process (i) happens when T > Tc, and process (ii–iv) happen instanta-
neously when T decreases below Tc. The energy stored in this cycle is
expressed as the formula shown in the shaded region, where gc is
Young's modulus of PNIAPM, R is radius of Au NPs, and t is thickness of
PNIPAM coating (modified from ref. 45. Copyright permission from
PNAS).
2. Fundamental physical chemistry of
Au NP/PNIPAM hybrid system

The temperature responsiveness of the Au/PNIPAM hybrid var-
ies greatly in different systems. In most cases, only a very small
plasmon shi54–57 or change in attenuation of transmission58,59

is observed when cycling the temperature while in other cases,
the plasmon shi is very large.45,60,61 This inconsistency has
recently been revealed as due to extra free PNIPAM in solution
which is the main driving force promoting particle aggrega-
tion.62,63 Besides this, PNIPAM graing density differences on
Au surfaces also play some role, which has been thoroughly
reviewed in previous literature.64 Beyond this, the electrostatic
repulsion (Ucs) between nanoparticles seems to be crucial as it
limits the closest separation between the Au NPs.65 Particles are
stabilized with high surface charges even though the PNIPAM
chains coil around them.60 The hydration of the PNIPAM chains
coated on the particles' surfaces provides another shielding
even if the zeta potential (J) is low. However, when the PNIPAM
chains are triggered through the phase transition upon heating,
the nanoparticle surface becomes hydrophobic, which leads to
aggregation. This seemly simple aggregation is actually a vari-
able and complicated process. In one sense this system is
simply switching between dispersed Au NPs and aggregated Au
NP clusters. However, if the pH is lower than 3, this Au/PNIPAM
hybrid system shows two transitions in each heating and cool-
ing cycle (Fig. 2a), which corresponds to the aggregation of Au
NPs and co-aggregation of Au clusters and PNIPAM beads.
Intriguingly, a redshi of plasmons is observed during the
cooling cycle (stage iii), which is due to the transformation from
solid clusters (Fig. 2b) to hollow vesicles (Fig. 2c).60 Clearly, the
assembly pathways of AuNPs/PNIPAM hybrids can be altered by
changing the aggregation kinetics of PNIPAM chains, which is
related to the amount of PNIPAM, pH, and salt in this system.

The existence of a steric potential (Ue) from the polymer
chains makes the aggregation events reversible. This takes
effect when the particle separation becomes smaller than the
PNIPAM coating thickness, with steric hindrance working
against the van de Waals potential (UvdW) to reach a new equi-
librium.66 During cycles of this colloidal transition, signicant
amounts (�1000 kBT per NP) of elastic energy in the polymer
chains are stored and released, in a reversible energy cycle
(Fig. 2d). The expansion force is thus large (�nN) with fast
This journal is © The Royal Society of Chemistry 2020
dynamics of the polymer phase transition (�ms).45,67 With such
large forces and fast response, many novel applications emerge,
such as plasmonic nanoactuators,44–46,68,69 plasmon tuning,70,71

fast plasmonic color switching lms and metalms,49,72,73 and
plasmonic sensing.16,47,48,74 These will be discussed in the next
Section.
3. Applications
3.1 Colloidal actuation

Collective movement or self-assembly of colloidal particles has
long been an interesting topic for the colloidal chemistry
community but not until recently has attention been shied to
nano-/micro-swimmers and nanoactuators for the applications
of drug delivery, nanosurgery and nanomachines.75 As colloidal
swimmers are largely covered in previous reviews,76 here we
mainly focus on static colloidal actuators that can change their
shape or volume with external stimuli.77 Typical colloidal actu-
ators mostly are composite materials that involve so hydrogels
and hard inorganics. Typically PNIPAM is applied for reversible
(dis)assembly of Au NPs. In such a way, actuation can be real-
ized in different dimensions, depending on their assembly
congurations (Table 1). As most of the hydrogels have to work
in aqueous environment, these thermosensitive nanoactuators
are mainly applied as valves for microuidics78,79 and actuators
for DNA origami.46

Early attempts by using photothermal effects to control
microuidic valves were based on composites of PNIPAM and
photo-absorbing materials such as graphene79 and Au NPs,69

but the photothermal response is slow due to their large sizes.
One way to improve its response speed is to use electrical
Nanoscale Adv., 2020, 2, 1410–1416 | 1411
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Table 1 Au/PNIPAM colloidal actuation system of different types

Actuation type

1D

2D 3DHorizontal Vertical

Conguration

References 61 44 and 72 71 45, 60, 83 and 86

Nanoscale Advances Minireview

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

8 
M

ar
ch

 2
02

0.
 D

ow
nl

oa
de

d 
on

 1
1/

8/
20

25
 8

:2
3:

27
 A

M
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n 
3.

0 
U

np
or

te
d 

L
ic

en
ce

.
View Article Online
thermal actuation.80 Here rst patterned microelectrodes are
made with PNIPAM brushes in the microuidic channels. The
thermal effect is induced by applying voltage to the electrodes,
which then causes the shrinkage of PNIPAM (Fig. 3a). This
works well for valve switching (Fig. 3b) and its speed can
potentially be improved to �ms (Fig. 3c).81 But it requires the
construction of wiring in the aqueous environment to form
circuits (Fig. 3a), which increases the complexity of microuidic
chips. Another way to improve the photothermal response is to
Fig. 3 Colloidal actuation systems based on Au/PNIPAM. (a) Scheme
of electric thermal valve action. (b) Fluorescence imaging of the
microfluidics with electric thermo-controlled opening and closing of
the valve. (c) Time response of the microvalve with electric thermal
heating (modified from ref. 81. Copyright permission from Springer
Nature). (d) Scheme of gas expansionmechanism for locomotion, with
time-stamped microscope video frames taken with a high-speed
camera (modified from ref. 82. Copyright permission from Wiley-
VCH). (e) PNIPAM assisted actuation of DNA flexor (modified from
ref. 46. Copyright permission from Wiley-VCH). (f) Scheme of Au/
PNIPAM assisted actuation of filter valve (modified from ref. 45.
Copyright permission from PNAS). (g) Chemomechanic oscillation
with pH oscillation chemistry (modified from ref. 83. Copyright
permission from ACS).

1412 | Nanoscale Adv., 2020, 2, 1410–1416
optically address the microuidic valve with assistance of
nanoplasmonics which provides unique advantages of
simplicity, low cost, high integration and high speed. These are
commonly made of Au/PNIPAM hybrid NPs which form clusters
upon heating and expand upon cooling. This is a fast (�ms)
switching mechanism that can be remotely triggered by light,
making it a light-induced actuating nanotransducer (ANT).45

These ANT NPs can be dispersed in microdroplets, which
drive their directional movement due to the formation of Janus-
type droplets.82 Such Janus droplets can accumulate heat on one
side and generate microbubbles which propel their directional
movement (Fig. 3d).

Another application of plasmonic nanoactuators is that they
can help with DNA origami actuation, which is probed by
changes of photoluminescence (Fig. 3e).46 The key is to engineer
the DNA origami to accommodate dye molecules and thiol
groups at the opposite ends and click chemistry for PNIPAM at
the joint. This optical control of DNA origami exors can
potentially serve as optical gating for nanoltering (Fig. 3f).45

Actuating Au NP/PNIPAM systems autonomously with
constant energy input provides possibility for understanding
and mimicking biological systems. With the coupling of pH
oscillation reactions, Au@PNIPAM NPs show continuous
cycling of aggregation and disaggregation (Fig. 3g) with energy
efficiency up to 34%. Rather different from ANTs, the energy
input here that continuously powers such actuation is sup-
ported by the chemical potentials, making it a chemo-
mechanical energy transducer (CoMET).83

3.2 Tuneable plasmonics and metalms

As the plasmonic property of Au NPs is highly dependent on
their separation and surrounding media,9 the colloidal actua-
tion of plasmonic nanoparticles simultaneously induces
changes of their optical properties. With colloidal actuation of
PNIPAM, this has been largely applied for tuning of surface
plasmons and metamaterials.9 The basic principle for the
thermo-responsive tuning is the expansion and contraction of
PNIPAM, which changes the separation between each Au NPs so
the plasmon resonances changes accordingly. Another tuning
This journal is © The Royal Society of Chemistry 2020
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strategy is keep the PNIPAM stable at xed temperature but
grow the Au cores within the PNIPAM so that their lattice
constant is modied, which tunes the plasmon resonances
(Fig. 4a).70,84 A further set of plasmonic nanoresonators such as
Au NP on Au lms,85 can also be tuned with PNIPAM actuation.
The separation between Au NP and Au lm changes in the out-
of-plane direction with the expansion and contraction of the
PNIPAM spacer, which reversibly tunes plasmon resonances
(Fig. 4b).72 This plasmon tuning based on single Au NPs on
mirror (NPoM) can be controlled with light due to the photo-
thermal effect, which shows fast response (�ms) due to rapid
heating and cooling in a nanoscale volume.44

PNIPAM can also be applied for the tuning of plasmonic
metalms. A similar structure to AuNPoMs but withmuch thicker
PNIPAM spacing layer (grown via atomic transfer radical poly-
merization) shows interference between Au NP scattering and Au
lm reection. Such interference leads to different colours of the
metalms at different temperatures as the optical path difference
changes with PNIPAM thickness (Fig. 4c).49 Plasmonic metalms
made of PNIPAM and Au NP composites also show dramatic color
changes across the LCST of PNIPAM (Fig. 4d). These plasmonic
metal lms again can be tuned with an unfocussed halogen lamp
as it produces strong photothermal heating within the lms, thus
contracting the composite metalms. As a result, the lling ratio
of the metalms increases which results in a redshi of
plasmons.86

3.3 Bioimaging and sensing

As the change of plasmons also indicates the change of local
environment, it can serve as a plasmonic ruler for sensing
Fig. 4 Thermosensitive plasmonics and metafilms based on Au/PNI-
PAM systems. (a) 2D arrays of Au/PNIPAM metafilms with tunable
separation (modified from ref. 70. Copyright permission from RSC). (b)
Reversible tuning of plasmon coupling with Au films overcoated on
AuNP/PNIPAM hybrid films (modified from ref. 72. Copyright permis-
sion fromACS). (c) Change of NP optical interferencewith PNIPAM film
thickness modulation (modified from ref. 49. Copyright permission
from Wiley-VCH). (d) Switching of the reflection of hybrid Au/PNIPAM
metafilms with temperature (modified from ref. 86. Copyright
permission from Wiley-VCH).

This journal is © The Royal Society of Chemistry 2020
applications.87,88 The most direct sensing parameter is the
temperature due to the thermosensitive polymer (PNIPAM).
However, this is only applicable for qualitative sensing as it
show a nonlinear plasmon response vs. temperature with strong
hysteresis.60 This can be improved for quantitative temperature
sensing if Au nanorods or bipyramids are used.89 Besides
temperature sensing, other aspects that can potentially be
exploited are the sensing of solvents, pH and ion concentration
since these parameters inuence the LCST of PNIPAM, which
then affect plasmon shis.

Another commonly applied sensing strategy with plasmons
is to utilize their eld enhancement effects to enable surface
enhanced spectroscopies, such as Raman (SERS).90 The added
value of using PNIPAM is that the temperature responsive
shrinking and expansion of PNIPAM gels also provides
a molecular trapping and release mechanism for SERS switch-
ing, which shows improved sensitivity (Fig. 5a).26,47 Such
sensing can be applied in biological contexts enabling tags for
cell imaging and cancer detection (Fig. 5b).74

Compared to SERS sensing, plasmonic colorimetric sensing
provides an alternative route towards the sensing of chemicals
that does not require high accuracy.91 It is much simpler and
straightforward for on-site testing, which greatly improves the
Fig. 5 Plasmonic sensors based on Au/PNIPAM hybrids. (a) Au/PNI-
PAM nanostructure assisted single molecule detection (modified from
ref. 26. Copyright permission from Springer Nature). (b) Au/PNIPAM
hydrogel based SERS sensing and imaging of three tumor-associated
biomarkers: epidermal growth factor receptor (EGFR), epithelial cell
adhesion molecule (EpCAM), and homing cell adhesion molecule
(CD44) (modified from ref. 74. Copyright permission fromWiley-VCH).
(c) Au/PNIPAM hybrid gel films function as body temperature sensor
(modified from ref. 48. Copyright permission from Springer Nature).

Nanoscale Adv., 2020, 2, 1410–1416 | 1413
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efficiency and convenience without any sophisticated instru-
mentation. Ko and colleagues developed a wearable colori-
metric sensor for body temperature based on Au/PNIPAM
hybrid gel lms (Fig. 5c). They show temperature visualization
over a wide temperature range of 25–40 �C with a response time
of �1 s.48

4. Summary and outlook

We have reviewed developments of thermo-responsive plasmonic
systems in recent years. Clearly this system is still developing with
ever more interdisciplinary focus. Future efforts will likely focus
more on the application side of this system. Actuators based on
PNIPAM systems will be one of the main areas to optimise. These
Au/PNIPAM hybrid systems are biocompatible and water soluble,
and work over the body temperature range, making them ideal
candidates for many bio-related applications. Current systems are
either too slow or the forces too weak due to small Young's
modulus of PNIPAM. One way to improve this is to incorporate
activated nanogels into the system,92while another way is to adopt
metallic nanoparticles to boost the force output.45 The challenge is
how to apply these in specic nanomechanical and biomechan-
ical systems, which needs further nano-engineering. Colorimetric
sensing based on plasmons is another intriguing area due to its
sensitivity and simplicity. However, the colour saturation of
plasmons is poor due to the high losses of metals, which poten-
tially can be made up by combining particles with gain materials.
Sensing should not be restricted to simple temperature ranges as
it can potentially also involve many other physicochemical
parameters such as solvent, ion strength, pH and refractive index.
As for plasmon tuning, this Au/PNIPAM system seems to be not
immediately attractive as they are less compatible with electronics
due to their working environment (with water). Thus applications
in microuidics, biomedicine and drug delivery are a sensible
direction since both Au and PNIPAM are biocompatible and
functional in the aqueous phase. This smart plasmonic system
will continue to grow with many new applications such as
microuidics, SERS tags, nanomedicine and nanomachines.93
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N. I. Zheludev, Nat. Photonics, 2008, 3, 55.
15 D. C. Marinica, M. Zapata, P. Nordlander, A. K. Kazansky,

P. M. Echenique, J. Aizpurua and A. G. Borisov, Sci. Adv.,
2015, 1, e1501095.

16 S. Wu, M. Zhu, Q. Lian, D. Lu, B. Spencer, D. J. Adlam,
J. A. Hoyland, K. Volk, M. Karg and B. R. Saunders,
Nanoscale, 2018, 10, 18565.

17 B. Liu, X. Lu, Z. Qiao, L. Song, Q. Cheng, J. Zhang, A. Zhang,
Y. Huang and T. Chen, Langmuir, 2018, 34, 13047.

18 J.-E. Lee, K. Chung, J. Lee, K. Shin and D. H. Kim, Adv. Funct.
Mater., 2015, 25, 6716.

19 Y. Liu, X. Han, L. He and Y. Yin, Angew. Chem., Int. Ed., 2012,
51, 6373.

20 W. M. Wilson, J. W. Stewart and M. H. Mikkelsen, Nano Lett.,
2018, 18, 853.

21 R. Klajn, K. J. M. Bishop and B. A. Grzybowski, Proc. Natl.
Acad. Sci. U. S. A., 2007, 104, 10305.

22 Q. Liu, Y. Yuan and I. I. Smalyukh, Nano Lett., 2014, 14, 4071.
23 P. A. Kossyrev, A. Yin, S. G. Cloutier, D. A. Cardimona,

D. Huang, P. M. Alsing and J. M. Xu, Nano Lett., 2005, 5,
1978.

24 M. Wang, C. Gao, L. He, Q. Lu, J. Zhang, C. Tang, S. Zorba
and Y. Yin, J. Am. Chem. Soc., 2013, 135, 15302.

25 M. Karg, A. Pich, T. Hellweg, T. Hoare, L. A. Lyon,
J. J. Crassous, D. Suzuki, R. A. Gumerov, S. Schneider,
I. I. Potemkin and W. Richtering, Langmuir, 2019, 35, 6231.

26 Y. Zheng, A. H. Soeriyadi, L. Rosa, S. H. Ng, U. Bach and
J. Justin Gooding, Nat. Commun., 2015, 6, 8797.

27 M. Zeltner, A. Schätz, M. L. Hei and W. J. Stark, J. Mater.
Chem., 2011, 21, 2991.
This journal is © The Royal Society of Chemistry 2020

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c9na00800d


Minireview Nanoscale Advances

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

8 
M

ar
ch

 2
02

0.
 D

ow
nl

oa
de

d 
on

 1
1/

8/
20

25
 8

:2
3:

27
 A

M
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n 
3.

0 
U

np
or

te
d 

L
ic

en
ce

.
View Article Online
28 C.-W. Chen and M. Akashi, J. Polym. Sci., Part A: Polym.
Chem., 1997, 35, 1329.

29 D. Subhash, H. Mody, R. Banerjee, D. Bahadur and
R. Srivastava, Poly(n-isopropylacrylamide) based polymer
nanogels for drug delivery applications, presented at 2011
11th IEEE International Conference on Nanotechnology,
Portland, OR, USA, 15–18 Aug 2011.

30 A. Galperin, T. J. Long and B. D. Ratner, Biomacromolecules,
2010, 11, 2583.

31 T. H. Kim, J. G. Choi, J. Y. Byun, Y. Jang, S. M. Kim,
G. M. Spinks and S. J. Kim, Sci. Rep., 2019, 9, 7905.

32 M. Ballauff and Y. Lu, Polymer, 2007, 48, 1815.
33 S. Zhou and B. Chu, J. Phys. Chem. B, 1998, 102, 1364.
34 C. Wu and X. Qiu, Phys. Rev. Lett., 1998, 80, 620.
35 J. Liu, R. Pelton and A. N. Hrymak, J. Colloid Interface Sci.,

2000, 227, 408.
36 N. Shamim, L. Hong, K. Hidajat and M. S. Uddin, J. Colloid

Interface Sci., 2006, 304, 1.
37 D. J. Kim, S. M. Kang, B. Kong, W.-J. Kim, H.-j. Paik, H. Choi

and I. S. Choi, Macromol. Chem. Phys., 2005, 206, 1941.
38 Y. Zuo, J. Zhao, Y. Gao and Y. Zhang, J. Mater. Sci., 2017, 52,

9584.
39 M. Karg, I. Pastoriza-Santos, J. Pérez-Juste, T. Hellweg and
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