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aracterization of Ge-core/a-Si-
shell nanowires with conformal shell thickness
deposited after gold removal for high-mobility p-
channel field-effect transistors†

Marolop Dapot Krisman Simanullang,*a G. Bimananda M. Wisna, *b Koichi Usamia

and Shunri Oda*a

Ge-core/a-Si-shell nanowires were synthesized in three consecutive steps. Nominally undoped crystalline

Ge nanowires were first grown using a vapor–liquid–solid growth mechanism, followed by gold catalyst

removal in an etching solution and deposition of a thin layer of amorphous silicon on the nanowire

surface using a chemical vapor deposition method. Catalyst removal is necessary to avoid catalyst

melting during temperature increase prior to a-Si shell deposition. Field effect transistors based on Ge-

core/a-Si-shell nanowires exhibited p-channel depletion-mode characteristics as a result of free hole

accumulation in the Ge channel. Scaled on-currents and transconductances up to 3.1 mA mm�1 and 4.3

mS mm�1, respectively, as well as on/off ratios and field-effect hole mobilities up to 102 and 664 cm2 V�1

s�1, respectively, were obtained for these Ge-core/a-Si-shell nanowire FETs. The minimum subthreshold

slope was measured to be 300 mV dec�1. The present work also demonstrates for the first time the

conductance quantization in one-dimensional Ge-core/a-Si-shell nanowires at low temperatures. The

quantization of conductances at discrete values of G0 ¼ 2e2/h at low temperatures suggests that our

Ge-core/a-Si-shell nanowires are multi-mode ballistic conductors with a mean-free-path up to 500 nm.

The results provided here are relevant for the synthesis of high-quality Ge-core/Si-shell nanowires for

high-mobility devices with transparent contacts to hole carriers.
Introduction

Semiconductor nanowires are promising for future applications
in nanoscale electronics, photonics, and life sciences.1 Germa-
nium is re-emerging as one of the alternative channel materials
for eld-effect transistor (FET) applications because it has
a higher carrier mobility than that of silicon2 and a higher hole
mobility than that of compound semiconductors of group III–V
elements.3 Silicon and germanium belong to group IV of the
periodic table of elements because they possess similar chem-
ical and physical properties. Therefore, we can expect it to be
easier to integrate Ge with Si in current semiconductor tech-
nology. However, unlike Si, Ge does not form a stable native
oxide. The oxide layer which forms on the Ge surface upon
exposure to air is susceptible to surface degradation during
exposure to water vapor contained in air. Surface passivation of
r, Tokyo Institute of Technology, 2-12-1

n. E-mail: marolop.simanullang@gmail.

g Institute of Technology, Bandung 40132,

tion (ESI) available. See DOI:

f Chemistry 2020
Ge nanowires has been demonstrated using organic layers, e.g.
alkanethiols4 and aqueous halide solutions,5 and dielectric
layers, e.g. aluminium oxide (Al2O3) and hafnium oxide (HfO2).6

In the early 2000s, Lauhon et al. demonstrated for the rst time
the synthesis of Ge-core/Si-shell nanowire heterostructures.7 A
thin amorphous Si shell is deposited in situ following Ge
nanowire growth. The amorphous Si shell is completely crys-
tallized aer thermal annealing at 600 �C. The Si shell not only
serves as a passivation layer but also creates a quantum well of
holes at the heterostructure interface because of the valence
band offset between Ge and Si.8 The devices fabricated from Ge-
core/Si-shell nanowires exhibit p-channel depletion-mode
(normally on) FET characteristics with hole mobilities up to
730 cm2 V�1 s�1 in the linear region (drain voltage |Vd| ¼ 10
mV).9 However, we observed that in situ deposition of Si shells
aer Ge nanowire growth was typically accompanied by
spreading of gold (Au) nanoparticles on the Ge nanowire side-
walls because of the disparity in temperatures for Ge core
growth and Si shell deposition. As a result, when disilane
(Si2H6) as the silicon source was introduced, very narrow Si
nanowires grew along the Ge nanowire surface (Au nano-
particles on the Ge nanowire sidewalls served as catalysts for Si
nanowire growth).10 Goldthorpe et al. removed the gold from the
Nanoscale Adv., 2020, 2, 1465–1472 | 1465
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tip of the nanowires ex situ prior to growing Si shells.11 However,
the Si shells developed a surface with periodic roughness and
likely triggered the nucleation of mist dislocation at the Ge-
core/Si-shell interface. This may affect the electrical transport
properties of Ge-core/Si-shell nanowires. In this work, we report
studies on the surface passivation of Ge nanowires using
amorphous Si (a-Si) shells deposited by the chemical vapor
deposition (CVD) method. The deposition parameters of Si
shells were optimized to obtain a uniform layer of a-Si with
a controlled thickness. The electrical transport properties of the
devices fabricated from Ge-core/a-Si-shell nanowires were
examined at room temperature and low temperatures. The
devices exhibit p-channel eld-effect transistor characteristics
with high mobilities. Conductance quantization was observed
at low temperatures.

Experimental procedure

Nominally undoped Ge nanowires were rst prepared using
a method reported previously.12 No dopant gases were inten-
tionally owed during Ge nanowire growth. One may suggest
that the removal of the gold catalyst by means of etching will
introduce gold impurities into the nanowires thus affecting the
transport in the nanowire. However, we have shown in our
previous work that this etching actually helps to ensure that the
transport in the Ge core is not due to the gold impurities.12

Thus, we can conclude that the Ge nanowires are nominally
undoped. These Ge nanowires were then treated in a 10% HCl
solution to remove any native oxides from their surface followed
by a-Si deposition in a low-pressure chemical vapor deposition
chamber. To deposit a-Si, the temperature was ramped up from
room temperature to 450 �C (deposition temperature). Aer
a constant temperature was reached, Si2H6 diluted in H2 was
introduced into the chamber. The partial pressure and ow rate
of Si2H6 were kept constant at 0.3 Torr and 0.5 sccm, respec-
tively, during deposition. The thickness of amorphous silicon
was controlled by tuning the deposition time. The Ge-core/a-Si-
shell nanowires were characterized using a JEM-2010F eld-
emission transmission electron microscope (FE-TEM) coupled
with an energy-dispersive X-ray spectrometer (EDS).

To fabricate nanowire FETs, substrates that contain Ge-core/
a-Si-shell nanowires were suspended in isopropanol and ultra-
sonically agitated to remove the nanowires from the growth
substrate. The nanowires were then drop-cast onto pre-
patterned substrates (100 thermally grown SiO2/Si substrates).
Electrical contacts to the nanowires were made by dening
source and drain electrodes separated by 400–1200 nm with
JEOL-JBX5FE electron-beam lithography, evaporation of 100
nm-thick Ni, and subsequent li-off in acetone. Before Ni
evaporation, the sample was dipped in buffered hydrouoric
acid for 3 s to remove any native oxides from the nanowire
surface. 5 nm-thick hafnium oxide (HfO2) (dielectric constant¼
24) was then deposited on the devices using the atomic layer
deposition process. Finally, the top-gate electrode was dened
by electron-beam lithography, followed by evaporation of Ni/Au
(5 nm/50 nm) and li-off in acetone. The top-gate electrode
forms an omega-shaped gate that is partly wrapped around the
1466 | Nanoscale Adv., 2020, 2, 1465–1472
nanowire. The electrical transport properties of the devices at
room temperature and low temperatures were measured using
a probe station (Cascade Microtech) and a physical property
measurement system (PPMS, Quantum Design), respectively.

Results and discussion

Fig. 1(a) shows a transmission electron microscope (TEM)
image of a Ge-core/a-Si-shell nanowire. The elemental compo-
sition of the shell was examined by EDS analysis and the cor-
responding spectrum is given in Fig. 1(b). The Si peak in the
EDS spectrum conrms that a-Si was successfully deposited on
the Ge nanowire surface. We observe that the thickness of a-Si
can be easily controlled by the deposition time. The a-Si thick-
nesses are 5 and 2 nm for deposition times of 15 and 7 minutes,
respectively (Fig. 1(c) and (d)).

Fig. 2(a) and (b) show typical output (Id versus Vd) and
transfer characteristics (Id versus Vg), respectively, at room
temperature of top-gated FETs fabricated from a single Ge-core/
a-Si-shell nanowire with a channel length of 800 nm. A well-
dened transition from a linear to a nearly constant Id with
an increasing |Vd| can be seen in the Id versus Vd family of
curves. The transfer characteristics show that the drain current
Id increases as the gate voltage Vg decreases from +2 to �2 V,
and therefore the device is a p-channel depletion-mode FET.2

The ambipolar behavior of all devices measured in the present
work is due to the similar transfer characteristics. The devices
fabricated from Ge-core/crystalline Si-shell have also been
observed to exhibit the p-channel depletion-mode (normally on)
FET because the Fermi level lies below the Ge valence band edge
in the absence of a gate.9 This result is distinct from that in our
previous report on the devices fabricated from undoped Ge
nanowires that show characteristics of a p-channel
enhancement-mode FET (normally off).12 In the present study,
the a-Si layer that coats the Ge nanowire surface causes the
Fermi level to be pinned below the Ge valence band edge. As
a result, the free holes will accumulate in the Ge channel at zero
gate voltage. The valence band offset in the Ge-core/a-Si-shell
structure was calculated to be �0.87 eV, which is larger than
that in the Ge-core/crystalline Si-shell structure (�0.51 eV) (see
Fig. S1 in the ESI†). Amorphous Si is known to have a high
defect density due to its disordered structure. The surface states
of a-Si contribute signicantly to the Fermi level pinning at the
Ge-core/a-Si interface. A larger valence band offset and more
pronounced Fermi level pinning create a deeper quantum well
of holes at the Ge-core/a-Si-shell interface. We also mentioned
above that the transfer characteristics show ambipolar
behavior. At large positive gate voltages, the Id currents are
observed to increase from Vg +1.4 to +2 V due to electron
conduction.13 One may believe that the ambipolar behavior is
linked to the gold catalyst etching process that introduces
nominal impurities into the Ge nanowires. However, we argue
that the ambipolar behavior is due to the sole effect of gate
voltage application. In the on-state, electron conduction does
not occur in the channel because the electrons are located at the
conduction band and the Fermi level is way below the valence
band of the Ge-core/a-Si-shell system; however at large positive
This journal is © The Royal Society of Chemistry 2020
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Fig. 1 (a) TEM image of a Ge-core/a-Si shell nanowire. (b) EDS spectrum of a Si shell at the location denoted by a small circle in (a) showing
a strong peak corresponding to Si. The Cu peaks correspond to the TEM grid. (c and d) High-resolution TEM images of a h111i-oriented Ge core
with a single-crystalline structure and amorphous Si shell with thicknesses of 5 and 2 nm deposited for 15 and 7 minutes, respectively.
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Vg in the symmetrical gate conguration in our device, the
electron carriers could be injected via tunneling from the drain
due to large conduction band bending. This injection of elec-
trons or minority carriers is indeed a disadvantage during the
operation of FETs and can be fully resolved by using asymmetric
gate conguration.9 More investigations are needed to know the
nature of this minority carrier, such as lifetime and diffusion
lengths.

The Id versus Vg transfer characteristics recorded for Vd ¼
�1 V reveal that the Ge-core/a-Si-shell nanowire FET has
a maximum transconductance of 46.6 mS and subthreshold
slope (SS) of 300 mV dec�1. To obtain the on and off current (Ion
and Ioff), the values at Vg(on) ¼ VT � (2/3)Vdd and Vg(off) ¼ VT + (1/
3)Vdd were rst calculated using the metrics dened in ref. 14,
where VT is the threshold voltage and is determined from the
intersection of the tangent to the maximum slope and the x-axis
of the Id–Vg curve and Vdd is the supply voltage, equal to Vd ¼ 1 V
in this case. VT, Vg(on), and Vg(off) were calculated to be 0.62,
�0.047, and 0.953 V, respectively (Fig. 3). The values of VT >
0 and Vg(off) > VT are consistent with the characteristics of a p-
channel depletion mode FET. From the Id–Vg curve in Fig. 3,
the on current is 30.2 mA with a maximum drain current of 92.2
mA. The off current is 0.87 mA with a minimum drain current of
This journal is © The Royal Society of Chemistry 2020
0.12 mA. The on/off ratio is �35 calculated from the on and off
current. We also estimated the eld-effect hole mobility (mh) of
this device at different bias voltages using the analytical
expression15

mh ¼
dId

dVg

� L2

Cox

� 1

Vd

¼ gm � L2

Cox

� 1

Vd

(1)

where gm is the transconductance, L is the channel length
underneath the gate electrode, and Cox is the gate capacitance,
and the values are obtained by simulating the Ge-core/a-Si-shell
nanowire FET with an omega-shaped gate using COMSOL
Multiphysics.16 Fig. 4(a) shows the extracted mh as a function of
Vg at Vd ¼ �0.01, �0.1, �0.5, and �1 V. From the Id versus Vd
curve in Fig. 2(a), Vd ¼ �0.01 to �0.1 V lie in the linear region
whereas Vd ¼ �0.5 to �1 V lie in the saturation region. In the
linear region (lower bias voltages), the eld-effect hole mobility
versus Vg curves have a very similar shape with a peakmobility of
304 cm2 V�1 s�1. The peak mobilities at Vd ¼ �0.5 and �1 V are
267 and 193 cm2 V�1 s�1, respectively (Fig. 4(a)). The eld-effect
hole mobility in the saturation region tends to decline because
of the increased scattering effects at higher bias voltages. For
the 38 Ge-core/a-Si shell nanowire FETs measured in this study,
the total yield was 71%, with an average peak mobility of 290
Nanoscale Adv., 2020, 2, 1465–1472 | 1467
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Fig. 2 (a). Output characteristics (Id versus Vd curve) of the device
fabricated from the Ge-core/a-Si shell nanowire with Vg ¼ 2 to �2.5 V
in steps of 0.5 V from the top to the bottom. (b) Transfer characteristics
(Id versus Vg curve) of the device at Vd ¼ �0.01, �0.1, �0.5 and �1 V.
The gate voltage (Vg) was swept from �2 to 2 V. The channel length is
800 nm.

Fig. 3 Transfer characteristics for Vd ¼ �1 V on the linear scale (blue
curve) and logarithmic scale (black curve). The red line is the tangent to
the maximum slope on the linear scale where the intersection of this
line and the x-axis denotes the threshold voltage. The on-off currents
were calculated using the metrics defined in ref. 14. The subthreshold
slope (SS) is 300 mV per decade. The dashed blue line indicates the
physical limit of SS (60 mV per decade at room temperature).
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cm2 V�1 s�1 and a highest peak mobility of 664 cm2 V�1 s�1

measured at |Vd| ¼ 0.1 V (Fig. 4(b)).
To study the effect of the number of nanowires in our device,

we fabricated top-gated FETs consisting of a single nanowire
and three nanowires with the same channel length (1 mm). This
length is chosen for comparison with the 800 nm channel
length device discussed above. The Id versus Vg characteristics of
these devices are given in Fig. 5. For the device with a single
nanowire, the calculated gm, Ion, Ioff, and on/off ratio are 27.1 mS,
17.3 mA, 0.17 mA, and 100, respectively, and for the device with
three nanowires, the calculated gm, Ion, Ioff, and on/off ratio are
44.1 mS, 28.3 mA, 0.71 mA, and 40, respectively. These results
show that the devices with shorter channel lengths or multiple
nanowire channels exhibit improved gm and Ion but the on/off
ratio is compromised. The on current is an important param-
eter to determine the intrinsic device speed or gate delay (s),
which represents the frequency limit of transistor operation.
1468 | Nanoscale Adv., 2020, 2, 1465–1472
The intrinsic device speed is calculated using the relationship s
¼ CoxVdd/Ion.13 Fig. 6 shows the intrinsic device speed of seven
representative FETs fabricated from a single Ge-core/a-Si
nanowire in this work versus the gate length for gate lengths
of 500–1200 nm. Planar Si p-MOSFETs14 and Ge-core/crystalline
Si-shell nanowire FETs17 are also shown for comparison. The
Ge-core/a-Si and Ge-core/crystalline Si-shell nanowire FETs have
a quite similar intrinsic device speed although the latter
exhibits a steeper slope. Further research is needed to study the
intrinsic device speed of the Ge-core/a-Si nanowire FETs as the
gate length is further scaled down. Both device types, however,
exhibit a much steeper slope (faster intrinsic device speed) than
planar Si p-MOSFETs.

We also carried out temperature-dependent electrical
transport measurements to further characterize the Ge-core/a-
Si-shell nanowire. To examine the temperature dependence of
the eld-effect mobility, Vg was rst swept from �2 to 2 V (|Vd|
was kept constant at 0.1 V). The transconductance was then
derived using eqn (1) and the eld-effect hole mobility value
was selected at a Vg of 0.88 V for each temperature condition
(the eld-effect mobility at room temperature reaches its peak
value at a Vg of 0.88 V). Fig. 7 shows the relationship between
the eld-effect hole mobility measured at |Vd| ¼ 0.1 V and
temperature for a 1 mm channel length device fabricated from
a single nanowire. The temperature range in Fig. 7 can be
divided into three regions: I (4.2 to 175 K), II (175 to 310 K), and
III (310 to 350 K). Region III will be discussed rst. In region III,
as temperature further increases from 310 to 350 K, the peak
mobility decreases due to increased hole-phonon scattering. In
region II, as temperature increases from 175 to 310 K, sufficient
thermal energy is available to accelerate the hole velocity (the
peak mobility increases and reaches its highest value at 310 K)
overcoming the surface state scattering. In region I, the peak
mobility decreases as temperature increases and reaches its
This journal is © The Royal Society of Chemistry 2020
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Fig. 4 (a) Field-effect hole mobility versus gate voltage (Vg) at Vd ¼
�0.01, �0.1, �0.5 and �1 V. (b) Histogram of Ge-core/a-Si shell
nanowire FET mobility.

Fig. 5 Transfer characteristics (Id versus Vg curve) of the devices
consisting of a single nanowire (solid curves) and three nanowires
(dashed curves) at a Vd of �0.01 V, �0.1 V and �1 V. The gate voltage
(Vg) was swept from �2 to 2 V. The channel length is 1 mm.

Fig. 6 Intrinsic device speed or gate delay of Ge-core/a-Si shell
nanowire FETs versus gate length. Planar Si p-MOSFETs from ref. 14
and Ge-core/crystalline Si-shell nanowire FETs from ref. 17 are
included for comparison.
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lowest value at 175 K. This can be explained by the dependency
of the surface state scattering rate at the boundary between Ge-
core/Si-shell on temperature. The surface state is dependent on
temperature; as the temperature increases from 4.2 K to 175 K,
the ionization of the surface state will increase and the hole
carrier will occupy higher radial sub-bands resulting in more
hole fractions near the boundary. This increases the scattering
rate between hole carriers and the surface state leading to
decreasing mobility.18 The temperature-dependent mobility in
one-dimensional Ge-core/a-Si-shell systems is distinct from
that in two-dimensional hole gas (2DHG) mobility systems
studied using planar heterostructures where the mobility
decreases monotonically with increasing temperatures due to
increased phonon scattering,19–22 whereas in 1D hetero-
structure systems, the surface state plays an important role at
low temperature due to the surface to volume ratio being
greatly enhanced compared to that of 2D systems. To the best
of our knowledge, temperature-dependent mobility in one-
dimensional Ge-core/a-Si-shell has never been reported
This journal is © The Royal Society of Chemistry 2020
before. Our result demonstrates a unique feature of one-
dimensional hole gas.

We also fabricated a 500 nm channel length device and studied
its temperature-dependent electrical transport. The low-eld
transfer characteristics of this device with various bias voltages
(Vd ¼ �2, �4, �5, �6, �8, and �10 mV) at 4.2 K are shown in
Fig. 8(a). Current oscillations are observed at each given Vd,
probably corresponding to the quantum transport behaviors of
holes in conned one-dimensional structures. To further explore
this phenomenon, we calculated the conductance by dividing the
measured drain currents by the applied drain voltages and plotted
it against the gate voltages in units of G0 (Fig. 8(b)). The stepwise
features are observed in each conductance plot and they
Nanoscale Adv., 2020, 2, 1465–1472 | 1469
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Fig. 7 Field-effect holemobility versus temperature calculated at Vd¼
�0.1 V. The field-effect hole mobility value was selected at Vg 0.88 V
for each temperature condition.

Fig. 8 (a) Transfer characteristics on the logarithmic scale of the
devices fabricated from the Ge-core/a-Si shell nanowire with
a channel length of 500 nm at low Vd (�2,�4,�5,�6,�8 and�10mV)
at T ¼ 4.2 K. Inset: transfer characteristics on the linear scale. (b)
Extracted conductances from (a) showing stepwise features at several
G0 values including the quantization at �0.7G0 (“0.7 structure”). The x-
axis has been shifted to the right for clarity of comparison.
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correspond to the quantization of the channel density of states.
The stepwise features become negligible at Vd ¼ �10 mV which
can be attributed to carrier-heating effects.

The mean free path of Ge-core/crystalline Si-shell is calcu-
lated to be 540 nm.8 Ballistic conduction is expected to be
observable when the channel length is comparable to or shorter
than the mean free path. Low-temperature measurements are
desirable to suppress scattering due to thermal vibrations. We
could expect that the transport in our Ge-core/a-Si shell nano-
wire approaches ballistic conduction at low temperature. Our
claim is supported by the conductance values near the zero
source-drain voltage that show stepwise features at 1G0 and 2G0

(Fig. 8(b)). This suggests that the mean-free-path in our Ge-core/
a-Si nanowires is equivalent to the channel length which is up to
500 nm. These steps agree with the Landauer formula of multi-
modes of ballistic conductors23

G ¼ 2e2

h
MT ¼ G0MT (2)

where G is the conductance, G0 is the value of the quantum
conductance and is equal to 7.748 � 10�5 S, e is the electron
charge, M is the number of transverse modes and T is the trans-
mission probability. The transmission probability is related to the
contact quality between the electrodes and the hole carrier in the
Ge-core/a-Si shell nanowire. We also observed steps at�0.7G0 and
�0.2G0 which are not integers. The observation of quantization at
�0.7G0 agrees with the work carried out by Lu et al.8 The quan-
tization at �0.7G0, usually called the “0.7 structure”, corresponds
to the spin polarization in low-dimensional conductors.8,24–26 The
quantization at�0.2G0 has been shown to originate from the split
of the plateau at 0.5G0 which usually appears at a very small |Vd|
� 1 mV. However, in our case, this 0.5G0 plateau does not appear
because our Vd is not close enough to 0 V.25 At higher Vd > 1 mV,
the 0.5G0 plateau is expected to split and result in two plateaus
observed at �0.7G0 and �0.2G0. Therefore, the �0.2G0 plateau
can also be ascribed to the spin polarization. We also observed
1470 | Nanoscale Adv., 2020, 2, 1465–1472
another non-integer quantization at �1.6G0. Odd plateaus at
greater than 1G0 are usually visible in the regime of high Vd >
1 mV. It seems that the quantization at�1.6G0 is related to a high
Vd in our experiment.27 Another possibility is that since the device
channel length is close to the theoretical mean free path of
540 nm, defects can also introduce non-discrete conductance
above 1G0 in multi-mode ballistic conductors.28 We observe that
the conduction steps appear at discrete values of 1G0 and 2G0. If
we eliminate the non-integer quantization plateaus caused by
spin polarization and defects, our contact is transparent with T ¼
1. The conduction step very close to �0.7G0 also shows the
transparency of the contacts because this can only be achieved if
the contact is transparent to the hole carrier.8 Therefore, our Ni
contacts provide a transparent contact to the hole gas without the
need for annealing the devices.

Although we do not measure the plateau of conductance at
higher values ofG0 due to our data limitation with�2 V# Vg# 2 V
(higher values of G0 are useful to determine the maximum trans-
versemode value), we conclude that our Ge-core/a-Si nanowires are
This journal is © The Royal Society of Chemistry 2020
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Fig. 9 Conductance versus gate voltage at Vd ¼ �5 mV measured at
various temperatures. The x-axis has been shifted to the right for clarity
of comparison.
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a multi-mode ballistic conductor at low temperatures. This result
is distinct from that obtained in the Ge-core/crystalline Si-shell
study in which the characteristics of a single-mode ballistic
conductor with a maximum conductance plateau at 1G0 are
observed.8 In Fig. 8(b), as Vd varies further from 0 V (�2 mV to �6
mV), the plateaus of 1G0 and 2G0 are slightly shied upward. The
effect of the source-drain voltage on the upward shi of the curves
was also observed by other researchers in 1-D quantum wires as
well as in quantum point contacts (QPCs).24,25,29 The deviation from
the discrete value of G0 at high |Vd| is attributed to the sub-band
energy separation at the Fermi level approximately close to the
value of |Vd|.29 In our experiment, the conductance plateaus at 1G0

and 2G0 start to deviate upward aer |Vd| ¼ 2 mV. This suggests
that the sub-band energy separation in our Ge-core/a-Si nanowires
is between 2 and 4meV. The nite (non-zero) Vd also contributes to
the evolution of the “0.7 structure” approaching a value of �0.9G0

at |Vd| ¼ 10 mV.30 The quantization plateaus also become broad-
ened as we increase the temperature from 4.2 K to 50 K (the Vd is
kept constant at 5 mV) as shown in Fig. 9. This broadening is also
known as thermal smearing. Thermal smearing has been exten-
sively studied theoretically and experimentally in QPCs. The
underlying mechanism of this phenomenon is that at high
temperatures, the electron states at the lower sub-band are no
longer fully occupied because some electrons occupy the electron
states in the next sub-band with higher energy. This mechanism
leads to energy-averaging of the conductance with an effective
energy-averaging parameter DE ¼ 4kBT where T is the absolute
temperature at which the plateaus almost disappear and kB is the
Boltzmann constant.31,32 From Fig. 9, energy-averaging becomes
signicant above 7.5 K and the stepwise features almost disappear
at 10 K. These absolute temperatures correspond to energy-
averaging parameters between �2.6 meV and �3.5 meV, close to
the value of the estimated sub-band energy separation mentioned
above.
Conclusions

We have demonstrated a facile method for the synthesis of Ge-
core/a-Si shell nanowires with precise control over the shell
This journal is © The Royal Society of Chemistry 2020
thickness. Field effect transistors with a top gate structure
fabricated from Ge-core/a-Si shell exhibit p-channel depletion
mode characteristics as a result of the hole connement in the
quantum well formed between the Ge core and Si shell valence
band. The devices also exhibit excellent electrical properties
such as high transconductance, on-current and eld-effect hole
mobility. The gate delay or intrinsic device speed of Ge-core/a-Si
shell nanowire FETs is expected to be remarkably faster in the
short gate-length regime. Conductance quantization is
observed at discrete values of G0 at low temperatures showing
that the Ge-core/a-Si nanowires are multi-mode ballistic
conductors with a mean free path up to 500 nm in our experi-
ment. The “0.7 structure” suggests the occurrence of spin
polarization which can be observed if the contacts to the hole
carrier are transparent. Finally, the synthesis method presented
here can be used to produce high-quality Ge-core/Si-shell
nanowires for high-mobility devices. We expect that our
method can be applied to synthesize other nanowire hetero-
structure systems.
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