
Nanoscale
Advances

PAPER

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

8 
Ju

ne
 2

02
0.

 D
ow

nl
oa

de
d 

on
 1

/1
4/

20
26

 5
:1

7:
26

 A
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
View Journal  | View Issue
Enhancement of
aGraduate School of Science and T

Ikarashi-2-nocho, Nishi-ku, Niigata 950-218

ac.jp
bDepartment of Chemistry and Center of

(PERCH-CIC), Faculty of Science, Chiang

Thailand. E-mail: kontad.ounnunkad@cmu
cCenter of Excellence for Innovation in C

Excellence in Materials Science and Techn

Development of Health Promoting Product

University, Chiang Mai 50200, Thailand

† Electronic supplementary information
Schematic diagram of the OSC fabrica
a uorescence spectrum of a green-AuQ
AuQD-loaded OSCs under illumination w
OSCs were illuminated at the n
photon-to-current efficiency (IPCE) spectr
under the irradiation of a non-polarized
of the P3HT:PCBM lm cast on glass s
imprinted P3HT:PCBM lm recorded w
XRD scanning plane. Reectivity curves
DOI: 10.1039/d0na00169d

‡ Present Addresses: Advanced Research
8-15-1 Todoroki, Setagaya-ku, Tokyo 158-0

Cite this: Nanoscale Adv., 2020, 2,
2950

Received 28th February 2020
Accepted 7th May 2020

DOI: 10.1039/d0na00169d

rsc.li/nanoscale-advances

2950 | Nanoscale Adv., 2020, 2, 295
organic solar cell performance by
incorporating gold quantum dots (AuQDs) on
a plasmonic grating†

Sopit Phetsang,ab Supeera Nootchanat,a Chutiparn Lertvachirapaiboon, a

Ryousuke Ishikawa,‡a Kazunari Shinbo,a Keizo Kato,a Pitchaya Mungkornasawakul,b

Kontad Ounnunkad*bc and Akira Baba *a

The incorporation of metallic nanoobjects into devices allows to increase light harvesting, which increases the

device performance. In this study, we used a combination of gold quantum dots and grating-coupled surface

plasmon resonance (GCSPR) to improve the performance of organic solar cells (OSCs) with a poly(3-

hexylthiophene-2,5-diyl) (P3HT):[6,6]-phenyl C61 butyric acid methyl ester (PCBM) photoactive layer. Gold

quantum dots with a green fluorescent color (green-AuQD) were loaded into a hole transport layer (HTL)

aiming to harvest photons in the UV region and emit visible light into the neighboring photoactive layer.

Meanwhile, plasmonic grating structures, which were created on the photoactive layer surfaces via the

nanoimprinting technique, provided an enhancement effect through light scattering and GCSPR. Thus, an

excellent enhancement of OSC efficiency with a significant increase in short circuit photocurrent (JSC) and

power conversion efficiency (PCE) in comparison to that of the reference cell was achieved. The fabricated

device provides a JSC value as high as 8.41 mA cm�2 (a 14.11% enhancement) and a PCE value of 3.91% (a

19.57% enhancement). The systematic study clearly reveals that the remarkable enhancement of OSC

efficiency is achieved by incorporating both AuQD and plasmonic grating.
Introduction

Currently, the use of alternative energy sources has become
more attractive owing to the increasing need for energy
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a renewable free energy that can be harvested and converted to
electricity by solar cells. Different from conventional silicon
solar cells, organic solar cells (OSCs) offer unique advantages
including low cost, simple fabrication, exibility, and low
weight.1–4 Although OSCs have a good photoelectric conversion
efficiency, the diffusion length of the photogenerated excitons
in the photoactive layer is relatively short (typically 10 nm). This
limits the thickness of the photoactive layer to the typical range
of 100–200 nm, which results in the insufficient optical
absorption with a consequent low photocurrent generation.3,5–7

An increase in the photoactive layer thickness may improve the
light absorption but induces the recombination of free charge
carriers in the OSCs, which lowers the photoelectric conversion
efficiency.2,5,6 Therefore, the integration of nanoobjects in OSCs
aiming to enhance the broadband light absorption is a prom-
ising OSC design concept, which may increase the OSC effi-
ciency without increasing the photoactive layer thickness.

The use of plasmonic nanoobjects can improve light trap-
ping in OSC devices.8–12 Periodic metallic nanostructures
generate the propagating surface plasmons, which enhance the
optical absorption in OSCs.2,3,11,13–16 Grating-coupled surface
plasmon resonance (GCSPR) has also enhanced the efficiency of
solar cells with a remarkable improvement in photocur-
rent.5,17–20 Meanwhile, the loading of plasmonic nanoparticles
into the hole transport layer (HTL) or the photoactive layers of
OSCs improves the light absorption in the visible range, which
This journal is © The Royal Society of Chemistry 2020
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is inuenced by the localized surface plasmon resonance
(LSPR).10,21–26 Gold nanoparticles (AuNPs) are plasmonic nano-
objects that are widely used to improve the OSC perfor-
mance.27–32 The scattered photons travel over long distances
inside the photoactive layer, while the LSPR induces an
enhanced electromagnetic eld that can improve photoelectric
conversion.28 Because the LSPR of metal nanoparticles depends
on their geometry, AuNPs with different shapes and sizes were
carefully selected to generate intrinsic absorption when the
LSPR band was located in the weak absorption region of the
photoactive layer (to broaden the absorption spectrum) or at the
strong absorption wavelength of the photoactive layer (to
increase the absorption cross-section).1,6,28,33 Nevertheless,
AuNPs do not easily oxidize and are very stable in the OSC
devices.6,23,34–36 The incorporation of a dual metallic nano-
structure has been also utilized to enhance the performance of
OSCs.2,23,24,35,37–39 When the size of gold particles is very small
(less than 2 nm), they are called gold quantum dots (AuQDs) or
gold nanoclusters. AuQDs do not have LSPR and exhibit elec-
tronic transitions that enable UV light absorption and uores-
cence emission in the visible region.40–43 The shi in the
uorescence emission wavelengths of AuQDs is inuenced by
quantum connement effects.44–46 An increase in the cluster size
induces the redshi of uorescence emission wavelengths.
Recently, there have been several studies that used AuQDs to
improve the performance of photovoltaics. AuQDs have been
used as effective photosensitizers in dye-sensitized solar
cells.40,47–49 We also used AuQDs to improve the OSC perfor-
mance with an improved power conversion efficiency (PCE) of
up to 13%.50,51 To our knowledge, although AuQDs have already
been used in photovoltaic applications, there are no reports on
the effect of the AuQD-grating-coupled-plasmon hybrid system
on the photoelectric conversion.

In this study, we investigated the novel design concept to
enhance the performance of OSCs by incorporating AuQDs and
metallic grating nanostructures. Gold quantum dots with green
uorescence (green-AuQDs) were directly introduced into the
HTL, while the plasmonic grating was directly created on the
surface of the photoactive layer. The fabricated OSCs exhibit an
improved optical absorption in both UV and NIR regions owing
to the absorption of green-AuQDs and GCSPR excitation of the
plasmonic grating. Green-AuQDs act as a photosensitizer by
harvesting high energy photons in the UV region followed by the
emission of visible light into the neighboring photoactive layer.
Meanwhile, the metal grating provides the enhancement effect
through the scattering and plasmonic effect. The incorporation
of AuQDs and plasmonic grating improves the PCE up to
19.57%. The synergetic effect between green-AuQDs and
metallic grating nanostructures on the enhancement of OSC
performance was systematically investigated.

Experimental
Chemicals and materials

Poly(3-hexylthiophene-2,5-diyl) (P3HT), (6,6)-phenyl C61 butyric
acid methyl ester (PCBM), 1,2-dichlorobenzene, and nitric acid
(HNO3) were purchased from Sigma-Aldrich. An aqueous
This journal is © The Royal Society of Chemistry 2020
dispersion of poly(3,4-
ethylenedioxythiophene):poly(styrenesulfonate) (PEDOT:PSS,
Clevios™ HTL Solar) was purchased from Heraeus Deutschland
GmbH & Co. KG. Pepsin-stabilized AuQDs with a green uores-
cence color [green-AuQDs (13 Au atoms)] were purchased from
Dai Nippon Toryo Co., Ltd. An indium tin oxide (ITO)-coated glass
substrate (surface resistivity ¼ 10 U cm�2) was purchased from
Furuuchi chemical Co. Polydimethylsiloxane (PDMS, SYLGARD®
184) and its curing agent were purchased from Dow Corning
Toray Co., Ltd.

Preparation of the PDMS mold

Blu-ray Disc recordable (BD-R) was utilized as a master template
of periodic grating for nanoimprinting. To prepare a PDMS
mold, BD-R was cut into a small rectangular piece (2.5 cm � 4.0
cm) and immersed in concentrated HNO3 for 20 min to remove
the metal coating from BD-R. Then, the BD-R substrate was
sequentially cleaned with a liquid detergent, tap water, and
twice with deionized water in an ultrasonic bath (15 min for
each step). Aer drying the cleaned BD-R with an N2 stream,
a liquid mixture of PDMS and its cutting agent were cast on the
cleaned BD-R grating substrates. Aer removing air bubbles in
a vacuum chamber, PDMS was cured at 80 �C for 3 h. Finally, the
PDMS mold with negative BD-R patterns was obtained.

Fabrication of organic solar cells

The solution of green-AuQDs (0.003 mM) was loaded into the
PEDOT : PSS solution with a ratio of 1 : 6 v/v and sonicated for
1 h. The fabrication of a green-AuQD/BD-R OSC device was
performed according to our previously reported procedures5,50

with modications. In general, the patterned ITO substrates
were treated with UV ozone for 20min to improve the wettability
of the surface. The solution of green-AuQD-loaded PEDOT:PSS
was spin coated on the ITO substrate at 1000 rpm for 90 s, and
the substrate was subsequently annealed at 120 �C for 30 min to
produce a green-AuQD-loaded PEDOT:PSS lm with a thickness
of �80 nm (Fig. S1†). Then, the blended polymer solution
(P3HT:PCBM, 27 mg mL�1 in 1,2-dichlorobenzene, weight ratio
of 1 : 0.8) was applied onto the green-AuQD-loaded PEDOT:PSS
layer by spin coating at 1000 rpm for 10 s and at 1500 rpm for
60 s. The thickness of the photoactive layer was �100 nm
(Fig. S2†). Then, the nanoimprinting process was conducted to
create the BD-R grating pattern on the photoactive layer
surface.5 Aer cooling down the substrate to room temperature,
the PDMS mold was peeled off. A 150 nm-thick aluminum lm
was deposited onto the photoactive layer by thermal evapora-
tion, followed by annealing at 150 �C for 45 min in a vacuum
chamber for further characterization. The schematic diagrams
of the fabricated green-AuQD/BD-R OSC device and the fabri-
cation process are shown in Fig. 1 and S3,† respectively.

Characterization

The surface morphology and thickness of the fabricated lm
were measured using atomic force microscopy (AFM, SPM-9600
Shimadzu). The electrical properties of the fabricated OSCs
were characterized using a precision source/measure unit
Nanoscale Adv., 2020, 2, 2950–2957 | 2951
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Fig. 1 Schematic diagram of the fabricated green-AuQD/grating
structured OSC device.

Fig. 2 AFM images of the HTL films prepared from (a) PEDOT:PSS and
(b) green-AuQD-loaded PEDOT:PSS. The white circles in (b) indicate
the domains of aggregated green-AuQDs. AFM images of the (c) flat
and (d) BD-R imprinted photoactive layers. (e) and (f) AFM line profiles
that correspond to lines 1–2 and 3–4 in (f), respectively.
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(B2901A, Agilent) and a potentiostat (PARSTAT 4000, Princeton
Applied Research) under the irradiation of a solar simulator (75
mW cm�2, HAL-C100, Asahi Spectra, USA Inc.). The optical
properties of fabricated OSCs measured in the reection mode
were recorded by using a homemade reectometer that was
made using a halogen light source (HL-2000, Ocean Optics,
Inc.), a motorized rotating stage, and a UV-VIS spectrometer
(USB200-TR, Ocean Optics, Inc.).

Results and discussion

AuQDs absorb photons with a wavelength shorter than 400 nm
and emit visible light. Depending on the number of gold atoms
in the nanoclusters,44 green-AuQDs emit uorescent light at
a wavelength of 520 nm, which matches the strong absorption
region of the photoactive layer of P3HT:PCBM (Fig. S4†).50,52 Of
note, P3HT:PCBM has considerably weaker absorption and
photoelectric conversion properties in the UV range than those
in the visible range. Thus, green-AuQDs were employed as
a photosensitizer to harvest the irradiated photons in the UV
region and improve the OSC performance by the emission of
visible light.

In the fabricated OSCs, green-AuQDs were loaded into
a liquid dispersion of PEDOT:PSS. The uorescence emission of
green-AuQDs in the mixture was easily monitored under UV
light illumination (Fig. S5†). This implies that the uorescence
properties of AuQDs remain even aer the AuQDs were loaded
into the PEDOT:PSS medium. Aer the deposition of a HTL on
the ITO electrode by spin coating, the surface morphology of the
HTL with AuQDs was observed by AFM. Fig. 2(a) and (b) show
that the HTL formed from PEDOT:PSS exhibits a at surface,
while the surfaces of the HTL lms prepared from AuQD-loaded
PEDOT:PSS contained small domains (�0.25 nm in height) of
aggregated AuQDs, as observed in the previous report.50 Using
an appropriate loading amount, the AuQD particles can be
homogenously blended into the HTL lm. However, during the
spin coating, the rapid evaporation of the solvent induced the
agglomeration of dispersed particles, which le aggregated
small domains of AuQDs on the surface of the HTL lm.

In plasmonic OSCs, the introduction of nanostructures (e.g.,
nanopillars, honeycomb lattice, and periodic grating) on the
surfaces of the active layer can increase the trapped light inside
the OSC devices.5,9,16–18,53 We created the photoactive layer using
the BD-R grating structures. Aer spin coating a polymer blend
(P3HT:PCBM) on the surface of the HTL lm, the BD-R grating
pattern was created using capillary-assisted nanoimprinting. In
2952 | Nanoscale Adv., 2020, 2, 2950–2957
this method, PDMS with a negative grating pattern was placed
on the surface of the photoactive layer. The residual solvent,
which is le in the lm, and the thermal annealing at
a temperature higher than Tg of the blend (100 �C) are the key
parameters to promote the viscous state of the polymers, which
facilitates the ow of viscous polymers into the grating grooves,
which is driven by the capillary force.5,53 Fig. 2(c) and (d) clearly
show that the BD-R grating pattern was completely transferred
onto the photoactive layer. The grating height and pitch on the
imprinted surfaces were �32 and �320 nm (Fig. 2(e) and (f)),
respectively. When the aluminum lm was deposited on the
photoactive layer, the corrugated nanopatterns were retained,
which allowed to form a plasmonic grating located at the
aluminum/photoactive layer interface of the OSC device, which
consisted of an ITO/green-AuQD:PEDOT:PSS/P3HT:PCBM/Al
grating structure. The grating structure of aluminum was
conrmed by the AFM image of the aluminum surface
(Fig. S6†).

The optical activities of fabricated OSCs were investigated.
To conrm the excitation of GCSPR in OSCs, the reection
spectra of OSCs at various incident angles (20–60�) were recor-
ded under the illumination of p-polarized (p-pol) white light, as
shown in Fig. 3. Compared to the at OSC, the improvement in
the optical absorption due to light scattering was observed in
the devices containing green-AuQDs and a BD-R grating.
Furthermore, an additional optical absorption from GCSPR in
the range of 650–800 nm was observed in the devices with BD-R.
The results conrm that surface plasmons can be excited with
a p-pol light irradiation in this conguration (i.e., the 1D grating
direction is perpendicularly aligned).
This journal is © The Royal Society of Chemistry 2020
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Fig. 3 Reflectivity curves of (a) flat and (b) green-AuQD/BD-R OSCs.
The reflectivity curves were recorded at various incident angles under
p-pol light illumination.
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The OSC performance was investigated under the illumina-
tion of a non-polarized light with an intensity of 75 mW cm�2.
The J–V properties and electrical parameters of the fabricated
devices are shown in Fig. 4 and Table 1, respectively. The at
OSC (reference cell) exhibits the values of short circuit photo-
current (JSC), open circuit voltage (VOC), ll factor (FF), and
Fig. 4 J–V characteristics of the fabricated OSCs under illumination
with an intensity of 75 mW cm�2. The OSCs were illuminated at the
normal incidence angle.

Table 1 Electrical parameters of the fabricated OSCs under illumination
normal incidence angle

Devices

Electrical parameters

JSC (mA cm�2) VOC (V)

Flat OSC 7.37 � 0.08 0.61
Green-AuQD OSC 7.83 � 0.07 0.62
BD-R OSC 7.89 � 0.05 0.63
Green-AuQD/BD-R OSC 8.41 � 0.11 0.62

This journal is © The Royal Society of Chemistry 2020
efficiency (h) of 7.37 mA cm�2, 0.61 V, 0.54%, and 3.27%,
respectively. Compared to the values of the reference cell, the
OSC containing green-AuQDs in the HTL (green-AuQD OSC)
exhibits better OSC performance. The presence of green-AuQDs
provides a considerable improvement in JSC and h from 7.37 to
7.83 mA.cm�2 and 3.27 to 3.54%, respectively, which results in
the efficiency enhancement of 8.26%. The value of VOC did not
signicantly change. These results correspond well with those
in the previous report.50 In the case of green-AuQD OSC, the
loaded green-AuQDs in the HTL absorb high energy photons in
the UV region and emit visible light into the neighboring pho-
toactive layer.49 In addition, by matching the uorescence
emission maximum of the loaded AuQDs to the absorption
maximum wavelength of the photoactive layer, it is possible to
achieve a considerable enhancement. As shown in Fig. S7 and
Table S1,† when the AuQDs with blue (blue-AuQDs, Au5 and
Au8; 5 and 8 Au atoms) and red uorescence color (red-AuQDs,
Au25; 25 Au atoms) were loaded into the HTL layer of the OSC,
a lower performance enhancement was observed compared to
that of green-AuQDs (Au13; 13 Au atoms). This observation is
attributed to the uorescence emission maximum of blue- and
red-AuQDs matching the absorption maximum wavelength of
P3HT:PCBM.51

A further improvement in the OSC performance was
observed in the grating structured OSCs. The integration of
a plasmonic grating into the OSCs increased the values of JSC,
FF, and IPCE to 7.89 mA.cm�2, 0.54%, and 3.61%, respectively,
which resulted in the performance enhancement of 10.40%.
Compared to that of AuQDs, a plasmonic BD-R grating provides
a better enhancement in OSCs, Table 1. When a plasmonic
grating is created on the surface of a photoactive layer, light
scattering at the grating surface increases the effective light
traveling path of incident photons in the photoactive layer.
Meanwhile, GCSPR enhances the production of photo gener-
ated excitons.5,17,18 Thus, a 10.40% improvement in the OSC
performance was achieved. We further investigated the use of
green-AuQDs and a plasmonic BD-R grating to create a multiple
enhancement effect in OSCs. As shown in Fig. 3 and Table 1, the
green-AuQD/BD-R OSC provided a promising enhancement
effect on OSCs. The green-AuQD/BD-R OSC produced JSC, FF,
and IPCE values of 8.41 mA cm�2, 0.55%, and 3.91%, respec-
tively. The utilization of green-AuQD and plasmonic BD-R
produced an improvement of 19.57%.

To obtain better insight into how green-AuQDs and a plas-
monic grating enhance JSC and the efficiency of fabricated
devices, we evaluated the incident photon-to-current efficiency
with an intensity of 75 mW cm�2. The OSCs were illuminated at the

FF (%) IPCE (%) IPCE enhancement (%)

0.54 3.27 � 0.03 —
0.54 3.54 � 0.04 8.26
0.54 3.61 � 0.02 10.40
0.55 3.91 � 0.04 19.57

Nanoscale Adv., 2020, 2, 2950–2957 | 2953
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(IPCE) characterization (Fig. S8†). The incorporation of green-
AuQD and plasmonic BD-R produce better IPCE enhancement
than those of green-AuQD and BD-R OSCs. The IPCE enhance-
ment factors were obtained by dividing the IPCE values of the
green-AuQD-plasmonic grating OSC by the IPCE values of the
reference solar cell, and were plotted against the incident light
wavelength from 380 nm to 900 nm at various incident angles,
as shown in Fig. 5. In this plot, the IPCE enhancement with
a value greater than one indicates the improvement in IPCE
compared to that of the reference OSC. For the green-AuQD OSC
[Fig. 5(a)], the photovoltaic devices clearly exhibited an
enhancement in IPCE over a wide wavelength range. The
improvement in IPCE at 380–450 nm is attributed to the effect
of green-AuQDs, which act as a photosensitizer harvesting
photons in UV and near UV regions. Meanwhile, the green-
AuQD particles can also scatter the incident light, which leads
to the enhancement of IPCE over a wide wavelength range from
450 to 900 nm.

Plasmonic grating enhances the performance by light scat-
tering and GCSPR, as shown in Fig. 5(b).5 An IPCE improvement
Fig. 5 IPCE enhancement spectra of green-AuQD/BD-R OSCs under
the irradiation of non-polarized light at various angles of incidence. (a)
Green-AuQDs OSC, (b) BD-R OSC and (c) green-AuQD/BD-R OSC.

2954 | Nanoscale Adv., 2020, 2, 2950–2957
via light scattering was observed for the wavelength range of
380–650 nm, while the GCSPR provided an IPCE enhancement
at a wavelength longer than 650 nm. By changing incident
angles, the IPCE enhancement peak is tuned in the region of
650–800 nm. Because the enhancement peak wavelength
corresponds to the GCSPR excitation peak wavelength, this
result indicates that the GC-SPR indeed enhances the ICPE. In
addition, thermal annealing and nanoimprinting with appro-
priate nanostructures can affect the P3HT chain alignment and
the performance of photovoltaic devices.54–56 Fig. S9† shows that
the as-cast P3HT:PCBM lm exhibits a weak XRD peak at 5.35�,
which is attributed to the (100) reection of P3HT.57 Aer
thermal annealing, the reection peak at 5.35� increased, which
indicates a well-organized polymer chain with an a-axis orien-
tation. However, XRD characterization suggests that nano-
imprinting did not provide a signicant change in the P3HT
chain alignment (Fig. S9 and S10†). Thus, the improvement in
the OSC performance observed in the BD-R OSC is attributed to
the optical effect of the plasmonic BD-R grating.

The incorporation of green-AuQD and a plasmonic BD-R
provides the best IPCE enhancement compared to that using
green-AuQD and BD-R OSCs. As shown in Fig. 5(c), green-AuQDs
improve photon absorption at 380–450 nm.46,50 The enhance-
ment effect owing to the strong light scattering by the BD-R
grating and green-AuQD particles was observed for the wave-
length range of 380–650 nm. The GCSPR effect from the BD-R
grating produced an IPCE enhancement at the wavelengths
longer than 650 nm.11 The IPCE enhancement peak is tuned by
changing the angle of incidence, indicating that the IPCE
enhancement wavelength depends on the GCSPR excitation
wavelength.

The analysis of the charge transport resistance and the
kinetics of the electron transfer of the fabricated devices were
further investigated using electrochemical impedance spec-
troscopy. Fig. 6(a) shows the Nyquist plots of the fabricated
OSCs, which exhibit the same semicircular characteristic for all
devices. The series resistance (Rs) represents the resistive losses
in ITO and PEDOT:PSS.4,36 The results show that the Rs values of
the devices containing green-AuQDs and grating are not
signicantly different from those of the at OSC. Interestingly,
a lower charge transfer resistance (Rct) was observed in the OSCs
with green-AuQDs and a plasmonic grating structure. While the
at OSC has the Rct value of 10.4 U, the green-AuQD, BD-R, and
green-AuQD/BD-R OSC exhibit lower Rct values of 8.4, 8.4, and
6.6U, respectively. The abovementioned results suggest that the
use of green-AuQDs and a plasmonic grating can enhance the
charge transfer in OSC. We further analyzed the characteristic
frequency peaks and calculated an average electron lifetime
(savg). Fig. 6(b) and Table S2† show the characteristic frequency
peaks of the Bode phase plots and calculated savg, respectively.
The results clearly demonstrate the insignicant difference in
the savg values in all devices. This implies that the use of green-
AuQDs and a plasmonic BD-R grating does not affect the elec-
tron lifetime. An improvement in the OSC performance
primarily originates from the enhancement in the photo-carrier
generation rather than from the extension of the electron
lifetime.
This journal is © The Royal Society of Chemistry 2020
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Fig. 6 (a) Nyquist plots and (b) Bode phase plots of the fabricated
OSCs. Electrochemical impedance spectroscopy (EIS) was performed
under illumination with an intensity of 75 mW cm�2. The inset in (a)
illustrates the equivalent circuit model of the fabricated OSC.

Fig. 7 (a) Fluorescence enhancement (p/s) spectra of G-AuQDs
deposited on a flat Al film and an Al-coated BD-R. (b) Fluorescence
enhancement (p/s) spectra of G-AuQDs deposited on a flat Al/
P3HT:PCBM film and an Al-coated BD-R/P3HT:PCBM film. The fluo-
rescence of G-AuQDs at 530 nmwas recorded under illumination with
a wavelength of 350–500 nm.
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As discussed above, the improvement in the OSC perfor-
mance was achieved when green-AuQDs and a plasmonic BD-R
grating were separately introduced into OSCs. Furthermore, the
combination of green-AuQDs and a plasmonic BD-R grating
results in an even greater enhancement in OSCs. When the
GCSPR is excited, a strong enhanced electric eld is generated
near the surface. The enhanced electric eld from the GCSPR
enhances the uorescence if the uorophore material is located
within the GCSPR evanescent eld.58 We also observed the
enhancement in the uorescence emission of green-AuQDs by
GCSPR of the plasmonic BD-R grating. As shown in Fig. 7(a), the
improvement in the uorescence emission of AuQDs was
observed only for the Al-coated BD-R substrate. The maximum
uorescence enhancement was observed at an angle of inci-
dence of 5� where the GCSPR excitation wavelength overlaps
with the absorption wavelength of green-AuQDs and gradually
disappears when the GCSPR excitation wavelength shis from
the absorption wavelength of green-AuQDs (Fig. 7(a), S4, and
S11†). However, in the case of green-AuQDs on P3HT:PCBM on
an Al grating [Fig. 7(b)], we did not observe the enhancement in
the uorescence emission originating from GCSPR. This result
is obtained because the green-AuQDs on P3HT:PCBM are
located far away from the surface of a plasmonic BD-R gating.
Nevertheless, the GCSPR peaks, which were obtained from
This journal is © The Royal Society of Chemistry 2020
OSCs with a BD-R grating, did not overlap with the absorption of
AuQDs. Thus, the enhancement effect observed for green-
AuQD/BD-R OSCs originated separately from green-AuQDs
and a plasmonic BD-R grating.
Conclusions

We used green-AuQDs and a plasmonic BD-R grating to
successfully improve the performance of OSCs. The combina-
tion of green-AuQDs and a plasmonic BD-R grating was intro-
duced for the rst time and produced a superior enhancement.
The insertion of green-AuQDs into the HTL resulted in an effi-
ciency improvement of 8.26%, while the use of plasmonic BD-R
resulted in a performance enhancement of up to 10.40%. Green-
AuQDs can absorb light in the UV region and emit visible light
into the neighboring active layer, which results in increased
light harvesting by OSCs. In addition, green-AuQDs in the HTL
can act as a scattering object trap for the incident light in the
photoactive layer. A plasmonic BD-R grating enhances the
optical absorption by light scattering and GCSPR. The combi-
nation of green-AuQDs and BD-R generate a considerable effi-
ciency improvement of 19.57%. Our investigation provides the
Nanoscale Adv., 2020, 2, 2950–2957 | 2955
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light manipulation strategy in OSCs using AuQDs and a plas-
monic grating. This approach is promising and can be used for
other related applications.
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