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Nanostructured amorphous gallium phosphide on
silica for nonlinear and ultrafast nanophotonics†
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Nanophotonics based on high refractive index dielectrics relies on

appreciable contrast between the indices of designed nanostructures

and their immediate surrounding, which can be achieved by the

growth of thin films on low-index substrates. Here we propose the

use of high index amorphous gallium phosphide (a-GaP), fabricated

by radio-frequency sputter deposition, on top of a low refractive

index glass substrate and thoroughly examine its nanophotonic

properties. Spectral ellipsometry of the amorphous material demon-

strates the optical properties to be considerably close to crystalline

gallium phosphide (c-GaP), with low-loss transparency for wave-

lengths longer than 650 nm. When nanostructured into nanopatches,

the second harmonic (SH) response of an individual a-GaP patch is

characterized to be more than two orders of magnitude larger than

the as-deposited unstructured film, with an anapole-like resonant

behavior. Numerical simulations are in good agreement with the

experimental results over a large spectral and geometrical range.

Furthermore, by studying individual a-GaP nanopatches through

non-degenerate pump–probe spectroscopy with sub-10 fs pulses,

we find a more than 5% ultrafast modulation of the reflectivity that is

accompanied by a slower decaying free carrier contribution, caused

by absorption. Our investigations reveal a potential for a-GaP as an

adequate inexpensive and CMOS-compatible material for nonlinear

nanophotonic applications as well as for photocatalysis.

Introduction

In recent years, all-dielectric nanostructures have been shown to
outperform well-studied and understood plasmonic nanoparticles

in a number of nanophotonic applications.1,2 In particular in
the optical regime – the visible and near infrared (IR) region of
the electromagnetic spectrum – semiconductors exhibit a
transparency that is only limited by the spectral position of
their electronic bandgap wavelength, while metals show strong
Ohmic losses and absorption due to the presence of free
carriers at all wavelengths. For nonlinear optics, this effectively
restricts the optically active region mainly to the surface while
Mie-like resonances in dielectric structures can spread the field
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New concepts
In the search for new and promising dielectrics for nonlinear nanopho-
tonics, the refractive index contrast between the material and the sur-
rounding medium is arguably next to loss the most important aspect, as it
enables judicious modal design of the cavity response. In this work we
propose the deposition of amorphous gallium phosphide thin films at a
CMOS compatible temperature and demonstrate linear and nonlinear
optical properties that are comparable to that of crystalline structure of
the material. We measure a nonzero and only marginally smaller SHG than
from the bulk crystal and we can resonantly enhance SHG by more than
two orders than magnitude via nanostructuring. Further investigations
with sub-10 fs pulses reveal an ultrafast modulation of the reflectivity by
more than 5% with a slow decaying free carrier contribution that is caused
by absorption. This is a significant difference to the reported, pure ultrafast
response of crystalline GaP and suggests the amorphous variant as a
promising candidate for photocatalytic applications on the nanoscale.
Altogether, our investigations reveal a new alternative to crystalline GaP
that eliminates disadvantages of on-wafer fabrication techniques by being
inexpensive, easy and flexible to deposit on any substrate of choice.
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over the entire volume.3 This property has already been
employed to successfully explore second4–8 and third9–11 har-
monic generation as well as frequency mixing12,13 with dielec-
tric nanoparticles, exceeding the achieved efficiencies of
comparable plasmonic systems. Furthermore, the lack
of linear absorption reduces photon–electron interactions
and thus promotes all-dielectric structures as a platform
for non-destructive all-optical switching, sensing and data
processing,14–19 in particular at high powers above the damage
threshold of plasmonic metals.

Most of these studies are based on the excitation of electro-
magnetic resonant modes that confine the electric and/or
magnetic fields in dielectric nano-resonators, thus boosting
the intrinsically low efficiency of nonlinear effects.20 To achieve
this, a strong refractive index contrast between the dielectric
material and the surrounding medium is needed, leading to
a research focus on high refractive index materials such as

AlGaAs,7,21–23 Ge9,10,24 and Si.8,15,17 Among this class of materi-
als, one of the most promising is gallium phosphide (GaP),
with previously reported efficient second harmonic generation
(SHG),4,25–27 all-optical switching14 and integrated wave-
guides,28 capable of covering almost the entire visible range
with negligible losses. However, the investigated GaP nanos-
tructures were mostly limited to expensive on-wafer fabrication
techniques leading to an identical high refractive index sub-
strate, and thus restricting the optical contrast in one direction.

In this work, we demonstrate the deposition and nanostruc-
turing of a high refractive index film of amorphous GaP on top
of a low refractive index glass substrate at a CMOS compatible
temperature (B250 1C) and characterize its intrinsic and reso-
nant nonlinear optical response using SHG and ultrafast
pump–probe spectroscopy. We analyze the dependence of the
nonlinear signals on the incident polarization and perform
numerical simulations that are in good agreement with our

Fig. 1 High resolution XPS measurement of (a) the Ga 2p3/2 region and (b) the P 2p peak for the as deposited a-GaP film (green) and the c-GaP wafer
(red). The black dashed line represents a peak fitting with the background shown by the brown solid line. (c) XRD measurements of the [100] c-GaP wafer
(red) and a-GaP film (red). The wafer shows a crystalline pattern with the (200) and (400) orientations indicated. (d) and (e) Ellipsometry data of the c-GaP
wafer (red) and the a-GaP film (green), with (d) the real and (e) the imaginary part of the dielectric function e. Inset: Optical image of the c-GaP wafer and
the a-GaP film, taken under identical illumination.
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experimental findings. Our studies suggest sputtered amor-
phous GaP as a promising and flexible candidate for nonlinear
and ultrafast nanophotonics, which comprises the low-cost and
the high-accessibility high-performance beyond conventional
c-GaP on-wafer techniques.

Results and discussion

A GaP film was first sputtered on top of a glass substrate,
followed by two dry etching steps to define dielectric nano-
patches of different sizes using gold and silicon dioxide as hard
masks. The desired design was transferred to the sample using
a standard electron beam lithography (EBL) procedure with
PMMA as photoresist (refer to Methods for fabrication details).
To characterize the composition of the as-deposited, uncapped
film, we performed X-ray photoelectron spectroscopy (XPS)
measurements, with the Ga 2p and P 2p core level peaks shown
in Fig. 1a and b, respectively (green lines). As a reference, a
commercial double side polished wafer of intrinsic c-GaP
(Institute of Electronic Materials Technology, Warsaw) was
used, shown in red. The measurements exhibit nearly identical
features and are in very good agreement with each other and
with literature values.29,30 Due to the presence of a low energy
satellite feature in the P 2p region (Fig. 1b), direct quantitative
analysis of the Ga : P elemental ratio was not possible.
To overcome this, the intensity ratio of the Ga–P components
from the Ga 2p3/2 region to the P 2p region was compared
between the sputtered film and reference sample, which pos-
sesses a known stoichiometric composition. The intensity ratio
for the a-GaP is within 5% of that from the c-GaP wafer which is
near the error limits of this method, thus confirming that the
deposited material is stoichiometric GaP. Furthermore, the XPS
survey spectra (ESI†) from the c-GaP reference and the sput-
tered a-GaP film are nearly identical, with no additional impur-
ity elements observed for the sputtered material. To further
prove the amorphous structure of the sputtered film, we
performed X-ray diffraction (XRD) and compared it again to

the [100] oriented wafer, shown in Fig. 1c. As expected, the
latter exhibits clear peaks in the diffraction pattern that corre-
spond to the (200) and (400) orientations, in excellent agree-
ment with literature values.31,32 In contrast, the a-GaP film
shows a weaker and broad response without any clear feature or
pronounced peak. Such pattern can be attributed to an amor-
phous structure without long-range order.33 The full XRD
patterns of wafer and film can be found in the ESI.† Further,
to study the optical quality of the amorphous film, we investi-
gated its linear optical properties through spectral ellipsometry.
We determined the complex permittivity e, with real and
imaginary parts shown in Fig. 1d and e (green curves), respec-
tively, and compared it to the results of the crystalline wafer
(red curves). In good agreement with band structure
calculations,34 the c-GaP sample has an imaginary part of
e that is only nonzero for wavelengths shorter than the direct
bandgap at 450 nm while being effectively lossless for the
remaining extent of the spectrum. In the case of the amorphous
film, the absorption edge is red-shifted towards 650 nm, which
can be explained by increased impurity-assisted electron transi-
tions in the defect-rich amorphous structure. Nevertheless, the
sputtered a-GaP is transparent for part of the visible and all of
the near IR spectrum with an extinction coefficient that is lower
than that for other common semiconductors such as Ge or
GaAs (a comparison of the materials can be found in the ESI†).
The measured difference in the optical constants between the
a-GaP film and the c-GaP wafer results in a darker orange
appearance of the former, visible in the optical image in the
inset of Fig. 1d. However, the determined values of the real part
of e are close to c-GaP for most of the investigated spectral
range (500 nm–1.5 mm), leading to a refractive index n0 = ORe(e)
larger than 3.

Next, we investigated the second-order response of the a-GaP
film through SHG measurements at a pump wavelength of
1120 nm (see Methods for nonlinear characterization specifics).
As shown in Fig. 2a, a second harmonic response at the
expected wavelength of 560 nm is observed for the a-GaP film
(green curve). Comparing the magnitude of the signal to a

Fig. 2 (a) Spectral SHG response at a fundamental wavelength of 1120 nm and 10.2 mW mm�2 average pump power for the c-GaP wafer (red), a-GaP
film (green) and a single a-GaP nanopatch (blue). Inset: Sketch of the SHG measurement of a GaP nanopatch on glass substrate. (b) Power dependence
for the c-GaP wafer and a-GaP film at double logarithmic scale. The dashed lines represent a fitting to a linear model resulting in the indicated slopes.
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reference measurement with the c-GaP wafer (red curve)
indicates an effective second-order susceptibility w(2) that is
smaller for the amorphous film by a factor o2. As shown in
Fig. 2b, this trend is confirmed over a wide range of excitation
power densities of 0–102 mW mm�2. A linear fit in double
logarithmic scale leads to the expected slopes close to 2,
confirming the second-order nature of the process.

To enhance the nonlinear response of the as-deposited
a-GaP film, an array of etched nanopatches with a fixed height
of 260 nm was investigated. A scanning electron microscope
(SEM) image of the fabricated structures is shown in Fig. 3a,
where patches with widths and lengths varying from 100 nm to
1000 nm can be observed (see ESI† for more details on the
fabricated array). In particular, the SHG signals from two
patches with dimensions of 675 nm � 375 nm and 900 nm �
450 nm, in the following referred as patch 1 and patch 2,
respectively, were measured individually. Remarkably, a com-
parison of patch 1 with the bare film at a pump wavelength of
1120 nm results in an enhancement of the SHG signal by more
than two orders of magnitude, as it can be seen in Fig. 2a. This
is about one order of magnitude lower than for c-Gap, where

SHG enhancement by more than three orders of magnitude by
nanostructuring was reported.4 Reasons for this discrepancy
could be the difference in the nonlinear susceptibility w(2) or
SHG self-absorption, which naturally limits the SHG emission.
Further, we studied the second harmonic response of the two
nanopatches over a spectral excitation range of 1000–1400 nm
at a constant pump power density of 10.2 mW mm�2. This leads
to clear SHG peaks for 1120 nm and 1250 nm excitation
wavelength for patch 1 and patch 2, respectively, as shown in
Fig. 3b (top panels). To gain a better understanding of this
resonant behavior, numerical simulations were carried out,
using the finite difference time domain (FDTD) method (see
Methods for simulation details). We started by calculating the
square of the normalized electric energy stored inside the

nanoantenna WV
2, defined by WV ¼ n2

ÐdV
V

E2

E0
2

(see bottom

panels in Fig. 3b), with V being the volume of the nanopatch.
As SHG depends on the square of the incident light intensity,
WV

2 can be regarded as the effective excitation power of the
conversion process. In Fig. 3b we can see a very good agreement
between the calculated curve and the experimentally measured

Fig. 3 (a) SEM image of the fabricated a-GaP nanopatch array. The red arrow indicates the pump polarization of the SHG measurements. Scale bar:
10 mm. Inset: Single 1000 nm � 1000 nm patch, tilted by 451. Scale bar: 200 nm. (b) Experimental spectral SHG response for patch 1 and patch 2 (top) and
corresponding numerical WV

2 values (bottom). The inset shows the fundamental near field distribution of the electric (E) and magnetic (H) field for the
respective maximum wavelengths indicated. Multipole decomposition for (c) patch 1 and (d) patch 2. Included are the first three orders, namely electric/
magnetic dipole (ED/MD), quadrupole (EQ/MQ) and octupole (EO/MO). The black solid line represents the simulated total scattering cross section.
The dashed lines mark the wavelengths showing maximum SHG.
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spectral dependence of SHG. The deviation of the peak widths
can be attributed to the conversion process itself and emission
directionality which were not considered in the numerical
analysis. Further simulations including a multipole decompo-
sition, as shown in Fig. 3c and d, reveal that the observed peaks
in the electric energy are accompanied by a dip in the total
scattering (black curves), leading to the respective electric and
magnetic field distributions included in Fig. 3b. Such a beha-
vior can be attributed to non-radiating, anapole-like excitations
in the nanopatches, that are known to strongly enhance the
electric energy.35,36

To verify our findings on a larger scale, the SHG signal of the
entire nanopatch array (accounting for a total of 1369 nanoan-
tennas) was monitored at a pump wavelength of 1120 nm, with
the resulting SHG map shown in Fig. 4a. As expected, the
generated signal depends strongly on the nanopatch dimen-
sions, with the strongest signal occurring around the location
of patch 1.

Even more, we find that the orientation of the patches with
respect to the incident polarization plays an important role.
While specific antennas that are orientated parallel to the
fundamental beam generate the strongest signal, their rotated
counterparts appear as almost inert. This behavior is confirmed
by a measurement of the same array, but with opposite
(vertical) polarization (see ESI†), where all features appear at
the corresponding mirrored positions. As for the single patches
in Fig. 3, the simulation of WV

2 in Fig. 4b shows a good
agreement with the measured SHG signal over a large region
of the nanopatch array. Especially close to the position of
patch 1, computational results and experiment are in very good
agreement, with numerical calculations accurately describing
most features visible in the measurement, even for the smallest
patches. The observed small deviations between experiment
and theory can be attributed to effects such as emission
directionality or SHG self-absorption, which were not consid-
ered in the calculations. The fact that the latter scales with the
volume of the nanopatches, explains the greater deviation for
larger structures. To ensure the reproducibility at a different

wavelength, an identical measurement for a pump wavelength
of 1020 nm can be found in the ESI.† As expected for a shorter
wavelength, the strongest responses appear shifted towards
smaller antennas, also in good agreement with the corres-
ponding simulations.

We now turn our attention to the ultrafast response of the
sputtered GaP nanopatches, characterized through nondegene-
rate pump–probe spectroscopy using sub-10 fs laser pulses in
the 600–1000 nm wavelength range (refer to Methods for
experimental details). Fig. 5a shows the measured differential
reflectivity �DR/R for a square patch pumped (probed) with a
750–1000 nm (600–750 nm) wavelength beam. At the temporal
pump–probe overlap position (t = 0 fs), the nanoantenna
exhibits a maximum differential reflectivity value of 5.6% at a
probe wavelength of 690 nm, which decreases towards shorter
wavelengths. Over the measured spectral range, the response is
dominated by a slow decaying modulation that is commonly
attributed to free carriers,37 excited by two-photon absorption.
However, for a probe wavelength around 675 nm, this slow
component is overwhelmed by a sharp response at precisely the
overlap position t = 0 fs, as it can be seen in the temporal trace
presented in Fig. 5d. Such an ultrafast response, separated
from the slow component, is especially interesting for
all-optical signal processing38 and was previously reported for
c-GaP14,39 (a detailed comparison can be found in the ESI†).
Comparing the performance of the patches with the as-
deposited a-GaP film (black curve in Fig. 5d), shows that
nanostructuring enhances the peak nonlinear signal by more
than a factor of 5. Moreover, it should be stressed that an
ultrafast response of this magnitude is larger than reported for
perovskite single crystals37 or Au-clad Si discs.40 We further
note that a measurement with exchanged pump and probe
beams (see ESI†) shows no pronounced ultrafast peak, given
that free carrier absorption is dominant when pumping with
the short-wavelength beam.

To exploit the observed polarization dependence of the
sample, identical measurements were performed on two ortho-
gonally oriented rectangular patches of identical size, as shown

Fig. 4 (a) SHG measurement of the entire nanopatch array from Fig. 2a. The fundamental wavelength is 1120 nm with an average excitation power of
25.5 mW mm�2. The red arrow indicates the pump polarization. Scale bar: 10 mm. (b) Numerical simulation of the square of the electric energy (WV

2) for
the array in (a). Each square represents the respective patch with dimensions corresponding to this position.
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in Fig. 5b and c. To simplify the analysis, Fig. 5d–f shows the
temporal traces results taken from Fig. 5a–c, respectively, at
the specific probe wavelength of 675 nm. A maximum value for
the differential reflectivity of 5.6% is observed for the squared
antenna (Fig. 5a and d) that is reached after a rising time of
20.5 fs, computed by fitting of a convolution between an
exponential and a Gaussian function, with the latter being
the approximation of the instrument response function (IRF)
of our system.14 To fit the relaxation dynamics of the signal, two
exponential decay functions are needed, again a convolution
with the IRF for the ultrafast component and a single one for
the slow part, respectively. We find that there is a fast decay
time of 12.8 fs which can be attributed to a combination of the
nonlinear Kerr effect and two-photon absorption14,37,40 com-
bined with a slow relaxation component of 3.8 ps, product of
the free carrier contribution, which is comparable to other
amorphous semiconductors.41 When comparing the squared
nanoantenna (Fig. 5a) with the elongated nanopatches (Fig. 5b
and c), we find that the response of all three nanostructures
show the same features, differing only in the magnitude of the
differential reflectivity. While the patch that is orientated
parallel to the incident polarization reaches slightly higher
values than the square patch, the rotated antenna reduces the
modulation depth by more than 40%. The same behavior can
be observed in the evaluation of the reference temporal traces
at l = 675 nm, shown in Fig. 5d–f. Nevertheless, it should be
noted that even for the perpendicular elongated patch (Fig. 5e)

the peak response is larger than that of the as-deposited film by
a factor of 3.

Conclusion

In summary, thin films of GaP were fabricated using radio
frequency sputter deposition, resulting in an amorphous mate-
rial with optical constants close to the bulk crystalline counter-
part. Nanostructuring of the film further improved the SHG
signal by more than two orders of magnitude with numerical
simulations that are in good agreement over a wide range of the
nanopatch dimensions and for different excitation wave-
lengths. Pump–probe measurements of the nanostructures
revealed a strong nonlinear and ultrafast response that decays
within o100 fs, accompanied by a smaller slow-decaying
feature attributed to free carrier contributions, at a probe
wavelength of 675 nm. For both, SHG and ultrafast responses,
a strong dependence of the signal and the orientation of the
nanopatch with respect to the fundamental beam polarization
was observed. Even though the sputtered film has no well-
defined crystal structure, the achieved nonlinear responses
are close to previously reported values for c-GaP,4,14 proposing
a-GaP as a promising inexpensive and flexible material with
excellent optical properties. Moreover, its considerable absorp-
tion in the solar spectrum and the observed carrier dynamics
make it an exciting candidate for other areas such as

Fig. 5 Differential reflectivity �DR/R contour plots with respect to the probe wavelength and the pump–probe delay time for three patches with
dimensions (a) 625 nm � 625 nm, (b) 625 nm � 850 and (c) 850 nm � 625 nm. The dashed lines mark the 675 nm probe wavelength that is shown in
temporal traces (d)–(f) for the respective patches. Red solid lines represent fittings to the convolution of exponential rise/decay and the IRF for the
ultrafast response and exponential decay for the slow decaying part, respectively. The resulting time constants are indicated. The response of the
as-deposited a-GaP film is shown in black.

Communication Nanoscale Horizons

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 3

0 
Se

pt
em

be
r 

20
20

. D
ow

nl
oa

de
d 

on
 1

2/
4/

20
25

 7
:0

4:
38

 P
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d0nh00461h


1506 | Nanoscale Horiz., 2020, 5, 1500--1508 This journal is©The Royal Society of Chemistry 2020

photocatalysis at the nanoscale with confined photocarrier
transport, as reported for dielectric TiO2�x nano-resonators.42

Methods
Sample fabrication

The films were fabricated using radio frequency sputter deposi-
tion with a 3 inch GaP target in an Angstrom deposition tool. The
procedure was carried out at a constant rate of 1 Å s�1 while the
glass substrate was constantly heated to 250 1C. After cooling
down, the same tool was used to deposit a capping layer of SiO2,
again via sputter deposition. Before the procedure, a standard
microscopy borosilicate cover glass substrate was cleaned, using
acetone and isopropanol (IPA). As a positive photoresist, PMMA
was deposited on top using spin coating. The EBL was carried out
with an exposure dose of 400 mC cm�2 with a 10 mm aperture and
external high voltage (EHT) of 20 kV. After the development for
30 s in MIBK:IPA and 30 s in IPA, gold as a hard mask was
deposited using thermal evaporation. A lift-off procedure was
carried out by a bath in acetone for 4 h. In a first inductively
coupled plasma reactive ion etching (ICP-RIE) dry etching step,
the mask was etched into the silica layer with CHF6 (20 sccm) and
Ar (30 sccm) as processing gases. Afterwards the gold was removed
by rinsing the sample in Au-etchant for a few seconds. Finally,
again ICP-RIE with Cl2 (10 sccm) and Ar (30 sccm) as processing
gases was used to transfer the nanostructures into the GaP film.

Sample characterization

The XPS measurements were recorded with a homebuilt setup
using an Al X-ray source and a pass energy Epass = 25 eV.
The energetic positions of all spectra were calibrated using the
adventitious carbon by shifting the C–C bond position in the C 1s
core level spectrum to 284.8 eV. The spectra were fitted to Voigt
type line shapes after a Shirley or linear background correction
(software CasaXPS). The X-ray source could be switched to Mg,
allowing to differentiate Auger and core level XPS peaks for the
later analysis. The XRD measuements were recorded at LMU
using the rotating crystal method.43 A monochromatic Mo Ka (l =
0.71073 Å) beam from a sealed tube is selected by a parabolic
mulilayer monochromator white line focus, i.e., the X-ray beam is
highly collimated in horizontal direction and rather divergent in
the vertical. At the sample position the beam cross-section is
10 � 0.35 mm2. The GaP samples were aligned with their surface
normal along the horizontal direction and rotated slowly with
constant angular velocity, while the diffracted intensities were
recorded by a Dectric Pilatus 100k area detector. The system was
calibrated with a standard powder sample measurement under
the same conditions (Lanthanum hexaboride).

The ellipsometry measurements were done with a Variable
Angle Spectroscopic Ellipsometry (VASE) instrument from
J. A. Woollam over the visible to near-IR spectral range.

SHG experiments

The used laser systems comprises a Yb:KGW Pharos 1030 nm
pump laser with a repetition rate of 200 kHz that pumps a

collinear optical parametric amplifier (OPA) Orpheus-HP (both
by Light Conversion Ltd). The OPA converts the IR beam to a
selectable wavelength between 300 nm and 3 mm with an
average output power of B1 W and a pulse duration of
B180 fs. The beam was sent to a microscope with a
100�/Numerical Aperture (NA) = 0.9 objective that focused
the beam on the sample, which was mounted on a XYZ – piezo
stage. The generated light was then collected with the same
objective and a rotatable mirror sent it either to an avalanche
photo diode (APD) or a spectrometer. By scanning over the
sample and measuring the collected SHG signal in each point,
SHG maps as Fig. 4a could be recorded.

Pump–probe experiments

The same laser system was set to a wavelength of 1120 nm to
pump a 5 mm thick sapphire plate with an average power of
600 mW to generate 3 mW of supercontinuum (SC) light.
A sketch of the pump–probe setup, including the generated
SC spectrum can be found in the ESI.† This light was then sent
to multiphoton intrapulse interference phase scan device
(MIIPSBox640-P by Biophotonic Solutions Inc.) that allows to
compress the pulses in time to below 10 fs FWHM at the
sample position. Dichroic beam splitters were used to divide
the spectrum into two 600–750 nm and 750–1000 nm indepen-
dent beams. A motorized delay line allowed to control the
temporal offset between pump and probe pulses with accuracy
below 1 fs. To reduce dispersion effects, low group velocity
dispersion (GVD) mirrors and a dispersion free metal objective
with NA = 0.5 were used to direct and focus the beams.
The reflected probe beam was then sent to a spectrograph
coupled with a low-noise Si photodiode by FEMTO. Lock-in
detection was used by modulating the pump beam using an
optical chopper operating at frequencies below 1 kHz. The IRF of
the system is described by a Gaussian function with a full-width
half-maximum of 11 fs, that approximates the convolution of
pump and probe beam. More details on the experimental pump–
probe setup can be found published elsewhere.14

Numerical simulation

The numerical simulations were performed with the commer-
cially available software Lumerical FDTD. A plane wave total-
field scattered-field (TFSF) was used to facilitate the evaluation
of the scattering problem. The simulation region was restricted
by perfectly matched layer boundaries to imitate antennas in an
infinite space. The experimental data of the ellipsometry mea-
surements of the sputtered GaP film as well as for the bare
coverglass were used as input for the materials dielectric
function in the simulation. The multipole decomposition and
calculation of the near field distribution were carried out using
the commercially available finite-element method solver COM-
SOL Multiphysics with the RF module. The multipole analysis
follows the procedure published by COMSOL and is based on
the equations of Mie theory. It makes use of the expansion in
means multipole coefficients, using the scattering current that
is source of the scattering field.44
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