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Supramolecular ionogels composed of an ionic liquid (IL) immobilized in a network of self-assembled low-
molecular weight molecules have been attracting considerable interest due to their applicability as smart
electrolytes for various electrochemical applications. Despite considerable scientific effort in this field,
the design of a mechanically and thermally stable yet highly conductive supramolecular ionogels still
remains a challenge. In this article, we report on a series of novel ionogels of three ILs containing
different cations (imidazolium/pyrrolidinium) and anions (tetrafluoroborate/bis(trifluoromethylsulfonyl)
imide) prepared using (S,S)-bis(amino alcohol)oxamides as gelators. The gelation behaviour of the
oxamide compound depends strongly on the structural features of amino alcohol substituents. Among
them, (S,S)-bis(valinolloxamide (capable of gelling all three ILs) and (S,S)-bis(phenylalaninol)oxamide
(capable of gelling ILs based on bis(trifluoromethylsulfonyllimide with a concentration as low as
=0.2 wt%) are highly efficient. All investigated supramolecular ionogels retain the high ionic conductivity
and ion diffusion coefficients of their parent IL, even for high gelator concentrations. Further, at low
temperatures we observe an enhancement of the ionic conductivity in ionogels of (i) 1-butyl-3-
methylimidazolium tetrafluoroborate which can be attributed to specific interactions between ionic
species and gelator molecules and (ii) 1-butyl-3-methylimidazolium bis(trifluoromethylsulfonylimide due
to inhibited crystallization. In contrast to ionic transport, mechanical strength of the ionogels shows
a wider variation depending on the type and concentration of the oxamide gelator. Among all the
ionogels, that of 1-butyl-3-methylimidazolium bis(trifluoromethylsulfonyllimide prepared with 1 wt%
(5,5)-bis(phenylalaninol)oxamide exhibits the best performance: optical transparency, stability over a wide
temperature range, high conductivity and high mechanical strength. The results presented here reveal
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combination of properties which make them a superior alter-
native to traditional polymeric ionogels. In these versatile
materials all physical properties of the parent IL (i.e. negligible
vapor pressure, nonflammability, good electrochemical and
thermal stability, high ionic conductivity) are kept preserved
and additionally enriched with a solid-like consistency, self-
healing capability and thermoreversible gelation property
controlled by their sol-gel transition temperature.”” In addi-
tion, LMWGs are usually biocompatible and environment-
friendly® which is often not the case for polymers or inorganic

Introduction

Supramolecular ionogels prepared by the gelation of ionic
liquids (ILs) using low-molecular-weight gelators (LMWGs) are
becoming increasingly important as they exhibit a unique

“Laboratory for Functional Materials, Division of Materials Chemistry, Ruder Boskovi¢
Institute, Bijenicka c. 54, 10000 Zagreb, Croatia. E-mail: asantic@irb.hr

*Institute of Physical Chemistry, University of Muenster, CorrensstrafSe 28/30, 48149
Miinster, Germany

‘Laboratory of Supramolecular Chemistry, Division of Organic Chemistry and
Biochemistry, Ruder Boskovi¢ Institute, Bijenicka c. 54, 10000 Zagreb, Croatia

T Electronic supplementary information (ESI) available: Gelators concentrations
(wt%) used in preparation of ionogels from various gelator-IL combinations;
Arrhenius plot of ionic conductivity for neat [C,mim][N(Tf),] and ionogel of
combination 9 with 3.0 wt% of gelator 3; spectra of the PFG-NMR diffusion
measurement and echo decay data for ionogel of combination 5 with 0.5 wt%
gelator; X-ray diffraction patterns for ionogels from combinations 7, 8 and 9
with 3.0 wt% of gelator 3 and gelator 3 See DOI: 10.1039/d0ra01249a

17070 | RSC Adv, 2020, 10, 17070-17078

particles used for gelation of ILs. All these properties make
supramolecular ionogels suitable for a variety of applications
from wastewater treatment,”® medicine and pharmaceutical
industry® to advanced electrochemical materials.”™ In partic-
ular, the latter field of application demands one property which
is common to all supramolecular ionogels - high ionic
conductivity, almost of the same value as the parent ILs. This is
not the characteristic feature of polymeric ionogels, since they

This journal is © The Royal Society of Chemistry 2020
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exhibit significantly lower ionic conductivity than their parent
ILs.”> On the other hand, supramolecular ionogels possess
certain disadvantages which are mainly related to their inferior
mechanical strength and low(er) temperature range of their
quasi-solid state with the sol-gel transition temperature being
often below 100 °C. However, recent investigations reported on
supramolecular ionogels with an enhanced mechanical
strength and thermal stability."*® Such results are promising
and encourage further research in the direction for finding new
LMWGs, which would efficiently gel ILs producing highly
conductive, however mechanically and thermally stable supra-
molecular ionogels.

Literature reports various LMWGs which produce gels with
ILs, including those based on glycolipids,” amino acids,”***
sorbitol derivatives,® urea and amides,”** cholesterol deriva-
tives,'*** carbene complexes,* amide derivatives®** and p-glu-
conic acetal derivatives.'® Also, recent study reports
preparation of the supramolecular polymeric ionogel based on
the host-guest nonchemically cross-linked interactions of
cyclodextrin with adamantyl derivatives.” Recently, we have
reported that (S,S)-bis(leucinol)oxamide efficiently gels
imidazolium-based IL: 1-butyl-3-methylimidazolium tetra-
fluoroborate, [C,mim][BF,], forming ionogels with high ionic
conductivity and relatively large temperature range of the gel-
state.** Most interestingly, at low concentrations of (S,S)-
bis(leucinol)oxamide, ionogels were found to exhibit higher
ionic conductivity than [C,mim][BF,] itself, which was attrib-
uted to a decrease of the electrostatic attraction between
[Csmim]" and [BF4]” ions upon gelation and, consequently,
their enhanced mobility. In this study we have expanded our
survey to examine gelation of three ILs containing different
cations and anions with a series of oxamide compounds con-
taining different amino-alcohol groups. Results of this
comprehensive study reveal certain combinations of oxamide-IL
which readily form supramolecular ionogels that are highly
conductive and exhibit a wide range of mechanical strength
depending on the type and concentration of the gelator. Yet
again, we find that the ionic conductivity of [C,mim][BF,] is
enhanced upon gelation by a second oxamide gelator. Further,
this study shows that the gelation of 1-butyl-3-
methylimidazolium bis(trifluoromethylsulfonyl)imide,
[C4mim][N(Tf),] can inhibit the crystallization, allowing the
formation of a supramolecular ionogel which is stable over
a wide temperature range.

Experimental
Gelator synthesis and gelation tests

Enantiopure gelators: (S,S)-bis(leucinol)oxamide (1), (S,S)-
bis(phenylalaninol)oxamide (2), (S,S)-bis(valinoljoxamide (3)
and (S,5)-bis(phenylglycinol)oxamide (4) prepared
according to synthesis routes reported in detail in ref. 27 and 28.
Ionic liquids: 1-butyl-3-methylimidazolium tetrafluoroborate —
[C4mim][BF,] (=98.5%), 1-butyl-1-methylpyrrolidinium bis(tri-
fluoromethylsulfonyl)imide - [C,mPyr][N(Tf),] (=98.5%), 1-
butyl-3-methylimidazolium bis(trifluoromethylsulfonyl)imide —
[Camim][N(Tf),] (=98%) were purchased from Sigma-Aldrich

were
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and used as received. In gelation tests, a weighed amount of
the gelator was mixed with 1 mL of IL in a test tube with a screw
cap. The mixture was gently heated until the gelator dissolved
and then allowed to cool to room temperature. The formation of
a gel was visually checked by inversion of the test tube. The gel-
forming ability was characterised quantitatively by determining
the minimum gelator concentration (MGC) needed to form
a gel. In order to obtain gels with varying mechanical strengths,
for each ionogel combination, the concentration of gelator
dissolved in IL in weight percentages was increased from MGC
to 3 wt%, see Table S1 in ESLf{ After preparation, the gel
samples were dried in a vacuum drying system at 10~ ° mbar and
60 °C overnight and subsequently transferred to a glovebox.

The sol-gel transition temperature of selected ionogels was
estimated visually by slowly heating the test tube in a water bath
at a rate of 1 °C min~" until ionogels completely transformed
into sols.

Impedance spectroscopy

The ionic conductivity of neat ILs and prepared ionogels was
measured by means of impedance spectroscopy (Novocontrol
Alpha N analyzer) in the frequency range from 0.01 Hz to 1 MHz
at an AC amplitude of 10 mV. For measurements, the sample
was placed between two parallel gold electrodes with a Teflon
ring spacer in a constant-volume cylindrical cell. To achieve
complete filling of the cell, the gels were first heated above the
sol-gel transition, poured into the cell and then cooled to room
temperature. The measurements of all gels were performed
isothermally by cooling from 20 °C to —70 °C and subsequent
heating right up to 80 °C with temperature steps of 10 °C. At
each temperature, samples were thermally equilibrated for at
least 50 min prior to the measurement. In order to check the
reliability of the results of ionic conductivity measurements,
each ionogel sample was measured three times under identical
experimental conditions.

PFG-NMR

Pulsed-field-gradient NMR (PFG-NMR) measurements were
performed using an Avance III HD 400 MHz spectrometer
(Bruker) with a permanent field strength of 9.4 T. The gradient
probe head ‘Diff50’ (Bruker) was used with selective radio
frequency inserts for 'H and '"F. The temperature was
controlled using a GMH 3710 controller with a PT100 thermo-
couple (Greisinger electronics, Germany). The samples were
filled into the NMR tubes inside a glove box and the tubes were
evacuated and then ablated.

A stimulated echo pulse sequence with field gradient pulses
was applied to measure the self-diffusion coefficients.” The
self-diffusion coefficients D were calculated by eqn (1)

1(e) = 100exp(-0D) = 10exp(~v¢#D(4-5)) (0

where b is defined by eqn (1), 6 is the gradient pulse duration, g

the gradient strength, and 4 the observation time between two
gradient pulses. In a series of spectra, g was incremented

RSC Adv, 2020, 10, 17070-17078 | 17071


http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d0ra01249a

Open Access Article. Published on 30 April 2020. Downloaded on 2/8/2026 10:22:11 AM.

Thisarticleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

(cc)

RSC Advances

stepwise in order to vary b, and respective peak intensities were
evaluated to yield I(g).

Rheology

The complex shear modulus of ionogels was measured at 20 °C
in a frequency range from 0.01 Hz to 15 Hz using a MCR 101
rheometer (Anton Paar). A cone-plate configuration of 25 mm
diameter and 1° cone angle was used for all measurements.
Complex viscosity spectra were collected in an auto-stress
mode, in which the stress value is automatically adjusted
during the measurement to maintain a constant strain. Strain
values, within the linear viscoelastic response range, were
determined in a preliminary strain sweep experiment. All ion-
ogels show linear viscoelastic behaviour below the strain value
of 0.01 (y = 1%).

X-ray diffraction measurements

XRD measurements of selected ionogels and gelators were
performed on a PANalytical Aeris X-ray diffractometer with Ni-
filtered Cu Ko radiation.

Results and discussion
Gelation properties of oxamide-based gelators towards ILs

The gelation tests of combinations of four gelators with three
ILs show that (S,S)-bis(valinol)oxamide (3) is the most efficient
gelator capable to gel all selected ILs, see Table 1. However, in
terms of gelation propensity, the most effective gelator is (S,S)-
bis(phenylalaninol)oxamide (2) which gels [C;mPyr]|[N(Tf),] and
[C4ymim][N(Tf),] with a minimum gelator concentration (MGC)
as low as 0.2 wt% and 0.3 wt%, respectively. For all other ion-
ogels, the MGC is found to vary from 0.5 wt% to 1.7 wt%, see
Table 1.

Considering the substituents on the oxamide unit, it is
remarkable to observe that very small differences in their
structure strongly influence gelation behaviour towards ILs,
compare for example gelators 1 and 3, as well as 2 and 4. In
general, oxamide-based gelators appear to be very efficient
gelators for various organic solvents and water.?”**** It is known
that their gelation ability is the result of strong and directional
intermolecular hydrogen bonding provided by oxamide units
and the lack of a plane of symmetry due to the presence of two
chiral centres of identical configuration, which is known to
prevent crystallization and favours aggregation.>***° OQur recent
computational investigation® of the interactions between (S,S)-
bis(leucinol)oxamide (1) and [C,mim][BF,] revealed that the
oxamide unit has two times larger affinity towards the [BF,]”
anion than for the [C;mim]" cation. The former interaction is
established through four hydrogen bonds involving two fluo-
rine atoms in [BF,]” and all four acidic hydrogen atoms of the
gelator. In the [gelator 1][BF,]” complex, the carbonyl groups of
the neighbouring amide fragments adopt a syn conformation
which maximizes the number of available hydrogen-bond
donors towards [BF4] . In that study,* we modelled the [gela-
tor 1][C,;mim][BF,] complex with a terminal -CH; group instead
of the -CH,CH(CH3;), moiety in gelator 1. Basically, this model
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could also work for other gelators (2-4) in this study in
combination with [C;mim][BF,]; however, their different gela-
tion behaviour reveals that the substituent groups have a strong
influence on the gelation process, see combinations 1, 4, 7 and
10 in Table 1. For instance, gelators 1 and 3 containing similar
substituents exhibit a significant difference in the minimum
concentration needed to gel [C,mim][BF,]. Here, it can be
inferred that a longer -CH,CH(CHj;), substituent which is
structurally more flexible allows better interaction between
acidic hydrogen atoms of the gelator and [BF,|” ions than
a shorter and more rigid -CH(CH;), moiety, which sterically
hinders this interaction thus causing lower gelator efficiency.
The steric effect could also be the reason for extremely slow
gelation dynamics of gelators 2 and 4, both containing large
rigid phenyl rings, to form gel with [C,;mim][BF,], see Table 1. In
fact, both gelators do form ionogels with [C,mim][BF,], but with
a very long gelation time (>12 h), which makes characterization
of this material difficult and its application potential limited.
Further, the effect of steric hindrance on the gelation, which is
expected to be the largest in gelator 4 due to a close distance
between an aromatic ring and acidic hydrogen atoms, could
explain the lowest gelation ability of this gelator towards all ILs.

On the other hand, high efficiency of gelators 2 and 3 in
gelation of [C,;mPyr][N(Tf),] and [C,mim][N(Tf),] is most prob-
ably related to the interactions with the [N(Tf),]” anion, see
Table 1. In particular, it is interesting to note that gelator 2,
which exhibits very slow gelation of [C,mim][BF,], is especially
efficient for both ILs containing [N(Tf),]” anion. This points to
the favourable interactions of the [N(Tf),] anion and hydrogen
atoms from the gelator 2 without a significant steric effect of the
phenyl ring. However, for drawing any further conclusions on
the interactions between oxamide gelators and ILs containing
[N(Tf),]” anion and their implications on the gelation mecha-
nisms it is necessary to include molecular dynamics simula-
tions and quantum mechanical calculations. These studies are
under way.

The sol-gel transition temperatures of the ionogels at the
MGC are within the range from 55 °C to 65 °C and increase with
increasing gelator concentration up to 3 wt% to about 85 °C to
95 °C, depending on the gelator compound. A complete list of
the concentrations of gelators used for preparation of ionogels
from different combinations is given in Table S1 in ESL

Ionic transport

As mentioned earlier in the Introduction, supramolecular ion-
ogels are well-known for their high ionic conductivity, being
almost of the same value as the parent IL. This is also true for all
ionogels in the present study. Fig. 1 shows the ionic conduc-
tivity measured at 20 °C for the neat ILs and their corresponding
ionogels as a function of gelator concentration. It is clearly
visible from Fig. 1 that for all three ILs, gelation has practically
no influence on the ionic conductivity at 20 °C even at higher
gelator concentrations.

The presented results are remarkable in two aspects. First, in
our previous study of ionogels from the combination 1 we found
that the samples with low gelator concentrations have somehow

This journal is © The Royal Society of Chemistry 2020
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Table 1 Combinations of oxamide-based gelators and ionic liquids
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IONOGEL*
MGC: wt = 0.7%

o
H
N OH
HO N
H
O

(S,S)-Bis(leucinol)oxamide

Me + Me /SOzCF3 Me
lonic liquids @> BF, SO,CF, @> - N\
l\{ l\{ SO.CF,
Bu Bu
Oxamide 1-Butyl-3-methyl- 1-Butyl-1-methyl- 1-Butyl-3-methylimidazolium
gelators imidazolium pyrrolidinium bis(trifluoro- bis(trifluoro-
tetrafluoroborate methylsulfonyl)imide methylsulfonyl)imide
[C4mim][BF4] [CamPyr][N(Tf),] [Camim][N(T),]
Gelator 1 Combination 1 Combination 2 Combination 3

IONOGEL (opaque)
MGC: wt = 0.5%

No gelation
Opagque solution

Combination 4
IONOGEL® (opaque) —
long gelation time

Gelator 2
o
H
N OH
HO N
H

(5,5)-Bis(phenyl-
alaninol)oxamide

Combination 6
IONOGEL (transparent)
MGC: wt = 0.3%

Combination 5
IONOGEL (transparent)
MGC: wt = 0.2%

Combination 7
IONOGEL (opaque)
MGC: wt = 1.7%

Gelator 3

(0]
H
N OH
HO N
H
(0]

Combination 9
IONOGEL (opaque)
MGC: wt = 0.7%

Combination 8
IONOGEL (opaque)
MGC: wt = 0.7%

Combination 10
IONOGEL® (opaque) —
long gelation time

(S,S)-Bis(valinol)oxamide
Gelator 4

Tt

(S S)-Bis(phenyl-
glycinol)oxamide

Combination 11 Combination 12

No gelation No gelation

Transparent solution Transparent solution

¢ MGC - minimum gelator concentration. ® For combinations 4 and 10 the formation of a stable ionogel is observed after approximately 12 hours of
leaving the solution at rest at room temperature. These systems were not further analysed.

higher ionic conductivity than the neat IL.>*® This effect was
found to be weak at room temperature, but with decreasing
temperature it becomes pronounced and finally at —70 °C
ionogels are almost one order of magnitude more conductive
than the parent [C;mim][BF,]. Now the question arises whether
the gelation of [C,mim][BF,] with gelator 3 produces a similar
effect. Indeed, we find that at 20 °C most of ionogels from the
combination 7 show slightly higher conductivity (see the left
panel in Fig. 1). Furthermore, as temperature decreases, their
ionic conductivity gets progressively higher than the conduc-
tivity of the neat [C,mim][BF,], see Fig. 2. It is therefore
reasonable to assume that the increase in ionic conductivity
upon gelation with gelator 3 has a similar origin as in the case of
gelator 1, i.e. higher mobility of ionic species as a consequence

This journal is © The Royal Society of Chemistry 2020

of the reduced electrostatic attraction between [C,mim]" and
[BF,]™ due to higher affinity of the gelator molecules towards
the [BF,]™ ions.

Second, in our previous study a reverse effect is observed at
higher concentrations of gelator 1 (=3 wt%), as these ionogels
exhibit somehow smaller ionic conductivity than the parent
[Cymim][BF,].>* The reason for this is most likely a denser
gelator matrix which hinders the pathways for ionic transport.*
For ionogels from combination 7 such a decrease is not
observed up to 3 wt% of gelator concentration, see Fig. 1 and
also Fig. 2 for higher temperatures. This is most probably
because the gelator concentration of 3 wt% is not large enough
to form a dense gelator matrix capable to produce this effect
(note that 3 wt% of gelator in combination 1 is 4.3 times larger

RSC Adv, 2020, 10, 17070-17078 | 17073
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-2.04 20°C | x [Cmim][BF ] -2.04 20°C [C,mPyr]IN(T),] -2.04 20°C | < [Cmim]IN(Tf),]
m Combination 1 Combination 2 » Combination 6
| ® Combination 7 4 Combination 5 @ Combination 9
MGC MGC MGG Combination 8 MGC icc
—~ -2.41 l l % é —~ -244 mMGC | MGC —~ -2.41 l l
IS L & 1 E £ DS ]
o I b * L 1@. o 1 1 &) < "»" » >
C_;' i 4 we Z C.' ‘ s 0 o o} d é
8 l ' o 2 | “‘#*' VVVVVVVVVVVV ) S 8 ‘
L 28 _ L & 28 ‘ 1 ! 5 28]
2 [C,mim][BF ] > k e [C,mim][N(Tf),]
(o) (o) - o)
o o [C,mPyr]IN(T),] o
-3.21 -3.21 -3.2
0.0 0.5 1.0 1.5 20 25 30 35 00 05 1.0 15 20 25 30 35 00 05 1.0 15 20 25 30 35
Gelator (Wt%) Gelator (wt%) Gelator (wWt%)
Fig. 1 lonic conductivity measured at 20 °C of parent ionic liquids and their corresponding ionogels as a function of gelator concentration.
2 other ILs containing imide anion, namely [C,mPyr|[N(Tf),] and
. Combination 7 [Cymim][N(Tf),], display a tendency to crystallize below —30 °C
0 "‘!! M and —40 °C, respectively. The crystallization manifests as an
& & g instantaneous drop in ionic conductivity of the IL, see Fig. 3.
< i g However, while ionogels formed of [C,mPyr]|[N(Tf),] and gela-
£ 27 g 8 tors 1-3 are also prone to crystallization, the crystallization of
G 2 g [C,mim][N(Tf),] is prevented by gelation with gelator 2 as can be
& -4 2 seen in Fig. 3. Similar findings were also observed for gelator 3,
= A [C,mim][BF ] s see Fig. S1 in ESL} Although crystallization of [C,mim][N(Tf),]
=) o 1.7 wt% gelator 3 * 3 can be avoided by simple annealing protocols,* the above result
L 69| o 1.9wt% gelator 3 is beneficial si h . Is sh d stability i li
o 2.0 wt% gelator 3 5 is beneficial since these ionogels show good stability in cooling
* 3.0 wt% gelator 3 a and heating cycles in a wide temperature range (down to —80
'82‘5 30 35 20 45 50 55 °C) L'vl'tl.wut applying 'any' pre—treatm'eflts. o o
Similarly as for ionic conductivity, cationic and anionic
1000K/T diffusion coefficients were measured at 20 °C in all ionogels,
Fig. 2 lonic conductivity as a function of reciprocal temperature for and compared to the respective parent ILs, see Fig. 4. For all ILs,

neat [C4mim][BF,4] and ionogels from combination 7 with various
concentrations of gelator 3. The error bars are at most of the order of
the symbol size.

than the MGC, whereas in the case of combination 7 it is only
1.8 times larger than the corresponding MGC). Similarly, for
gelator 2 the ionic conductivity of the ionogels from combina-
tions 5 and 6 prepared with 3 wt% of gelators is also very similar
to that of the neat ILs despite much higher ratio of gelator
concentrations (note that 3 wt% of gelator in combination 5 is
15 times larger than the MGC). This result suggests significant
difference in the structural features of the gelator network in
these ionogels as compared to combination 1. Indeed, the
ionogels from combination 5 and 6 are optically transparent,
which suggests that their structures comprise very small gelator
aggregates, too small to scatter visible light. Therefore, it is
likely that their fine gelator network formed even at very high
gelator concentration allows unrestricted ionic transport
resulting in high ionic conductivity of these ionogels.

In contrast to [C,mim][BF,] which exhibits non-Arrhenius
temperature dependence of conductivity down to glass transi-
tion, T, = —85 °C, which is typical for a fragile melt, the two

17074 | RSC Adv, 2020, 10, 17070-17078

we found that cations (open symbols in Fig. 4) diffuse faster

2
1 $ue. Combination 6
07 TR ey ¥
1 ¥m
24 ® g'\g
o ¥
X 4l Crystallization of neat g
£ ] [C,mim][N(Tf),] 5
G -6 \ °
8 ]
& gl | —a—[C,mim]N(T,]
= 1 o 0.3 wt% gelator 2
o -104 o 0.4 wt% gelator 2
° 1 o 0.5 wt% gelator 2
124 * 0.7 wt% gelator 2 A—a_ o
] ¢ 3.0 wt% gelator 2 -
_14 T T T T T T T T
25 3.0 3.5 4.0 45 5.0 55
1000K/ T
Fig. 3 lonic conductivity as a function of reciprocal temperature for

neat [C4ymim][N(Tf),] and ionogels of combination 6 with various
concentrations of gelator 2. The line connecting the data for [C4mim]
[N(Tf),] is a guide to the eye. The error bars are at most of the order of
the symbol size.

This journal is © The Royal Society of Chemistry 2020
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than anions (full symbols), which is in accordance to the liter-
ature.*** This trend is also preserved in all ionogels in this
study. Moreover, within error the values of the diffusion coef-
ficients remain the same as those of the parent ILs, indicating
negligible influence of gelation on the mobility of cations and
anions of the IL at 20 °C. This is in line with their high ionic
conductivity over a wide range of gelator concentrations dis-
cussed above.

It is of further interest to investigate the diffusive behaviour
of the gelator itself, as this might provide information about the
mechanism of stabilization. The gelator concentration is very
low, and in a one-pulse 'H spectrum its signal is superimposed
on cation resonances. However, in a PFG diffusion experiment it
is possible to make use of the rapid decay of the cation signals,
and observe the decay of the gelator signal at very high gradient
strengths, see spectra in the ESI, Fig. S2.7 This proves a very
slow diffusion of the gelator. A quantitative evaluation by a fit of
the gelator signal only is given in Fig. S3t for combination 5 at
0.5 wt% of gelator 2. This results in a diffusion coefficient of
Deelator = 1.7 x 107> m? s7', which is about one order of
magnitude lower than the cation or anion diffusion (compare to
the middle panel in Fig. 4). It is thus proven that the gelator is
mobile too, however, far less than the ionic components.

Rheological properties

While the ionic transport of ILs is mostly unaffected by the
gelation process or even enhanced in the case of [C,;mim][BF,],
the rheological properties significantly differ depending on the
oxamide gelator and its concentration. Fig. 5 shows the
frequency dependence of storage modulus (G') and loss
modulus (G”) of the combination 5 ionogel containing 0.5 wt%
of gelator 2. Both moduli are nearly frequency-independent over
the investigated frequency range, with G’ (the contribution of
elastic, solid-like behaviour and thus a measure of the
mechanical strength) being one order of magnitude higher than
G" (the contribution of viscous, liquid-like behaviour), indi-
cating typical supramolecular gel behaviour.**-*¢
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Other ionogels in this study show similar rheological prop-
erties in terms of frequency-independent viscoelastic quantities
and their relation, G’ > G”, however, the absolute magnitudes of
storage and loss moduli are very different for different ionogels.
Fig. 6 displays values of G’ and G” at 0.1 Hz and 20 °C for
different ionogel combinations as a function of gelator
concentration normalized by the respective MGC.

From this figure two observations are evident. First, at the
MGC, storage modulus of the ionogels of the same IL signifi-
cantly varies depending on the gelator compound (see grey
areas in Fig. 6). For instance, gelation of [C,mim][N(Tf),] by
gelator 2 (combination 6) produces significantly stronger gels
than that by gelator 3 (combination 9) as evidenced by almost
three order of magnitude higher storage modulus at the MGC,
see the right panel in Fig. 6. In the case of [C,mPyr]|[N(Tf),],
gelation by gelator 2 (combination 5) and 3 (combination 8)
produces mechanically stronger gels than by gelator 1 (combi-
nation 2), see the middle panel in Fig. 6. Also, gelator 3 forms
a rather weak ionogel with [C,mim][BF,] (combination 7), see
the left panel in Fig. 6.

Second, ionogels exhibit a different evolution of viscoelastic
properties with the increase of the concentration of the gelator.
It can be observed that [C,;mPyr]|[N(Tf),] gelled by gelator 1 and 2

5.5
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5.04 0.5 wt% of gelator 2 o G
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o 404
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3.04
25 r r : :
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Fig. 5 Storage (G') and loss modulus (G") of an ionogel from combi-
nation 5 with 0.5 wt% of gelator 2.
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Fig. 4 Diffusion coefficients of cations and anions at 20 °C for the neat ionic liquids and ionogels of various combinations as a function of gelator

concentration. Open symbols: cation; full symbols: anion.
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as well as [C,mim][N(Tf),] gelled by gelator 2 show a non-linear
increase of G’ with increasing gelator concentration with
a maximum at approximately a concentration 3 times higher
than the MGC. The maximal value of G’ indicates the optimal
gelator concentration for which the mechanically strongest
ionogel is formed, whereas, a further decrease in G’ reveals
destabilisation of the gel structure, probably due to excess of
gelator molecules which do not participate in self-assembly.
Indeed, for the most concentrated ionogels relative to MGC
(especially combinations 2 and 6) the values of G’ and G” almost
converge, suggesting an ease of breakage of the gelator matrix
and transition to more liquid-like behaviour. On the other
hand, ionogels of all three ILs formed with gelator 3 (combi-
nation 7, 8 and 9) show a continuous increase in G’ and G” with
a gelator concentration indicating steady strengthening of the
ionogel structure. At highest gelator concentration (3 wt%),
these three ionogels contain small solid particles which are
detectable in a gap adjustment in rheological measurements.
The XRD pattern for these ionogels shows small diffraction
peaks superimposed on a strong background halo confirming
the traces of crystalline gelator in an amorphous gel, see Fig. S4
in ESLT Since the crystalline gelator particles are dispersed in
these gels in very small amounts, they have no influence on the
ionic conductivity of these materials which remains high.

Interestingly, optically transparent ionogels from combina-
tion 5 and 6 are characterised by the highest mechanical
strengths among all samples. This indicates that their gel
networks have larger number of the stress-bearing strands,
therefore, resulting in a highly elastic material. Indeed, storage
modulus for the ionogel from the combination 6 containing
1 wt% of gelator 2 (optimal gelator concentration) reaches 278
kPa, which is higher than that of the strongest ionogel prepared
by gelators based on urea (=160 kPa),"® and that of highly
temperature-stable ionogels prepared via metal-coordination
interaction (=46 kPa).*

Interestingly, such high mechanical strength is achieved in
spite of the high gelator mobility (Dgeator 0N the order of 107
m?® s7'). Clearly, aggregation of gelator molecules with anions
plays a major role, as discussed above, and this aggregation is
responsible for the mechanical stability. The aggregates, are,

17076 | RSC Adv, 2020, 10, 17070-17078

however, highly flexible, allowing molecular exchange and thus
displacements of gelator molecules. The lifetime ¢ of a gelator
molecule in a stress-bearing strand is shorter than the obser-
vation time in the PFG experiment, i.e. it can be estimated as ¢ <
100 ms.

In summary, it is remarkable to observe that while
mechanical strength of various supramolecular ionogels in this
study spans four orders of magnitude (G’ = 42 Pa to 278 kPa)
their transport properties remain the same as of the parent ILs,
compare Fig. 1, 4 and 6. This result implies that the network
architecture of the self-assembled bis(amino alcohol)oxamide
molecules has little influence on the transport properties of the
ILs inside these ionogels. Unlike in polymer ionogels, ionic
transport in these materials is completely decoupled from the
mechanical relaxation. This unique property offers a vast range
of opportunities for a design of highly conducting material with
tuneable mechanical properties. In particular, the combination
of high ionic conductivity, high mechanical strength, ther-
moreversible gelation property and a wide temperature range of
quasi-solid state makes these ionogels especially attractive as
electrolytes in solar cells® and solid state batteries.

Conclusions

The efficient gelation of the three ILs containing different
cations (imidazolium/pyrrolidinium) and anions
(tetrafluoroborate/bis(trifluoromethylsulfonyl)imide) has been
achieved using low-molecular weight bis(amino alcohol)oxa-
mides. A comparative gelation test reveals that (S,S)-bis(valinol)
oxamide is the most efficient gelator capable to gel all three ILs,
whereas (S,S)-bis(phenylalaninol)oxamide exhibits the best
gelation potential towards ILs containing a bis(tri-
fluoromethylsulfonyl)imide anion. Based on correlations
between the structures of the gelators and ILs it can be inferred
that the steric effect, which depends on the size and flexibility of
the amino alcohol substituents on the oxamide unit, plays a key
role in the gelation process. All prepared ionogels show a high
ionic conductivity implying that the gelator matrix does not
hinder transport of cations and anions of the IL.

This journal is © The Royal Society of Chemistry 2020
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In fact, studying ionic conductivity in a temperature range
down to the IL's Ty, we find two cases in which the gelation has
a positive effect on ionic transport. The first case refers to the
ionogels of [C,mim][BF,] prepared by gelation with (S,S)-
bis(leucinol)oxamide and (S,S)-bis(valinol)oxamide in which
interactions among gelator molecules and ionic species result
in a higher mobility of ions and hence, facilitate ionic transport.
The second one is related to the ionogels of [C,mim][N(Tf),]
formed by gelation with (S,S)-bis(phenylalaninol)oxamide and
(S,S)-bis(valinol)oxamide where gelation indirectly increases
ionic conductivity at low temperatures by preventing crystalli-
zation of the IL.

On the other hand, mechanical strength of the prepared
ionogels spans four orders of magnitude and shows a strong
dependence on the gelator type and concentrations indicating
that the ionic transport is completely decoupled from the
mechanical relaxation in these materials. Taking into account
all above reported properties, we find that ionogel with the best
performance properties is obtained when [C,mim][N(Tf),] is
gelled with 1 wt% of (S,S)-bis(phenylalaninoljoxamide. This
ionogel is optically transparent, stable over a wide temperature
range (—70 °C to 80 °C), highly conductive (0.0032 (Q cm) " at
20 °C) and mechanically strong (G’ = 278 kPa at 20 °C). Overall,
these results provide a guidance for further development of
functional ionogels using oxamide gelators.
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