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rmation and nature of defects in
titanium carbide treated in different redox
atmospheres

Maria Ivanovskaya,a Evgeni Ovodok, *a Dzmitry Kotsikau,b Igor Azarko,b

Matej Micusik,c Maria Omastovac and Vyacheslav Golovanovd

The defect structure and phase formation processes occurring in the bulk and on the surface of titanium

carbide (TiC) under thermal treatment in different ambient atmospheres (air, hydrogen, vacuum) were

characterized using XRD, SEM, EPR, XPS and IR-spectroscopy. The oxidized states of both titanium

(TiO2�x) and carbon, in the form of carbonate–carboxylate structures (O–C]O), were found on the

surface of untreated TiC. Carbon vacancies were detected as paramagnetic defects in the crystalline

lattice of TiC. The heat treatment of TiC in reducing conditions leads to an increase of the electrical

conductivity associated with the formation of structural defects. Annealing of TiC in air causes its

oxidation with the formation of an anatase-type TiO2 phase. Paramagnetic defects typical of both TiC

and TiO2�x were revealed.
1 Introduction

Carbides of group IV transition metals feature a unique set of
physical, physical–chemical, magnetic and electric properties,
which make them promising materials for practical use.1–3 Also,
they appear to be convenient models for studying the character
of chemical bonding and the effect of defects on functional
features. A deeper understanding of these processes allows
control of the structure and properties of materials and opens
new opportunities for their application. Together with the
chemical composition, the disordered crystal structure has
been shown to contribute to many properties of carbides.1,2 The
peculiarities that make TiC worthy of investigation are a wide
homogeneity range from TiC0.47 to TiC0.95, mixed metallic and
covalent chemical bonds and stability of the structure up to
2400 �C even at high defect concentration in the C and Ti
sublattices. According to the most recent reports, carbon
vacancies are the main defects in TiC.4–6

The electric and magnetic properties of TiC are known to be
very sensitive to the concentration of C-vacancies. However,
there are contradictory points of view regarding their effect on
the electric properties of TiC and on Ti–Ti interaction.1

Calculations of the energetic spectrum of TiC indicate
a strong mixing of the C 2p and Ti 3d4s(4p) electronic states.1,2

The contributions of the 2s–2p states of carbon and 3d states of
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titanium to the hybridized d2sp3 band depend considerably on
the lattice defectiveness. According to recent data, carbon
vacancies are the most characteristic defects of TiC and induce
disturbance in the binding and anti-binding bands.7 Various
models of the TiC electronic structure have been proposed.
Based on recent quantum-mechanical calculations and the
electronic spectral data of TiC, a model of its electron state has
been proposed.8,9 The model shows that the electron transfer is
minor and occurs from titanium atoms to carbon: Tid+/Cd� (d
� 1).

There are no intrinsic paramagnetic centers in an ideal TiC
crystal. Its paramagnetism is caused by defects occurring in the
structure. The paramagnetic properties of titanium carbide are
associated with the presence of structural defects both in the
TiC crystal lattice and on its surface, where the formation of
a non-stoichiometric TiO lm is assumed. The substitution of
carbon by oxygen in TiC may lead to a continuous transition
from carbide to oxide since TiC and TiO are isostructural. A
deviation from stoichiometry associated with the formation of
both titanium and oxygen vacancies is typical of the TiO layer on
the TiC surface (up to 15% of TiO lattice sites become vacant).3 A
signicant deciency of oxygen leads to formation of titanium
oxides in low oxidation states (Ti2O-type superstructure).10

Resonance of conductivity electrons and Ti3+ centers has
been registered from TiC in the carbon matrix.4,5,11 It was shown
that the distribution of TiC particles over the C matrix and the
methods of preparation of both TiC and carbonmight inuence
the properties of titanium carbide.

The growing interest in TiC structure in recent years has
been caused by the fact that it is used to produce double
carbides (MAX phases), precursors for the new layered 2D
This journal is © The Royal Society of Chemistry 2020
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Fig. 1 SEM image (a) and XRD pattern of the untreated commercial
TiC powder (b).

Paper RSC Advances

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

6 
Ju

ly
 2

02
0.

 D
ow

nl
oa

de
d 

on
 1

2/
3/

20
25

 1
:3

6:
47

 P
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
carbide materials called MXenes.12–14 The electronic states of
titanium and carbon as well as the intrinsic defects in the TiC
material are worth investigating, as there is a need to optimize
the procedures of 2D-Ti3C2 preparation to control their
composition and properties.15

The distinctive feature of TiC with a NaCl-type lattice is the
layered structure of the crystals with interlacing close-packed Ti
and C layers.1–3 Thermal treatment of TiC with additional
sources of Al and Ti atoms leads to the formation of double
carbide phases (MAX phases) in an inert atmosphere. The
Ti3AlC2 MAX-phase has a hexagonal layered structure with P63/
mmc symmetry.14 Atom layers consisting of titanium, carbon
and aluminium are interlaced as Ti/C/Ti/Al/Ti/C/Ti. Nanosized
Ti3C2 2D-carbide can be prepared by treating the Ti3AlC2 MAX-
phase with various reactants (HF, LiF, and KOH) to result in Al
removal.16–19 During this process, terminal (T) – (Ti3C2Tx)
functional groups are attached to the surface of Ti3C2 particles.
The resultant Ti3C2Tx thin structure consists of ve layers with
a chemically modied surface, which makes these materials
promising for various applications due to their unusual
properties.

The removal of Al from the Ti3AlC2 MAX-phase is oen
accompanied by partial corrosion of Ti3C2 to give TiOx. In
addition, paramagnetic defects like Ti3+, oxygen vacancies, and
O� centers are formed.13,19 It is important to control these
processes, as they negatively inuence the stability and prop-
erties of the materials.15 The TiO layer on the TiC surface might
have a protective function, preventing further oxidation of the
material. However, segregation of TiO on the TiC surface might
have a negative effect when the material is used for preparation
of a high quality MAX phase, as it is a source of oxygen.18

The aim of this paper is to study the structural trans-
formations and nature of paramagnetic defects in titanium
carbide with thermal treatment under the reducing and
oxidizing atmospheres of air, hydrogen, and vacuum.

2 Experimental

Commercial samples of TiC (SIGMA-ALDRICH), graphene (A-12
GNP nanosize powder) and multiwall carbon nanotubes
(MCNT) (NANOCYL® NC7000™) were studied.

The titanium carbide was characterized in its initial state
and aer thermal treatment in air at 723 K for 1 h, in hydrogen
at 473 K for 1 h, and under vacuum of 2 � 10�6 bar at 1573 K.
Thermal treatment of the samples in hydrogen was performed
in a tube furnace whose internal volume was lled with
hydrogen. Heating of the samples in vacuum was carried out in
quartz ampoules from which air had been evacuated. The
particle size and morphology were characterized by scanning
electron microscopy (SEM) using a LEO 1420 microscope. The
X-ray diffraction measurements (XRD) were performed using
a Philips X-ray PANalytical Empyrean diffractometer with CuKa
radiation. The electron paramagnetic resonance (EPR) spectra
of the powdered samples were recorded on a Varian E 112
spectrometer at 300 and 77 K. The measurements were carried
out using a resonance frequency of 9.35 GHz (X-band), magnetic
eld modulation of 25 kHz, modulation amplitude of 1–4 G,
This journal is © The Royal Society of Chemistry 2020
and microwave power of 5 mW. The values of g-factors of EPR
signals were determined in reference to Mn2+/MgO hyperne
structure lines. The half-width of the lines is denoted here as
DB. The spin concentration was estimated in comparison to the
standard of Mn2+ in MgO. The sample weight was selected
experimentally in order to reduce the inuence of skin effect
and thus optimize the conditions of the EPR spectral recording.
The change in electrical conductivity of the samples aer
thermal treatment was estimated indirectly by the variation of
Q-factor of the spectrometer resonator.20 The Fourier transform
infrared (FTIR) spectra were collected on an AVATAR-330
(Thermo Nicolet) spectrometer supplied with a diffuse reec-
tance accessory in the wavenumber range from 400 to
4000 cm�1. IR spectra were recorded from tablets using both
transmission geometry and the Smart Diffuse Reection
accessory. Mixed powders of KBr and TiC were pressed into
tablets under vacuum conditions. The layer thickness and
amount of introduced TiC were selected empirically, achieving
an optimal combination of layer transparency and sensitivity in
recording vibrations. The X-ray photoelectron spectra (XPS)
were measured from the surface of the original samples. XPS
signals were recorded using a Thermo Scientic K-Alpha XPS
system (Thermo Fisher Scientic Inc., UK) equipped with
a microfocused, monochromatic Al Ka X-ray source (1486.68
eV). Thermo Scientic Avantage soware, version 5.9917, was
used for digital acquisition and data processing. Spectral cali-
bration was achieved using the automated calibration routine
and the internal Au, Ag, and Cu standards supplied with the K-
Alpha system.
3 Results and discussion
Untreated TiC powder

SEM images revealed that the original titanium carbide powder
consists of crystallites of heterogeneous sizes and with visible
layered structure (Fig. 1a). The X-ray diffraction pattern shows
the presence of single cubic phase TiC (Fig. 1b) with the unit cell
parameter a ¼ 4.326(3) �A.

The EPR analysis results of the commercial TiC samples in
the initial state and aer heating in air and in hydrogen are
summarized in Table 1 with the EPR parameters of the carbon
materials (MCNT and graphene). The corresponding spectra are
presented in Fig. 2.
RSC Adv., 2020, 10, 25602–25608 | 25603
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Table 1 Parameters of the EPR spectra collected at 77 K for graphene, carbon nanotubes, and titanium carbide treated under different
conditions

Sample Wt., mg
The EPR signal at g ¼ 2.000
O 2.0027 I, a.u. C, spin per g Other EPR signals

Untreated TiC powder 30–50 2.000; DB ¼ 0.5 mT 0.4–1.0 (2–4) � 1015 —
Graphene powder A-12 GNP 2 2.0027, DB ¼ 1.5 mT $C(H)–

radical
17, 6 � 1017 —

MCNT NANOCYL®
NC7000™

1 2.0027, DB ¼ 2 mT $C(H)–
radical

15–50, 3.2 � 1018 —

TiC, annealed at 723 K in air,
1 h

50 2.000, DB ¼ 0.5 mT, a(13C) ¼
5.35 mT

15, 6 � 1016 gt ¼ 1.977; gII ¼ 1.968, gt ¼
1.943; gII ¼ 1.934, g1¼1.913;
g2 ¼ 1.906, g3 ¼ 1.895 (Ti3+/
TiO2�x)

TiC, annealed at 423 K in H2,
1 h

2.3 2.001, DB ¼ 0.6 mT 8.7, 5.4 � 1016 gt¼ 2.060, DB¼ 10mT gII¼
2.037 (O�/TiC) or gII ¼ 2.001,
1.95; 1.93 1.91 (Ti3+/TiO2–x)
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A single signal with g ¼ 2.000 � 0.001 is observed in the EPR
spectrum of TiC. It could be related to the electronic defects of
the titanium carbide lattice, but its nature needs to be claried.
The observed signal differs in both the shape and value of the g-
factor from the signal typical of $C radicals in the cyclic carbon
structures of graphene and MCNT. Furthermore, its intensity in
TiC is lower by about two orders of magnitude.

The broadened shape of the EPR signals in graphene and
MCNT could result from the unresolved hyperne structure of
1H atoms present in the carbon materials as impurities.

According to our IR spectroscopy data, graphene and MCNT
contain CHx and OH functional groups with corresponding
distinctive vibrations: n(O–H) at 3665 and 3016 cm�1, n(C–H) at
2915 cm�1, d(O–H) at 1630 cm�1 and d(Ti–O–H) at 1249 cm�1.
The IR spectrum of MCNT differs from that of graphene in
Fig. 2 EPR spectra collected at 77 K: (1) untreated TiC powder, m ¼
50mg; (2) TiC, annealed at 473 K in H2 atmosphere for 1 h,m¼ 2.3mg;
(3), (4), and (5) TiC, annealed at 723 K in air for 1 h, m ¼ 50 mg, at
different magnifications; (6) graphene powder (A-12 GNP).

25604 | RSC Adv., 2020, 10, 25602–25608
a large variety of vibrations, which shows the greater heteroge-
neity of the CHx and OH functional groups in MCNT.

From comparison of the EPR spectra of TiC and carbon
materials, the appearance of the signal at g z ge in the TiC
spectrum cannot be caused by an admixture of carbon not
included in the crystal lattice of carbide. Therefore, this signal
can be assigned to the paramagnetic defects in the TiC crystal
lattice. The main defects in TiC are both single and complex
vacancies of carbon and titanium. There are no data on para-
magnetic defects in TiC; however, as follows from numerous
characterizations of SiC by EPR method, a resonance of both
silicon and carbon vacancies can be observed. This resonance
appears in spectra at g z ge. As is noted in literature, a homo-
geneous MeIVC sample is very difficult to obtain and noticeable
concentrations of vacancies are present in both sublattices.1 A
large degree of disorder is found in the arrangement of vacan-
cies, which can be present both in single form and as clusters.
The most recent data indicate that the vacancies in the carbon
sublattice are mainly formed in carbides of metals of group IV.18

Therefore, based on our redox experiments, we assign the
observed EPR signal to the unpaired electron density localized
in the carbon vacancy. The intensity of the observed signal
substantially depends on the temperature. For this reason, it
cannot be attributed to conduction electrons (Pauli para-
magnetism), as shown by Augustyniak-Jabłokow et al.21

The presence of a TiO2/TiO phase on the TiC surface is
conrmed by XPS. The corresponding results are presented in
Table 2. The spectra of Ti 2p, O 1s and C 1s are shown in Fig. 3.

The XPS data reveal the presence of various oxidized states of
titanium and carbon on the TiC surface. In the Ti 2p signal, we
have identied typical peaks for Ti carbides centered at
�454.6 eV corresponding to the Ti–C bond, �455.6 eV corre-
sponding to Ti2+ (C–Ti2+ or some TiO) and �457.6 eV corre-
sponding to Ti3+ (C–Ti3+ or some Ti2O3) (Fig. 3).22 The Ti 2p
signal at �458.5 eV corresponds to Ti4+ and is probably mainly
TiO2, since it can be well correlated with the signal of O 1s
centered at �529.9 eV corresponding to O2� (Table 2).

Signals from adventitious carbon coming from surface
contamination are centered at �284.8 eV (sp3 carbon),
This journal is © The Royal Society of Chemistry 2020
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Table 2 XPS data of untreated TiC powder

Band EBE, eV At% EBE, eV
aAt% bAt% State

Ti 2p3/2 458.3 31.5 458.5 8.2 40.0 Ti4+/TiO2

454.6 7.2 35.2 Tid+/TiC
455.6 3.0 14.6 Ti2+/TiO
457.6 2.1 10.2 Ti3+/TiO2�x

O 1s 530.5 19.8 529.9 19.6 60.5 TiO2, TiO2�x

531.5 10.5 32.4 C]O, O�/TiO2�x

533.0 2.3 7.1 C–O
C 1s 284.8 48.7 281.3 9.2 20.8 Cd�/TiC

284.2; 284.8 8.1; 20.9 64.6 C–C, C–H
286.2 2.5 5.2 C–O
288.5 4.5 9.4 O–C]O

a % from states of all Ti, O, C elements. b % from states of single element.
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�286.2 eV (C–O groups) and �288.5 eV (carboxyl OC]O or
carboxylate COO� groups). The signal at �284.2 eV (labelled
“sp2” in Fig. 3c) could be assigned to the Ti-oxycarbides (Ti-OC)
or some graphitic carbon.22 The typical signal for carbide at
�281.3 eV (Fig. 3c) was detected. The signal at �282.6 eV
(labelled “carbide II” in Fig. 3c) might be a satellite from TiC
because of the conductive electrons available for shake-up-like
events following core electron photoemission. At this position
might also be some substoichiometric TiCx or C–Ti–O from the
adsorption of OH groups on the surface of TiC.23 The C–Ti–O
group is also detected in the O 1s signal centered at �531.5 eV,
but this signal overlaps with organic contamination of the C]O
signal (Fig. 3d, Table 2).

The existence of carbonate–carboxylate structures on the TiC
surface is conrmed by IR spectroscopy. The weak narrow lines at
412 and 531 cm�1 can be assigned to the vibration of the Ti–C
bonds. The wide absorption lines with maxima at 838 cm�1,
1138–1374 cm�1 (with intermediate lines at 1235 and
1298 cm�1), 1506–1575 cm�1 and 1775 cm�1 characterize vibra-
tions of the C–O bonds in carbonate–carboxyl groups. Taking
into account the available data in the literature,24 it can be
Fig. 3 XPS spectra of untreated TiC powder: (a) overall, (b) Ti 2p, (c) C
1s, (d) O 1s.

This journal is © The Royal Society of Chemistry 2020
deduced that the observed vibrations refer to the following
bonds: 838 cm�1 – d(OCO); 1138 cm�1 – n(C–C); 1235 cm�1 – n(C–
O) in bidentate carbonate; 1298 cm�1 – nas(COO) in bidentate
carbonate; 1374 cm�1 – ns(COO

�) (carboxylate group bonded to
metal ion); 1506–1574 cm�1 – nas(COO

�); 1775 cm�1 – n(C]O)
(non-ionized carboxyl group). The bidentate and non-ionized
COO-groups are weakly bound to the metal oxide surface. The
presence of different carbonate–carboxylate surface structures
demonstrates the heterogeneity of the sample surface, which is
typical for defective layers of titanium dioxides.
TiC powder aer thermal treatment in air

Annealing at 723 K in air causes oxidation of titanium carbide.
The formation of anatase and rutile TiO2 phases is registered in
the diffraction pattern (Fig. 4). As seen in the scanning electron
microscopy images, the TiO2 occurs in the form of individual
round-shaped particles that are evidently separated from TiC
crystallites. IR spectroscopy also reects the transformation of
a portion of TiC into TiO2. A wide absorption band at 400–
800 cm�1 with a maximum at 788 cm�1 assigned to the A2u LO
Ti–O vibration in the nanosized rutile TiO2 powder appears in
the IR spectrum.25

In the EPR spectra of the samples calcined in air, a consid-
erable increase in the signal intensity at g ¼ 2.000 and the
appearance of low-intensity signals with g-factors of 2.015,
1.983, 1.97, 1.94 and 1.91 are registered. The symmetrical
arrangement of the lateral lines at 2.015 and 1.983 relative to the
Fig. 4 SEM picture (a) and XRD pattern (b) of the TiC powder annealed
at 723 K in air for 1 h.

RSC Adv., 2020, 10, 25602–25608 | 25605

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d0ra02959a


RSC Advances Paper

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

6 
Ju

ly
 2

02
0.

 D
ow

nl
oa

de
d 

on
 1

2/
3/

20
25

 1
:3

6:
47

 P
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
central line of g ¼ 2.000 evidently corresponds to the hyperne
structure of the signal with a splitting value of 5.35 mT. The
appearance of hyperne structure can be evoked by the inter-
action of unpaired electron density localized in the carbon
vacancy with nuclear magnetic moments of neighboring carbon
13C isotope atoms (nuclear spin I ¼ 1

2). The ratio of the line
intensities corresponds to the 13C hyperne structure. The
content of 13C isotope is known to be small (1.108%).26 There-
fore, the hyperne structure lines are only recorded in spectra
when the main signal has a high intensity. Although chemical
bonding between carbon atoms is absent in TiC, it has been
noted in literature1,3 that the wave functions of atoms in TiC can
extend over several unit cells, which explains the appearance of
the hyperne structure of 13C atoms.

The signals at g ¼ 1.97, 1.94 and 1.91 undoubtedly originate
from the Ti3+ centers (d1 electron state) in TiO2�x. It is known that
the g-tensor of the Ti3+ centers (3d1 state) varies over a range of
1.99 O 1.90 depending on the symmetry of the coordination
environment.27 At high spectral intensities, it becomes possible
to resolve the axial and triaxial shapes of the signals (see Fig. 2
and Table 1), which are typical of Ti3+ paramagnetic centers in
titanium oxides. At 300 K, these signals are not observed in the
spectrum, which corroborates their affiliation with Ti3+ centers.

The obtained results suggest that the partial oxidation of TiC
during calcination in air is accompanied by the formation of a TiO2

phase. Such a process can generate defects in the TiC structure, as
indicated by an increase in the signal intensity at g ¼ 2.000.

The titanium dioxide phase formed at the rather low
temperature of 723 K has a nonstoichiometric TiO2�x structure
with stabilization of incompletely oxidized Ti3+ states. The
presence of three Ti3+ signals with different parameters shows
the heterogeneity of the titanium oxide structure being formed.
The values of the g-factors differ considerably from the g-factors
of the Ti3+ paramagnetic centers in the anatase and rutile
crystalline phases. This difference may be caused by a surface
arrangement of Ti3+ in the tetragonal coordination which is
typical of highly defective TiO2�x oxides. The mechanism of the
formation of Ti3+ centers and oxygen vacancies at the TiO2/Ti3C2

boundary has been considered by Yoon et al.19
TiC powder aer thermal treatment in hydrogen

According to the XRD data, the new phases are not formed aer
exposure to hydrogen (Fig. 5b). Only the face-centered cubic
Fig. 5 SEM image and XRD pattern of the TiC powder annealed at 723
K in H2 for 1 h (a and b(1)) and XRD pattern of TiC powder annealed at
1573 K in vacuum for 30 min (b(2)).

25606 | RSC Adv., 2020, 10, 25602–25608
phase of TiC with the same unit cell parameter as in the original
sample was observed. As seen in the SEM images, there are no
visible changes in the morphology of TiC crystallites, either
(Fig. 5a). However, thermal treatment in H2 causes the electrical
conductivity and the magnetic susceptibility of the sample to
increase considerably. This conclusion was made based on the
fact that the resonance of unpaired electrons becomes difficult
to register. The difficulties in registration of EPR signals from
samples with metallic conductivity are described in detail by
Silveri et al.28 In materials with metallic conductivity, electrons
interacting with a high-frequency external magnetic eld can
readily absorb microwave radiation and affect the intrinsic
frequency of the resonator. Apparently, variation of the g-tensor
in the range of 2.000 O 2.001 can be evoked by the inuence of
electrical conductivity of the samples on the intrinsic frequency
of the resonator. Dilution of the partially reduced sample by
adding inert matrix (Al2O3) to the TiC powder caused neither
elimination of the noise component nor improvement of the
spectral recording conditions. To achieve acceptable conditions
for registration of EPR spectra, the sample weight was consid-
erably reduced (more than 20 times).

Despite the signicant differences in the recording condi-
tions of the initial samples and the samples treated in H2, it can
be concluded that the signal intensity at g ¼ 2.001 increases
aer exposure to H2. Additionally, a wide signal with giso z 2.06
and a series of low-intensity signals (2.037, 1.95, 1.93, 1.91)
emerge against the noisy background (Fig. 2).

The increase in intensity of the g ¼ 2.001 signal aer
annealing in hydrogen can be explained by the growing
concentration of carbon vacancies at which unpaired electron
density is localized. According to the calculations made by
Khabibullin et al.,29 hydrogen adsorption on TiC is preferable
on carbon atoms of the (001) and (111) planes. At elevated
temperatures, formation of CHx fragments takes place. Their
condensation and cyclization can generate highly defective
aromatic hydrocarbons with stabilization of cC(H) radicals,
which can also contribute to the signal at g ¼ 2.001.

Annealing TiC in hydrogen leads to the appearance of IR
absorption bands assigned to the following vibrations: n(O–H)
at 3790 cm�1, n(O–H) (H2O) at 3467 cm�1, d(O–H) at 1630 cm�1

and n(C–H) at 2910 cm�1. These bands indicate the chemi-
sorption of hydrogen on TiC and TiOx.

In the case of a high concentration of carbon vacancies,
a transformation of the corresponding local energy levels into
a band with a high density of electron states can be expected.
Since magnetic susceptibility correlates with the concentration
of such electron states, its observed increase aer reducing TiC
samples corroborates our assumption about the formation of
carbon vacancies aer treatment under hydrogen atmosphere.

Based on EPR measurements, we estimated the concentra-
tion of paramagnetic centers with g ¼ 2.001 in the reduced
sample as 5.4� 1016 spins per g. At this concentration, only one
vacancy per 100000 positions can be formed in the TiC crystal
lattice. Such a low concentration of carbon vacancies cannot
explain the strong change in the magnetic susceptibility and
electric conductivity of TiC that takes place aer exposure to
hydrogen. The concentration of defects (vacancies) must be
This journal is © The Royal Society of Chemistry 2020
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higher by 1–2 orders of magnitude and reach 1017 O 1019 spins
per g. Therefore, it can be assumed that not all vacancies
present in the reduced sample were detected by EPR method.
The observed single peak with g ¼ 2.001 can only be related to
isolated vacancies which create local energy levels. Under
annealing in hydrogen, the increase in the concentration of
vacancies can cause their arrangement into clusters of various
dimensions and geometries.6 In the EPR measurements, such
clusters of vacancies may not be detected for various reasons,
including the absence of unpaired electron density. It is worth
noting that the observed increase in electrical conductivity of
the reduced sample could also be associated with its hydroge-
nation, which is typical of materials treated in hydrogen.

The appearance of a wide signal with giso z 2.06 in the
reduced sample suggests the formation of an O� center asso-
ciated with an oxygen ion stabilized in the vicinity of a cation
vacancy (Ti–O�–VTi). A similar center has been observed in the
EPR spectra of many metal oxides. Its formation was explained
by the rearrangement of a disordered oxide into a crystalline
phase. A small peak at 2.037 could be an independent signal or
the gII component of the signal with gt ¼ 2.06. A signal of
similar axial shape but with different parameters (gt ¼ 2.048,
gII ¼ 2.035) was observed earlier in titanium dioxide doped with
tin. It was assigned to the [VTi–O

�] center. Similarly, signals with
gt ¼ 2.0389, gII ¼ 2.0032 and gt ¼ 2.0408, gII ¼ 2.0032 were
observed in MgO monocrystals and assigned to the [Vk–O

�] and
[O�–Vk–O

�] conformations, respectively. Therefore, the reso-
nance observed in the spectrum at g ¼ 2.037 could be the gt
component of the independent signal, the gII component of
which overlaps with the signal at g ¼ 2.001.

Another model of the center with gt ¼ 2.06, gII ¼ 2.002
includes an oxygen atom with a localized electron that links two
neighboring titanium atoms through the oxygen vacancy. Such
an O� signal should have a component gII ¼ ge.30,31

The signal with g¼ 2.06 was observed in the EPR spectrum of
TiO2 in the Q-band (l ¼ 8 mm), but was not registered within
the X-band (l ¼ 3 cm).32 The authors relate this signal to
exchange-coupled O�/O� centers with spin S ¼ 1 and a strong
magnetic interaction rather than to a single O� center. The
resonance observed within the X-band has been attributed to
the ne structure transitions of the triplet O�/O� center.

In the spectrum of the untreated TiC sample, the signal with
g ¼ 2.06 has been also registered at 300 K. Aer reducing the
sample, the signal intensity increases and the line becomes
isotropic and shis toward higher g values (up to giso ¼ 2.08).
The described behavior of the signal indicates that it belongs to
the O�/O� pairs with spin S ¼ 1. The shi of the lines toward
higher g values can be explained by the increase in magnetic
interaction between the spins.

As follows from the aforesaid, the signal with giso z 2.06 is
undoubtedly related to the O� centers at the surface TiO2�x

layer, but its structure requires renement. The signal cannot
be assigned to adsorbed anion-radical forms of oxygen because
it still appears aer treatment of the samples in vacuum.
Although its intensity varies, these variations could be caused
by other reasons, such as changes in the conditions of the spin–
lattice relaxation due to the removal of adsorbed oxygen.
This journal is © The Royal Society of Chemistry 2020
The signals with low intensity at 1.95, 1.93 and 1.91 regis-
tered against the background noise (Fig. 2) can be related to the
Ti3+ centers with different environments. They appear as
a result of the partial reduction of the TiO2 surface layer present
on the surface of the initial TiC sample. Exposure to H2 prob-
ably generates defects like (Ti3+–VO–Ti

3+); however, they were
not registered by EPR method. The appearance of these defects
is indicated by the change in the TiC sample color from dark
grey to rich black during heat treatment under H2. The black
color of titanium dioxides has been explained by the formation
of similar structures comprised of two Ti3+ ions.33
TiC powder aer thermal treatment under vacuum

Synthesis of the Ti3AlC2 MAX phase from TiC, Ti and Al was
performed under vacuum at 1573 K. To trace the possible
structural-phase transformations in TiC under these condi-
tions, the sample was heated in an evacuated ampoule without
adding Ti and Al powders under conditions similar to those
used for the synthesis of Ti3AlC2. According to the XRD data, the
phase composition of the sample during such treatment
remains unaltered (Fig. 5b). Only cubic TiC phase with a slightly
reduced parameter a ¼ 4.324(3) �A was observed in the XRD
spectrum. A change in the relative intensities of the lines was
also observed. Thus, the reection from the (200) plane
increased in relation to the other reections of the TiC face-
centered cubic lattice. The observed changes in the lattice
parameter and peak intensities of the sample thermally treated
in vacuum might be explained by an increase in the defect
concentration in the carbon sublattice. In spite of the thermal
stability of its structural phase state, TiC undergoes decarbon-
ization at high temperatures.2

The recording of EPR spectra was only successful using
a small sample portion (2.4 mg), since the electrical conduc-
tivity of the material increased considerably aer annealing in
vacuum. In the EPR spectrum, broadened signals with the
following g-factors were registered: 2.054, 2.002, 1.933 and
1.879, as well as a wide rise at giso ¼ 2.15. The actual observed
signals of oxygen centers, carbon vacancies and Ti3+ are iden-
tical to those detected in other TiC samples. However, the g
parameters vary slightly, which could be a consequence of
increased defect concentration in the TiC crystal lattice aer
high-temperature treatment in vacuum.
4 Conclusions

The application of a series of complementary methods allowed
us to characterize the structural features of TiC and to study the
defect- and phase-forming processes taking place at the surface
and in the bulk of titanium carbide under thermal treatment in
air, hydrogen and vacuum. The presence of oxidized states of
both titanium and carbon in the forms of TiO2�x and
carbonate–carboxylate structures (CO3

2�, COO�) at the surface
of the untreated TiC sample was conrmed experimentally.
Thermal stability of the TiC crystal lattice during the treatments
in hydrogen (473 K) and in vacuum (1573 K) was ascertained, in
spite of a considerable increase in the concentration of
RSC Adv., 2020, 10, 25602–25608 | 25607
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structural defects. The oxidation of TiC with the formation of
isolated anatase and rutile TiO2 phases takes place when
annealing TiC in air (723 K). The paramagnetic defects typical of
both TiC and TiO2�x were revealed. Carbon vacancies play the
most important role in determining the electro-physical prop-
erties of TiC. The interactions and electron transfer in carbon
vacancies are responsible for the metallic characteristics, high
electrical conductivity and superconductivity of the substance.
The other centers (Ti3+, O�, O�/O�) registered by EPR method
are typical of a titanium carbide surface layer, where titanium
oxides (TiO, TiO2�x, TiO2) are formed in considerable quanti-
ties. The nature of defects and the revealed changes in the
structure at the TiC/TiOx interface are similar to the processes
observed at the Ti3C2Tx(MXene)/TiOx interface. The obtained
results contribute to a better understanding of the formation of
promising MXene materials.
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