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Telomere sequences can spontaneously form G-quadruplexes (G4) in the presence of some cations. In

view of their relevance to genetic processes and potential as therapeutic-targets, hitherto, a wealth of

conventional techniques have been reported for interrogation of G4 conformation diversity and

corresponding folding kinetics, most of which are limited in precision and sensitivity. This work

introduces a label-free solid-state nanopore (SSN) approach for the determination of inter-, intra- and

tandem molecular G4 with distinct base permutation in various cation buffers with a tailored aperture

and meanwhile captures the single-molecule G4 folding process. SSN translocation properties

elucidated that both inter- and intramolecular G4 generated higher current blockage with longer

duration than flexible homopolymer nucleotide, and intramolecular G4 are structurally more stable with

higher event frequency and longer blockage time than intermolecular ones; base arrangement played

weak role in translocation behaviors; the same sequences with one, two and three G4 skeletons

displayed an increase in current blockage and a gradual extension in dwell time with the increase of

molecule size recorded in the same nanopore. We observed the conformation change of single-

molecule G4 which indicated the existence of folding/unfolding equilibration in nanopore, and real-time

test suggested a gradual formation of G4 with time. Our results could provide a continued and improved

understanding of the underlying relevance of structural stability and G4 folding process by utilizing SSN

platform which exhibits strategic potential advances over the other methods with high spatial and

temporal resolution.
Introduction

Telomeres are DNA–protein complexes that are located at the
end of eukaryotic chromosomes for the inhibition of cellular
degradation and maintenance of genome integrity.1,2 Human
telomeric DNA comprises hundreds of repetitive 50-
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(TTAGGG)n-30 sequences that are 5000–20 000 base pairs in full
length overhanging at the 30 end with a single strand of 100–
250 bases. This guanine-rich single-stranded DNA is known to
form highly ordered secondary structures, called G-
quadruplexes (G4) in the presence of mono- or divalent
cations. The skeleton of a G4 is composed of stacked G-
quartets which contains four planar Gs held together
through Hoogsteen hydrogen bonds and further stabilized by
intercalating metal ions.3,4 A telomere is prone to shortening
along with cell division and is thus closely related to human
lifespan; the folded G4 secondary structures at the end of
telomeres have been proved to resist the length extension by
telomerase and to play a critical role in gene regulation, DNA
transcription and replication, and they also exhibit potential
in targeted cancer intervention and drug design.5,6 Therefore,
investigation of the conformation diversity, relative stability
and the folding process of G4 is essential for understanding
the modulation mechanism in biological processes.

Computational analysis revealed that there are tens of
thousands of sequences that have potential to form G4 struc-
tures and they are non-randomly located at functionally
RSC Adv., 2020, 10, 27215–27224 | 27215
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important genomic regions. In view of the association of G4
with cell senescence and pathology of cancer, the structural
heterogeneity and stability of G4 have aroused broad concern.7,8

Human telomere G4 adopt distinct folds in the presence of
different metal ions9,10 and there are a wealth of accessible
techniques reported for the investigation of G4 conformation
along with the folding dynamics at both single-molecular and
single-atomic level, such as X-ray diffraction,11,12 NMR spec-
troscopy,13 circular dichroism spectroscopy,14 uorescence
resonance energy transfer,15 surface plasmon resonance16 and
magnetic tweezers.17,18 However, despite the increased sensi-
tivity, some are limited to solid-phase analysis such as crystal-
lographic methods, some require large quantity of sample with
high concentration and purity, such as NMR, and they give
average information of molecules. Although the developed
single-molecular approaches provide more accurate informa-
tion, their time resolution may not be enough to capture the
quick folding of G4, and the time-consuming and costly
labeling or modications may perturb the G4 folding process.

The nanopore technique with a nano-scaled orice as
sensing platform has emerged to be ultrasensitive for single-
molecule identication, including the properties of the size,
structure, conformation, charge status and interactions with
pores and other probed molecules in real time.19–22 Solid-state
nanopore (SSN) fabrication methods are versatile, including
ion or electron beam milling, chemical etching and multilevel
pulse dielectric breakdown;23–27 one can precisely cra the pore
diameter to match the size of analytes and this method is
therefore suitable for integrated biological sensors. Due to its
high spatial and temporal resolution, size-matched feature,
cost-effectiveness and being a label-free process, the nanopore-
based sensing platform has attracted great consideration and
thereby has been widely and actively used in DNA, RNA, protein,
and nanoparticle determination and chirality
distinguishing.28–31

At present, there is signicant work reported on G4 with
biological nanopores including structural identication,32,33

monitoring the folding/unfolding dynamics,34 and investigation
of the interplay of G4 with ligands,35,36 while the constricted size
of biological nanopores is rather limited for larger-sized G4
translocation except unwinding strands. Also, SSN have been
introduced for the investigation of secondary structures of DNA
owing to their remarkable thermal and mechanical stability, as
well as extraordinary surface, shape and size versatility
compared with their biological counterparts. For instance,
Long's group has utilized silicon nitride nanopores for ready
determination of i-motif structure as well as DNA dynamics;37–39

the employment of tiny SSN for sieving out G4 structure was
also reported;40,41 Jiang's group have observed the G4 DNA
conformational switching in a responsive nanochannel;42,43 i-
motif folding dynamics44 and G4 formation with DNA carrier
in SSN was also reported.45 However, inter- and intramolecular
and consecutive G4 have not been detected with SSN since inter-
and intramolecular DNA with distinct base permutation and
stability may perform differently in organisms, and consecutive
G4 units are the dominating factor for diseases.
27216 | RSC Adv., 2020, 10, 27215–27224
In this work, we have realized the application of label-free
SSN for the identication of human telomeric G4 with
different strand length and base arrangement in diverse ionic
electrolytes and decoded the relative stability of G4 structures
under various conditions. Moreover, we have captured the
folding process of single-molecule G4 and monitored the G4
formation in temporal dimension under diverse conditions
which turned out to be amoderate tendency. Our work provided
structural differentiation of inter-, intra- and tandem molecular
G4 under distinct conditions and monitored their folding and
splitting process at single-molecule level, which helps to
understand the modulation mechanism of DNA secondary
structures in biological processes in vivo.
Experimental section
Nanopore fabrication

The details of nanopore fabrication with SiNx nanochips via
dielectric breakdown were reported previously23–25 and
described briey in ESI.† The diameter of the nanopore is
estimated based on a theoretical derivation under nanopore
quasi-1D resistance approximation plus access resistances23,46–48

shown below:

G ¼ s[(4L/pd2) + (1/d)]�1 (1)

here s represents the electrical conductivity (the value is 10.4 S
m�1 for 1 M KCl, 10 mM Tris, 1 mM EDTA at pH 8), L represents
the length of the nanopore, equal to the thickness of SiNx

membrane (20 nm in our case), G is the pore conductance, and
d represents the pore diameter. The size of the nanopore
employed in this work is between 3.1 and 4.2 nm, which is
closely matched with the dimension of stereo G4.
G4 sensing principle

The details of nanopore sensing of G4 are illustrated in ESI,†
and a schematic setup of the nanopore sensing system is
exhibited in Scheme 1. As for G4 translocation process, 0.1 mM
of the pre-dissolved telomere DNA sequences in 1 M K+ or Na+

buffer solution were heated at 95 �C for 5 minutes before
cooling down to room temperature and incubated for one hour
which allows the accomplishment of G4 folding equilibration
before loading for nanopore testing with 200 mV bias voltage.
Each setup was repeated at least two or three times and the
resultant data were statistically averaged.
Monitoring single-molecule G4 formation with label-free SSN
sensor

G4 formation assays were monitored with 10 nM aqueous
solution of telomere DNA that was heated at 95 �C for 5 minutes
and stored immediately at 0 �C to avoid the formation of any
secondary structures before testing. The pre-melted DNA
aqueous solution was injected into a ow cell and mixed
immediately aer the blank recording with a buffer solution
containing 1 M KCl or NaCl and 10 mM Tris, 1 mM EDTA at pH
This journal is © The Royal Society of Chemistry 2020
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Scheme 1 Solid-state nanopore setup for single-molecule G4 determination. (a) Schematic illustration of nanopore detection principle; image is
not to scale. (b) Transmission electronmicrograph showing SiNx chip with a nanopore of 3.5 nm in diameter used in this work; scale bar¼ 10 nm.
(c) Representative translocation current traces of G4 under 200mV bias voltage. (d) I–V curves showing open pore current of three closely sized
SiNx nanopores used in this work, recorded in 1 M KCl, 10 mM Tris, 1 mM EDTA at pH 8. (e) G4 molecular skeletons folded with intramolecular
(DNA1 and DNA2), intermolecular (DNA3 and DNA4) and tandem (DNA5 and DNA6) human telomere sequences.

This journal is © The Royal Society of Chemistry 2020 RSC Adv., 2020, 10, 27215–27224 | 27217

Paper RSC Advances

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

1 
Ju

ly
 2

02
0.

 D
ow

nl
oa

de
d 

on
 3

/1
2/

20
26

 5
:5

4:
23

 P
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d0ra05083k


RSC Advances Paper

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

1 
Ju

ly
 2

02
0.

 D
ow

nl
oa

de
d 

on
 3

/1
2/

20
26

 5
:5

4:
23

 P
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
7.4 under 100mV and 200mV external voltages in a nanopore of
3.5 nm (for DNA1 and DNA2) or 4.2 nm (for DNA6) in diameter.
Results and discussion
Single-molecule resolution of telomeric inter- and
intramolecular G4 folding under diverse conditions

A nanopore-based sensing platform has been employed in this
work to identify DNA secondary structures folded with distinct
strands in length and base permutation under diverse metal ion
induced conditions. Scheme 1a and c demonstrate schemati-
cally the nanopore detection system and representative current
traces produced by G4 translocation. Scheme 1b is a TEM image
of a 3.5 nm nanopore generated via dielectric current break-
down approach. Scheme 1d shows the I–V curves of three
nanopores recorded on patch clamp. The pore size for testing is
around 3.2 nm in diameter, which is appropriate for the capture
of G4 in nanopores; in order to minimize the error arising in
nanopores of different size, current blockages were normalized
as DI/I0, where I0 represents the open pore current and DI
represents the translocation current blockage produced by the
analytes. In this work, four telomeric G4 (structural skeletons
are shown in Scheme 1e) were designed to investigate the
correlation between the length, base arrangement of the
sequence and the folding size and structural stability. K+- and
Na+-containing buffers were utilized as they are common and
important in vivo and are reported to well stabilize G4 skeleton
via intercalation.9,10 100 nM DNA1–4 was melted and cooled
down before incubation for one hour in 1M KCl or NaCl, 10 mM
Tris, 1 mM EDTA, pH 7.4 to ensure the completion of the
folding process before subjecting to nanopore measurement
under 200 mV in a nanopore of 3.2 nm in diameter. In order to
corroborate the formation of G4 in the indicated buffers, CD
characterization has been implemented. The spectra gave
a representative absorption at around 290 nm for all telomeric
sequences in both 1M KCl and NaCl, and absorption density for
DNA1 and DNA2 is apparently higher than that for DNA3 and
DNA4 (Fig. 1). G4 folded in other cation buffers are also
exhibited in Fig. S1.† In comparison, homopolymer nucleotide
polyA20 that is unable to fold into secondary structure in buffer
Fig. 1 CD spectra of 10 mM human telomeric G4 prepared in 1 M (a) KCl
pH 7.4 at 22 �C.

27218 | RSC Adv., 2020, 10, 27215–27224
does not present an absorption at 290 nm in its CD spectrum,
this further proving the formation of G4 structure under our
indicated buffer conditions.

In order to survey the structural stability and compare the
translocation properties among the four inter- and intra-
molecular telomeric G4 and polyA20 in both 1 M K+- and 1 M
Na+-containing buffers, parallel assays were carried out with
100 nM of telomere DNA and current traces were collected
under 200 mV in the same nanopore. Superimposed scatter
plots illustrated that G4 folded with intramolecular DNA1 and
DNA2 (Fig. 2 and S2†) and intermolecular DNA3 and DNA4 (data
not shown) producedmuch higher current blockage with longer
duration than the exible homopolymer polyA20 due to their
larger physical dimension. This has further veried that our
prescient designed four sequences have folded into nanopore
size-matched G4 and have performed characteristically based
on the SSN approach. In addition, the intramolecular G4 folded
with DNA1 and DNA2 threaded through the nanopore with
longer duration and higher event frequency than that of inter-
molecular G4 folded with DNA3 and DNA4 in both Na+ and K+

buffers (Fig. 3a, and S3a†), which indicated that the intra-
molecular G4 is more stable. The representative current traces
also demonstrated a clear distinction in translocation behaviors
among inter- and intramolecular G4 and labile sequences
(Fig. 3b, and S3b†). Much fewer events were collected for polyA20
and intermolecular G4 due to the larger pore size (3.2 nm)
compared with the DNA geometry, and intermolecular G4 do
produce spikes with higher current amplitude but much less
than that of intramolecular G4, owning to the instability and
unwinding during the translocation process. Therefore inter-
molecular G4 produce events with different levels of blockage
amplitude and event frequency was even less than that of
polyA20 due to the shorter DNA sequence.

The details of nanopore translocation properties of DNA1–4
and polyA20 are displayed in Fig. S4–S6† and the statistics are
collected in ESI Table 1.† It is clear that both current blockage
and dwell time of intermolecular G4 folded with DNA3 and
DNA4 are quite similar in KCl and NaCl. This implies that the
base arrangement is not the determinant factor that impacts
the structural difference of intermolecular G4 based on the SSN
and (b) NaCl buffer solution composed of 1 mM EDTA, 10 mM Tris with

This journal is © The Royal Society of Chemistry 2020
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Fig. 2 Discriminative analysis of G4 translocation properties. (a1 and a2) Scatter plots showing event distribution of G4 folded with 100 nM of
telomeric DNA1, DNA2 and polyA20 in 1 M KCl, 10mM Tris, 1 mM EDTA at pH 7.4 with�3.2 nm nanopores under 200mV external voltage. (b1 and
b2) Representative translocation current traces of indicated DNA during 2 s.
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approach; while intramolecular G4 exhibited distinct properties
as shown in Fig. S4.† In 1 M NaCl, the normalized current
blockage DI/I0 exhibited two Gaussian distributions with
a tting value near 0.2 and 0.7. We proposed that DI/I0 lower
than 0.2 could be assigned to bumping and the free sequences
Fig. 3 Discriminative analysis of G4 translocation properties. (a1 and a2
telomeric DNA1–4 in 1 M KCl, 10 mM Tris, 1 mM EDTA at pH 7.4 wi
Representative translocation current traces of indicated DNA during 2 s.

This journal is © The Royal Society of Chemistry 2020
translocation, which could also be proved by the statistical data
in ESI Table 1† and translocation behavior of polyA20, threading
through the nanopore without folding to G4 (Fig. S6†); while DI/
I0 above 0.7 should be mainly contributed by G4 translocation.
However, in 1 M KCl, the distribution of current blockage
) Scatter plots showing event distribution of G4 folded with 100 nM of
th �3.2 nm nanopores under 200 mV external voltage. (b1 and b2)

RSC Adv., 2020, 10, 27215–27224 | 27219

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d0ra05083k


RSC Advances Paper

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

1 
Ju

ly
 2

02
0.

 D
ow

nl
oa

de
d 

on
 3

/1
2/

20
26

 5
:5

4:
23

 P
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
produced by intramolecular G4 is more concentrated. Several
repetitions (data not shown) ended up with similar phenomena
and DI/I0 focused on the low value owing to signicant proba-
bility of bumping events generated by intramolecular G4 with
nanopore which has a highly closed size.
Discrimination of G4 with the same base arrangement while
distinct in length

Base arrangement does not signicantly inuence the trans-
location behavior of G4 folded in a sequence of the same
length as illustrated above. Here we want to further determine
if the G4 folded with the same sequence but different in length
performed characteristically in the SSN system, as the number
of consecutive G4 units in a DNA chain is the dominating
factor for diseases. DNA2, DNA5 and DNA6 were designed to
Fig. 4 Representation of nanopore translocation properties of G4 measu
Tris, 1 mM EDTA at pH 7.4 under 200 mV bias voltage in an �4.2 nm nan
and DNA6 in 1 M KCl; the insert is the G4 skeleton folded with the corresp
with Gaussian fitting curves; all the data of DI/I0 were divided into 30 bin

27220 | RSC Adv., 2020, 10, 27215–27224
share the same sequence but altered in length, the skeletons of
which are presented in Scheme 1e. 10 nM of DNA2, DNA5 and
DNA6 were melted by heating at 95 �C for 5 minutes before
cooling down to room temperature and incubating for one
hour in 1 M KCl or NaCl, 10 mM Tris, 1 mM EDTA, pH 7.4 for
G4 formation; the prepared G4 samples were characterized
with CD spectra (Fig. 1) before subjection to nanopore detec-
tion under 200 mV in a nanopore of 4.2 nm. Fig. 4 and 5
demonstrate the translocation properties of the three G4
samples. The event frequency, higher normalized current
blockage amplitude DI/I0 and blockage duration increase
along with the increase of the sequence length as expected; the
translocation characteristics of DNA2, DNA5 and DNA6 in
NaCl are similar to those in KCl, as exhibited in Fig. S7 and
S8.† Statistical analysis in ESI Table 2† illustrated that both
higher current blockage ratio and dwell time increase along
red with 100 nM DNA2, DNA5 and DNA6, performed in 1 M KCl, 10 mM
opore. (a1–a3) Scatter plots showing event distribution of DNA2, DNA5
onding DNA. (b1–b3) Histograms of the normalized current amplitude
s from 0.05 to 1.

This journal is © The Royal Society of Chemistry 2020
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Fig. 5 Nanopore translocation duration of G4 recorded with 100 nM DNA2, DNA5 and DNA6, performed in 1 M KCl, 10 mM Tris, 1 mM EDTA at
pH 7.4 under 200mV bias voltage in an�4.2 nm nanopore. (a–c) Histograms of dwell timewith exponential decay fitting curves; all the data were
treated with the same bin size of 0.2 ms. (d) Line fitting graph of dwell time as a function of the number of G4 skeletons.
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with prolonging of the length of DNA, which is in agreement
with the physical size of G4 skeletons; and the line tting
graphs of blockage duration in Fig. 5d and S8d† suggest an
approximate linear relation with the number of G4 skeletons.
Exploration of the folding process of G4 under distinct
conditions

In order to decipher the folding and splitting process of distinct
G4 under varied conditions, we performed the setups by
monitoring the produced current traces of G4 translocation
immediately aer the addition of the melted DNA solution into
test buffer in a ow cell. We have captured quite a few repre-
sentative translocation traces of single-molecule G4 folded with
10 nM DNA2 in 1 M KCl (Fig. S9†). The analysis of all point
histograms for these typical single-molecule DNA events sug-
gested that events with two or more distributions represent two
or more conformations being involved during the translocation
process. Single-molecule G4 could change their conformation
in a conned space, and they might involve various interme-
diates (hair pins or triplexes)49,50 according to the spikes in
Fig. S9a.† Some single-molecule signals hold two levels of
blockage in which the higher blockage could be a G4 structure
and the lower one might be any partly folded intermediate
involved during the threading process. Some translocation
current traces of long-strand DNA6 and their all point histo-
grams are provided in Fig. S10.† They also gave a good sense of
the captured conformation change of G4 in SSN assays. Some
This journal is © The Royal Society of Chemistry 2020
other sorts of events (Fig. S11†) also indicated a complicated
mixture of G4 system in translocation process.

To reveal the G4 folding process in temporal dimension,
rstly we attempted to survey the inuence of the concentration
of metal ions on G4 folding rate by analyzing migration of the
current blockage amplitude with increasing time, since the
formation and stability of G4 highly rely on the type and
concentration of intercalated cations. We performed the assay
in 1 M K+ or Na+ buffer solution (the optimized concentration of
1 M buffer is illustrated in ESI†) to ensure a good signal to noise
ratio in nanopores and recorded the current traces with time for
inter-, intra- and tandem molecular telomeric G4 (due to the
poor stability of intermolecular G4, the tendency of the trans-
location data is not shown). We analyzed the current blockage
in the rst tens of seconds, as many works have proved that the
time scale of the G4 folding process is of a few seconds or even
microseconds.45,51 10 nMDNA1, DNA2 and long-sequence DNA6
were subjected to the SSN system with a pore size of 3.5 nm (for
DNA1 and DNA2) and 4.2 nm (for DNA6) in both 1 M K+ and Na+

for folding/unfolding process investigation. Fig. S12 and S13†
demonstrate a part of the typical translocation behavior of
DNA1 every 10 seconds. We monitored the rst 40 seconds of
translocation behaviors. The histograms of normalized current
blockage (Fig. S12b, and S13b†) and line graph (Fig. S12c, and
S13c†) gave a slight tendency of which the ratio of lower current
blockage (DI/I0 ¼ 0–0.2) that is proposed to be produced by
labile sequence decrease, and the ratio of higher current
blockage (DI/I0 ¼ 0.7–1) that represents the G4 translocation
RSC Adv., 2020, 10, 27215–27224 | 27221
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increase with time. Although the rst point was anomalous with
longer duration which might due to the access resistance at the
beginning of translocation test, the blockage duration pre-
sented an apparent increase during our indicated time period
(Fig. S12d, S13d, and S14†), as G4 with a larger size than labile
sequence will block the nanopore to a larger extent, thereby the
dwell time increases along with the augmentation of the ratio of
G4 in the translocation analytes. This is in line with our
expectation and it is also matched with our statistical analysis
for current blockage during the full-set translocation of the rst
40 seconds and the rst 3 minutes of measurement (Fig. S15†).

We further monitored G4 formation under various condi-
tions with different DNA sequences. All the statistical line
graphs are shown in Fig. S16.† Several replicates of DNA1 in 1 M
KCl were surveyed (Fig. S16a–d†) and they all demonstrated an
increase of ratio in higher current blockage (DI/I0 ¼ 0.7–1) that
signied an increase of G4 formation with time; the folding
dynamics of DNA6 in both 1 M KCl and NaCl were also exam-
ined under 100 mV and 200 mV, the line graphs presenting
a moderate increased ratio of G4 with an increase of time
(Fig. S16g–j†). It is worth mentioning that in the rst tens of
seconds, the current traces with higher blockage ratio were
greater than those with lower blockage ratio for both DNA 1 and
DNA2 (Fig. S16a–f†) while the opposite was the case for DNA6
(Fig. S16g–j†), which signied a slower folding process of DNA6
than DNA1 and DNA2 that have smaller molecular size; and the
variation of the applied voltages (200 mV in Fig. S16g and h†
and 100 mV in Fig. S16i and j†) did not inuence the tendency.
Even the line graphs are not regular and perfect, but all the
examples in Fig. S16† display a tendency of an increase ratio of
G4 with increasing time during the rst tens of seconds or rst
few minutes. This conrmed that we could realize real-time
monitoring of G4 formation with our nanopore platform
despite this process being exceedingly fast and complicated.

Conclusions

We have realized the determination of intermolecular, intra-
molecular and tandem telomeric G4 with altered base permu-
tation in the presence of distinct cations based on a SSN sensing
platform. The translocation properties revealed that both inter-
and intramolecular G4 produced higher event frequency with
larger current blockage and longer translocation time than
labile polymer nucleotide; in addition, intramolecular G4 is
apparently structurally more stable which produced more
events with longer blockage duration than intermolecular G4 in
both 1 M KCl and NaCl buffer solutions, and intramolecular G4
performed distinctly in K+ and Na+ due to the disparity of
physical size and stability of G4 in the two cation buffers. Base
alteration does not contribute to evident discrepancy in trans-
location behaviors. Furthermore, the same sequences with
consecutive G4 units exhibited an increase in the higher current
blockage and a gradual extension in dwell time recorded in the
same nanopore. A wealth of representative translocation events
and corresponding distribution proles illustrated a dynamic
G4 conformation change during nanopore measurement,
signifying that a folding/unfolding dynamic process was
27222 | RSC Adv., 2020, 10, 27215–27224
captured with our SSN system. In addition, the exploration of
the G4 formation process performed with 10 nM of different
telomeric sequences exhibited a moderate tendency of which
the distribution of higher current blockage that represents the
G4 translocation augments along with time during the forma-
tion of G4 for all the assays. Compared with biological nano-
pores, the SSN approach with tailored size is more favorable for
the discrimination of G4 molecules with intrinsic conformation
intricacies and diversity and also real-time monitoring the G4
formation by SSN under diverse conditions. Our work provides
a mechanistic insight into the monitoring and interpretation in
single-molecule reactions including intermediate capture based
on the SSN technique. Further study will be on the immobili-
zation of telomeric sequences in SSN and monitoring the
folding kinetics by the variation of cations and loop
permutation.
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