
Chemical
Science

EDGE ARTICLE

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

8 
Ja

nu
ar

y 
20

20
. D

ow
nl

oa
de

d 
on

 1
/1

1/
20

26
 2

:3
2:

37
 P

M
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n 
3.

0 
U

np
or

te
d 

L
ic

en
ce

.

View Article Online
View Journal  | View Issue
A H2O2 self-suffi
aKey Laboratory of Flexible Electronics (KLOF

School of Physical and Mathematical Science

Nanjing 211800, China. E-mail: iamxcdong
bSchool of Physical Science and Informa

Liaocheng 252059, China
cSchool of Chemistry and Materials Science,

& Technology, Nanjing, 210044, China
dShaanxi Institute of Flexible Electronics (SIF

(NPU), Xi'an 710072, China

† Electronic supplementary informa
10.1039/c9sc05506a

Cite this: Chem. Sci., 2020, 11, 1926

All publication charges for this article
have been paid for by the Royal Society
of Chemistry

Received 1st November 2019
Accepted 3rd January 2020

DOI: 10.1039/c9sc05506a

rsc.li/chemical-science

1926 | Chem. Sci., 2020, 11, 1926–193
cient nanoplatform with domino
effects for thermal-responsive enhanced
chemodynamic therapy†

Shichao Zhang,a Changyu Cao,a Xinyi Lv,a Hanming Dai,a Zhihao Zhong,a Chen Liang,a

Wenjun Wang,b Wei Huang,d Xuejiao Song*a and Xiaochen Dong *ac

Chemodynamic therapy (CDT), employing Fenton or Fenton-like catalysts to convert hydrogen peroxide

(H2O2) into toxic hydroxyl radicals (cOH) to kill cancer cells, holds high promise in tumor therapy due to

its high selectivity. However, the anticancer efficacy is unsatisfactory owing to the limited concentration

of endogenous H2O2. Herein, thermal responsive nanoparticles with H2O2 self-sufficiency are fabricated

by utilizing organic phase change materials (PCMs) to encapsulate iron–gallic acid nanoparticles (Fe–GA)

and ultra-small CaO2. PCMs, acting as the gatekeeper, could be melted down by the hyperthermia effect

of Fe–GA under laser irradiation with a burst release of Fe–GA and CaO2. The acidic tumor

microenvironment would further trigger CaO2 to generate a large amount of H2O2 and Ca2+. The self-

supplied H2O2 would be converted into cOH by participating in the Fenton reaction with Fe–GA.

Meanwhile, in situ generation of Ca2+ could cause mitochondrial damage and lead to apoptosis of tumor

cells. With efficient tumor accumulation illustrated in in vivo photoacoustic imaging, Fe–GA/CaO2@PCM

demonstrated a superior in vivo tumor-suppressive effect without inducing systemic toxicity. The study

presents a unique domino effect approach of PCM based nanoparticles with thermal responsiveness,

H2O2 self-supply, and greatly enhanced CDT effects, showing bright prospects for highly efficient tumor

treatment.
Introduction

Chemodynamic therapy (CDT), a new type of reactive oxygen
species (ROS)-based cancer treatment, depends on the in situ
Fenton (Fenton-like) reaction to convert hydrogen peroxide
(H2O2) into hydroxyl radicals (cOH) by catalysis, and has high
toxicity to cancer cells.1–4 Recently, various kinds of catalysts
have been developed for CDT, such as Fe2+, Fe3+, Mn2+, Cu+, V2+

and Cr4+.5–16 Among these ions, Fe2+ and Fe3+ are typical Fenton
ions and show great advantages in biocompatibility since iron is
essential for cell growth, proliferation and oxygen delivery, as
well as many other life processes. The typical Fenton reaction
equation of iron is as follows:
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4

Fe2+ + H2O2 / Fe3+ + OH� + cOH (1)

Fe3þ þH2O2/Fe2þ þHþ þHO
�

2 (2)

During such a cyclic process, no exogenous stimulation or
oxygen is required. Compared with photodynamic therapy
(PDT), the other kind of important ROS dependent therapy
involving external laser irradiation and sufficient oxygen, CDT
exhibits remarkable advantages in overcoming the obstacles of
limited penetration depth of laser and hypoxic tumor micro-
environments (TMEs).17–20 However, the chemodynamic efficacy
is still restricted because of the limited endogenously produced
H2O2, even though the concentration of H2O2 in many types of
solid tumors has been reported to be higher than that in normal
tissues.8,20–22 Under this circumstance, increasing the concen-
tration of H2O2 or improving the catalytic capability of Fenton
agents shows great promise in enhancing anticancer efficiency.

In response to the lack of H2O2 in tumors, various methods
have been developed to increase the intratumoral H2O2 concen-
tration.8,15,20–22 On the one hand, glucose oxidase loaded nano-
particles are utilized to oxidize intratumoral glucose to H2O2 and
gluconic acid in the presence of O2 via a glucose-metabolic
reaction, increasing the H2O2 concentration. However, due to its
oxygen dependence, the efficiency of H2O2 generation in this
strategy is severely restricted by tumor hypoxia. On the other
This journal is © The Royal Society of Chemistry 2020
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hand, metal peroxides (MPs), such as CuO2, have been utilized as
H2O2 sources to produce H2O2 in acidic TMEs.8,21 Very recently,
copper peroxide (CP) nanodots were successfully fabricated by
Chen's group and used as an nanoagent to enhance CDT with
self-supplying H2O2 in the acidic environment of endo/lyso-
somes.8 Although MPs show high efficiency in H2O2 generation,
the poor stability in aqueous solution restricts their further
application in cancer treatment, especially via intravenous
injection. Therefore, developing a safer and more efficient
nanocarrier, in which H2O2 production can be strictly controlled,
is highly desirable for improving CDT efficiency.23–26

Organic phase-change materials (PCMs), which usually refer
to materials with huge latent heats of fusion and exhibiting
reversible solid–liquid transition at a nearly constant tempera-
ture, have attracted considerable interest in serving as thermo-
responsive materials for drug release.27–32 Through adjusting the
ratio of fatty acids or fatty alcohols, PCMs with different melting
points (MPs) can be obtained. When the temperature is lower
than theMP, the PCMplays the part of ‘gatekeeper’ to prevent the
encapsulated drugs from premature release. Once the tempera-
ture is higher than the MP, a burst release of drugs can be ach-
ieved. In addition to small drugs, such as DOX, other kinds of
materials, such as hydrophilic or hydrophobic nanoparticles, can
also be encapsulated within PCMs, making them a promising
candidate in the stimuli-sensitive drug delivery system.33

Herein, organic PCMs with a melting point of 46 �C were
utilized to co-encapsulate hydrophilic iron–gallic acid (Fe–GA)
nanoparticles (NPs) and ultra-small hydrophobic CaO2
Scheme 1 A scheme showing the fabrication of Fe–GA/CaO2@PCM an

This journal is © The Royal Society of Chemistry 2020
nanoparticles to obtain Fe–GA/CaO2@PCM NPs for thermal
responsive enhanced CDT (Scheme 1). Fe–GA nanoparticles in
Fe–GA/CaO2@PCM were used not only as a photothermal
therapy (PTT) agent to generate the hyperthermia effect, but
also an ideal CDT agent.34–37 The PCM layer could be the gate-
keeper to isolate CaO2 from the outside environment, thus
enhancing the stability and reducing the premature release of
CaO2. When the Fe–GA/CaO2@PCMNPs were irradiated with an
808 nm laser, the hyperthermia induced by Fe–GA caused the
melting of the PCM, causing the burst release of CaO2 NPs. The
CaO2 NPs could further be triggered by acidic TMEs to produce
a large amount of H2O2 and Ca2+, achieving high efficacy in Fe–
GA based CDT and Ca2+ induced mitochondrial damage,
respectively.21,38 Meanwhile, the PTT effect of Fe–GA could not
only kill cancer cells, but also accelerate the generation of cOH.3

Under the guidance of photoacoustic imaging and uorescence
imaging, Fe–GA/CaO2@PCM NPs exhibited high accumulation
in the tumor site via enhanced permeability and retention (EPR)
effects. With the H2O2 self-sufficient CaO2 NPs, great perfor-
mance in inhibiting tumor growth was shown in PTT/CDT
combined treatment. Beneting from their good biocompati-
bility and thermal responsiveness, the Fe–GA/CaO2@PCM NPs
could be a potential multifunctional nanoplatform with on-
demand H2O2 self-supply for enhanced PTT/CDT treatments.

Results and discussion

The thermal responsive Fe–GA/CaO2@PCM NPs were prepared
as shown in Scheme 1. First, organic PCMs with a melting point
d its application in H2O2 self-sufficient chemodynamic therapy.

Chem. Sci., 2020, 11, 1926–1934 | 1927
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of 46 �C were fabricated by mixing 1-hexadecanol with oleic acid
at a ratio of 3.5 : 1 in ethanol. The solid PCM can be obtained for
the following experiment via evaporating the ethanol. Next, Fe–
GA NPs with an average size of 11 nm (Fig. S1a and b†) were
successfully synthesized through a coordination method and
ultra-small CaO2 NPs were synthesized according to the litera-
ture, respectively.35,39 The scanning electron microscopy (SEM)
image and dynamic light scattering (DLS) revealed that the
CaO2 NPs have a uniform size of about 18 nm (Fig. 1a and S1c†).
X-ray diffraction (XRD) has conrmed the successful synthesis
of CaO2 (Fig. S2a†). To obtain the Fe–GA/CaO2@PCM NPs,
PCMs were utilized to co-encapsulate Fe–GA NPs and CaO2 NPs
via a resolidication method. With the modication of lecithin
and DSPE-mPEG, the Fe–GA/CaO2@PCM NPs exhibited excel-
lent dispersibility and stability. The nal capacity of CaO2 and
Fe in Fe–GA/CaO2@PCM NPs was determined to be 8.1% and
12.7% (w/w) characterized by inductively coupled plasma mass
spectrometry (ICP-MS), respectively. As revealed by the SEM and
TEM images in Fig. 1b, c and S2b,† Fe–GA/CaO2@PCM NPs
exhibit a cubic-like morphology with uniform distribution.
Interestingly, upon laser irradiation, the NPs were melted down
and the morphology turned out to be chaotic. Meanwhile, the
Fig. 1 (a) SEM image of CaO2 NPs. SEM image of Fe–GA/CaO2@PCM
CaO2@PCM NPs before and after melting. (e) UV-vis absorption spectra
of different concentrations of Fe–GA/CaO2@PCMNPs (0–100 mgmL�1).
phen to detect Fe2+. (h) H2O2 generation from CaO2@PCM (100 mg mL
CaO2@PCM NP Fenton reaction under different conditions.

1928 | Chem. Sci., 2020, 11, 1926–1934
diameters of the Fe–GA/CaO2@PCM NPs were decreased from
130 nm to 55 nm with laser irradiation (Fig. 1d). The sharply
decreased diameter further conrms the thermal responsive
prole of Fe–GA/CaO2@PCM NPs.

Owing to the encapsulation of Fe–GA NPs, Fe–GA/CaO2@-
PCM NPs exhibited high absorbance in the near infrared region
(NIR) (Fig. 1e). The photothermal performance of Fe–GA/
CaO2@PCM NPs was measured at different concentrations with
808 nm laser irradiation. Compared with water, the tempera-
ture of Fe–GA/CaO2@PCM NPs increased rapidly even at a low
concentration (Fig. 1f). Meanwhile, Fe–GA/CaO2@PCM NPs still
maintained good photothermal performance even aer cycles
of photothermal heating and cooling, presenting great photo-
stability (Fig. S3a†). Calculated using the equation in Fig. S3b,†
the photothermal conversion efficiency (h) of Fe–GA/CaO2@-
PCM NPs (100 mg mL�1) is as high as 49.8%. Moreover, the
photothermal effects of Fe–GA@PCMNPs, CaO2@PCMNPs and
Fe–GA/CaO2@PCM NPs irradiated with a constant power
density (1.0 W cm�2, 10 min) were compared. As shown in
Fig. S3c,† there were no signicant differences between Fe–
GA@PCM NPs and Fe–GA/CaO2@PCM NPs, while the temper-
ature increase of CaO2@PCM NPs was similar to that of water,
NPs (b) before and (c) after melting. (d) Size distribution of Fe–GA/
of Fe–GA/CaO2@PCM NPs and Fe–GA. (f) Photothermal heating curve
(g) UV-vis absorption spectra of Fe–GA/CaO2@PCMNPs added with o-
�1) under different conditions. (i) MB degradation caused by Fe–GA/

This journal is © The Royal Society of Chemistry 2020
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Fig. 2 (a) Dark cytotoxicity of Fe–GA/CaO2@PCM NPs and Fe–
GA@PCM NPs on HeLa cells. (b) Cytotoxicity of HeLa cells of Fe–GA/
CaO2@PCM NPs and Fe–GA@PCM NPs at different concentrations
under laser irradiation. *P < 0.001. (c) Intracellular hydroxyl radical
detection with the DCFH-DA probe. (d) Mitochondrial membrane
potential staining with the JC-1 probe. (e) Intracellular Ca2+ detection
with the Fluo-4 AM probe. Scale bars: 100 mm.
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demonstrating that the PTT effect was contributed by Fe–GA
nanoparticles.

Beneting from PCM protection, Fe–GA/CaO2@PCM NPs
exhibit excellent thermal responsiveness. To detect the release
of Fe–GA, o-phenanthroline (o-phen) is utilized as an indicator,
since it can form an orange-red complex with Fe2+ at pH 2–9. As
shown in Fig. 1g, when the Fe–GA/CaO2@PCM NPs were placed
at room temperature (25 �C), there was no signicant change in
the colour of the solution. Interestingly, a rapid change in the
colour could be observed when the Fe–GA/CaO2@PCM NPs
were under irradiation because of the melting of the PCM. The
typical absorbance at 500 nm further demonstrated the thermal
responsive release of Fe–GA. Next, the thermal responsive
release of CaO2 and H2O2 generation under different conditions
was investigated. Considering the reaction between Fe–GA and
H2O2, CaO2@PCM NPs were chosen for the following experi-
ment. KI, which could react with H2O2 to generate I3�, was used
as the probe to detect H2O2 produced by CaO2 under different
pH values by UV-vis measurements (Fig. S3d†). As shown in
Fig. 1h, when the temperature of CaO2@PCM solution was
heated to about 50 �C, the amount of produced H2O2 was
calculated to be as high as 617 mmol L�1 under acidic condi-
tions, which is far more than that in the solid tumors (less than
100 mmol L�1). However, no signicant generation of H2O2 was
found neither in the group of CaO2@PCM under neutral
conditions with or without heating nor in the group of
CaO2@PCM under acidic conditions without heating.

The above results demonstrated that the H2O2 self-supply
behavior of CaO2@PCM could only be observed under acidic
conditions with heating. Based on this, the Fenton effect of Fe–
GA/CaO2@PCM NPs under different conditions was studied.
The generation of cOH was demonstrated by electron para-
magnetic resonance (EPR, Fig. S3e†) and a typical 1 : 2 : 2 : 1
signal could be observed in the EPR spectrum. Meanwhile,
methylene blue (MB) was also used to detect the generation of
cOH, for the absorption of MB at 660 nm decreases by reacting
with cOH. With laser irradiation, the absorbance of MB
decreased rapidly under acidic conditions, compared with the
other groups (Fig. 1i), which is consistent with the results of
H2O2 generation. Furthermore, in vitro thermal response
release of Ca2+ was investigated by ICP-MS. A burst release of
Ca2+ could be realized under 50 �C (Fig. S3f†).

The in vitro combined therapeutic efficiency of Fe–GA/
CaO2@PCMNPs was evaluated. First, HeLa cells were incubated
with CaO2@PCM NPs, Fe–GA@PCM NPs and Fe–GA/CaO2@-
PCM NPs at different concentrations for 24 h. There was no
signicant decrease in cell viability even at a high concentration
(Fig. 2a and S4a†), indicating the great biocompatibility of the
nanoparticles and the Wax-Sealed function of the PCM.
Remarkably, when exposed to 808 nm laser irradiation, the cell
viability in the group of Fe–GA/CaO2@PCMNPs wasmuch lower
than that in the group of Fe–GA@PCM NPs (Fig. 2b) with the
same concentration of Fe. The results might be caused by the
melting of the PCM under laser irradiation which triggered the
release of CaO2, thus producing a large amount of H2O2, which
could further react with released Fe ions to generate toxic cOH.
The propidium iodide (PI) and calcein AM staining assay in
This journal is © The Royal Society of Chemistry 2020
Fig. S4b† has further demonstrated the cytotoxicity of Fe–GA/
CaO2@PCM NPs.

To study the intracellular action mechanism of Fe–GA/
CaO2@PCM NPs as the H2O2 self-supplier to kill cancer cells,
2,7-dichlorouorescein diacetate (DCFH-DA) staining assay was
utilized to conrm the generation of hydroxyl radicals (Fig. 2c).
Without laser irradiation, HeLa cells in the groups of Fe–GA/
CaO2@PCM and Fe–GA@PCM exhibited weak green uores-
cence. When the cells were exposed to laser irradiation, no
obvious green uorescence could be observed in Fe–GA@PCM,
which might be owing to the limited content of intracellular
H2O2. In contrast, strong green uorescence was observed in
cells treated with an Fe–GA/CaO2@PCM + laser, indicating the
generation of a large amount of hydroxyl radicals in cells.
According to the reaction of CaO2 under acidic conditions, not
only H2O2 but also Ca2+ could be burst generated upon laser
irradiation. The excessive Ca2+ in the cells will damage intra-
cellular proteins and nucleic acids, as well as organelles espe-
cially mitochondria, leading to cell death. Therefore, the
intracellular generation of Ca2+ was further investigated.
Consistent with the results in ROS detection, strong green
uorescence can be detected only in the group of Fe–GA/
CaO2@PCM + laser, demonstrating the burst release of Ca2+
Chem. Sci., 2020, 11, 1926–1934 | 1929
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(Fig. 2e). The mitochondrion, acting as an indispensable
organelle in cell energy conversion and apoptosis, is vulnerable
to excessive Ca2+ and reactive oxygen species. To characterize
mitochondrial damage, the JC-1 uorescence probe was
employed to detect the mitochondrial membrane potential
(MMP) of cells. Compared with the groups of the Fe–GA/
CaO2@PCM or Fe–GA@PCM without irradiation and Fe–
GA@PCM with irradiation, uorescence in the Fe–GA/CaO2@-
PCM + laser turned from red to green (Fig. 2d), indicating that
MMP declined and cellular apoptosis occurred under such
a therapy. These results demonstrate that Fe–GA/CaO2@PCM
acts as an efficient H2O2 self-supplier with great potential in
combined PTT/CDT.

To realize more accurate therapy and reduce damage on
normal tissues, imaging guidance is benecial to trace the
nanoparticles and provide the information on tumors. Herein,
taking advantage of the absorbance of Fe–GA in the NIR, pho-
toacoustic (PA) imaging was conducted aer intravenously
injected with Fe–GA/CaO2@PCM NPs. PA signals in the tumor
site appeared at 2 h and gradually enhanced with time (Fig. 3a).
Meanwhile, IR780 (a commonly used uorescent dye) was
encapsulated within Fe–GA/CaO2@PCM NPs to explore the
biodistribution of Fe–GA/CaO2@PCM NPs (Fig. 3b). 24 h aer
intravenous injection of Fe–GA/CaO2@PCM NPs, the main
organs and tumors of HeLa tumor-bearing mice were obtained
for ex vivo uorescence imaging. A strong uorescence signal
could be observed in the tumor site, conrming the high tumor
uptake via the EPR effect. Meanwhile, the blood circulation
study was carefully carried out by detecting the concentration of
the Fe ion content in blood samples by ICP-MS. The obtained
data were tted to a time-dependent concentration curve using
a two-compartment model, in which the diffusion half-time and
Fig. 3 (a) In vivo PA images of HeLa xenograft mice and quantification
of the PA signal several time points after i.v. injection with Fe–GA/
CaO2@PCM NPs. (b) Ex vivo fluorescence images of major organs and
tumors 24 h after injection and quantification of the fluorescence
signal. (c) Concentration–time curve of Fe–GA/CaO2@PCM NPs in
mice after i.v. injection. The concentration refers to the Fe ion content
detected by ICP-MS.

1930 | Chem. Sci., 2020, 11, 1926–1934
elimination half-time were calculated to be 0.6 � 0.14 h and
11.55 � 1.43 h, respectively (Fig. 3c). Beneting from the high
tumor accumulation and long blood circulation, Fe–GA/
CaO2@PCM NPs show great potential for application in cancer
therapy.

To evaluate PTT & CDT synergistic treatment effects of Fe–
GA/CaO2@PCM NPs in vivo, nude mice bearing HeLa tumors
were divided into 4 groups randomly: (i) i.v. injected with
saline (200 mL). (ii) i.v. injected with Fe–GA/CaO2@PCM NPs
(200 mL, 1.5 mg kg�1) and without laser irradiation. (iii) i.v.
injected with Fe–GA@PCM NPs (200 mL, 1.5 mg kg�1) and
irradiated with an 808 nm laser. (iv) i.v. injected with Fe–GA/
CaO2@PCM NPs (200 mL, 1.5 mg kg�1) and irradiated with an
808 nm laser. All the illumination was given 6 h aer injection
with a constant power density (1.0 W cm�2, 20 min). The
temperature changes in the tumor site under laser irradiation
were detected with an infrared camera (Fig. 4a and b). The
temperature in groups of Fe–GA/CaO2@PCM NPs and Fe–
GA@PCM NPs rapidly increased to about 47.5 �C, which was
sufficient for the melting of the PCM to trigger the release of
CaO2. During the treatment period, the tumor volume change
of each group was recorded with a digital caliper every two
days (Fig. 4c). No noticeable tumor growth inhibition effect
was observed in group ii, which might due to the perfect
protection of PCM. When laser irradiation was added, the
hyperthermia effect generated by Fe–GA@PCM NPs induced
a partial anticancer effect. Remarkably, owing to the self-
sufficient H2O2 enhanced CDT by thermal responsive Fe–GA/
CaO2@PCM, tumor growth in the mice treated with Fe–GA/
CaO2@PCM NPs plus laser irradiation was completely ablated
without recurrence in the period of therapy (Fig. 4d, e and
S5a†). The high efficacy of combined PTT/CDT was also
conrmed using the haematoxylin and eosin (H&E) staining
tumor slices aer different treatments (Fig. 4f). Consistent
with the tumor growth, compared with the other three groups,
the most severe damage was observed in the tumors treated
with Fe–GA/CaO2@PCM NPs plus laser irradiation. To further
study the ability of Fe–GA/CaO2@PCM NPs to self-supply H2O2

under laser irradiation, an ex vivoDCFH-DA staining assay was
conducted to conrm cOH generation. Weak green uores-
cence could be detected in the control group or tumor treated
with Fe–GA/CaO2@PCM NPs. A slightly enhanced uores-
cence signal was observed in tumors treated with Fe–
GA@PCM NPs plus laser irradiation, which might be owing to
the released Fe–GA reacted with the endogenous H2O2 to
generate cOH. Signicantly, strong green uorescence
appeared in the tumors treated with Fe–GA/CaO2@PCM NPs
plus laser irradiation owing to the on-demand generation of
a large amount of H2O2 (Fig. 4g and h). The results demon-
strate that Fe–GA/CaO2@PCM NPs could serve as a H2O2 self-
sufficient nanoplatform for enhanced PTT/CDT. Meanwhile,
there was no signicant decrease in the mouse body weights
during the therapeutic period (16 days), suggesting no acute
toxicity of the Fe–GA/CaO2@PCM NPs (Fig. S5b†). H&E stain-
ing slices of major organs and tissues revealed no obvious
damage, further indicating the biosafety of Fe–GA/CaO2@-
PCM NPs (Fig. S6†).
This journal is © The Royal Society of Chemistry 2020
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Fig. 4 (a) IR thermal images of mice bearing HeLa tumors irradiated with an 808 nm laser (1.0 W cm�2, 20 min). (b) The temperature changes in
the tumor site under laser irradiation. (c) Tumor volume curves of each group: **P < 0.01 and ***P < 0.01. (d) Resected tumors of each group on
day 16. (e) Average tumor weight of mice in each group after 16 days. (f) H&E stained images of tumor sections from each treatment group. Scale
bars: 100 mm. (g) Immunofluorescence staining of DCFH-DA to detect intratumoral hydroxyl radicals after different treatments. Scale bars: 50
mm. (h) Semiquantitative analysis of fluorescence signals with DCFH-DA immunofluorescence staining.
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Conclusions

In summary, we developed an intelligent nanoplatform by co-
encapsulating Fe–GA and CaO2 in organic PCMs, and their
application as a thermal responsive CDT agent with self-
supplied H2O2. PCMs, as the protective layer, could be melted
by the hyperthermia induced by Fe–GA under laser irradiation,
thus releasing Fe–GA and CaO2. In acidic TMEs, CaO2 could
serve as a H2O2 supplier to generate a large amount of H2O2 and
Ca2+ as well. The overproduced H2O2 could be converted into
toxic cOH by Fe–GA, achieving an enhanced CDT effect. Mean-
while, the burst release of Ca2+ in cancer cells further caused
damage to mitochondria and led to cell apoptosis. Owing to the
modication of polyethylene glycol, the Fe–GA/CaO2@PCM NPs
exhibited a long blood circulation and high tumor uptake. With
the imaging-guidance, in vivo combined PTT/CDT was carried
This journal is © The Royal Society of Chemistry 2020
out and the interlock performance of Fe–GA/CaO2@PCM NPs
enabled a superior tumor-suppressive effect under laser irradi-
ation without inducing noticeable damage to normal tissues or
organs. Compared with other methods to improve the intra-
tumoral concentration of H2O2, the work presented an intelli-
gent and much safer nanoplatform with thermal and acidic
TME responsiveness. It is worthy to expect that the development
of smart types of multifunctional agents with high-performance
may provide new possibilities for the potential clinical trans-
lation of PTT/CDT.

Experimental section
Synthesis of Fe–GA nanoparticles

100 mg of polyvinylpyrrolidone (PVP) was added into 10 mL DI
water under sonication at 25 �C. Then, 0.1 mL of FeCl2 aqueous
solution (200 mg mL�1) was mixed with the PVP solution under
Chem. Sci., 2020, 11, 1926–1934 | 1931
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vigorous stirring. 20mg of GA was dispersed in 1mL of water for
use. Aer 30 min of stirring, the FeCl2–PVP mixture was mixed
with GA solution and stirred overnight. Aer being ltered with
the PP microporous membrane (0.22 mm), the resultant product
was stored in a 4 �C refrigerator for the following use.

Synthesis of CaO2 nanoparticles

45 mL of PEG-200 and 1 mL of CaCl2 aqueous solution (0.2 g
mL�1) were added into a round bottom ask and stirred for 15
minutes. Aer adding 0.55 mL of ammonia solution (1.0 M), the
mixture was stirred for 10 minutes. Then, 1 mL 30% H2O2

solution was slowly added into themixture using a syringe. Aer
stirring for 6 hours, a clear transparent liquid was obtained.
Aer slowly adding 4 mL of NaOH solution (1.0 mol L�1) with
stirring, the liquid turned into white turbid liquid. The nal
products were obtained by centrifugation with DI water and
ethanol. CaO2 nanoparticles were stored in ethanol at 4 �C.

Preparation of PCMs

PCMs were synthesized according to previous studies.29 In brief,
40 mg of oleic acid and 140 mg of 1-hexadecanol were added
into 10 mL absolute ethanol. Aer sonication, PCMs were ob-
tained and stored at 4 �C for use.

Preparation of Fe–GA/CaO2@PCM nanoparticles

Fe–GA/CaO2@PCM NPs were formed by a resolidication
method. In brief, 0.4 mL CaO2 ethanol solution (2 mg mL�1)
and 0.4 mL of PCM ethanol solution (18 mg mL�1) were mixed
and used as solution 1.6 mg DSPE-mPEG-MW2000 and 20mg of
L-a-lecithin were added into 10mL of Fe–GA aqueous solution (1
mg mL�1) and used as solution 2. Under sonication at 50 �C,
solution 1 was added into solution 2 and then rapidly cooled in
an ice bath. The purple dispersion of Fe–GA/CaO2@PCM NPs
was obtained aer dialyzing against DI water for 24 h. The
concentration of iron and calcium was determined by induc-
tively coupled plasma mass spectrometry (ICP-MS).

In vitro H2O2 production

H2O2 can react with KI to generate I3� which resulted in an
absorption peak at 350 nm; the standard curve can be used to
quantitatively analyze the hydrogen peroxide concentration in
the solution. The CaO2@PCM NPs were divided into three
groups (n ¼ 3): (i) CaO2@PCM NPs dispersed in DI water (pH
7.0, 100 mg mL�1) at 25 �C. (ii) CaO2@PCMNPs dispersed in PBS
buffer (pH 5.5, 100 mg mL�1) at 25 �C. (iii) CaO2@PCM NPs
dispersed in PBS buffer (pH 5.5, 100 mg mL�1) at 50 �C. 20 mL of
KI (0.1 M) aqueous solution was added to each group. The UV-
vis absorption spectra of solution were measured every 2
minutes to calculate the concentration of generated H2O2.

Fenton effect

Methylene blue was used to detect the hydroxyl radicals gener-
ated by the Fenton reaction. The Fe–GA/CaO2@PCM NPs were
divided into four groups (n ¼ 3): (i) Fe–GA/CaO2@PCM NPs
dispersed in DI water (pH 7.0, 100 mg mL�1) at 25 �C. (ii) Fe–GA/
1932 | Chem. Sci., 2020, 11, 1926–1934
CaO2@PCM NPs dispersed in DI water (pH 7.0, 100 mg mL�1) at
50 �C. (iii) Fe–GA/CaO2@PCM NPs dispersed in PBS buffer (pH
5.5, 100 mg mL�1) at 25 �C. (iv) Fe–GA/CaO2@PCMNPs dispersed
in PBS buffer (pH 5.5, 100 mg mL�1) at 50 �C. The decrease of
absorption at 660 nmof each group was recorded every 2minutes
to quantitatively analyze the degradation of methylene blue,
which represented the production of hydroxyl radicals.

Photothermal effect

Photothermal heating curves under 808 nm laser irradiation
(1.0 W cm�2, 10 min) of different nanoparticles (Fe–GA@PCM,
Fe–GA/CaO2@PCM and CaO2@PCM) and different concentra-
tions (100, 50, 25, 12.5 and 0 mg mL�1) of Fe–GA/CaO2@PCM
NPs were measured by using an FLIR infrared camera.
Furthermore, Fe–GA/CaO2@PCM NPs were tested under 5
photothermal cycles with 808 nm laser irradiation (1.0 W cm�2,
10 min) to validate the photostability.

Thermal response release of Ca2+

To investigate the thermal responsive release of Ca2+, 3 mL of
Fe–GA/CaO2@PCM (100 mg mL�1) was dialyzed at 50 �C and 25
�C in 30 mL H2O, respectively. The liquid outside the dialysis
bag was collected every 5 min under continuous stirring. The Ca
content was detected by ICP-MS.

In vitro cytotoxicity

HeLa cells were seeded into 96-well plates and incubated for 24
h under standard conditions (37 �C and 5% CO2). The medium
was replaced by different concentrations of Fe–GA/CaO2@PCM
NP and Fe–GA@PCM NP medium solutions. For dark toxicity,
the cells were incubated in the dark for 24 h, and for photo-
toxicity, the cells were irradiated with an 808 nm laser (3 min,
1.0 W cm�2) and were incubated for 12 h. 3-(4,5-Dimethyl-2-
thiazolyl)-2,5-diphenyl-2-H-tetrazolium bromide (MTT) assays
were conducted to measure the relative cell viability.

Intracellular detection of cOH

A 2,7-dichlorodi-hydrouorescein diacetate (DCFH-DA, Sigma-
Aldrich) probe was used to detect the intracellular hydroxyl
radicals produced by the Fenton effect according to the stan-
dard protocol. The HeLa cells were divided into four groups
with different treatments: (i) added with 20 mg mL�1 of Fe–GA/
CaO2@PCM NPs in the dark; (ii) added with 20 mg mL�1 of Fe–
GA/CaO2@PCM NPs with 808 nm laser irradiation (1.0 W cm�2,
10 min); (iii) added with 20 mg mL�1 of Fe–GA@PCM NPs in the
dark; (iv) added with 20 mg mL�1 of Fe–GA@PCM NPs with 808
nm laser irradiation (1.0 W cm�2, 10 min).

Detection of mitochondrial membrane potential

The JC-1 uorescent probe was employed to detect the changes
of mitochondrial membrane potential. HeLa cells were seeded
in a 6-well plate and incubated in the dark for 24 h under
standard conditions (37 �C and 5% CO2). Fe–GA/CaO2@PCM
NPs (20 mg mL�1) and Fe–GA@PCM NPs (20 mg mL�1) were
added in the medium and incubated for 6 h, respectively. The
This journal is © The Royal Society of Chemistry 2020
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illumination group was irradiated with an 808 nm laser at 1.0 W
cm�2 for 10 min. 2 h aer incubation, the cells were stained
with JC-1 for 40 min. Aer washing with PBS buffer 3 times, the
uorescence of JC-1 was observed with an inverted uorescence
microscope.

Intracellular detection of Ca2+

Fluo-4 AM is a commonly used uorescent probe for detecting
the intracellular concentration of Ca2+. HeLa cells were seeded
in a 6-well plate. Aer being incubated at 37 �C for 24 h, the cells
were stained with Fluo-4 AM and DAPI according to the stan-
dard method. The uorescence was then detected using a uo-
rescence microscope.

In vivo imaging

Photoacoustic (PA) imaging and in vivo uorescence imaging
were used to observe the enrichment of nanoparticles in the
tumor site aer intravenous injection. For PA imaging, aer
being i.v. injected with Fe–GA/CaO2@PCM NPs, the tumor
regions of mice were imaged with a Visual sonics Vevo 2100
LAZR system at different time points (0, 2, 4, 8 and 24 h) with
808 nm laser excitation.

Biodistribution and blood circulation study

To explore the biodistribution of Fe–GA/CaO2@PCM NPs, the
uorescent dye IR780 was added into Fe–GA/CaO2@PCMNPs to
provide near-infrared uorescence. Aer being intravenously
injected with the above Fe–GA/CaO2@PCM NPs, the major
organs and tumors of HeLa xenogra mice were taken out 24 h
later, and the uorescence intensity was detected with a Fluor
Vivo 200 (INDEC Biosystems, USA) with 760 nm for excitation to
analyze the biodistribution of the nanoparticles. To study the
blood circulation of nanoparticles in vivo, mice were intrave-
nously injected with Fe–GA/CaO2@PCM NPs (Fe injection dose:
1.5 mg kg�1), and blood samples were taken out at several time
points (0, 0.25, 0.5, 1.0, 1.5, 3.0, 6.0, 9.0, and 24 h). The
concentration of Fe in the blood was determined by ICP.

In vivo tumor therapy

Nude mice bearing HeLa tumors were divided into 4 groups
randomly (n ¼ 4): (i) i.v. injected with saline (200 mL); (ii) i.v.
injected with Fe–GA/CaO2@PCM NPs (200 mL, 1.5 mg kg�1)
without irradiation; (iii) i.v. injected with Fe–GA@PCMNPs (200
mL, 1.5 mg kg�1) and irradiated with an 808 nm laser (1.0 W
cm�2, 20 min); (iv) i.v. injected with Fe–GA/CaO2@PCM NPs
(200 mL, 1.5 mg kg�1) and irradiated with an 808 nm laser (1.0 W
cm�2, 20 min). The temperature changes in the tumor site were
detected with an infrared camera. The tumor sizes and weight
of mice were recorded every 2 days for 16 days. Aer treatment,
tumors and other main organs of mice were taken out for
hematoxylin and eosin (H&E) staining to study systemic toxicity.

In vivo ROS staining

Tumor-bearing mice received the same treatment as the therapy
group. Tumors were immediately taken out aer treatment for
This journal is © The Royal Society of Chemistry 2020
cryosection. With DCFH-DA staining, the production of
hydroxyl radicals in tumors was observed by uorescence
microscopy.
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