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–organic frameworks
incorporating tetrathiafulvalene linkers: robust and
redox-active matrices for in situ confinement of
metal nanoparticles†

Jian Su, ‡a Shuai Yuan, ‡b Tao Wang,a Christina Tori Lollar,b Jing-Lin Zuo, *a

Jiangwei Zhang *c and Hong-Cai Zhou *b

Redox-active metal–organic frameworks (MOFs), with highly ordered porous structures and redox

tunability, have attracted research interest in the fields of catalysis, energy storage, and electrochemical

sensing. However, the chemical lability has limited the application scope of many redox-active MOFs.

Herein, we selected stable Zr6 inorganic nodes and redox-active tetrathiafulvalene (TTF)-based linkers to

construct two robust, redox-active MOFs, namely compounds 1 ([Zr6(TTFTB)2O8(OH2)8]) and 2 ([Zr6(Me-

TTFTB)1.5O4(OH)4(C6H5COO)6]) (TTFTB ¼ tetrathiafulvalene tetrabenzoate; Me-TTFTB ¼
tetrathiafulvalene tetramethylbenzoate). The structure and topology of the MOFs were controlled by

tuning the linker conformation through steric effects, resulting in a variety of pore structures from

microporous channels (compound 1) to hierarchically micro/mesoporous cages (compound 2).

Compound 2 shows high porosity with a BET surface area of 1932 m2 g�1 and strong chemical stability

in aqueous solutions with pH ranging from 1 to 12. Furthermore, the reductive TTF moieties allow for in

situ generation and stabilization of ultra-small noble metal (Ag, Pd, and Au) nanoparticles by incubating

MOFs in the respective metal salt solution. Single crystal structures, TEM images, and pore size

distribution data from N2 adsorption measurements indicated that the metal nanoparticles were mostly

placed in the small cubic cavities of hierarchically porous compound 2, leaving the large cages open for

substrate diffusion. As a proof of concept, Pd NPs@compound 2 was utilized as a heterogeneous catalyst

for aerobic oxidation of alcohols, showing noteworthy activity and recyclability.
Introduction

Metal–organic frameworks (MOFs) are crystalline porous
materials constructed from metal ions/clusters and organic
linkers showing high surface areas and tunable pore environ-
ments. They have attracted considerable research interest in the
elds of gas storage,1,2 separations,2,3 energy storage,4 catalysis5

and chemical sensing.6 While many MOFs remain inert under
application conditions, recent studies have highlighted their
redox activity potential arising from metal ions,7–15 organic
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is work.
linkers,16–25 or the guest molecules.18,26 Redox-active MOFs
represent a unique class of switchable solid materials in which
the different redox states with distinct physical properties can
be achieved by redox modulation.27 This will expand the appli-
cation of MOFs to exciting new areas including gas adsorp-
tion,28,29 microporous conducting materials,7,16,17 catalysis,30

magnetism,31–33 energy storage,34–36 and electrochemical
sensing.37 For example, Long and coworkers reported a redox-
active MOF, Fe2(BDP)3 (BDP ¼ 1,4-benzenedipyrazolate), dis-
playing a nearly 10 000-fold enhancement in conductivity upon
reduction by potassium naphthalenide.7 Yoshikawa, Awaga and
coworkers studied the electrochemistry of Cu(2,7-
anthraquinone dicarboxylate) in lithium batteries and
revealed the coexistence of metal and linker redox activities
within the MOF.38 Studies on redox-active MOFs not only
provide new insights into charge transfer mechanisms but also
highlight potential applicability in electrochemical devices.

Tetrathiafulvalene (TTF) and its derivatives have been widely
investigated as important electron donor components for
photo-thermal conversion,39 supramolecular switching,40 solid
catalysis,30 magnetic materials,33 and conductive materials.41–45
This journal is © The Royal Society of Chemistry 2020
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Fig. 1 Topologically guided steric tuning strategy for MOF design (a)
TTFTB and Me-TTFTB linkers with different conformations. (b) 8-
connected and 6-connected Zr6 clusters. (c) Targeted topologies
formed by Zr6 clusters and conformationally differing linkers. (d)
Crystal structures of compounds 1 and 2. Color scheme: Zr, cyan; O,
red; C, black; S, yellow.
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TTF motif has also been adopted as a linker fragment in the
synthesis of redox-active MOFs with intriguing conduc-
tivity16,17,40,46–49 and redox switchable adsorption properties.28,29

The highly electron donating nature of the TTF moiety makes
TTF-based MOFs highly reductive. Indeed, the redox potential
of TTF is lower than most noble metal cations including Ag+,
Au3+, Pt2+, Pd2+, Ru3+, Ir3+, etc. Therefore, we propose that TTF-
based MOFs can act as suitable matrices to generate metal
nanoparticles (MNPs) in situ from metal cation solutions and
stabilize them from aggregation by pore connement.

Usually, MNPs are immobilized into MOFs following a two-
step process involving the intrusion of metal cation precur-
sors followed by treatment with reducing reagents (such as
NaBH4 or H2) to form MNPs.50–53 Compared with redox-inert
MOFs, redox-active TTF-based MOFs allows for in situ reduc-
tion of metal cation precursors by the framework. This will favor
the formation of well-dispersed, ultra-small metal nanoparticles
by avoid inhomogeneity of reducing reagents. In fact, the idea of
generating nanoparticles in redox-active MOFs has been
demonstrated by Suh and coworkers using a redox-active
macrocyclic nickel(II)-based MOF or organic redox centers
MOF (triphenylamine-based linker) as a matrix to produce and
stabilize MNPs without external reducing agent.8,10,14,15,54

Despite these initial works, the application of MNPs@MOF
materials in catalysis are oen hindered by their poor chemical
stability. To address these problems, we selected stable Zr6
inorganic nodes and TTF-based linkers to construct robust and
redox-active MOFs. Two TTF-based linkers with the same
connectivity but different conformations were selected, giving
rise to two MOFs with different pore architectures (compounds
1 and 2). Taking advantage of the reductive TTF moieties, ultra-
small noble metal (Ag, Pd, and Au) nanoparticles were gener-
ated in situ and stabilized in the cavities of compounds 1 and 2
by incubating the MOFs in solutions of the respective metal
salts. With highly accessible metal nanoparticles in the hierar-
chically porous framework, Pd NPs@2 was utilized as a hetero-
geneous catalyst for aerobic oxidation of alcohols.

Results and discussion
Controlling pore architecture by steric tuning of linkers

Current Zr-tetracarboxylate-based MOFs in the literature
provide a blueprint for the design of our MOF system.55 Topo-
logically, TTF-based linkers, such as tetrathiafulvalene tetra-
benzoate (TTFTB),16,17,29,30,46,47,49 can be simplied into 4-
connected square planar nodes, whereas Zr6 clusters have
variable connection numbers and can act as 12-connected
octahedral nodes, 8-connected cubic nodes, 6-connected
hexagonal nodes, etc. Theoretically, the combination of Zr6
clusters with tetracarboxylate linkers will give rise to 4,8-con-
nected scu, 4,8-connected csq, and 4,6-connected she topology,
depending on the connectivity of Zr6 clusters and the confor-
mation of tetracarboxylate linkers. Previous studies have
demonstrated that the framework topology can be controlled
through conformational tuning of the tetracarboxylate linkers
by introducing bulky functional groups.56 For TTF-based
linkers, the substituents on the 3-position of the phenyl rings
This journal is © The Royal Society of Chemistry 2020
will affect the dihedral angle between the TTF and the phenyl
carboxylate plane. A smaller dihedral angle favors the scu
network whereas a larger angle promotes the formation of a she
network. Based on the known TTFTB, a new linker with methyl-
substituents on the 3-position of the phenyl rings was designed,
namely Me-TTFTB (Fig. 1a and S1†). As expected, the reaction of
Zr4+ with TTFTB andMe-TTFTB give rise to twoMOFs exhibiting
scu and she topology, compounds 1 and 2, respectively.

Compound 1 was obtained as needle-shaped microcrystals
with an average size of 3 � 1 � 0.5 mm. The structure of
compound 1 was determined by Rietveld renement against
PXRD patterns (Table S1 and Fig. S2†). It crystalizes in the
orthorhombic space group Cmmm, similar to the structures of
previously reported NU-901 57 and PCN-606.58 The Zr6 cluster in
Chem. Sci., 2020, 11, 1918–1925 | 1919
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compound 1 is 8-connected (Fig. 1b), therefore the overall
structure can be simplied into a 4,8-connected net with scu
topology (Fig. 1c and d). It possesses uniform channels along
the b-axis direction with a diameter of 13.7 Å according to the
crystal structure (Fig. S3 and S4†).

Single crystals of compound 2 were successfully obtained.
Single crystal X-ray diffraction (SC-XRD) analysis reveals that
compound 2 crystallizes in the cubic space group Pm�3m (Table
S2†). The asymmetric unit contains one Zr4+ ion, a quarter of
a Me-TTFTB linker, two thirds of an O2� ion, two thirds of an
OH� ion and one terminal carboxylate anion (Fig. S5†). The TTF
unit is two-fold disordered with an average central C]C bond
length of 1.28 (3) Å (Fig. 3a), comparable to the neutral TTF
moiety.28,33,59 Each Zr6 cluster is connected to six carboxylates
from Me-TTFTB, leaving the other six sites terminated by
carboxylate anions (Fig. S6†). The terminal carboxylate anions
capping on the Zr6 clusters cannot be precisely rened because
of the disorder, but they were determined to be benzoate anion
(PhCOO�) by 1H-NMR spectra of digested samples (Fig. S7†).
The overall framework can be simplied into she topology if
regarding the [Zr6O4(OH)4(PhCOO)6(COO)6] clusters as 6-con-
nected hexagonal nodes and Me-TTFTB as 4-connected planar
nodes (Fig. 1c). This topology is identical to PCN-224,60 a Zr-
MOF based on tetratopic porphyrin-based linkers. The topo-
logical analysis can be different when TTFTB and Me-TTFTB
were regarded as two 3-connected nodes (Fig. S8†).
Compound 2 shows a hierarchically porous structure with
a tetragonal cage and two cubic cages (Fig. 1d and S9†). The
large cubic cages are closely packed forming an interconnected
channel along the a, b and c-direction.

The different framework structures of compounds 1 and 2
are attributed to the steric effects of the methyl groups, which
Fig. 2 The experimental and simulated PXRD patterns for compounds
isotherms of compounds 1 (b), 2 and Ag NPs@2 (e) at 77 K. Pore size di
adsorption isotherms using a density functional theory (DFT) model.

1920 | Chem. Sci., 2020, 11, 1918–1925
force the phenyl rings to rotate off the TTF plane. Indeed, the
dihedral angle between the TTF and phenyl carboxylate motif
were measured to be 66.4� in compound 1 and 82.1� in
compound 2 (Fig. 1a). The single crystal structure of the TTFTB
linker terminated by ethoxy groups (i.e. TTFTB-OEt, Tables S3
and S4†) was obtained to show the dihedral angle between the
TTF and phenyl carboxylate motif in small molecules. The angle
in TTFTB-OEt crystals were measured to be 68.2�, which
matches well with the structure of compound 1 (Fig. S1†). The
steric effects of the methyl groups increase the dihedral angle
and thus favor the formation of compound 2.
Stability and porosity

The phase purity of compounds 1 and 2 bulk samples was
conrmed by matching the PXRD patterns with simulations
based on structural models (Fig. 2a and d). The PXRD patterns of
compounds 1 and 2 are unaltered in conventional organic
solvents and aqueous solution of various pH (1–12) aer 24
hours' exposure (10 mg of MOF per mL of solvent), demon-
strating good chemical stability (Fig. S10–S14†). N2 adsorption
isotherms also indicate that compound 2 remains porous aer
pH 1 and 12 treatment, although a slight decrease in total N2

uptake was observed (Fig. S12†). TGA curves of compounds 1 and
2 under N2 atmosphere show good thermal stability until 400 �C
(Fig. S15†). To assess the porosity and surface area of compounds
1 and 2, the N2 sorption measurements were conducted at 77 K.
Compound 1 shows a type-I isotherm with a total uptake of 393
cm3 g�1 and a BET surface area of 1353 m2 g�1, indicative of
a typical microporous structure (Fig. 2b). Pore size distribution
derived from the adsorption isotherms shows a uniformpore size
at around 12.7 Å, matching well with the structural model
1 (a) and 2 (d) after solvent removal. The N2 adsorption–desorption
stribution of compounds 1 (c), 2 and Ag NPs@2 (f) calculated from N2

This journal is © The Royal Society of Chemistry 2020
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(Fig. 2c). In contrast, type-IV isotherms were observed for
compound 2 (Fig. 2e). The total N2 uptake and BET surface area
reaches 536 cm3 g�1 and 1932 m2 g�1 for compound 2. Pore size
distribution indicates a hierarchically porous structure with two
types of micropores at 12.6 and 15.8 Å, and a mesopore of 20.7 Å
(Fig. 2f), corresponding to the small cubic cages, tetragonal cages,
and large cubic cages observed in single crystal structures.
Probing redox activity of compounds 1 and 2

Cyclic voltammetry (CV) of TTF-based linker, Me-H4TTFTB,
showed the expected redox process of TTF with two one-electron
oxidation waves. The redox peaks centered at E1/2 ¼ 0.16 and
0.38 V (vs. Fc/Fc+) for Me-H4TTFTB can be assigned to the TTF/
TTFc+ and TTFc+/TTF2+ redox couples (Fig. S16†), which is
comparable to that of H4TTFTB (E1/2 ¼ 0.07 and 0.30 V vs. Fc/
Fc+).61 CV curves of compounds 1 and 2 also showed the ex-
pected redox process of TTF with two one-electron oxidation
waves. The redox center was observed at E1/2 ¼ 0.40 and 0.93 V
(vs. Fc/Fc+) for compound 1 and E1/2 ¼ 0.03 and 0.96 V (vs. Fc/
Fc+) for compound 2, respectively (Fig. S17–S22†). The redox
activity of compound 2 was further revealed by the I2 treatment.
Aer incubating compound 2 in the I2 solution in cyclohexane,
an obvious color change from orange to black was observed,
which can be attributed to the formation of TTFc+ and the
adsorption of I3

� species (Fig. S23†). In the crystal structure of
oxidized compound 2 (namely I3

�@2), I3
� was clearly observed

as a product of the oxidation reaction (Fig. 3e and S24†). The
central C–C distance increased to 1.401 (8) Å (Fig. 3b), corre-
sponding to the conversion of double bonds in neutral TTF to
single bonds in the radical cationic state TTFc+.
Fig. 3 The conformation of Me-TTFTB in the single crystal structure of
2 (a), I3

�@2 (b), Ag NPs@2 (c) and Au NPs@2 (d); (e) I3
� locations in the

single crystal structure I3
�@2. (f) Electron density map for Ag NPs@2

single crystal structure showing strong residual electron density in the
small cavity.

This journal is © The Royal Society of Chemistry 2020
The maintained crystallinity aer oxidation was also
conrmed by PXRD patterns of bulk I3

�@2 samples (Fig. S25†).
The incorporation of I3

� was further conrmed by IR and TGA
(Fig. S26–S27†). The coordination environment and oxidation
state of Zr are not affected by oxidation, as conrmed by X-ray
photoelectron spectroscopy (XPS) (Fig. S28†). Electron para-
magnetic resonance (EPR) studies were performed at 110 K to
conrm the generation of the TTFc+ radical (Fig. S29†). The EPR
spectra showed g¼ 2.002 for I3

�@2, matching well with those of
typical TTFc+ cation radicals.28,62–64 Compound 1 shows redox
behavior similar to compound 2 and the generation of the TTFc+

radical upon I2 treatment was conrmed by the EPR study
(Fig. S30†). The foregoing results unambiguously conrm the
redox activity of the TTF motif in compounds 1 and 2.

In situ generation of metal nanoparticles

Inspired by their redox activity, we propose that the redox
reaction between noble metal ions (Ag+, Pd2+, and Au3+) and
TTF-moieties will generate ultra-small metal nanoparticles in
MOFs. The sulfur-rich pore environment the MOF will act as
a support to stabilize the in situ generated nanoparticles from
aggregation through a connement effect which was also re-
ported by Pardo and coworkers.65 The solution of Me-H4-TTFTB
linker can react with the methanol solution of Ag+, Pd2+, and
Au3+, as indicated by the color change (Fig. S31†). Since the TTF
moieties are well-separated within the MOF lattice, the aggre-
gation of MNPs can be minimized.

The loading of metal-nanoparticles was realized by soaking
crystals of compound 2 in a solution of AgNO3, PdCl2 or KAuCl4,
respectively. The resulting products, namely Ag NPs@2, Pd
NPs@2, and Au NPs@2, exhibit different shades of green under
an optical microscope, indicative of the generation of MNPs and
TTFc+ (Fig. 4a and S32†). High resolution transmission electron
microscopy (HRTEM) images show the uniformly distributed
MNPs throughout the MOF matrix. A narrow size distribution
was observed with a peak at 1.6 nm for all three samples (i.e. Ag,
Fig. 4 Optical microscope images (a), and element mapping of Ag
NPs@2, Pd NPs@2, and Au NPs@2 under SEM/EDX (b).

Chem. Sci., 2020, 11, 1918–1925 | 1921
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Pd, and Au), in line with the size of the framework's small cavity
(Fig. S33†). Note that the calculated average sizes of NPs might
be overestimated because of nanoparticle overlap in the TEM
images. The distance between lattice fringes were measured to
be 0.236, 0.243, and 0.245 nm for Ag, Pd, and Au, corresponding
to the spacing of (111),66 1/3(422) (face-centered cubic Pd),67 and
(111)66 lattice planes (Fig. 5). The noble metal species were
uniformly distributed throughout the MOF particle, as indi-
cated by elemental mapping under a scanning electron micro-
scope with energy-dispersive X-ray spectroscopy (SEM/EDX)
(Fig. 4b and S34–S36†).

The position of MNPs within the MOF structures were
investigated by single crystal synchrotron X-ray diffraction study
and N2 adsorption isotherms. The single crystal structure of Ag
NPs@2 (Table S5†) shows a strong electron density at the center
of the cubic cavity, which is attributed to the Ag NPs (Fig. 3f). An
elongated C–C bond distance (1.427 (10) Å) was observed in TTF
moieties, corresponding to the partial oxidation of TTF into
TTFc+ radicals by Ag+ (Fig. 3c). Similar behavior was also
observed in Au NPs@2 with an average C–C bond distance of
1.38 (3) Å (Fig. 3d and S37†). Meanwhile, the reduced C–S
distance of Ag NPs@2 (1.676 (7) Å) and Au NPs@2 (1.690 (8) Å)
compared to the original compound 2 (1.773 (7) Å), also sug-
gested the partial oxidation of the TTF (Table S7†).68 Further-
more, pore size distributions derived from N2 adsorption
isotherms show a signicant reduction in the amount of 12.6 Å
micropores while the larger pores at 15.6 and 21.4 Å are main-
tained (Fig. 2f). These results imply that Ag NPs occupy the
small cavities.

The crystallinity of compound 2 aer metal nanoparticle
(MNP) loading was conrmed by PXRD studies (Fig. S25 and
S38†). The diffraction peaks of MNPs are not observed due to
their small size.14,15,20 The total metal loadings of Ag, Pd, and Au
in compound 2 were determined to be 3.4 wt%, 3.4 wt%, and
4.2 wt%, respectively, by inductively coupled plasma atomic
emission spectroscopy (ICP-AES, Table S7†). X-ray photoelec-
tron spectroscopy (XPS) further revealed that all the Ag within
Ag NPs@2 exist as Ag0 whereas only half of the Pd and Au
species exist as Pd0 and Au0 (Fig. S39–S42†). The Pd2+ and Au3+

were attributed to the metal salts trapped in the MOF cavity.
Fig. 5 HRTEM images of 2 (a), Ag NPs@2 (b), Pd NPs@2 (c), and Au
NPs@2 (d).

1922 | Chem. Sci., 2020, 11, 1918–1925
Therefore, the loadings of MNPs (excluding metal cations) were
calculated to be 3.4 wt%, 1.7 wt%, and 2.2 wt% for Ag, Pd, and
Au. Accordingly, they are formulated as Ag00.75[Zr6(Me-
TTFTB)1.5O4(OH)4(C6H5COO)6]$(NO3)0.75, Pd

0
0.38Pd0.38

2+[Zr6(Me-
TTFTB)1.5O4(OH)4(C6H5COO)6]$Cl1.5, and Au00.25Au0.25

3+[Zr6(Me-
TTFTB)1.5O4(OH)4(C6H5COO)6]$Cl1.5. Based on the loading of
MNPs, about half of the TTF molecules was oxidized by Ag+,
Pd2+, and Au3+ within compound 2. EPR studies of MNPs@2
samples at 110 K further conrm the formation of TTFc+ radi-
cals (Fig. S43–S45†). Notably, the anisotropic signal of MNPs@2
as well as MNPs@1 (Fig. S30†) can be originated from the
hyperne coupling of sulfur and carbon atoms in the TTF
molecule which exist in all the samples. Owing to the overlap of
multiple peaks, this hyperne coupling was not obvious in
some samples such as Ag NPs@2 and Au NPs@2. To balance the
charge, Ag NPs@2 includes free NO3

� ions as revealed by the
unsplit 1382 cm�1 peak in the IR spectra (Fig. S46†);14,15,20 Pd
NPs@2 and Au NPs@2 include free Cl� ions as indicated by the
SEM-EDX (Fig. S35 and S36†).

Following a similar synthetic procedure, MNPs can also be
loaded into compound 1. The successful synthesis of MNPs@1
(M ¼ Ag, Pd, and Au) was evidenced by optical images
(Fig. S47†), PXRD (Fig. S48†), TGA (Fig. S49†), XPS (Fig. S50–
S54†), SEM/EDX (Fig. S55–S61†), and TEM (Fig. S62–S64†). The
total metal loadings were determined to be 4.6 wt%, 4.5 wt%,
and 5.5 wt% for Ag, Pd, and Au by ICP-AES.

Compared to the traditional syntheses of MNPs@MOF
materials, the presented redox-active MOF systems offer facile
control of nanoparticle sizes. Ultra-small nanoparticles (<2 nm)
with uniform sizes can be easily obtained under a wide range of
synthetic conditions. Similar concept has been demonstrated by
Pardo et al.69 For comparison, the size of nanoparticles synthe-
sized by external reductants are highly sensitive to the concen-
tration of reductant and metal ions, temperature, and reaction
time. Furthermore, the hierarchically porous structure of
compound 2 allows for the immobilization of MNPs within the
small cavity, leaving the large mesopores and interconnected
channels open for the diffusion of metal salts/substrates.
Aerobic oxidation of alcohols by Pd NPs@2

Ultra-small metal nanoparticles immobilized in a stable and
hierarchically porous framework afford an ideal platform for
heterogeneous catalysis. As a proof of concept, Pd NPs@2 was
selected as a catalyst for aerobic alcohol oxidation (Fig. S65†),
a reaction widely used in organic synthesis and chemical
industry. The oxidation reaction of benzyl alcohol was carried out
with Pd NPs@2 under 0.1 MPa O2 at 90 �C in cyclohexane. Pd
NPs@2 shows good activity with nearly 100% conversion and
more than 50% selectivity toward benzaldehyde (Table S8†). A
broad substrate scope of substrates bearing electron-rich and
electron-decient functional groups were converted to corre-
sponding aldehyde in good yields (Table S9†). Control experi-
ments using compound 2 without Pd NPs do not show any
activity, suggesting Pd NPs to be the active sites (Fig. S66, S67 and
Table S10†). To conrm the heterogeneous nature of catalysis,
hot ltration was carried out by removing the MOF catalysts from
This journal is © The Royal Society of Chemistry 2020
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the reaction mixture, aer which no further reaction was
observed (Fig. S66†). As a heterogeneous catalyst, Pd NPs@2 can
be easily recycled from the reaction system by centrifugation and
reused in successive runs. Recycling experiments demonstrated
that the Pd NPs@2 catalyst can be reused three times without
signicant loss of conversion and selectivity (Fig. S68 and Table
S8†). Considering the large pore size of compound 2 and diverse
metal species that can be incorporated, a wide range of catalytic
reactions can be envisioned in this MOF system.

Conclusions

In conclusion, we designed two stable and redox-active MOFs
incorporating robust Zr6 clusters and redox-active TTF-based
linkers. Among them, compound 2 shows hierarchical
porosity with both microporous and mesoporous cages. Taking
advantage of the stable framework and redox-active TTF-
moieties, noble metal (Ag, Pd, and Au) nanoparticles can be
generated in situ and stabilized in the MOF cavity by the
reduction of respective metal cations. Single crystal structures,
TEM images, and pore size distributions derived from N2

adsorption measurements indicate ultra-small metal nano-
particles located in the microporous cavity, leaving the larger
cages open for guest diffusion. A heterogeneous catalyst for
aerobic oxidation of alcohols was synthesized by incorporating
Pd nanoparticles in compound 2. The high chemical stability,
hierarchical porosity, and redox activity of the MOF matrices
promise future applications in heterogeneous catalysis and
beyond. Further research activities are undergoing to enrich the
structures and compositions of the MNPs@redox-MOF systems
and to extend their applications into the eld of conductive
porous materials and electrocatalysis.

Experimental section
Synthesis of compound H4TTFTB

H4TTFTB were prepared adopting the previously reported
procedure.28

Synthesis of compound Me-H4TTFTB

Me-H4TTFTB were synthesized similar to H4TTFTB with methyl-
4-bromo-3-methylbenzoate instead of ethyl-4-bromobenzoate.
Me-H4TTFTB in red solid was obtained with a yield of 36%.
1HNMR (400MHz, d6-DMSO) d 13.06 (br, 4H), 7.73 (s, 4H), 7.66–
7.64 (d, 4H), 7.40–7.39 (d, 4H), 2.32 (s, 12H); ESI-MS m/z calcd
for C38H28O8S4 [M � H�] 739.08, found 739.07. FT-IR (KBr
pellet, cm�1): 2971 w, 2532 w, 1692 vs., 16 606 s, 1563 m, 1417
m, 1288 vs., 1257 s, 1190 s, 1125 s, 1048 m, 903 m, 839 m, 758 s,
559 m, 445 m.

Synthesis of compound 1: [Zr6(TTFTB)2O8(OH2)8]$2(C3H7ON)

To a solution of H4TTFTB (0.010 g, 0.015 mmol) and ZrCl4
(0.020 g, 0.086 mmol) in 3 mL DMF, benzoic acid (0.6 g, 4.91
mmol) was added. The mixture was capped and heated to
120 �C for 72 h then cooled to room temperature at a rate of 5 �C
h�1. Red microcrystals (0.013 g) of 1 were obtained by ltration
This journal is © The Royal Society of Chemistry 2020
and washed with DMF and acetone three times. Yield 74.5%
(based on H4TTFTB). Calcd for C74H62N2O34S8Zr6 (Mr ¼
2327.14 g mol�1): C, 38.19; H, 2.69; N, 1.20%. Found: C, 37.50;
H, 2.83; N, 0.98%. FT-IR (KBr pellet, cm�1): 3667 w, 2360 m,
1662 s, 1601 s, 1558 s, 1418 vs., 1180 m, 1101 m, 1019 m, 866 m,
807 m, 768 m, 649 s, 569 m, 471 m.

Synthesis of compound 2: [Zr6(Me-TTFTB)1.5O4(OH)4
(C6H5COO)6]$20(H2O)$4(C3H7ON)

To a solution of Me-H4TTFTB (0.010 g, 0.013 mmol), ZrCl4
(0.030 g, 0.129 mmol) and benzoic acid (0.6 g, 4.91 mmol) in
3 mL DMF was added 0.1 mL water. The mixture was capped
and heated to 120 �C for 72 h, then cooled to room temperature
at a rate of 5 �C h�1. Orange-yellow cubic crystals (0.007 g) of 2
were obtained by ltration and washed with DMF and acetone
three times. Yield 25.5% (based on Me-H4TTFTB). Calcd for
C111H138N4O56S6Zr6 (Mr ¼ 3164.01 g mol�1): C, 42.14; H,
4.40; N, 1.77%. Found: C, 40.06; H, 4.10; N, 1.98%. FT-IR (KBr
pellet, cm�1): 3421 w, 1653 s, 1598 s, 1544 vs., 1419 vs., 1243 m,
1028 m, 777 m, 721 s, 644 m, 460 m.

Synthesis of compound I3
�@1:

[Zr6(TTFTB)2O8(OH2)8]$(I3)2$8(C6H12)

Iodine oxidation to produce I3
�@1 was undertaken using

a solid-solution diffusion technique. Crystals of 1 were soaked
in 0.1 M iodine in cyclohexane solution for 12 hours at room
temperature. Over time, the crystals' color deepened until
becoming black. The obtained crystals were washed by cyclo-
hexane three times. The quantities of iodine incorporated were
conrmed by TGA (Fig. S39†) and elemental analysis: two I3

� for
I3
�@1 per unit cell. Anal. Calcd. For C116H144O32S8Zr6I6 (Mr ¼

3615.66 gmol�1): C, 38.53; H, 4.01%. Found: C, 36.24; H, 3.35%.
Selected IR data (KBr, cm�1): 3423 w, 2362 w, 1604 s, 1543 s,
1420 vs., 1285 w, 1185 m, 1144 w, 1108w, 1017 m, 865 w, 809 m,
768 w, 704 w, 654 s, 568 w, 465 m.

Synthesis of compound I3
�@2: [Zr6(Me-TTFTB)1.5O4(OH)4

(C6H5COO)6]$(I3)1.5$1.5(C6H12)

The iodine oxidation of I3
�@2 was undertaken using a solid-

solution diffusion technique. Crystals of 2 were soaked in
0.1 M iodine in cyclohexane solution for 12 hours at room
temperature. The color of crystals changed from orange to black.
The obtained crystals were washed by cyclohexane for three
times. The quantities of iodine incorporated were conrmed by
TGA (Fig. S16†) and elemental analysis: a quarter of I3

� for I3
�@2

per unit cell. Anal. Calcd. For C108H88O32S6Zr6I4.5 (Mr¼ 3208.64 g
mol�1): C, 40.43; H, 2.76%. Found: C, 38.89; H, 2.31%. Selected
IR data (KBr, cm�1): 3344 w, 2921 m, 1598 s, 1550 s, 1491 w, 1421
vs., 842 w, 777 m, 721 s, 651 s, 489 w, 461 m, 407 w.

Synthesis of MNPs@1 and MNPs@2 (M ¼ Ag, Pd, and Au)

Crystals of compound 1 were immersed in 0.1 mol L�1 AgNO3,
PdCl2 or KAuCl4 methanol solutions for 24 h in the dark. The
color of crystals changed from orange to black. The obtained
products were washed by fresh methanol for three times to
Chem. Sci., 2020, 11, 1918–1925 | 1923

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/c9sc06009j


Chemical Science Edge Article

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

9 
Ja

nu
ar

y 
20

20
. D

ow
nl

oa
de

d 
on

 1
2/

4/
20

25
 7

:2
7:

32
 P

M
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online
remove the metal salts. Ag NPs@1: Ag0[Zr6(TTFTB)2O8(OH2)8]-
$(NO3); Pd NPs@1: Pd00.5Pd0.5

2+[Zr6(TTFTB)2O8(OH2)8]$Cl2; Au
NPs@1: Au00.33Au0.33

3+[Zr6(TTFTB)2O8(OH2)8]$Cl2. MNPs@2
were synthesized by a similar method except that compound 2
were used. Ag NPs@2: Ag00.75[Zr6(Me-TTFTB)1.5O4(OH)4(C6H5-
COO)6]$(NO3)0.75; Pd NPs@2: Pd00.38Pd0.38

2+[Zr6(Me-TTFTB)1.5-
O4(OH)4(C6H5COO)6]$Cl1.5; Au NPs@2: Au00.25Au0.25

3+[Zr6(Me-
TTFTB)1.5O4(OH)4 (C6H5COO)6]$Cl1.5.
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