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electron transfer in conjugated radical polymers†
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Yiren Zhang,c Christopher K. Oberc and Jodie L. Lutkenhaus *ab

Macromolecular radicals are receiving growing interest as functional materials in energy storage devices

and in electronics. With the need for enhanced conductivity, researchers have turned to macromolecular

radicals bearing conjugated backbones, but results thus far have yielded conjugated radical polymers

that are inferior in comparison to their non-conjugated partners. The emerging explanation is that the

radical unit and the conjugated backbone (both being redox active) transfer electrons between each

other, essentially “quenching” conductivity or capacity. Here, the internal charge transfer process is

quantified using a polythiophene loaded with 0, 25, or 100% nitroxide radicals (2,2,6,6-tetramethyl-1-

piperidinyloxy [TEMPO]). Importantly, deconvolution of the cyclic voltammograms shows mixed faradaic

and non-faradaic contributions that contribute to the internal charge transfer process. Further, mixed

ion-electron transfer is determined for the 100% TEMPO-loaded conjugated radical polymer, from which

it is estimated that one triflate anion and one propylene carbone molecule are exchanged for every

electron. Although these findings indicate the reason behind their poor conductivity and capacity, they

point to how these materials might be used as voltage regulators in the future.
Introduction

As a potential next-generation cathode material for energy
storage, organic radical polymers offer fast charging, high
cycling stability without the need for transition metal elements.
In these polymers, redox-active nitroxide radicals are attached
to nonconjugated polymer backbones as pendant groups. The
radical is capable of rapid electron transfer, because it does not
involve bond breaking or formation. The most-studied organic
radical polymer is poly(2,2,6,6-tetramethylpiperidinyloxy-4-yl
methacrylate) (PTMA),1–3 in which the nitroxide radical is
a 2,2,6,6-tetramethyl-1-piperidinyloxy (TEMPO) pendant group
that is sterically protected by bulky methyl groups. Although
PTMA exhibits a fast redox reaction, the long-range electronic
conductivity in PTMA is rather low, on the order of 10�6

-10�11 S cm�1.4–6 Therefore, most cathodes contain 30 to 90 wt%
conductive carbon additive to promote charge transfer at the
expense of diluting active materials and energy density.1,7–9

More recently, conjugated radical polymers (CRPs) have been
proposed as an alternative means to boost conductivity and
increase capacity,10 but no success has yet been achieved due to
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70
internal charge transfer between the radical moiety and the
conjugated backbone.11,12

To further understand the issue, we rst describe the basic
properties of non-conjugated PTMA, which has a theoretical
capacity of 111 mA h g�1 and a relatively high redox potential of
3.6 V vs. Li/Li+.1 During oxidation, the free radical loses an
electron, forms an oxoammonium cation, and is doped by an
anion; during reduction, the oxoammonium cation gains an
electron, the free radical is regenerated, and the group is de-
doped. Electron transfer in PTMA occurs via a hopping mech-
anism between free radicals and adjacent oxoammonium
cations.13 Specically, the heterogeneous electron transfer
(polymer electrode to current collector) rate constant (k0) is on
the order of 10�1 to 10�2 cm2 s�1, and the electron self-exchange
reaction rate constant (kex) is on the order of 108 M�1 s�1.13–16

In contrast, conjugated polymers facilitate charge transfer
through delocalized p electrons in the conjugated backbone
and achieve long-range conductivity, exhibiting redox activity
through doping and de-doping of the backbone.17–19 On the
other hand, CRPs build upon typical conjugated polymer
backbones such as polythiophene,20–22 polypyrrole,23,24 PEDOT,25

polydithienopyrrole,11,12 and polyacetylene26,27 by installing
redox active groups (usually TEMPO). Most CRPs exhibit lower
capacity and conductivity than expected (24–115 mA h g�1 and
10�13 to 10�2 S cm�1). Reasons cited include: electro-
polymerization leading to partly soluble (oligomeric) materials
that cause capacity decay;28 the redox potential of the conju-
gated backbone depends on the degree of doping, which oen
This journal is © The Royal Society of Chemistry 2020
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overlaps with the redox potentials of nitroxide radicals;29 and
the rapid redox kinetics of nitroxide radicals compete with the
sluggish redox kinetics of the conjugated backbone.10

To summarize, the reason for the poor performance of CRPs
thus far is related to the internal transfer of electrons between
the redox-active side group and the redox-active conjugated
backbone. The direction of electron transfer depends upon the
relative redox potentials of the two species, as we have
demonstrated previously for polythiophene–TEMPO and poly-
dithienopyrrole–TEMPO CRPs.11,12 Specically, we attached
TEMPO pendant radicals to polythiophene (P3HT) backbones,
whose redox potential was above the TEMPO radical (3.88 V and
3.6 V vs. Li/Li+, respectively) to obtain P3HT–TEMPO.11 Internal
charge transfer was observed by monitoring the open circuit
potential (OCP) aer charging, in which the OCP dropped
quickly from 4.2 V to 3.9 V within the rst 1000 s.11 This coin-
cided with some unoxidized TEMPO transferring an electron to
de-dope the oxidized polythiophene, as conrmed using spec-
troelectrochemistry.11 As a result, the OCP relaxed to that of the
species with the lower redox potential – TEMPO, 3.6 V vs. Li/
Li+.11 We have also observed similar internal charge transfer in
TEMPO-bearing poly(dithieno[3,2-b:20,30-d]pyrrole) (poly(DTP–
TEMPO)).12 The OCP of poly(DTP–TEMPO) had a sharp decrease
to from 4.1 V to 3.6 V within the rst hour, and eventually
relaxed to 3.0–3.1 V – the redox potential of the DTP unit.12

Again, it seems that the internal charge transfer occurs so that
the lowest redox potential is achieved.

In the above-mentioned studies, the polymers were synthe-
sized using electropolymerization, leading to insoluble CRPs
with poor control. This approach prevented traditional charac-
terization such that the molar mass or regioregularity could not
be examined. This prevented quantication of the internal
charge transfer mechanism and reduced the phenomena to
a qualitative understanding. This knowledge is important so that
one might design these polymers as charge or voltage regulators
in one case or as materials for energy storage in another case.

Fortunately, access to controlled regioregular P3HT–TEMPO
polymers with various TEMPO loadings (Fig. 1) has been
recently reported by Zhang et al.30 TEMPO units were clicked
onto a polythiophene backbone made from controlled amounts
of 2,5-dibromo-3-hexylthiophene (HT) and 2,5-dibromo-3-(6-
bromohexyl)thiophene (BrHT), modied with an azide.30 The
Fig. 1 Chemical structure of P3HT–TEMPO-X.

This journal is © The Royal Society of Chemistry 2020
nal TEMPO-bearing P3HT was denoted as P3HT–TEMPO-X, in
which X refers to the intended percent radical loading. The
authors found that the solid-state conductivity decreased with
increasing TEMPO loading for two reasons.30 First, bulky
TEMPO groups twisted the polymer backbone, making it less
planar and reducing the conjugation length.30 As a result,
intrachain electron transfer through the backbone was
impeded.30 Second, the steric hinderance of TEMPO side groups
disrupted polymer packing and crystallization.30 At low TEMPO
loading (25%), P3HT–TEMPO was semi-crystalline, which
allowed for interchain electron transfer; at high TEMPO loading
(50–75%), P3HT–TEMPO formed amorphous aggregates,
causing a higher energy barrier for interchain electron trans-
fer.30 Although the solid-state conductivity was examined for
P3HT–TEMPO-X, the electrochemical behavior – and likewise
the internal charge transfer – remained unknown.

Here, we quantify the internal electron transfer behavior of
regioregular P3HT, P3HT–TEMPO-25 and P3HT–TEMPO-100 in
the presence of nonaqueous electrolyte, along with the coupled
ion transport. The general electrochemical behavior was probed
using cyclic voltammetry and galvanostatic charge–discharge of
the solution-cast polymers. To characterize the relative capacity
contributions from the different redox-active moieties (i.e.
TEMPO radicals and the conjugated backbone), galvanostatic
charge–discharge at various cutoff voltages was performed. The
internal charge transfer was characterized through both OCP
monitoring and decoupling of the faradaic and non-faradaic
contributions for the rst time. This is further quantied
using electrochemical quartz crystal microbalance with dissi-
pation monitoring (EQCM-D), which examines in situ ion
transport associated with doping of the two redox active species,
for the rst time. These results provide a fundamental under-
standing of electron transfer within the CRPs, and in return, it
will guide future design of redox polymers exhibiting both high
conductivity and fast charging.
Materials and methods
Materials

P3HT, P3HT–TEMPO-25 and P3HT–TEMPO-100 were provided
by Zhang et al., as synthesized in their recent publication.30 The
reported regioregularities of P3HT–TEMPO-25 and P3HT–
TEMPO-100 were 89% and 93%, respectively, and the actual
radical concentration in P3HT–TEMPO-25 was only 20% versus
80% in P3HT–TEMPO-100.30 The molecular weights of P3HT–
TEMPO-25 and P3HT–TEMPO-100 were 5.9 and 9.2 kDa,
respectively. The solid-state conductivities of P3HT, P3HT–
TEMPO-25 and P3HT–TEMPO-100 were 7 � 10�5, 2 � 10�7, and
3.8� 10�11 S cm�1, respectively.30 All other chemicals were used
as received from Sigma-Aldrich unless otherwise noted.
Three-electrode cell

Indium tin oxide-coated glass (ITO, Delta Technologies) was used
as the substrate for the working electrode. 1 mg of P3HT and
P3HT–TEMPO-25 were each dissolved in 1 ml of chloroform. 1 mg
of P3HT–TEMPO-100 was dissolved in 1 ml of 1,4-dioxane with
Chem. Sci., 2020, 11, 9962–9970 | 9963
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Fig. 2 Cyclic voltammetry at 0.5 mV s�1 for (a) P3HT, (b) P3HT–
TEMPO-25, and (c) P3HT–TEMPO-100. Overlapped cyclic voltam-
mograms of (d) P3HT, (e) P3HT–TEMPO-25, and (f) P3HT–TEMPO-
100 at scan rates of 0.5 to 50mV s�1. The working electrode wasmade
by drop-casting the polymer solution on indium tin oxide (ITO) coated
glass. The counter and reference electrodes were both lithium
ribbons. The electrolyte was 0.5 M LiCF3SO3 in EC/DEC (3/7 by
volume).

Chemical Science Edge Article

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 3

1 
A

ug
us

t 2
02

0.
 D

ow
nl

oa
de

d 
on

 3
/3

0/
20

26
 1

:2
2:

30
 A

M
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online
heat. 60–100 mL of the solution was drop-cast onto ITO-coated
glass and the mass loading varied from 0.3 to 0.5 mg cm�2.
Typical active areas were 2.5–3.5 cm2. The counter and reference
electrode were both lithium foils. The electrolyte was 0.5M lithium
triate (LiCF3SO3) in ethylene carbonate/diethyl carbonate (EC/
DEC, 3/7 by volume). The electrodes were assembled in a three-
neck ask under inert conditions in an argon-lled glove box.

Electrochemical tests

All electrochemical tests were conducted using a Solartron 1260/
1280. The polymer lm was conditioned at 10 mV s�1 for 10
cycles rst, followed by cyclic voltammetry at 0.5, 1, 2, 5, 10, 25,
and 50 mV s�1, 3 cycles at each scan rate. Subsequently, galva-
nostatic charge–discharge was conducted at 5, 10, and 20 mA
cm�2 from 3 V to 4.2 V vs. Li/Li+, three cycles at each current
density. To isolate the contribution of the TEMPO radical and the
conjugated backbone, the cell was charged from 3 V to various
potential cutoffs at 3.5, 3.6, 3.7, 3.8, 4.0 and 4.2 V, three cycles
under each voltage. Considering the difference in capacity and
charge–discharge proles, P3HT was charged at a higher current
of 5 mA cm�2, whereas P3HT–TEMPO-25 and P3HT–TEMPO-100
were charged at 2 mA cm�2. Electron impedance spectroscopy
(EIS) was performed over a frequency range of 10 mHz to 1 MHz
with a perturbation voltage of 10 mV and the cell was tested at
3.6 V, 3.8 V and 4.0 V. At last, the cell was charged to 4.2 V and
held at this potential for 30min. The open circuit potential (OCP)
was monitored for 6 h aer removing the bias. The electro-
chemical cell was stored under inert conditions for the course of
the experiments.

EQCM-D

Gold-coated, planar AT-cut quartz crystals (QSX 338) with
a fundamental frequency of 4.95 MHz were used as substrates
for EQCM-D (Biolin Scientic). Detailed cleaning and substrate
preparation procedures are reported in our previous publica-
tions.31,32 The stock solution for spin-coating was prepared by
dissolving 10 mg of P3HT in 1 ml chloroform, and 10 mg of
P3HT–TEMPO-100 in 1 ml 1,4-dioxane with medium heat.
(P3HT–TEMPO-25 was not presented because it yielded incon-
sistent results). A thin layer of the polymer was deposited on the
sensor by spin-coating 40 mL of the stock solution at 500 rpm for
1 min. Electrochemical measurements were done in a three-
electrode cell in which the working electrode was the polymer-
coated quartz crystal, the counter electrode was Pt plate, and
the quasi-reference electrode (QRE) was silver wire. The elec-
trolyte was 0.5 M LiCF3SO3 in propylene carbonate. The
frequency and dissipation response in EQCM-D was monitored
during cyclic voltammetry at various scan rates. Electrode mass
was modelled using the Voigt model and the parameters were
the same as our previous publication.31 The charge was
normalized by the active area of the sensor (1.13 cm2).

Results and discussion

The fundamental electrochemical responses of the three poly-
mers were rst compared to examine the effect of radical
9964 | Chem. Sci., 2020, 11, 9962–9970
loading on the redox behavior. Cyclic voltammograms of P3HT,
P3HT–TEMPO-25, and P3HT–TEMPO-100 at 0.5 mV s�1 are
plotted in Fig. 2a–c. P3HT exhibited one oxidation peak at 3.84 V
and two reduction peaks at 3.80 V and 3.36 V vs. Li/Li+(Fig. 2a);
this response is consistent with prior reports for P3HT.33–35

P3HT–TEMPO-100 showed a similar current response as that of
PTMA,1 in which a reversible redox couple at E1/2 ¼ 3.68 V vs. Li/
Li+ was observed (Fig. 2c); thus, this peak is assigned to the
nitroxide radical. On the other hand, P3HT–TEMPO-25 dis-
played mixed behavior, in which a rectangular capacitive
response was superimposed on a redox peak (E1/2¼ 3.69 V vs. Li/
Li+) (Fig. 2b). The capacitive response is attributed to the P3HT
backbone, and the peak is attributed to the TEMPO functional
group.

As scan rate increases, the redox peaks become less obvious
and the cyclic voltammograms become distorted for all three
This journal is © The Royal Society of Chemistry 2020
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Fig. 3 Peak current vs. scan rate1/2 for (a) P3HT, (b) P3HT–TEMPO-25,
and (c) P3HT–TEMPO-100 and vs. scan rate for (d) P3HT, (e) P3HT–
TEMPO-25, and (f) P3HT–TEMPO-100. Data are analyzed from cyclic
voltammograms shown in Fig. 2. The dashed lines indicate linear
regions.
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polymers (Fig. 2d–f). Specically, the anodic peaks disappear
when the scan rate is above 2 mV s�1, 10 mV s�1, and 10 mV s�1

for P3HT, P3HT–TEMPO-25, and P3HT–TEMPO-100, respec-
tively. On the contrary, most cathodic peaks remain present
with increasing scan rate. The cathodic peaks persist up to
a scan rate of 5 mV s�1 for P3HT and persist for all scan rates for
P3HT–TEMPO-25 and P3HT–TEMPO-100. Such asymmetry
between anodic and cathodic scans is commonly seen in
conjugated polymers.34,36,37

Notably, the shape of the cathodic current response is largely
affected by the radical loading. As the TEMPO loading increased
from P3HT–TEMPO-25 to P3HT–TEMPO-100, the cathodic peak
became sharper and closer to the current response of homo-
polymer PTMA.1 This reects that the process shied from
delocalized electron transport to localized electron hopping
under higher radical loading.

In P3HT–TEMPO-100, electron transfer likely occurs via
hopping between adjacent TEMPO sites, because the bulky
TEMPO radicals impede polymer packing which then prevents
charge transfer along the conjugated polythiophene backbone.
In P3HT–TEMPO-25, charge transfer occurs both through the
TEMPO radicals and along the conjugated backbone. When the
radical loading is relatively low, the bulky TEMPO groups are
spatially distant, which permits partial charge transfer through
the conjugated backbone; this mixed behavior results in both
the capacitive and the redox characters in Fig. 2b.

The relationship between peak current and scan rate was
next inspected to further understand the redox mechanism.
Only the cathodic scan was examined because the anodic scans
were distorted at higher scan rates. The CV distortion might be
due to limited ion diffusion in the relatively thick polymer lms
prepared from drop-casting. Fig. 3 shows the cathodic peak
current vs. scan rate1/2 (Fig. 3a–c) and vs. scan rate (Fig. 3d–f).
Because P3HT does not show a clear reduction peak at higher
scan rates, the cathodic current at 3.80 V was plotted instead.
The current response of P3HT shows a linear relationship with
neither scan rate1/2 nor scan rate, probably because of the dis-
torted response even in the cathodic scans. The cathodic peak
current values of P3HT–TEMPO-25 and P3HT–TEMPO-100 were
linearly proportional to scan rate1/2, except at the highest two
scan rates (25 and 50 mV s�1). This indicates that charge
transfer in both CRPs is diffusion-controlled at lower scan rates,
consistent with our previous observation in non-regioregular
TEMPO bearing polythiophenes.11

Cyclic voltammograms at 10 mV s�1 were further deconvo-
luted to estimate the faradaic vs. non-faradaic contributions to
the total charge transfer for the three polymers (Fig. 4, and ESI†)
following the method of Sathiya et al.38 For this analysis, we
utilized CVs from thin lms obtained with EQCM-D (see below)
to reduce diffusion limitations. It is clearly seen that the fara-
daic process was the major charge transfer mechanism for
P3HT (Fig. 4a). For P3HT-TEMPO-25, we were not able to reli-
ably deconvolute the CVs, as any attempts at linear ts resulted
in R2 values lower than 0.8; this could be a result of internal
charge transfer, but other methods are needed for such a claim.
As for P3HT-TEMPO-100, the deconvolution was much better-
behaved (Fig. 4b), in which a sharp non-faradaic peak
This journal is © The Royal Society of Chemistry 2020
associated with TEMPO competes with faradaic processes
assigned to P3HT. In comparing P3HT and P3HT-TEMPO-100,
the presence of the TEMPO radical causes the charge transfer
to be dominated by the TEMPO group in its active potential
window, leaving faradaic processes to occur at higher poten-
tials. This difference could be ascribed to internal charge
transfer as well as the rapid TEMPO redox kinetics. Fig. S2†
displays the respective charge contributions, obtained from the
integrated, deconvoluted cyclic voltammograms.

Galvanostatic charge–discharge was next applied to examine
each polymer's response to a constant current, Fig. 5. P3HT
exhibited a sloping voltage prole (Fig. 5a), which is typical for
conjugated polymers.19 The minor plateau between 4.1 to 4.2 V
is likely from slow charging under a low current density of 5 mA
cm�2. At current densities of 10 and 20 mA cm�2, the plateau was
not observed. P3HT–TEMPO-100 shows a similar charge–
discharge prole consistent with homopolymer PTMA,39 having
a at plateau from 3.6 to 3.7 V and little capacity contribution
Chem. Sci., 2020, 11, 9962–9970 | 9965
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Fig. 4 Cyclic voltammetry deconvolutions for (a) P3HT and (b) P3HT-
TEMPO-100 at 10 mV s�1. The anodic currents are solid lines, and the
cathodic currents are dashed lines. The faradaic and non-faradaic
contributions to the total current (blue) are red and yellow, respec-
tively. The sum of calculated faradaic and non-faradaic contributions is
purple. The measurements were conducted in an EQCMD chamber, in
which the working electrode was P3HT/P3HT–TEMPO-100-coated
quartz crystal, the counter electrode was Pt plate, and the quasi-
reference electrode was silver wire. The electrolyte was 0.5 M LiCF3-
SO3 in propylene carbonate.

Fig. 5 Charge–discharge profiles for (a) P3HT, (b) P3HT–TEMPO-25,
and (c) P3HT–TEMPO-100.

Fig. 6 Galvanic charging to various potential cutoffs for (a) P3HT–
TEMPO-25, and (b) P3HT–TEMPO-100. Normalized specific capac-
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from voltages above and below the plateau (Fig. 5c). Again,
P3HT–TEMPO-25 exhibited mixed behavior, in which both
a sloping discharge prole and plateau were observed (Fig. 5b);
this short plateau appeared between 3.6 and 3.8 V, and then the
voltage increased gradually above 3.8 V. For P3HT–TEMPO-25,
this mixed behavior shows that the low TEMPO loading
permits electron transfer through both the conjugated back-
bone and the radical sites. Also, it is notable that this voltage
plateau is more obvious in the discharge prole than in the
charge prole; this observation is consistent with the more
distinct cathodic peaks in the cyclic voltammograms (Fig. 2e).

The capacity values also vary with radical loading. P3HT
shows the highest capacity under all current densities. Speci-
cally, the areal discharge capacities of P3HT were 9.6, 8.8 and
7.8 mAh cm�2 at 5, 10 and 20 mA cm�2, respectively (Fig. 5a).
Although bearing a second redox-active moiety, P3HT–TEMPO-
100 yielded lower areal discharge capacities of 2.9, 2.6 and 2.4
mAh cm�2 at 5, 10 and 20 mA cm�2, respectively (Fig. 5c). On the
other hand, P3HT–TEMPO-25 exhibited a moderate discharge
capacity of 4.2 mAh cm�2 at 5 mA cm�2, but its capacity drasti-
cally dropped to 1.6 and 0.4 mAh cm�2 at 10 and 20 mA cm�2,
9966 | Chem. Sci., 2020, 11, 9962–9970
respectively, having the lowest areal capacities among the three
(Fig. 5b). We note that the samples are thin and have low mass
loadings (0.3–0.5 mg cm�2), so capacity is best displayed using
an areal basis. However, we also display specic capacity in
Fig. 5 for comparison to the reader.

Interestingly, the trend in radical loading with capacity is
counterintuitive. Specically, the theoretical capacities for
P3HT, P3HT–TEMPO-25, and P3HT–TEMPO-100 are 161.4,
160.9, and 159.5 mA h g�1 (assuming one electron transferred
per P3HT unit and another one transferred per TEMPO unit).
However, the obtained capacities, in order from lowest to
highest, were P3HT–TEMPO-100 < P3HT–TEMPO-25 < P3HT,
respectively. Electrochemical impedance spectroscopy of the
three polymers also revealed a supporting trend, in which the
charge transfer resistance at 4.0 V vs. Li/Li+ was highest for
P3HT–TEMPO-100 and lowest for P3HT, Fig. S3–S5 and Table
S1.† This is explained by the phenomena of internal charge
transfer between the loaded TEMPO and the conjugated back-
bone.11,12 The effect of radical loading on internal transfer has
not been examined before, and these results show that even
with 25% TEMPO loading, internal transfer still occurs.

The capacity contributions from the nitroxide group and the
polythiophene backbone were estimated by charging the poly-
mers to various potential cutoffs from 3.5 to 4.2 V. Fig. 6a–c
shows the calculated areal capacities at each cutoff voltage for
P3HT, P3HT–TEMPO-25, and P3HT–TEMPO-100, respectively;
Fig. 6d shows the normalized charge capacity, which is the ratio
of charging capacity at a particular cutoff voltage over the
highest capacity among all tested voltages. In other words, the
normalized charge capacity reects the capacity contributions
from each cutoff voltage to the “total” charging capacity.

The charging prole of P3HT increases with potential and
the highest charging capacity is obtained at 4.2 V (Fig. 6a). The
ities of (c) P3HT–TEMPO-25, and (d) P3HT–TEMPO-100.

This journal is © The Royal Society of Chemistry 2020
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capacity at 3.8 V is 12% of the total capacity. Further charging to
4 V leads to 68% of the “total” capacity. The voltage plateau
from 4.1 to 4.2 V is again a result of long charging time from
a small current density (5 mA cm�2), and it contributes to 32% of
the “total” capacity. The charging prole in P3HT is consistent
with the charge discharge prole presented in Fig. 5a. Thus, at
a higher discharge current density, the capacity contribution
above 4 V is reduced.

In P3HT–TEMPO-100, the highest capacity is obtained at
3.8 V, and this value is used as “total” capacity (Fig. 6c). The
plateau from 3.6–3.7 V dominates the charge transfer process
and contributes to 84% of the total capacity. Similar capacity
contributions are also reported in our previous study for non-
regioregular TEMPO-bearing polythiophene.11 Further
charging from 3.7 to 4.2 V only accounts for 16% of the overall
capacity. Note that the capacity at 4.2 V is less than that at 3.8 V.
This is a result from internal charge transfer, which appears to
be more severe in the P3HT–TEMPO-100 case. In P3HT–
TEMPO-25, the charging curve shows a short plateau from 3.7 to
3.8 V, and above that the capacity increases with voltage
(Fig. 6b). This is consistent with the charging prole shown
earlier in Fig. 5b. Charging to 3.8 V and 4.0 V accounts for 14%
and 54% of the total capacity, respectively.

At last, the open circuit potential (OCP) was monitored for 6
hours to investigate internal charge transfer (Fig. 7). The three
polymers were charged to 4.2 V, and the potential was held
constant for 30 min. Aer removing the bias, the OCP for P3HT
gradually decayed to 3.93 V. On the contrary, the OCP for P3HT-
TEMPO-100 sharply decreased to 3.8 V in the rst 130 s and then
the OCP stabilized to 3.67 V aer 6 hours, consistent with the
redox potential of TEMPO radicals. P3HT–TEMPO-25 exhibited
a gradual OCP decay similar to P3HT, but the OCP eventually
stabilized to 3.8 V, which is the redox potential of
polythiophene.

The rapid OCP drop in P3HT–TEMPO-100 reects internal
charge transfer from the nitroxide radical to the conjugated
polythiophene backbone. At 4.2 V, the majority of nitroxide
radicals and polythiophene backbone are oxidized and doped.
Since the oxidation reaction does not proceed to full comple-
tion, there remains a small amount of unoxidized TEMPO that
is capable of transferring one electron to reduce the doped
polythiophene backbone. Thus, following 6 h of relaxation, the
Fig. 7 Open circuit potential monitoring for 6 hours.

This journal is © The Royal Society of Chemistry 2020
OCP reects the redox potential of TEMPO. A similar OCP
response was also reported in our earlier studies.11

These results clearly show that regioregularity has a minor (if
any) effect on electron transfer and internal charge transfer. The
electrochemical responses of the regioregular P3HT–TEMPO-
100 (93% regioregularity) were very similar to the non-
regioregular TEMPO bearing P3HT11 synthesized using elec-
tropolymerization, indicating that electron transfer in P3HT–
TEMPO-100 still occurs via a hopping mechanism. Under a high
radical loading, the regioregular backbone was twisted and
distorted by the bulky TEMPO side chains, which impedes the
formation of crystalline regions.30 As a result, the polymers with
high TEMPO loading remain amorphous regardless of the
backbone regioregularity, and delocalized electron transfer
through the conjugated backbone is prohibited. Both regiore-
gular and non-regioregular P3HT–TEMPOs exhibited internal
charge transfer, which will occur as long as the two redox-active
moieties have different redox potentials because electron
transfer from a species with lower redox potential to another
species with higher redox potential is thermodynamically
favorable. Thus, electrons transfer from TEMPO (E1/2 ¼ 3.6 V vs.
Li/Li+), having a lower redox potential, to the polythiophene
backbone (E1/2 ¼ 3.8 V vs. Li/Li+) aer charging the CRP.

We conclude that the extent of internal charge transfer is
dominated by the TEMPO loading, rather than the regior-
egularity. In support of this, we discuss radical coupling with
respect to TEMPO loading and the OCP decay results displayed
in Fig. 7. Zhang et al.measured the radical concentration in the
P3HT–TEMPO-25 and P3HT–TEMPO-100 using electron para-
magnetic resonance (EPR).30 P3HT–TEMPO-25 showed a hyper-
ne-induced triplet similar to TEMPO small molecules,
indicating that the loaded TEMPO radicals are scattered
through the polymer chain and local radical concentration is
rather low.30 On the contrary, P3HT–TEMPO-100 showed
a broad EPR peak resulting from spin–spin interactions
between closely installed TEMPO radicals.30 The scattered vs.
dense loading for P3HT–TEMPO-25 vs. P3HT–TEMPO-100
manifests as differences in the decay of the OCP aer
charging and equilibration to 4.2 V. The sharp potential decay is
not observed for P3HT–TEMPO-25, because only a small
amount of the polythiophene is reduced by unoxidized TEMPO
radicals in P3HT–TEMPO-25, and the majority of the poly-
thiophene remains in the doped state. As a result, the OCP
decayed faster than that for P3HT, but the OCP still stabilized
near the redox potential of polythiophene (3.8 V), indicating
that there was less internal charge transfer. Thus, internal
charge transfer in P3HT–TEMPO-25 was limited by the low
concentration of un-oxidized TEMPO units. In contrast, P3HT–
TEMPO-100 exhibited sharp OCP decay and stabilization to the
redox potential of the TEMPO units. Altogether, the extent of
internal charge transfer is balanced by which redox units are
majority-minority components.

At last, we conducted EQCM-D to examine the doping
mechanism in the CRP to compare with prior ndings for
homopolymer PTMA.31 Fig. 8 shows the raw EQCM-D data
collected during cyclic voltammetry for P3HT-TEMPO-100.
During oxidation, the TEMPO radical was oxidized to an
Chem. Sci., 2020, 11, 9962–9970 | 9967
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Fig. 9 (a) Cyclic voltammetry of P3HT–TEMPO-100 at 25 mV s�1

overlapped with electrode mass, and (b) change in electrode mass
versus charge passed during oxidation at 25 mV s�1 via EQCM-D from
0.595 to 1.0 V vs. QRE.
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oxoammonium cation. To maintain charge neutrality, anions in
the electrolyte (in this case, CF3SO3

�) dope the created oxoam-
monium cation. In consideration of the polythiophene back-
bone, doping may also occur, also accompanying the uptake of
a CF3SO3

� anion. The doping process is reected by a decrease
in frequency and an increase in dissipation, which corresponds
to an increase in mass increase and electrode soening,
respectively. During reduction, the polymer electrode was
reduced and de-doped, accordingly, the mass decrease and
electrode stiffening were reected by the reverse trend in
frequency and dissipation. The step change observed for PTMA–
TEMPO-100 is consistent with the EQCM-D response of homo-
polymer PTMA.31 This result further conrms that charge
transfer in P3HT–TEMPO-100 is dominated by the hopping
mechanism associated with the TEMPO unit.

To gain more insight into the doping mechanism, we
examined the shape of the cyclic voltammogram and calculated
the mass change with the cumulative charge transfer (Fig. 9 and
S6†). In our previous report on homopolymer PTMA, we showed
that two doping processes exist – doping by Li-ion expulsion
and anion uptake.31 The two processes corresponded to two
cyclic voltammetry peaks, in which doping by Li-ion expulsion
occurred at a lower potential. However, Fig. 9a only shows
a single peak, indicating that one doping mechanism is domi-
nating over the other, namely anion uptake. Using viscoelastic
modeling of the raw data, the change in electrode mass was
overlaid with the corresponding cyclic voltammogram at 25 mV
s�1. The mass change coincided well with the redox peak,
Fig. 8 Frequency (f3) and dissipation (D3) responses of the third
overtone from EQCM-D during cyclic voltammetry for P3HT–
TEMPO-100. Two cycles were performed at each indicated scan rate,
followed by equilibration in the liquid electrolyte for 100 s. The
working electrode was P3HT–TEMPO-100-coated quartz crystal. The
counter and reference electrode were Pt plate and silver wire,
respectively. The electrolyte was 0.5 M LiCF3SO3 in propylene
carbonate.

9968 | Chem. Sci., 2020, 11, 9962–9970
conrming signicant mass changes affiliated with the TEMPO
redox process.

Finally, the change in mass was plotted against the inte-
grated current, taken from the oxidation scan in the voltage
range of 0.595 to 1.0 V vs. QRE, to examine ion transport coin-
ciding with those regions in which internal charge transfer had
been observed, Fig. 9b. The mass increased linearly with the
charge transferred, and the slope of this linear relationship
(Dm/Q) gave a measure of the doping process. Assuming that
each TEMPO radical is doped by an anion from the bulk elec-
trolyte (because it appears to be the dominating species), the
theoretical Dm/Q value is simply the ratio of the molecular
weight of the balancing anion (in this case, CF3SO3

�) over
Faraday's constant, yielding 1.55 mg C�1. In Fig. 9b, the slope of
Dm vs. Q was 2.65 mg C�1, which means that either (1) doping
occurs mainly via anion uptake with solvent participation or (2)
the electrolyte may transfer in ion pairs with or without solvent.
We speculate the former process is dominating because indi-
vidual anions are likely easier to transport than ion pairs or
clusters. In that case, we calculate by a mass balance that 1
propylene carbonate molecule accompanies each triate anion
during the oxidation process at this specic scan rate.
Conclusions

This work quantied internal charge transfer in CRPs consist-
ing of polythiophene backbones and TEMPO side groups. This
was accomplished by using CRPs of varying TEMPO loadings (0,
25, 100%). P3HT–TEMPO-100's behaviour was dominated by
the TEMPO radical due to internal transfer. Specically, this
was distinguished by the mixed faradaic and non-faradaic
charge contributions from the conjugated backbone and radical
sidegroups. P3HT–TEMPO-25 exhibited features of both the
conjugated backbone and the TEMPO radical, suggesting that
radical loading strongly inuences the electron transfer
behaviour. From comparison, we conclude that the extent of
internal charge transfer depends on the radical loading, similar
to the consideration of limiting and excess “reactants”, as
exhibited by the nal OCPs during relaxation monitoring.
Finally, coupled electron-ion transport was observed in situ for
the rst time for P3HT–TEMPO-100; it was suggested that �1
propylene carbonate molecule accompanies a triate ion upon
This journal is © The Royal Society of Chemistry 2020
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each doping event of the CRP during cyclic voltammetry at
25 mV s�1.

All together, these ndings conrm the underlying reasons
for these CRP's generally low conductivity and capacity. On the
other hand, these ndings suggest that CRPs such as these
might be useful as voltage regulating materials, in which the
CRP might mitigate voltage excursions through internal charge
transfer. For future design, the trade-off between radical
loading and electronic conductivity need to be balanced. Novel
molecular design that decouples the radical unit and the charge
conducting pathway might be desirable to reach a high specic
capacity. In addition, the direction of internal charge transfer
between the two redox moieties need to be carefully considered.
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