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Introduction

Characterization of N-phenylmaleimide-
terminated poly(ethylene glycol)s and their
application to a tetra-arm poly(ethylene glycol)

gelf

Rikito Takashima,® Masashi Ohira, () #° Hirogi Yokochi,® Daisuke Aoki, {2 *3¢
Xiang Li(®*% and Hideyuki Otsuka {2 *

Tetra-arm poly(ethylene glycol) (TetraPEG) gels are tough materials whose toughness originates from
their uniform network structure. They can be formed by combining the termini of tetra-arm polymers
via chemical reactions with high conversion efficiency, such as the Michael addition, condensations
using an active ester group, and alkyne—azide cycloadditions. Herein, we report the synthesis of a tetra-
PEG gel using a tetra-arm polymer with N-phenylmaleimide moieties at the polymer ends (tetra-N-aryl
MA PEG) as a scaffold. Tetra-N-aryl MA PEG can be obtained via a simple maleimidation using the
modification agent p-maleimidophenyl isocyanate (PMPI), which directly transforms the hydroxy groups
at the polymer ends into reactive N-aryl maleimide groups in a one-pot reaction. The thus-obtained
tetra-N-aryl MA PEG was fully characterized using high-performance liquid chromatography (HPLC),
matrix-assisted laser desorption ionization time of flight mass spectrometry, and proton nuclear
magnetic resonance spectroscopy. HPLC analysis not only demonstrated the high purity of tetra-N-aryl
MA PEG and the full conversion of the hydroxy groups, but also provided an effective characterization
method for N-aryl maleimide-based PEG using a simple protocol, which enables us quantitative analysis
of functionalized polymers with different N-aryl maleimide numbers. Furthermore, we fabricated a
TetraPEG gel via Michael addition of the obtained tetra-N-aryl MA and thiol-terminated TetraPEGs. Thus,
this report presents the application of tetra-N-aryl MA PEG as an effective precursor to obtain a uniform
network structure and a method for its characterization; these results should provide support for the
development of functional molecules, soft materials, and further functional materials based on the
uniform-network-structure concept.

perspective of organic chemistry, physical chemistry, and bio-
chemistry, among others.*>* In general, gels that consist of poly-

Gels are macromolecular networks that are swollen with solvents
and are widely used as smart materials, e.g. in drug delivery, self-
healing, and molecular-recognition materials."”” Many researchers
have synthesized gel materials by designing their molecular and
macroscopic structure as well as the constituent materials from the
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mer chains and crosslinking points are fragile due to structural
defects and inhomogeneities.*

Recently, gels with very high mechanical strength have been
developed to expand their applicability. Tetra-arm poly(ethylene
glycol) (TetraPEG) gels, which are constructed from TetraPEG with
a reactive site at each of its termini, have extremely low hetero-
geneity and can be treated as near-ideal polymer networks.**>®
TetraPEG gels exhibit high strength as well as high transparency
due to their uniform mesh structure. In most cases, the network
structures of TetraPEG gels are formed by combining mutually
reactive TetraPEG prepolymers in solution, i.e., an AB-type
coupling reaction between two TetraPEG prepolymers with
reactive groups at each polymer end. For the AB-type coupling
reaction, the combinations of (1) amine (NH,) and N-hydroxy-
succinimide (NHS) groups or (2) N-alkyl maleimide (MA) and
thiol (SH) groups have generally been used.?*** Although the
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former pair is widely used, leaving groups such as ionized NHS™
arise as the gelation reactions proceed and remain as byproducts
in the obtained gels which prevents their use in medical
applications. Additionally, their facile self-decomposition,
i.e., ester hydrolysis of the NHS groups,®*>® necessitates strict
handling. In contrast, the latter combination (MA and SH)
affords uniform mesh structures without any byproducts.****
As this coupling reaction proceeds quickly under mild conditions,
even in water, it can be applied to the preparation of a variety of
biocompatible materials. However, the undesired dimerization of
the maleimide units, ie., the lightinduced [2+2] dimerization,
sometimes leads to storage instability, making prepolymers diffi-
cult to handle.*® Therefore, novel AB-type coupling reactions are
still required to expand the applications of gels based on the
biocompatible polymer PEG with a uniform mesh structure.
Furthermore, even though the fabrication and characterization
of TetraPEG gels with a uniform mesh structure have been widely
studied,>****3” 1 Jittle has been reported regarding the one-pot
synthesis of tetra-arm precursors from commercially available
polymers.

We have recently developed one-pot post-polymerization
modification reactions using p-maleimidophenyl isocyanate
(PMPI) as a modification reagent to introduce maleimide
moieties into polymers with hydroxy groups and studied the
polymerization reactions between the introduced N-aryl MA
groups and thiol groups.*> Their high reactivity was corro-
borated by the kinetics of the addition reactions between the
alcohols and isocyanates (-OH and -NCO) and the coupling
of the obtained maleimide-terminated polymers with thiol-
terminated polymers (-MA and -SH). This procedure is very
effective for the transformation of typical hydroxy groups in
polymer chains into reactive MA groups, as the reaction is
quantitative without any side reactions. Furthermore, unlike
their N-alkyl MA analogues, N-aryl MA-terminated polymers are
stable toward UV light, endowing the prepolymers with UV
stability. Therefore, N-aryl MA-terminated PEGs represent ideal
prospective functional PEG prepolymers for the fabrication of
TetraPEG gels.

In the characterization of functional PEGs, accurate deter-
mination of the distribution of non-, mono-, and multifunctio-
nalized PEGs is required for further applications, especially
biomedical applications. However, conventional analytical
methods such as NMR spectroscopy only provide information
regarding the average functionality, not the functionality
distribution. Matrix-assisted laser desorption ionization time
of flight mass spectrometry (MALDI-TOF-MS) can be used to
demonstrate the polymer structure, but it is not suitable to
determine the functionality distribution since the functionality
affects the ionization and detection efficiency of the polymers.
Recently, liquid chromatography at critical conditions (LCCC)
has been proven to be effective to analyze the functionality
distribution.**™*® Jiang et al. have reported a chromatographic
method for the separation of functionalized PEGs and esti-
mated their functionality distribution based on conventional
high-performance liquid chromatography (HPLC) measure-
ments. Modified and unmodified PEGs can be distinguished
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Fig. 1 Conceptual overview of this study.

by isocratic elution using a reversed-phase column (C18) via the
changes in their polarity when functional groups are attached
to the ends of the polymer chains.*®>°

In this paper, we report a novel characterization method to
evaluate the conversion and purity of N-aryl MA-bearing PEGs
using HPLC. The establishment of this characterization
method also provides a guideline for N-aryl MA-functionalized
PEGs, because the “PEGylation” of drugs, peptides, proteins,
and PEG-based micelles has been widely used in various fields.
In addition, we report the fabrication of a TetraPEG gel from
N-aryl MA-based precursors via an AB-type coupling reaction
between N-aryl MA and SH groups (Fig. 1). The gelation
behavior of the TetraPEG gel was also characterized using
rheology and UV-vis spectroscopy.

Experimental
Materials

All reagents and solvents were purchased from Sigma-Aldrich
(MO, USA), FUJIFILM Wako Pure Chemical Corporation (Tokyo,
Japan), Tokyo Chemical Industry (Tokyo, Japan), or Kanto
Chemical (Tokyo, Japan) and used as received unless otherwise
noted. Commercially available N-alkyl maleimide- and thiol-
terminated PEGs (SUNBRIGHT) were purchased from NOF Group
(Tokyo, Japan). Hydroxy-terminated TetraPEGs were purchased
from SINOPEG (Xiamen, China). p-Maleimidophenyl isocyanate
(PMPI) was synthesized following our previous report.*”

Characterisation

"H NMR spectra were recorded using a Bruker AVANCE III
HD500 spectrometer. Analytical size-exclusion chromatography

This journal is © The Royal Society of Chemistry 2020
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(SEC) measurements were carried out at 40 °C using a TOSOH
HLC-8320 SEC system equipped with a guard column (TOSOH
TSK guard column Super H-L), three columns (TOSOH TSK gel
SuperH 6000, 4000, and 2500), a differential refractive index
detector, and a UV-vis detector. Tetrahydrofuran (THF) was
used as the eluent at a flow rate of 0.6 mL min~". Polystyrene
(PS) standards (M,, = 4430-3 142 000; M,,/M,, = 1.03-1.08) were
used to calibrate the SEC system. MALDI-TOF MS spectra were
obtained on a Shimadzu AXIMA-CFR mass spectrometer
equipped with a nitrogen laser (1 = 337 nm) and with pulsed
ion extraction. The operation was performed at an accelerating
potential of 20 kV in linear-positive ion mode. The sample
polymer solution (1 mg mL™~") was prepared in THF, and the
matrix reagents 2,5-dihydroxybenzoic acid (DHBA) or dithranol
(Dith) and the cationizing agent sodium trifluoroacetate were
dissolved in THF (20 and 1 mg mL™ ', respectively); 50 pL of
each solution was mixed prior to MALDI analysis.

HPLC measurements

HPLC analysis was performed at 30 °C using a Shimadzu LC-
20AD pump equipped with a variable wavelength detector
(SPD-20A), a refractive index detector (RID-20A), and a C18
column (YMC-Triart C18). The eluate passes through the UV
detector first and then the RI detector, which causes a time
difference between UV and RI peaks. The pump was operated to
supply an eluent mixture containing acetonitrile and water at
flow rate of 1.0 mL min~', and the monitoring wavelength
was 254 nm. Each PEG was dissolved in a solvent mixture
with the same composition as the eluent for measurement
(Fig. S27, ESIt).

Synthesis of N-aryl MA-terminated PEGs for the
characterization in the HPLC measurements and gelation
experiments

For the HPLC measurements, various MA-terminated PEGs
(N-aryl MA PEGs and N-aryl MA TetraPEGs) were synthesized
via reactions between hydroxy-terminated PEGs and PMPIL
A typical procedure is presented below.

Condition A. 0.5 equivalents of PMPI (relative to the ~-OH
group content of the polymers) were used in the feed. As an
example, for the modification of TetraPEG (M,, = 20 000), PMPI
(8.6 mg, 40 umol, 0.5 equivalents relative to the -OH groups)
and TetraPEG (400 mg, 20 pmol, M, = 20 000) were added to a
round-bottom flask. Dichloromethane (DCM, 16 mL) and two
drops of dibutyltin dilaurate (DBTDL) were added to the flask
under an inert atmosphere. After stirring for 24 h at 30 °C, the
reaction mixture was evaporated in vacuo and poured into
120 mL of a poor solvent (diethyl ether/ethanol, 30/1 v/v) in
an ice bath. The resulting precipitate was dissolved in chloro-
form, filtered once, and reprecipitated in 120 mL of hexane.
The precipitate was dried under reduced pressure to obtain
N-aryl MA TetraPEG (half conversion) as a light-yellow solid
(323 mg, 81%).

Condition B. PMPI (4.0 equivalents relative to the -OH group
content of the polymers) was used in the feed. As an example, in
the modification of TetraPEG (M,, = 20000), PMPI (171 mg,

This journal is © The Royal Society of Chemistry 2020
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800 pumol, 4.0 equivalents relative to the -OH groups) and
TetraPEG (1.0 g, 50 pmol, M, = 20000) were added to a
round-bottom flask. DCM (40 mL) and 2 drops of DBTDL were
added to the flask under an inert atmosphere. After stirring for
24 h at 30 °C, the reaction mixture was evaporated in vacuo and
poured into 300 mL of a poor solvent (diethyl ether/ethanol,
30/1 v/v) in an ice bath. The resulting precipitate was dissolved
in chloroform, filtered once, and reprecipitated in 300 mL of
hexane. The precipitate was separated by filtration and dried
under reduced pressure to obtain N-aryl MA TetraPEG as a
yellow solid (867 mg, 87%).

Gelation measurements

To control the pH value, equal amounts of N-aryl MA TetraPEG
and SH TetraPEG (M,, = 20 000, 60 mg) were dissolved in 0.8 mL
of a citric phosphate buffer solution (CPB; 100 mM, pH = 3.6) or
mixed solutions. The two solutions were mixed in a 2 mL
Falcon tube for 30 s using a vortex mixer (Delta mixer Se-08,
Taitec, Japan). The resulting solution was then poured into the
interstice of the double cylinder of a rheometer (MCR501,
Anton Paar, Austria). The oscillatory shear rheological proper-
ties, Le., the storage elastic modulus (G’) and the loss elastic
modulus (G”), during gelation were measured at 25 °C using a
double cylinder geometry with 17 mm diameter cylinders. The
strain and frequency were 5% and 2 Hz, respectively. A reference
sample was prepared under similar conditions to those above
using N-alkyl MA-terminated TetraPEGs (M,, = 20 000) instead of
N-aryl MA.

Results and discussion

Synthesis and characterization of N-aryl MA TetraPEGs by
HPLC

N-Aryl MA PEGs were synthesized under various conditions
(Scheme 1). To synthesize N-aryl MA PEGs with different
functionalities, post-polymerization modification reactions of
hydroxy-terminated PEGs with different feed ratios of PMPI
(Condition A: 0.5 eq. of PMPI; Condition B: 4.0 eq. of PMPI;
relative to the -OH group content of the polymers) were used.
Namely, N-aryl MA PEGs with different molar masses and
functionalities were synthesized as shown in Table 1 (for the
spectral data, see the ESIf). To facilitate the modification
reaction, we added DBTDL as a catalyst. Hydroxy-terminated
PEGs with different molar masses (M,, = 1000 and 2000) were
treated under condition A, i.e., with half an equivalent of PMPI
relative to the hydroxy groups at the termini of the PEGs. The
resulting polymers were expected to exhibit a distribution of
functionalities, i.e., of non-, mono-, and difunctionalized PEGs.
On the other hand, the reaction of hydroxy-terminated PEGs
(M, = 1000 and 2000) under condition B with a four-fold excess
of PMPI relative to the hydroxy groups was expected to afford
only difunctionalized PEGs.

The resulting polymers were characterized using "H NMR
and *C NMR spectroscopy, and MALDI-TOF mass spectro-
metry. In the "H NMR spectra of the hydroxy-terminated PEGs,
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Scheme 1 Synthesis of N-aryl MA PEGs. (a) Reaction with hydroxy-
terminated PEGs. (b) Reaction with hydroxy-terminated TetraPEGs.

Table 1 Synthesis conditions and structural parameters of the N-aryl MA
PEGs and N-aryl MA TetraPEGs. Fymr denotes the average functionality
estimated using 'H NMR

OH M,? YA PMPI feed® [equiv.]
Run number [gmol '] [gmol '] (condition) Frmr?
1 2 1000 1100 0.5 (4) 0.7
2 2 1000 1400 4.0 (B) 2.0
3 2 2000 1900 0.5 (A) 0.9
4 2 2000 2100 4.0 (B) 2.0
5 2 10000 11000 0.5 (A) 0.6
6 2 10 000 11000 4.0 (B) 2.0
7 4 10000 7900 0.5 (A) 1.6
8 4 10000 7600 4.0 (B) 4.0
9 4 20000 11000 0.5 (A) 1.7
10 4 20000 12000 4.0 (B) 4.0

% Approximated molar mass of the commercially available hydroxy-
terminated PEG. ” Estimated via SEC using THF as the eluent. All
polymers showed narrow PDIs (1.02-1.07). ¢ Relative to the number of
hydroxy groups. ¢ Estimated based on a "H NMR analysis of the integral
ratio of the polymer ends (for the spectral data, see the ESI).

a peak corresponding to the OH end groups was observed at
2.8-3.0 ppm. In contrast, in the spectra of the modified PEGs,
the OH end group peak disappeared, and a new peak origina-
ting from the methylene protons adjacent to the urethane ends
appeared at 4.2-4.3 ppm (Fig. S1-S5, ESIT). The average func-
tionality (F), the number of maleimide ends per one polymer,
was calculated based on the integral ratios of these peaks in the
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NMR spectra and are summarized in Table 1. The average
functionality estimated by NMR (Fywvg) Was 2.0 (OH conversion =
100%) for the fully converted PEGs synthesized using condition B
(Run 2 in Table 1) and 0.74 (OH conversion = 37%) for the
polymers synthesized using condition A (Run 1 in Table 1),
respectively. In "*C NMR spectroscopy (Fig. S6 and S7, ESIf), a
peak corresponding to the carbon adjacent to OH ends was
disappeared upon the reaction and the result supported the
progresses of reaction. Three sets of peaks were observed in
the MALDI-TOF MS analysis of the polymers synthesized using
condition A (Runs 1 and 3 in Table 1), indicating, as expected,
a mixture of non-, mono-, and di-functionalized PEGs (Fig. S13
and S15, ESIf). In contrast, MALDI-TOF MS analyses of the
polymers synthesized under condition B (Runs 2 and 4 in
Table 1) showed one set of peaks, which was consistent with the
theoretical value for disubstituted PEGs, demonstrating the suc-
cessful synthesis of difunctionalized PEGs and the absence of side
reactions (Fig. S14 and S16, ESIT).

Subsequently, the polymers prepared using conditions
A and B were characterized via HPLC (Fig. 2, 3, and Fig. S17-
S26, ESIT) using a typical C18 column at 30 °C with a mixed
eluent (acetonitrile/water). In this study, the PEGs functiona-
lized with N-aryl MA were mainly characterized using a UV
detector (wavelength: 254 nm), which is a highly sensitive and
common HPLC detector. A differential refractive index detector
was used complementarily to detect non-functionalized PEGs,
which do not absorb at 254 nm.

The mixture (M,, = 2000) synthesized via method A was
characterized by changing the eluent ratio to determine the
critical condition, where the peaks originating from non-, mono-,
and difunctionalized PEGs could be detected separately. As shown

O, N ; o) o) A
A BT R ayt R

mono di
M, = 2,000 (linear)

Eluent Composition
(CH;CN ratio %) . .o
80 %

L
0% M

mono

Run3 4 50 % Adi
mono
45 % A di
mono i
[40% A 2
5
Run4 459, /I\‘
I T T T T T 1
0 2 4 6 8 10 12

Retention time / min

Fig. 2 HPLC profiles of modified PEGs (M,, = 2000) with different numbers
of N-aryl MA groups (Runs 3 and 4 in Table 1) using different eluent
compositions (values shown are the vol% of acetonitrile in water) at a flow
rate of 1.0 mL min™ on a C18 column at 30 °C using a UV detector.
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in Fig. 2, although only one peak was observed when acetonitrile
was used as the eluent, the addition of water to the eluent mixture
affected the peak position, allowing separated peaks to be
observed.

Finally, we determined the appropriate eluent condition
(acetonitrile/water, 45/55, v/v) where each peak could be
detected separately (Fig. 3). Using this mixed eluent, we con-
firmed that only one peak corresponding to difunctionalized
PEGs was observed for samples prepared under condition B
(Fig. S18 and S20, ESIt), which was consistent with the MALDI-
TOF MS results (Fig. S12 and S14, ESIt). These results also
support the full conversion of the hydroxy groups and high
purity of the obtained N-aryl MA PEGs. Furthermore, N-aryl MA
PEGs with high molar mass and functionality (TetraPEG;
M, = 10000 and 20000) were characterized using HPLC. We
confirmed the effect of molar mass on the HPLC measurements
by comparing several N-aryl MA terminated PEGs (M,, = 1000,
2000, and 10000; Fig. 3a-c), which demonstrated that the
retention time decreased with increasing molar mass. This
result was attributed to the polarity effect of the termini, which
would diminish with increasing molar mass; i.e., the ratio of
termini in the polymer clearly affected the retention time.

For TetraPEG (M, = 10000 and 20000), the polymers
obtained using condition A should be a mixture of non-,
mono-, di-, tri-, and tetra-functionalized PEGs. In Fig. 3d and
e, three peaks originating from functionalized PEGs are
observed. Non-functionalized PEGs do not absorb at 254 nm,
and would thus not be observed in the HPLC profiles obtained
from the UV detector. On the other hand, the HPLC profile of
the polymers obtained using condition B showed only one peak
originating from tetrafunctionalized PEG (Fig. S24 and S26,
ESIY), which is consistent with the conversion estimated based
on the "H NMR analysis.

To confirm the assignment of the mono-, di-, and tri-
functionalized Tetra-PEG peaks, the post-polymerization modi-
fication reaction of the hydroxy-terminated TetraPEGs (M, =
20000) with PMPI (condition B) was monitored using HPLC.

mono
a) M, = 1,000 (linear) di
Run 1 N
mono
b) M, = 2,000 (linear) di
Run 3 VAN
Mmoo
c) M, = 10,000 (linear) di
Run 5
mono di —/\
d) M, = 10,000 (4-arm) tri 60 65 70 7.5 80 85
Run 7 tetra
T N

e) M, = 20,000 (4-arm) di,

Rung " monghn_ S

I I ~4 I I 1
0 2 4 6 8 10
Retention time / min
Fig. 3 HPLC profiles of modified PEGs with different molar masses and

functionalities (eluent: acetonitrile/water, 45/55, v/v; flow rate: 1.0 mL min~*
on a C18 column at 30 °C using a UV detector).
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mono

24 h Fuwr=4.0
Time N o i

I I I 1

0 2 4 6 8
Retention time / min
Fig. 4 Change in the HPLC profiles during the modification reaction

(eluent: acetonitrile/water, 45/55, v/v; flow rate: 1.0 mL min~% UV
detector).

The peaks originating from Tetra-PEG with a higher number of
N-aryl MA groups increased with reaction time, while those
originating from lower-functionality Tetra-PEG decreased. The
reaction was completed within 24 h (Fig. 4 and Fig. S28, ESIf).
In the HPLC trace, very small unexpected peaks were appeared
at about 2.8 min and 4.9 min. We presumed that those small
peaks originated from urea or urethane products of PMPI.

To summarize the HPLC characterization: we revealed that
(1) peak separation of PEGs based on their functionality and
molar mass can be achieved under appropriate conditions;
(2) the driving force of peak separation, i.e., the interaction
between the N-aryl MA groups at the termini and the C18
column, increases with increasing ratio of termini in the
polymer, i.e., with smaller molar mass or higher functionality;
(3) the peaks become broader with increasing number of N-aryl
MA moieties at the polymer termini; (4) the peaks are too
broad in eluents with more than 60% water in acetonitrile.
We concluded that elution using a 45/55 (v/v) mixture of
acetonitrile/water was the best conditions to separate the PEGs
modified by PMPI. We also succeeded quantification of polymers
with different N-aryl maleimide numbers from the area ratio of
peaks at RI detector of HPLC (Fig. S17, S19, S21, S23 and S25,
ESIt). Although MALDI-TOF MS allowed the functionality of the
polymers to be analyzed, it was not applicable to polymers with
high molecular weight (> ~10000) due to difficulties associated
with ionization. Therefore, characterization of tetrafunctionalized
PEG using this HPLC method represents an effective way to
accurately characterize their functionality distribution. This result
also demonstrated unambiguously the full conversion and high
purity of the N-aryl MA TetraPEG synthesized from hydroxy-
terminated TetraPEG using the one-pot reaction.

Fabrication of TetraPEG gels from N-aryl MA-based precursors

We fabricated several TetraPEG gels via Michael reaction
between the obtained N-aryl MA TetraPEGs (M,, = 20 000) and

Soft Matter, 2020, 16,10869-10875 | 10873
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Fig. 5 Viscoelastic properties of the gel samples (red and green: N-aryl
MA; blue and yellow: N-alkyl MA) during the gelation process (6 wt% in a
buffer; pH = 3.0 and pH = 3.6).

SH TetraPEGs in water. The reaction was also conducted using
commercially available N-alkyl MA TetraPEGs instead of N-aryl
MA TetraPEG as a control. We used the evolution of the shear
moduli to monitor the viscoelastic properties of the samples
during the gelation process. The gelation point (t,) was
determined from the crossover time of the storage modulus
G’ and the loss modulus G” in the rheological curves (Fig. 5).
The G’ value after gelation using N-aryl MA TetraPEG roughly
matched that of N-alkyl MA TetraPEG, indicating high

@ A =340 nm
% 22 ¢ pH=3.6
< A pH =3.0
2.0
1.8
T T T T ' !
00 02 04 06 0.8 1.0x104
Reaction time /s
(b)
4 — before reaction
— after reaction
3 -
2
<2
1 -
o -

1 I 1 1 1
300 350 400 450 500
Al nm

Fig. 6 (a) Change in the UV-vis absorption at 340 nm during the gelation
reaction (red: pH = 3.6; green: pH = 3.0). (b) UV-vis spectra before and
after the gelation experiment.
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conversion of the MA terminals of the modified TetraPEG
and the near-ideal network structure of the obtained gel.
Surprisingly, when N-aryl MA was used, the t,. occurred much
earlier than when N-alkyl MA was used, indicating a higher
reactivity of N-aryl MA PEG compared to that of N-alkyl MA
PEG. In our previous work,**> we found the reactivity of phenyl
maleimide terminated PEG toward thiol molecule was as same
as that of alkyl maleimide terminated PEG in chloroform with
triethylamine as a base catalyst. To our best knowledges, this is
first case that a difference in the reactivity of phenyl and alkyl
N-substituted maleimide in water has been observed. As shown
in Table S1 (ESIt), the pH dependence of the gelation process
was also examined for the range pH = 3.0-3.6. We succeeded in
changing the gelation time, ie., the gelation time could be
controlled by adjusting the pH value of the reaction system.
These features of N-aryl MA TetraPEGs are expected to be useful
in various fields.

The gelation behavior was also monitored using UV-vis
spectroscopy. Unlike N-alkyl MA, N-aryl MA exhibits absorption
in the visible light range, which originates from its fused
benzene ring (Fig. S29, ESIt). When thiol compounds were
added to the N-aryl MA structure, it changed from light yellow
to colorless. This enabled us to check the reaction progress with
the naked eye. Furthermore, we monitored the gelation using
the UV absorption at 4 = 340 nm. As shown in Fig. 6, the UV
absorbance decreased as the gelation proceeded. This result
was also in agreement with the results shown in Table S1 (ESIt).

Conclusions

In conclusion, we have demonstrated the synthesis of tetra-arm
polymers with N-phenylmaleimide moieties at the polymer
ends (Tetra-N-aryl MA PEG) via maleimidation with p-male-
imidophenyl isocyanate (PMPI), and the easy characterization
of their functionality independent of their molar mass using
HPLC. The characterization of maleimide-functionalized PEGs
with HPLC should be useful not only to determine their
conversion and purity, but also to quantify the ratio of functio-
nalized PEGs. These characteristics make guideline for N-aryl
MA-functionalized PEGs, since ‘PEGylation’ has been widely
used in various fields. Preparative columns with C18 are widely
used for mass production in organic chemistry; thus, the present
research could be applied to obtain functionalized PEGs with the
desired functionality in large scale. The successful fabrication of
TetraPEG gels using the N-aryl MA-based precursor proved the
usefulness of the AB-type coupling reactions for the further
development of functional molecules, soft materials, and other
functional materials based on the uniform network structure
concept. We believe that the present report will help researchers
in various fields to develop functional soft materials, considering
that this maleimidation process is very simple and the maleimida-
tion reagent PMPI can be synthesized without tedious purification
procedures. Thus, the AB-type coupling reaction of N-aryl MA and
SH groups should facilitate the industrial production of tough
materials based on the uniform network structure concept.

This journal is © The Royal Society of Chemistry 2020
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