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ge efficiency and improved
energy density in rationally designed bilayer
polyetherimide–BaTiO3/P(VDF-HFP) composites†

Liang Sun,a Zhicheng Shi, *a Huanlei Wang,a Kun Zhang,*b Davoud Dastan,c

Kai Sund and Runhua Fand

Polymer dielectric composites are of great interest as film capacitors that are widely used in pulsed power

systems. For a long time, huge efforts have been devoted to achieving energy densities as high as possible to

satisfy the miniaturization and high integration of electronic devices. However, the discharge efficiency

which is particularly crucial to practical applications has gained little attention. With the target of

achieving concurrently improved energy density and efficiency, a class of rationally designed bilayer

composites consisting of a pure polyetherimide layer and a BaTiO3/P(VDF-HFP) composite layer were

prepared. Interestingly, the bilayer composites exhibit ultrahigh discharge efficiencies h (>95%) under

external electric fields up to 400 kV mm�1 which are much higher than most of the so far reported

results (h < 80%). Meanwhile, a low loss (tan d < 0.05 @ 10 kHz) comparable to that of the pure

polyetherimide is obtained. In addition, the bilayer composites show impressive improvements in

breakdown strengths Eb, i.e., 285%, 363%, 366% and 567% for composites with 5 vol%, 10 vol%, 20 vol%

and 40 vol% BaTiO3, compared to their single layer counterparts, resulting in obviously improved energy

densities Ud. In particular, the bilayer composite with 10 vol% BaTiO3 displays the most prominent

comprehensive energy storage performance, i.e., h � 96.8% @ 450 kV mm�1, Ud � 6 J cm�3 @ 450 kV

mm�1, tan d � 0.025 @ 10 kHz, and Eb � 483.18 kV mm�1. The ultrahigh discharge efficiencies and high

energy densities, along with low loss and breakdown strengths, make these bilayer composites ideal

candidates for high-performance dielectric energy-storage capacitors.
1. Introduction

Polymer lm capacitors (PFCs) have drawn considerable atten-
tion in recent years owing to their superior charge–discharge
capabilities, outstanding cycling stabilities, excellent self-
healing capability and wide application in hybrid electric vehi-
cles, medical debrillators, electromagnetic launch systems,
etc.1–4 However, the applications of PFCs are greatly restricted by
their low energy densities. In principle, the energy density (Ud)
of a dielectric material can be expressed by the equations Ud ¼
1/2303rE

2 for a linear dielectric material and Ud ¼ Ð
EdD for

a nonlinear dielectric material, where 30 and 3r represent the
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dielectric permittivities of the vacuum and dielectrics, E is the
applied electric eld which should be lower than the breakdown
strength (Eb) of the materials, and D ¼ 303rE is the electric
displacement. Accordingly, high 3r and high Eb are desired for
high Ud. To achieve this, various strategies have been proposed,
among which constructing polymer based composites lled
with high 3r or high Eb llers has been demonstrated to be
effective.5–7 To obtain improved 3r, ferroelectric ceramic llers
(e.g., BaTiO3,8,9 SrTiO3,10 NaNbO3,11 etc.) and conductors (e.g.,
metals,12–14 carbon nanotubes,15 graphene,16,17 conductive poly-
mers,18 etc.) are usually employed. However, improved 3r is
always accompanied by suppressed Eb, deteriorated h and
elevated loss.19 To achieve improved Eb, llers with high Eb (e.g.,
boron nitride, alumina, silica, etc.) are usually employed.1,2

Unfortunately, the llers with high Eb oen exhibit low 3r,
leading to suppressed 3r.20 As a result, a reasonable balance
between 3r and Eb has been a problem demanding a prompt
solution until now. Although various innovative strategies, such
as designing core–shell structured llers21,22 and surface modi-
cation of llers,23–25 have been proposed to address this
dilemma, the effect is still not satisfactory.

Recently, researchers found that multilayer structured
composites may offer a feasible paradigm to realize the
This journal is © The Royal Society of Chemistry 2020
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concurrent improvement of 3r and Eb.26–29 Compared with single-
layer composites, multilayer composites possess another type of
mesoscopic interface between adjacent layers, in addition to the
microscopic interfaces between the ller and matrix, which may
induce strong interfacial polarization and extra charge
storage.30–32 Wang and co-workers reported the design of trilay-
ered lms consisting of stacked barium titanate/poly(vinylidene
uoride-co-hexauoropropylene) (BaTiO3/P(VDF-HFP)) nano-
composite layers, where the middle layer with a high BaTiO3

content offered high 3r while the two outer layers with a low
BaTiO3 content provided high Eb. A signicantly improved Eb of
�526 kVmm�1 and amoderately enhanced 3r of�12@ 1 kHz, in
comparison with those of pure P(VDF-HFP) (Eb ¼ 410 kV mm�1

and 3r ¼ 10 @ 1 kHz), are realized via controlling the BaTiO3

content. Consequently, an ultrahigh discharge energy density of
26.4 J cm�3 and a superior discharge efficiency of 72% are ob-
tained.33 In addition to the typical trilayered composites, much
attention has also been paid to multilayer composites with more
than three layers. Jiang and co-workers27 designed a series of
multilayer BaTiO3/P(VDF-HFP) composites with different
numbers of layers. It was shown that a composite with 16 layers
exhibited a substantially improved Eb (�862.5 kV mm�1) and an
obviously enhanced 3r (�16@ 1 kHz) compared with pure P(VDF-
HFP) (Eb ¼ 600 kV mm�1, 3r ¼ 10 @ 1 kHz). Therefore, an
ultrahigh energy density of �30.15 J cm�3 and a high discharge
efficiency of �78% were achieved simultaneously.

Up to now, numerous multilayer composites with rationally
designed hierarchical structures have been developed.33–37

However, most of the studies aimed at achieving energy densi-
ties as high as possible and thus the nonlinear ferroelectric
polymer poly(vinylidene uoride) and its copolymers were
chosen as the matrix. Although greatly improved energy densi-
ties have been obtained, it inevitably results in a suppressed
discharge efficiency (h < 80%) and elevated loss (tan d > 0.1 @ 1
Fig. 1 Schematic illustration of the dielectric energy-storage characteris
dielectric composites. The pentagrams indicate the desired properties.

This journal is © The Royal Society of Chemistry 2020
kHz), which cannot meet the requirements of practical appli-
cations. In other words, more attention should be paid to the
concurrent improvement of Ud and h rather than solely Ud. As
we know, linear dielectric polymers (e.g., polyetherimide, poly-
propylene, polyimide, and polymethyl methacrylate) have a very
high h (>95%) and low loss (tan d < 0.05 @ 1 kHz).2,19 With the
aim of achieving balanced energy density and discharge effi-
ciency, we herein report a novel design of bilayer dielectric
composites consisting of a pure polyetherimide (PEI) layer and
a BaTiO3/P(VDF-HFP) composite layer. In comparison with
a trilayer composite which has two layer/layer interfaces,
a bilayer composite possesses only one layer/layer interface.
Therefore, the loss induced by the interfacial polarization at the
interfaces between adjacent layers could be suppressed in the
bilayer composite, which is favorable for the achievement of
high efficiency and low loss. As shown in Fig. 1, the linear
dielectric layer PEI offers high efficiency h, low loss, and high
breakdown strength Eb, while the nonlinear dielectric BaTiO3/
P(VDF-HFP) composite layer provides high energy density Ud.
Consequently, the bilayer composites may combine the supe-
riorities of the two layers, yielding simultaneously high h, high
Ud, high Eb, and low loss. Interestingly, our results show that all
of the bilayer composites exhibit ultrahigh h values over 95%
which are much higher than those of most of the so far reported
polymer dielectric composites (h < 80%) under external electric
elds up to 400 kV mm�1. Moreover, a low loss (tan d < 0.05 @
10 kHz) comparable to that of the pure PEI is also achieved.
Furthermore, the bilayer composites show impressive
improvements in Eb, i.e., 285%, 363%, 366% and 567% for
composites with 5 vol%, 10 vol%, 20 vol% and 40 vol% BaTiO3,
compared to their single-layer counterparts, thus resulting in
obviously improved Ud. The outstanding dielectric characteris-
tics make these bilayer composites promising candidates for
high-performance energy-storage capacitors.
tics of linear dielectric, nonlinear dielectric and bilayer linear/nonlinear

J. Mater. Chem. A, 2020, 8, 5750–5757 | 5751
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2. Experimental
2.1. Materials

Barium titanate (BaTiO3, <3 mm, >99.5%, Aladdin Industrial
Corporation), poly(vinylidene uoride-hexauoropropylene)
(P(VDF-HFP), 15% HFP, PolyK Technologies, USA), poly-
etherimide (PEI, PolyK Technologies, USA), 1-methyl-2-
pyrrolidone (C5H9NO, $99.0% Sinopharm Chemical Reagent
Co., Ltd.), sodium dodecylbenzenesulfonate (C18H29NaO3,
$88.0%, Sinopharm Chemical Reagent Co., Ltd.) and ethanol
($99.7%, Sinopharm Chemical Reagent Co., Ltd.).
2.2. Preparation of bilayer composites

Firstly, a BaTiO3/P(VDF-HFP) suspension and PEI solution were
prepared. For the preparation of the BaTiO3/P(VDF-HFP)
suspension, BaTiO3 particles and sodium dodecylbenzenesul-
fonate (SDBS) were ultrasonically dispersed into 10 mL 1-
methyl-2-pyrrolidone (NMP) for 1 h at room temperature to
obtain a stable suspension, followed by adding P(VDF-HFP)
pellets into the suspension with magnetic stirring at 75 �C
until the P(VDF-HFP) pellets were dissolved completely. For the
preparation of the PEI solution, PEI particles were directly dis-
solved in 1-methyl-2-pyrrolidone (NMP) with rapid magnetic
stirring at 75 �C for 5 h and mild stirring at room temperature
overnight. Then the BaTiO3/P(VDF-HFP) suspension and PEI
solution were cast on glass plates separately. The thicknesses of
the single-layer composites were controlled in the range of 15–
20 mm by adjusting the height of blade. Then the lms along
with the glass plates were transferred to an oven and dried at
100 �C for 4 h and 200 �C for 5min. Subsequently, the lms were
peeled off via quenching in ice water and dried in an oven at
70 �C for 6 h, yielding the single layer BaTiO3/P(VDF-HFP)
composite lms and PEI lms. Finally, bilayer lms with
different BaTiO3 contents were obtained via stacking and hot-
pressing a BaTiO3/P(VDF-HFP) composite lm and a PEI lm
at 150 �C under a pressure of 6 MPa for 5 min. In this paper, the
single layer BaTiO3/P(VDF-HFP) composites and bilayer
Fig. 2 (a) Photograph, (b–d) cross-sectional SEM morphologies and (e a
bilayer composite.

5752 | J. Mater. Chem. A, 2020, 8, 5750–5757
composites were denoted as a vol% BT/PVDF and PEI-a vol%
BT/PVDF, respectively, where a represents the volume fraction
of BaTiO3 in the BaTiO3/P(VDF-HFP) composites.
2.3. Characterization and measurements

The morphologies of the bilayer lms and elemental distribu-
tions of barium and carbon were observed by scanning electron
microscopy (SEM, S-4800, Hitachi, Ltd.) combined with EDX.
Circular gold electrodes with a diameter of 2.98 mm were
sputtered on the two sides of the samples before dielectric
measurements. The dielectric properties were analyzed with an
Agilent E4980A Precision LCR analyzer in the frequency range
from 100 Hz to 1 MHz. Open and short compensations were
performed before testing. The permittivity was calculated using
3r ¼ tCp/A30, where t is the thickness of the sample, A is the area
of the electrode, Cp is the parallel capacitance, f is the electric
eld frequency, and 30 is the absolute permittivity of free space
(8.85 � 10�12 F m�1). The breakdown strengths were obtained
using a setup equipped with a Trek 609A amplier with
a voltage ramping rate of 500 V s�1 at room temperature (PolyK
Technologies, USA). The energy storage performances,
including discharge energy densities and charge–discharge
efficiencies, were obtained using P–E hysteresis loops which
were collected at 1 kHz using a ferroelectric test system based
on a modied Sawyer-Tower circuit (PolyK Technologies, USA).
3. Results and discussion

The optical photograph and cross-sectional SEMmorphologies of
the PEI-20 vol% BT/PVDF bilayer composite are presented in
Fig. 2a–d. As can be seen, the bilayer lm is exible and has
smooth surfaces. The SEM image conrms the distinct bilayer
conguration, in which the two layers are tightly welded together
without the appearance of noticeable defects (e.g., pores, cracks,
voids, etc.). Moreover, the high-magnication cross-sectional
SEM images shown in Fig. S1† demonstrate that the BaTiO3

particles are homogeneously dispersed in the P(VDF-HFP)
nd f) corresponding EDX mapping images of the PEI-20 vol% BT/PVDF

This journal is © The Royal Society of Chemistry 2020
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matrix. The EDX mapping results further demonstrate that the
BaTiO3 particles are well restricted in the P(VDF-HFP) matrix
without apparent diffusion into the PEI layer. Furthermore, the
total thickness of the lm is�25 mm, where the BT/PVDF layer is
�6.6 mmwhile the PEI layer is�18.4 mm. As we know, in a single-
layer composite consisting of ferroelectric llers (e.g., BaTiO3)
dispersed in a linear dielectric matrix (e.g., PEI, PMMA, and PI),
the ferroelectric llers offer high energy-storage density while the
matrix maintains the high energy-storage efficiency. As the
loading fraction of ferroelectric llers increases, the energy
density increases and the efficiency decreases.38,39 Similarly, in
the bilayer-structured composites, the linear dielectric PEI layer
is expected to contribute to the improved energy-storage effi-
ciency, while the ferroelectric BaTiO3/P(VDF-HFP) layer could
suppress the efficiency because of its strong polarization-induced
energy loss. Therefore, to achieve high efficiency, the volume
fractions of ferroelectric BaTiO3 and P(VDF-HFP) in the bilayer
composites should be lowered. In this regard, the PEI layer is
designed to be much thicker than the BaTiO3/P(VDF-HFP) layer.
However, it should be noted that the increasing thickness ratio of
the PEI layer to the BaTiO3/P(VDF-HFP) layer would also result in
suppressed energy-storage density. As shown in Fig. S1,† the
thickness ratios of the BT/PVDF layer to the PEI layer for all the
bilayer composites are almost the same, i.e., �0.36. Accordingly,
the volume ratio of the BT/PVDF layer to the PEI layer is about
0.36, and the actual volume fractions of BaTiO3 in the PEI-5 vol%
BT/PVDF, PEI-10 vol% BT/PVDF, PEI-20 vol% BT/PVDF and PEI-
40 vol% BT/PVDF composites are 1.8%, 3.6%, 7.2% and 14.4%,
respectively.

The frequency dependences of dielectric permittivity and
loss tangent for single layer and bilayer composites is displayed
Fig. 3 Frequency dependences of dielectric permittivity and loss tangen

This journal is © The Royal Society of Chemistry 2020
in Fig. 3. As shown in Fig. 3a, the pure PEI lm shows the lowest
permittivity and is almost independent of frequency in the
tested frequency range. The pure P(VDF-HFP) has a much
higher permittivity than pure PEI and exhibits apparent
frequency dispersion behavior. The permittivities of the BaTiO3/
P(VDF-HFP) composites increase with higher BaTiO3 loadings,
which could be attributed to the strong inherent dipolar
polarization inside the ferroelectric BaTiO3 particles. In addi-
tion, the interfacial polarization of the accumulated charges at
the interfaces between BaTiO3 particles and the P(VDF-HFP)
matrix may also contribute to the enhanced dielectric permit-
tivity. Correspondingly, the pure PEI lm possesses the lowest
loss, while the pure PVDF and BaTiO3/P(VDF-HFP) composites
exhibit much higher loss than PEI (see Fig. 3b). For instance,
the loss tangents of the composites with 10 vol% and 20 vol%
BaTiO3 come up to above 0.1 @ 10 kHz, which may result in
a huge amount of undesired heat production, thus deterio-
rating the performance stability and shortening the service life
of the electronic devices. As shown in Fig. 3c and d, the bilayer
composites display moderate dielectric permittivities that are
between those of the corresponding single layer BaTiO3/P(VDF-
HFP) composites and the pure PEI layer. Fortunately, low
dielectric loss (tan d < 0.05 @ 10 kHz) is achieved in the bilayer
composites which will greatly facilitate their practical
application.

It should be noted that the magnitude of dielectric permit-
tivity can only determine the energy density of a dielectric
material under a certain electric eld. In addition to permit-
tivity, the maximum electric eld that a dielectric material can
withstand before failure (i.e., breakdown strength Eb) is another
crucial parameter for dielectric energy-storage materials,
t for (a and b) single layer and (c and d) bilayer composites.

J. Mater. Chem. A, 2020, 8, 5750–5757 | 5753
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especially for their applications under high electric elds.
Therefore, the breakdown strengths of the composites are
further evaluated using the two-parameter Weibull distribution,
which is described by eqn (1):

PðEÞ ¼ 1� exp

"
�
�
E

a

�b
#

(1)

where P(E) is the cumulative failure probability, E is the experi-
mentally tested breakdown electric eld, a is the electric eld for
which there is a 63.2% probability of sample breakdown (Weibull
breakdown strength, Eb), and b is a shape parameter or the slope
of the derived logarithm function reecting the scatter of the
tested Eb. When the b value is 3, the tested data follow Gaussian
distribution, and a higher value of b implies a higher level of
reliability. Fig. 4 presents the Weibull Eb of the single layer and
bilayer composites. We can see that all of the plots show high
b values, indicating high reliability of the measured data. The
pure PEI has the highest Eb of�607.35 kVmm�1 and pure P(VDF-
HFP) also exhibits a high Eb of �463.90 kV mm�1. However,
substantially deteriorated Eb values, which are only �35%,
�29%, 22% and �13% that of the pure P(VDF-HFP) matrix are
observed in the single-layer BT/P(VDF-HFP) composites with
5 vol%, 10 vol%, 20 vol% and 40 vol% BaTiO3, respectively. This
is a widely reported phenomenon in ferroelectric ceramic/
polymer composites because of the severe electric eld distor-
tion in the region near the ceramic particles which facilitates the
development of electric trees.27,30 It is worth noting that the
bilayer composites show remarkably improved Eb compared with
their single-layer counterparts. Specically, the Eb values of the
bilayer composites with 5 vol%, 10 vol%, 20 vol% and 40 vol%
BaTiO3 are�285%,�363%, 366% and�567% that of their single
layer counterparts. In particular, the bilayer composite with
10 vol% BaTiO3 exhibits an outstanding Eb of 483.18 kV mm�1,
which is even higher than that of the pure P(VDF-HFP). In the
bilayer composites, although the BT/P(VDF-HFP) layer is easy to
break down, the majority of the applied electric voltage will
concentrate on the PEI layer which possesses high Eb, thus
relieving the electric eld in the BT/P(VDF-HFP) layer.33–35 More-
over, the development of electric trees could be effectively
blocked by the huge electric eld gap between the two layers, thus
Fig. 4 (a) Weibull distribution plots and (b) characteristic breakdown stre
loading fractions.

5754 | J. Mater. Chem. A, 2020, 8, 5750–5757
preventing the electric trees from penetrating the entire bilayer
composites. In addition, the electric trees may develop along the
interfaces between the adjacent layers, yielding an increased
length of electric tree development paths which is benecial for
the improvement of Eb.

The unipolar electric displacement–electric eld (P–E) loops
for the single layer and bilayer composites are illustrated in
Fig. 5, S3 and S4.† Slim (or narrow) loops imply a weak deviation
from the linear dielectric behavior and correspond to a low
energy loss. Clearly, the pure P(VDF-HFP) shows much wider
loops than the pure PEI, and the introduction of BaTiO3 parti-
cles further widens the loops, indicative of enhanced energy
loss and suppressed efficiency (see Fig. 5a). The bilayer
composites possess slim loops located between those of the
pure PEI and pure P(VDF-HFP), and no serious broadening
phenomenon is observed in the loops under elevated electric
elds (see Fig. 5b and S4†). Fig. 5c depicts the displacements of
the pure PEI and bilayer composites with varied BaTiO3 loading
fractions at 350 kV mm�1. As can be see, the bilayer composites
exhibit substantially improved Pmax (>2 mC cm�2) compared
with the pure PEI (�1.25 mC cm�2) which is induced by the
introduction of the ferroelectric BT/P(VDF-HFP) layer with
strong dipolar and interfacial polarizations. In contrast, only
slight increments of Pr (<0.25 mC cm�2) are observed, yielding
an increased value of (Pmax � Pr) which is benecial for the
concurrent improvement of energy density and efficiency.
Moreover, the Pmax values of the composites become higher
with increasing loading fractions of BaTiO3 which should be
ascribed to the high Pmax (�0.085 C m�2 at 3 kV mm�1) of pure
BaTiO3 (see Fig. S3b†). However, a higher BaTiO3 content also
brings about enhanced deviations of P–E loops from linear
behavior, leading to suppressed energy-storage performance. As
can be seen in Fig. S5,† the PEI-40 vol% BT/PVDF composite
shows a higher Pmax than the other bilayer composites with low
BaTiO3 contents under the same charged electric eld.
However, its breakdown strength is obviously lower than those
of the other bilayer composites. Consequently, it can only be
charged to 280 kV mm�1 and the corresponding efficiency is
lower than that of the other bilayer composites. In other words,
higher BaTiO3 results in higher energy density but lower
breakdown strength and lower efficiency. Furthermore, the
ngths of the single layer and bilayer composites with different BaTiO3

This journal is © The Royal Society of Chemistry 2020
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Fig. 5 P–E loops of (a) single layer composites and (b) bilayer composites with different BaTiO3 loadings. (c) The maximum displacement Pmax

and remnant displacement Pr of the pure PEI and bilayer composites at 350 kV mm�1. (d) The storage energy densities, (e) discharge energy
densities and (f) discharge efficiencies of the single layer and bilayer composites under varied external electric fields.
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stored energy densities (Us) of the composites were derived from
the P–E loops (see Fig. 5d and e, S3 and S4†) by integration of
the area between the charge curve and the ordinate, while the
discharge energy densities (Ud) were obtained by integrating the
area between the discharge curve and the ordinate, and the
discharge efficiencies h were calculated using h ¼ Ud/Us. As
illustrated in Fig. 5e, although the single layer BT/P(VDF-HFP)
composites show higher Ud than the corresponding bilayer
composites at low electric elds (<200 kV mm�1) as a result of
their high permittivities, they cannot be used as energy storage
materials under high electric elds owing to their low Eb as
aforementioned. In contrast, the bilayer composites display
superior Ud under high electric elds and their energy densities
are much higher than that of the pure PEI. In particular, a high
energy density of �6.0 J cm�3 under an electric eld of 450 kV
mm�1 is achieved in the bilayer composite with 10 vol% BaTiO3.
The discharge efficiencies h of the composites under different
electric elds are illustrated in Fig. 5f. Apparently, ultrahigh h

(>95%) values, which are much higher than those of the single
This journal is © The Royal Society of Chemistry 2020
layer pure P(VDF-HFP) and BT/P(VDF-HFP) composites, are
achieved. In the bilayer composites, the ultrahigh discharge
efficiencies are mainly contributed by the introduction of the
linear dielectric polymer PEI. On one hand, the aforementioned
low volume fractions of ferroelectric phases, including BaTiO3

and P(VDF-HFP), result in a low energy loss induced by ferro-
electric polarizations, hence the efficiency is high. On the other
hand, the excellent insulating properties of the PEI layer ensure
high breakdown strengths of the bilayer composites which can
effectively suppress the ohmic heat loss induced by leakage
conductance and deliver a high discharge efficiency. Further-
more, the ultrahigh h values are well maintained even under
high electric elds up to 450 kV mm�1. In particular, the bilayer
composite with 10 vol% BaTiO3 exhibits an extremely high h of
�96.8% at 450 kV mm�1 which is almost as high as that of the
pure PEI (h� 98.2%). In contrast, the h values of the single-layer
BT/P(VDF-HFP) composites become sharply deteriorated with
increasing electric elds. As discussed above, the combination
of linear and nonlinear dielectric polymers via constructing
J. Mater. Chem. A, 2020, 8, 5750–5757 | 5755

https://doi.org/10.1039/d0ta00903b


Fig. 6 Comparison of energy density and efficiency of this work (PEI-10 vol% BaTiO3/P(VDF-HFP) composite) and reported results.
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bilayer composites gives rise to comprehensively enhanced
energy-storage performances.

Fig. 6 compares the discharge efficiencies and energy
densities of this work and of recently reported single layer,
bilayer, trilayer and multilayer (>3 layers) polymer composites
from other research groups.40–51 We can see that the composites
using a linear dielectric polymer matrix (e.g., BNNS/PMMA
composites in ref. 46 and BaTiO3/PI composites in ref. 47)
display relatively higher discharge efficiencies (>80%) than
those composites based on nonlinear dielectric polymers (e.g.,
PVDF and its copolymers). It is worth noting that our bilayer
PEI-10 vol% BaTiO3/P(VDF-HFP) composite exhibits a much
higher discharge efficiency (�96.8%) than most of the so far
reported polymer based dielectric composites. Meanwhile,
a high energy density of �6 J cm�3 is also obtained. For a long
time, the research on dielectric energy-storage materials was
mainly targeted at solely achieving high energy density. In
contrast, the discharge efficiency and loss that are key param-
eters in practical applications gained limited attention. The
simultaneous realization of ultrahigh discharge efficiency and
high energy density, low loss, and high breakdown strength
makes these bilayer composites ideal candidates for applica-
tions in high-performance dielectric energy-storage devices.
4. Conclusion

In summary, a class of bilayer composites consisting of a pure
polyetherimide layer and a BaTiO3/P(VDF-HFP) composite layer
were fabricated via solution casting and hot pressing. The bilayer
composites show impressive improvements in breakdown
strengths, i.e., 285%, 363%, 366% and 567% for composites with
5 vol%, 10 vol%, 20 vol% and 40 vol% BaTiO3 particles, in
comparison with their single layer counterparts, thus resulting in
obviously improved Ud. More notably, the bilayer composites
exhibit ultrahigh discharge efficiencies over 95%, which are
much higher than most of the so far reported results, under
external electric elds up to 400 kV mm�1. In particular, the
bilayer composite with 10 vol% BaTiO3 exhibits an ultrahigh
discharge efficiency of �96.8% and a high energy density of 6 J
cm�3 at 450 kVmm�1, along with a low loss tangent of�0.025@
5756 | J. Mater. Chem. A, 2020, 8, 5750–5757
10 kHz. It is believed that, in the bilayer composites, the pure
polyetherimide layer ensures high efficiency, high breakdown
strength and low loss, while the BaTiO3/P(VDF-HFP) composite
layer offers high energy density. The synergy of the two layers
brings about concurrently enhanced discharge efficiency and
energy density. The excellent dielectric performances greatly
promote the practical applications of these bilayer composites in
advanced energy-storage devices. Hopefully, layer-structured
composites with further improved dielectric properties may be
developed via sufficiently exploring the synergic effects of the
linear and nonlinear dielectric layers.
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