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Condensation of 2-hydroxy-benzophenone (HL') with (R or S)-(Ar)ethylamine yields the enantiopure
Schiff bases (S or R)-2-((E)-1-(1-(Ar)ethylimino)ethyl)phenol {Ar = CgHs (S- or R-HLY), p-CH3zOCgH, (S- or
R-HL?)}. These Schiff bases react with copper(i) acetate under reflux to give green microcrystals of bis[(R
or $)-2-((E)-1-(1-(Ar)ethylimino)ethyl)phenolato-k°N,0]-A/A-copper(i), {Ar = CeHs (A/A-Cu-R- or S-LY),
p-CH3OCgH,4 (A/A-Cu-R- or $-L2)} with induction of A/A-chirality at-metal. The presence of Schiff base
ligands in the paramagnetic green microcrystals is confirmed by decomplexation reaction with NaCN via
reduction of Cu(i) to Cu(l) in DMSO-dg solution. Crystallization attempts of the green microcrystalline
Schiff-base Cu complexes provide deep-green block-shaped crystals of an about equal admixture of
bis[2-oxo-benzophenonato-«k20,0’]-copper(i), (CuL’s) and bis[2-(imino(phenyl)methyl)phenolato-k>N,O]
copper(i), (CulL”,) via in situ hydrolysis of the coordinated Schiff base ligands back to 2-hydroxy-benzo-
phenone (HL') and to 2-(imino(phenyl)methyl)phenol (HL"), which in-turn bind with the copper(i) ion.
Powder X-ray diffraction (PXRD) patterns of R-HL' and Cu-R-L* allowed their structure determinations
using the program Expo-2014 followed by Rietveld refinement. The Cu structures refined to four-co-
ordinated A/A-copper(i)-complexes by the two phenolate-oxygen and two imine-nitrogen atoms from
two Schiff base ligands in a pseudotetrahedral geometry. DFT optimized structures (at gas-phase) reveal
the A-Cu-S-L* or A-Cu-R-L! diastereomer as slightly more stable than the corresponding A-Cu-S-L* or
A-Cu-R-L* by ca. 7.60 kcal mol™, resulting from diastereoselectively induced A vs. A-chirality at-metal.
Electronic circular dichroism (ECD) spectra display mirror-image relationships and comparisons of experi-
mental and simulated ECD spectra by TDDFT suggest an excess of the A-Cu-S-L* or A-Cu-R-L! diaster-
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rscli/dalton for Cu?*/Cu* and Cu*/Cu® couples in acetonitrile, respectively.
vs. A-chirality and concomitant (dia)stereoselectivity."”> With
enantiopure R- or S-N,O chelate ligands, an induced chirality

Introduction

Chiral/achiral bidentate N,O-chelate Schiff base ligands can
provide four coordinated non-planar C,-symmetrical transition
metal(r)-complexes with tetrahedral or pseudotetrahedral geo-
metry with Fe(u), Co(u), Ni(u), Cu(u) and Zn(u). The molecular
structures of these complexes are of continued interest in the
context of the chiroptical properties, metal-centred induced A
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at-metal adds right (A)- and left (A)-handed helical isomers
and can give two opposite configured diastereomers A-M(R-N,
0), and A-M(R-N,0), {or A-M(S-N,0), and A-M(S-N,0),} whose
relative amount can be different in solution and in the solid
state (Scheme 1).>™**

A-M(N,0),

Scheme 1 Enantiomeric configurations at the metal of a non-planar
bis-N,O-chelate complex viewed along the C; axis (perpendicular to the
paper plane): A left-handed helicity, A right-handed helicity along the
C, axis.
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www.rsc.li/dalton
http://orcid.org/0000-0002-6905-3210
http://orcid.org/0000-0002-5159-8693
http://orcid.org/0000-0003-2153-2113
http://orcid.org/0000-0001-9615-1820
http://orcid.org/0000-0002-6288-9605
http://crossmark.crossref.org/dialog/?doi=10.1039/d1dt01671g&domain=pdf&date_stamp=2021-07-02
http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d1dt01671g
https://pubs.rsc.org/en/journals/journal/DT
https://pubs.rsc.org/en/journals/journal/DT?issueid=DT050026

Open Access Article. Published on 08 June 2021. Downloaded on 1/7/2026 11:30:28 PM.

Thisarticleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

(cc)

Dalton Transactions

The non-covalent inter- and intra-complex interactions and
the interactions to the solvent molecules in solution result in
free energy differences between the two diastereomers, leading
to one of the diastereomers being thermodynamically
favoured. In this connection, ligand chirality and design, sub-
stituents, steric constraints, metal ion and counter anion selec-
tion, solute-solvent interactions, reaction environment, crystal-
lization protocol, pH of solution and redox reactions can sig-
nificantly control the phenomenon.>**

Concerning the chirality induction at-metal and thereby
diastereoselection in M(N,0), complexes with N,O = chiral
bidentate salicylaldiminate (Schiff base) ligand the crucial
question is the diastereomeric purity. Typically, solid-state
single-crystal structures (from one crystal) are taken as the
basis to assign the diastereomer as A-M(R-N,0), or A-M(R-N,
0),, etc. This does not rule out that already the single crystal
batch may form a mixture of diastereomers and that the pre-
ferred diastereomer may be different in solution, including
diastereomer equilibria with A/A-helicity inversion.**°¢
Enantiopure salicylaldimine ligands can give single diastereo-
mers in one crystal, but the solution diastereoselection can be
very poor. This was addressed by Scott et al. for the solid state
by matching simulated and experimental powder X-ray data
under the assumption that the other diastereomer will have an
independent crystal structure and display a distinctly different
powder X-ray diffraction pattern.®”

Solid-state versus solution studies with X-ray, vibrational cir-
cular dichroism and NMR along with theoretical calculations
revealed that diastereoselection is phase dependent for the
explored solvation-induced helicity inversion at-metal from
A-Cu-R or A-Cu-S at solid-state to A-Cu-R or A-Cu-S in solution
for Schiff base complexes.>"” Solvent dependent helicity inver-
sion from A-Ni (in acetonitrile) to A-Ni (in DMSO) was
reported in tris(diamine)nickel(ur), whereas both stereoisomers
coexist with almost equal ratio at the solid-state."** Similarly,
variation of pH of the solution or solvent polarity led to an epi-
merization of metal centred chirality in Ti(iv)/Re(1)-
complexes.’*”¢ Indeed, certain redox-reactions led to changes
in the chirality at-metal in Co/Cu(u)-chiral-ligand complexes."*

Our recent works along induced chirality at-metal and dia-
stereoselection showed a phase-dependent preferred formation
of the A-M or A-M diastereomer in non-planar or pseudotetra-
hedral mononuclear [M(R or S-N,0),] (M = Fe, Co, Ni, Cu,
Zn and N,0° = salicylaldiminato/oxo-naphthaldiminato
ligands'®), examined by X-ray, 'H NMR-/ECD-/VCD-spec-
troscopy, DSC and DFT/TDDFT.*"®' X-ray structure determi-
nations, the most reliable method to assign the absolute con-
figuration in the solid state, reveal that coordination of R- or
S-N,0 ligands to the metal ions typically gives A-M-R or A-M-S
as major diastereomer in an investigated enantiopure single
crystal (not ruling out the co-existence of crystals of the other
diastereomer in the batch).>”®'* Only in a few cases, both dia-
stereomers co-exist in a single crystal.'® In solution, a
dynamic equilibrium between two diastereomers can lead to
A/A-helicity inversion, as shown by variable time and/or temp-
erature 'H NMR and ECD spectra,®>*7%8
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Synthesis of Schiff base ligands is a reversible process, and
hydrolysis shifts the equilibrium to the reverse direction with
reformation of the aldehyde or ketone and the amine.'” The
in situ hydrolysis of a Schiff base during complexation and/or a
slow crystallization process, due to presence of small amounts
of water, has been described before.'”'® The hydrolytic clea-
vage of the imine-bond in the presence of a metal ion or in the
(coordinated) Schiff base can then lead to the formation of the
metal(n)-aldehydate or -ketonate complexes.'””*®¢ We have
recently reported two cases of in situ hydrolysis of Schiff base
ligands during the complexation and/or crystallization process
with a copper(u)-salt, which provided mononuclear bis[salicyl-
aldehydato-x*0,0']copper(n)'® and  bis[2-oxo-1-naphthalde-
hydato-x*0,0"|copper(i)*®” and dinuclear (p-salicylaldehydato)
(2,2"-bipyridine)(nitrato)-copper(u).**

The present paper reports the results of the synthesis and
spectroscopic characterization of the enantiopure Schiff base
ligands (S or R)-2-((E)-1-(1-(Ar)ethylimino)ethyl)phenol (S- or
R-HL) and their complexes bis[(R or S)-2-((E)-1-(1-(Ar)ethyli-
mino)ethyl)phenolato-x*N,0]-A/A-copper(u), [A/A-Cu-S- or
R-L]. Crystallization of these complexes failed and only the
in situ hydrolysis products could be obtained as an almost equal
admixture of bis[2-oxo-benzophenonato-x*0,0"l-copper(u), (CuL',)
and  bis[2-(imino( phenyl)methyl)phenolato-x*O,N],  (CuL",)
(Scheme 2). For the diastereoselection of A/A-Cu-S- or R-L a com-
bination of experimental (UV-Vis and ECD) and computational
procedures including structure optimizations and excited state
properties by DFT/TDDFT is employed to assess the chirality
induction at-metal. In addition, solid state X-ray and PXRD
measurements are carried out to elucidate the molecular struc-
tures of the ligands and the complexes.

Results and discussion

The enantiopure Schiff base ligands (S or R)-2-((E)-1-(1-(Ar)
ethylimino)ethyl)phenol {S- or R-HL: Ar = C¢H; (S- or R-HL")
and p-CH;0C¢H, (S- or R-HL?)} were synthesized from the reac-
tion between 2-hydroxy-benzophenone (HL') and an enantio-
pure amine (R or S)-(Ar)ethylamine (Scheme 2). These Schiff
base ligands react with copper(u) acetate under reflux to
provide deep-green microcrystals of bis[(R or S)-2-((E)-1-(1-(Ar)
ethylimino)ethyl)phenolato-x*N,0]-A/A-copper(u), (A/A-Cu-R-
or S-L) {Ar = C¢Hs (A/A-Cu-R- or S-L') and p-CH3;0C¢H,
(A/A-Cu-R- or -S-L%)}.

Surprisingly, from single-crystal X-ray diffraction the deep-
green block-shaped crystal product of the complex Cu-R-L' is
analyzed as  bis[2-oxo-benzophenonato-k*0,0']-copper(u),
(Cul’;) in an about equimolar mixture with bis[2-
(imino( phenyl)methyl)phenolato-k*N,O]copper(11), (CuL"y)
(Scheme 2). As the formation of the Schiff base ligands and
their purity had been established by various methods,
obviously an in situ hydrolysis of the (coordinated) Schiff base
ligands had occurred during the slow crystallization process
due to the presence of a small amount of water in the
sample.'”™*?
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Scheme 2 Synthetic route to the formation of the copper(i)-complexes.

The reaction for the normal hydrolysis of a Schiff base
ligand, opposite to its formation, is as given in eqn (1) and is
initiated by a nucleophilic attack of water on the imine carbon
atom.

R /CHR"R"' R

\ \
H,0” “C=N C=0 + HN—CHR'R" (1)

/

' R'

(HLY (HL")

Remarkably, here the in situ hydrolysis had not only
occurred along the Ar(Ph)C=N(alkyl) bond with re-formation
of the starting 2-hydroxy-benzophenone (HL') but also along
the N-C(alkyl) bond with formation of 2-(imino(phenyl)
methyl)phenol (HL"). Our results show that apparently for a
(Cu-coordinated) imine nitrogen atom, the direction of hydro-
lysis cannot only occur at the C=N bond but also along the
N-C(alkyl) bond. The latter leads to an imine and alcohol
according to eqn (2) and is initiated by the nucleophilic attack
of water on the N-bound alkyl carbon atom. The substitution
of two aryl groups on the imine-carbon atom with their steric
shielding in the case of L' may facilitate the nucleophilic
attack of water on the N-bound alkyl carbon atom. Following
the nucleophilic attacks of H,O, subsequent proton shifts to
the imine-N atom then cleave the respective C=N or N-C
bonds.

R, CHR'R" R H
c N N OH, = \c:Nf + HO—CHR'R"

R’ ‘[Cu] R’ ‘[Cu] (2)
(Cu-L") (Cu-L")

Both deprotonated ligands L'~ and L"” then coordinate to
copper and form bis-chelate ligands complexes. Both homo-
leptic complexes Cul’, and Cul”, crystallized as a mixture
sharing the same crystallographic position. Alternatively, a

9238 | Dalton Trans., 2021, 50, 9236-9249
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J\Ror S)
O OH

(R- or S)-HL {Ar = CgH5 (R- or S-
HL"), p-CH30CgH, (R- or S-HL2)}

4H,0| MeOH

Cu(@e)y Reflux, 6-8 h

(A/A-Cu-R-or S-L)
{Ar = CgHs (A/A-Cu-R- or S-L"),
p-CH30CgH, (A/A-Cu-R- or S-L?)}
(Green microcrystals)

mixed-ligand complex CuL'L” could have formed (which would
then show a ligand disorder on the centrosymmetrical site). As
the Cu atom sits on an inversion symmetry site this renders
the two ligands symmetry equivalent and the two possibilities
cannot be differentiated by crystallography. Also, a mixed
crystal of CuL'L” with some Cu(L'), is possible, as crystallogra-
phically the shared keto O and imine N atoms refine to a ratio
of 56/44. Spectroscopy confirms the presence of the imine in
the crystal product. IR spectra show the main characteristic
bands of vC=N at ca. 1605 cm™" in Schiff base ligands (R- or
S-HL) (Fig. S6a, ESIT) and ca. 1607 cm™" in green microcrystals
(Cu-R or S-L) (Fig. S6b, ESIT). Spectra for the deep-green block-
shaped crystals (admixture of CuL’, and CuL",) show peaks at
ca. 3325 em ' (UN-H) and ca. 1601/1579 em ™ (vC=N/O)
(Fig. S6c, ESIf). Calculated IR spectra from optimized struc-
tures of CuL’, or CuL”, by DFT at the b3lyp/6-31 g(d) level
exhibit these bands at a comparable range (Fig. S6d, ESIT and
see Experimental section). In electron impact (EI) mass
spectra, the deep-green block-shaped crystal sample obtained
from the crystallization of Cu-R or S-L' show the ion peaks of
the hydrolysis products at m/z = 198 for [HL]", 197 [HL"]" and
196 [HL"-H]". The complex molecular ion peaks are at m/z =
457 [CuL’,]’, 456 [Cul/,-H or Cu-L'L"]' and 455 [Cul”,]"
(Fig. S7, ESIT). The mass spectra give further ion peaks at m/z
= 260 for [CuL']", 258 for [CuL"-H]", 121 for [{(CcH,OH)CHO}-
H]" and 105 for [{C¢H;CHO}-H]".

'H-NMR spectra

'H NMR spectra for Schiff base ligands show a doublet at §
1.53-1.57 ppm (Jun = 6.8 Hz) for the methyl protons and a
quartet at § 4.49-4.55 ppm (Juu = 6.8 Hz) for the methine
proton (Fig. 1).*® In addition, the spectra show a sharp singlet
at 6 3.82 ppm for the p-methoxy protons in R- or S-HL>. The

This journal is © The Royal Society of Chemistry 2021
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Fig. 1 *H NMR spectrum for R-HL? in CDCl; at 20 °C.

spectra are dominated by several peaks as doublet, triplet,
doublet of doublet, doublet of triplet and multiplet at &
6.66-6.71 ppm for the aromatic protons (see Experimental
section). The presence of the p-methoxy group as substituent
on the aryl-ring in R- or S-HL? shifts the methine proton signal
upfield by ca. 0.05 ppm in contrast to that in R- or S-HL' due
to an electron inductive effect. However, the signal for the phe-
nolic proton (acidic) could not be detected in CDCl; solution.

Decomplexation reaction of Cu-R-L" with NaCN

To check the formation of paramagnetic Cu-R-L that is, to
verify the presence of the intact Schiff base ligand (HL) in the
green microcrystals (Scheme 2) by '"H NMR, we employed a
decomplexation reaction of Cu-R-L' with NaCN with concomi-
tant reduction of Cu(u) to Cu(1) in DMSO-d, solution.>®®? The
reaction results in the formation of diamagnetic [Cu'(CN),]*~
and free Schiff base (R-HL') in solution, accompanied by a
colour change from deep-green to light-orange. The "H NMR
spectrum of this solution (Fig. 2) is identical to the neat Schiff
base (Fig. 1) and shows a doublet at § 1.47 ppm (Jyu = 6.4 Hz)

OH

H20

dmso
15.0

H-Ar. CH3

i I o e R A S S NSt e sy R S R [ R s N |

8.0 7.0 6.0 5.0 4.0 3.0 20 1.0

Fig. 2 *H NMR spectrum from the decomplexation reaction of Cu-R-L*
with NaCN in DMSO-dg at 20 °C.
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for the methyl protons and a quartet at § 4.45 ppm (/i = 6.2 Hz)
for the methine proton. The phenolic proton appears as a
broad signal at § 15.55 ppm. Indeed, there is no peak which
corresponds to the hydrolyzed ligands 2-hydroxy-benzophe-
none (HL') and/or 2-(imino( phenyl)methyl)phenol (HL"). This
result suggests the formation of the Cu-R- or S-L complexes
which provide bis[2-oxo-benzophenonato-x*0,0']-copper(),
(Cul’;) and  bis[2-(imino( phenyl)methyl)phenolato-k*N,0]
copper(u), (CulL",) via in situ hydrolysis of the coordinated
Schiff base during the subsequent crystallization in MeOH/
DCM (Scheme 2).

X-ray structures for R-HL', CuL’, and CuL",

The molecular structure for R-HL' is shown in Fig. 3 and
selected bond lengths and angles are listed in Table 1. R-HL'
crystallizes in the monoclinic space group P2,. The refinement
for an absolute structure with a Flack parameter of 0.04(7)
(¢f Table 4) indicates that the investigated crystal is enantiopure.
A Flack parameter close to zero confirms the absolute structure
of the crystal and excludes the presence of the Schiff base
molecule with S-chirality at C14. The N1-C7 bond length of
1.288(2) A indicates the double bond character of the imine,

Fig. 3 Molecular structure of R-HL! with the dashed orange line
showing the intramolecular hydrogen bond with O1-H1 0.91(2) A,
H1---N11.70(3) A, O1.---N1 2.533(2) A, O1-H1-.-N1 angle 151(2)°.

Table 1 Selected bond lengths (A) and angles (°) in R-HLY, CuL’, and
CUL”Z

Bond lengths (A)/angles (°) ~ R-HL' Cul/, CuL",
Cu-01 1.9070(16)  1.9070(16)
Cu-02 1.89(1) —
Cu-N1 — 1.96(2)
01-C1 1.347(2) 1.308(3)

N1/02-C7 1.288(2) 1.25(11) 1.34(2)
N1-C14 1.470(2) —

C6-C7 1.473(2) 1.446(3)

C7-N1-C14 121.73(13)  —

C1-01-H1 106.2(14)  —

C6-C7-N1 118.18(1)

01-Cu-02 — 90.1(3) —
01-Cu-N1 — 95.1(5)
01-Cu-02//N1’ — 89.9(3) 84.9(5)

Symmetry transformation i = —x + 1, -y + 2, —z + 1.

Dalton Trans., 2021, 50, 9236-9249 | 9239
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while the C7-N1-C14 bonding angle of 121.73(13)° represents
a sp’>-hybridization of the imino-nitrogen atom. There is an
intramolecular hydrogen bond from the phenol (O-)H atom to
the imine N atom.

The molecular structure for Cul’, and Cul”, on their
shared centrosymmetry position is depicted in Fig. 4. For
clarity also the individual CuL’, and Cul”, complexes are
shown. Both complexes are square-planar. The Cu atom
occupies the crystallographic inversion center so that both
ligands are symmetry equivalent. The bond lengths are largely
as expected. We note that the imino-N atom could only be
refined isotropically. Crystallographically the shared position
of the two complexes manifests itself as disorder of the keto-O
and imino-N atom which refined to 56/44 occupancy. The dis-
order then led to a lower accuracy in the involved C-O, C-N
and Cu-0O, Cu-N bond distances (Table 1).

PXRD-derived structures for R-HL' and Cu-R-L*

Because of the failure to grow single crystals of Cu-S- or R-L" in
X-ray quality due to the in situ hydrolysis, it was inevitable to

(c)

Fig. 4 Molecular structures of (a) CulL’, and (b) CuL”, shown individu-
ally and (c) on their shared crystallographic site. Selected bond lengths
and angles are given in Table 1. Symmetry transformation i = —x + 1,
-y+2 -z+1
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determine their structures through powder X-ray diffraction
(PXRD) on the green microcrystals of Cu-S- or R-L'. PXRD pat-
terns for the Schiff base ligand (R-HL') and complex (Cu-R-L")
are shown in Fig. 5a, which reveal two distinct phases and
hence confirm the formation of the complex. PXRD patterns
reflect a well-defined crystalline nature and allowed for struc-
ture determination using the program Expo-2014>° followed by
Rietveld refinement.?’*® For structure solution calculations,
we used the gas-phase optimized structures for R-HL' and
Cu-R-L" (both A-Cu and A-Cu diastereomers, see below) as input
files, respectively. The experimental and calculated Rietveld
refinement plots are in good agreement with very little differ-
ence (Fig. 5b, Fig. S8, and S9, ESI{). The structure for Cu-R-L*
reveals that two phenolate-oxygen and two imine-nitrogen
atoms from two molecules of Schiff base ligands form a non-
planar N,0,-coordination sphere around copper(u) in a pseu-
dotetrahedral geometry (Fig. 6a and b). The structure solved
for R-HL' (Fig. 6¢) is very similar to its single crystal X-ray
structure (Fig. 2), discussed above. The selected bond lengths

3
25 | @
52
8 ——Cu-R-L1
g 2f R-HL1
>
Q
A
¥ 15 |
o
x
>
s 'r
c L
9 i
e [
=05} [l 1l l ﬁﬁ
r """‘*», I
"J‘ N “-.u‘b «ILL.\...’-. "MLN».M\
0 1 1 1 1 1 1 1 1 1 1 1 1 1 1 1 1 1 1 1 1 1 1

5 15 25 35 45
Diffraction angle (26/°)

3
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25 (b)
—— Calculated
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Intensity x10+ (counts/sec)

0 P 171} ulunL m YR IV ST VO P Y
T LA AL A ~
-0.5
5 15 25 35 45

Diffraction angle (24/°)

Fig. 5 (a) PXRD patterns for R-HL' and Cu-R-L%. (b) Experimental and
calculated Rietveld refinement plots for Cu-R-L* (calculated for A-Cu-
R-LY; see Fig. $8, S9, ESIf for R-HL! and A-Cu-R-LY).
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Fig. 6 PXRD-derived structures for (a) A-Cu-R-L%, (b) A-Cu-R-L' (b)
and (c) R-HL™.

and angles in R-HL' and Cu-R-L' are listed in Table 2, very
close to the X-ray results for R-HL' (Table 1) and for an analo-
gous A-Cu-R-L complex®® (Table 2). In fact, PXRD structures
satisfy well to both diastereomers of A-Cu-R-L' and A-Cu-R-L'
and obviously cannot determine the absolute configuration of
the metal ion (e.g., A-Cu or A-Cu) as in case of a single-crystal
X-ray structure.

For analyses of coordination geometry of A/A-Cu-R-L', we
measured the degree of distortion from tetrahedral to square-
planar based on the dihedral angle /° (i.e., angle between two
coordinating O1-Cu-N1 and O2-Cu-N2 planes) and its nor-
malized function Tier.sq(6/90°).°"'” The values of 6 are 0°
(OF ter.sq = 0) for square-planar and 90° (or 1.0) for tetrahedral

This journal is © The Royal Society of Chemistry 2021
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geometry (not considering the inherent distortion induced by
the chelate ring formation). The values are found to be
33.6° (0)/0.37 (Tier.sq) for A-Cu-R-L" and 40.2°/0.45 for A-Cu-R-L',
which are comparable to literature values for the analogous
bis[(R)-N-1-( phenyl)ethyl-salicylaldiminato]-A-copper(u) (42.1°/
0.47°%) and suggest a pseudotetrahedral geometry around the
copper(u) ion.

Electronic spectra (UV-Vis and ECD)

The electronic spectra (UV-Vis) for the green microcrystals Cu-
R-L' or Cu-S-L' are identical, and comparable to that for the
deep-green block-shaped crystals (CuL’,/CuL”;) in chloroform.
The spectra feature a very strong band below ca. 320 nm (Aax/
Emax = 260 NM/23 925 L mol™" dm™ for Cu-R-L* and 265 nm/
22100 L mol™* dm™ for CulL’,/CuL",), assigned to the intra-
ligand = — n'/n — ©" transitions (LL) (Fig. 7). A medium broad
band at 320-450 NM (Amax/Emax = 342 NM/5963 L mol™* dm™>
for Cu-R-L' and 349 nm/6250 L mol™" dm™ for Cul/,/CuL",),
attributes to the metal-ligand (ML) charge transfer transitions.
The spectra further show a very weak broad band at visible
region 500-1100 NM (Amax/Emax €@ 650 NM/100 L mol ™" dm™>),
due to the metal-centred d-d (MM) transitions for the copper
(u)-core electrons (Fig. 7, inset).>”??%252¢ The computed
UV-Vis spectra by TDDFT, calculated at the m06/sdd//b3lyp/6-
31 g(d) level with polarization continuum model (PCM) in
chloroform, are shown in Fig. 7, which are very similar to the
experimental spectra in solution.

The electronic circular dichroism (ECD) spectra in chloro-
form exhibit mirror-image relationships for Cu-R-L' and Cu-S-
L' (Fig. 8). The spectra feature several bands with opposite
Cotton effect, associated to the different electronic transitions
as observed in the UV-Vis spectra. Indeed, the mirror-image
relationships reflect diastereomeric excess of the S- or
R-ligated complexes in solution. The ECD spectral data for
Cu-R-L'/Cu-S-L" are characterized with the band maxima and
patterns (sign and strength) at ca. 710 nm (+, weak), 570 nm
(+, weak), 390 nm (+, medium) and 320 nm (, strong), respect-
ively. Similar ECD spectral patterns were reported for the ana-
logous transition metal(ir)-complexes with chiral-N,O-chelate
Schiff base ligands in solution (M Fe, Co, Ni,
Cu, Zn).3,4,5,8h,15

It was attempted to assign the electronic spectra (ie.,
different electronic transitions) based on molecular orbital
and population analyses for the A-Cu-R-L'
diastereomer.”®**® For open shell transition-metal com-
plexes (as in the present case), a large number of excitations
occur at a single excited state (wavelength) (Table S1, ESIf),
which make the assignment protocol complicated. However,
some selected and simplified assignments on electronic
spectra are listed in Table 3, which are comparable to the
experimental data. Thus, the band at 681 nm comprises a com-
bination from MM and ML/LM transitions with significant
oscillator strength (f) of 0.0011, mostly due to HOMO—-17 to
LUMO excitation with the highest molecular orbital (MO) con-
tribution of 63%. The HOMO-17 orbital is mainly localized on
the metal d,,-/ligand (sal-ring) n-moieties, while the LUMO is

Dalton Trans., 2021, 50, 9236-9249 | 9241
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Table 2 Selected bond lengths (A) and angles (°) in R-HL* and in the diastereomeric pair A-Cu-R-L*/A-Cu-R-L*
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PXRD structures

X-ray structure®

Bond length (A) & angles (°) RHL'? A-Cu-R-L* A-Cu-R-L* A-Cu-R-L
Cu—O01/Cu—O02 1.873/1.870 1.887/1.913 1.870(2), /1.880(2)
Cu—N1/Cu—N2 1.993/1.984 1.995/1.991 2.021(3), /1.976(3)
01—Cu—O02 151.7 149.6 151.56(12)
N1—Cu—N2 150.5 164.2 151.94(13)
N1—Cu—O1 92.7 88.2 86.13(12)
N2—Cu—O02 93.3 92.8 84.92(12)
N1—Cu—O02 93.4 89.5 101.63(12)
N2—Cu—O01 94.8 97.6 101.10(12)
01—C1/C6—C7 1.392/1.503

N1—C7/N1—C14 1.289/1.493

C7—N1—C14 126.29

C6—C7—N1 116.57

C1—01—H1 110.95

o 40.2 33.6 42.1

Tret-sq (6/90°) 0.45 0.37 0.47

“ From analogous bis[(R)-N-1-(phenyl)ethyl-salicylaldiminato]-A-copper(u), (A-Cu-R-L).>* ” See values for X-ray structure in Table 1.

5

4
?
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) — — CulL'2 (cal.)
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Fig. 7 Experimental UV-Vis spectrum for Cu-R-L! (identical to Cu-5-LY)
(0.04 mM) and Cul’,/CulL”, (0.05 mM) in chloroform at 25 °C.
Calculated spectra for A- or A-Cu-R-L%, CuL’, and CuL", at the m06/
sdd//b3lyp/6-31 g(d) level with PCM in chloroform (Gaussian band
shape with exponential half-width, ¢ = 0.33 eV).

localized on the metal d,-/ligand (sal-ring) n-moieties. This
band is very close to the experimental d-d (MM) transition
band at ca. 650 nm (Fig. 7, inset, Table 3). Similarly, the band
at 607 nm consists of a combination from MM, ML/LM and LL
transitions (f = 0.0053), and mainly assigns for metal
d,-/ligand o-moieties (HOMO—22) to metal d,-/ligand (sal-ring)
n-moieties (LUMO) excitation with MO contributions of 40%.
However, the HOMO to LUMO excitation, which occurs at
430 nm (f = 0.0085, MOs = 42%), comprises a combination
from MM and ML/LM transitions. This later band is assigned
mainly for metal d,._.-/ligand (sal-ring) =-moieties (HOMO) to
metal d,-/ligand (sal-ring) n-moieties (LUMO) excitation.
Indeed, there are some other intense bands on the computed

9242 | Dalton Trans., 2021, 50, 9236-9249

100

Ag/L mol'tdm3

——— Cu-R-L! (exptl.)
—— Cu-S-L! (exptl.)
=== A-Cu-R-L* (cal.)
=== A-Cu-S-L* (call.)

-100

Fig. 8 Experimental ECD spectra for Cu-R-L/Cu-S-L' (1.21/1.33 mM) in
chloroform at 25 °C (values of experimental Ae are increased by 5
times). Calculated spectra for A-Cu-R-L'/A-Cu-S-L* at the m06/sdd//
b3lyp/6-31 g(d) level with PCM in chloroform (Gaussian band shape with
exponential half-width ¢ = 0.33 eV). See Fig. S5b, ESIf for the calculated
spectra of the opposite A-Cu-R-L*/A-Cu-S-L* configuration.

spectra, very close to the experimental bands (Table 3). The
frontier molecular orbitals (MOs) for HOMO, HOMO-17,
HOMO-22 and LUMO are illustrated in Fig. 9.

Optimized structures and excited state properties
(diastereoselection and chirality induction at-metal)

The four-coordinated non-planar metal(u)-complexes with chiral
N,O-chelate Schiff base ligands exhibit A vs. A-chirality induc-
tion at-metal. The enantiopure R- or S-N,O ligands provide two
opposite configured diastereomers of C,-symmetry with A-Cu
and A-Cu.*>" In order to determine the A vs. A-chirality, we
optimized the structures for diastereomeric pairs A-Cu-R-L'/A-

This journal is © The Royal Society of Chemistry 2021


http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d1dt01671g

Open Access Article. Published on 08 June 2021. Downloaded on 1/7/2026 11:30:28 PM.

Thisarticleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

(cc)

View Article Online

Dalton Transactions Paper
Table 3 Selected and simplified assignments on electronic spectra calculated for A-Cu-R-L* at the m06/sdd//b3lyp/631 g(d) level

Bands“ (A/nm) Oscil. strength. (f) Excitations” (MOs contribution, %) Assignments®
681 (~650) 0.0011 H-17 - L (63), H-16 — L (35) MM, ML/LM
607 0.0053 H-22 — L (40), H-2 — L (23) MM, ML/LM, LL
430 0.0085 H—L(42),H— L +2 (16) MM, ML/LM
363 (342) 0.1245 H-L+1(14),H— L+2(26) ML, LL

333 0.0765 H-5 - L (63), H-3 — L (14) LM, LL

263 (259) 0.0852 H—L+7(20),H—L+12(13) ML, LL

Experlmental values are in parentheses
respectively. ¢ Assigned for f-spin MOs consideration.

A&

(LUMO)

9
19 (-0.33607 a.u.)
(AEg = 2.89 kcal/mol) ﬁ

(AEg = 66.12 kcal/mol) (AEg = 83.77 kcal/mol)

(HOMO-22) i ; ’!

a (HOMO-17)
(-0.44144 a.u.) (-0.46957 a.u.)

(HOMO)
(-0.34067 a.u.)

LS

Fig. 9 The frontier MOs of HOMO, HOMO-17, HOMO-22 and LUMO
for A-Cu-R-L' (calculated at mO06/sdd//b3lyp/631 g(d)), for p-spin
considerations.

Cu-R-L' and A-Cu-S-L'/A-Cu-S-L' at the b3lyp/6-31 g(d) level
(Fig. S1, ESIT). The results suggest that the A-Cu-R-L' and A-Cu-
S-L' diastereomers are more stable than the corresponding
A-Cu-R-L' and A-Cu-S-L' diastereomers by ca. 7.60 kcal mol™.
The excited state properties by TDDFT, calculated for the dia-
stereomeric pairs A-Cu-R-L'/A-Cu-R-L' and A-Cu-S-L'/A-Cu-S-L'
at m06/sdd with PCM in chloroform, provide UV-Vis and ECD
spectra, which can be compared to the experimental spectra in
solution (Fig. 7 and 8). The experimental and calculated UV-Vis
spectra for both diastereomeric pairs are, as expected, essen-
tially identical (Fig. S31), while the ECD spectra show mirror-
image relationships (Fig. 8 and Fig. S3, ESI{). ECD spectra indi-
cate diastereomeric excess and allow to determine the absolute
configuration by comparison with spectra of known structures
or with calculated spectra. Here we compare the experimental
and computed ECD spectra to assign the absolute configuration
of the metal-centre (i.e., A-M vs. A-M).*®*> The experimental
spectra for Cu-R-L' or Cu-S-L" fit well to the computed spectra
for the A-Cu-R-L" or A-Cu-S-L' diastereomer with slight shifting
of the band positions (Fig. 8; the opposite comparison is given
in Fig. S5b, ESIT). This and the optimized structures (in the gas
phase) strongly indicate A-Cu-R-L" or A-Cu-S-L' as major dia-
stereomers in solution for the R- or $-N,O ligated complexes,

This journal is © The Royal Society of Chemistry 2021

P H/L = HOMO/LUMO. * MM = metal centered d-d, ML = metal-ligand and LL =

intra-ligand transitions,

respectively. For the calculated ECD spectra for the opposite
A-Cu-R-L'/A-Cu-S-L' configuration we note that the region of the
d-d transition above 450 nm is similarly well reproduced for
the A-Cu or A-Cu configuration regardless of the ligand enan-
tiomer (Fig. S5b, ESIt). In the region of the ligand or charge-
transfer transitions below 450 nm it is evident that the sign of
Ae reverses with the wrong metal chirality for the given ligand
enantiomer (Fig. 8 and Fig. S5b, ESIt). These results are in par-
allel to analogous bis[{(R or S)-N-(Ar)ethyl-2-oxo-1-naphthaldi-
minato-x’N,0}|Cu(n) (Scheme 3b)’ both at solid-state and in
solution. In the contrary, the preferred formation of A-Cu-R-L
or A-Cu-S-L was reported (both at solid-state and in solution)
in the analogous bis[(R or S)-N-1-(Ar)ethyl-salicylaldiminato-

H3 Rors) (Ror s)
(RorS) CH, (Ror S) CH,

Ar = -CgHs, -CgH,Cl, -CgH,CBr, -CgH,OMe

major diastereomer in solution major diastereomer in solution

(@ A-Cu-R-L"or A-Cu-S-L' (b) A-Cu-R-L or A-Cu-S-L
(R or S) (R or S) X
w p i g}
X
(R or S) CH, X (R or S) CH,
Ar = -CgHg, -CgH,Cl, -CgH,4Br, -CgH4OMe X=Cl,Br, |

major diastereomer in solution
(c) A-Cu-R-L or A-Cu-S-L (d)

major diastereomer in solution
A-Cu-R-L or A-Cu-S-L

H3C cl

(R
>~Naphthyl

N.,
0, * P
u

Cl

Napthyl—é
(R) cH,
X=Cl,Br,|
major diastereomer in solution
(e) A-Cu-R-L

Cl

Scheme 3 Structural comparisons of Cu(i)-chiral Schiff bases com-
plexes and their preferred diastereomer in solution: (a) this work, (b) ref.
5, (c) ref. 3a, (d) ref. 15, (e) ref. 2g.
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K°N,0]Cu(n) (Scheme 3¢)** and bis [N-(R)-1-(naphthyl)ethyl-3,5-
dichlorosalicydenaminato]Cu(u) (Scheme 3e).* Di-halogen
substituents on the salicylal-ring favor A-Cu-R-L or A-Cu-S-L in
bis[(S or R)-N-1-(phenyl)ethyl-(2,4-di-halogen-salicylaldimi-
nato-x’N,0)]Cu(n) (Scheme 3d)" at solid-state, which show
helicity inversion to A-Cu-R-L or A-Cu-S-L in solution. The struc-
tural differences to the present complexes in Scheme 3a are (i)
imino-hydrogen atom (Scheme 3b-e) instead of phenyl group,
(ii) naphthyl ring (Scheme 3b) instead of salicylal ring, (iii) di-
halogen substituents (Scheme 3d and 3e) on the salicylal ring,
(iv) di-halogen substituents on the salicylal ring plus naphthyl
group attached to the chiral carbon center (Scheme 3e). These
results strongly suggest that an understanding and design of
the ligand substituents can efficiently control the diastereoselec-
tion and chirality induction at-metal (i.e., A vs. A).

Cyclic voltammetry (CV)

The cyclic voltammograms for Cu-R-L' were run at —1.00 to
+0.80 V (vs. Ag/AgCl) at varying scan rates (i.e., 0.10-0.30 Vs~ )
in acetonitrile at 25 °C (Fig. 10). The reductive scans exhibit a
strong broad cathodic peak centered at ca. —0.60 V at a scan
rate of 0.10 V s™', which becomes more populated and is split
into two strong peaks at ca. —0.43 V (Ec1) and —0.67 V (Ec2)
with faster scan rates. These peaks are referred to two-electron
charge-transfer processes for the [Cu-R-L']/[Cu-R-L']” (Cu®'/
Cu") and [Cu-R-L']7/[Cu-R-L']*~ (Cu*/Cu®) couples (L' = depro-
tonated Schiff base ligand), respectively. The oxidative scans
reveal two corresponding weak anodic peaks at ca. —0.25 V
(Ea2) and +0.55 V (Ea1) for the [Cu-R-L']*"/[Cu-R-L']” and [Cu-
R-L'T/[Cu-R-L']° couples, respectively. The relatively weak
anodic peaks on the oxidative waves reflect instability of the
oxidized species, which undergo chemical transformation and/
or decomposition reaction. Indeed, a CV pattern run at the
extended range from —1.00 to +1.20 V with a scan rate of

Potential (V) vs. Ag/AgCI
08 06 04 02 0 -02 -04 -06 -08 -1

80 e o B I I e
I Ic1/Ec1  Ic2/Ec2
——0.10 [V/s]
60
_ —0.15 [V/s]
ii 0.20 [V/s]
= 40
& ——0.25 [V/s]
3 20 ——0.30 [V/s]

la2/Ea2
la1/Ea1l

-40

Fig. 10 Cyclic voltammograms for Cu-R-L* (0.5 mM); TBAP (0.1 M) at
varying scan rates 0.10—0.30 [V s7Y] in acetonitrile at 25 °C.
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0.10 V s~! shows a sharp anodic peak at ca. 0.97 V (Eagap) for
the electrolyte (Fig. $10, ESIt).*” The CV results thus unequivo-
cally demonstrate two quasi-reversible one-electron charge-
transfer processes for the Cu**/Cu” and Cu*/Cu’ couples in
acetonitrile.”*”**>” Analyses of voltammograms at variable
scan rates exhibit that the cathodic and anodic peaks become
increasingly populated and shift to lower and higher poten-
tials, respectively with faster scan rates (Fig. 10). Indeed, a plot
of cathodic peak current versus square root of scan rates (i.e.,
Ic2 vs. v'?) reflects a linear relationship (Fig. S11, ESI{),
suggesting a diffusion-controlled electrochemical process in
solution.®”4-2¢

Experimental
Materials and methods

IR spectra were recorded on a Nicolet iS10 spectrometer as KBr
discs at ambient temperature. UV-Vis spectra were recorded
with a Shimadzu UV 1800 spectrophotometer in methanol at
25 ©°C. ECD spectra were obtained with a JASCO
Spectropolarimeter (J715) in chloroform at 20 °C. Elemental
analyses run on a Vario EL instrument from
Elementaranalysensysteme. 'H NMR spectra were measured on
a Bruker Avance DPX 400 spectrometer at 20 °C with cali-
bration against the residual protonated solvent signal of CDCl;
(6 = 7.26 ppm). Electron impact (EI) mass spectra were
recorded with a Thermo-Finnigan TSQ 700. Isotopic distri-
bution patterns for the ®’*°Cu containing ions were clearly
visible in the spectra. An Epsilon™ instrument (BASi) electro-
chemical analyser was used for running cyclic voltammograms
with tetra-N-butyl-ammonium hexafluorophosphate (TBAP) as
supporting electrolyte in acetonitrile at 25 °C. A three-electrode
measurement system was used, composed of a platinum disc
working electrode, a platinum wire auxiliary electrode and an
Ag/AgCl reference electrode, respectively. The solution contain-
ing the sample and TBAP was deoxygenated with purging
nitrogen gas for about 10 minutes prior to use. The working
electrode was cleaned with the supplied solution and dried
prior to each scan to avoid any contamination due to depo-
sition of the metal. Reproducibility of the CV patterns was
checked at a scan rate of 0.10 V s~ in acetonitrile.

were

General procedure to synthesize the Schiff base ligands (R- or
S-HL)

Hydroxy-benzophenone (HL/, 12.07 mmol) was dissolved in
20 mL of methanol and 3-4 drops of concentrated H,SO, were
added into the solution which was then stirred for ca. 10 min.
An equimolar amount of enantiopure (R or S)-(phenyl)ethyl-
amine (dissolved in 5 mL of methanol) was added into this
solution slowly. The reaction mixture was then refluxed for
5-6 h and the colour changed to yellow-orange. Thin-layer
chromatography (TLC) was run to monitor the progress of the
reaction. After completion of the reaction, the solvent was
evaporated to ca. 50% in vacuo and this solution was left stand-
ing for crystallization. After 3-4 d, microcrystals were formed,

This journal is © The Royal Society of Chemistry 2021
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filtered off and washed two times with methanol (1 mL) fol-
lowed by n-hexane (1 mL). The microcrystals were dried in air
for 3-4 days and the obtained solid yellow-orange products
were analyzed as 2-{(E)-((S)-1-(phenyl)ethylimino)( phenyl)
methyl}phenol (R- or S-HL'). The same procedure was followed
for the synthesis of 2-{(E)-((S)-1-(p-methoxyphenyl)ethylimino)
(phenyl)methyl}phenol (R- or S-HL?) using (R or S)-(p-methoxy-
phenyl)ethylamine. Bright-yellow single crystals of R-HL' in
X-ray quality were obtained via recrystallization or slow evapor-
ation from concentrated methanol solution.
2-{(E)-((S)-1-(Phenyl)ethylimino)( phenyl)methyl}phenol (S-HL").
Yield: 2.10 g (73%, based on HL'). - IR (KBr, cm™'): v = 3065,
3034, 2979, 2929w (C-H), 1604vs, 1598sh (C=N) and 1572vs
(C=C). - "H NMR (400 MHz, CDCl): § = 1.57 (d, Juy = 6.8 Hz,
3H, CH3), 4.55 (q, Jun = 6.8 Hz, 1H, CH), 6.67 (t, Jun = 7.4 Hz,
1H, Hy,), 6.79 (dd, Jum = 8.0, 1.6 Hz, 1H, Hy,), 7.11 (d, Juu =
8.0 Hz, 1H, H,,), 7.18 (m, 1H, H,,), 7.25-7.28 (m, 4H, H,,),
7.30-7.36 (m, 3H, Hy,) and 7.53-7.56 (m, 3H, Hy,).
2-{(E)}((R)-1-(Phenyl)ethylimino)( phenyl)methyl}phenol (R-HL").
Yield: 2.04 g (71%, based on HL'). - IR (KBr, cm™"): v = 3061,
3030, 2974, 2922w (C-H), 1605vs, 1595sh (C=N) and 1570vs
(C=C). - "H NMR (400 MHz, CDCl;): 6 = 1.56 (d, Juy = 6.8 Hz,
3H, CH3), 4.54 (q, Juu = 6.8 Hz, 1H, CH), 6.67 (t, Juy = 7.4 Hz,
1H, Hy,), 6.79 (dd, Juu = 8.0, 1.6 Hz, 1H, Hy,), 7.08 (d, Juy =
8.4 Hz, 1H, Hy,), 7.18 (m, 1H, Hy,), 7.26-7.28 (m, 4H, Hy,),
7.29-7.36 (m, 3H, Hy,) and 7.53-7.55 (m, 3H, Hy,).
2-{(E)-((S)-1-(p-Methoxyphenyl)ethylimino)( phenyl)methyl}
phenol (S-HL?). Yield: 2.50 g (77%, based on HL'). - IR (KBr,
em™): v = 3057, 3030, 2995, 2928w (C-H), 1604 (C—N) and
1570vs (C=C). - "H NMR (400 MHz, CDCl3): & = 1.54 (d, Jyy =
6.8 Hz, 3H, CHj), 3.82 (s, 3H, OCHj), 4.51 (q, Jun = 6.6 Hz, 1H,
CH), 6.66 (dt, Juy = 8.0, 0.8 Hz, 1H, H,,), 6.80 (dd, Juu = 8.0,
1.6 Hz, 1H, H,,), 6.88 (d, Jun = 8.4 Hz, 2H, Hy,), 7.04 (d, Juu =
8.4 Hz, 2H, Hy,), 7.20 (d, Juu = 8.4 Hz, 2H, Hy,), 7.30 (dt, Juu =
8.4, 1.6 Hz, 2H, Hy,) and 7.53-7.55 (m, 3H, Hy,).
2-{(E)-((R)-1-(p-Methoxyphenyl)ethylimino)( phenyl)methyl}
phenol (R-HL?). Yield: 2.40 g (74%, based on HL'). - IR (KBr,
em™): v = 3057, 3032, 2997, 2930w (C-H), 1605 (C=N)
and 1568vs (C=C). - '"H NMR (400 MHz, CDCl,): § = 1.53
(d, Juu = 6.8 Hz, 3H, CH;), 3.82 (s, 3H, OCH3), 4.51 (q, Jun =
6.6 Hz, 1H, CH), 6.66 (dt, Ji; = 8.0, 0.8 Hz, 1H, Hy,), 6.79 (dd,
Juu = 8.0, 1.6 Hz, 1H, Hy,), 6.88 (d, Juu = 8.8 Hz, 2H, Hy,),
7.02 (d, Jun = 8.4 Hz, 1H, Hy,), 7.04 (d, Juu = 9.6 Hz, 1H, Hy,),
7.19 (d, Juy = 8.8 Hz, 2H, H,,), 7.27-7.32 (m, 2H, H,,) and
7.46-7.57 (m, 3H, Hy,).

General procedure to synthesize the complexes (Cu-S- or -R-L)

The enantiopure Schiff base ligand, 2-{(E)-((R or S)-1-(phenyl)
ethylimino)(phenyl)methyl}phenol (R- or S-HL') (239.3 mg,
1 mmol) was dissolved in 10 mL of methanol, which was then
poured into 5 mL of a methanolic solution of Cu(n) acetate
(99.8 mg, 0.5 mmol). The reaction mixture was refluxed for
6-7 hours and a green product precipitated, which was then
cooled at room temperature. The green product was separated
by filtration and washed with methanol three times (1 mL
each). The product was dried in air for 2-3 days to give deep-
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green microcrystals of bis[(R or S)-2-((E)-1-(1-(phenyl)ethyli-
mino)ethyl)phenolato-x*N,0]-A/A-copper(n)  (A/A-Cu-S- or
-R-L"). The same procedure was followed to synthesize bis[(R
or S)-2-((E)-1-(1-(p-methoxyphenyl)ethylimino)ethyl)phenolato-
k°N,0]-A/A-copper(n) (A/A-Cu-S- or -R-L?) using the enantio-
pure Schiff base ligands of R- or S-HL>.

Bis[(R or S)-2-((E)-1-(1-(phenyl)ethylimino)ethyl)phenolato-
k’N,0]-A/A-copper(u), (A/A-Cu-R- or S-L'). Yield 225 mg (68%).
- IR (KBr, cm™"): v = 3059, 3028, 2972, 2926w (C-H), 1607vs
(C=N) and 1570 (C=C).

Bis[(R or S)-2-((E)-1-(1-(p-methoxyphenyl)ethylimino)ethyl)
phenolato-k®N,0]-A/A-copper(n), (A/A-Cu-R- or S-L7). Yield
256 mg (71%). - IR (KBr, em™"): v = 3152, 2986, 2936w (C-H),
1616sh, 1605 (C—=N) and 1570 vs (C—=C).

Crystallization of Cu-S- or -R-L" to yield CuL’, and CuL",

Deep-green block-shaped single crystals in X-ray quality were
obtained via slow diffusion of methanol into a concentrated
solution of Cu-S- or -R-L' in dichloromethane after 3-4 days.
Single-crystal X-ray results show the formation of bis[2-oxo-
benzophenonato-k*0,0"}-copper(i), (CulL’,) as product from
the crystallization experiment with about equal admixture
of bis[2-(imino( phenyl)methyl)phenolato-k*N,0]copper(u),
(CuL";) (Scheme 2) via in situ hydrolysis of the coordinated
Schiff bases back to 2-hydroxy-benzophenone (HL') and to
2-(imino( phenyl)methyl)phenol (HL”), which in-turn bind
with the copper(un) ion to form the mixture of complexes
during crystallization. However, several attempts were made to
grow suitable single crystals of Cu-S- or R-L' in X-ray quality,
but failed due to the in situ hydrolysis of the ligands in the
complexes.

Mixed product of bis[2-oxo-benzophenonato-k*0,0']-copper
(1), (Cul’,) and bis[2-(imino( phenyl)methyl)phenolate-k*N,0]
copper(n), (CuL",): - IR (KBr, cm™"): v = 3325 (N-H), 3056,
3013, 2974w (C-H), 1601/1579vs (C—=N/O) and 1559s (C—=C). -
IR (calculated for Cul',, em™'): v = 3227, 3208, 3182 (C-H),
1670, 1639 (C—C), 1605 (C=0) and 1571 (C=C). - IR (calcu-
lated for CuL",, em™): v = 3519, 3517 (N-H), 3222, 3210, 3178
(C-H), 1667, 1640 (C=C), 1621 (C=N) and 1574 (C=C). -
EI-MS (at 100 °C): 301 (55) [S- or R-HL'T", 197 (25) [HL"]", 196
(100) [HL"-H]" and 105 (60) [{C,Hs;CHO}-H]". EI-MS (at 240 °C):
457 (11) [CuL’, = Cu{(CsH,0)(C6H5)CO},]", 456 (10) [CuL'L" =
Cu{(CeH,40)(CeH5)COH(CsH,0)(CeH5)CNH}]', 455 (7) [Cul”, =
Cu{(C¢H,0)(CcH5)CNH},]", 260 (43) [CuL']", 258 (33) [CuL"-H]',
198 (60) [HL']", 197 (100) [HL"]", 121 (61) [{(CeH4,OH)CHO}-H]"
and 105 (37) [{C¢HsCHO}-H]". Elemental analysis: calc. for
Cul', (C,6H,5Cu0y, M = 457.96 ¢ mol™') C 68.19, H 3.96; calc.
for CuL”, (ChsH,,CuN,0,, M = 456.01 g mol™') C 68.49,
H 4.42, N 6.14: found C 68.44, H 4.48, N 2.63%.

X-ray crystallography

Suitable single-crystals of R-HL' and from the crystallization
product of Cu-R-L', that is the mixture of CuL', and CuL",
were carefully selected under a polarizing microscope and
mounted on a loop. Data collection: Kappa APEX2 Duo CCD
diffractometer with a microfocus source and multi-layer mirror
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Table 4 X-ray crystal data and structure refinement parameters for R-HL and CuL',/Cul",

Identification code R-HL' CuL',/CuL’,
Empirical formula Cy1H1oNO Ca6H1g.88CUN( 8303 12
M (g mol™) 301.37 457.08

Crystal size (mm”®)
Temperature (K)
0 range (°) (completeness)

0.25 % 0.25 x 0.10
140
4.4-67.6° (0.99)

h, k, l range h=-11-11
k=-9-9
[=-13 > 13
Crystal system Monoclinic
Space group P24
a(A) 9.9056(5) A
b (A) 8.1390(4) A
c(4) 10.8874(5) A
B 111.182 (2)°
V(A% 818.46(7) A°®
zZ 2
Deate (g cm™) 1.223
Radiation source (A) Cu Ko, 4 = 1.54178
4 (mm™) 0.58
F (000) 320
Max./min. transmission 1.000/0.893
Reflect. Collected 22 837
Independent reflections (Rin) 2955 (0.034)
Data/restraints/parameters 2955/1/212
Max./min. Ap® (e A=) 0.10/—0.14

Ry/WR, [I> 20 (1))71’
R,/WR, (all data)

Goodness-of-fit (GOF) on F* ¢

Flack parameter?

0.0258/0.0658
0.0261/0.0658
1.04

0.04 (7)

0.16 x 0.09 x 0.04
140

2.5-27.6° (0.999)
h=-24— 22
k=-7->7
[=-25—25
Monoclinic

C2/c

18.4742(15) A
5.8299(5) A
19.8803(17) A
113.803 (4)°
1959.0(3) A®

4

1.550

Mo Ka, 4 = 0.71073
1.15

940

1.000/0.908
10309

2278

2278/1/150
0.46/—0.31
0.0376/0.1039
0.0463/0.1093
1.05

“ Largest difference peak and hole. ” R; = [Y(||Fo| = |Fe| VX |Foll; WRs = [T [W(Fs> — F22VY [W(FL]Y2. © Goodness-of-fit = [ [w(F,> — F.2))(n — p)]V>

4 Absolute structure parameter.>*

monochromator for Cu-Ka radiation (1 = 1.54178 A) for R-HL'
and Mo-Ka radiation (A = 0.71073 A) for CuL',/CuL”, at 140(2)
K; w-scans (Table 4). Data collection and cell refinement with
APEX2,”® data reduction with SAINT (Bruker).® Structure ana-
lysis and refinement: The structures were solved by intrinsic
phasing (SHELXT-2015),*® refinement was done by full-matrix
least squares on F* using the SHELXL-2017 program suite,
empirical (multi-scan) absorption correction with SADABS
(Bruker).** All non-hydrogen atom positions in R-HL' were
refined with anisotropic temperature factors. In the metal
complex the Cu atom sits on an inversion center, rendering
the two ligands symmetry equivalent. When the metal complex
was refined as bis[2-oxo-benzophenonato-x*0,0']-copper (i),
(CuL’,) a large residual electron density of 0.52 e A~ was
found in a hydrogen-bond distance to the keto oxygen atom.
The IR spectrum showed a sharp band at 3325 cm™' for
v(N-H) (Fig. S6c, ESIT) and the CHN elemental analysis gave a
nitrogen content of 2.63 wt%. Subsequently, the keto O atom
has been refined as a split position of O and NH using PART
commands, with about equal occupancy (the occupancy was
free to refine). This split position of NH then corresponded to
the complex bis[2-(imino(phenyl)methyl)phenolato-x*N,O]
copper(i), (CuL",). This split N atom could only be refined iso-
tropically, while the rest of the atoms have been refined aniso-
tropically. The hydrogen atom of the NH group was found and
refined with Ujso(H) = 1.5Ucy(N). The NH distance had to be
restrained with DFIX.

9246 | Dalton Trans., 2021, 50, 9236-9249

Hydrogen atoms for aromatic CH, aliphatic CH and CHj;
groups were positioned geometrically (C-H = 0.95 A for aromatic
CH, 1.00 A for aliphatic CH and 0.98 A for CH,,) and refined
using a riding model (AFIX 43 for aromatic CH, AFIX 13 for ali-
phatic CH, AFIX 137 for CHj;), with Uj,(H) = 1.2U,y(CH) and
Uiso(H) = 1.5Ucq(CH;). The protic hydrogen for the OH group in
R-HL' was positioned and refined freely with Ujso(H) = 1.5U¢q(O).
Details of the X-ray structure determinations and refinements are
provided in Table 4. Graphics were drawn with DIAMOND
(Version 4.6.4).>> Computations on the supramolecular inter-
actions were carried out with PLATON for Windows.** The struc-
tural data for this paper has been deposited with the Cambridge
Crystallographic Data Center (CCDC-numbers 2060528 for R-HL',
2060529 for CuL/,/CuL”,T).

Powder X-ray diffraction (PXRD)

Powder X-ray diffraction (PXRD) data for R-HL' and Cu-R-L'
were collected on a GNR Explorer powder X-ray diffractometer,
operating in Bragg-Brentano geometry with Cu target at 30 kV
and 20 mA. A zero background sample holder was used to
filter signals from the sample holder, while a Ni (nickel) filter
was used to cut the beta (Kg) radiation. Data collections were
carried out at 298 K with a step size 0.02° and an integration
time of 3 s per step over an angular range of 5-50° (26). All
steps to determine the crystal structure for Cu-R-L' were per-
formed using the program Expo-2014.>°* The background of
the diffraction pattern was modelled by a shifted Chebyshev

This journal is © The Royal Society of Chemistry 2021


http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d1dt01671g

Open Access Article. Published on 08 June 2021. Downloaded on 1/7/2026 11:30:28 PM.

Thisarticleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

(cc)

Dalton Transactions

function (number of coefficients 15). The selected 20 peaks
within 5-50° were indexed using the N-Treor09 module.?’” The
results suggested the possibility of three crystal systems with
triclinic symmetry, among them the best one was chosen con-
sidering the figure of merit (M20), unit cell volume and peak
positions. Density consideration indicated only one molecule
of Cu-R-L' in the unit cell. Analysis of the powder pattern by
the FINDSPACE module of Expo-2014 *°* suggested the space
group either as P1 with a non-chiral or P1 with a chiral molecule
in the asymmetric unit. Hence, the structure solution calcu-
lations were performed with the space group P1. We used DFT
optimized structures for both diastereomers of A-Cu-R-L' and
A-Cu-R-L' as input files for structure solution calculations,
respectively. The solution was carried out by global optimization
models using simulated annealing technique.*®”?* A total of 14
structural variables were used for structure solution. The Cu
atom was selected as the center of rotation and anti-bump
restraints were applied to C, N and O atoms. Among 10 trial
structures, the best one was chosen based on crystal packing and
minimum difference between calculated and experimental pat-
terns, which was used as the initial structural model for Rietveld
refinement.”>*® In Rietveld refinement, standard restraints were
applied only to the phenyl rings.?"??%23%¢ Hydrogen atoms
bonded to the carbon atoms were placed automatically at calcu-
lated positions. The summary of crystal data and structure refine-
ment parameters are listed in Table 5.

Computational method

A thorough computational procedure was performed with
Gaussian 09*° to rationalize the experimental results and
thereby to gain insight into diastereoselection and A vs. A-chir-
ality induction at-metal. The metal(u)-chiral N,O-chelate Schiff

Table 5 PXRD data and structure refinement parameters for R-HLY,
A-Cu-R-L*and A-Cu-R-L*

Compound R-HL' A-Cu-R-L' A-Cu-R-L'

Empirical formula C,1H1oNO C4,H;36CuN,0,

M (g mol™) 301.4 664.3

Temperature T (K) 298

Crystal system Monoclinic Triclinic

Radiation source (A) Cu Ka, 1.54056

Space group P2, pP1

a(A) 10.964 10.126 10.119

b (A) 8.306 9.382 9.374

c(A) 9.997 9.346 9.342

a(®) 90.00 91.58 91.39

B(°) 111.45 114.45 114.42

¥y () 90.00 83.31 83.30

Volume (A%) 847.28 802.48 801.07

Deate (g cm™) 1.177 1.377

zZ 2 1

26 range (°) 5.00-50.00

Step size (26/°) 0.02

Counting time (s) 3

No. of counts 4502

No. of reflections 171 274

No. of background points 20

R, 4.568 6.521 6.881

Ryp/Rexp 6.354/2.363  10.637/2.312  10.992/2.315
7.23 21.177 22.547

Goodness-of-fit 2.689 4.601 4.748
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base complexes in tetrahedral or distorted-tetrahedral geome-
try demonstrate chirality induction at the metal centre (A-Cu
and A-Cu), and hence, provide two diastereomers of opposite
configuration along with C,-symmetry of the molecule.” ®'?
Thus, we optimized the diastereomeric pairs A-Cu-R-L'/A-Cu-
R-L' and A-Cu-S-L'/A-Cu-S-L' at the b3lyp/6-31 g(d) level
(Fig. S1, ESIt). The gas-phase initial geometries for these dia-
stereomeric pairs were generated from X-ray structures of the
analogous bis[(R or S)-N-1-(phenyl)ethyl-salicylaldiminato-k*N,
OJ-A or A-Cu(m)** by replacing the imino-hydrogen atom with
the phenyl group. It was attempted to optimize the hydrolysed
products from crystallization of Cu-R-L' such as bis[2-oxo-ben-
zophenonato-k”0,0"-copper(i), (Cul’,) and bis[2-(imino
(phenyl)methyl)phenolato-x®N,O]copper(un) (CuL”,) at the
b3lyp/6-31 g(d) level (Fig. S2, ESIT), respectively. The gas-phase
initial geometries for these complexes were generated from
their X-ray structures. The excited state properties (e.g., UV-Vis
and ECD spectra) for the diastereomeric pairs (A-Cu-R-L'/A-
Cu-R-L' and A-Cu-S-L'/A-Cu-S-L') and for Cul/,/CuL”, were
calculated by TDDFT at the mo06/sdd level (Fig. 7, 8 and
Fig. S3, ESIT).>'®> The polarization continuum model (PCM)
using chloroform as solvent was employed and 72 excited
states (roots) were considered for calculations (Table S1, ESIT).
Indeed, excited state properties were calculated at different
combinations of the functionals and the basis sets such as
b3lyp/sdd, b3lyp/svp and m06/tzvp, respectively, for A-Cu-R-L*
(Fig. S4 and S5a, ESIf). The results are almost identical spectra
with little shifting of band maxima, which strongly support
the reliability and validity of the methods used. However, the
best fit to experimental spectra was found at the mo06/sdd/
b3lyp/6-31 g(d) level (Fig. 7 and 8). In addition, assignments
on electronic spectra were performed at the same level of
theory for A-Cu-R-L' (Table 5). The spectra were generated
using the program SpecDis®® by applying Gaussian band shape
with exponential half-width ¢ = 0.33 eV.

Conclusions

The pseudotetrahedral complex bis[(R or S)-2-((E)-1-(1-(Ar)ethyl-
imino)ethyl)phenolato-x*N,0]-A/A-copper(u), (A/A-Cu-S- or
R-L) was investigated as a potential candidate to exhibit
induced chirality at-metal, that is formation of the A-Cu-S or
A-Cu-R diastereomer for S- or R-HL ligands. Formation of the
intact complexes is confirmed by decomplexation reaction
with NaCN, which provides the free Schiff base ligands in
DMSO-dg solution. PXRD structure determinations for Cu-R-L'
showed two phenolate-oxygen and two imine-nitrogen atoms
from two Schiff base ligands to coordinate to copper(u) in a
pseudotetrahedral geometry with A/A-chirality induction at-
metal. Yet, PXRD structure determination did not allow to
determine the absolute configuration unlike single-crystal
X-ray diffractometry. Optimized gas-phase structures by DFT
indicate the A-Cu-S-L or A-Cu-R-L diastereomer as slightly
more stable. In the absence of single crystals for any of the
Cu-S-L or Cu-R-L complexes and also to assess the diastereo-
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selectivity in solution, we had to resort to electronic circular
dichroism (ECD) in combination with theoretical calculations.
Experimental solution ECD spectra show an expected mirror-
image relationship and upon comparison with calculated ECD
spectra suggest the preferred formation of the A-Cu-S-L or
A-Cu-R-L diastereomer (i.e., diastereomeric excess) in solution.
The present study adds a case to the understanding and
design of the ligand substituents for controlling the diastereo-
selection and chirality induction at-metal (i.e., A vs. A) in pseu-
dotetrahedral Cu-Schiff-base complexes. Crystallization of Cu-
S-L' or Cu-R-L' in MeOH/DCM failed due to in situ hydrolysis
of the coordinated Schiff base ligands, as evidenced by X-ray
structures determinations which yielded only Cu complexes of
the hydrolysis products as bis[2-oxo-benzophenonato-x*0,0']-
copper(n) and bis[2-(imino(phenyl)methyl)phenolato-x*N,O]
copper(u).
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