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Tuning halide perovskite energy levels

Perovskite solar cells are attracting great attention in the
field of renewable energies. The possibility of combining
different materials and compositions in these devices brings
to significant advantages, but it also requires a careful
optimization of the interfaces between the materials,
including their energy level alignment. In this work, we
show how to tune the energy levels of halide perovskite

by controlling the deposition of dipolar self-assembled
monolayers, providing a toolbox to simplify the application
of halide perovskites in optoelectronic devices.
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The ability to control the energy levels in semiconductors is compelling for optoelectronic applications.
In this study, we managed to tune the work function (WF) of halide perovskite semiconductors using
self-assembled monolayers of small molecules to induce stable dipoles at the surface. The direction
and intensity of the surface dipoles rely on specific molecule-to-surface interactions. Electron acceptor
or donor molecules result in the positive or negative WF shifts up to several hundreds of meV.
Our approach provides a versatile tool to control the WF of halide perovskite and adjust the energy level
alignment at the interface with charge transport materials in perovskite-based optoelectronics.
The impact on perovskite solar cells is reported and discussed in detail with the support of modelling.

Solar energy is playing a significant role in the development of a world powered by clean energy sources. In this context, halide perovskite solar cells (PSCs) are
considered one of the most promising research lines thanks to their high efficiencies and flexibility, combined with an easy and cheap fabrication process.
The possibility of combining different materials and compositions is an excellent advantage of PSCs. However, still, a big limit is posed by the need for a proper
energy level alignment between the layers of materials comprising devices. Therefore, it is of utmost interest to develop methods allowing to tune the energy
levels of the different materials. In semiconductors physics, a common technique to achieve this purpose is to functionalize the surface of the materials with

dipolar molecules. Nevertheless, this has been rarely applied to perovskites because of the highly rough surface of the films. In this study, we show that it is
possible to use this technique in hybrid organic-inorganic perovskite semiconductors systematically and tune the direction and magnitude of the shift by

controlling the deposition process. These findings offer a toolbox to simplify the application of halide perovskites in optoelectronic devices.

“ Young Investigator Group Active Materials and Interfaces for Stable Perovskite
Solar Cells, Helmholtz-Zentrum Berlin fiir Materialen und Energie,
Hahn-Meitner-Platz 1, 14109 Berlin, Germany
E-mail: antonio.abate@helmholtz-berlin.de

® Department of Physics and Astronomy, University of Bologna,

Viale Berti Pichat 6/2, 40127 Bologna, Italy

¢ Computational Laboratory for Hybrid/Organic Photovoltaics (CLHYO),

Istituto CNR di Scienze e Tecnologie Chimiche “Giulio Natta” (CNR-SCITEC),
Via Elce di Sotto 8, 06123 Perugia, Italy

 Department of Chemistry, Biology and Biotechnology, University of Perugia,
Via Elce di Sotto 8, 06123 Perugia, Italy

¢ Department of Electrical and Computer Engineering,

Technical University of Munich, 80333 Munich, Germany

fFaculty of Engineering and Natural Sciences, Tampere University, P.O. Box 541,
FI-33014 Tampere, Finland

¢ Department Structure and Dynamics of Energy Materials, Helmholtz-Zentrum
Berlin fiir Materialen und Energie, Hahn-Meitner-Platz 1, 14109 Berlin, Germany

" Institute of Physics and Astronomy, Universitdt Potsdam, Karl-Liebknecht-Str.
24-25, 14776 Potsdam, Germany

! Department of Chemical, Materials and Production Engineering, University of
Naples, Federico II, Piazzale Tecchio 80, 80125 Fuorigrotta, Naples, Italy

t Electronic supplementary information (ESI) available. See DOI: 10.1039/

d0ee02216k

This journal is © The Royal Society of Chemistry 2021

Introduction

The position of the energy levels of a material is of crucial
importance in optoelectronics, from detectors' to LEDs® to
solar cells,* mainly because of the energy level alignment at
interfaces between different semiconductors comprised in
these devices.

Among optoelectronic devices, solar cells are of particular
interest nowadays because of the climate change crisis and with
their record power conversion efficiency over 25%,> perovskite
solar cells (PSCs) are considered a rising star in the field of new
materials for photovoltaics. The flexibility of the halide perovs-
kite composition®” allows researchers to quickly develop new
materials to improve power conversion efficiency and stability of
PSCs.*° The energy alignment of the perovskite at the interface
with the other materials comprising the devices is essential
for the efficiency of the charge separation and thus the
PSCs performance. The importance of controlling the interface
energetics is furthermore stressed by the high number of related

Energy Environ. Sci., 2021, 14,1429-1438 | 1429


http://orcid.org/0000-0003-4151-756X
http://orcid.org/0000-0003-2249-4497
http://orcid.org/0000-0002-1429-0219
http://orcid.org/0000-0002-7210-1869
http://orcid.org/0000-0002-0328-6791
http://orcid.org/0000-0001-6618-8403
http://orcid.org/0000-0002-5750-0693
http://orcid.org/0000-0003-2872-6922
http://crossmark.crossref.org/dialog/?doi=10.1039/d0ee02216k&domain=pdf&date_stamp=2021-03-19
http://rsc.li/ees
http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d0ee02216k
https://pubs.rsc.org/en/journals/journal/EE
https://pubs.rsc.org/en/journals/journal/EE?issueid=EE014003

Open Access Article. Published on 16 December 2020. Downloaded on 10/31/2025 5:15:54 AM.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Paper

reports that is possible to find in literature, mainly applied to
electrode materials or charge selective layers, as shown for
example in a helpful review from Kim et al.*

Probably the most common method for tuning the energy
alignment between two materials is with the introduction of a
dipolar interlayer, for example, by functionalizing the surface
through specific molecules."'™** In particular, in the photovoltaic
field, this concept has been intensively applied to change the
work function (WF) of transparent conductive oxides and with
that the position of the oxide Fermi level with regard to the
charge transporting levels of the semiconductor on top.
For instance, Zhang et al'® functionalized ZnO with dipolar
molecules for organic solar cells. Yang et al'’ inserted an
interlayer between TiO, and perovskite, improving the charge
extraction, similarly to Liu et al,'® who instead modified the
interface between SnO, and perovskite. A few cases can also be
found related to WF tuning of the perovskite layer. Agresti et al."®
engineered the perovskite/hole selective layer interface
with titanium-carbide MXenes. At the same time, Wu et al.*°
developed a PSC with a moisture-resistant carbon electrode and
functionalized the perovskite surface with PEO (poly(ethylene
oxide)) to reduce the mismatch of energy levels at the perovskite/
carbon interface. Similarly, Dong et al.>* used conjugated aniline
PPEA (3-phenyl-2-propen-1-amine) at the interface between
perovskite and PCBM, achieving a better energy level alignment
and, therefore, performance.

Among the different kinds of interlayers, self-assembled
monolayers (SAMs) are of particular interest because of their
stability and ordered distribution. Since the work of Campbell
et al.,*>** it is known that interfacial SAMs with a dipole can
tune the WF of a material by changing the vacuum level
position, and thus its energetics. This technique has been
widely used on flat surfaces to, for example, manipulate the
Schottky energy barrier between a metal electrode and an
organic material.>*>® Lange et al®>’ demonstrated that it is
possible to use SAMs-modified ZnO as either electron or hole
selective layer, depending on the dipole of the molecules used
for the functionalization, and recently the same group also
showed how SAMs surface treatments and UV light soaking
could influence the hole injection properties of thin ZnO
films.”® Kong et al,”® instead, proposed an hole selective
layer-free perovskite solar cell where the energy level mismatch
between ITO and perovskite was adjusted by introducing a
monolayer to increase the ITO WF. At the same time, Zhang
et al.>® functionalized the TiO, surface, improving the charge
extraction in PSCs.

Functionalizing surfaces with dipolar SAMs is proven to be a
reliable and effective method to optimize the energy level
alignment. Nevertheless, SAMs have been rarely used directly
on the perovskite surface. Controlling the formation of SAMs
on halide perovskite films is difficult due to the relatively high
surface roughness and uncontrolled surface chemistry. Sadhu
et al.*' elucidated, indeed, how molecules can self-assemble on
the surface in different ways depending on the substrate and
how the interaction influences the surface potential, highlighting
the challenges of SAMs deposition on perovskite. Moreover, there
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are so far no standard guidelines which would allow researchers
to use this method systematically.

In this work, we show how to shift the perovskite energy
levels (and by that the WF) and control the magnitude of the
shift, without using necessarily different molecules. We can
change the perovskite WF of several hundreds of meV by
controlling the surface coverage through the concentration of
the solution used for the deposition, avoiding in this way the
risk of damaging the perovskite surface by employing mole-
cules with a strong dipole. This finding distinguishes our work
from others regarding perovskite WF tuning. Indeed, once a
molecule with the desired binding mode and dipole direction is
selected, our method allows the WF shifting only by changing
the deposition parameters. Additionally, density functional
theory (DFT) calculations demonstrate a correlation between
surface coverage and WF shift, supporting our strategy. We also
investigate the impact of the WF shift on the PSCs performance
and their energy level alignment by combining experimental
data and drift-diffusion simulations.

We aim to provide a tool which could allow to directly select
which molecule and deposition conditions are needed to
obtain a specific WF shift. This tool would provide more
flexibility in the choice of the combination of materials,
i.e. perovskite compositions and contact layers, to be used for
any perovskite-based optoelectronic device. For example, in
PSCs research it would be possible to ease the requirements
for new electron or hole selective layers, allowing researchers to
focus on finding or synthesizing materials with good conductivity
and excellent stability rather than a proper energy level alignment.

Results and discussion

We made use of specific molecule-to-substrate interactions to
self-assemble small molecules on the perovskite surface.*>*?
The combination of the intrinsic dipole of these molecules and
the dipole created by the interaction between the molecules
and the surface causes a shift in the perovskite energetics.
For the sake of simplicity, from now on we will look only at the
combined effect of these dipoles and call “positive dipole” the
case where the total dipole is pointing towards the perovskite
surface and “negative dipole” the case in which the total dipole
points outside with respect to the perovskite surface.

Fig. 1a shows the effect of a dipole on the perovskite vacuum
level (and thus the WF). A negative dipole will shift the local
vacuum level downwards and therefore decrease the WF of the
material. Specifically, we will discuss the results of the perovskite
functionalized with amyl sulfide (csc5 - Fig. 1b), which is a Lewis
base and can bind to the Pb** ions on the perovskite surface by
donating its lone pair.**

On the other hand, a positive dipole will shift the vacuum
level upwards, causing an increase in the WF of the functionalized
material. In this case, we chose perfluorodecyl iodide (IPFC10 —
Fig. 1c) as an example of the described behaviour. This molecule
is already known in the literature for being able to form SAMs and
enhance the efficiency and stability of perovskite solar cells.*>**

This journal is © The Royal Society of Chemistry 2021
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Fig. 1 (a and b) Representation of the effect of the presence of a surface
dipole on the perovskite band diagram for negative (a) and positive
(b) dipoles. VL is the local vacuum level, AV, is the vacuum level shift
induced by the dipolar monolayers, E¢ is the Fermi level energy, CB and VB
are conduction and valence band, WF,, is the bulk WF and WF; is the
surface WF. (c and d) Representation of the coupling of the two main
molecules employed in this work in the case of a 50%-MAI terminated/
50% Pbl,-terminated MaPbls perovskite, where MAI is methylammonium
iodide. Specifically, in (c) amyl sulfide (cscb), binding to Pb ions of the
surface and so representative of the negative dipole case. In (d) perfluorodecyl
iodide (IPFC10), binding to the | ions on the surface and representative of the
positive dipole case.

In this molecule, the iodine on the head remains slightly positive
thanks to the electrons withdrawing effect of the fluorinated
chain, which allows the molecule to behave like a Lewis acid
and form halogen bond®*™*° with the halogen ions on the
perovskite surface.

The selective absorption of Lewis bases and Lewis acids
makes them perfect candidates for generating a negative or
positive dipole and, in our case, the main component of the
total dipole seems to come from their interaction with the
surface (see charge transfer analysis later in the text).

To demonstrate the scenario as mentioned above, we carried
out various experimental and theoretical analyses. Making use
of several techniques we measured WF and bands edges’
position in the case of bare perovskite and perovskite functio-
nalized with 10 mM solutions of the two molecules. We used a

This journal is © The Royal Society of Chemistry 2021
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perovskite precursor solution with composition (Csg. o5
[MAy 15FA.55PbIg 55BT0.15]0.95)-

At first, we measured several times with different UPS setups,
but the results were repeatedly not reliable. We concluded that the
molecules tend to detach in an ultra-high vacuum, making it
challenging to draw actual conclusions from measurements
in such conditions. For this reason, we decided to use other
techniques working at atmospheric pressure, such as Kelvin probe
(KP), Kelvin probe force microscopy (KPFM), Ambient Pressure
Photoemission Spectroscopy (APS) and cyclic voltammetry (CV).
We then compared the obtained results to ensure their reliability.

To evaluate the WF shift we performed KP**"** measurements
in different conditions (Fig. 2a): in one case the experiment was
entirely done in air (dashed lines), in the other case the samples
were quickly mounted in air, but the investigation was carried
out in N, atmosphere (solid lines). It is evident how the condi-
tions of the measure can influence the amount of the shift.
In both cases, samples treated with positive dipoles present an
increase of the WF compared to the bare perovskite reference,
while samples treated with negative dipoles show a WF decrease.

To have a better idea of the real magnitude of the WF shift
induced by the functionalization, we also performed KPFM**~*°
measurements on non-air exposed samples. In Fig. 2b, we show
the voltage maps of the WF shift for bare and functionalized
perovskite together with the respective distributions. The
results confirm the direction of the change already proven by
KP and show a WF shift of about 150 meV for the negative
dipole case and 300 meV for the positive dipole case. It is
possible to notice that the distribution for the negative dipole
functionalization is broader and less symmetric than the
others, this might be an indication that at 10 mM concen-
tration the surface is already saturated and in some areas, the
molecules are packing in multilayers. This topic will be
explored further in the following sections.

The maps also suggest that the shift is not homogeneous on
the surface and the result is, therefore, an average of local WF
variations. This behaviour is most likely due to the perovskite
roughness and the presence of grains. In every map, the
presence of small regions with a higher WF is indeed evident.
Considering that our molecules functionalize the surface by
binding to lead or halide ions, these regions probably indicate
areas with a higher concentration of defects and thus higher
concentration of molecules. According to the work of Gallet
et al.,*® these regions might correspond to different facets of
the crystalline structure. The local variation offers interesting
data for further investigation. Nevertheless, it does not affect
the results of this work, since the average gives the relevant
quantity on a larger scale.

The KP setup operated in air is combined with an APS tool
(KP-APS)* in view to respectively determine the WF and the
ionization energy (IE), i.e. the valence band maximum (VBM)
relative to the local vacuum level on the same position over the
sample. With the absolute WF and IE data measured, the
KP-APS combination offers the possibility to determine the
VBM shift and compare it with the WF shift under the same
conditions. Fig. 2c shows the IE as determined from
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Fig. 2 (a) WF shift due to the presence of interfacial dipoles measured with Kelvin probe (KP) in the dark in different environments: in one case (solid

lines) the samples were measured in N, but shortly exposed to air while mounting them on the setup, in the second case (dashed lines) the samples were
mounted and measured in air. (b) Kelvin probe force microscopy (KPFM) WF shift maps in the case of bare perovskite and perovskite functionalized with
positive and negative dipoles with corresponding distribution (p) plots. (c) Ambient Pressure Photoemission Spectroscopy (APS) plots of ITO/perovskite
(black), ITO/perovskite/IPFC10 (orange), ITO/perovskite/csc5 (blue). Measurements performed in air. (d) Cyclic voltammetry (CV) of bare FTO (grey), FTO/
perovskite (black), FTO/perovskite/IPFC10 (orange), FTO/perovskite/csc5 (blue). (€) Comparison of the WF shift and VB shift related to perovskite
obtained with different techniques for the cases of a positive and negative dipole.

photoelectron yield spectroscopy plots in APS measurements
and, as shown in Fig. 2e, the shifts of VBM and WF match in
direction and magnitude for the different cases. This result is
significant because it shows that both WF and VBM are shifting
equally, and thus it allows to exclude the possibility that the
detected WF shifts are due to doping of the perovskite layer.
Therefore, this provides evidence that the surface dipole affects
all the surface energetics of the perovskite.

Complementarily, we monitored the VB shift by performing
CV on functionalized and bare perovskite on FTO (Fig. 2d),

1432 | Energy Environ. Sci., 2021, 14, 1429-1438

respectively. From the first distinguishable oxidation peaks of
the different CV scans, it is possible to calculate the VB position
by adding the redox potential of the Ag/AgCl electrode (4.65 eV)*”
for the different cases. We can observe that the negative(positive)
dipoles trigger a VB shift downwards(upwards) in relation to the
VB of the reference perovskite on FTO. Both cases are compar-
able in direction and magnitude of VB shifts to those measured
with the other techniques. The position of the reduction peaks in
the range of the negative bias is instead not reliable because
some partial perovskite degradation during the reverse scan was

This journal is © The Royal Society of Chemistry 2021
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noted. Therefore, a calculation of the conduction band position
is not possible in this case.

We do not have any direct measurement of the conduction
band and its shift, but we measured the PL spectra of the different
cases and, combining it with UV-Vis and EQE measurements (Fig.
S9, ESIt), we calculated the bandgap. We obtained a value of
approximately 1.64 eV and we could observe that it is independent
of the functionalization. It follows that the conduction band is
shifting in parallel of the valence band and WF.

In Fig. 2e we summarized the results. For all measurements
conditions, we observed an increase(decrease) in WF and VB in
the case of a positive(negative) dipole functionalization. Differ-
ences in absolute numbers are a consequence of varied
measurement conditions inherent to the respective setups.

Having established that the dipolar molecules can control
the positive and negative shift of the perovskite WF, we focused
on achieving control over the magnitude of the change. We
varied the concentration of the solution used for the deposition
to control the distribution of the molecules on the perovskite
surface and, consequently, the magnitude of the WF shift.

We measured the change in WF for the different solution
concentrations through KP and KPFM, obtaining similar trends
with both methods (Fig. S10, ESIY).

In Fig. 3a and b we show how the perovskite WF is changing
depending on the solution concentration in the case of positive
(3a) and negative (3b) dipole. In the positive dipole case (Fig. 3a),
the work function is increasing with the increasing of the solution
concentration until reaching saturation at about 40 mM. The two
molecules (perfluorodecyl and perfluorododecyl iodide - IPFC10
and IPFC12) differ only in the chain length. Therefore the
difference in the magnitude of the shift is due to the difference
in the strength of the dipole, where the latter has a smaller dipole
due to the higher molecular length (see ESIT for an overview of the
dipoles of the used molecules and the charge transfer analysis).

A similar trend is obtained in the case of a negative dipole
(Fig. 3b), but with the WF decreasing compared to the perovs-
kite one and reaching saturation already for a concentration of
about 10 mM. In this case, the two molecules are different both
in structure and binding group (amyl sulfide -csc5- and
trioctylphosphine oxide -TOPO-), therefore we can state that
it is the dipole type, not the specific molecule, which defines
the direction of the shift and characteristics of the trend. In
other words, the behaviour is independent of the molecule.

It is worth noting that TOPO-functionalized perovskite
shows an extreme WF shift. Moreover, it was not possible to
collect data for more than 10 mM concentration because for
higher molarities the solution was damaging the perovskite
film, presumably by dissolving the lead cations*® (Fig. S11,
ESIt). This seems to suggest that TOPO might be a tricky
molecule to use in devices, despite its excellent passivation
properties reported by several papers.**>!

The above results show that by changing the solution
concentration, it is possible to tune the magnitude of the WF
shift up to several hundreds of meV. It is known that polar
monolayers properties are determined not only by the type of
molecules and bonding configuration to the substrate but

This journal is © The Royal Society of Chemistry 2021
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also by size, (dis-)order and adsorption patterns within the
monolayer.>>>* Therefore, in our opinion, the trends showed in
Fig. 3 can be explained by considering the deposition kinetics,
and it is related to the coverage. At first, all defect sites (i.e. Pb>"
and halide ions/vacancies) are free, consequently, as soon as
the samples are immersed in the solution, the molecules start
to bind to them. However, with low solution concentration, not
all the defect sites can be occupied by a molecule, therefore the
surface is not fully functionalized. With the increase of the
concentration the functionalization level increases as well,
until reaching a point where a molecule occupies all the surface
defects, therefore the curves reach a plateau, and the condition
for maximum WF shift is achieved. To be noted that a similar
process would happen if the solution concentration were kept
constant and the dipping time varied (see Fig. S14, ESI}), for
this reason, it is crucial to keep one of these parameters fixed.
In our case, we chose to settle the dipping time and vary the
concentration, but we would like to stress that changing the
dipping time would give the same results, since the process is
related to the deposition kinetics of the molecules.

Another exciting feature is visible by comparing the trends
for the positive and negative dipoles (Fig. 3c): the concentration
at which the WF starts to saturate is different for the two cases.
This behaviour may indicate a specific ratio of defects at the
perovskite surface, in particular the ratio between halides and
Pb vacancies. Indeed, in our case, the positive dipole is given by
a Lewis acid, which is binding to the halides on the surface,
while the negative dipole is provided by a Lewis base, which is
binding to the Pb ions. Therefore, the fact that the negative
dipole functionalization curve saturates at lower concentrations
than the positive dipole curve suggests that there are less Pb
ions on the surface compared to halide ions, i.e. there are more
Pb vacancies. This result is in agreement with the work of
Philippe et al.,> where the I/Pb ratio at the surface for CSMAFA-
perovskite is said to be around 3. Moreover, it is also essential
to consider the geometry and the steric hindrance of the two
molecules. Indeed, while IPFC10 consist of a straight-
comparably rigid-chain which allows the molecules to form a
compact vertical layer, csc5 has two aliphatic chains that most
likely limits the number of molecules which can bind to the
surface, thus leading earlier to saturation.

The difference in behaviour is also highlighted by the WF
distribution curves in Fig. 3e (respective contact potential
difference (CPD) maps in Fig. S12 and S13, ESI). The negative
dipole curve stops shifting and therefore reaches saturation for
lower concentrations than the positive dipole one. Moreover, it
is interesting to see how both curves start to broaden and lose
symmetry while approaching saturation. This shows that initi-
ally (ie. for low concentrations) the molecules are nicely
depositing and forming an ordered monolayer. In contrast,
with increasing concentration, the deposition seems to become
less uniform, probably forming some agglomerates, especially
when saturation is reached.

To support the experiments, we performed DFT simulations
investigating the interaction of csc5 and IPFC10 with the
MAPbDI; surface, here considered as the prototype lead halide

Energy Environ. Sci., 2021, 14, 1429-1438 | 1433
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Fig. 3 KPFM measurements showing the WF changing depending on the solution concentration when the perovskite is functionalized with a positive (a) and
negative (b) dipole. In this specific case, the molecules creating a positive dipole were IPFC10 and IPFC12, and the ones making a negative dipole were csc5 and
TOPO. (c) Comparison of the WF trends for the positive (orange) and negative (blue) dipole. (d) DFT simulations of the relation between WF shift and coverage for
different surface terminations of MAPDbIs, the shaded stripes represent the probable condition of the samples experimentally measured. (e) Distribution (p) of the
WF shifts from KPFM measurements for different concentrations of negative and positive dipoles. The curves in (a)-(d) are spline fitting of the data.

perovskite (see computational details in ESI{). Molecule
adsorption has been modelled on the (001) surface of tetra-
gonal MAPDI; in the supercell approach for three different
terminations: (i) PbI,-terminated; (ii) 50%-MAI and 50% PbI,-
terminated (half terminated); (iii) MAI-terminated, where MAI
is methylammonium iodide. Initially, one and two molecules
were absorbed on the Pbl,, and MAI terminated slabs, corres-
ponding to molecular coverages () of 12.5% and 25%.

The adsorption energies and the associated WF shifts were
monitored as a function of the molecular coverage and highlight a

1434 | Energy Environ. Sci., 2021, 14, 1429-1438

strong interaction between molecules and uncoordinated ions at the
surface (see Table S3, ESIt). The adsorption of csc5 mainly occurs
through the formation of an S-Pb bond at the surface with a bond
length of ~3.0 A, and it is strongly predominant in the Pbl,-termi-
nated surface, while only slightly favored in the MAI-terminated
surface.

On the other hand, IPFC10 mainly interact by forming
halogen-halogen bonds with surface iodines at bond distances
of ~3.5 A. Interestingly, on the PbI,-terminated surface IPFC10
adsorption results in the formation of both a Pb-I and an I-I

This journal is © The Royal Society of Chemistry 2021
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bond, suggesting the simultaneous creation of a metal-halide
and halogen bonds at distances of 3.3 and 3.5 A, respectively
(Fig. S4, ESIY).

We then investigated how the csc5 and IPFC10 adsorption
influence the WF values for the different surface terminations
(see Table S3 and Fig. S3, ESIT). Under all modelled terminations,
the adsorption of csc5 leads to a WF reduction, while IPFC10
leads to a WF increase or, in one case, to a negligible decrease.
In the Pbl,-terminated case, the WF variations are particularly
significant for csc5 adsorption, with a WF reduction of ca. 0.6 eV
per single-molecule adsorption, while they are marginally influ-
enced by IPFC10 adsorption. This is likely the result of the two
different bonds (Pb-I and I-I) compensating each other. In the
half terminated case csc5 still preferably interacts with Pb ions at
the surface. At the same time, IPFC10 adsorption takes place
exclusively through halogen bond, leading overall to a WF
decrease (increase) of ca. 0.3 eV for csc5 (IPFC10) adsorption.
A similar trend is reported on the fully passivated MAI-
terminated surface and the same surface where an MAI vacancy
was created for modelling the adsorption of csc5.

These results indicate that while csc5 preferentially interact
with undercoordinated Pb atoms, leading to a WF decrease,
IPFC10 can interact both with Pb or I surface atoms, forming
different bonds whose contribution to the WF partially cancels
out. However, a net WF increase is observed in the majority of the
cases, including the one corresponding to our experimental data.
Overall, under all considered adsorption situations, csc5 provides
a WF reduction while IPFC10 leads mainly to a WF increase.

To understand the origin of the WF shift, we investigated the
charge transfer between the adsorbed molecule and the surface
in the different cases. The charge accumulation (depletion)
upon the molecule adsorption has been evaluated by calculat-
ing the charge density difference between the molecule + slab
system and the single components at fixed geometries (see
Discussion and Fig. S5, S6 of ESIf). In the case of csc5, an
accumulation of electronic charge is reported around the
coordinated Pb at the surface and a charge depletion in the
molecular region. The opposite is observed for the IPFC10
molecule, where depletion and accumulation of charge on Pb
and the molecule, respectively, is reported on the half PbI,-MAI
and MAI terminated surfaces. This is consistent with the
formation of negative and positive dipoles at the interface for
csc5 and IPFC10 molecules, respectively. An excellent correla-
tion between the transferred charge at the molecule-surface
interface and the computed WF shifts has also been found (Fig.
S7, ESIY).

To investigate the effects of molecular coverage, we extended
the simulations for the half terminated surface to high percen-
tages of coverage, i.e. up to 6 = 100%. In Fig. 3d the WF
variation vs. 0 is reported for csc5 and IPFC10 molecules. In
both cases, the WF initially shifts almost linearly with the
coverage and saturation of the WF shift for coverage higher
than 40-50% is observed, in excellent agreement with the
experimentally measured trends. Considering that the mea-
surements were performed on CsMAFA-perovskite, our experi-
mental results would be comparable with a situation in
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between half terminated surface and MAI-terminated surface
(see shaded stripes in Fig. 3d). Naturally, variations between
simulations and experiments also arise due to the different
thermodynamics on the other surface of the grains and the
presence of defects.

By comparing the trends in Fig. 3c and d for our conditions,
we can notice how, in both cases, the WF shift has a higher
magnitude for IPFC10. The numbers suggest that experimentally
saturation is reached for a coverage of about 20% in the case of
IPFC10 and 10% for csc5. As previously pointed out, this
difference is most likely related to a smaller amount of Pb
ions on the surface combined with a more significant steric
hindrance of csc5.

Overall, the simulations support the correlation between
surface coverage and WF shift and evidence the validity of this
method to tune the perovskite WF in a controlled way.

So far, we showed how to obtain and control the WF shift
induced by the functionalization. The next step is to investigate
the effect on PSCs performance.

We prepared standard n-i-p devices, where the electron
selective contact is given by compact and mesoporous TiO,,
and the hole selective contact is the widely used spiro-OMeTAD.
We functionalized the perovskite with different concentrations
of csc5 to create a negative dipole at the interface and modify in
this way the energy level alignment. The expected effect of the
dipolar functionalization is to reduce the approximately
200 meV offset between the perovskite valence band and the
spiro-OMeTAD HOMO level.

Specifically, we explored the effect of functionalization with
a low concentration (0.5 mM), meaning a WF shift of about
40 meV, and with high concentration (10 mM), which represent
already a situation of surface saturation and should give a WF
shift of approximately 160 meV.

In Fig. 4 we can see how the photovoltaic (PV) parameters
such as open-circuit voltage (V,), short-circuit current (Jy), fill
factor (FF) and photovoltaic conversion efficiency (PCE) are
changing. We observe that the V,, is increasing with increasing
concentration, while the FF remains almost constant after the
initial improvement and the J;. do not change significantly.

When the perovskite surface is functionalized with dipoles,
there are different factors which can affect the devices’ PV
parameters. The dipoles induce a change in energy level
alignment, but at the same time, there is evidence that they
can have a passivating effect.>® Besides, the molecules are
binding to defects on the perovskite surface, reducing in this
way the trap states. It is therefore difficult to disentangle the
effect of the different factors. Thus we performed drift-diffusion
simulations to gain a better insight.

In the simulations, one of the current density-voltage (J-V)
curves from our control devices was set as a reference. Then
only the perovskite energetics and the recombination time were
varied to simulate the presence of a negative dipole at the
interface between perovskite and spiro-OMeTAD. The results
are represented by the red circles in Fig. 4.

The simulations show that the experimental trend is repro-
ducible considering smaller WF shifts than those measured
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with KPFM and increasing the recombination time constant at
the interface from 1.6 x 10~ ° s to 2.84 x 10~ '° s. In particular,
the simulations predict a WF shift of about 25 meV for devices
functionalized with a 0.5 mM solution and 100 meV for the
10 mM case. This seems to indicate that part of the deposited
molecules are lost in the devices making process, leading to a
smaller WF shift and therefore also to just a slight reduction on
the perovskite — spiro-OMeTAD offset.

Both experimental data and simulations show an initial
increase in FF, which can be ascribed to a better charge
extraction due to a reduced perovskite — spiro-OMeTAD offset.
It is also possible to observe a small loss in FF while passing
from 0.5 mM to 10 mM, while the V,. keeps increasing.
As already discussed before, it is possible that at saturation
concentration (i.e. 10 mM in this case) the molecules layer is
not uniform, agglomerates might act as insulators and partially
reduce the charge transport, leading to a reduction of the FF.
The V,. increase is instead consistent with an improvement in
energy level alignment and with suppression of recombination.
There is evidence that the latter could also be related to the
presence of an electric field generated by the dipoles, which can
push away the electrons from the interface.”” It is also worth
highlighting the consistency of this behaviour with the results
from a previous work employing IPFC10 at the interface
between perovskite and C60 in n-i-p PSCs,*> where a similar
Voc trend was observed. Moreover, it is demonstrated that V. in
PSCs tends to increase with the strength of the chemical
bonding between perovskite and the deposited molecules,>®

1436 | Energy Environ. Sci., 2021, 14, 1429-1438

that is similar to our case, in which a higher molecules
concentration leads to more significant WF shift.

We can also see that the simulations do not predict a change
in Js, while experimentally, we observe a small variation.
Nevertheless, it is quite common in perovskite solar cells to
have J,. fluctuation of about +0.5 mA cm ™2 even for identical
devices. Therefore we do not consider this change significant.

Overall, the simulations show the effect of interfacial dipoles
and the WF shifts on PSCs and highlight that the behaviour
observed experimentally can be justified by considering only
the influence of the dipoles. It is also worth noticing that the
actual WF shift in the device seems to be about half of the
nominal value, which is a factor to take into consideration for
future experiments.

These results suggest that the presence of a dipolar layer at
the interface between perovskite and transport layers can
influence and, if the conditions are appropriately chosen,
improve the energy level alignment in PSCs. There is, therefore,
great potential in the application of this technique for fine
adjustment of the energy level alignment at interfaces or for
simply tuning the perovskite energetics.

Conclusions

In conclusion, we managed to control the deposition of dipolar
self-assembled monolayers (SAMs) on halide perovskite and
obtain this way a controlled shift of perovskite work function,
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valence and conduction bands. We can control the direction of
the shift with the direction of the surface dipoles and we can
control the magnitude of the shift by tuning the density of the
surface dipoles. We were able to shift the perovskite WF up to
several hundreds of meV, and we explored the effect of this
approach on PSCs with the support of experimental and
simulated data.

Our work showed that tuning the work function of semi-
conductors through surface functionalization with dipolar
molecules, which is a well known method in organic and
inorganic semiconductor physics, can be extended to hybrid
organic-inorganic perovskite semiconductors. These findings
provides a new toolbox to enhance further the flexibility of
applying halide perovskites in optoelectronics.
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