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Current design rules for ion conducting polymers suggest that fast segmental dynamics and high solvation

site density are important for high performance. In a family of imidazole side chain grafted siloxane

polymer electrolytes containing LiTFSI, we conclude that while the presence of imidazole solvation sites

promotes solubilization of Li+ containing salts, it is not necessary to substitute every monomer in the

polymer design. Rather, optimization of Li+ conductivity relies on a balance between imidazole presence

and the ability of the chains to rearrange locally to facilitate transport. Lowering the imidazole content in

the ethane-imidazole series leads to a 10-fold increase in conductivity, while conductivity decreases for

the phenyl-imidazole series due to differences in steric bulk. Normalizing conductivity by Tg reveals a

threshold ligand density above which increased solvation sites do not improve conductivity, but below

which the conduction gradually decreases. NMR spectroscopy shows the high temperature Li+ transport

number increases slightly with increasing grafting density, from around 0.17 to 0.24. NMR T1ρ relaxation

reveals that the Li+ ions are present in two environments with distinct dynamics within the polymer,

matching X-ray scattering and PFG results which suggest ion aggregation exists in these polymers. These

results emphasize the importance of local re-arrangements in facilitating ion transport at low solvation site

density, confirming the role of dynamic percolation, and suggest that an optimum ligand density exists for

improved charge transport.

Introduction

Ion-conducting polymers have been proposed as safe,
mechanically robust and electrochemically stable alternatives
to organic liquid electrolytes for energy storage devices.1,2

Critically, while polymers have many advantages over their
liquid counterparts, they continue to suffer from low ionic
conductivity.3 Polymers form a relatively translationally-
immobile matrix compared to liquids, requiring design rules
emphasizing labile ion-solvation interactions.4–6

To dissolve and conduct ions, polymers must contain
solvating groups which interact favorably with ions to
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Design, System, Application

Lithium ion transport in salt-based polymer electrolytes necessitates a balance between salt dissolution and ionic mobility. Salts dissolve into a polymer
matrix through solvation interactions with ligand species; however these ion-ligand interactions subsequently hinder ion motion. In this work we
synthesize a library of polymers with varying ligand side chain concentrations, identifying the role of both ligand density and spacer identity on the
polymer structure, dynamics, and ion transport. Our molecular design approach reveals an optimum intermediate ligand density which enables an order of
magnitude increase in total ionic conductivity with negligible change in lithium transport number. These systems emphasize the importance of dynamic
percolation in enabling lithium transport, and provide a roadmap towards optimizing ionic conductivity performance for rubbery lithium-ion electrolytes
for energy storage applications.

Pu
bl

is
he

d 
on

 2
8 

Se
pt

em
be

r 
20

21
. D

ow
nl

oa
de

d 
on

 1
1/

2/
20

25
 5

:2
8:

10
 A

M
. 

View Article Online
View Journal  | View Issue

http://crossmark.crossref.org/dialog/?doi=10.1039/d1me00089f&domain=pdf&date_stamp=2021-11-25
http://orcid.org/0000-0002-4391-3139
http://orcid.org/0000-0002-6631-2459
http://orcid.org/0000-0002-1228-1984
http://orcid.org/0000-0001-5310-5410
http://orcid.org/0000-0001-9731-2948
http://orcid.org/0000-0002-3611-1162
http://orcid.org/0000-0002-4292-5103
https://doi.org/10.1039/d1me00089f
https://pubs.rsc.org/en/journals/journal/ME
https://pubs.rsc.org/en/journals/journal/ME?issueid=ME006012


1026 | Mol. Syst. Des. Eng., 2021, 6, 1025–1038 This journal is © The Royal Society of Chemistry and IChemE 2021

promote their dissociation, without immobilizing the ions
within the polymer framework. The competition between
effective salt dissolution and labile ion–polymer interactions
results in necessary tradeoffs in electrolyte design and
performance. For example, both intermediate polymer
polarity7 and salt concentration8–10 seem to provide
maximum conductivity performance due to the complex
interplay between ion-polymer interactions, segmental
dynamics, and ion mobility. Most polymer electrolytes
contain at least two mobile ions, the cation and anion, which
both contribute to the total conductivity. Salt dissolution is
generally achieved by coordination with the cationic species.
For cation motion, these same coordination sites must be
dynamic and allow the ion to hop through the matrix by
breaking and reforming coordination bonds on a reasonable
timescale. Anions typically interact less strongly with the
polymer, but still rely on free volume or local polymer re-
arrangement, which is in turn generally coupled to cation-
polymer interactions since these interactions dynamically
cross-link the polymer matrix and result in increases in
polymer glass transition temperature (Tg). While energy
storage applications require cation transport, most
electrolytes exhibit higher anion than cation mobility,
underscoring a current challenge for these materials.11

Polymer design thus requires the incorporation of functional
solvation groups which provide strong yet dynamic
interactions between the polymer and ions to enable higher
cation mobility.

One class of materials with labile ion-polymer interactions
is metal–ligand coordination polymers,12 which we have
previously shown to dissolve and conduct a range of metal
salts relevant for energy storage.5,8 This family of polymers
offers advantages in tunability through the wide range of
possible combinations of polymer backbone13 and ligand
choices which enables optimization of additional unexplored
features for improving performance.

One promising route towards improving ionic conductivity
is to increase the segmental mobility of the electrolyte. This
can be achieved through the choice of a polymer matrix with
inherently low Tg. The lowest Tg polymers generally do not
contain the necessary solvation sites for dissolving ions,
requiring the introduction of tethered species for ion
solvation. One effective way to introduce such solvating
groups is by adding side-chains to a low Tg polymer
backbone. This has been successfully demonstrated for
siloxane,14,15 phosphazene,16 acrylate17–20 and aliphatic13

backbones. However, the attachment of side-chains to a low
Tg polymer backbone generally increases the Tg of the
electrolyte.15,21,22 Thus, there is a trade-off between the
inclusion of the necessary solvation sites for ion conduction
and keeping a low Tg. Ideally, a minimal concentration of
solvation sites would be added to a low Tg polymer backbone
to achieve ion dissolution and conduction without increasing
the Tg to a detrimental level.

For energy storage applications, maximizing the Li+

contribution to the total conductivity is important, and is

quantified by the transport number (t+). Typically, a large Li+

t+ reduces the concentration polarization during battery
operation, yielding higher power densities.23 However, the
determination of the transport number is challenging for
polymer electrolytes systems.24 Several electrochemical
techniques exist for extracting transport number values,
although all come with drawbacks. Chronoamperometry, for
instance, becomes inaccurate in systems with high interfacial
impedance or ion pairing, and for polymeric systems which
require large cell polarizations.25–27 More rigorous methods
for the determination of transport numbers stem from
thermodynamic considerations, but are limited by
experimental complexity and propensity for propagation
error, and are influenced by the solid electrolyte interphase
that typically forms between the polymer and Li metal
foil.11,28 Here, we use 7Li and 19F pulsed-field gradient
nuclear magnetic resonance (PFG-NMR) to determine the
diffusion coefficients of the ions of interest, Li+ and TFSI−.29

PFG-NMR typically measures the diffusion coefficient over a
length-scale of a few micrometers, which means that the
diffusion coefficient is therefore an average diffusion

Fig. 1 Schematic representation of the polymer series synthesized for
this study. Series 1 changes the imidazole grafting density by replacing
imidazole with a non-bulky ethane inert side chain, while series 2
replaces the imidazole with a phenyl inert side chain to maintain
similar steric bulk.
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coefficient weighted by the time spent in the various mobile
and immobile environments in the polymer.

In this work, we show that an intermediate ligand density
optimizes total ionic conductivity and Li+ t+ for a series of
sidechain grafted polymer electrolytes. A library of polymers
was synthesized from a poly(vinyl methyl siloxane) backbone
functionalized with varying ratios of imidazole ligands and
‘inert’ (non-solvating) side chains, chosen to remove residual
vinyl reactive groups and to test for the role of steric bulk on
the electrolyte properties (Fig. 1). It is shown that replacing
the imidazole ligands with small ethane side chains enables
a reduction in the polymer Tg of over 80 °C, and a
concomitant 10-fold conductivity increase. Interestingly, the
use of phenyl side chains likewise results in dramatic
decreases in Tg of about 60 °C, yet leads to a decrease in the
conductivity performance of the polymer electrolyte. After
normalization of the conductivity data by the corresponding
values of Tg, both polymers show a decrease in conductivity
at low grafting density, though the conductivity of the
ethane-imidazole series is insensitive to imidazole grafting
density at grafting percentages above 30% imidazole. These
results are examined based on approximations of molar
volume of imidazole and salt concentration, which suggests
that reducing the imidazole molar concentration below a
certain threshold leads to reduced conductivity performance.
Importantly, there is not a strict threshold of imidazole
concentration which results in zero ionic conductivity,
suggesting that static percolation theories do not hold, and
solvation site re-arrangement recovers some performance for
even extremely low imidazole contents. The Li+ transport
behavior of the ethane-imidazole series was also studied
using PFG-NMR and relaxometry. The Li+ t+ decreases from
0.27 to 0.17 as the imidazole content is reduced to 30% of
side chains. Thus, a maximum in cation conductivity exists,
emphasizing the need to consider t+ for ligand density
optimization.

Experimental
Polymer synthesis

Two batches of poly(vinyl methyl siloxane) (PVMS) were
synthesized by anionic polymerization using standard
Schlenk line techniques. For the first, 200 mL of uninhibited
and dry THF was further purified by distillation over n-butyl
lithium and dried by the addition of 260 μL of sec-butyl
lithium at 0 °C, after which the solution was allowed to warm
to room temperature. The monomer, 1,3,5-trivinyl-1,3,5-
trimethyl-cyclotrisiloxane (Gelest), was degassed by four
freeze–pump–thaw cycles and used without additional
purification. 260 μL of sec-butyl lithium was added to THF at
0 °C as initiator, followed by the addition of 15.5 mL of
degassed monomer. The reaction was allowed to proceed for
10 min at 0 °C before termination with degassed methanol.
The solution was concentrated and precipitated in methanol
three times. The second batch followed a similar synthesis
procedure, but with 50 mL of THF dried with the addition of

400 μL sec-butyl lithium. 8.5 mL degassed monomer was
initiated with 75 μL n-butyl lithium. The reaction was allowed
to proceed for 3 h at 0 °C before termination with degassed
methanol. The polymer was purified through three
precipitations in water, a 2 day dialysis in THF, and filtering
through a PTFE plug. Size exclusion chromatography (SEC)
was performed on a Waters Alliance HPLC instrument using
a refractive index detector and Agilent PLgel 5 μm MiniMIX-D
column at 35 °C with THF as the eluent. Dispersity index (Đ)
was determined against polystyrene calibration standards
(Agilent Technologies). The PVMS molecular weight was
estimated from SEC using polystyrene standards.

Phenyl thiol (Ph-SH) synthesis

To an oven dried round bottom flask equipped with a
magnetic stir bar was added NaSH (1.1 equiv.) followed by a
0.35 M solution of (7-bromoheptyl)-benzene in degassed
absolute DMF at 0 °C. This solution was stirred for one
hour at ambient temperature under dinitrogen atmosphere.
Upon completion, the reaction was diluted with DCM and
extracted with brine 4×, dried with Na2SO4 and concentrated
in vacuo. The 7-phenylheptane-1-thiol was isolated in 93%
yield and used for the next step without further purification.
The 1HNMR data matched that of the previously reported
structure.30

Polymer functionalization

N-(2-(1H-Imidazol-1-yl)propyl)-4-mercaptobutanamide (Im-SH)
was synthesized as previously reported by Sanoja et al.8

Ethane thiol was purchased from Sigma Aldrich and used as-
received. The PVMS polymer was dissolved in THF and added
to a round bottom flask containing 2,2-dimethoxy-2-
phenylacetophenone (0.2 mol% with respect to vinyl
functional handle). An appropriate mass of Im-SH was
dissolved in methanol and added to the flask to vary the
imidazole grafting density. For the ethane-imidazole series,
an appropriate amount of ethane thiol was added
volumetrically using a syringe. For the phenyl-imidazole
series, the Ph-SH was dissolved in THF and added into the
flask. The total thiol to vinyl ratio was kept constant at 1.75 :
1. The final methanol/THF solvent ratio was adjusted to be
20/80 to maintain solubility during all reactions. The reaction
was degassed with nitrogen for 30 min, after which the
reaction was allowed to proceed under UV (365 nm) light for
2 h. The polymers were purified either by precipitation in
acetonitrile, methanol or water, or through dialysis in
methanol/THF (50/50) solutions (SnakeSkin dialysis tubing
with a 3.5 kDa MW cutoff, and solvent exchange every 12 h
for a total of 5 to 7 times). The polymers were then dried in
vacuo at 55 °C in the presence of phosphorous pentoxide and
immediately transferred to a nitrogen glove box. The
imidazole content of the resulting polymers was analyzed
using NMR (DMSO-d6 or CDCl3, see Fig. S1–S8†).
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Salt addition

Polymers were weighed into 7 mL vials and dissolved in
anhydrous methanol or anhydrous THF (for low imidazole
content polymers) inside a nitrogen glove box. Stock
solutions of lithium bis(trifluoromethylsulfonyl)imide
(LiTFSI, Alfa Aesar) ranging from 0.1 M to 1 M were prepared
using anhydrous methanol. Appropriate volumes of LiTFSI
stock solution were added to each polymer vial to achieve
nominal molar ratios of Li+ to imidazole of 0.1, or Li+ to
monomer of 0.1 or 0.05 (see Table 1 for concentrations used
for each polymer). The sample vials were sealed, removed
from the glovebox and frozen in LN2 before being opened
and quickly transferred to a vacuum oven and dried in vacuo
(1 × 10−3 Torr) at room temperature overnight, and then at 60
°C for 24 h. The samples were then transferred to a high
vacuum oven (3 × 10−8 Torr) at 60 °C for 24 h to ensure
complete removal of solvent. Finally, the samples were
transferred into a nitrogen glove box for storage and
measurement.

Ionic conductivity measurement

Total ionic conductivity was measured as a function of
temperature on samples sandwiched between parallel ITO
blocking electrodes using electrochemical impedance
spectroscopy (EIS). The ITO-coated glass electrodes (Thin Film
Devices) were cleaned by sonication for 5 min each in
detergent, DI water, acetone and isopropyl alcohol, followed
by a 5 min UV/ozone treatment (Jelight Company Inc., Model
18). The electrode thicknesses were measured using a
micrometer, after which a double-sided Kapton tape spacer
with a 1/8″ hole was added to one electrode. Polymer samples
were loaded into the hole in the Kapton spacer in a nitrogen
filled glove box. Samples were heated to about 30 °C above
their Tg before being sealed with a second ITO electrode. All

samples were then heated to 110 °C and pressed in a hand
press. The final stack thickness was measured using a
micrometer, and the sample thickness was determined by
subtracting the electrode thicknesses. EIS was measured with
a Biologic SP-200 potentiostat using a sinusoidal 100 mV
signal from 1 MHz to 1 Hz at temperatures ranging from 30
°C to 110 °C. The data was converted into dielectric storage
and loss, and the ionic conductivities determined from the
real component of conductivity at the maximum in tan (δ).31

Three samples were measured for most compositions, with
errors reported as standard deviations from the mean. For
PVMS–Et-Im 7 Li : Im = 0.1, only two samples were measured,
while for PVMS–Phc, PVMS–Phc-Im 14, PVMS–Phc-Im 40 and
PVMS–Et only one sample was measured.

Thermal characterization

Aluminum DSC pans were loaded with polymer samples in a
nitrogen filled glove box and briefly exposed to air during
sealing of the pans. The glass transition temperature (Tg) of
each sample was measured using a Perkin Elmer DSC 8000
or TA Instruments Q2000 DSC on second heating at 20 °C
min−1 at the midpoint of the step transition.

X-ray scattering

X-ray scattering was performed as a function of temperature
at the National Synchrotron Light Source II (NSLS-II,
beamline 11-BM, Brookhaven National Laboratory) with an
X-ray energy of 13.5 keV. Samples were packed into metal
washers in a nitrogen glove box and covered on both sides
with Kapton tape to prevent moisture uptake during
measurement. Samples were equilibrated for 15 min at each
temperature before collecting exposures. Data processing,
including detector distance calibration using a silver
behenate standard, reduction of 2D raw SAXS images into 1D

Table 1 Polymer characteristics. Polymer name corresponds to PVMS backbone (‘V’), with phenyl-carbon (‘Phc’) or ethane (‘Et’) inert side chains used
to tune the grafting density of imidazole (‘Im’) ligands. The percentage of imidazole grafting density as determined by NMR is given as a number
following the name

Name
% imidazole
(NMR)

Polymer molar mass
(g mol−1)

mmol imidazole per gram
polymer

Li :
monomer

Li :
imidazole

Salt concentration
(mmol cm−3)

Salt
wt%

PVMS–Phc 0% 294 0 0.1 N/A 0.340 8.9
PVMS–Phc-Im 14 14% 296.72 0.472 0.1 0.714 0.337 8.82
PVMS–Phc-Im 40 40% 301.76 1.326 0.1 0.25 0.331 8.69
PVMS–Phc-Im 72 72% 307.97 2.338 0.1 0.139 0.325 8.53
PVMS–Et 0% 148 0 0.1 N/A 0.676 16.25
PVMS–Et-Im 7 7% 159.58 0.439 0.1 1.429 0.627 15.25

7% 159.58 0.439 0.05 0.714 0.313 8.25
7% 159.58 0.439 0.007 0.1 0.044 1.24

PVMS–Et-Im 20 20% 181.08 1.104 0.1 0.5 0.552 13.68
PVMS–Et-Im 29 29% 195.97 1.48 0.1 0.345 0.510 12.78
PVMS–Et-Im 33 33% 202.58 1.629 0.1 0.303 0.494 12.41

33% 202.58 1.629 0.033 0.1 0.163 4.47
PVMS–Et-Im 49 49% 229.05 2.139 0.1 0.204 0.437 11.14

49% 229.05 2.139 0.049 0.1 0.214 5.79
PVMS–Et-Im 71 71% 265.43 2.675 0.1 0.141 0.377 9.76

71% 265.43 2.675 0.071 0.1 0.267 7.13
PVMS–Im 100% 313.4 3.191 0.1 0.1 0.319 8.39
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intensity versus q curves and corrections for empty cell
scattering were performed using the SciAnalysis software.32

NMR

All 7Li and 19F solid-state NMR experiments were performed
on a 300 MHz (7.05 T) SWB Bruker NMR spectrometer, using
either a 4 mm double resonance (HX) magic angle spinning
(MAS) probe or a Diff50 diffusion probe fitted with either a
10 mm 19F or 7Li coil. The polymer samples were packed
inside an argon filled glovebox into 4 mm MAS rotors, then
either used directly inside the 4 mm MAS probe or placed
inside a 5 mm NMR tube equipped with a valve which kept
an inert atmosphere around the sample. In both instances
the sample was then temperature controlled by a flow of N2

gas at a rate of 800 L h−1 which ensured an inert atmosphere
throughout the experiments. The temperature for each probe
was calibrated using dry methanol and dry ethylene glycol at
sub-ambient and elevated temperatures, respectively.

The power level used for the 7Li on the Diff50 probe was
either 100 W or 200 W with a 90° pulse duration of 16 μs
(15.6 kHz) or 11 μs (22.7 kHz) respectively. The power level
used for the 7Li on the 4 mm MAS probe was 76 W with a 90°
pulse duration of around 3.3 μs (75.8 kHz). The power level
used for the 19F insert on the Diff50 probe was 50 W with a
90° pulse duration of around 11 μs (22 kHz). For all
measurements, a recycle delay of around 5T1 was applied
before each scan when signal averaging, to allow full
relaxation. The 7Li chemical shift was calibrated using a 1 M
LiCl aqueous solution (single peak at 0 ppm) while the 19F
chemical shift was referenced against aneat PF6 sample
exhibiting a doublet centered around 71.7 ppm.

The T1ρ experiments were measured by applying a spin-
locking pulse during evolution of the spins following an
initial 90° excitation pulse. The spin-locking frequency
chosen here was 10 kHz for all samples. The PFG-NMR
experiments used a diffusion sequence which includes a
stimulated echo to protect the signal from T2 relaxation,
which is typically very short in these polymer systems. The
diffusion was measured using a variable magnetic field
gradient strength sequence, where the maximum gradient
available was 2800 G cm−1. The selection of gradient strength,
along with the gradient duration (δ) and diffusion time (Δ)
were chosen for each measurement to ensure an appropriate
window on the decay curve was acquired. The value of δ and
diffusion time Δ never exceeded 10 ms and 100 ms
respectively and were kept as low as possible while using the
strongest gradient strength possible in order to achieve the
greatest possible signal to noise.

To determine the Li+ t+ for these polymer systems,
diffusion constants can be measured for the Li+ (DLi+) and
TFSI− (DTFS−) ions using 7Li and 19F NMR, respectively. The
transport number is then defined as the proportion of the
conductivity which arises from the Li+ ions only. If the
relative concentration of anions and cations are equal, then
the transport number can be determined as follows:

tþ ¼ σþ
σþ þ σ−

¼ DLiþ

DLiþ þ DTFSI−
(1)

The use of NMR to determine Li+ transport numbers allow
the direct detection of the self-diffusion of both ionic species
independently in a single measurement. While
electrochemical methods for Li+ transport determination
(combing concentration cells and impedance spectroscopy,
with galvanostatic polarization experiments)33–36 have the
advantage that the experiments mimic the battery electrolyte
conditions, these methods only provide an estimation of the
transport properties and depend on multiple critical
assumptions (such as the need for semi-infinite dilution). We
therefore chose the NMR route, which is not subject to
artefacts such as the formation of double layer capacitances
overwhelming the resulting spectra.35 PFG-NMR is limited,
however, by the difficulty in measuring slowly diffusing
entities due to short NMR relaxation times, which is why we
have coupled these measurements with the T1ρ
measurements described above.

The transport numbers, along with the diffusion
coefficients, for three different imidazole grafting density
polymer samples ranging from 29% up to fully grafted
(100%) with ethane side chain units have been measured.
These data were collected at 72.7 °C and 81.4 °C only as the
conductivity levels for these polymers are relatively low,
resulting in NMR spin–spin (T2) relaxation times too short
for diffusion measurements at ambient temperatures.

Typically, diffusion measurements do not give insight into
the number of environments present and instead provide
information that is averaged over all environments. Spin–spin
relaxation time (T2) measurements can distinguish between
multiple environments by fitting multiple exponents to the
data. However, for the solid polymer systems of interest to
this study, the T2 values are too short to be measured with
accuracy. T1ρ measurements are analogous to T2
measurements, in that they are sensitive to multiple
environments, with the additional benefit that the timescales
are controllable through the choice of spin-lock frequency.
Specifically, the T1ρ experiment measures the T1 relaxation
time in the xy plane using a low power spin-lock pulse
applied during the duration of the evolution period of the
sequence. Here, a spin-locking frequency of 10 kHz (0.1 ms)
was used for all samples, to establish whether multiple
environments are present.

Results and discussion

The two polymer series were designed to identify the role of
the concentration of solvation sites (imidazole ligands)5 on
both segmental dynamics and ion conduction (Fig. 1).
Imidazole ligands are attached to a poly(vinyl methyl
siloxane) backbone using thiol-ene click chemistry
(Scheme 1). The remaining active vinyl functional groups are
reacted with either ethane-thiol or phenyl-thiol. Ethane thiol
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was chosen as a small inert side chain unit to remove the
residual vinyl functional groups and eliminate the possibility
of unwanted reactions or cross-linking occurring in these
polymers during processing or characterization. The phenyl-
thiol side chains were chosen to maintain similar steric bulk
to the imidazole ligand, while still removing the active
coordination sites from the polymer. LiTFSI salt was then
added to the polymer series at a few concentrations. The first
concentration kept the molar ratio of Li+ to monomer repeat

unit constant at 0.1. For the phenyl-imidazole system, this
roughly also keeps the weight percent of salt constant
(Table 1), while for the ethane-imidazole series, the weight
percent changes due to the significant difference in molar
mass between ethane-thiol and imidazole-thiol. The second
salt concentration, explored only for the ethane-imidazole
series, kept the molar ratio of Li+ to imidazole constant. This
series tests the hypothesis that the salt dissociation is
governed by the imidazole content. The total salt
concentration added to the polymer varied more dramatically
throughout the grafting density series for constant Li :
imidazole (Table 1).

Structural changes with imidazole grafting density and
salt concentration were probed using X-ray scattering, and
revealed the presence of ion aggregation which increases with
both salt concentration and decreasing imidazole content for
both the ethane and phenyl side chain series (Fig. 2).

As salt concentration is increased in the PVMS–Et-Im 7
polymer, the aggregate peak grows in intensity and shifts to
larger length scales, suggesting increased spacing between
aggregated domains (Fig. 2a). A very low salt concentration
does not result in ion aggregation in this polymer. The
increase in peak intensity follows from the increase in ion
concentration (see Table 1), and indicates that a larger
number of ions aggregate as the concentration is increased.
The increase in spacing between aggregates is less intuitive,
as one might expect the aggregates to become larger and
more numerous, which would lead to smaller inter-aggregate
spacings. However, it is likely that the aggregates formed in
these side-chain grafted imidazole systems are stringy or even
percolated.13 In that case, higher salt concentrations may be
elongating aggregate domains in such a way to increase the
spacing between the closest distance between neighboring
aggregates, or between parts of an individual aggregate.
Interestingly, salt addition does not change the intermediate
structure probed in the WAXS regime.

Increasing imidazole content for the ethane-imidazole
polymer series at a constant Li+ to monomer ratio of 0.1

Scheme 1 Synthesis of the polymer grafting series was achieved using thiol-ene click chemistry to attach various ratios of imidazole thiol and
either ethane thiol or phenyl thiol to a poly(vinyl methyl siloxane) backbone.

Fig. 2 SAXS shows change in aggregation peak location and intensity
with (a) salt concentration in the ethane-imidazole polymer containing
7% imidazole, and with imidazole grafting density at a constant Li+ to
monomer molar ratio of 0.1 for the (b) ethane-imidazole and (c)
phenyl-imidazole polymer series. Polymer without imidazole present is
not shown here due to poor solubility of the salt and shifting of ion
aggregation peak.
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results in a smaller aggregation peak intensity and a shift in the
correlation distance to smaller length scales (Fig. 2b). The
reduction in peak intensity is likely a result of two factors. First,
the higher imidazole grafting percentages result in a lower
overall salt concentration, due to the increase in polymer volume
from the imidazole side chain compared to the ethane side
chain (see Table 1). Second, as the imidazole content increases
the dielectric constant of the polymer matrix is expected to
increase, which results in larger Debye screening lengths and
therefore less ion aggregation. The shift in peak position to
smaller length scales with increasing imidazole content might
result from the decreased spacing between imidazoles. Since the
salt interacts most strongly with the imidazole ligands in the
polymer,5 it likely segregates to regions of higher imidazole
density, resulting in ion aggregate clusters that are spaced closer
together as imidazole content increases.

A similar trend of decreasing aggregate correlation
distance with increasing imidazole content at a constant Li+

to monomer ratio of 0.1 exists for the imidazole-phenyl series
(Fig. 2c). Compared to the ethane-imidazole polymer series,
the aggregation scattering peak for the phenyl-imidazole is
less intense, and is shifted to smaller length scales for a
similar imidazole grafting percentage. The additional steric
bulk of the phenyl group results in a lower density of
imidazole functional groups for the phenyl-imidazole series
at the same grafting percentage relative to the ethane-
imidazole series (Table 1), which could be a contributing
factor to the intensity of the peaks. The smaller aggregate
peak distance in the phenyl system might be a result of the
extra bulk of the phenyl side chains, which more effectively
prevents ion-imidazole clusters from forming and results in
aggregate clusters spaced farther apart instead.

In addition to affecting polymer structure and propensity
for ion aggregation, a lower grafting density of imidazole

ligands results in significant decrease of the polymer Tg, as
seen in Fig. 3. Before the addition of LiTFSI salt, the ethane-
imidazole polymer series Tg ranges from −8 °C for fully
imidazole-functionalized to −90 °C for fully ethane-
functionalized (Fig. 3a). The Tg decrease for the phenyl-
imidazole series is slightly smaller, with a drop to −68 °C for
a fully phenyl-functionalized polymer (Fig. 3b). Expected Tg
values for copolymers can be estimated using the Fox
equation,37 but consistently underestimate the measured Tg
for both series (Fig. S23 and S24†). The changing
concentration of hydrogen-bonding amide functionality is
likely playing a large role and at least partially accounts for
this discrepancy.38 It is also possible that microphase
separation or clustering of the polar imidazole side-chains
away from the non-polar side chains (as suggested by the
X-ray scattering profiles for the ethane-imidazole polymer
series, see Fig. S10†) could be driving additional Tg increases
for the copolymer series.

The significant decrease in Tg with lower imidazole content
for both the ethane- and phenyl-imidazole series suggests that
two effects contribute to the polymer Tg. First, the removal of
the imidazole side chain eliminates both the polar imidazole
group and the amide functional group, which is expected to
participate in hydrogen bonding and dynamic cross-linking of
the polymer. Elimination of hydrogen bonding and polar
groups results in a −60 °C drop in Tg as measured for the
phenyl-imidazole series. The ethane-imidazole series further
eliminates the steric bulk of the phenyl unit, replacing it with
a small ethane cap instead. The smaller side chain reduces
steric crowding of the polymer backbone, and results in a
further −20 °C drop of the polymer Tg.

Tuning the grafting density of solvating side chains can
provide the desired Tg control, but also influences the density
of solvation sites and extent of ion aggregation within the
polymer. A recent computational study on ether-based
electrolytes suggested that the connectivity of solvation sites
within an electrolyte can play a critical role in conductivity
performance.39,40 It is therefore expected that as the grafting
density of solvation sites decreases, the efficacy of ion
transport through the electrolyte decreases as well, resulting
in reduced conductivity performance. Unfortunately,
predicting the distribution of solvation sites within a polymer
electrolyte can be challenging; experimental methods such as
X-ray scattering may observe correlation peaks suggesting
some amount of aggregation, but cannot determine the
shape of any aggregate features.41 Furthermore, uniformly
distributed coordination sites would not show any features in
X-ray scattering at all, but may have significantly different
connectivity. Computational tools can aid in this
understanding by providing information about aggregate
morphology and connectivity.13,41,42

Total ionic conductivity

While the ethane- and phenyl-imidazole series show similar
Tg behavior, they differ markedly in their conductivity trend

Fig. 3 Polymer glass transition temperature (Tg) versus grafting
density for the (a) ethane-imidazole and (b) phenyl-imidazole polymer
grafting series. A lower imidazole content results in lower Tg due to
the removal of the polar and hydrogen-bonding groups. The lower
steric bulk of the ethane side chain results in a lower Tg (−90 °C) than
the fully phenyl-functionalized polymer (−68 °C).
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with changing grafting density at a constant temperature of
30 °C, likely due to the difference in steric bulk of the phenyl
versus ethane side chain which might affect solvation site
distribution and connectivity. The ethane-imidazole polymer
series undergoes a steady increase of about an order of
magnitude in ionic conductivity as the imidazole grafting
density is reduced from 100% to around 30% (Fig. 4a). This
conductivity increase reaches a plateau at imidazole contents
less than 30%, until all the imidazole is removed from the
polymer, which results in a significant drop in conductivity
due to the poor solvation and conduction properties of the
siloxane backbone and thioether functional group.

Interestingly, for the phenyl-imidazole series, the conductivity
peaks at a relatively high grafting density of 72%, and
subsequently decreases with lower imidazole content
(Fig. 4b). The maximum conductivity increase is also only
approximately a factor of 2. The non-monotonic evolution of
the conductivity with grafting density differs from the
continually decreasing Tg trend. This result highlights that Tg
is not the only important factor in controlling ionic
conductivity. Instead, the difference in steric bulk of the
phenyl group in comparison to the ethane side chain might
be playing a role in determining the conductivity
performance.

Analyzing conductivity at a constant temperature relative
to Tg reveals a threshold grafting density above which extra
imidazole is unimportant for the conductivity mechanism.
Fig. 5a shows conductivity as a function of imidazole grafting
percentage for both series at T − Tg = 100, which was chosen
because this temperature was accessible for conductivity
measurements for all the samples within both series.
Fig. S28† shows the conductivity normalizations for
concentrations not shown here, Table S2† provides the actual
measurement temperatures for each sample and Fig. S29†
shows Tg/T normalization. Eliminating the contribution due
to changing Tg within each series isolates the role of inert
side chain concentration and identity on conductivity
performance. This representation shows a significantly
different picture to the un-normalized conductivity data
shown in Fig. 4.

The ethane-imidazole exhibits a plateau in ionic
conductivity at imidazole grafting densities above ∼30%,
suggesting that at these imidazole concentrations the
conductivity is unaffected by a change in the imidazole
content. This is an important design rule, as it indicates that
increasing the concentration of solvating groups does not
always result in improved ion transport. The phenyl-
imidazole series, on the other hand, shows a continuous
decline in conductivity with lower imidazole content, though
the initial decrease in imidazole content to 72% only has
minimal effect.

Below a grafting density threshold, which differs between
the two series, the conductivity begins to decline more
steeply, but also does not immediately reduce to zero. While
it is tempting to discuss this decline in terms of a percolation
threshold, static percolation theory does not hold in polymer
electrolytes significantly above their Tg.

43–45 In these
polymers, electrolyte conductivity is measured well above the
polymer Tg, suggesting significant segmental motion occurs,
and solvation site rearrangement likely plays an important
role in determining conductivity performance at lower
grafting densities.

Instead, these results can be understood in terms of
dynamic percolation theory, which suggests ion conductivity
depends on both the rate of solvation site re-arrangement
and the rate of ion ‘hopping’, or motion, between solvation
sites. Of particular relevance is the timescale for solvation
site re-arrangement relative to the timescale for ion motion.

Fig. 4 Total ionic conductivity for the (a) ethane-imidazole and (b)
phenyl-imidazole series as a function of the percentage of monomers
containing an imidazole sidechain.

Fig. 5 (a) Tg-normalized total ion conductivity versus grafting density
for the ethane-imidazole and phenyl-imidazole polymer series at a Li+ :
monomer ratio of 0.1. (b) The Tg-normalized conductivity can be
approximately normalized by salt concentration (to obtain molar
conductivity) and plotted against the mmol of imidazole per gram
polymer which acts as a proxy for imidazole molar volume. These data
now show a very similar trend between the ethane and phenyl series.
Error bars are smaller than symbols.
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The importance of the timescale for solvation site re-
arrangement was suggested by Druger, Nitzan and Ratner
through the development of a dynamic percolation
theory.45–48 This theory has two key timescales – the rate of
ion hopping that would be present in a static matrix, and the
rate of solvation site re-arrangement. In a system where ion
hopping is much faster than solvation site re-arrangement,
we recover the static percolation limit, which suggests there
is a critical density of solvation sites required to enable ion
conduction. However, in the limit where the solvation site re-
arrangement is much faster than ion hopping, this
percolation threshold disappears entirely, and ion
conduction is predicted even for electrolytes with dilute
solvation sites. Most electrolyte systems fall intermediate to
these two limits, suggesting that both the rate of ion
hopping, dictated by ion-solvation site dynamics, and the rate
of solvation site re-arrangement, dictated by segmental
dynamics, are important for ion transport.39 Indeed, this
explains why Tg is an important lever for increasing
conductivity, but that there is still a spread of conductivity
performance between systems that have essentially the same
Tg but different chemistries.49

The Tg-normalized conductivity representation eliminates
differences in solvation site re-arrangement between the
polymer electrolytes, enabling understanding of the impact
of imidazole content on ion motion. Fig. 5a shows that ion
conduction rates are invariant at high imidazole contents,
especially for the ethane-imidazole series, but drop steadily
below a threshold imidazole density. High imidazole contents
likely form a percolated network of solvation sites,13 resulting
in constant solvation site connectivity and thus invariant ion
motion between solvation sites. When the ligand
concentration drops below a threshold, the distribution and
connectivity of solvation sites changes with imidazole
content, resulting in decreasing Tg-normalized ionic
conductivity. The role of solvation site distribution on ion
motion was previously discussed in Webb et al.39 Note, this
Tg-normalized conductivity representation eliminates
differences in solvation site re-arrangement, but does not
eliminate the importance of such re-arrangement, as the
conductivities here are 100 degrees above Tg. This is why the
conductivity declines but does not reduce to zero after the
threshold imidazole content. The polymers free of imidazole

show 1–2 orders of magnitude lower conductivity compared
to those with imidazole; the conductivity in these systems is
likely due to residual solvation ability of the thio-ether
functional groups.50,51 This emphasizes the need for
additional solvation sites, such as the imidazole ligands, to
improve salt dissolution and subsequent ion motion.

The difference in grafting percentage below which a
conductivity drop is seen in the two series likely results from
the significantly different steric bulk, or volume, of the
ethane versus the phenyl side chains used in this study
(Fig. 5b). It is possible to convert the imidazole grafting
percentage into a mass-normalized imidazole concentration
by calculating the mmol of imidazole per gram of each
polymer. If the densities of the polymers within the series
does not appreciably change, then this mmol imidazole per
gram polymer should translate directly into a volumetric
concentration (mmol cm−3) of imidazole. This normalization
scheme is shown in Fig. S30.† To better compare the two
series, the conductivity is also normalized into an
approximate molar conductivity. This requires assuming full
salt dissociation and a constant polymer density (here taken
as 1 g cm−3) for all polymers – see ESI† (page S19) for details.
This form of normalization is commonly applied to both
liquid and polymer electrolytes to aid in comparability
between studies.52–55 Fig. 5b shows the scaled conductivity
behavior for the ethane- and phenyl-imidazole series with a
Li :monomer ratio of 0.1. This approximate normalization
scheme provides much stronger agreement between the two
series in terms of the threshold imidazole content that
results in a drop in conductivity performance.

Pulsed-field gradient diffusion NMR

Unlike the total (cation + anion) conductivity, which
decreases with increasing imidazole content at a fixed
temperature, the Li+ transport number increases with
increasing grafting density when measured at 72.7 °C,
suggesting lithium mobility is preferentially enhanced over
the TFSI− at higher imidazole densities (Table 2). This could
be due to shorter distances between imidazole sites,
potentially reducing the energy barrier for lithium hopping.
For the 29% and 71% imidazole grafted samples the
transport number was observed to increase with temperature.

Table 2 Li+ and TFSI− PFG-NMR measured self-diffusion constants (D7Li and D19F), transport numbers (t+), calculated conductivity arising from the Li+

(σ+) and TFSI− (σ−), and total calculated conductivity (σtotal,PFG) for three PVMS–Et-Im polymers with varying imidazole grafting density. All polymers were
characterized with 0.1 Li :monomer ratio of LiTFSI, and measured at 72.7 °C and 81.4 °C

Grafting
Diffusion
(× 10−13 m2 s−1) t+

Ionic conductivity
(× 10−6 Scm−1)

Density (%) D7Li D19F (%) σ+ σ− σtotal,PFG σtotal,EIS

72.7 °C 29 0.62 2.87 17.7 1.02 4.74 5.76 3.72
71 0.53 1.91 21.6 0.64 2.33 2.97 2.73

100 1.03 3.29 23.9 1.06 3.04 4.46 2.03
81.4 °C 29 1.11 4.88 18.6 1.79 7.86 9.65 6.63

71 1.14 3.59 24.1 1.36 4.27 5.63 5.24
100 1.92 6.19 23.7 1.93 6.24 8.17 5.38
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It is likely that at higher temperature the energy required for
Li+ binding/unbinding to the imidazole (and amide) is more
easily overcome (due to thermal fluctuations), and therefore
speeds up the Li+ conduction process, leading to faster Li+

conduction while TFSI− conduction is relatively unchanged.
Conversely, the 100% grafted sample is constant over the
limited temperature range accessible for these systems. The
diffusion and transport number values for all samples
measured are displayed in Table 2.

Calculating an ideal expected ionic conductivity from
PFG diffusion measurements (see eqn (S3) in ESI†)
consistently overestimates the conductivity compared to the
total ionic conductivity measured by impedance
spectroscopy (EIS), suggesting that not all ions in the
system contribute to the conductivity. One possible
explanation for the over-estimation of the calculated
conductivity is incomplete salt dissociation, which would
result in neutral ion pairs or larger neutral aggregates that
do not contribute to the overall conductivity but contribute
to Li self-diffusion. While SAXS does not indicate significant
ion aggregation at this salt concentration for the 71% and
100% imidazole grafting density, this does not preclude the
existence of ion pairing or small-scale aggregates not
detectable in X-ray scattering.

The transport number can be multiplied by the total EIS-
measured ionic conductivity to provide the Li-ion
conductivity in these electrolytes, and is plotted for the three
grafting densities in Fig. 6. The adjustment of the total
conductivity by t+ provides a better comparison of expected
device performance, where only the Li+ contribution to the
conductivity will enable steady-state operation. The lower
grafting densities still show better performance due to a
lower Tg compared to higher grafting densities, though the
gap between the different grafting densities is reduced
somewhat due to the lower Li+ t+.

PFG-NMR can only provide dynamics information at
elevated temperatures due to limitations imposed by short T2
relaxation times, thus NMR line-shape analysis and
relaxometry were employed to compare local and longer-
range dynamics, respectively, of the Li+ and TFSI− ions at
lower temperatures not accessible by PFG-NMR.

NMR line-shape analysis

NMR line-shape analysis reveals that local Li+ and TFSI− ion
mobility is most impeded at intermediate grafting density at
ambient temperatures (Fig. 7). The NMR line width is
inversely proportional to the local mobility of a species, but
can only be compared across samples if the local
environments of the species are also similar. Here, the local
environments are likely reasonably similar between the
PVMS–Et-Im polymers with 29%, 71% and 100% imidazole
grafting, enabling a qualitative comparison. 7Li NMR
measurements show evidence of two different Li+ sites
through the existence of a broad and a narrow component
contributing to overall peak shape (discussed in more detail
below). The following discussion focuses on the narrower
(more mobile) component, as the second, broader
component in the 7Li NMR data can unfortunately not be
fitted with accuracy. At ambient temperatures, the 29%
imidazole grafted polymer has a significantly narrower line-
shape than the 71% imidazole grafted polymer, which
implies that Li+ ions are more locally mobile in the former
compared to the latter polymer at room temperature.
Interestingly, this local mobility increases again for the 100%
grafted system, implying that both low and high grafting
densities can enable rapid local ionic motion. Analogous to
the 7Li data, the width of the 19F peaks converge at higher
temperatures for all of the samples suggesting similar
dynamics, although differences between samples are clearly

Fig. 6 Transport numbers (Li+ t+), total EIS-measured ionic
conductivity (σtotal,EIS) and adjusted Li+-ion conductivity (σLi+) for the
three PVMS–Et-Im grafting density polymers measured using PFG-
NMR at 72.7 °C. All samples consist of a 0.1 Li :monomer ratio of LiTFSI
added to the polymer.

Fig. 7 (a) 7Li NMR and (b) 19F NMR peak width, as a function of
temperature. All samples consist of a 0.1 Li :monomer ratio of LiTFSI
added to the polymer.
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observed at ambient temperatures. At temperatures above 47
°C (320 K), the order from fastest to slowest dynamics based
on the width measurements are the 100%, 29% and 71%
grafted samples, which is consistent with the diffusion
values. However, below this temperature, the fastest moving
ions are in the 29% grafted polymer.

To predict the evolution of transport numbers with
temperature, a comparison of activation energies extracted
from Arrhenius fits of temperature-dependent line width
measurements can be employed. For instance, the narrower
7Li component yield activation energies of 61.8 kJ mol−1, 54.2
kJ mol−1 and 68.2 kJ mol−1 for the 29%, 71% and 100%
grafted polymers, respectively. Higher activation energy for
the 100% imidazole grafted polymer suggests more
constrained local mobility, likely due to the significantly
higher Tg of that polymer. The activation energies derived
from Fig. 7b for the TFSI− are 58.1 kJ mol−1, 62.9 kJ mol−1

and 80.6 kJ mol−1 for the 29%, 71% and 100% imidazole
grafted samples, respectively. Since the activation energies for
each ion for the 29% grafted sample are comparable, there is
likely little change in the transport number with
temperature. Conversely, these line width activation data
indicate that the Li+ transport number for the 71% and
100% grafted samples will decrease slightly at ambient
temperature. Interestingly, the line-shape activation energies
of the TFSI− ion increases with increased grafting density.
This suggests that as the grafting density is increased the
local motion of the TFSI− ions slows down. Conversely, the
Li+ ion activation energies go through a minimum at 71%
grafting density. Since the TFSI− ions are not expected to
directly interact with the polymer, one might expect the
grafting density effect to only be one of local free volume/
structure. On the other hand, Li+ ions interact with the
polymer and these results suggest that there is an optimum
for fast Li+ binding dynamics at 71% grafting density. This
is likely due to more local freedom from fewer tethered
side-chains, but enough grafting to allow efficient lithium
association/dissociation from the polymer.

The line width activation energies obtained are close to
those determined from the diffusion measurements (ESI†
page S22), suggesting that ion diffusion is taking place at a
similar rate at the local (nm) scale and at intermediate length
scales (microns or more). Therefore, these simple peak width
measurements seem to be a reasonable indicator of the
diffusion behavior and thus transport properties at lower
temperatures in polymer samples, where sluggish dynamics
do not allow for diffusion to be directly measured via PFG-
NMR.

NMR Relaxometry

NMR relaxometry (T1ρ) measurements reveal the presence of
multiple 7Li (and 19F, below ambient temperature)
environments, regardless of the imidazole grafting density.
T1ρ can be used to probe much longer-range dynamics (on
the order of 10 μs to 1 ms, depending on the spin-locking

frequency used) compared with T1 and T2 and thus, in some
instances is comparable to the timescale of the self-diffusion
measurements (ms). T1ρ has the added benefit of providing
site-specific information on the dynamics of the ionic species
of interest.

Here, 7Li T1ρ measurements reveal the presence of two Li+

environments within the polymer sample. It is difficult to
ascertain the exact origins of these two 7Li components solely
from NMR, though comparisons can be made based on
mobility and fractional occupation of the two components as
a function of grafting density. Arrhenius fits of the
temperature-dependent relaxation rate R1ρ = 1/T1ρ (Fig. 8a,
see ESI† eqn (S6)) for the 29%, 71% and 100% imidazole-
grafted polymer samples reveal that Li+ ions giving rise to
component 1 have a lower activation energy and are therefore
more mobile than those associated with component 2. As
shown in Fig. 8b, component 1 shows a higher fractional
occupation than component 2 over the entire temperature
range probed for the lower grafting density samples, while a
lower occupation of component 1 is observed for the 100%
grafted polymer.

One possible assignment of the two Li+ components is
that they correspond to Li+ ions bound to the imidazole (less
mobile) and Li+ ions in the unbound state (more mobile,
possibly ‘free' in solution). Another possibility is that the
multiple components correspond to Li+ ions bound to
varying numbers of imidazole moieties, which would affect
their mobility. We note that it is unlikely that the second
environment is related to binding to the amide group present
on the polymer side-chain, as two environments have also
been observed in similar polymer systems which do not
contain the amide functionality.38 We therefore conclude that
the signal from immobile Li+ bound to the amide is likely
too broad to be observed.

Fig. 8 (a) Activation energies and (b) fractional occupation at 40 °C of
the two Li+ components as a function of imidazole grafting density,
extracted from 7Li T1ρ measurements as a function of temperature.
Lower grafting density results in higher mobility and occupation of the
more mobile Li environment. All samples consist of a 0.1 Li :monomer
ratio of LiTFSI added to the polymer.
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A comparison of the evolution of the population of the
two Li+ environments across the three polymers reveals that
component 1 becomes more populated and more mobile as
the grafting density decreases (Fig. 8b). An increasing
fraction of the more mobile component with lower imidazole
content lends credence to the hypothesis that the two Li
environments correspond to Li+ ions bound to varying
numbers of imidazole moieties.

The lower activation energies for the 29% sample
compared to higher grafting densities suggests that the Li+

mobility increases with decreasing imidazole content. This
supports the results from conductivity measurements, which
also show a higher conductivity for lower grafting density
samples compared with higher grafting density at the same
absolute temperature.

Even though the T1ρ relaxometry measurements indicate
two Li+ environments, the 7Li PFG NMR results yield a single
diffusion constant for 7Li. The PFG-NMR diffusion
measurements carried out in this work are sensitive to Li+

ion motion over a 50–100 ms time period, which presumably
results from multiple Li+ binding–unbinding events (based
on the conductivity values) to a varying number of imidazole
moieties. Hence, the measured Li diffusion coefficient is
expected to be an average for the two Li+ populations
determined by T1ρ relaxometry. This average diffusion
coefficient allows for accurate evaluation of Li+ transport
numbers (Fig. 6), while relaxometry data provide extra
information on the links between chemical environment and
ion dynamics that cannot be probed by PFG-NMR.

Interestingly, the trend in Li+ mobility extracted from the
room temperature T1ρ measurements is in contrast to that
observed from PFG-NMR Li+ diffusion measurements at
elevated temperatures, where the Li+ is more mobile in the
higher grafting density sample. This emphasizes the
importance of performing mobility measurements (T1ρ and
PFG-NMR) over the entire range of relevant temperatures.
This study further demonstrates that T1ρ measurements are
particularly insightful for the determination of the total
number of environments available to each diffusing ion, and
for the assessment of the dynamics of individual
components. These insights are not readily available using
any other technique, suggesting that T1ρ measurements
coupled with PFG-NMR yield unique information on the ion
dynamics of polymer systems and can be used to predict
dynamics at lower temperatures, where diffusion
measurements cannot easily be carried out.

Conclusions

Tuning the ligand grafting density of an imidazole side-chain
siloxane polymer electrolyte doped with LiTFSI enables
dramatic tunability over polymer glass transition temperature
and total ionic conductivity. The choice of an inert side
chain, either ethane thiol or phenyl thiol, has a significant
impact on the ionic conductivity behavior, with the less bulky
ethane side chain enabling an order of magnitude

improvement in total ionic conductivity. The Tg-normalized
conductivity is shown to be constant at high imidazole
grafting density, and decreases below a threshold imidazole
content that can be correlated with an approximate volume
fraction of imidazole. PFG-NMR enables the measurement of
Li+ transport numbers, which decrease slightly with
decreasing imidazole content, likely due to poorer
connectivity between neighboring coordination sites. These
measurements also suggest ion pairing or incomplete salt
dissociation. Relaxation NMR measurements indicate the
existence of at least two ion environments, and prove useful
for estimating t+ at lower temperatures not accessible to PFG-
NMR. This system presents further opportunities for tuning
polymer electrolyte conductivity performance by reducing,
rather than increasing, the total ligand content to a value
that optimizes polymer Tg, ionic conductivity, and Li+ t+.
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