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The transfer and amplification of cyanostilbene
molecular function to advanced flexible optical
paints through self-crosslinkable side-chain liquid
crystal polysiloxanes†
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A self-crosslinkable side-chain liquid crystal polysiloxane containing

cyanostilbene (Si–CSM) was newly synthesized for the development

of a new generation of flexible optical paints. The photoisomerization

of the cyanostilbene moiety at the molecular level was transferred

and amplified to the phase transition of Si–CSM, resulting in

changes in the macroscopic optical properties of the Si–CSM thin

film. The self-crosslinking reaction between Si–H groups in the

Si–CSM polymer backbone caused the self-crosslinked Si–CSM thin

film to be very elastic and both thermally and chemically stable.

Therefore, the self-crosslinked Si–CSM thin film endured stretching

and bending deformations under relatively harsh conditions. In

addition, the uniaxially oriented and self-crosslinked Si–CSM thin

film generated linearly polarized light emission. Polarization-

dependent and photopatternable secret coatings were fabricated

via a spontaneous self-crosslinking reaction after coating the

Si–CSM paint and irradiating ultraviolet (UV) light through a

photomask. This newly developed flexible optical Si–CSM paint

can be applied in next-generation optical coatings.

Introduction

Color and luminescence are studied because visual elements
play a critical role in delivering information and intuitive
communication. Thus, many types of materials with various
colors and emission properties are becoming increasingly

interesting research topics. Inorganic pigments and organic dyes,
including metal-complex hybrids, have been synthesized and
modified with the introduction of various chromophores and
substituents to obtain desired high-performance colors.1–5 In
particular, multicolor properties that can be adjusted in a single
molecule are attracting attention as advanced optical applications.
By applying external stimuli such as thermal energy, vapor, light,
pressure and electric field, the energy level of molecules with
multicolor properties can be dynamically controlled.6–10 These
external stimuli induce different molecular packing, chemical
reactions, phase transitions, and oxidation–reduction, resulting
in a variation in molecular energy levels and optical properties.
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New concepts
Stimuli-induced color and luminescence tunable organic materials have
been extensively studied for advanced optical applications. Among them,
photoisomerizable dyes are attracting significant attention because of
their advantages such as remote switching and photopatterning.
However, the photoisomerization accompanying a large volume change
is occasionally suppressed in the solid state or at room temperature.
Thus, to improve their practicality, the applicability range of
photoisomerizable dyes needs to be further extended to all cases,
including polymer network systems. Herein, we present a reasonable
strategy to solve this issue through the introduction of
polymethylhydrosiloxane (PMHS). The newly synthesized side-chain
liquid crystal polysiloxane (Si–CSM) for advanced optical paints consists
of a PMHS backbone and cyanostilbene side chain. The flexibility of the
PMHS backbone induces the formation of a liquid crystal phase over a
wide temperature range, which facilitates both photoisomerization and
uniaxial orientation at room temperature. In addition, Si–CSM can be
self-crosslinked without any crosslinker in the presence of a small
amount of Pt catalyst. Therefore, simplification of the paint
composition and robustness of the Si–CSM optical paint are simulta-
neously achieved. The self-crosslinked Si–CSM paint shows enhanced
thermal and chemical stability and can be bent and stretched under
relatively harsh conditions. Consequently, polarization-dependent and
photopatternable secret coatings for flexible objects are successfully
demonstrated through photo-isomerization and subsequent self-
crosslinking processes.
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Photoisomerization of organic dyes and luminogens is an
effective and unique way to change both their color and
luminescence. Light-induced conformational changes in
photoisomerizable moieties can induce dynamic changes in
the molecular energy system and the phase transition, which
affect their macroscopic optical property.11–13 Furthermore,
remote-controllable patterning in specific areas can be
performed by irradiating light through a photomask.12,14,15

However, to date, these advantages have not been exploited,
especially in polymer network systems. Complex molecular
design and formulation are inevitable to achieve both optical
changes by photoisomerization and polymer stabilization. In
addition, strong molecular packing in the solid state and low
molecular mobility at room temperature occasionally suppress
photoisomerization.16 Particularly, photoisomerization requiring
a large volume change is more restricted in the solid state.
However, for the advanced practical application of photo-
isomerizable luminogens, these limitations must be overcome.

Herein, we introduce a new strategy for the development of
advanced flexible optical paints (Scheme 1). The flexible optical
paint was newly prepared by mixing a self-crosslinkable side-
chain liquid crystal polysiloxane containing cyanostilbene
(abbreviated as Si–CSM), Karstedt’s catalyst, and 1-ethynyl-1-
cycolhexanol (inhibitor) with an organic solvent. The newly
synthesized Si–CSM consists of polymethylhydrosiloxane
(PMHS) as the backbone, partially substituted cyanostilbene
side chains, and residual Si–H groups in its backbone. Con-
sidering that the cyanostilbene moiety in the side chain is a
representative aggregation-induced emission (AIE) luminogen,
Si–CSM shows strong emission in the solid state. In addition,
the photoisomerization of the cyanostilbene moiety at the
molecular level can be transferred and amplified to induce a
phase transition in Si–CSM, which results in changes in the
macroscopic optical properties of the Si–CSM thin film.
The residual Si–H groups remaining after partial substitution
of the side chains can react with each other in the presence of
very small amounts of a platinum catalyst, such as Karstedt’s

catalyst. This one-component, self-crosslinking reaction significantly
enhances the chemical, thermal and mechanical stability of the
self-crosslinked Si–CSM thin film. The flexibility of the poly-
siloxane backbone not only contributes to the elastomeric
mechanical properties of the self-crosslinked Si–CSM, but also
allows it to have a liquid crystal (LC) phase over a wide
temperature range. Additionally, the photoisomerization of
Si–CSM can occur at room temperature without any difficulty,
and the uniaxial molecular orientation is also easily induced by
mechanical shear. A small amount of inhibitor in the Si–CSM
paint prevents undesirable crosslinking reactions before the
coating and photopatterning process. Different solvent
concentrations were used to achieve the desired viscosity for
each coating process. Taken together, light-induced optical
changes, and photo-patternable and polarized emissive optical
coatings can be realized via the sequential process of Si–CSM
paint coating, ultraviolet (UV) light irradiation through a photo-
mask, and spontaneous crosslinking by the self-crosslinking
reaction.

Results and discussion

A programmed side-chain liquid crystal polysiloxane (abbreviated
as Si–CSM) for application in advanced flexible optical paint was
newly synthesized through the hydrosilylation reaction between
the silicon hydride group of polymethylhydrosiloxane (PMHS) and
a vinyl-functionalized luminogenic cyanostilbene side chain
(CSM). The detailed synthetic procedures for Si–CSM and its
intermediates are described in the (Fig. S1, ESI†). The successful
synthesis and purity of these compounds were confirmed through
proton (1H), and carbon (13C) NMR (Fig. S2–S5, ESI†). After the
catalytic hydrosilylation reaction between PMHS and CSM, a new
peak corresponding to Si–CH2–C appeared at 0.60 ppm, indicating
that PMHS is chemically linked with CSM (Fig. S6, ESI†).
Conversely, the peak corresponding to the vinyl group of CSM
disappeared completely in the 1H-NMR spectrum.17,18 The unreacted

Scheme 1 Schematic illustration of the programmed Si–CSM and its application in advanced flexible optical paint.
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Si–H groups observed at 4.74 ppm were purposely left for self-
crosslinking reaction and can be used to stabilize Si–CSM against
external stimuli. The molar ratio of the self-crosslinking site to the
photoisomerizable AIEgen was about 1 : 1. The molecular weight of
Si–CSM measured by gel permeation chromatography (GPC) was
10 035 g mol�1 (Fig. S7, ESI†), which is similar to the estimated value
(9680 g mol�1) calculated from the 1H-NMR spectrum of Si–CSM. In
the FT-IR spectrum of Si–CSM, the characteristic stretching bands of
the CRN and Si–H groups were observed at 2211 and 2165 cm�1,
respectively (Fig. S8, ESI†).19,20

The phase transition behaviors of Si–CSM were monitored
by polarized optical microscopy (POM) at different temperatures
(Fig. 1a) and differential scanning calorimetry (DSC) at different
scanning rates (Fig. 1b). The endothermic peak at about 120 1C
in the heating trace of the DSC thermograms indicates a first-
order phase transition between the isotropic and mesomorphic
state.21,22 The step change in heat capacity detected at around
10 1C is attributed to the glass transition temperature (Tg) of
Si–CSM. The low Tg of Si–CSM is mainly due to the flexible
PMHS backbone. The phase transformations were further sup-
ported by the morphological observation on the micrometer
length scale. On cooling at 5 1C min�1 from the isotropic liquid
state, an optical texture with strong birefringence was formed
against the dark state, suggesting the emergence of a low-
ordered liquid crystal (LC) phase. There was no noticeable

change in the texture until the sample temperature was elevated
above 120 1C again starting from room temperature. The LC
mesophase was maintained over a wide temperature range of
8 1C to 120 1C.23 Additionally, the thermal degradation
temperature of Si–CSM was 392 1C, which was determined by
thermogravimetric analysis (TGA) (Fig. S9, ESI†).

To investigate the self-assembly behavior of Si–CSM in
detail, one-dimensional (1D) wide-angle X-ray diffraction
(WAXD) patterns were obtained under different annealing
conditions. As can be seen in Fig. S10 (ESI†), the two amorphous
halos at 130 1C indicate the amorphous nature of Si–CSM.
The incoherent scattering between the PMHS backbones led to
the broad halo at 2y = 10.601 (d = 0.83 nm).24,25 The average
distance of 0.44 nm (2y = 20.051) originated from the short range
positional order between the cyanostilbene luminogens.
When the temperature decreased from 130 1C to 110 1C, the
broad scattering halo in the range 2y = 151 B 251 suddenly
shifted to 2y = 21.131 (d = 0.42 nm), while the weak halo at 2y =
10.601 remained in the same region. A new single diffraction
peak concurrently emerged at 2y = 6.341 (d = 1.39 nm).
Considering the first-order peak with a very low intensity and
no second-order peak, Si–CSM has a low-ordered smectic A
(SmA) LC phase.25,26 In addition, the calculated layer distance
is much smaller than the side-chain length (l = 2.5 nm) of
Si–CSM because of side-chain interdigitation.25,26

Fig. 1 Phase transition behaviors of Si–CSM: (a) POM textures at different temperatures, (b) DSC thermograms at different scanning rates, (c) 1D WAXD
patterns obtained by different annealing processes, and schematic illustrations of the self-assembled structures obtained by (d) thermal and (e) solvent
annealing process.
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Given that the thermal transition behaviors depending on
the rate of heating and cooling can be related with the phase
transformation kinetics, isothermal annealing experiments
were conducted. Si–CSM in the isotropic phase was cooled to
a temperature of 90 1C, 60 1C, and 30 1C at a rate of 5 1C min�1,
and then isothermally annealed at that temperature for 60 min.
However, there was no change in the 1D WAXD patterns
annealed isothermally at these temperatures and the above-
mentioned time range, as shown in Fig. 1c. This indicates that
Si–CSM shows a LC phase formed directly from the isotropic
state over the wide temperature range of 8 1C to 120 1C.

Si–CSM subjected to 2 days of solvent annealing in a good
solvent of chloroform exhibited multiple reflections (Fig. 1c).
The peaks in the low-angle region were separated by two 2y
values, indicating a lamellar structure. The primary reflection
observed at 2y = 3.081 corresponds to the interlayer spacing (L)
between lamellae of approximately 2.86 nm. These reflections
indicate that a sublayer was only observed in the solvent-
annealed Si–CSM (form II, Fig. 1e), but not in the thermally
annealed Si–CSM (form I, Fig. 1d). The average lateral distance
of the side-chain was 0.44 nm (2y = 20.031). The long-term
solvent annealing in a good solvent can increase the chain
mobility, yielding an improvement in the recognition of
nanophase-separated building blocks.27–29 It should be noted
that the phase transition between form I and II was reversible
and could be repeated several cycles (Fig. S11, ESI†). The
reversible changes in the layer spacing between 1.39 nm and
2.86 nm during the phase transition cycle by applying heat and
solvent treatment were extracted by 1D WAXD. The driving
force for the phase transition is due to the stability difference
upon thermal or solvent annealing. Form I of Si–CSM was
thermodynamically stable at a temperature below the isotropic
state, while form II was caused by cooperative interactions with
the solvent. Thus, Si–CSM exhibited structural changes depending
on the processing history. The thermally annealed Si–CSM
showed smectic domains with interdigitated molecular packing.
The solvent-annealed sample exhibited layer structures with
end-to-end self-assembly by minimized overlapping of the
extended butyl side chain.29–31

The bulk density of this LC polymer can further account
for the two different molecular packing modes (Fig. S12, ESI†).
The density of form I and II was measured to be 1.11 g cm�3

and 1.08 g cm�3, respectively. The thermally annealed Si–CSM
possessed a slightly higher density than the solvent-annealed
Si–CSM. The monolayer structure with a layer thickness of
1.39 nm can contain more side-chain molecules than the
bilayer structure with a layer thickness of 2.86 nm under the
same volume of macroscopic pieces owing to the compact
molecular packing. The proposed molecular packing models
of Si–CSM obtained in the different annealing processes are
schematically illustrated in Fig. 1d and e.

The aggregation-induced emission (AIE) properties of Si–CSM
were investigated by ultraviolet-visible (UV-Vis) and photo-
luminescence (PL) spectrophotometry. Several Si–CSM solutions
with different water fractions ( fw) in the range of 0 to 90 were
prepared, and then their absorption and PL changes were

monitored (Fig. S13, ESI†). The dissolved Si–CSM in tetrahydro-
furan (THF) showed an absorption band at 348 nm, corres-
ponding to the cyanostilbene moiety. By adding a large
amount of water as a poor solvent, the transparent Si–CSM
solution turned cloudy due to molecular aggregation, resulting
in light scattering. The absorption band was red-shifted from
348 nm to 369 nm and broadened by J-aggregation of the
cyanostilbene moieties in Si–CSM.32,33 The emission band
shifted gradually to a longer wavelength and the intensity
increased with an increase in fw (Fig. 2a and Fig. S13, ESI†).
The PL intensity of Si–CSM increased slowly in the aqueous
mixtures when fw o 0.5, while it increased dramatically when
fw 4 0.5. Obviously, a change in the absorption band and greatly
enhanced emission of Si–CSM by aggregation were observed.
Compared to the Si–CSM solution, the thin solid films also
showed much stronger emission at lmax = 462 nm (Fig. 2b).
The thin films of Si–CSM prepared by thermal or solvent
annealing process exhibited different layer-spacings in their
self-assembled structures, but their emission spectra were
almost identical. This indicates that the intermolecular
interactions between the cyanostilbene luminogens, which
mainly affect the emission properties, do not change significantly
within the layer. It should be noted that the d-spacing of the
cyanostilbene luminogens in the thermally annealed and
solvent-annealed Si–CSM samples was 0.42 nm and 0.44 nm,
respectively.

The photoisomerization of the cyanostilbene group in Si–CSM
was studied using 1H-NMR, UV-Vis and PL measurements. After
UV irradiation (365 nm wavelength, 10 mW cm�2) of Si–CSM
dissolved in deuterochloroform for 15 min, two new peaks
appeared at 7.13 and 6.65 ppm in the 1H-NMR spectrum
(Fig. S14, ESI†). These two peaks (Ha’ and Hb’) correspond to
the proton of the double bond and the aromatic ring in the cis-
cyanostilbene, respectively, and the peak at 3.83 ppm corresponds
to the proton at the Hc’ position.12,34,35 After UV irradiation under
previous conditions, the absorption band of the Si–CSM solution
shifted to a shorter wavelength (Fig. S15a, ESI†). This blue-shift
phenomenon can be explained by the photoisomerization of the
cyanostilbene group from the trans to cis isomer, resulting in a
shorter conjugation length in the luminogen.12,34,35 As shown in
Fig. S15b (ESI†), a blue-shifted emission at 390 nm was also
induced. The enhanced emission efficiency is attributed to the
restricted molecular rotational motion of the relatively rigid cis
isomer.36,37

The photoisomerization behavior was also observed in the
Si–CSM solid films. The optical changes in the transmittance
and PL spectra upon UV irradiation are presented in Fig. 2c and
d, respectively. The solid film before UV irradiation showed low
transmittance due to the light scattering from the micrometer-
sized multi-domain. Particularly, the low transmittance at
wavelengths below 500 nm is caused by the absorption of the
self-assembled Si–CSM. After UV irradiation, the transmittance
in the visible wavelength range rapidly increased to more than
80%. The phase transition from the smectic phase to the
isotropic state is driven by photoisomerization, which results
in the formation of a macro-sized single domain and high
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transmittance in the Si–CSM solid film.13,38 As can be seen
from the inset in Fig. 2c, the image of the QR code can be seen
through the transparent Si–CSM film. In addition, the blue-
shifted absorption of cis isomer contributes largely to the
transmittance enhancement at a wavelength in the range of
400 to 500 nm. The emission peak of the solid film shifted from
462 to 441 nm under UV irradiation, and the 21 nm blue shift in
the emission peak showed the change in luminescent color, as
shown in the inset of Fig. 2d. The PL quantum yield of the
initial and photoisomerized Si–CSM was measured to be 1.01%
and 1.37%, respectively (Fig. S16, ESI†). Thus, there was no
significant change in quantum yield. In summary, the photo-
isomerization of solid-state Si–CSM can occur easily at room
temperature upon exposure to UV light and can be accompanied
by optical changes in both transmittance and luminescence
(Fig. 2e). Based on these characteristics, the Si–CSM films could
be successfully photopatterned using a photomask. As showed
in Fig. 2f, the heart-shaped pattern shows a great contrast
between the exposed and unexposed area. The exposed area is
transparent and has a blue-shifted emission under UV light.
The difference between the exposed and unexposed area was
also observed in the POM images. Unlike the bright textures of
the unexposed area, the exposed area showed no birefringence,
indicating the isotropic state of Si–CSM.

To prepare the Si–CSM optical paint, Si–CSM was mixed with
a very small amount of platinum(0)-1,3-divinyl-1,1,3,
3-tetramethyl-disiloxane complex solution (Karstedt’s catalyst,
in xylene, Pt B 2%) and 1-ethynyl-1-cyclohexanol (inhibitor).

The mixture composition is shown in Fig. 3a and the detailed
preparation is described in the ESI.† The prepared Si–CSM
mixture was slowly cured by the self-crosslinking reaction
between the Si–H groups on the polymer backbone. At room
temperature, it took several days for the paint to be fully cured.
Thus, to reduce the curing time, the painted film was first
cured at room temperature for 12 h and then kept at 60 1C for
12 h.39,40 The crosslinking density of the film could be
controlled by the amount of catalyst (Fig. S17, ESI†). There
was no significant change in the LC and optical properties
depending on the crosslinking density under the given conditions
(Fig. S18, ESI†). The fully cured film exhibited a very smooth
surface and showed a root mean square (RMS) roughness of
7.93 nm (Fig. S19, ESI†). With the Si–CSM paint, light-induced
secret and photopatterned coatings could be easily prepared by
painting, subsequent UV irradiation (transition to secret mode
and photopatterning) and spontaneous curing through self-
crosslinking reaction (Fig. 3d).

During the self-curing process, Si–Si and Si–O–Si crosslink
bonds are created (Fig. 3c). The protons in the backbone are
detached by Pt in the catalyst and Si–Si bonds are formed
(dehydrocoupling). Then, H and Si radicals are formed by
homolytic cleavage of the Si–H bonds and the generated H2

gas forms Si–O–Si bonds in the presence of O2 gas
(oxidation).39,40 In the 29Si-NMR spectrum shown in Fig. 3b,
the Si–O–Si bonds are detected as two peaks located at �56 and
�66 ppm. It is difficult to find Si–Si bonds at �20 ppm because
of the overlap with the Si atoms in the Si–R bonds.39,40

Fig. 2 Aggregation-induced emission and optical changes upon photoisomerization of Si–CSM: (a) PL intensity of Si–CSM solution (0.005% (w/v), THF/
H2O) with different water fractions, (b) PL spectra of Si–CSM solution and solid films, (c) transmittance and (d) PL spectra changes in Si–CSM film
(thickness: 30 mm) before and after UV irradiation, (e) schematic illustration of the optical changes upon photoisomerization, and (f) photopatterned
heart-shaped sample and the corresponding POM texture.
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However, the presence of Si–Si bonds was confirmed in the 29Si-
NMR spectrum of the self-crosslinked PMHS (Fig. S20, ESI†).
The Si–Si bond at �20 ppm was clearly observed due to the
absence of Si–R bonds in PMHS. Referring to Fig. 3b, the
unreacted Si–H groups after self-crosslinking are observed at
�36 ppm. Considering the integration of the respective peaks
in the spectrum, the Si–O–Si bond was dominantly formed.
This may be related to the self-crosslinking mechanism and
reaction kinetics. The crosslinking of the self-crosslinked film
was further confirmed by its enhanced thermal stability and
chemical resistance. The self-crosslinked Si–CSM paint film did
not flow at 180 1C, which is much higher than the melting point
(120 1C) of Si–CSM (Fig. S21a and b, ESI†). The thermal
degradation of the self-crosslinked film began to occur above
363 1C, as shown in Fig. S21c (ESI†). The crosslinked Si–CSM
paint started to decompose at a temperature slightly below the
degradation point of pure Si–CSM because the Si–CSM paint
contains a small amount of additives including catalyst and
inhibitor.41 After removing these impurities with acetone, the
degradation temperature of the crosslinked film increased to
379 1C. The self-crosslinked film did not dissolve after rinsing
with chloroform or immersion in acetone for 30 min (Fig. S22,
ESI†). Due to the self-crosslinking, the Si–CSM paint film could
retain its shape at high temperature and against chemical attack.

The mechanical properties of the self-crosslinked Si–CSM
films were examined by dynamic mechanical analysis (DMA)

and tensile tests. As shown in Fig. 3e, the storage modulus in
the glassy state below 0 1C is above 1.4 GPa. With an increase in
temperature, the modulus decreased to tens of MPa above
10 1C, the Tg of the film. At around 55 1C, a further decrease
in storage modulus occurred due to the phase transition from
smectic to nematic LC phase.42,43 Accordingly, the loss tangent
(tan d) exhibited two peaks at 29 1C and 53 1C. These results are
in good agreement with the DSC and 1D WAXD data for the
crosslinked film (Fig. S23, ESI†). In addition, the nematic to
isotropic phase transition (TNI) of the film occurred at 113 1C.

As shown in Fig. 3f, the self-crosslinked Si–CSM film showed
that reversible stretching and relaxation behavior is possible
within about 100% strain due to its partially crosslinked and
flexible polysiloxane backbone. Under different strain rates of
10% min�1 and 100% min�1 at 25 1C, the film broke at 184%
and 121% strain, and its tensile strength was 0.19 MPa and 0.50
MPa, respectively. The mechanical and fracture properties of
most polymers depend on the applied strain rate due to their
viscoelasticity.44 Thus, based on its mechanical properties,
Si–CSM paint can be coated and applied to flexible objects.
As shown in Fig. 3g, the Si–CSM paint coated on a PDMS film
showed stable stretching and bending behavior. It was not
broken during several bending and stretching tests. Furthermore,
undesirable changes in the emission color of the crosslinked
Si–CSM during stretching and relaxing were not detected
although it has been reported that some AIE luminogen-based

Fig. 3 Self-crosslinkable Si–CSM paint and its mechanical properties: (a) mixture composition of the well-formulated Si–CSM paint, (b) solid-state
29Si-NMR spectrum of the self-crosslinked Si–CSM paint, (c) schematic diagram of the self-crosslinking reaction, (d) photographs of secret and patterned
coatings using the Si–CSM paint, (e) DMA graph of the self-crosslinked Si–CSM film, (f) strain-stress curves of the self-crosslinked film at different strain
rates, and (g) simple mechanical tests of the Si–CSM paint (thickness: 50 mm) coated on PDMS.
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polymers have mechanochromic properties (Fig. S24a, ESI†).45,46

The emission spectra of the stretched and relaxed Si–CSM film
exhibited almost the same PL spectra. As shown in Fig. S24b and c
(ESI†), no distinct changes in the structure and orientation of the
self-assembled structures were observed according to the
POM and WAXD results. Therefore, the emission properties of
the self-crosslinked Si–CSM paint were well-maintained under
mechanical load, a beneficial phenomenon in terms of general
painting applications.

Applying shear force to the drop-casted and dried Si–CSM
paints yielded uniaxially oriented thin films, which was caused
by the high molecular mobility of Si–CSM at room temperature
(Fig. 4a). The oriented and subsequently cured film with a
thickness of 20 mm was used for this study. As shown in Fig. 4b,
the sheared sample showed birefringence as a function of the
angle between shear direction (SD) and polarizer axis. Dark and
maximum bright images were observed when the SD and
polarizer axis were 01 and 451, respectively, indicating that
the self-assembled structure formed upon drying is uniaxially
oriented by the shear force.47 The 2D WAXD image in Fig. 4b-1

also supports the uniaxially oriented and self-assembled
structure of the sheared Si–CSM paint. Given that Si–CSM
was annealed by the solvent through the solution casting and
drying process, first and second order diffractions were
observed at the equator, indicating that the layer normal is
perpendicular to the SD.48,49 The molecular arrangement was
further identified by POM observations with a 530 nm
retardation plate (Fig. 4b-3 and b-4). When the SD and slow
axis of the retardation plate were parallel, a yellowish POM
image was observed due to the retardation subtraction.47 When
the SD and the slow axis were perpendicular, a blueish POM
image appeared by the addition effect. Thus, it can be
concluded that the long axis of cyanostilbene is perpendicular
to the SD and layer.

Before measuring the linearly polarized emission property,
the polarized absorption of the uniaxially oriented Si–CSM film
was confirmed (Fig. S25, ESI†). The maximum absorption
occurs in the perpendicular condition between the SD and
transmittance axis (T) of the polarizer. Conversely, the
minimum absorption spectrum is presented when SD and

Fig. 4 Shear-induced uniaxially oriented Si–CSM coatings: (a) schematic illustration of shear-induced orientation, (b) POM observation with a
retardation plate (inset figure is the 2D WAXD pattern of the oriented film), (c) polarized PL spectra, and (d) PL intensity as a function of the angle
between shear direction (SD) and transmittance (T) axis of a polarizer.

Fig. 5 Demonstration of the advanced flexible optical coatings using the Si–CSM paints: (a) decorated miniature house, (b) photopatterned and
polarized emissive coating, and patterned (c) artificial nails and (d) rubber glove.
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T are parallel. Similarly, the PL spectra of the uniaxially
oriented Si–CSM film showed polarized emission behaviors
(Fig. 4c and d). The PL intensity gradually increased as the
angle between the SD and T increased from parallel (01) to
perpendicular (901). The obvious contrast between the m‘axi-
mum and minimum intensity is shown in the inset of Fig. 4c.
The calculated polarization ratio of P = I8/I> is 1.79 and the
order parameter of S = (I8 � I>)/(I8 + 2I>) is 0.21, where I8 and
I> are the maximum PL intensities in the parallel and
perpendicular conditions between SD and T, respectively.41

The somewhat low P and S values may originate from some
defects in the shear-coated Si–CSM paint and the attenuated
orientational order caused by the self-crosslinking reaction.50,51

It should be noted that the measured polarization ratio (P) of
the shear coated film before the self-crosslinking reaction was
2.10 (Fig. S26, ESI†). However, the sufficiently different PL
intensity according to the angle between SD and T can result
in different optical signals in polarized paint applications.

Utilizing the light-induced optical change behavior, flexible
mechanical properties, and shear-induced orientation of the
Si–CSM paint, a variety of advanced flexible optical coatings
was demonstrated. After painting and photopatterning in
certain areas, the UV exposed areas were invisible under
ambient light and showed a different luminescence color under
UV light, as shown in Fig. 5a. Fig. 5c shows the programmed
artificial nails fabricated with the Si–CSM paint. Polarized light-
emissive coatings were also obtained by applying shear force to
the drop casted and dried paint (Fig. 5b). Subsequent UV
irradiation through a photomask also led to optical changes
in certain areas and the UV exposed areas did not exhibit
polarized emission properties due to the loss of molecular
orientational order through photoisomerization. By combining
shear-induced polarized emission and photo-patterning of
transmittance and luminescence, dual-mode optical patterns
could be easily realized with a polarizer. Furthermore, the
Si–CSM paint can be applied to flexible objects because of its
elastomeric properties. As shown in Fig. 5d, the painted
and subsequently photopatterned nitrile glove displayed the
programmed optical patterns. Furthermore, the paint on the
glove was robust in both mechanical and optical properties
during repetitive flexion and extension of a finger.

Conclusions

The programmed Si–CSM was newly synthesized for the
development of advanced flexible optical paints. The Si–CSM
film showed strong emission at 462 nm because of the AIE
property of its cyanostilbene side chain. Because the flexible
backbone of Si–CSM allowed the formation of a low-ordered
smectic A (SmA) LC phase over a wide temperature range
between 8 1C and 120 1C, Si–CSM could be easily photoisomerized
and oriented even at room temperature. The UV-irradiated
Si–CSM film exhibited a highly enhanced transmittance and
blue-shifted emission at 441 nm due to the photoisomerization
of the cyanostilbene moiety. The uniaxially oriented and

self-crosslinked Si–CSM thin film emitted linearly polarized
light. Also, the self-crosslinked Si–CSM thin film could be
bent and stretched because of its high elasticity and strong
mechanical stability, which resulted from the self-crosslinking
reaction between the Si–H groups in the Si–CSM backbone.
By combining the light-induced optical change behavior and
shear-induced polarized emission property of the Si–CSM
paint, photopatternable and polarized light emissive coatings
were achieved. Thus, the proposed Si–CSM paint can be applied
in security and advanced optical coatings for flexible objects
and soft actuators.
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