Showcasing research from Professor Aijun Du’s laboratory,
Centre for Materials Science, School of Chemistry and
Physics, Queensland University of Technology, Brisbane,
Australia.

Prediction of room-temperature ferromagnetism and
large perpendicular magnetic anisotropy in a planar
hypercoordinate FeB; monolayer

A two-dimensional planar hypercoordinate metalloborophene
(a-FeBy) is presented with exceptional magnetoelectronic
properties through the combination of first-principles and
global minimization approaches. The ferromagnetism

of a-FeB; monolayer originates from the B-mediated

RKKY interactions and can be preserved at a very high
temperature of 480 K. Moreover, the large perpendicular
magnetic anisotropy and the n- and p-type Dirac dispersion
in a-FeB; are essential for advanced spintronic applications.
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Two-dimensional (2D) magnets simultaneously possessing a high
transition temperature and large perpendicular magnetic aniso-
tropy are extremely rare, but essential for highly efficient spintronic
applications. By using ab initio and global minimization approaches,
we for the first time report a completely planar hypercoordinate
metalloborophene (a-FeB3) with high stability, unusual stoichiome-
try and exceptional magnetoelectronic properties. The a-FeBs
monolayer exhibits room-temperature ferromagnetism (T, =
480 K), whose origin is first revealed by the B-mediated RKKY
interaction in the 2D regime. Its perpendicular magnetic anisotropy
is almost six times larger than that of the experimentally realized 2D
Crl; and Fe;GeTe,. Moreover, metallic a-FeB3; shows n- and p-type
Dirac transport with a high Fermi velocity in both spin channels. Our
results not only highlight a promising 2D ferromagnet for advanced
spintronics, but also pave the way for exploring novel 2D magnet-
ism in boron-based magnetic allotropes.

Introduction

The realization of two-dimensional (2D) magnetism provides
unprecedented opportunities for future magnetoelectronic and
magneto-optic applications."™ However, the long-range 2D
ferromagnetic (FM) order is limited by its instability originating
from short-range interactions and weak anisotropy, as estab-
lished in the Mermin-Wagner theorem.’ After unremitting
efforts, a few 2D magnets were experimentally fabricated.®™°
Herein, the sizable magnetocrystalline anisotropy plays the
critical role in lifting the Mermin-Wagner restriction, thus
stabilizing the 2D magnetic order. Among them, the Crl; and
Fe;GeTe, monolayers exhibit persistent ferromagnetism and
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New concepts

The discovery of two-dimensional (2D) magnetism opens the gate for
advanced spintronic nanodevices. However, the practical application of
2D magnets is limited by their own disadvantages, such as low Cuire
temperature and/or moderate magnetic anisotropy. In this work, by
combining comprehensive PSO and first-principles approaches, we
present a new type of metalloborophene (a-FeB;) monolayer with a planar
hypercoordinate structure, high stability and novel magnetoelectronic
properties. o-FeB; exhibits out-of-plane ferromagnetism with a Curie
temperature of 480 K. The magnetic anisotropy energy is almost six-times
larger than that of 2D Crl; and Fe;GeTe,. Such novel magnetism in o-FeB;
originates from the B-mediated RKKY interaction, which is first revealed in
the 2D regime. Furthermore, metallic a-FeB; shows n- and p-type Dirac
transport with a high Fermi velocity in both spin channels. Our findings
highlight the a-FeB; monolayer with novel magnetoelectronic properties for
highly efficient spintronic applications and pave the way for exploring new
2D magnets among boron-based allotropes.

large perpendicular magnetic anisotropy (~0.70 meV per mag-
netic atom).”® However, the Curie temperatures of these mono-
layers remain well below room temperature, imposing great
limitations on practical applications.’* The exception is the
room-temperature 2D magnet VSe,, which, however, can only
be synthesized on metal substrates.”” Its wide application is
then limited by the unstable magnetic order in the free-
standing form."? In addition, a very limited number of single-
layer magnets have been theoretically predicted, all with a
magnetic anisotropy significantly lower than that of the Crl
monolayer.*>" Hence, the exploration of new 2D magnets with
high transition temperatures and large perpendicular magnetic
anisotropy remains a huge challenge and is of great importance
for both fundamental research and future applications.
Boron, B, is electron deficient and can form diverse com-
pounds with metals. These span a range of different stoichio-
metry and present rich electrochemical properties.”*??
Recently, 2D boron nanosheets, i.e. borophene, have been
experimentally realized in abundant allotropes®*>*> with novel
Dirac dispersion, superconductivity and high thermal

Nanoscale Horiz., 2021, 6, 43-48 | 43


http://orcid.org/0000-0003-4543-7591
http://orcid.org/0000-0001-8672-9297
http://orcid.org/0000-0002-3369-3283
http://crossmark.crossref.org/dialog/?doi=10.1039/d0nh00598c&domain=pdf&date_stamp=2020-11-25
http://rsc.li/nanoscale-horizons
https://doi.org/10.1039/d0nh00598c
https://pubs.rsc.org/en/journals/journal/NH
https://pubs.rsc.org/en/journals/journal/NH?issueid=NH006001

Published on 13 November 2020. Downloaded on 2/21/2026 1:44:55 AM.

Communication
conductivity.”**® Going beyond borophene, metalloborophene
(MB) could be a promising platform for the exploration of a new
family of 2D compounds with hypercoordinate metal-boron
bonds.?® However, unlike the rich stoichiometries in the bulk
compounds and planar structures in clusters, to date theoreti-
cally investigated MB nanosheets are limited to the MB,,
composition, rarely possessing a completely planar
geometry.*** Particularly, MB monolayers with transition
metal centred boron rings promise great potential in stabilizing
2D magnetism since the intrinsic magnetic coupling is likely
induced by the unpaired d or f electrons.>® Nevertheless,
current studies have been mainly focused on their electronic
and optical properties.*** Therefore, the study of the origin of
the magnetism in 2D hypercoordinate MB is still urgent and
significant. If it displays novel 2D magnetism, the MB mono-
layer might offer hope for applications toward high-speed, low
dissipation spintronic nanodevices.

In this work, we investigate 2D MB allotropes by departing
from the conventional MB,, configurations. Herein, Fe is
chosen as the magnetic element, simply because its multiple
oxidation states can facilitate the coordination with B. By
combining a global structure search and density functional
theory (DFT) calculations, we have discovered a completely
planar o-FeB; monolayer with an unusual hypercoordinate
structure, high stability, and novel magnetic and electronic
properties. In such a planar structure, hexacoordinate and
pentacoordinate B coexist around the Fe centre. Electron
transfer from Fe to B atoms in the Fe©Bg ring endows the
2D FeB; structure with significant dynamical and thermal
stability.>' Remarkably, the o-FeB; sheet possesses perpendi-
cular FM with a high Curie temperature of 480 K. Its high
magnetic anisotropy energy (MAE) also suggests great poten-
tials for applications in low energy spintronics. The origin of
the 2D magnetism in the MB monolayer is first realized in
terms of the B-mediated Ruderman-Kittel-Kasuya-Yosida
(RKKY) interactions. Furthermore, n- and p-type Dirac disper-
sions with high Fermi velocities are discovered in both spin
channels. This work provides new insights into the chemical
bonding in 2D boron-based hypercoordinate materials and
aims at stimulating experimental efforts towards magnetic
a-FeB; for novel spintronic devices.

Results and discussion

The geometric structures of 2D unconventional iron borides
including FeB, FeB; and FeBs are first generated and then
filtered by comprehensive particle swarm optimization (PSO)
and DFT calculations. Among thousands of generated struc-
tures, iron triboride, FeB;, possesses the lower relative energy
and the completely planar structure is expected to exhibit high
stability and unique properties. Fig. S1 (ESIT) shows the convex
hull diagram of the predicted FeB, monolayers. Compared to
the discovered FeB,, monolayers, FeB; nanosheets are more
energetically favourable. Accordingly, five FeB; monolayers
with relatively lower energies are plotted in Fig. S2 (ESIt). The

44 | Nanoscale Horiz., 2021, 6, 43-48

View Article Online

Nanoscale Horizons

(@ (b)

VA

aV,

AN

Wa
CH
WA
N4

</
VAN

¥

JAVAY
N\
\/
N\

N

N\

N\
AN

Nt/
VA

AN
VA
\V

A7
A

V% - ,....

A
\/

VA
VAVAN
VAV

VAN
S/

\i/

AN

N

/

Energy (eV)
&
N
<>

Frequency (THz)
5
=

—
(=)

T4 6 8 10
Time (ps)

—— L voag ]
> <]
ézﬁ -670
e N
|

X

r S Y I

0

Fig.1 (a) Geometric structures, (b) ELF, (c) phonon spectrum and (d)
AIMD simulations for the a-FeBs monolayer. The brown and green spheres
represent Fe and B atoms, respectively. The top and side views of a-FeBs at
the end of the AIMD simulation are shown in (d).

first two planar structures are named «- and -FeB;. The o-FeB;
monolayer (space group Pmmm) possesses a rectangular lattice
with parameters a = 2.90 and b = 4.49 A, while B-FeB; with a
space group of P6/mmm presents a hexagonal lattice with a =
3.89 A, and contains kagome B and trigonal Fe sublattices.
Since a large total energy gap (—0.37 eV per atom) exists
between these two structures, we mainly focus on the o-FeB;
monolayer, with the details for f-FeB; in the ESI.{ In Fig. 1(a),
each iron atom is coordinated by 6 boron ones, forming planar
iron-centred boron wheels (Fe©Bg). Here, the Fe©Bg unit is
composed of hexacoordinate (B1) and pentacoordinate (B2)
boron atoms with bond lengths of 2.25 A for Fe-B1 and
2.04 A for Fe-B2. Notably, the bond angle of Fe-B2-Fe is near
to 90° along the a direction, while the Fe-B1-Fe one is linear
along the b direction. In addition, the B-B bond length (1.66 A)
is comparable to that in borophene (~1.67 A),>**® suggesting
the stability of a-FeB;. To understand the bonding nature, we
calculate the electron localization function (ELF) of the FeB;
monolayer. As shown in Fig. 1(b), the electrons are mainly
delocalized around Fe atoms, and an electron gas with an ELF
value of around 0.5 is distributed between Fe and B. These
indicate ionic Fe-B bonds and electron transfer from Fe to B.
Bader charge analysis also confirms that each Fe atom transfers
0.87¢ electrons to the B framework.

Next, we evaluate the stability of the newly predicted FeB;
monolayer. The thermodynamic stability is examined by calcu-
lating the cohesive energies. The estimated energy is 5.93 eV per
atom, which is larger than that of other stable monolayers, such
as FeB, (4.87 eV per atom) and FeB, (5.56-5.79 eV per atom).**?
Such large cohesive energy suggests that the FeB; sheet is
thermodynamically stable. Then, Fig. 1(c) shows that the phonon
spectrum presents no imaginary frequency, meaning that the
compound is also kinetically stable. In addition, we also evaluate
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the thermal stability of a-FeB; by an ab initio molecular dynamics
(AIMD) simulation at 800 K for 10 ps. In Fig. 1(d), the energy of
the a-FeB; monolayer fluctuates in a small range (~0.1 eV per
atom) during the entire simulation, and the final structure is
well-preserved at the high temperature, indicating good thermal
stability. To further investigate the mechanical stability, we
calculate the elastic constants of the FeB; monolayer. These are
computed as Cy; = 198.80, C;, = 58.42, Cy, = 145.34 and Cge =
22.02Nm™}, namely they satisfy the Born criteria (C;4, C,, and
Css > 0, and Cy,C,, - C1,> > 0). This indicates that the FeB;
monolayer is mechanically stable. Moreover, the calculated
Young’s modulus shows a large difference between the a and b
directions (175.04 and 128.17 N m™ '), suggesting its strong
structural anisotropy (see Fig. S3 in the ESIT).

Planar o-FeB; with a highly stable structure is a promising
candidate for 2D magnetism, given the presence of the partially
occupied Fe 3d orbitals. Thus, to determine its magnetic
ground state, we examine the 2 x 2 supercells having different
magnetic configurations (see Fig. S4, ESIf). The calculated
corresponding total energies are listed in Table S1 (ESIT).
Accordingly, the magnetic ground state is found to be FM with
the lowest energy among the examined configurations. As
shown in Fig. 2(a), the spin density is localized around the Fe
atoms, suggesting that the magnetism is mainly contributed by
the Fe 3d electrons. The net magnetic moment of each Fe atom
is 2.89 pg. We then calculate the magnetic coupling parameters
of o-FeB; based on the Ising model. Herein, Ji, J, and J;
describe the exchange interactions between nearest-neighbour
(NN), second-NN and third-NN Fe atoms, respectively. The
calculated parameters are j; = 10.51, J, = 58.03 and J; =
18.30 meV; thus, the estimated Curie temperature from Monte
Carlo simulations is about 480 K [Fig. 2(b)], much higher than
room temperature (details are in the ESIt). Finally, we calculate
the MAE with respect to the out-of-plane direction by the
equation of MAE = E, , — E, (a positive value represents
perpendicular magnetism). Fig. 2(c) shows that the o-FeB;
monolayer possesses perpendicular uniaxial anisotropy with a
MAE reaching 4.13 meV per Fe, almost six times larger than
that of the most-studied 2D magnets, such as Crl; (~0.70 meV
per Cr)*” and Fe;GeTe, (~0.67 meV per Fe).*® The orbital-
resolved MAE (see Fig. S5, ESIt) shows that the significant
magnetic anisotropy in o-FeB; is mainly contributed by the
coupling between Fe d,, and d,, orbitals. The contribution of

View Article Online
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the coupling of d,,~ds2_2, dy,~d,> and d,,-d,. orbitals is only
half of that of d;,-d,, coupling.

In order to understand the origin of such 2D magnetism, we
analyse the exchange interactions between the magnetic atoms.
In o-FeB;, the distance between NN Fe atoms is 2.90 A,
suggesting weak Fe-Fe direct exchange.'' Thus, the dominant
magnetic coupling is likely to be the indirect RKKY interaction,
due to the existence of electron deficient orbitals in boron, as
found in other rare earth borides.*>*® Importantly, the
exchange parameters of the RKKY interaction decay in an
oscillatory way with the distance between the magnetic atoms.
To elucidate this point, we examine the relation between the
exchange parameters and the Fe-Fe distance. Herein, biaxial
strains from —5% to 5% per formula unit (f.u.) are adopted to
change the distance between Fe atoms. The calculated total
energies of o-FeB; in Table S2 (ESIt) indicate that the magnetic
ground state of o-FeB; undergoes a FM to stripe antiferromag-
netic (AFM-1 and AFM-2) transition under compressive and
tensile strains of 4% per f.u., respectively. As shown in Fig. S6
(ESIY), the estimated magnetic exchange fluctuates between FM
and AFM coupling with respect to the change in the Fe-Fe
distance, consistent with an RKKY-type interaction.

Since magnetism controllable by an external stimulus may
extend the range of application of a magnet, we explore two
possible approaches, strain and charge-carrier doping, to exter-
nally modulate the magnetism. In brief, we find that the Fe
magnetization increases under tensile strains, while it
decreases upon compression [Fig. S7(a), ESIT]. Upon charge-
carrier doping (<0.5 e/h per f.u.), the Fe magnetization first
slightly drops and then rises again with the hole concentration,
whereas it remains monotonous for electron doping [Fig. S7(b),
ESIt]. The transition temperatures of the FeB; monolayer are
then estimated through Monte Carlo simulations (Fig. S8 and
S9, ESIT), whose results are summarised in Fig. 3(a) and (b).
Clearly, biaxial strains remarkably decrease the transition tem-
perature of FeB; with the value dropping to 30 K (at 5% per
f.u.), due to the large oscillations of the RKKY exchange.
Interestingly, the Curie temperature of the o-FeB; monolayer
drops to 160 K after peaking at 610 K (at 0.2 h per f.u.) for hole
doping, whereas it decreases monotonically under electron
doping. In addition, Fig. 3(c) and (d) summarise the changes
of the MAE under the external stimulus. Herein, the o-FeB;
monolayer keeps the perpendicular magnetic anisotropy under
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Fig. 2 (a) Spin-dependent charge density of the a-FeBs monolayer, (b) average magnetic moment as a function of temperature and (c) MAE in the x-y
plane with respect to the out-of-plane direction. The isovalue of the spin charge density is set to be 0.01 e A=3,
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Fig. 3 Transition temperature and magnetic anisotropy energy (MAE) of
the FeBs monolayer as a function of (a and c) external strains and (b and d)
charge-carrier doping, respectively.

biaxial strains, whereas the MAE changes to in-plane (along the
a and b directions) under electron and hole doping over 0.4 e/h
per f.u, respectively. In Fig. 3(c), a decrease of the MAE is shown
under biaxial strains. Besides, as shown in Fig. 3(d), the
presence of additional electrons reduces the magnetic aniso-
tropy, while a hole concentration of around 0.1 h per f.u.
maximizes the MAE (4.55 meV per Fe). This then suggests that
moderate hole-doping represents the ideal condition for mag-
netism by simultaneously promoting the magnetic exchange
and the uniaxial MAE.

Next, we turn our attention to the electronic properties of the
planar a-FeB;. As shown in Fig. 4, the o-FeB; monolayer is
metallic with several Dirac points above and below the Fermi
surface, having an n- and p-type dispersion, respectively. Due to
the strong interaction between Fe and B, the contribution of
these Dirac points involves orbitals from both atoms (Fig. S10,
ESIt). For instance, the p-type Dirac point I in the spin-up

channel is contributed by both B p,, px + py and Fe d,;, d,2_y

\/Spiln up

Fig. 4 Band structures of the a-FeBz monolayer for the (a) spin up and (b)
spin down channels. The orbital-resolved band structures of Dirac point (c)
I'and (d) II.
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orbitals [Fig. 4(c)], while the orbital components for the n-type
one in the spin-down channel are the p, orbital of B1 and B2
and the Fe d,,, d,, orbitals [Fig. 4(d)]. Besides, the Fermi
velocities of Dirac point I and II are calculated to be 20.84
and 8.39 x 10°> m s~ ', which are comparable to the value of
graphene and borophene (~10° m s™').>®*' Since spin-orbit
coupling (SOC) will affect the electronic properties, we then
calculate the band structure of the o-FeB; monolayer by con-
sidering the SOC effect, as shown in Fig. S11 (ESIT). We can see
that the p-type Dirac point I keeps the linear dispersion with
the SOC effect, whereas the n-type Dirac point II shows a small
gap of 0.18 eV. Thus, the SOC effect truly affects some of the
Dirac-type dispersions; however, some Dirac dispersions are
still retained in o-FeB; monolayers. The combination of the
intriguing magnetic and electronic properties makes 2D FeB; a
candidate for the exploration of diverse spintronic effects (such
as the anomalous Hall effect).*?

Finally, we investigate one possible route for experimental
synthesis of the a-FeB; monolayer. As we all know, atomically
thin boron allotropes have been synthesised for a long
time.">"* Accordingly, the newly predicted o-FeB; monolayer
is expected to be experimentally realized by adsorbing the Fe
atoms onto the §, boron nanosheet. Although a §, boron layer
has not been synthesised yet, its lower formation energy than
some of the fabricated ones suggests feasibility in experimental
synthesis.*> The possible adsorption sites for Fe atoms on the
84 boron sheet are marked in Fig. S12(a) (ESIt). The Fe adsorp-
tion energy is calculated by E,qs = Ere-boron — Eboron — Ere, Where
Ere-borons Eboron and Ep. represent the total energies of the Fe
adsorbed boron sheet, the pure boron sheet and a single Fe
atom. Generally, the adsorption of Fe on the single-layer boron
sheet is energetically favourable with negative E,q5 for all sites
[see Fig. S12(b), ESIt]. Notably, the adsorption energy at site I is
remarkably lower than the other examined sites, indicating that
the Fe atoms prefer to adsorb on that site. As shown in
Fig. S12(c) (ESIt), the Fe adsorbed 8, boron sheet can change
its phase to our predicted o-FeB; monolayer under uniaxial
strains along the b direction with a very small barrier energy of
around 16 meV. Therefore, the a-FeB; monolayer is likely to be
realized in an experiment by adsorbing Fe atoms and then
applying external strains on the §, boron sheets.

Conclusions

In conclusion, based on PSO global minimization and ab initio
calculations, we have discovered an iron triboride polymorph
(o-FeB;) with completely planar hypercoodination. This is also
a member of a new family of magnetic MB allotropes with
unusual B stoichiometry. The predicted o-FeB; monolayer
exhibits ferromagnetism at a high temperature of 480 K. The
origin of its magnetic coupling is ascribed to the B-mediated
RKKY interactions. Intriguingly, o-FeB; possesses perpendi-
cular magnetic anisotropy reaching a MAE value of 4.13 meV
per Fe, which is several times larger than what is found in
experimentally realized 2D magnets. Notably, both external
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strain and charge-carrier doping can be used to effectively tune
its 2D magnetism. Finally, the o-FeB; monolayer is metallic
with Dirac dispersions in both spin channels for n- and p-type
doping. Our findings pave the way for the discovery of new
hypercoodinate MB allotropes as a promising 2D material
platform for high-performance spin-enabled applications.

Computational details

We have performed a swarm-intelligence structural search by
mean of the CALYPSO code.*®*” This is powered by DFT using
the Vienna ab initio simulation package (VASP)*®*° at the level of
the Perdew-Burke-Erzenhof (PBE)>® exchange-correlation func-
tional within the projector-augmented wave (PAW) method.>" In
order to describe the strong interaction of d electrons, a
Hubbard on-site Coulomb potential was set for Fe to U — J =
4.0 eV.>>* This value is comparable to pioneering work."">* The
Heyd-Scuseria-Ernzerhof functional was adopted for electronic
calculations.” The cut-off energy was set to 500 eV, and a
13 x 7 x 1 Monkhorst k-mesh was used to sample the first
Brillouin zone. The interactions between neighbouring layers
were shielded by a vacuum layer over 20 A. Additionally,
DFT-D3 corrections were included for interlayer van der Waals
interactions.”® The structures were optimized until the energy
and forces on each atom converged to 107° eV and 0.001 eV A%,
respectively. Moreover, a 2 x 2 supercell of the a-FeB; monolayer
was adopted when considering the different magnetic config-
urations (more details can be found in the ESI¥).
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