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The quest to improve the density, speed and energy efficiency of
magnetic memory storage has led to the exploration of new ways
of optically manipulating magnetism at the ultrafast time scale, in
particular in ferrimagnetic alloys. While all-optical magnetization
switching is well-established on the femtosecond timescale, lateral
nanoscale confinement and thus the potential significant
reduction of the size of the magnetic element remains an out-
standing challenge. Here we employ resonant electromagnetic
energy funneling through plasmon nanoantennas to influence the
demagnetization dynamics of a ferrimagnetic TbCo alloy thin film.
We demonstrate how Ag nanoring-shaped antennas under res-
onant optical femtosecond pumping reduce the overall demagne-
tization in the underlying films up to three times compared to
non-resonant illumination. We attribute such a substantial
reduction to the nanoscale confinement of the demagnetization
process. This is qualitatively supported by the electromagnetic
simulations that strongly evidence the resonant optical energy-
funneling to the nanoscale from the nanoantennas into the ferri-
magnetic film. This observation is an important step for reaching
deterministic ultrafast all-optical magnetization switching at the
nanoscale in such systems, opening a route to develop nanoscale
ultrafast magneto-optics.
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Introduction

One of the most demanding current technological challenges
is the storage and processing of the exponentially increasing
amount of information. The quest to improve the density,
speed and energy efficiency of magnetic memory storage has
led to the exploration of new ways of manipulating magnetism
at the ultrafast timescale. A particularly promising possibility
was opened up by the discovery of All-Optical Switching (AOS)
of magnetization® wherein the magnetization of the ferrimag-
netic Rare Earth - Transition Metal (RE-TM) alloy GdFeCo was
reversed using ultrashort laser pulses in the absence of an
external magnetic field. Following this first observation, AOS
has also been found to occur in a variety of ferri- and ferro-
magnetic materials.””> While the performance of AOS in terms
of writing speed® and energy efficiency’ compares favorably to
other techniques, in terms of the smallest attainable bit size,
AOS is limited to the micrometer scale owing to the diffraction
limit of light. Attempts to downscale the bit size reached down
to a few hundred nanometres by tighter focusing of the laser
beam using a  microscope  objective® and by
nanopatterning.” " An important move towards the nanoscale
bit size was achieved by employing gold dimer-nanobar
nanoantennas on a TbFeCo alloy thin film, yielding an AOS-
switched spot size of 50 nm by exploiting localized plas-
mons."” This suggests that the use of nanoplasmon optics
could make AOS technologically viable by making the attain-
able bit size comparable to that, for example, of heat-assisted
magnetic recording." The so far revealed mechanism behind
AOS implies that it proceeds via fast and efficient
demagnetization.®'**® Therefore, a crucial step towards
achieving nanoplasmonic AOS is to follow the temporal evol-
ution of the magnetization in response to plasmon nanoan-
tenna-assisted resonant laser excitation. While recent studies
on time-resolved dynamics of TMOKE in Ni magnetoplasmo-
nic crystals’” and coherent spin dynamics in TmFeOj; '® have
revealed significant plasmon-induced enhancement of the
ultrafast response in these systems, similar time-resolved

Nanoscale, 2021,13,19367-19375 | 19367


www.rsc.li/nanoscale
http://orcid.org/0000-0001-9555-0619
http://orcid.org/0000-0001-5607-3194
http://orcid.org/0000-0002-4735-6640
http://orcid.org/0000-0002-2231-9333
http://crossmark.crossref.org/dialog/?doi=10.1039/d1nr04308k&domain=pdf&date_stamp=2021-11-27
http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d1nr04308k
https://pubs.rsc.org/en/journals/journal/NR
https://pubs.rsc.org/en/journals/journal/NR?issueid=NR013046

Open Access Article. Published on 01 October 2021. Downloaded on 2/7/2026 6:08:05 PM.

Thisarticleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

(cc)

Communication

studies are still lacking for magnetoplasmonic systems perti-
nent to AOS materials and are necessary in order to better
gauge the potential and feasibility of plasmon-assisted AOS.
Here we uncover the demagnetization dynamics in a ferri-
magnetic TbCo alloy nanofilm assisted by nanoring-shaped Ag
plasmon antennas. Plasmon nanorings are a widely studied
system, displaying two so-called bonding and anti-bonding
optical resonances: the anti-bonding (low wavelength) dipolar
mode concentrates the electromagnetic near-field at the rims
of the nanoring structure,"® whereas the bonding (high wave-
length) mode does so mostly in the center of the nanoring"®>°
(as seen in the calculated intensity maps in Fig. Si(a) and
(d)1), an effect that we hereafter refer to as ‘electric field fun-
neling’. Such funneling inside the nanoring cavity and the
resultant electric field enhancement is much higher for the
case of the bonding mode as compared to the anti-bonding
mode (see the cross-sectional maps of the electric near-field in
the Tb,3Cog, film in ESI Fig. S17). The bonding mode thus has
a decisive advantage for the present study compared to the
anti-bonding one, in addition to combining a lower required
energy with a smaller mode volume (see the discussion in
section S1, ESIf). We compare the magnetization and trans-
mission dynamics under resonant vs. off-resonant ultrafast
laser pumping. In general, we find qualitatively similar sub-
picosecond demagnetization for both resonant and off-res-
onant pumping. However, the degree of demagnetization is
observed to be substantially smaller for resonant pumping
compared to off-resonant pumping. We attribute this differ-
ence to the strong electromagnetic near-field confinement and
scattered-field funneling by the nanoring antenna bonding
mode. Upon excitation of this mode, the illuminating laser
fluence is predominantly channeled to, and enhanced within,
extremely small nanoscopic areas lying in the nanorings’ near-
field. However, our pm-sized probe detects an averaged
response which is dominated by signal from the much larger

Fig. 1

Tb,,Co,, (20 nm) —
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sample areas lying outside the nanorings, that receive reduced
fluence and consequently experience smaller demagnetization,
leading to the observed reduction of the net response. Thus,
while an all-optical pump-probe scheme cannot directly yield
a complete picture of the nanoscale magnetization dynamics
in the near-field, the effects of resonant excitation are clearly
detectable. Importantly, through electromagnetic simulations
we get further evidence of the funneling of the incident laser
fluence into the free space inside the ring and the substrate
underneath the rings’ cavity, supporting the experimental
observations.

Experimental details

We investigated a Tb,sCo,, amorphous alloy thin film grown
on a glass substrate, covered with an alumina capping layer
with nanofabricated plasmon Ag nanoring antennas on top.
The 20 nm thin TbCo film was prepared by DC magnetron
sputtering from elemental Tb and Co targets. To ensure
uniform film deposition at room temperature, a rotating
sample holder was used. The deposition was performed under
ultrahigh vacuum, with a base pressure of 10~*° Torr and an
Ar' sputtering gas pressure of 2-3 mTorr. The TbCo film was
in situ coated with a 4 nm Al,O; capping layer to avoid oxi-
dation. More details of the sputter deposition process can be
found in ref. 21 and 22. Ag nanorings of inner diameter
20 nm, outer diameter 70 nm and height 10 nm were fabri-
cated on the capped TbCo film by hole-mask colloidal lithogra-
phy (HCL).*® Fig. 1(b) shows the structural details of the
sample. The fabricated sample was imaged using scanning
electron microscopy (SEM). To characterize the resonance
modes for the sample, the optical transmission spectrum was
measured in the wavelength range 350-1050 nm using a com-
mercial Agilent Cary 60 UV-vis spectrophotometer. Static

S0, — |

(a) SEM overview of the Ag nanoring antenna macroscopic assembly on a Tb,sCo74 film; (b) a schematic of the nanoring + ferrimagnetic film

system (indicating the thicknesses/dimensions of the elements) and the experimental scheme of exciting the system using an ultrashort laser pulse

(antenna near-fields are shown schematically in red).
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magneto-optical characterization was
Faraday geometry at 800 nm.
Magnetization dynamics was measured using an all-optical
two-colour pump-probe setup. The 800 nm probe was derived
from a Ti:sapphire amplified laser system with a 1 kHz rep-
etition rate, was focused to a spot size of 460 um and had a
pulse width of 100 fs at the sample position. The pump pulse
was derived from the same laser by tuning the wavelength
through optical parametric amplification. The off-resonance
pump wavelength was chosen to be 650 nm, and the spot size
at the sample was 510 um. The resonant pump wavelength was
chosen as 950 nm, and the spot size at the sample was
590 pm. The setup was built to have near normal incidence of
the pump (~5° to the sample normal). Both pump and probe
beams were horizontally polarized i.e. in the plane of inci-
dence. The probe beam was separated from the pump using
the appropriate colour filters and was detected as a function of
the pump-probe time delay using a pair of balanced Si photo-
diodes. Through the course of each measurement, a static
magnetic field higher than the sample coercive field was
applied normal to the sample using an electromagnet con-
nected to an external programmable current supply. This was
done in order to re-initialize the saturated magnetic state of
the sample before each subsequent pump pulse. To remove
non-magnetic contributions, traces were recorded for opposite
polarities of the applied field and subtracted.
Three-dimensional electrodynamic calculations of the
optical response and the surface charge density maps were
performed by solving Maxwell’s equations in the frequency
domain, using the Radio Frequency Module, based on the
Finite Element Method (FEM) implemented in the commercial
software COMSOL Multiphysics.>* In order to reproduce the
experimental structures, we modeled an Ag nanoring antenna
on a three-layered structure using an analytical background
field resulting from solving Fresnel equations for an incoming
light source on a multilayer system. After the interaction with
light, the scattered field due to the Ag nanoring antenna was
calculated. We simulated the interaction of an incoming line-
arly polarized light with normal incidence (with the electric
field oriented parallel to the plane where the ring is lying). We
used air, n,;; = 1.0, for the incoming light environment, a sub-
strate with a refractive index n = 1.5 (mimicking SiO,) and
silver dielectric optical functions from Johnson and Christy.>®
We also fixed the refractive index of the alumina-capping layer
as 1.7. The optical functions for Tb,Co;00_, Were obtained
from the results of amorphous alloy films provided by earlier
studies.”> According to the wavelength used in the simu-
lations, we present the results for the bonding mode at
800 nm and the off-resonance at 600 nm (presented as on
resonance and off-resonance in Fig. 5). For the antibonding
wavelengths, we present the results for 400 nm and 440 nm in
Fig. Sla and b.7 All domains in the simulation box were
meshed by using tetrahedral elements with a maximum mesh
element size maintained below 4/10, where 4 is the wavelength
of the incident light for the air and substrate environments.
For the elements corresponding to the ring, the spacer and the

done wusing polar

This journal is © The Royal Society of Chemistry 2021

View Article Online

Communication

Tb,Co190—x film domains, the size was ten times finer than the
largest element size (verified to properly resolve the considered
structures).

Results and discussion

Plasmon nanoring antennas on the ferrimagnetic film

Fig. 1a shows the SEM image of the TbCo nanothin film with
Ag nanoring antennas directly on top of the few-nm alumina
(Al,03) capping layer, taking up about 17% of the surface. The
nanoantennas’ arrangement lacks any long-range ordering,
with the average spacing between the nanorings ensuring the
absence of near-field electromagnetic coupling.>® That is, the
spectral response of the entire surface is representative of a
single nanoantenna, with the correction of spectral inhomo-
geneous broadening due to sizes variations of the nanoanten-
nas. This is typical of disordered arrays produced with hole-
mask colloidal lithography employed here.>® Laser illumina-
tion is done at near-normal incidence (5° off normal), and the
film structure underneath the nanoantennas is schematically
detailed in Fig. 1b.

The optical transmission of the nanoantennas-on-nanofilm
shows two pronounced resonances (Fig. 2a), corresponding to
the anti-bonding (close to 480 nm) and the bonding (close to
920 nm) localized plasmon modes. These are well-studied
dipolar modes of the nanoring antennas.'®*° Fig. 2b shows
the calculated charge distribution in the nanoring antennas
when each mode is excited. For the bonding (symmetric)
mode, the charge distribution has the same sign on the inner
and the outer edges of the nanoring, whereas for the anti-
bonding (antisymmetric) mode the charge distribution is the
opposite for the inner and the outer edges. Static magnetic
characterization (Fig. 2c) reveals a square hysteresis loop indi-
cating perpendicular magnetic anisotropy, similar to the hys-
teresis loops obtained for bare ThCo films.*" The coercive field
increases from 0.2 T measured on the bare film to 0.26 T for
areas covered with nanoantennas on the same film. This could
be attributed to perturbations of the continuous film caused
by the antennas’ nanofabrication, introducing domain wall
pinning sites. The small difference in the magneto-optical
signal in saturation could result from the fact that the hyster-
esis loops are derived not from the magnetization of the films
but from the magneto-optical rotation, which could be influ-
enced by the presence of the nanoantennas as in many pre-
viously reported studies in magnetoplasmonics.>”

Experimental pump-probe dynamics

The Tb,sCo,, nanofilm has previously been reported to show
multi-shot helicity-dependent AOS.?** Linearly polarized pump
pulse trains or single shots of any polarization induce demag-
netization in the film. That is, using a linearly polarized pump
beam, we expect to only see the effects of pump-induced
heating. The symmetric shape of the nanoring antennas rules
out any dependence on the direction of linear polarization of
the pump. Thus, we compare the time resolved dynamics of

Nanoscale, 2021,13,19367-19375 | 19369
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Fig. 2 (a) Experimentally measured normalized optical extinction spectrum showing peaks corresponding to the bonding and anti-bonding modes
as indicated by the dashed lines and corresponding labels; (b) simulated normalized surface charge distributions corresponding to the two main
dipolar plasmon modes of nanoring antennas; (c) magnetic hysteresis loops for the TbygCo74 film with nanoring antennas (black) and pristine
Tb,eCo74 film (red), showing square hystereses (the solid lines are guides to the eye).

the system for resonant excitation of the dipolar bonding The nanoantennas-on-nanofilm show sub-picosecond
mode (using a pump wavelength of 950 nm), and off-resonant demagnetization followed by a recovery, similar to the demag-
pumping (for a wavelength of 650 nm) with a linearly polarized netization behaviour previously reported for Tb,C01p9_y
pump. alloys.”® The nanoantennas do not seem to qualitatively affect

Pump Off Resonance (650 nm) Pump On Resonance (950 nm)

10} 1t -
Fluence (uJ/cm?) Fluence (uJ/cm?)

- 8 36.4 1t 128.8 .

€ 433 o 167.6
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@ v 3444

E o4

Time Delay (ps) Time Delay (ps)

Fig. 3 Pump-induced demagnetization (top panel) and change in transmission (bottom panels) measured for a range of incident fluences (color
code for different fluences) for an off-resonant pump wavelength of 650 nm (left panels, black/grey data points) and a resonant pump wavelength
of 950 nm (right panels, red/dark-red points). The solid lines in the case of the magnetization traces are the bi-exponential fitting curves, whereas
the solid lines in the case of the transmission dynamics are a guide to the eye. An upturn is seen after 7 ps for pump-induced changes in trans-
mission. Longer timescale measurements reveal that this upturn is due to the excitation of a standing acoustic wave in the sample film, which mani-
fests itself as an oscillation in the pump—probe trace (see ESI Fig. S21).
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the demagnetization process, as evidenced from the similar
behaviour for on- and off-resonance excitation (Fig. 3).
However, the main striking difference between the two cases is
the degree of demagnetization. Counterintuitively, larger
demagnetization is observed for off-resonance excitation com-
pared to resonant excitation. In Fig. 3 the dynamics is plotted
for the two cases on the same y-axis to visualize the difference
in the degree of demagnetization for selected laser fluences.
The same trend is observed for pump-induced changes in
transmission.

The difference between the responses for the two cases is
even more apparent as shown in Fig. 4 where the degree of
demagnetization (top panel) and the maximum change in
transmission (bottom panel) are plotted as a function of inci-
dent pump fluence. A linear relationship is observed for both
quantities for both pump wavelengths, as expected for heat-
driven dynamics. However, the slope of the degree of demag-
netization as a function of fluence for the case of off-resonant
pumping (0.077) is nearly thrice the slope for resonant
pumping (0.028). Similarly, a threefold decrease at resonance
is observed for pump-induced transmission changes, where
the slope for off-resonant pumping is 0.05, whereas that for
resonant pumping is 0.015.

At first glance, the nanoantennas-on-nanofilm seem to
show faster magnetization recovery for resonant excitation
than for off-resonant excitation. For both cases, the magnetiza-
tion recovery in the first 10 ps proceeds at two timescales: fast
and slow. The corresponding relaxation time constants, z, can
be extracted from a bi-exponential fitting of the trace. While
the slow relaxation time constant could not be reliably
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Fig. 4 Degree of demagnetization (top panel) and maximum change in
transmission (bottom panel) plotted as a function of incident fluence for
resonant (red squares) and off-resonant pumping (black squares). The
dashed lines are the corresponding linear fits to the data points.
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Fig. 5 Fast relaxation time constant, r;, extracted from a bi-exponential
fitting of the magnetization dynamics trace, plotted as a function of inci-
dent fluence for resonant (red circles) and off-resonant pumping (black
squares). The dashed lines are a guide to the eye.

extracted from data measured up to 10 ps, the fast relaxation
time constant, 7, is plotted as a function of incident fluence
as shown in Fig. 5. Indeed, the fast relaxation time constant is
seen to be smaller for resonant excitation, indicating faster
recovery. However, this can be accounted for by considering
the smaller degree of demagnetization in this case, since the
recovery time of magnetization has been shown to be pro-
portional to the degree of demagnetization.>**°

Though at first surprising, the weaker response for resonant
than off-resonant excitation of the system is a demonstration
of the funneling of the incident pump fluence to the centre of
the nanorings upon exciting the dipolar bonding mode.
Indeed, the strongly reduced pump-induced changes observed
for resonant pumping can be explained by considering the
size of the probe/illumination spot relative to the size of the
nanoantennas. The signal for the 460 um-sized probe is
obtained from an area covering not just thousands of nanoan-
tennas but also the surrounding ferrimagnetic film which lies
outside of the nanorings’ near-field. Crucially, nanoantenna-
resonance-enhanced demagnetization is expected to arise only
for the TbCo film areas within the nanorings’ focus, where the
incoming electromagnetic field of light is funneled and
enhanced. The surrounding TbCo regions lying outside the
nanorings’ near-field receive a reduced fluence when the
bonding resonance is excited due to the efficient in-coupling
of the incident laser fluence by the nanoantennas. The demag-
netization amplitude, directly proportional to the incident
fluence, is larger in the TbCo substrate below the nanoring
cavity and smaller in the TbCo substrate outside the nanor-
ings. Knowing the surface coverage of the nanoring antennas
on the TbCo film allows the estimation of the ratio of the
surface area of the TbCo within the nanoring cavity to the

Nanoscale, 2021,13,19367-19375 | 19371
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surface area outside of the nanorings, which amounts to 1: 44.
Thus the predominant contribution to the magnetic signal
comes from the TbCo film outside of the nanoantennas’ near-
field, leading to an overall reduced net response. Note that the
nanoantenna optical cross-section is substantially larger than
their geometrical size, as it is common for plasmon nano-
structures. Thus, though the demagnetization dynamics of the
TbCo film in the interior of the nanorings (inner opening of
20 nm) cannot directly be resolved using a far-field optical
probe in our experiments, the signal from the areas outside
the nanorings’ near-field gives an indirect but clear evidence
of the electromagnetic field funneling by the plasmon nanoan-
tennas at resonance.

We computed the wavelength dependent absorption for the
ferrimagnetic film to account for its role in the observed differ-
ences for resonant and off-resonant excitation. Our earlier

off resonance

o
[ Y
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study®” provides the optical constants for various compositions
of Tb,Co409—x amorphous alloy films in the wavelength range
400-1600 nm. The values of the optical constants as a function
of wavelength are very similar for the films with a Tb content
between 24-29%. As the composition of the film studied by us
is in this range, we use these values (n = 2.9, k = 3.9 at 650 nm;
n=3.7, k= 4.3 at 950 nm) to extract the absorption at 650 nm
and 950 nm (not shown) and find that at a given fluence, the
absorption at both wavelengths is identical within 1% uncer-
tainty. Hence wavelength-dependent absorption does not con-
tribute to the disparity between the responses.

The plasmon-mediated funneling of the incident fluence as
the explanation of our observations is further supported consider-
ing that a mere “shading” effect of the TbCo film by the Ag nanor-
ings cannot account for the three-fold reduction in response given
that the surface area coverage of the nanorings is ~17%.

on resonance

Scattered field

X (nm)

Fig. 6

X (nm)

(a and b) 3D intensity maps showing the scattered electromagnetic field in the x—z plane of the nanoring + ferrimagnetic film for (a) off-

resonance and (b) on-resonance illumination. The white arrows represent electric field flux lines. (c and d) Cross-sectional plots of the near-field (E/
Eo) with the dashed differently colored lines marking the distances from the Al,Os (capping layer)-TbCo interface. (e and f) Linear scans of the scat-

tered field along the colored dashed lines of the middle panel.
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Plasmon nanoring antennas are advanced structures in
terms of the resonance modes that result from the coupling of
inner and outer walls of the nanoring.>*' Specifically, the
electromagnetic near-field profile of the nanoring antenna fea-
tures a tightly confined (20 nm in size) and enhanced spot
right in the middle of the nanoring, creating the field funnel-
ing effect mentioned above. In addition, localized near-fields
at the nanoring opening makes this nanoantenna a very pro-
minent candidate for highly sensitive plasmonic bio-/chemo-
detectors with an open and easily accessible electromagnetic
cavity.*?

Electromagnetic simulations of the nanoantennas-on-
ferrimagnetic nanofilm

To support the idea of the field funneling into the TbCo film
by the nanoring antennas, we performed electromagnetic
simulations on the nanoantennas-on-ferrimagnetic film
(Fig. 6, off-resonance and on-resonance illumination panels
are grouped to the left and right sides, respectively). We visual-
ize the intensity of the scattered field by 3D plots off- and on-
resonance (Fig. 6(a and b)), highlighting field funneling by the
field flux lines. Cross-sectional intensity maps also show this
effect (Fig. 6(c and d)), along with a substantial field enhance-
ment in the nanoring center for the on-resonance illumina-
tion. For the off-resonance case, a strong scattering at the
corners is observed, arising from the conventional tip-effect,
with the scattered field mostly diffused away.

The strong contrast between off- and on-resonance cases
can be appreciated in the magnitude of the scattered field,
plotted as a function of position in the Tb,Co4go_, film for an
alumina-TbCo interface (Fig. 6(e and f)). At resonance the
nanoring antenna concentrates the scattered field within the
nanoring center and directs it towards the underlying sub-
strate of TbCo just below the central opening of the ring. A
more defined deflection of the flux lines near the nanoring
rims and a strong concentration (about twice the scattering
field intensity compared to the off-resonance illumination) at
the center of the nanostructure is detected. The funneling
effect propagates through the entire film thickness, although
it attenuates with increasing depth.

The average near-field enhancement in the center cavity of
the nanoring due to the funnelling effect can be estimated as
1.89, which corresponds to an enhancement factor of 3.57 in
terms of the intensity. However, in the experimentally
measured response, the fluence received in the nanoring cavity
cannot be separately resolved from that received by the sur-
rounding areas due to spatial averaging by the probe. Thus, an
exact direct quantitative comparison cannot be made for the
simulations and the experimental results despite the good
qualitative agreement.

Conclusion

We find that plasmon nanoring antennas can efficiently
funnel the illuminating electromagnetic field into nanoscopic

This journal is © The Royal Society of Chemistry 2021
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portions of an underlying ferrimagnetic thin film and induce
marked changes in the demagnetization of this system. Upon
resonant excitation, the nanorings are able to couple in a sub-
stantial portion of the incident pump-fluence and concentrate
it into the 20 nanometer focal spot of the nanoantenna. This
results in smaller pump-induced changes in magnetization
and transmission in the areas outside the nanoring antennas
which constitute the major part of the probed surface in our
far-field pump-probe experiments. Electromagnetic simu-
lations of the scattered field show qualitative agreement with
this picture.

Overall, studying the nanoscale confinement of demagneti-
zation processes under the influence of plasmon nanoanten-
nas fundamentally requires experiments with high real-space
resolving power. These are extremely experimentally demand-
ing and often require large-scale experimental facilities (such
as the measurements of the results of the fs-pulsed illumina-
tion in ferrimagnets with photoelectron emission microscopy,
PEEM™ or with X-ray holographic imaging combined with
X-ray magnetic circular dichroism'?). Even with techniques
like PEEM, for instance, we are at the resolution limit to probe
within the nanoring cavity, which is 20 nm in diameter.
Despite the limitations in the resolution accessible using an
all-optical far-field scheme, our results point to a significant
step towards utilizing nanoantennas in focusing the pulsed-
light illumination to the nanoscale. A further step in this direc-
tion would be to reduce the ferrimagnetic film to nanoscopic
elements positioned in the foci of plasmon nanoantennas
while strictly maintaining their magneto-optical properties
and required magnetic anisotropy.®®> Such an experiment
would provide, conversely, nanoantenna-enhanced demagneti-
zation. Further direction to explore could be the study of all-
optical switching behaviour assisted by other plasmonic
systems providing tight electromagnetic field nanoconfine-
ment, for instance C-structures®®*> or Archimedean spirals®
that focus incident electric fields tightly enough to create force
gradients.

In the present case, the proposed incident fluence funnel-
ing in the nanoscopic regions of the ferrimagnet marks a
promising path towards ultrafast magnetic bit miniaturization
even for nanofilm systems broadly currently employed. We
envision such a path in practice leading to fully functional
ultrafast nanoscale magnetic memory architectures.
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AOS all-optical switching

RE-TM rare earth-transition metal

SEM scanning electron microscopy
PEEM photoemission electron microscopy
HCL hole-mask colloidal lithography
FEM finite element method
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