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carbon for Pd-catalyzed
hydropurification of crude terephthalic acid: roles
of nitrogen species†

Limin He,a Yangdong Wang,a Huanxin Gao,a Zhicheng Liu*a and Zaiku Xie *b

The purification of crude terephthalic acid was performed by the hydrogenation of 4-carboxybenzaldehyde

(4-CBA) over activated carbon (AC) supported Pd catalysts in industry. However, traditional Pd/AC catalysts

usually suffer from low hydrogenation activity and poor thermal stability. Herein, nitrogen was incorporated

into AC via a simple hydrothermal treatment of AC with urea as the nitrogen resource. The N doped AC

contained pyridinic N, pyrrolic N, graphitic N and oxidized N. Wide characterizations revealed that N

doping not only effectively improved the dispersion of Pd NPs but also increased the proportion of Pd0.

In addition, N doping also enhanced the dissociative adsorption capacity of molecular hydrogen. More

importantly, the resistance to sintering of Pd NPs was efficiently suppressed after N doping. As a result, N

doped AC supported Pd showed both higher activity and better thermal stability than the N-free one.
1. Introduction

Puried terephthalic acid (PTA) is an important intermediate
used for the production of polyesters. Industrially, the crude
terephthalic acid (CTA) is produced by the oxidation of p-xylene
(PX) over a homogeneous catalyst, containing a small amount of
by-product 4-carboxybenzaldehyde (4-CBA). The removal of 4-
CBA is generally carried out over Pd catalysts in a trickle reactor
under a hydrogen atmosphere. Among the catalyst supports
used (TiO2, SiC, SiO2 etc.),1–4 activated carbon (AC) supported Pd
catalysts are still considered as one of the most efficient cata-
lysts for the hydrogenation of 4-CBA.5,6 However, there are some
drawbacks of traditional Pd/AC. Firstly, Pd nanoparticles (NPs)
tend to aggregate due to the weak interaction of Pd and AC
under reaction conditions, resulting in limited stability and life
time of Pd/AC.7,8 Secondly, Pd is a noble metal and has high
cost. Pd/AC needs to be optimized in order to maximize
hydrogenation activity with the viewpoint of maximum atom
efficiency of noble metal catalysts as well as sustainable devel-
opment. Studies have shown that surface chemical and struc-
tural properties of a catalyst support can modulate catalytic
performance of heterogeneous catalysts by changing the
morphology or electronic structure of the deposited metal
nanoparticles.9–11 For instance, CNTs oxidized with HNO3/
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H2SO4 can functionalize CNTs with surface oxygen groups and
strengthen the coordination of Pt with surface oxygen groups,
resulting in highly dispersed Pt NPs.12 Hence, surface modi-
cation of AC was one effective approach to modify Pd catalysts
with improved catalytic activity and good stability.

Recent studies indicated that N doping of carbon materials
can reinforce the interaction between metal and the carbon
support.13–16 N doping into carbon materials as supports had
profound impact on electronic structures of metal NPs, such as
Ni,17 Pt,18 Pd,19 Ru20 and Co21 based catalysts, which was bene-
cial for their catalytic activity and stability. However, the
relations of metallic NPs and nitrogen species resulting in
excellent catalytic behavior were complicated. The electroneg-
ative property of N atoms may increase the electron density of
metal NPs, resulting in the electron transfer from N to metal
NPs. Ning et al. demonstrated that the binding energy of Pt0 of
Pt/NCNTs shied to the low binding energy side compared with
Pt/CNTs.22 In addition, N doping can greatly improve metal NPs
dispersion and in turn contributed to better catalytic
activity.23–25 N doping was also helpful for the stabilization of
metal NPs and further improve the stability of supported metal
catalysts.26–28 Until now, N doped carbon materials supported
metal catalysts for the hydrogenation of 4-CBA remained less
exploration and large challenge.

Here, nitrogen was doped into AC via the hydrothermal
method with urea as nitrogen resource. Then, the obtained N
doped AC was used as a support for the loading of Pd NPs by
a wetness impregnation method. Aer N doping, Pd catalyst
exhibited higher catalytic activity and better thermal stability
for the hydrogenation of 4-CBA compared with un-doped one.
Furthermore, the inuence of N species on structure properties
© 2021 The Author(s). Published by the Royal Society of Chemistry

http://crossmark.crossref.org/dialog/?doi=10.1039/d1ra06479g&domain=pdf&date_stamp=2021-10-14
http://orcid.org/0000-0003-0760-3659
http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d1ra06479g
https://pubs.rsc.org/en/journals/journal/RA
https://pubs.rsc.org/en/journals/journal/RA?issueid=RA011053


Scheme 1 Hydrogenation pathway of 4-CBA over Pd catalysts.

Paper RSC Advances

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

4 
O

ct
ob

er
 2

02
1.

 D
ow

nl
oa

de
d 

on
 2

/1
6/

20
26

 1
2:

35
:0

3 
PM

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
of Pd catalysts and their effects on catalytic performance were
discussed in detail.

2. Experimental section
2.1 Materials

Palladium chloride was purchased from Sigma-Aldrich. 4-CBA
were purchased from Aladdin Chemical Reagent (Shanghai,
China). Activated carbon was supplied by Sinopec Shanghai
Petrochemical Company Limited. Phosphoric acid (H3PO4,
85 wt% in H2O), and ammonia solution (NH3$H2O, 25 wt% in
H2O) were purchased from Sinopharm Chemical Reagent Co.,
Ltd. All other chemicals were analytical grade and used without
further purication.

2.2 Preparation of N doped AC

The N doped activated carbon was synthesized by a hydro-
thermal process using urea as the nitrogen resource. Typically,
0.6 g activated carbon was dispersed in 5 M urea solution. Then,
the mixture solution was transferred to a 200 ml Teon-lined
autoclave and heated at 180 �C for 4 h. Aer reaction, the
autoclave was cooled down to room temperature. Then, the
product was collected by ltration and washed using de-ionized
water. Aer dried at 120 �C, the sample was calcined at 500 �C
for 3 h in nitrogen atmosphere. The nal sample was abbrevi-
ated as N_AC.

2.3 Preparation of Pd supported N doped AC

The Pd supported N doped AC were prepared by impregnating N
doped AC with H2PdCl4 aqueous solution and sodium citrate as
the stabilizing agent. Aer impregnation, 10 ml of 0.1 M NaBH4

aqueous as reductive agent was added dropwise to the above
solution under vigorous stirring for 1 h. Finally the Pd catalyst
was obtained by ltration, washing with water and dried at
120 �C. The obtained samples were denoted as Pd/N_AC. For
comparison, Pd supported on N-free AC was also prepared by
the same above method, and denoted as Pd/AC. The loading
amount of Pd was 0.5 wt% for all Pd catalysts.

2.4 Catalyst characterization

Powder X-ray diffraction (XRD) measurement was performed
using Bruker D8 Advance diffractometer, with Cu Ka radiation
(g ¼ 0.15406 nm) at step scan 0.02� from 5� to 80�. The nitrogen
adsorption/desorption isotherms were measured at 77 K on
a Micromeritics ASAP 2020 analyzer. The total porous volume
(Vtotal) was estimated from the adsorbed capacity of nitrogen at
a relative pressure P/P0 of 0.98 whereas the microporous volume
(Vmicro) was determined using the t-plot method. The
morphology and microstructure were measured by scanning
electron microscopy (FE-SEM, Hitachi S-4800). X-ray photo-
electron spectroscopy (XPS) was carried out with an AXIS Ultra
DLD photoelectron spectrometer (Kratos Analytical, UK) using
monochromatic Al Ka radiation. The C 1s with the binding
energy of 284.6 eV was applied as reference to calibrate the
position of the other peaks. The hydrogen temperature pro-
grammed desorption (H2-TPD) experiments was conducted
© 2021 The Author(s). Published by the Royal Society of Chemistry
using a Micromeritics Autochem II 2920 instrument equipped
with a thermal conductivity detector (TCD). Prior to the tests,
the samples are pretreated under hydrogen atmosphere at
200 �C for 60 min. H2 desorption in Ar ow was started with
temperature ramping from 50 �C to 800 �C. Palladium disper-
sion on xx was determined by hydrogen titration of chem-
isorbed oxygen (H2–O2 titration) in a Micromeritics Autochem II
2920 instrument with a thermal conductivity detector (TCD).
Prior to the tests, 400 mg Pd catalysts were rst reduced at
200 �C under a hydrogen atmosphere for 120 min; hydrogen
absorbed on the surface of catalyst was titrated by 15 pulses of
oxygen until full saturation; then the resulting monolayer of
adsorbed oxygen was titrated using 15 pulses of hydrogen until
constant TCD signal detected. In addition, TEM images of Pd
catalysts were performed on a Tecnai 20 S-TWIN electron
microscope operated at 200 kV. The content of Pd loading was
determined by an inductively coupled plasma emission spec-
trometer (ICP-OES, Varian 725 ES). The bulk elemental
composition (C, H, N) was determined by using an elemental
analyzer (SDCHN435, Hunan Sundy, China).

2.5 Catalytic activity tests

The catalytic hydrogenation of 4-CBA was carried out in a 100ml
stainless-steel autoclave. In a typical test, 0.15 g of 4-CBA, 50 mg
catalyst with 20–40 mesh and 50 ml of de-ionized water were
placed in the autoclave and mixed together. Aer sealed, the
autoclave was pressured with 0.8 MPa hydrogen, then heated to
80 �C in a water bath. Aer reaction, the obtained liquid
samples were treated with 14% NH3$H2O and 17% H3PO4

aqueous solutions respectively. Finally, the liquid products were
analyzed using high-performance liquid chromatography
(HPLC, Agilent 1200) equipped with a UV detector and a C-18
column (4.6 � 250 mm, 5 mm) (Scheme 1).

3. Results and discussion
3.1 The textural properties of Pd catalysts

The inuence of N doping and Pd loading on the porous
structure of AC has been investigated by N2 physical adsorp-
tion–desorption at 77 K. The type I isotherm curves indicated
the nature of microstructure of activated carbon materials
(Fig. S1†). The porosity parameters were summarized in Table 1.
Compared with AC, N_AC showed a slight increase in BET area
and pore volume aer N doping. The hydrothermal treatment of
activated carbon at high temperature of water facilitated the
production of porous structure.29,30 Compared with supports,
the slight decrease of surface area of Pd/AC and Pd/N_AC
RSC Adv., 2021, 11, 33646–33652 | 33647
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Table 1 Summary of porosity parameters of supports and Pd catalysts

Sample SBET (m2 g�1) Smic (m
2 g�1) Vtotal (cm

3 g�1) Vmic (cm
3 g�1)

AC 991.7 836.8 0.482 0.383
Pd/AC 910.4 770.9 0.439 0.352
N_AC 1023.8 844.7 0.497 0.385
Pd/N_AC 925.0 765.4 0.445 0.348
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indicated that part of surface sites of supports were occupied by
dispersed Pd NPs aer Pd loading.
Fig. 2 Different N species distribution of N_AC and Pd/N_AC.
3.2 The electronic structures of N and Pd

The direct evidence of N doping was provided by XPS, and the N
1s spectra of N_AC and Pd/N_AC were shown in Fig. S2.† The
high resolution C 1s spectra of N_AC and Pd/N_AC can be
deconvoluted into three peaks, corresponding to C]C (284.6
eV), C–N (285.5 eV) and O–C]O (288.9 eV) respectively.31–33

These results indicated the incorporation of N atoms into
carbon skeleton. The high resolution N 1s XPS spectra of AC and
Pd/N_AC (Fig. 1c and d) further indicated the four forms of
heteroatom N in the carbon. The four kinds of nitrogen species
appeared at different binding energies, corresponding to
pyridinic N, pyrrolic N, graphitic N and oxidized N, respectively.
Aer Pd loading, the total nitrogen content decreased from 1.34
Fig. 1 C 1s and N 1s XPS spectra of (a and c) N_AC and (b and d) Pd/N_

33648 | RSC Adv., 2021, 11, 33646–33652
at% to 1.12 at% (Fig. S3†). Furthermore, the content of four
different nitrogen species before and aer Pd loading were
summarized in Fig. 2. The relative percentages of pyridinic N,
pyrrolic N, graphitic N have no obvious changes except of the
slight decreasing of oxidized N. Moreover, the elemental anal-
ysis results further revealed that the total N content was similar
before (0.58 wt%) and aer (0.53 wt%) Pd loading (Table S1†).

To further understand the important inuence of N doping
on electronic structure of Pd catalysts, XPS was carried out to
AC.

© 2021 The Author(s). Published by the Royal Society of Chemistry
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Fig. 3 Pd 3d XPS spectra of (a) Pd/AC and (b) Pd/N_AC.

Paper RSC Advances

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

4 
O

ct
ob

er
 2

02
1.

 D
ow

nl
oa

de
d 

on
 2

/1
6/

20
26

 1
2:

35
:0

3 
PM

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
investigate chemical state of Pd. As shown in Fig. 3, the surface
chemical state of Pd species consisted of oxidation state Pd
(Pd2+) andmetallic state Pd (Pd0). According to XPS analysis, the
ratio of Pd0/Pd2+ in Pd/AC and Pd/N_AC was 1.04 and 1.32,
respectively. These results clearly indicated that N doping
favored the formation of Pd0. Since pyridinic N and pyrrolic N
possessed lone pair of electrons, N species can provide an
electron-enriched microenvironment and nally can increase
the content of Pd0 by donating its electron to Pd.34 Therefore, N
dopants can serve as metal coordination sites for anchoring Pd.
Wang et al. also revealed that N in carbon texture was benecial
for stabilizing Pd0 and preventing the reoxidation of metallic
Pd.35
3.3 The dispersion of Pd nanoparticles

The typical HRTEM images of Pd catalysts without and with N
doping were shown in Fig. 4. The Pd particle size distribution
showed that the N-doped Pd catalyst had narrow diameter
distribution with smaller size of Pd NPs than that of the N-free
catalyst. This result indicated that N_AC was an ideal support
for stabilizing Pd NPs. Pd dispersion before and aer N doping
have been further tested by hydrogen-oxidation titration and
the results were summarized in Table 2. The actual Pd loading
were also tested by ICP analysis, which was close to the
Fig. 4 HRTEM images and size distribution of (a) Pd/AC and (b) Pd/N_A

© 2021 The Author(s). Published by the Royal Society of Chemistry
theoretical value. Aer N doping, Pd dispersion increased to
35.7% compared with that of the N-free sample (22.4%). Surface
nitrogen-containing groups such as pyridinic N and pyrrolic N
have been conrmed to increase metal dispersion (e.g. Pt, Ni)
via strong metal–N bond at the interface.26,27,36 In recent years,
atomically dispersed metal catalysts in N doped graphene
matrix were also successfully synthesized with wide applica-
tions.37–39 Therefore, nitrogen doping in carbon materials held
promising potential for stabilizing highly dispersed metal
nanoparticles.40,41
3.4 Activation of hydrogen molecular

As reported, the dissociatively adsorption ability of hydrogen
molecular were closely associated with catalytic activities of Pd
catalysts. Here, hydrogen activation ability over Pd catalysts
were detected by H2-TPD. As shown in Fig. 5, Pd catalysts before
and aer N doping showed a low temperature desorption peak
below 100 �C, which was attributed to the desorption of weak
adsorbed hydrogen molecular. The large desorption peaks at
high temperature (275 �C for Pd/AC and 301 �C for Pd/N_AC)
were ascribed to the desorption of strongly adsorbed
hydrogen species. The higher desorption temperature in Pd/
N_AC indicated the strengthening Pd–support interactions
due to N doping. In addition, the intensity of desorption peak in
C.

RSC Adv., 2021, 11, 33646–33652 | 33649
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Table 2 Physical–chemical properties of Pd catalysts before and
after N doping

Entry Catalyst Pd loadinga (wt%) Metal dispersionb (%)

1 Pd/AC 0.47 22.4
2 Pd/N_AC 0.48 35.7

a Determined by ICP-AES. b Determined by H2–O2 titration.

Fig. 5 H2-TPD profiles of AC, N_AC, Pd/AC and Pd/N_AC.
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Pd/N_AC was obviously stronger than that in Pd/AC, suggesting
the doping of N atoms into AC facilitated the adsorption and
activation of molecular hydrogen. Rossi et al. illustrated the
crucial role of nitrogen atoms over Au@N-doped carbon cata-
lysts in promoting the heterolytic activation of molecular
hydrogen.42

3.5 Stability of Pd catalysts

To better understand the crucial role of N species, the sintering
resistance of Pd catalysts was investigated by XRD (Fig. 6). The
catalysts were calcined in N2 at 500 �C. Compared with fresh Pd
catalysts (Fig. S5†), the intensity of Pd (111) diffraction peaks
Fig. 6 XRD patterns of Pd catalysts after calcined at 500 �C.

33650 | RSC Adv., 2021, 11, 33646–33652
obviously increased aer heat treatment at 500 �C. The particle
sizes of Pd NPs were calculated through Scherrer equation. The
average size of Pd NPs in Pd/N_AC was 14.8 nm which was
smaller than that of Pd/C (16.7 nm). This results indicated
that N doping can secure Pd NPs on their original position and
inhibit the growth of Pd NPs.43,44 In addition, the surface area of
Pd/AC-500 and Pd/N_AC-500 was 921.2 and 940.6 m2 g�1, and
the corresponding pore volume was 0.488 and 0.489 cm3 g�1

respectively. The surface area and pore volume of aged samples
slightly increased compared with the fresh ones.
3.6 Inuence of nitrogen species on catalytic performance of
Pd catalysts

The activities of Pd catalysts before and aer N doping were
tested for the hydrogenation of 4-CBA. When N_AC without Pd
used as the catalyst, the conversion of 4-CAB was extremely low,
suggesting the N_AC was inactive due to its poor ability for
hydrogen molecular activation. Generally, metal state Pd0 was
catalytic active center of hydrogenation reaction.45,46 As shown
in Fig. 7, Pd loaded on N_AC exhibited higher catalytic activity
than that on N-free AC. Aer reaction for 3 h, the conversion of
4-CBA reached 91.5% while the conversion of Pd/AC was only
83.4%. Aer reaction for 3 h, the contents of Pd over Pd/AC and
Pd/N_AC catalysts were analyzed via ICP, and they were 0.47%
and 0.48% respectively. Therefore, Pd leaching was negligible.
The above structure characterizations indicated N-
functionalization of AC played important roles in the hydroge-
nation of 4-CBA. Firstly, N species as electron donors in support
could affect the chemical state of Pd NPs. N doping increased
the content of Pd0 due to the strong electron donating effect
of N species. In addition, nitrogen species promoted activation
capacity of hydrogen molecular, which was benecial for the
hydrogenation reaction. More importantly, N species enhanced
the superior dispersion of Pd NPs with narrow size distribution.
Thus, the improved activity of Pd/N_AC could be attributed to
the strong coordination of Pd with N species.

In present work, N doped AC samples were synthesized by
a hydrothermal method with urea as nitrogen resource. Fig. S6†
showed the catalytic activity of hydrogenation of 4-CBA over Pd
catalysts with different N doped AC as supports. The N doping
Fig. 7 Catalytic activity of Pd catalysts for 4-CBA hydrogenation.

© 2021 The Author(s). Published by the Royal Society of Chemistry
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was indeed benecial for the hydrogenation of 4-CBA compared
with N-free AC supported Pd. Here, N doped AC synthesized at
180 �C for 4 h supported Pd catalyst exhibited the best activity.
4. Conclusions

In summary, nitrogen heteroatoms were incorporated into AC
by a simple hydrothermal method with urea as nitrogen
resource. Pd supported on different N doped AC were prepared
by a wetness impregnation method and their catalytic perfor-
mances were evaluated in the hydrogenation of 4-CBA under
mild reaction conditions. Aer N doping, Pd catalysts exhibited
enhanced catalytic activity compared with Pd/AC. The critical
roles of N dopant in inuencing the electronic structures of Pd
on Pd/N_AC were investigated. Firstly, the XPS spectra veried
that N species as electron donor can increase the electron
density of Pd NPs, thus keeping the high percentage of Pd0 in
Pd/N_AC. Secondly, H2-TPD tests revealed that N doping
enhanced the activation ability of hydrogen molecular over Pd/
N_AC, and thereby facilitated the hydrogenation activity of 4-
CBA. Thirdly, Pd dispersion increased to 35.7% aer N doping,
and facilitated catalytic hydrogenation reaction performance.
More importantly, N doping promoted the effective immobili-
zation of Pd NPs by strong metal–support interaction through
the large electron affinity of N. As a result, Pd/N_AC showed
a better sintering resistance of Pd NPs than Pd/AC. The present
work may offer a feasible strategy to synthesize other metal
catalysts with high dispersion and well thermal stability.
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