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This paper reports the selective fabrication of a zeolitic imidazolate framework-8 (ZIF-8) cover layer over
the outer surface of silica hard-shell microcapsules (HSMC) to improve the microencapsulation technique
of phase change materials for heat storage materials. ZIF-8 was formed not only over the HSMC but also
in the synthesis solution side when using a conventional batch operation owing to the rapid formation rate
of ZIF-8 in the aqueous solution at 293 K. In this study, a semi-batch operation, which can control the
concentration of the components in the synthesis solution by gradually dropping the components, was
employed to decrease the formation rate of ZIF-8. X-ray diffraction results suggested that dropping
ingredients strongly affected the obtained products; the addition of the Zn®** aqueous solution into a
2-methylimidazole (Hmim) aqueous solution was suitable for the formation of ZIF-8, whereas the addition
of an aqueous solution of Hmim into the Zn?* aqueous solution formed Zn hydroxides as unfavorable by-
products. Field-emission scanning electron microscopy and energy-dispersive X-ray spectroscopy results
confirmed that the semi-batch operation with the addition of Zn?* into the Hmim aqueous solution
selectively formed a ZIF-8 cover layer over the HSMC. We conclude that the semi-batch operation is an
effective procedure for suppressing the unfavorable homogeneous nucleation on the solution side and
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Introduction

Porous hollow silica particles, which comprise an inner
hollow cavity and a porous SiO, shell, have received
considerable attention in various fields, including catalysis,
drug delivery, sensors, functional coatings, thermal
insulation, and energy storage."” In the field of energy
storage, porous hollow silica particles are expected to be
applied to the encapsulation of phase change materials
(PCMs) for latent heat storage systems.” " Notably, although
the thermal conductivity of silica is low, microencapsulation
can lower its thermal resistance (details are provided in
section 1 of ESIT) and increase its surface area, resulting in
better thermophysical properties. In principle, organic and
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making heterogeneous nucleation dominant without any additives to fabricate the ZIF-8 cover layer.

inorganic PCMs can be filled into the hollow space of the
hard-shell microcapsule (HSMC) through the pores in the
SiO, shell. The pores in the SiO, shell cause the charged
PCMs to leak from the hollow cavity during their utilization
in the latent heat transportation system. Therefore, the pores
in the SiO, shell must be covered with nonporous or porous
materials with a pore diameter smaller than those of PCMs to
prevent the leakage of PCMs from the HSMC.

When paraffin, a common organic PCM, is filled into the
hollow space of HSMCs for use at 60-100 °C, which is
currently not effectively utilized, the following synthesis
conditions are required during the fabrication of a covering
layer. First, the synthesis temperature must be lower than the
melting point of PCMs to prevent them from leaking out due
to melting. Second, solvents that cannot easily dissolve PCMs
must be selected to prevent leakage due to dissolution. Third,
heat treatment at high temperatures to synthesize the
covering layers must be avoided to prevent PCMs from
decomposition and/or combustion.

Shell materials used for direct microencapsulation of
PCMs by emulsion methods are considered to be ideal
candidates for cover layer materials for HSMCs. Previously,
SiO, and TiO, have been used as inorganic shell materials
owing to their high mechanical stability and thermal

This journal is © The Royal Society of Chemistry 2022
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conductivity."> SiO, has been widely investigated and can be
easily prepared by the Stober process via hydrolysis and
condensation of tetraethyl orthosilicate (TEOS)."> However,
the sol-gel process using TEOS is generally performed in a
mixed solution of alcohols and water.’® Therefore, there is a
risk of paraffin leakage due to dissolution by alcohols during
the synthesis process.

Acrylic and melamine resins have been reported to be
used as organic shell materials.'> They have good structural
flexibility but less mechanical stability and thermal
conductivity when compared with those of inorganic shell
materials. Because polymethyl methacrylate (PMMA), which
is an acrylic resin, was reported to be synthesized at around
318-363 K, paraffin will presumably leak from HSMC
during the PMMA cover layer synthesis owing to the melting
of paraffin. Therefore, the synthesis of cover layers while
maintaining the PCMs within the HSMCs is a challenging
task.

Zeolitic imidazolate frameworks (ZIFs) with a sodalite
structure, a subclass of metal organic frameworks (MOFs),
are promising materials that can satisfy the aforementioned
requirements. ZIF-8, -67, and -90 are composed of zinc cation
and 2-methylimidazole (Hmim) linker, cobalt cation and
Hmim linker, and =zinc cation and 2-formylimidazole,
respectively. These have been widely investigated for various
applications such as catalysis,"> gas separation,'® enzyme
immobilization,"”'® and heat storage.'® These ZIFs can be
synthesized in an aqueous solution.>**?® Furthermore,
synthesizing these ZIFs in water solvent is advantageous
because ZIF synthesis can proceed at approximately 293 K
and no high-temperature heat treatment is required.

Among them, ZIF-8, which has large cages (11.6 A in
diameter) and small apertures (3.4 A),>’ has also been
extensively investigated as a material for membranes.'®*®
The ZIF-8 membrane was reported to selectively separate
propylene from the gas mixture of propylene and propane.*®
The leakage of PCMs, whose size is larger than that of
propane, is expected to be suppressed using ZIF-8 as the
cover layer.

Because the thermal conductivity” and mechanical
stability®® of ZIF-8 are reported to be comparable to those of
organic materials such as PMMA, ZIF-8 is a promising
material as a cover layer. It has high potential for preventing
paraffin leakage caused by dissolution, melting, and
decomposition during the ZIF-8 synthesis at approximately
293 K in water solvent. Therefore, ZIF-8 is selected as the
cover layer of HSMC containing PCMs in this study.

Some efforts have been made to synthesize a ZIF-8 cover
layer on the outer surface of a silica sphere®® for high-
performance liquid chromatography,®**® pervaporation,**
and drug delivery,”> among others. Homogeneous
nucleation dominantly proceeds because the ZIF-8 formation
rate is markedly fast in aqueous solution;**** this is
unfavorable for the synthesis of the cover layer. Sorribas et al.
reported the fabrication of a mesoporous silica sphere-(ZIF-
8) core-shell composite at room temperature,®® wherein the
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in situ deposition of ZIF-8 seeds over silica spheres and the
crystal growth of deposited ZIF-8 were realized in two
different solutions—an aqueous solution and a mixed
solution of water and methanol, respectively—to
predominantly promote heterogeneous nucleation and crystal
growth. Peng et al. reported that a very thin ZIF-8 layer was
constructed over the silica nanospheres by immersing them
alternately in Zn®>" methanol and Hmim methanol
solutions.*® They also reported that the thickness of the ZIF-8
layer was controlled in the nano-order by varying the
immersion cycles. In this way, multistep coating processes
using methanol solutions have been applied to successfully
fabricate ZIF-8 layers on the silica spheres. However, the
increased number of coating steps and the incorporation of
additives, such as methanol, increase the risk of PCM leakage
during the multistep coating process. In addition, methanol,
which is used as an inhibitor of ZIF-8 formation to effectively
promote crystal growth, is a toxic organic solvent. Therefore,
a simpler procedure is needed for controlling the ZIF-8
formation in aqueous systems at relatively low temperatures
and without additives to selectively fabricate a ZIF-8 layer
over the outer surface of the HSMC. This study proposes a
simple procedure to control the ZIF-8 nucleation rate in
aqueous systems, which will enable a more precise control of
the morphology of ZIF-8 layers over various supports.

We report the synthesis of ZIF-8-coated SiO, hard-shell
microcapsules (ZIF-8/HSMCs) in an aqueous system at 293 K.
Two different operations (batch and semi-batch operations)
were investigated to fabricate the ZIF-8 cover layer on the
outer surface of the HSMC. In the semi-batch operation, one
component used to construct ZIF-8 can be periodically
supplied to the other. Heterogeneous nucleation and crystal
growth are expected to dominate by controlling the
concentration of the components of ZIF-8 in an aqueous
solution and by suppressing the ZIF-8 formation rate.
Further, the importance of the dropping component in the
semi-batch operation to ZIF-8 is discussed. Improving the
control technique for the ZIF-8 formation rate without any
organic solvents and additives can provide process
intensification for preparing ZIF-8 cover layers and
membranes.

Experimental
Materials

For the synthesis of HSMCs, sodium silicate solution (52-
57%), ammonium hydrogen carbonate, and hexane were
purchased from FUJIFILM Wako Pure Chemical Corporation;
sodium polymethacrylate was obtained from Sigma-Aldrich
Japan; and polyoxyethylene sorbitan monooleate (Tween80)
and sorbitan monooleate (Span80) were purchased from
Tokyo Chemical Industry Co., Ltd.

Hydrochloric acid (0.1 mol L™) and 3-(2-imidazolin-1-yl)
propyltriethoxysilane (IPTES) were purchased from Nacalai
Tesque Inc. and Sigma-Aldrich Japan, respectively, for the
IPTES modification on the surface of the HSMC.

CrystEngComm, 2022, 24, 7378-7386 | 7379
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For the fabrication of the ZIF-8 cover layer, zinc nitrate
hexahydrate and 2-methylimidazole (Hmim) were supplied
from Nacalai Tesque Inc. and Tokyo Chemical Industry Co.,
Ltd., respectively. All purchased chemicals were used without
any other purification.

Preparation of silica hard-shell microcapsules (HSMC)

Silica hard-shell microcapsules (HSMC) are synthesized using
a double-emulsion system. The synthesis procedures for
HSMC have been described in detail in previous papers.”'*!*

Synthesis of ZIF-8-coated silica hard-shell microcapsules (ZIF-
8/HSMC)

The synthesis of ZIF-8/HSMC was conducted in two steps
(Scheme 1): IPTES was modified on the surface of HSMC in
the first step (Scheme 1a), followed by ZIF-8 coating over the
IPTES-HSMC as second step (Scheme 1b).

Modification of IPTES on the HSMC surface. The surface
of the HSMC was modified with IPTES based on the previous
reports*®*? to form active species for promoting the selective
nucleation of ZIF-8. A polypropylene cup (100 mL) was
charged with HSMC (0.40 g), IPTES (0-1.40 g), and 0.01 M
HCI aqueous solution (20 mL). The cup was then shaken in a
shaking water bath at 333 K for 2 h. The solids were filtered
under suction, which repeatedly rinsed with deionized water,
and dried overnight at room temperature to obtain IPTES-
HSMC.

This study focused on developing a synthesis process for
the ZIF-8 cover layer over HSMC. Therefore, in this study, no
PCM was charged in the HSMC.

Synthesis of ZIF-8-coated silica hard-shell microcapsules (ZIF-
8/HSMC)

The coating of ZIF-8 over the IPTES-HSMC was performed by
two different operations, i.e., a batch operation and a semi-
batch operation, which were conducted in the aqueous
solution at 293 K. With respect to the semi-batch operation,
the influence of the dropping solutions on ZIF-8 formation
was investigated.

Preparation by batch operation. An aqueous solution
containing 2-methylimidazole (Hmim) was prepared by

>

o}
i AN
/\oi,/\/\N &)

/ \
/ \
J OMoy oy OHop,

Ty 8, (e
IPTES modification
Surface of HSMC Surface of HSMC
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Scheme 1 Schematic of the fabrication process for ZIF-8/HSMC. (a)
IPTES modification process on the HSMC surface and (b) formation
process for ZIF-8 cover layer using a batch operation or semi-batch
operation.
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dissolving 3.62 g of Hmim with 40 mL of deionized water,
and the IPTES-HSMC (approximately 0.44 g, which
corresponded to 0.40 g of HSMC) was suspended in this
aqueous solution. An aqueous solution containing
Zn(NO3),-6H,0 (0.40 g) and deionized water (20 mL) was then
poured into the aqueous solution for a very short time. The
mixture was stirred at 293 K for 100 min, followed by
centrifugation. The obtained precipitate was washed with
deionized water and centrifuged; the washing process was
repeated thrice. The particles were then dried overnight in a
vacuum desiccator at room temperature. The obtained
product is denoted as ZIF-8/HSMC-B.

Preparation of ZIF-8/HSMC-SBz,, by a semi-batch operation
with adding Zn”>* aqueous solution to the Hmim aqueous
solution. Zinc nitrate hexahydrate (0.40 g) was dissolved in
deionized water (20 mL) to obtain a Zn>" aqueous solution,
and this was used as the supply solution. A polypropylene
cup (100 mL) was charged with an aqueous solution prepared
by the dissolution of Hmim (3.62 g) in 40 mL of deionized
water, and the IPTES-HSMC (approximately 0.44 g, which
corresponded to 0.40 g of HSMC). The Zn** aqueous solution
was intermittently added to a polypropylene cup using a
peristaltic pump at 0.20 mL min™" of feed rate over 100 min
at 293 K. The mixture was stirred during the addition of the
Zn*" aqueous solution and aging after the periodic addition
of the Zn** aqueous solution. The supernatant was removed
by centrifugation, and the obtained particles were washed
three times with deionized water, followed by drying under
decompressed pressure at room temperature to obtain ZIF-8/
HSMC-SBy,,.

Preparation of ZIF-8/HSMC-SByni,, with a semi-batch
operation by adding the Hmim aqueous solution to the Zn**
aqueous solution. ZIF-8/HSMC-SBymim Was prepared by the
intermittent addition of a Hmim aqueous solution to a Zn**
aqueous solution. Zinc nitrate hexahydrate (0.40 g) and
Hmim (3.62 g) were dissolved in 40 and 20 mL of deionized
water, respectively. The procedure for the semi-batch
operation was the same as that for ZIF-8/HSMC-SBy,,, except
that the Hmim aqueous solution was periodically added at
0.20 mL min~" to the Zn aqueous solution.

Characterization

X-ray diffraction (XRD) patterns of each ZIF-8/HSMCs were
acquired using a Rigaku MiniFlex600-C apparatus equipped
with a Cu-Ka radiation source operating at 40 kV and 15 mA.
The theoretical XRD pattern of ZIF-8 was simulated by
VESTA** based on COD No. 4118891. Field-emission scanning
electron microscopy (FE-SEM) images of each ZIF-8/HSMCs
were obtained using a JEOL JSM-7500F instrument operated
at 5 kV. Energy-dispersive X-ray spectroscopy (EDS) spectra
for elemental mapping were acquired using a JEOL EX-64195
JMU installed in the same SEM instrument. Nitrogen
adsorption isotherms were recorded at 77 K using a
MicrotracBEL BELSOPR-mini instrument after pretreatment
at 473 K under a flow of N, at 50 mL min . The specific

This journal is © The Royal Society of Chemistry 2022
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surface area was evaluated from the N, adsorption data using
the Brunauer-Emmett-Teller (BET) method.
Thermogravimetric and differential thermal analysis (TG-
DTA) was conducted on a Rigaku Thermo plus EVO2 TG 8121
over a temperature range between room temperature and 973
K at a heating rate of 5 K min~" in a flow of a mixture of O,
and N, (0,:N, = 1:4, total flow rate = 125 mL min™").

Results and discussion
IPTES modification of HSMCs

The formation of active species on the surface of materials by
the immobilization of organosilanes is an effective technique
for heterogeneous nucleation and crystal growth. For
instance, the modification of 3-aminopropyltriethoxyxilane
(APTES)**® and 3-(2-imidazolin-1-yl)propyltriethoxysilane
(IPTES)****** on the surface of supports has been reported
to promote the formation of dense ZIF-8 membranes. In this
study, IPTES was employed as a surface modifier for the
selective formation of a ZIF-8 cover layer over the outer
surface of HSMCs. Fig. 1 shows the amount of IPTES
modified on the HSMCs prepared by varying the IPTES
concentrations. The detailed procedure for evaluating the
modified amount of IPTES is described in section 2 of ESL}

The modified amount of IPTES increased with increasing
IPTES concentration up to 70 g L™%; it was maintained at a
constant 3.3 molecule per nm” at an IPTES concentration
greater than 70 g L™". These results suggest that the number
of IPTES molecules modified on the surface of the HSMCs is
saturated on IPTES-HSMCs obtained at IPTES concentrations
greater than 70 g L™". Therefore, IPTES-HSMC prepared at an
IPTES concentration of 70 g L' was used for the synthesis of
the ZIF-8 cover layers in the following study.

Characteristics of ZIF-8-coated HSMC prepared by batch
operation (ZIF-8/HSMC-B)

ZIF-8-coated HSMC (ZIF-8/HSMC-B) was prepared in water at
293 K using conventional batch operation. Fig. 2 shows the
XRD patterns of the HSMC, simulated ZIF-8, and ZIF-8/

w
T

Modified IPTES amount
[molecule/nm?]
- N

0 O 1 1 L 1 1 1 L 1 1
0 20 40 60 80 100

IPTES concentration [g/L]

Fig. 1 Influence of IPTES concentration in the starting mixture on the
amount of IPTES modified in the HSMC.
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Fig. 2 XRD patterns of (a) the original HSMC, (b) simulated ZIF-8, and
(c) ZIF-8/HSMC-B prepared via batch operation.

HSMC-B. A broad peak at 26 = 23° attributed to amorphous
silica in the HSMCs is observed (Fig. 2a). For ZIF-8/HSMC-B
(Fig. 2¢), the peaks observed at 26 = 7.4°, 10.4°, 12.7°, 14.7°,
16.4°, 18.0°, 22.1°, 24.5°, 26.7°, and 29.6° coincided with the
simulated patterns of ZIF-8 obtained from crystal structure
data (COD No. 4118891), which indicates that the ZIF-8
crystalline structure is formed during batch operation.

Fig. 3 shows the SEM images of HSMC and ZIF-8/HSMC-B.
In the HSMC (Fig. 3a) prepared according to previous
reports,”'>" microspheres with a diameter of approximately
7 um were observed. Black spots of approximately 100 nm
were observed on the surface of the HSMC, and they were
attributed to the pore mouth in the SiO, shell, which can
connect the outer surface to the inner hollow cavity in the
HSMC. For ZIF-8/HSMC-B (Fig. 3b), significant changes in
the surface morphology of HSMC are hardly observed,
whereas polyhedral crystals clearly appear around the HSMC
particles; they are not observed in the original HSMC
(Fig. 3a). A variety of ZIF-8 shapes have been reported
depending on the progress of crystal growth.>>*” Cravillon
et al. reported that the ZIF-8 morphology transformed from
cubic to rhombic dodecahedron as the crystal grew over time
during the preparation by the solvothermal method using the
formate as a modulator.*” Polyhedral crystals observed in
Fig. 3b are suspected to be ZIF-8 crystals. The low-magnitude
SEM image and SEM-EDS maps of ZIF-8/HSMC-B are shown
in Fig. 3c and d, respectively. Zinc species, one of the
components of ZIF-8, are found to be located not only in the
polyhedral crystals but also on the surface of the HSMC
(Fig. 3c). These results suggest that ZIF-8 may be precipitated
on the HSMC; however, the nucleation of ZIF-8 also occurs in
the solution during the preparation by batch operation. The
selective formation of the ZIF-8 cover layer on the HSMC was
unsuccessful using conventional batch operation.

With respect to the batch operation, the formation of ZIF-
8 crystals around the HSMC was probably attributed to the
rapid nucleation of ZIF-8 on the synthesis solution side.
Tanaka et al. reported that a cloudy colloidal suspension of
ZIF-8 can be obtained in only 10 s when using Zn(NO;),-6H,0
as a zinc resource in an aqueous solution at room

CrystEngComm, 2022, 24, 7378-7386 | 7381
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Fig. 3 (a) High-magnitude SEM images of original HSMC and (b) ZIF-8/HSMC-B prepared via batch operation, (c) low-magnitude SEM image, and

(d) EDS mapping of Zn for ZIF-8/HSMC-B.

temperature.’” The ZIF-8 formation by batch operation is
conducted under similar conditions, ie., in a water solvent
using zinc nitrate. In the batch operation, the concentrations
of both components increased in the synthesis solution
immediately after mixing the Zn aqueous solution with the
Hmim aqueous solution. The high concentration of Zn** and
Hmim in the solution is suggested to increase the ZIF-8
formation rate and dominantly promote the homogeneous
nucleation of ZIF-8 in the synthesis solution side (Scheme 2).

Fabrication of ZIF-8/HSMC by semi-batch operation and their
characteristics

Heterogeneous nucleation occurs preferentially at low
supersaturation compared with homogeneous nucleation. It
is essential to maintain a low precursor concentration and
suppress the formation rate of ZIF-8 to selectively form a ZIF-

8 cover layer on the outer surface of the HSMC at low
supersaturation. Therefore, we focus on a semi-batch
operation to control the formation rate by suppressing the
precursor concentration in the preparation mixture to
synthesize ZIF-8 over HSMC selectively.

Since ZIF-8 is composed of two ingredients, Zn** and
Hmim, and there are two ways to add these materials: one is
to drop the Zn** aqueous solution into the Hmim aqueous
solution, and the other is to drop the Hmim aqueous
solution into the Zn** aqueous solution. Fig. 4 shows the
XRD patterns of ZIF-8/HSMC prepared by the semi-batch
operation (ZIF-8/HSMC-SB) with the two different ways of
adding the ingredients. In the case of ZIF-8/HSMC-SBymim,
which was prepared by dropping the Hmim aqueous solution
into the Zn*" aqueous solution, several peaks were observed,
but none corresponded to ZIF-8 (Fig. 4a). The observed peaks
indicate the formation of Zn(OH),, Zn(OH)(NO;)-H,O, and

2+ Hmim
Zn O 7 2+
Hmim Hmim

Zn2* : high concentration

*.., —ZIF-8 formation rate : high

ZIF8 ¢

formed in solvent side o o

O

e D
¢ o
o O

Predominance of

homogeneous nucleation

Scheme 2 Formation of ZIF-8 crystals through predominant homogeneous nucleation in the synthesis solution side during batch operation.
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O ZIF-8
° & Zn(OH),
O Zn(OH)(NO5)(H,0)
V' Zng(OH)5(NO3)(H,0),

o

Intensity [a.u.]

Intensity x1/2
s

5 10 15 20 25 30
20 [degree]
Fig. 4 XRD patterns of the ZIF-8/HSMC-SB prepared by the semi-
batch operation. (a) ZIF-8/HSMC-SBymim prepared by feeding the
Hmim aqueous solution into the Zn?* aqueous solution, (b) simulated

ZIF-8, and (c) ZIF-8/HSMC-SBz, prepared by supplying the Zn?*
aqueous solution into the Hmim aqueous solution.

Zns(OH)g(NO3),-2H,0.>* In contrast, the peaks corresponding
to crystalline ZIF-8 clearly appeared in the case of ZIF-8/
HSMC-SB,, which was prepared by dropping the zn**
aqueous solution into the Hmim aqueous solution (Fig. 4c),
indicating that the ZIF-8 crystalline structure was formed
during the preparation process. These results clearly suggest
that the dropping ingredient strongly affects the formation of
ZIF-8 in the semi-batch operation.
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In water, both mim~ generated by the deprotonation of
Hmim and OH~ competitively coordinated to Zn**, which
results in the generation of ZIF-8 and zinc hydroxides,
respectively. Therefore, an excess amount of Hmim compared
to Zn®" is required to suppress the formation of zinc
hydroxides as by-products for the aqueous system to
synthesize ZIF-8.>%>%0-18:49

Tanaka et al. reported that a Hmim/Zn molar ratio greater
than 40 is necessary to obtain highly pure ZIF-8 without any
by-products using Zn(NOj3), as a zinc precursor in the water
solvent.>* In semi-batch operation, the Hmim/Zn molar ratio
in the preparation mixture for ZIF-8 varied with the elapsed
time. Fig. S21 shows the calculated change in the Hmim/Zn
molar ratio in the semi-batch operation as a function of the
dropping time. The Hmim/Zn molar ratio was always less
than 30 when Hmim was added to the Zn** aqueous solution
(Fig. S2at), which brings about the preferential coordination
of OH™ to Zn*" to form the unfavorable zinc hydroxides.**
Hmim/Zn molar ratio was always higher than 30 by dropping
Zn*" in to Hmim aqueous solution (Fig. S2bt). In this case,
the presence of sufficient free mim™ around the added Zn**
promoted the favorable Zn?*'-mim~ coordination, which
results in the preferential ZIF-8 formation. In the aqueous
synthesis of ZIF-8 using a semi-batch operation, the dropped
ingredient species is suggested to play an important role in
regulating the coordination species to Zn>" to suppress the
formation of by-products such as Zn hydroxides.

The morphology of ZIF-8-coated HSMCs prepared by semi-
batch operations with different dropping ingredients was
investigated by SEM, as shown in Fig. 5. For ZIF-8/HSMC-
SBumim, grains with several different shapes such as plates,

Fig. 5 (a) High-magnitude SEM images of ZIF-8/HSMC-SBymim and (b) ZIF-8/HSMC-SBz,, (c) low-magnitude SEM image, and (d) EDS mapping of

Zn for ZIF-8/HSMC-SBz,.

This journal is © The Royal Society of Chemistry 2022
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semi-batch operation.

rods, and needles were observed (Fig. 5a). Watanabe et al.
reported that rod-shaped particles were obtained as by-
products during the ZIF-8 preparation using a microreactor
in an aqueous solution at Hmim/Zn = 20.** Therefore, these
grains are attributed to the formation of zinc hydroxides,
which was confirmed by XRD measurements (Fig. 4a).

For the ZIF-8/HSMC-SBy, prepared by dropping the Zn*'
aqueous solution into Hmim aqueous solution, the apertures
of the original HSMC disappeared and an uneven surface
appeared (Fig. 5b). These uneven surfaces comprised grains
with a diameter of approximately 600 nm, which were
connected to each other. A low-magnification SEM image and
elemental mapping of Zn by SEM-EDS measurements are
shown in Fig. 5¢ and d, respectively. Zinc species were found
to be selectively present in HSMCs. The XRD (Fig. 4c) and
SEM-EDS (Fig. 5b-d) results clearly reveal that grains
comprising ZIF-8 formed over the outer surface of the HSMC.
A semi-batch operation is a good method to control the
reactant concentration in the preparation mixture because
one ingredient is gradually supplied to the others. Scheme 3
illustrates the formation of the ZIF-8 cover layer using a
semi-batch process. Semi-batch operation by the gradual
addition of Zn®>" can maintain low concentration in the
preparation mixture to form ZIF-8, which can decrease the
formation rate of ZIF-8 and inhibit the homogeneous
nucleation of ZIF-8 on the solution side. Heterogeneous
nucleation and crystal growth became dominant by
suppressing homogeneous nucleation, which results in the
selective formation of a ZIF-8 cover layer on the outer surface
of the HSMCs. Therefore, the control of the ZIF-8 formation
rate by semi-batch operation is extremely effective for the
selective ZIF-8 formation over the outer surface of the HSMC.

Conclusions

The preparation of ZIF-8/HSMCs in an aqueous system at 293
K was investigated. The HSMCs surface was modified with
IPTES to facilitate the heterogeneous nucleation and crystal
growth of ZIF-8; the amount of IPTES modified over the
HSMCs was varied by controlling the initial concentration of

7384 | CrystEngComm, 2022, 24, 7378-7386

IPTES during the modification process. The ZIF-8 layer hardly
formed over the outer surface of the HSMCs when using the
conventional batch operation because ZIF-8 crystals
precipitated in the solution side by unfavorable
homogeneous nucleation. The type of ingredients fed in a
semi-batch operation were found to be key factors in
obtaining ZIF-8, which feeds the Zn*" aqueous solution into
the Hmim aqueous solution produced ZIF-8, whereas adding
the Hmim aqueous solution into the Zn>" aqueous solution
resulted in the generation of several types of zinc hydroxides.
ZIF-8/HSMC-SBy,,, prepared by semi-batch operation feeding
Zn*" to the Hmim solution, and ZIF-8 crystals were selectively
deposited over the outer surface of HSMCs; this leads to the
successful fabrication of the ZIF-8 cover layer.

This semi-batch operation introduces the option of
making the heterogeneous nucleation and crystal growth
dominant. This can contribute to reducing the amount of
additives (such as modulators and/or organic solvents)
needed to fabricate a uniform and dense cover layer of ZIF-8.
Additionally, our findings clearly suggest that the order and
supplying rate in which the ingredients are fed strongly affect
the formation of ZIF-8, and can help suppress the
homogeneous nucleation and generation of byproducts. This
can improve the productivity on a large-scale and enable the
formation of ZIF-8, not only over the surface of fine particles,
but also over various supports for membranes.

In the semi-batch operation, a threshold for the dropping
rate at which the homogeneous nucleation becomes
dominant is likely to exist. Although it was not quantitatively
estimated in this study, the evaluation of this limitation
would help us find an operation range in which
heterogeneous nucleation can be maintained to form a
uniform cover layer. The threshold for the dropping rate is
presumably affected by the synthesis conditions, such as the
concentration of the ingredients, Hmim/Zn molar ratio, Zn
precursors, temperature, and pH. Further studies for
evaluating this threshold are thus required.

The stability of the ZIF-8 layer, an important factor for
using ZIF-8/HSMCs, was not evaluated in this study. The ZIF-
8 structure is reported to be intact for 2 months in water at

This journal is © The Royal Society of Chemistry 2022
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room temperature®® and 7 d in water at 100 °C,”" but is easily
dissolved in HCI aqueous solution (pH = 0).° The ZIF-8/
HSMCs will be used in water containing a trace amount of
surfactant and polyvinyl alcohol to assist in the dispersion of
the microcapsules in latent heat transport systems. Further
studies for estimating the stability of ZIF-8 layer are required
under the optimized operating condition of microcapsules.
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