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Interaction of nanoparticles with lipid films: the
role of symmetry and shape anisotropy†

Lucrezia Caselli,a Andrea Ridolfi, ab Gaetano Mangiapia, c

Pierfrancesco Maltoni, ‡a Jean-François Moulin, c Debora Berti, a

Nina-Juliane Steinke,§d Emil Gustafsson,e Tommy Nylander *fg and
Costanza Montis *a

The bioactivity, biological fate and cytotoxicity of nanomaterials when they come into contact with living

organisms are determined by their interaction with biomacromolecules and biological barriers. In this context,

the role of symmetry/shape anisotropy of both the nanomaterials and biological interfaces in their mutual

interaction, is a relatively unaddressed issue. Here, we study the interaction of gold nanoparticles (NPs) of

different shapes (nanospheres and nanorods) with biomimetic membranes of different morphology, i.e. flat

membranes (2D symmetry, representative of the most common plasma membrane geometry), and cubic

membranes (3D symmetry, representative of non-lamellar membranes, found in Nature under certain

biological conditions). For this purpose we used an ensemble of complementary structural techniques,

including Neutron Reflectometry, Grazing Incidence Small-Angle Neutron Scattering, on a nanometer

lengthscale and Confocal Laser Scanning Microscopy on a micrometer length scale. We found that the

structural stability of the membrane towards NPs is dependent on the topological characteristic of the lipid

assembly and of the NPs, where a higher symmetry gave higher stability. In addition, Confocal Laser Scanning

Microscopy analyses highlighted that NPs interact with cubic and lamellar phases according to two distinct

mechanisms, related to the different structures of the lipid assemblies. This study for the first time

systematically addresses the role of NPs shape in the interaction with lipid assemblies with different symmetry.

The results will contribute to improve the fundamental knowledge on lipid interfaces and will provide new

insights on the biological function of phase transitions as a response strategy to the exposure of NPs.

Introduction

Living organisms are increasingly exposed to nanomaterials,
either intentionally administered or unintentionally released in
the environment. The interaction of nanosystems with
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biological matter proceeds through an intricate balance of
forces,1–3 occurring at the nano-bio interface, where nano-
materials, e.g. nanoparticles, meet biological fluids and barriers
(such as biological membranes). Disentangling these contributions
is key to understand the fate of the nanoparticles in living systems,
in particular their toxic effects and, concerning nanomaterials
designed for nanomedicine, their efficacy in reaching their
biological target.4–10 In this context, where multiple factors and
forces are simultaneously at play, the concept of symmetry, which
can be related both to the shape of NPs and to the nanoscale
structure of the target biological membrane, is particularly
interesting.

The role of NPs shape asymmetry is currently the focus of
extensive research. Both experimental and computational
studies highlight that the anisotropy of NPs is a determining
factor in their internalization pathways in cells.4,11–15 In parti-
cular, NPs shape modifies the area available for NPs adsorption
on lipid surfaces,16 therefore modulating the strength of
NP-membrane adhesion forces. Additionally, topological effects
are significant in the surface functionalization of NPs (e.g.,
ligand surface density), affecting their chemical identity.17

Finally, a high surface curvature, either uniformly distributed
on the surface of NPs (e.g., small NPs with sizes of a few nm) or
localized at the sharp edges of asymmetric NPs (e.g., nanorods),
is associated to higher energetic costs in terms of wrapping and
internalization by membranes.3,12,14,15 Anisotropic NPs, unlike
spheres, can reorient in proximity to the lipid interface to
minimize this energy penalty and maximize the adhesion
strength to the membrane.18

On the other side, biological membranes are commonly
characterized by a planar geometry with a bidimensional
structure, i.e., an infinite plan constituted by a lipid bilayer.
However, such arrangement can undergo striking temporary or
permanent topological modifications in selected conditions,
for instance in cell trafficking phenomena or in pathological
conditions, often related to a significant symmetry alteration.
In particular, curved membrane configurations characterized
by a 3D symmetry, as cubic bicontinuous arrangements, are
known to occur in cells under pathological conditions (e.g.,
drug detoxification, starving, infection, oxidative stress, and
cancer disease) or during certain phases of cell life (e.g.
membrane fusion).19–21 Up to now, the investigations related
to these so-called ‘‘cubic membranes’’ have been limited to a
descriptive level, while their biological function remains
practically unexplored.20,21 This is mainly due to the transient
nature of non-lamellar biological membranes, which makes
their investigation in natural systems very challenging.21 In this
framework, lipid models of synthetic nature, mimicking cubic
membranes structure, can be used to simplify the investigation.
Our recent findings22–24 show that it is possible to obtain solid-
supported lipid model surface layers of cubic symmetry, with
controlled physicochemical and structural features, enabling
the study of NPs-cubic membranes interaction in highly
simplified and controlled conditions.

Here we investigate how gold nanoparticles (AuNPs) of
different symmetry (namely gold nanospheres (AuNSs) and

gold nanorods (AuNRs)) but similar size and surface coating,
interact with target lipid films of different internal structure
(namely a lamellar phase, of 2D symmetry, and a cubic phase,
of 3D symmetry). By combining neutron scattering techniques
(Neutron Reflectivity and Grazing-Incidence Small-Angle
Neutron Scattering (GISANS)) with Confocal Laser Scanning
Microscopy (CSLM), we unravel NPs-lipid films interaction as
a function of time, from few minutes to many hours, and at
different lengthscales (from nanometers to micrometers).

Our results show that the shape and symmetry of both the
NPs and the lipid mesophase are key factors in driving the
mechanism and strength of NP–lipid film interaction. Overall,
these findings improve our understanding of the nano-bio
interface. In addition, this contribution provides potential
insights into the role of cubic membranes in biological
systems.

Results and discussion
Characterization of gold nanoparticles and lipid films of
different symmetry

Cationic gold nanospheres (AuNSs) and nanorods (AuNRs) in
water were prepared according to well-known synthetic
routes.25–28 The concentration of particles was determined by
ICP-AES, as described in the ESI.† Fig. 1, Panel (a) shows the
Small Angle X-ray Scattering (SAXS) profiles and Transmission
Electron Microscopy (TEM) images of both AuNSs and AuNRs.
SAXS of AuNSs were analysed with a spherical form factor with
Schulz polydispersity. AuNSs were found to be polydisperse
spheres (PD 0.4) with a metal core of 3.4 nm, in perfect
agreement with TEM (d = 3.4 � 0.6 nm). SAXS data of AuNRs
were analysed applying a model with cylindrical form factor
with a polydisperse cross section. The fitting parameters are
consistent with 7.4 (length width�1) aspect ratio nanorods
(length 19.2 nm, diameter 2.6 nm (PD 0.2)), in line with TEM
analysis (length 18 � 5 nm, diameter 4 � 1 nm). The cationic
capping agents of AuNSs and AuNRs (mearcaptoundecyl-N,N,N-
trimethyl ammonium bromide (TMA) and cetyltrimethyl
ammonium bromide (CTAB), respectively) determine for both
spheres and rods an overall positive zeta potential (+26 � 1 mV
for AuNSs, +45 � 2 mV for AuNRs). In summary, both AuNSs
and AuNRs are characterized by a net positive charge, which
has been shown to result in a strong attractive interaction with
zwitterionic phospholipid membranes, characterized by a
slightly negative zeta potential.1,29 In addition, spherical NPs
are characterized by a diameter similar to the rods cross section
diameter; therefore, the main difference between AuNSs and
AuNRs is the strong asymmetry of AuNRs, with two curved
surfaces (the poles), separated by a cylindrical body.

Lipid films on glass coverslips of different liquid crystalline
structure were prepared by spin-coating n-hexane solutions of
1-monoolein (GMO) to produce a cubic phase film and of GMO/
DOPC (1,2-dioleoyl-sn-glycero-3-phosphocholine) (50/50 mol%)
to obtain a lamellar phase film. For CLSM experiments, a
fluorescent hydrophobic dye (Nile Red, 0.1 mol% with respect
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to the total lipid amount) was added. The lipid films were then
dried in vacuum to completely remove the solvent and
subsequently hydrated with an excess of water. Fig. 1, Panel
(b), displays the 3D reconstructions of fully hydrated GMO and
GMO/DOPC films. The morphology of the films at the micron-
scale appears very similar, i.e., a homogeneous thickness
(of 10 � 2 mm for both films), with low roughness. Due to the
different compositions, it is expected that the lipid films
are characterized by a different structural arrangement at a
nanometric length scale: a Pn3m cubic phase for GMO films
and a La lamellar phase for GMO/DOPC films (see the schemes
in Fig. 1b). This was confirmed by neutron reflectometry as
described in the following section.

Nanoparticles-lipid films interaction at a nanometric
lengthscale

GMO and GMO/DOPC films were formed on ultra-polished
silicon blocks and fully hydrated with excess D2O, they were
then equilibrated for 12 h before characterisation with Neutron
Reflectivity. Subsequently, AuNSs in D2O were pumped in the
measurement cell at a concentration of 3 � 1014 particles mL�1

(corresponding to 0.12 mg mL�1 gold concentration). It is
worth noticing that, being lamellar and cubic films prepared
with the same total amount of lipid, the same AuNSs concen-
tration was employed to challenge lamellar and cubic films.
Then, after 8 h incubation, the reflectivity curve for the lipid
films in the presence of AuNSs was recorded.

The reflectivity profiles of GMO/DOPC (Fig. 2a) and GMO
(Fig. 2b) films without NPs are consistent with the formation of
highly ordered mesophases, with multiple Bragg reflections.

Also the detector images (inset in Fig. 2) show considerable off-
specular scattering that reflects the structure of the lipid films.
In particular, the reflectivity profile of the GMO-DOPC film
features two prominent Bragg peaks located at 0.099 and
0.192 Å�1, corresponding to the first two reflexes of the lamellar
La phase. As sketched in Fig. 2a (left inset), the lamellar
structure of the micrometric film consists of a stack of flat
lipid bilayers separated by water layers. The unit cell spacing
was calculated using the Q-position of the maximum intensity
first-order reflexes30 (see ESI,† for details), yielding a value of
64 � 1 Å. This value is consistent with previous results obtained
for a bulk GMO/DOPC La-phase.31 Considering a thickness of
about 34–37 Å for the GMO/DOPC bilayer (based on 37 Å and
34 Å for DOPC and GMO bilayers,32,33 respectively), the water
interlayers will have a thickness of 26–29 Å. The reflectivity
profile of the GMO lipid film (Fig. 2b) presents at least two
clearly distinguishable Bragg peaks, indicating also in this case
a highly ordered internal structure. The position of these two
peaks are at Q-values 0.091 and 0.111 Å�1. These Q values can
be associated to an inverse cubic phase with crystallographic
space group Pn3m, corresponding to Miller indices (110) and (111).
As depicted in the right inset, this structure has a bicontinuous
nature, featuring a single lipid bilayer with negative curvature at the
interface between lipid polar headgroups and water, which divides
the inner space into two sets of interwoven aqueous channels. The
lattice spacing d, calculated as described in the ESI,† is 95 � 0.5 Å,
corresponding to a water channel diameter of 44 Å,34 similar to the
diameter of the NPs.

When AuNSs are added to the GMO/DOPC film, the reflec-
tivity still shows Bragg reflection peaks typical of the lamellar

Fig. 1 (Panel a) Physicochemical properties of NPs. Left: SAXS profile of AuNSs in water (at a concentration of 1.1 � 1015 particles mL�1) and the
corresponding fit with a Schulz polydisperse spheres model (see ESI,† for details). The inset shows a typical TEM image of AuNSs; Right: SAXS profile of
AuNRs in water (at a concentration of 2.4 � 1014 particles mL�1) and curve fitting according to a Cylinder poly radius model. The inset reports a TEM
image of AuNRs; (Panel b) physicochemical properties of lipid films. Three-dimensional reconstruction of a confocal fluorescence z-stack of images of
the lamellar (left side) and the cubic (right side) films (tilted surface area of 150 � 150 mm). The insets depict the lamellar La (left side) and cubic Pn3m
(right side) structures.
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arrangement. Although the positions are unchanged compared
to before adding the particles, the presence of AuNSs produces
a significant reduction in the peaks intensity. This suggests
that a partial disruption of the bilayer arrangement occurs
(a possible effect of lipid removal caused by the liquid flow
through the sample cell had been previously ruled out with a
control experiment, see ESI,† Fig. S4). However, the same
AuNSs seem to have negligible impact on the nanostructure
of the cubic lipid film: while a modification of the curve at low
Q might suggest a variation of the overall film thickness and
roughness, the presence of AuNSs does not significantly modify
neither the position nor the intensity of the Bragg peaks,
compared to the neat GMO film. This suggests that the nano-
structure in the cubic film is stable and does not change
even after 13 h of interaction (8 h of incubation + 5 h of
measurement) with the AuNSs.

We further investigated the structure of AuNSs/cubic phase
films by means of GISANS. The aim was to reveal possible
effects of AuNSs on cubic phases, occurring over a longer time
(8 h of incubation + 24 h of measurement, for a total AuNSs-
membrane interaction time of 32 h). This technique allows also
investigating the in-plane lipid arrangement and reveal how it
changes upon AuNSs injection.35 Lamellar films only have
structural order with respect to the normal of the layers, while
cubic phases are also characterized by high lateral ordering,
whose possible modifications can be easily detected by GISANS.
We performed GISANS on a neat GMO cubic film in D2O,
previously equilibrated for 12 h (Fig. 3a). Then, we added
AuNSs at the same concentration as used for the Neutron
Reflectivity measurements and left to incubate for 8 h.

The Qz/Qy GISANS pattern of GMO film in the absence of
AuNSs shows isolated spots, which represent the (110) and (111)
Bragg reflections of the Pn3m structure. By performing horizontal
line cuts (i.e. at constant Qz) from the 2D GISANS plot, we
determined the position of these highest intensity points (see
Fig. S1 of ESI,† for details). The obtained Q values correspond to a
Pn3m cubic space group, with an obtained lattice parameter of
102 Å, in good agreement with the Neutron Reflectivity analysis.
The presence of a spot-like pattern suggests a oriented cubic
structure at the interface,36 rather than a typical powder pattern
that is mostly the case for the corresponding bulk GMO. The
addition of AuNSs (Fig. 3b) smears out the spot-like pattern,
which is now barely distinguishable from the Debye–Scherrer
ring. This suggests a significant increase of the structural disorder
within the mesophase, which can be either due to a partial
disruption of the cubic symmetry or to a loss of spatial orienta-
tion, as well as loss of material from the surface. Interestingly, we
also observed a significant shrinkage of the cubic phase lattice
parameter in the presence of AuNSs (i.e., 2 nm) (see Fig. S2 of
ESI†), implying a dehydration of the structure induced by AuNSs.
In summary, GISANS data reveal a non-negligible impact of AuNSs
on the cubic structure, when observed on longer time scales, thus
complementing Neutron Reflectivity data. To conclude, for
(relatively) short interaction times (Neutron Reflectivity data),
the structural order of the lamellar mesophase decreases, while,
in the same timeframe, the cubic phase mesostructure appears
preserved. However, for longer incubation times (GISANS), AuNSs
also affect the structural order of the cubic film. Therefore, the
cubic mesophase appears significantly more stable than the
lamellar one, when subjected to AuNSs exposure.

Fig. 2 (Panel a) Structural characterization of GMO/DOPC films interacting with AuNSs. Top: Specular reflectivity profiles of the GMO/DOPC film in the
absence and in the presence of AuNSs, together with the reflectivity of the bare silicon. The inset sketches the inner La structure of the film; Bottom:
Images of the reflectivity detectors acquired for the La phase in the absence and in the presence of AuNSs; (Panel b) structural characterization of GMO
films interacting with AuNSs. Specular reflectivity of the GMO film in the absence and in the presence of AuNSs, together with the reflectivity of the bare
silicon. The top inset represents the Off-specular reflectivity of GMO films in the absence and in the presence of AuNSs, while the bottom inset sketches
the inner cubic Pn3m structure of the lipid film; Bottom: Images of the reflectivity detectors acquired for the Pn3m phase in the absence and in the
presence of AuNSs. Measurements acquired at OFFSPEC,55 ISIS Neutron and Muon Source (United Kingdom). The reflectivity profiles of lamellar and
cubic films in the presence of AuNSs were acquired after 8 h of incubation, with 5 h acquisition time, leading to a lipid films/AuNSs total interaction time
of 13 h.
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Fig. 4 shows Neutron Reflectivity data obtained for the same
lipid films (lamellar in Fig. 4a and cubic in Fig. 4b) exposed to
AuNRs at an Au concentration of 0.12 mg mL�1, measured
under the same experimental conditions as AuNSs. In contrast
to AuNSs, AuNRs completely destroy both the lamellar and
cubic arrangements, as evident from the absence of Bragg
reflexes in the corresponding reflectivity profiles as well as in
the reduced off-specular scattering in the inserted detector
images. Indeed, for both the lamellar and the cubic film the
Neutron Reflectivity profile of the remaining layer indicates a
thickness consistent with a pure GMO or GMO/DOPC bilayer
(curve fitting results are in the ESI,† Fig. S2). AuNRs and AuNSs

have similar size, i.e. similar cross section of the AuNRs and
AuNSs diameter, and bear a net cationic surface charge.
Therefore, the enhanced effect of AuNRs with lipid films
suggests a strong role played by NPs shape asymmetry in the
interaction with model lipid films.

Clearly, the drastic effect of AuNRs is not dependent on
whether the film has a lamellar or a cubic phase structure, in
the time frame of our experimental observations. To gain
further insight on this fast disruption process, we performed
Neutron Reflectivity kinetics studies, allowing for monitoring
the structural alteration produced by AuNRs on shorter time
scales.37 We measured the reflectivity of lipid films in H2O, just

Fig. 3 (a) GISANS pattern of GMO cubic Pn3m films, in the absence of NPs; (b) GISANS pattern of the GMO cubic Pn3m phase in the presence of AuNSs.
Measurements acquired at REFSANS, Heinz Maier-Leibnitz Zentrum, Garching, Germany. In both the patterns, intensities are reported in a logarithmic
scale. The reflectivity profiles of the cubic film in the presence of AuNSs was acquired after 8 h of incubation, with 24 h acquisition time, leading to a lipid
film/AuNSs total interaction time of 32 h.

Fig. 4 (Panel a) Structural characterization of GMO/DOPC films interacting with AuNRs. Top: Specular reflectivity profiles of the GMO/DOPC film in the
absence (red curve) and in the presence of AuNRs, together with the reflectivity of the bare silicon. The inset sketches the inner La structure of the film;
Bottom: Detector images acquired for the La phase in the absence and in the presence of AuNRs; (Panel b) structural characterization of GMO films
interacting with AuNRs. Specular reflectivity of the GMO film in the absence and in the presence of AuNRs, together with the reflectivity of the bare
silicon. The inset sketches the inner cubic Pn3m structure of the lipid film; Bottom: Detector images acquired for the Pn3m phase in the absence and in
the presence of AuNRs. Measurements acquired at OFFSPEC, ISIS Neutron and Muon Source (United Kingdom). The reflectivity profiles of lamellar and
cubic films in the presence of AuNRs were after 8 h of incubation, with 5 h acquisition time, leading to a lipid films/AuNRs total interaction time of 13 h.
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before and after the injection of AuNRs into the measuring cell,
following the change in the reflectivity at time intervals of
2.5 min, covering a time period of 5 h. Representative data
are shown in Fig. 5 as the (Qz,Qx) images from the reflectivity
measurements for the lamellar (Panel a) and cubic film (Panel
b), before and after AuNRs addition. The (Qz,Qx) maps of both
lamellar and cubic films in the absence of NPs show
pronounced off-specular patterns, featuring well defined
‘‘Bragg sheets’’ (see the red line in the left (Qz,Qx) plot of Panel
b, as an example). The high intensity of the off-specular Bragg
sheets allowed us to monitor the impact of AuNRs on the
structure of lipid films over time. Panels a and b highlight a
strong effect of AuNRs on both lamellar and cubic arrange-
ments. The main effect is the smearing out of the characteristic
Bragg sheets with time that ultimately leads to the complete
loss of the off-specular signal. This indicates a total disruption
of the films internal structure. Interestingly, lamellar films
completely lose their structural organization significantly faster
than cubic ones, with Braggs sheets completely vanishing
within 12 min. In contrast, the cubic phase off-specular signal
is still detectable after more than 2 h of incubation with AuNRs.
Thus, cubic phases show larger structural stability when
exposed to rods than lamellar ones. This is consistent with
the previous reported effect of spherical particles.

In summary, Neutron Reflectivity and GISANS data allowed
characterizing NPs-lipid films interactions at a nanoscale level,

revealing that: (i) AuNRs are more effective than AuNSs in
inducing structural modifications in the lipid films (ii) cubic
phases are more stable than lamellar phases. In this respect,
the first point is consistent with other studies reported in
literature. Indeed, several computational and experimental
studies highlighted that AuNRs exhibit a stronger interaction
with lipid membranes and that this a consequence of the
anisotropic shape of NPs.38,39 In addition, our results demon-
strate that this behaviour of AuNRs does not depend the
structure of the lipid assembly, i.e., it applies both to planar
membranes and to bilayers which are highly curved. On the
other hand, the higher stability of cubic phases towards the
interaction with NPs might be counterintuitive. In fact, cubic
phase-nanoparticle dispersions (cubosomes) are known to be
particularly prone to attach to target membranes, where lipid
exchange can occur.40 For the case with AuNP, the adhesion of
NPs to an already curved membrane might be more favourable
if the curvature of the particle matches that of the lipid aqueous
interface. We further investigated this aspect on the micron-
scale by studying the same systems with Confocal Laser
Scanning Microscopy (CLSM). This allowed us to follow the
morphological modification induced by NPs on lipid films.

Nanoparticles-lipid films interaction at a micrometer length scale

We performed the CLSM study over the same time frame of
Neutron kinetics measurements. For this purpose, fluorescently

Fig. 5 (Panel a) Structural characterization of GMO/DOPC films interacting with AuNRs at short time-frames: (Qz,Qx) representations of the off-specular
scattering of a lamellar film in the absence of AuNRs and at different times from the injection of AuNRs (acquisition in H2O). (Panel b) Structural characterization of
GMO films interacting with AuNRs at short time-frames: (Qz,Qx) representations enhancing the off-specular scattering of a cubic film in the absence of AuNRs and
at different times from the injection of AuNRs (acquisition in H2O). The integrated intensity along the specular reflectivity line (see blue line in the left (Qz,Qx) plot of
Panel b) gives the specular reflectivity profile of lamellar and cubic films. Measurements of lamellar and cubic films in the presence of AuNRs were every 2.5 min
with an acquisition of 5 min over 5 h, starting soon after the injection of AuNRs into the measurement chamber (incubation time B0 s). Here, representative
(Qz,Qx) representations acquired after 2.5 and 12 min (Panel a) or 2.5 and 137 min (Panel b) of lipid films/AuNRs incubation times are reported.
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labelled lamellar and cubic phases (Fig. 1, Panel b) were imaged
right after (less than 1 s) and at different times after the injection
of NPs. Fig. 6 gathers representative lateral-view CLSM images of
a lamellar film exposed to AuNSs (Fig. 6a) and AuNRs (Fig. 6b).
The action of spherical AuNSs (added at the same concentration
employed in Neutron Reflectivity experiments) produces an
initial swelling of the film (20 min), which increases the distance
between the different lamellae composing the structure (Fig. 6a).
This process leads to the progressive peeling-off of the lamellar
film (60 min), with a gradual detachment of the outer surface
layers. Once removed from the original matrix, these lipid layers
start to bend and fold, ultimately rolling up in closed onion-like
vesicular structures (180 min), which partially attach to the lipid
film surface. After 180 min of incubation, only a thin layer of the
original lamellar film is preserved onto the glass surface,
partially covered by micron-sized multilamellar vesicles. The
addition of asymmetrically shaped AuNRs (Fig. 6b) has a similar
impact on the film morphology, which seems to progress in a
similar way as with the AuNSs. However, the overall process is
faster, consisting of an initial massive swelling of the lamellar
membrane, which is observed after just 1 min from AuNRs
addition. Moreover, the peeling-off of the film starts already
after 5 min and, differently from the case of AuNSs, leads to the
complete disruption of the lamellar film within 10 min, with
only polydisperse vesicular structures remaining adsorbed onto
the glass surface.

A completely different behaviour is observed when cubic
phase lipid films are exposed to the same AuNPs. Spherical NPs

added at the same concentration (Fig. 7a) seem to ‘‘excavate’’
the cubic membrane, producing an initial thinning of the film
over selected areas (see the highlighted area in Fig. 7a, 30 min).
The progressive excavation leads to the formation of cavities,
whose depth increases with time, eventually reaching the glass
surface. After 180 min of incubation, the lipid film, although
mostly intact, presents micron-sized holes, which are clearly
highlighted from the 3D reconstruction of the film, reported
in Fig. 7a. As previously observed for the case of lamellar
membranes, the addition of AuNRs produces faster and more
profound morphological modifications (Fig. 7b): AuNRs
initially increase the films roughness (20 min), with the
formation of ‘‘hills and hollows’’ across the micrometric
membrane. Similarly to what was previously observed for
spherical AuNSs, the lipid film is progressively excavated,
showing micron-sized cavities, whose depth increases with
time. However, in this case the erosion process is faster and
progresses within a few minutes. Complete retraction of the
cubic film occurs in localized areas on the glass substrate,
giving rise to large spheres of lipid matrix (50 min). After
50 min, the lipid film is completely dewetted, leaving only
isolated lipid spheres onto the glass substrate. Then, these lipid
spheres are decomposed/removed due to the presence of the
AuNRs (51 min).

The micrometric spheres disruption process, occurring
within few seconds, can be analysed in detail, by following
the temporal evolution of a horizontal section of the droplet.
For this purpose, top-view images of a lipid droplet at different

Fig. 6 (a) CLSM images (lateral view) of AuNSs interacting with a GMO/DOPC lamellar film. From left to right: lamellar film right after (t = 0 s), after 20
min, 60 min, and 180 min from the addition of AuNSs. (b) CLSM images (lateral view) of AuNRs interacting with a GMO/DOPC lamellar film. From left to
right: lamellar film right after (t = 0 min), after 1 min, 5 min, and 10 min from the addition of AuNRs. Here, t = 0 corresponds to a lipid films/AuNPs
incubation time B0 s, as the time needed for each image recording is less than 1 s.
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times from formation (from 0 to 10 s) have been acquired in
fluorescence and transmission mode. This allowed us to
simultaneously capture the fluorescence of the Nile Red
labelled lipid matrix, and the gold nanoparticles. Representative
images acquired within 10 s from the droplet formation are
reported in Fig. 8a. At the beginning of the process, AuNRs,
which can be visualized as black spots in the image, are located
as micron-sized clusters at the edges of the spherical lipid
droplet. Then, they start to excavate and unroll the lipid droplet
starting from the edges of the sphere. This led to the complete
collapse of the sphere within 10 s (see also the ESI,† video).
In addition, it is possible to further analyse the mechanism of
interaction of AuNRs with the lipid films by monitoring their
excavation of the film in detail (Fig. 8b). Briefly, the AuNRs
concentrate at the edges of the film as clusters, which progres-
sively interact with the lipid interface and erode it. Interestingly,
these clusters (which are highlighted with a zoom in Fig. 8b),
appear to be elongated, which suggests that they are formed by
end-to-end interactions of the AuNRs. On the contrary, for AuNSs
only small clusters of round shape appear on the lipid film
(see ESI,† Fig. S3). It is worth pointing out that, while cationic
AuNSs and AuNRs form a stable dispersion in water, their lipid
membrane-induced clustering is a clear hallmark of the strong
interaction occurring at the nano-bio interface, as shown in
several studies, both on synthetic and on biogenic lipid
membrane.29,41,42 This is likely due to the attractive interaction
of the nanoparticles with the lipid membrane driven by e.g.
electrostatic, hydrophobic and van der Waals interactions. This
leads to the accumulation of the particles at the interface that
promotes aggregation. In addition, for the cationic nano-
particles, the interaction with a membrane with an apparent

negative net-charge leads to a reduction of nanoparticle charge
that further promotes aggregation. Overall, the results gathered
lead to two main conclusions: (i) in agreement with the Neutron
Reflectivity analysis, the impact of AuNRs on both lamellar and
cubic model films is stronger and leads to faster structural
and morphological modifications with respect to AuNSs; (ii)
NPs interact with lamellar and cubic phases according to two
different and well-defined mechanisms, i.e. the peeling-off of the
lamellar assembly and the excavation-dewetting of the cubic
phase assembly.

The role of symmetry in NPs-lipid films interactions

The experimental results obtained with the different combined
experimental techniques give a clear picture of the role that
structure and morphology play to control NPs interactions with
model membrane at different length scales. The mechanism is
strongly affected by the structure of both the lipid film, e.g. the
phase behaviour, and morphology, i.e. shape asymmetry of the
NPs, as briefly summarized in Fig. 9.

The effect of NPs shape asymmetry. Both Neutron Reflectivity
and CLSM results point out a major role of NPs asymmetric
shape in the interaction with model membranes. Neutron
Reflectivity results show that AuNRs have a profound impact
on the structure of both lamellar and cubic films, where a
complete loss of structural order occurs in less than 15 min
and after 2 h for La and Pn3m phases, respectively. On the
contrary, the combination of Neutron Reflectivity and GISANS
analyses shows a significantly less effect of the AuNSs on the
lipid films. Indeed, we only detected a partial disruption of
lamellar and cubic structures after 13 h and 32 h of incubation,
respectively. The slightly higher zeta potential of AuNRs as

Fig. 7 (a) CLSM images (lateral view) of AuNSs interacting with a GMO cubic film. From left to right: lamellar film right after (t = 0 min) and after 30 min
and 180 min from the addition of AuNSs. A 3D reconstruction of the film after 180 min interaction is also shown, highlighting the presence of micron
sized holes in the film. (b) CLSM images (lateral view) of AuNRs interacting with a GMO cubic film. From left to right: cubic film right after (t = 0 min) and
after 20 min, 50 min, and 51 min from the addition of AuNRs. Here, t = 0 corresponds to a lipid films/AuNPs incubation time B0 s, as the time needed for
each image recording is less than 1 s.
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compared to AuNSs could be considered as relevant in driving
their stronger interaction with lipid interfaces; however, CLSM
findings clarify that NPs shape is the main factor at play: when
challenging lipid films, AuNRs form elongated clusters, which
seem to be particularly effective in eroding the lipid films
(Fig. 8b). In addition, tubules extraction phenomena are high-
lighted for AuNRs disrupting dewetted lipid films droplets
(Fig. 8a), which are a typical feature of AuNRs interacting with
other lipid interfaces.29

Our results are consistent with other studies, according to
which the impact of NPs surface functionalization, composition
and size on lipid membranes are recognized as the key determi-
nants in NPs cytotoxicity.1,5,29,42–46 However, much less is known
on the effect of the NP shape on both model and natural
biomembranes, and some of the reported observations are
contradictory. Asymmetric NPs have a higher surface area/
volume ratio, which is theoretically predicted to maximize the
surface available to interact and attach to membranes. The main
driving forces here are van der Waals and possible electrostatic
attractive forces,1,16 as well as hydrophobic interactions, depending
on the NPs properties. This has often been connected to a high
affinity to bilayered biomimetic systems29 and natural
membranes,47 which in turn has been linked to an enhanced
cellular uptake.48,49 On the other hand, the higher surface curvature
at the edges of non-spherical NPs is predicted to increase the
energy barrier required for the wrapping of the NPs by membranes,
that can drive the internalization by cells.3 Recent experimental
findings report lower cellular uptake of asymmetric NPs compared
to spherical ones.14,15 In addition, to the best of our knowledge, the
impact of NPs shape on their interaction with nonlamellar lipid
films, mimicking curved bilayers, has not been studied before.

Here, employing spherical and rod-like AuNPs of
comparable diameter and surface charge, we can separately study
the effect of NPs shape on their interaction with membranes.
We found that, when NPs size is similar to the lipid bilayer

thickness, shape is of major importance, with asymmetric
geometries producing more destructive effects on the lipid film
structure and integrity. In particular, CLSM results suggest that,
thanks to their asymmetric nature, AuNRs are able to maximize
their interfacial interaction with lipid films, by forming end-to-
end elongated clusters, while AuNSs seem to form more spherical
clusters. Our results suggest that formation of the NPs elongated
clusters facilitate the extraction of lipid tubules from the film.
Eventually this was found leading to the complete erosion and
disruption of the layer (see Fig. 9 scheme). Importantly, this
behaviour was observed for both lamellar and non-lamellar films,
highlighting a universal effect of NPs asymmetry on membranes
of different structures.

The effect of membrane phase structure. Besides NPs shape,
we found that membrane phase structure is another key factor
that controls NPs interactions. Neutron Reflectivity and CLSM
analyses highlighted that, for a given NP type, membrane
geometry determines both the strength, pathway and results
of interaction with NPs. Specifically, our Neutron Reflectivity
results show that, independently from their shape, NPs induce
a faster disruption of the nanostructure of lamellar films
compared to cubic ones. This results into faster morphological
modifications at the micron-scale as observed using CSLM.
By combining the Neutron Reflectivity and CSLM data, we
defined two different mechanisms that describe the interaction
of NPs with lamellar and cubic phases and are responsible for
their different stability towards nanomaterials (see Fig. 9).

The faster structural modification of La films induced by
both AuNSs and AuNRs (Neutron Reflectivity and GISANS
analyses) is associated with an initial swelling, followed by a
progressive exfoliation of the multilamellar arrangement
(CSLM analysis), that proceeds from the outer lamellar layers.
We can hypothesize that, after their injection, NPs start to
penetrate the outer part of the lamellar arrangement, i.e. the
part directly exposed to water. This penetration would primarily

Fig. 8 CLSM images of AuNRs interacting with a GMO cubic film (overlay of fluorescence and transmission images): (a) disruption mechanism of a cubic
film dewetted droplet by AuNRs, through the sequential extraction of lipid tubules from the bulk. (b) Mechanism of film excavation by AuNRs. Here, t = 0
corresponds to a lipid films/AuNRs incubation time B0 s, as the time needed for each image recording is less than 1 s.
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occur thanks to electrostatic and dipolar interactions between
the cationic coating of NPs and the polar headgroup of lipids
composing the membrane. This interaction would enable the
insertion of NPs, together with their hydration shell, within the
hydrophilic domains of the phase, i.e. the water layers separating
the different lamellae. Then, the mismatch between the thickness
of the water layers (around 2–3 nm) and NPs hydrodynamic size of
about 4–5 nm (see Dynamic Light Scattering results in the ESI†)
would be responsible for the initial swelling of the lamellar film.
This is likely due to the insertion of NPs of larger size than the
lamellar spacing and observed through CSLM. The increasing
inter-lamellar distance would reduce the interactions between
different lamellae, producing the detachment of the outer
lamellar layers, which are the first ones to be in contact with
NPs. Indeed, lipid bilayers of equal composition are held together
only by weak van der Waals forces, in equilibrium with repulsive
electrostatic and entropic contributions.50 Thus, inter-bilayer
interactions are easily overcome by attractive single bilayer-NPs
forces mainly of electrostatic nature. The thinning of the film
favors the penetration of NPs deeper into the film, i.e. coming
closer to the solid support and promoting progressive peeling-off
the lipid film. The loss of the lamellar periodicity as the layers are
being detached can be connected with the progressive smearing
out of the La-structural features, observed through Neutron
Reflectivity (Fig. 2, 4 and 5).

On the other hand, a different interaction mechanism can
be expected for the case of cubic phase films, accounting for
their higher structural stability. Neutron Reflectivity and
GISANS data highlight a progressive disordering and disruption

of the cubic Pn3m nanostructure induced by NPs, which starts
from the shrinkage of its lattice parameter (see GISANS
analysis). This nanoscale phenomenon coincides with a
progressive excavation of the film observed at the micron-
scale (CSLM analysis), leading to de-wetting. Interestingly, this
phenomenon proceeds from NPs clusters, which, acting like
micron-sized ‘‘diggers’’, progressively erode and unroll the lipid
matrix. We can hypothesize that, in this case, NPs are not able
to fully penetrate the internal aqueous region of the film.
Indeed, cubic phases represent a 3D highly interconnected
network, where a continuous lipid bilayer folds in the space
originating bicontinuous lipid and aqueous domains,20 where
the aqueous nanochannels has a diameter of around 4.4 nm.
This liquid crystalline 3D architecture with intertwined systems
of water channels of similar size as NPs would impede their full
insertion; indeed, in the La phase, different lamellae can
progressively detach the one from the other, with minimal
energy required at each detachment step. On the contrary, the
swelling of the cubic arrangement induced by the insertion of NPs
would result in a modification of the whole cubic arrangement,
due to its highly interconnected (i.e. bicontinuous) nature, which
would involve an higher energy cost. Instead, the attractive
NPs-lipid headgroups forces would result in the absorption of
NPs, residing onto the film surface as clusters (see Fig. 8 and
Fig. S3 of ESI†). As highlighted by Neutron Reflectivity analysis,
their presence induces an immediate shrinking of the phase,
leading to local release of water and dehydration of the phase.
We can speculate that this phenomenon drives the progressive
collapse of the cubic arrangement. Such process would then

Fig. 9 Schematic illustration of the results of the interaction between AuNPs and cubic and lamellar phase lipid films. AuNPs induce the excavation and
then dewetting of the cubic films (on the top), while provoking a progressive exfoliation of the lamellar arrangement (on the bottom). The disruption of
both cubic and lamellar films is faster with AuNRs than with AuNSs, related to the different clustering processes of AuNPs interacting with lipid
membranes, i.e. symmetrical clustering of AuNSs versus edge-to-tail asymmetric aggregation of AuNRs.
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proceed from the different points where NPs accumulate across
the membrane. Ultimately this leads to isolated lipid droplets
onto the solid substrate.

The enhanced stability of cubic phases compared to lamellar
ones might have important biological implications. As already
discussed, curved membranes assembled with cubic symmetry
are known to form in cells under certain conditions (e.g., viral
infection, oxidative stress, starving, membrane fusion and for-
mation of extracellular vesicles). However, cubic membrane-
related investigations have been limited to a descriptive level,
while the biological function of these arrangements remains
unexplored.20

Engineered NPs often have a similar size range as biologically
relevant entities (i.e., DNA, surface proteins, biogenic extra-
cellular vesicles, and viruses), often resulting in similar inter-
action pathways with cells.1 Thus, we might connect the higher
resilience exhibited by cubic membranes towards NPs with a
similar behaviour towards natural nano-objects, such as viral
pathogens. Within this perspective, our results seem to suggest a
possible ‘‘protective role’’ of the cubic architecture, occurring in
critical cell conditions to minimize the membrane response
towards harmful external perturbations.

To summarize, we found that NPs-lipid membrane interactions
depend both on the nanostructure of the membrane and the shape
of NPs. These two variables represent two sides of the same coin, as
a single parameter, i.e. symmetry, can describe their variations. In
these terms, we can state that NPs with asymmetric shape promote
a stronger interaction with the lipid matrix. On the other hand,
when referring to the structure and morphology of the lipid
membrane, we observed that flat 2D membranes experience more
substantial disruptive effects than curved ones with 3D symmetry
when exposed to NPs. Importantly, we also pointed out that a
variation in NPs symmetry only affects the strength of interaction
with lipid films, but not the interaction pathway; on the contrary,
membranes with different morphologies lead to completely
different interaction mechanisms. This is the basis for the observed
differences in the structural resilience of these systems.

Experimental
Materials

Tetrachloroauric(III) acid (Z99.9%), (11-mercaptoundecyl)-
N,N,N-trimethylammonium bromide (Z90%), cetyl trimethyl
ammonium bromide (99%), octanethiol (98.5%), ascorbic acid
(98%), AgNO3 (99%), HCl, toluene (99.8%), MeOH (99.8%),
EtOH (99.8%), CHCl3 (99%), tetraoctylammonium bromide
(98%), NaBH4 (98%), n-hexane (99%), 1,2-dioleoyl-sn-glycero-3-
phosphocholine (DOPC) and Nile Red (Z98%) were provided
by Sigma-Aldrich (St. Louis, MO). A glycerol monooleate sample
(mono- and diglycerides ratio 44 : 1 by weight), denoted as
RYLOt MG19 Glycerol Monooleate (GMO), was produced and
provided by Danisco Ingredients (now Dupont, Brabrand,
Denmark) with the following fatty acid composition (Lot No.
2119/65-1): 89.3% oleic, 4.6% linoleic, 3.4% stearic and 2.7%

palmitic acid. All chemicals were used as received. Milli-Q
grade water was used in all preparations.

Synthesis of gold nanospheres (AuNSs)

Gold nanospheres functionalized with the cationic deriva-
tive N,N,N-trimethyl(11-mercaptoundecyl)ammonium bromide
(TMA) were synthesized as described by McIntosh et al.27,28

First, octanethiol-capped spherical gold nanoparticles (NSs)
were prepared following the two-phase method developed by
Brust et al.:25,26 an aqueous solution of HAuCl4 (15 mL, 30 mM)
was mixed with a solution of tetraoctylammonium bromide
(TOAB) in toluene (40 mL, 50 mM). The two-phase mixture was
vigorously stirred until all the HAuCl4 was transferred from the
aqueous solution into the organic phase; TOAB acts as the
phase-transfer reagent. Octanethiol (7.81 mL) was then added to
the organic phase. A freshly prepared aqueous solution of
sodium borohydride (12.5 mL, 0.4 M) was slowly added with
vigorous stirring. On addition of the reducing agent, the
organic phase changed colour from orange to deep brown
within a few seconds. After further stirring for 3 h, the organic
phase was separated, evaporated to 5 mL in a rotary evaporator
and mixed with 200 mL ethanol to remove excess thiol. The
mixture was kept for 4 h at �18 1C until a dark brown
precipitate was formed, and the supernatant was removed with
a pipette; the precipitate was washed with 200 mL of ethanol
and put again in the freezer. After 4 h, the ethanol supernatant
was removed with a pipette and completely evaporated in a
rotary evaporator, obtaining octanethiol-capped gold nano-
particles. NSs capped with TMA were prepared by stirring 100
mg of octanethiol-capped NSs and 150 mg of N,N,N-
trimethyl(11-mercaptoundecyl)ammonium bromide in 20 mL
of degassed tetrahydrofuran under argon for two days at room
temperature. The black precipitate of the gold nanoparticles
was purified by repeated suspension, centrifugation, and
decantation with dichloromethane. NSs capped with TMA were
then dissolved in pure water without the need for pH adjust-
ment. Such NPs have been found to be face-centered cubic (fcc)
polyhedral.51,52

Synthesis of gold nanorods (AuNRs)

Gold NRs were synthesized according to a newly developed
seedless growth protocol by El-Seyed.53 Briefly, HAuCl4 (5.0 mL;
1.0 mM) was added to 5.0 mL of Cetyl trimethyl ammonium
bromide (CTAB, 0.2 M) at 27 1C, under magnetic stirring. Then,
AgNO3 (250 mL; 4.0 mM) was added. Subsequently, HCl (8.0 mL,
37%) was added to obtain a pH of 1–1.15. Then, we added 70 mL
ascorbic acid (78.8 mM) under magnetic stirring and waited
until the solution was clear. Immediately afterward, Ice-cold
NaBH4 (15 mL; 0.01 M) was added and allowed to react over-
night. The final dispersion of AuNRs capped with CTAB was
characterized by a dark pink colour. The excess of CITAB was
removed from the dispersion by 10 cycles of centrifugation, each
followed by precipitation of CITAB crystals and removal of the
supernatant containing AuNRs. This AuNRs have been found to
be single crystals of face-centered cubic (fcc) structure, with one
of the main cubic axes oriented along the length of the rod.54
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Preparation of lamellar and cubic lipid films

We obtained lamellar and cubic phase lipid films from GMO/
DOPC 50/50% mol/mol and pure GMO, respectively. The lipid
solutions in n-hexane (30/70 lipid/hexane % w/w) were spin-
coated onto a solid substrate for 10 s at 700 r.p.m and then for
60 s at 2000 r.p.m. Most of the solvent evaporates during this
procedure. The lipid-coated substrate was then immediately
immersed in excess Milli Q water, leading to lamellar or cubic
lipid films by hydration. For the case of lipid films prepared for
CLSM analysis, lipid formulations were labelled with the hydro-
phobic dye Nile Red (0.1 mol% with respect to the total lipid
amount), enabling the visualization of lipid layers; 100 mL of the
lipid solution in n-hexane were deposited onto a hydrophilic
round glass substrate (diameter of 15 mm) prior to spin-
coating. Lipid films formed onto the glass substrate were then
sealed into a single-well sample holder and hydrated with 2 mL
of water before imaging. For the case of Neutron Reflectivity
analysis, samples were formed by depositing 1 mL of n-hexane
lipid solution on 50� 80 � 15 mm3 ultra-polished Silicon n-doped
single crystal (100) oriented (Siltronix, Archamps-France for the
experiments performed at ISIS and Andrea Holm GmbH, Tann,
Germany; roughness r5 Å for the experiments performed at MLZ)
to cover almost the whole surface. After spin-coating and hydration,
the substrate was sealed into a flow-cell type sample holder.
To remove any excess contamination and the remaining n-hexane,
an excess of water (at least 25 times the sample cell volume, i.e.
1.8 mL) was flushed through the sample cell. Silicon substrates
were preliminary rinsed in either ultrapure water and ethanol, in
order to remove organic residues. After that, they were bath
sonicated for 30 min in ethanol with a Bandelin DL 102 3 L bath
sonicator, followed by other 30 min in ultrapure water (Millipore
Simplicity UV). The surfaces were then cleaned with a Novascan
PSD-UV8 UV/ozone plasma for 30 min and rinsed in ultrapure
water. Finally, they were dried with nitrogen gas and stored in
ultrapure water, ready for deposition.

Neutron reflectivity

Static Neutron Reflectivity measurements (Section Synthesis of
gold nanospheres (AuNSs)) were carried out at the OFFSPEC
reflectometer55 (Isis Neutron and Muon Source, Rutherford
Appleton Laboratory, UK).

Neutrons in the wavelength range 1.0–14.5 Å were used to
perform the measurements. Two incident angles, 0.50 deg and
2.00 deg allowed collecting data in the range 0.008 r Q/Å�1 r
0.3. The arrival times and positions of scattered neutrons were
detected on a 3He 1 � 300 mm linear scintillator area detector
(1.2 mm pixel size) positioned at 3.5 m from the sample.
The linear detector also recorded the off-specular reflectivity
in the vertical direction, which yields information about the
in-plane structure at the interface. The detector consists of 768
wavelength shifting fibres with 0.5 mm pitch, resulting in an
observable Qx range of �6.5 � 10�4 to 6.5 � 10�4 Å�1. The
observable Q-range corresponds to real space distances, d, of
approximately 1–40 mm (real and reciprocal space are related
via d = 2p/Q). The set-up allows for a DQz/Qz resolution of 2–5%.

In order to achieve a good signal-to-noise ratio, a counting time
of about 5 h for the measurement was used.

Neutron Reflectivity kinetic measurements were performed
at the REFSANS Horizontal TOF reflectometer operated by
the Helmholtz-Zentrum Hereon at the Heinz Maier-Leibnitz
Zentrum (MLZ) in Garching, Germany.56 Neutrons in the wave-
length range 3.0–21.0 Å were used to perform the measurements.
A vertically collimated beam having a width of 40 mm was used
to maximise the intensity. An incident angle of 3.0 deg allowed
collecting data in the range 0.032 r Q/Å�1 r 0.22 with a
resolution of DQz/Qz = 8%. In this way we cover the region
in which the evolution of Bragg peaks as well as that of the
off-specular scattering may be followed as a function of time.
The arrival times and positions of scattered neutrons were
detected on a Denex 2D 500 � 700 mm2 multiwire 3He detector
(pixel size 2.1 � 2.9 mm2, efficiency 80% at 7 Å, gamma
sensitivity o10�6) positioned at 4.5 m from the sample. The
detector was installed in a liftable vacuum tube forming an angle of
5.2 deg with respect to the horizon. Reflectivities were acquired at
time intervals of 5 min, over a time of 5 h. Raw data were reduced
and converted to Q-space images, obtaining Qx/Qz maps.57

In all the evaluations, the vertical component Qz was
corrected for the ballistic effect due to the gravitational field.

Grazing incidence small angle neutron scattering (GISANS)

GISANS measurements were performed at the REFSANS, using
most of the same settings adopted for carrying out Neutron
Reflectivity measurements. The only differences concern the
wavelength band composing the incident beam (ranging from
2.7 to 18.1 Å with a wavelength resolution Dl/l = 5%), which
corresponds to different penetration depths within the sample.
A radial collimator was used to focus the beam on the detector,
placed at 10.2 m from the sample. Acquired data were divided
in wavelength slices having a width of 10% with respect to the
mean value. For a given wavelength slice, the two-dimensional
intensity data sets describe different (Qy, Qz) ranges. As for the
Neutron Reflectivity investigations, z represents the direction
which is normal to the liquid/nanoparticle interface; x indicates
the beam direction oriented towards the scattering beam,
whereas y is the remaining axis defining a levogyrous cartesian
system. Also for the GISANS analysis, the Qz component was
corrected for the ballistic effect.

GISANS was employed to investigate films’ properties along
the directions perpendicular and parallel to the substrate interface.
The in-plane film structure can be studied from the scattering
patterns on the (Qy,Qz) plane. If ai and af are the angles of incidence
and reflection of the neutron beam, respectively, then the three
spatial components of the scattering vector (which is defined as the

difference between the wave vector of the scattered beam kf
!

and

that of the incident beam ki
!

are:

Qx

Qy

Qz

2
6664

3
7775 ¼

2p
l

cos af cos 2yf � cos ai

cos af sin 2yf

sin ai þ sin af

2
6664

3
7775
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where l is the neutron wavelength, while 2yf indicates the
scattering angle in the xy plane, which is relevant to determine
lateral correlation lengths. The angle of incidence (0.5 deg) was
chosen to get slices above and below the wavelength-dependent
critical angle for total reflection (ac).

Confocal laser scanning microscopy

A Leica CLSM TCS SP8 confocal microscope, operating in
inverted mode, with a 63 � 1.3 numerical aperture water
immersion objective, was used to image the lipid-based surface
structures in excess water. The fluorescence of Nile Red
lipophilic dye was excited at 561 nm and the fluorescence was
acquired in the 571–650 nm emission range, with a PMT.
Images were taken with a resolution of 512 � 512 pixels using
a 400 Hz bidirectional scan with each scanning line averaged
four times. Leica software was used to create three-dimensional
reconstructions of the z-stacks.

Conclusions

In this contribution we explored the impact of symmetry and
shape anisotropy on nano-bio interactions, focusing both on the
geometry of nanoparticles and on the symmetry of the target
membrane. By combining structural techniques with nanoscale
resolution with Confocal Microscopy imaging, we connected
structural and morphological modifications of lipid films induced
by NPs, occurring at different length scales. Overall, our results
show that breaking the 3D symmetry at the nano-bio interface
(passing from a 3D sphere to a 1D rod in the NPs and from a 3D
cubic phase to a 2D lamellar phase in the lipid film) results in an
enhanced interaction. In addition, our findings provide new hints
on the role of cubic membranes in Nature. Indeed, the biological
function of cubic membranes occurring in stressed or starving
cells,58 or in cells exposed to infectious agents is, to date, debated:
cubic membranes might result from aberrant membrane protein
and/or lipid interactions in infected or pathological states, or
might be a specific cellular response to these pathologies.19 For
instance, it has been hypothesized that viruses dysregulate
cholesterol homeostasis of the host, to promote the formation
of a cubic membrane as a protective environment to facilitate
virus assembly and proliferation.59 However, other studies
hypothesize that the transformation from lamellar to cubic mem-
branes is an adaptive strategy of cells under unhealthy conditions,
as a method of defence.60 Our results on cubic films, highlighting
a striking higher resilience of cubic films as compared to lamellar
ones towards NPs, support this latter hypothesis, suggesting a
protective function of cubic membranes, which is inherently
related to their 3D symmetry. Indeed, in this perspective, cubic
membranes would represent biological barriers with enhanced
structural resilience, occurring in cells as a ‘‘last defence’’ under
extreme conditions, as in infected, stressed, or starved cells.
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orientation of lipid cubic phase films, Langmuir, 2014, 30,
13510–13515.

37 R. Kampmann, M. Haese-Seiller, V. Kudryashov, B. Nickel,
C. Daniel, W. Fenzl, A. Schreyer, E. Sackmann and J. Rädler,
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