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Oxidation of europium with ammonium
perfluorocarboxylates in liquid ammonia:
pathways to europium(II) carboxylates and
hexanuclear europium(III) fluoridocarboxylate
complexes†

Florian Morsbach, a Steffen Klenner,b Rainer Pöttgen b and Walter Frank *a

The novel coordination polymer [Eu(O2CCF3)2(dmf)2]∞ (1) (dmf = N,N-dimethylformamide) containing

europium(II) and the two new compounds (NH4)2[Eu6F8(O2CCF3)12(CF3COOH)6] (2) and

(NH4)2[Eu6F8(O2CC2F5)12(C2F5COOH)6]·8C2F5COOH (3), both based on hexanuclear europiate(III) com-

plexes, were synthesized from precursors with a Eu2+ : Eu3+ ratio >1, obtained by reaction of europium

metal with ammonium perfluorocarboxylates in liquid ammonia. In the crystal structure of 1 the europium

(II) ions are bridged by carboxylate groups and N,N-dimethylformamide to form polymeric chains with

Eu2+⋯Eu2+ distances of 408.39(13)–410.49(13) pm. The compound crystallizes in the triclinic space

group P1̄ (Z = 2). To the best of our knowledge, this is the first example of a (solvated) perfluorocarboxy-

late containing a lanthanoid in a subvalent oxidation state. In the crystal structures of 2 and 3 the euro-

pium(III) ions are bridged by fluoride ions and carboxylate groups to form hexanuclear complex anions

with an octahedral arrangement of the cations. The Eu3+⋯Eu3+ distances are in the range of 398.27(15)–

400.93(15) pm in 2 and 395.37(4)–399.78(5) pm in 3, respectively. Both compounds crystallize in the

monoclinic space group type P21/n (Z = 4) and are the first examples of octahedro-hexanuclear europium

carboxylates for which fluoride is reported as a bridging ligand. In all compounds the oxidation state of

europium was monitored via 151Eu Mössbauer and photoluminescene spectroscopy.

Introduction

Inorganic trifluoroacetates define a well-known class of com-
pounds continuously investigated up to the present time since
the first syntheses by Swarts et al. in the year 1922.1 More
recently, metal trifluoroacetates gained attention as precursors
for metal fluorides, the trifluoroacetato ligand being the fluor-
ide source.2 Functional fluoridic thin-films or nanomaterials
may be accessed this way.3 Furthermore, the trifluoroacetate
ion proves to be an efficient ligand to stabilize low oxidation
states of the d-block metals4 as well as subvalent oxidation

states of heavy main group metals as in the case of the dibis-
muth(II) tetrakis(trifluoroacetate) molecule.5 The reason for
this behavior can be assumed to be the electron-withdrawing
along with the chelating or bridging character of the ligand.
We assumed a similar stabilizing effect on the oxidation state
+ II of the lanthanoids (Ln) by trifluoroacetato and higher per-
fluorocarboxylato ligands, especially for europium and ytter-
bium, due to their particular electron configurations among
the f-block metals (Eu: [Xe] 4f7 6s2; Yb: [Xe] 4f14 6s2).6

Although materials containing Ln2+ ions have been known for
almost a century7 and are still the subject of current research
(especially phosphors),8 only a very small number of simple
europium(II) carboxylates has been reported up to date.9

Usually, in the course of crystallization these compounds form
chain and network structures to satisfy the lanthanoids’ ten-
dency to have high coordination numbers.10 The Ln3+ cations
tend to give dimeric building units in their solid-state struc-
tures, with O,O′-bridging carboxylato ligands such as
CH3COO,

11 CF3COO
12 and C2F5COO.

13 However, under certain
conditions, the formation of polyhedral cages is also observed.
Here, in most cases, hydroxide ions cap the polyhedral faces of
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the [Ln]n cages and ensure maximum cohesion of the Ln3+

centers, while further anions occupy the polyhedral edges and
bridge the Ln3+ centers, e.g. polyselenides,14 [PdCl4]

2−,15

β-diketonates16 and trifluoromethanesulfonate.17 To date, only
a few lanthanoid complexes can be found in the literature in
which perfluorocarboxylate ions serve as bridging ligands.18

Herein we report the preparation of europium carboxylates
with a high content of Eu2+ by the oxidation of europium with
ammonium perfluorocarboxylates in liquid ammonia as
solvent. Due to the oxidation sensitivity19 of Ln2+ and the
Lewis acidity20 of Ln3+ ions, we assumed interesting sub-
sequent chemistry for this class of substances, with special
regard to perfluorocarboxylate ions as a potential source of flu-
oride ions. Based on the products of oxidation in liquid
ammonia we succeeded in the synthesis and characterization
of a solvated europium(II) trifluoroacetate 1, and in the further
oxidation by perfluorocarboxylic acids to hexanuclear euro-
pium complexes, (NH4)2[Eu6F8(O2CR)12(RCOOH)6], with R =
CF3 (2) and R = C2F5 (3). To the best of our knowledge, com-
pounds 1, 2 and 3 are the first EuII perfluorocarboxylate and
the first EuIII derivatives of hexanuclear LnIII fluoridocarboxy-
lates,21 respectively.

Results and discussion
Oxidation of europium with ammonium perfluorocarboxylates
in liquid ammonia

The stabilizing effect of liquid ammonia as a reaction medium
on Eu2+ ions has been known for decades22 and has been
used, for example, in the synthesis of Eu(C5H5)2,

23 Eu(PH2)2,
24

Eu(NH2)2,
25 and of unsolvated europium(II) halides.26

It was reasonable to assume that liquid ammonia might
also be a suitable solvent for the synthesis of unsolvated euro-
pium(II) trifluoroacetate, which is not yet known. In fact, the
addition of ammonium trifluoroacetate to the blue solutions
of europium in liquid ammonia results in the precipitation of
a yellow solid. By evaporation of the ammonia an air-sensitive
powder can be obtained, that did not diffract in PXRD experi-
ments. In addition to some content of NH4F (detected via ion
chromatography, elemental analysis, and IR spectroscopy), a
ratio of 77% Eu2+ to 23% Eu3+ was detected via 151Eu

Mössbauer spectroscopy. Under similar reaction conditions,
also a yellow powder with a ratio of 50% Eu2+ to 50% Eu3+ was
obtained from ammonium pentafluoropropionate, generated
in situ by dissolving anhydrous pentafluoropropionic acid in
liquid ammonia. It can be concluded from the analytical
results that the substances contain high amounts of EuII com-
pounds, including europium(II) trifluoroacetate and europium
(II) pentafluoropropionate, and that the decomposition of the
perfluorocarboxylate ions, with simultaneous oxidation of the
europium, plays an important role as a side reaction.

catena-Poly[europium(II)bis(µ2-N,N-dimethylformamide)bis(µ2-
trifluoroacetato)], [Eu(O2CCF3)2(dmf)2]∞ (1)

Synthesis and characterization. In the task of purification of
the substances described above, the solvent selection is
limited to aprotic solvents due to the inherent protolysis sensi-
tivity. In trifluoroacetic anhydride, the Eu(O2CCF3)2-containing
substance proved to be insoluble. With N,N-dimethyl-
formamide (DMF) a yellow suspension results that can be sep-
arated to give a white solid and a clear, yellow solution. After
this solution had been concentrated to half of its initial
volume, it was stored in a closed ampoule at 8 °C. After 1–2
weeks very fine yellow crystal needles of 1 could be harvested.
A single crystal of 1 suitable for crystal structure analysis could
be selected directly from the solution. Subsequently, the
mother liquor was removed, and the remaining yellow crystals
dried in vacuo. A ratio of 88% Eu2+ to 12% Eu3+ was detected
via 151Eu Mössbauer spectroscopy. However, the signal inten-
sity in a Mössbauer spectrum depends on the strength of the
bonding of the europium atom in the crystal structure, which
could not be considered here. Thus, the atomic ratio of Eu2+ to
Eu3+ can only be approximated from the area ratio. The small
amount of oxidation product is probably due to the isolation
of the extremely oxidation-sensitive substance from the
mother liquor and the preparation for the 151Eu Mössbauer
spectroscopic measurements. The results of the 151Eu
Mössbauer spectroscopic studies of 1 and of the two precur-
sors are summarized in Table 1 along with the results for 2
and 3 that will be discussed later. The spectra are shown in
Fig. 1. ATR-IR spectroscopy of freshly harvested crystals of 1
showed the typical bands of trifluoroacetates and of DMF. The
compound turned out to be a labile solvate that loses some

Table 1 Fitting parameters of the 151Eu Mössbauer spectroscopic measurements of 1, 2 and 3, and their corresponding precursors

Compound Temperature δ [mm s−1] ΔEQ [mm s−1] Γ [mm s−1] Area [%]

Precursor for 1 and 2 6 K –13.11(2) 4.4(2) 4.10(8) 77(1)
0.35(2) 2.9(2) 2.32(11) 23(1)

Precursor for 3 6 K –13.11(2) 4.3(2) 3.78(13) 50(1)
0.29(1) 2.74(11) 2.31(6) 50(1)

Compound 1 78 K –13.33(1) 3.68(7) 3.85(3) 88(1)
0.31(2) 3.2(2) 2.30(10) 12(1)

Compound 2 78 K 0.18(1) 2.62(7) 2.3* 100
Compound 3 78 K 0.31(2) 2.09(13) 2.3* 100

δ = isomer shift, ΔEQ = quadrupole splitting, Γ = experimental line width. Parameters marked with an asterisk were kept fixed during the fitting
procedure.

Dalton Transactions Paper

This journal is © The Royal Society of Chemistry 2022 Dalton Trans., 2022, 51, 4814–4828 | 4815

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

1 
M

ar
ch

 2
02

2.
 D

ow
nl

oa
de

d 
on

 1
2/

4/
20

25
 8

:3
6:

05
 P

M
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d1dt04204a


DMF even at room temperature in the absence of mother
liquor. Not unexpectedly, CHN analysis in several attempts
always indicated partial loss of DMF for the ‘dried’ substance.
If ‘dried’ in vacuum (5 × 10−3 hPa, 1 h) about one equivalent of
DMF is lost and the remaining yellow powder can be stored for
at least three months in the absence of moisture. Samples
were investigated via TGA/DSC-thermal analysis and PXRD.
However, the latter method failed due to the lability of the sub-
stance that decomposed in the X-ray beam. The thermal ana-
lysis of the product indicated a mass loss of about one equi-
valent DMF (∼13%; calc. 13.95% for one eq. DMF) in connec-
tion with a broad endothermic event between room tempera-
ture and 180 °C (see Fig. S1 and S2, ESI†). A further endother-
mic feature indicated melting of the substance (Tonset =
221 °C), directly followed up by strong exothermic features
(Tonset = 255 °C) that are related to a mass loss compatible to
the complete decomposition of the substance in a narrow
range of temperature. The remaining amorphous substance
(∼45%) is assumed to be EuF3 mainly (calc. 46.32%, based on
1). In the course of a single crystal structure analysis 1 was
finally proved to be the bis(DMF) adduct of Eu(O2CCF3)2.

Crystal structure analysis. Compound 1 crystallizes in the tri-
clinic space group P1̄ (Z = 2). The asymmetric unit of the
crystal structure is shown in Fig. 2 and contains one Eu2+ ion,
two trifluoroacetate ions, and two DMF molecules (all in
general position). The central Eu2+ ion is coordinated by a
total of eight oxygen atoms, four in the asymmetric unit and
four symmetry-equivalent ones. The bond valences si and the
valence sum S of the europium atoms were calculated from the
Eu1–Oi bond lengths di according to the empirical bond
valence method27 (see Table S1, ESI†). The valence sum of 1.92
shows good agreement with the expected value of 2.00. This
ensures that the structure determination on a solvated EuII tri-
fluoroacetate has been achieved.

The EuII–O bond lengths in 1 are 2.542(6)–2.623(6) Å, which
is within the expected range for europium(II) carboxylates, of
2.39–2.87 Å (mean 2.63 Å).9b–f The Eu2+ ions are connected to
polymeric strands by two bridging trifluoroacetato ligands and
two bridging molecules of DMF. The orientation of these brid-
ging ligands is shown in Fig. 3. Note the alternating position
of the ligands along the chain growth direction, to avoid the
collision of adjacent trifluoroacetate groups. A coordination
polymer with Eu⋯Eu distances of 4.0838(13)–4.1049(13) Å and
inversion centers between two Eu2+ ions is formed in which
the Eu2+ ions are in square-antiprismatic coordination. As
shown in Fig. 3 the individual coordination polyhedra are
edge-linked to each other. The square antiprismatic coordi-
nation polyhedron is consistent with the tendency of the
lanthanoid ions to prefer high coordination numbers in solu-
tion and in the solid state.10 Lanthanoid ions prefer (capped)
trigonal-prismatic coordination polyhedra with monodentate
ligands, e.g., in [Ln(H2O)n]

3+ ions, and square-antiprismatic
coordination polyhedra with bridging ligands.10a The linkage
pattern of the Eu2+ ions in 1 is closely related to that of

Fig. 1 151Eu Mössbauer spectra of 1, 2 and 3 (at 78 K), and their corres-
ponding precursors (at 6 K). Signals with isomer shifts around 0 mm s−1

correspond to Eu3+ and signals around −13 mm s−1 correspond to Eu2+.
The experimental data are represented by the dotted lines and the fitted
data are represented by the colored lines.

Fig. 2 Asymmetric unit of 1. Displacement ellipsoids are drawn at the
50% probability level, hydrogen atoms are drawn with an arbitrary
radius. The trifluoromethyl group at carbon atom C3 is disordered. For
the sake of clarity, only one of the partial occupation sites is shown.
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[Eu2[C6H3(NH2)(SO3)2]2(dmf)4]∞ mentioned in a personal com-
munication to CSD.28 The Eu⋯Eu distances are in the same
range of 4.0964(5)–4.1251(5) Å. Since these distances heavily
depend on the nature of the bridging ligands and their coordi-
nation mode, comparisons to other europium(II) carboxylates
are less instructive (4.24–4.30 Å).9b–f Usually, Ln⋯Ln distances
in exclusively perfluorocarboxylate bridged complexes are
about 4.5 Å.13 The involvement of DMF or other monodentate
bridging ligands seems to give shorter Eu⋯Eu distances. In
contrast to the two catena-compounds mentioned above
with linear arrangements of Eu2+, the Eu2+ ions in
[Eu(OAc)2(HAc)2(H2O)2]∞ are arranged in a zig-zag pattern.9c

The O–C–O′ bond angles of the trifluoroacetate ions in 1 are
130.8(10)–131.7(10)°, which is within the expected range for
bidentate carboxylates.11g,13,18a

van der Waals interactions between methyl and trifluoro-
methyl groups of adjacent strands in 1 cause the solid-state
association. The absence of stronger interactions, such as
hydrogen bonds, perpendicular to the chain growth direction
explains the crystal habit and the mechanical lability of these
hair-fine needles.

Hexanuclear europium(III) fluoridocarboxylates by slow
oxidation of europium(II) perfluorocarboxylates

Synthesis and characterization. In aqueous solutions Eu2+

ions are thermodynamically unstable due to the negative stan-
dard potential of −0.38 V.29 However, in the absence of oxygen
solutions containing Eu2+ ions are practically stable due to the
kinetic barrier of the hydrolysis.30 We observed a similar stabi-
lity of Eu2+ ions in solutions of europium(II) perfluorocarboxy-

lates in anhydrous perfluorocarboxylic acids. In a closed tube,
the resulting yellow solutions can be stored at least two years
without any decolorization, that easily would allow to recog-
nize an oxidation process. However, in PTFE ring sealed
ampoules at 8 °C colorless crystals of 2 and 3 grew within 2–3
weeks. Coulometric Karl Fischer titrations of the mother
liquors from the crystallizations of 2 and 3 gave water contents
of 2% and 1%, respectively. The crystals of 2 and 3 were identi-
fied via single crystal structure analysis as complexes of the
type (NH4)2[Eu6F8(O2CR)12(RCOOH)6], R = CF3 (2) and R = C2F5
(3), respectively. Therefore, it is likely that atmospheric oxygen
and moisture penetrating the PTFE seals are responsible for a
slow oxidation of the yellow solutions. However, it is known
that, for example, Eu(OH)2·H2O is subject to a slow oxidative
hydrolysis process in the absence of oxygen.31 In further
experiments a much faster decolorization of the yellow solu-
tions can be achieved even in the absence of oxygen by using
equimolar mixtures of perfluorocarboxylic acid and water. In
preliminary experiments crystals grown from such solutions
are not 2 or 3 but hydrated substances.

Crystals of 2 are stable at room temperature in the absence
of moisture. Crystals of 3 readily decompose in the absence of
mother liquor releasing acid to give a white solid. After remov-
ing the released acid in vacuum, this solid, like 2, is stable at
room temperature. Assuming the general formula given above,
for both, 2 and the white solid derived from 3, TGA/DSC-
thermal analysis indicated a stepwise endothermic release of
about six equivalents of acid in the temperature range of room
temperature to 185 °C (∼20%, calc. 21.78% for 6 eq. acid) and
room temperature to 205 °C (∼22%, calc. 24.36% for 6 eq.

Fig. 3 Coordination polyhedron of Eu1 in 1 (left). Symmetry codes: (i) 1 − x, 1 − y, 1 − z; (ii) −x, 1 − y, 1 − z. Note the eightfold coordination of the
Eu2+ ions by oxygen atoms in square antiprismatic coordination polyhedra. Section of the coordination polymer 1, with four repeating units (right).
Direction of view against the crystallographic b-axis. The Eu2+ ions are linked by two bridging trifluoroacetato ligands and two bridging molecules of
N,N-dimethylformamide. The individual coordination polyhedra are edge-linked to each other. Color code: C (black), H (white), N (blue), O (red), F
(green), Eu (gray).
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acid), respectively (see Fig. S3–S6, ESI†). Without previous
melting the step of final decomposition in the TGA curve is
observed at about 20 °C higher temperature in the case of 3
(Tonset = ∼280 °C) as compared to 2 (Tonset = ∼255 °C). The
remaining amorphous substances (∼36% and ∼34%) are
assumed to be EuF3 mainly (calc. 39.92%, based on 2 and
31.03%, based on 3–8 C2F5COOH).

Although the isomer shifts in the 151Eu Mössbauer spectra
of 2 and 3 both are compatible with trivalent europium, the
isomer shifts are different (also with respect to their standard
deviations), indicating a ligand-driven change in the electron
density at the europium nuclei (see Table 1). Such isomer shift
changes are usually a consequence of electronegativity
changes, as exemplarily listed for the series: (i) EuF3 (−0.59) →
EuCl3 (−0.42) → EuBr3 (−0.06); (ii) EuOF (−0.72) → EuOCl
(−0.43) → EuOBr (−0.29) → EuOI (+0.02) or (iii) EuPO4 (0.16)
→ EuAsO4 (0.49) → EuSbO4 (0.86) (all values in mm s−1).32

Thus, within these series the highest electron density occurs at
the europium nuclei of EuBr3, EuOI and EuSbO4. This trend
also holds for 2 and 3 described herein. 3, with an isomer shift
of 0.31(2) mm s−1 and the less electron withdrawing moiety
–CF2–CF3 shows higher electron density at the europium
nuclei as compared to 0.18(1) mm s−1 for 2 with –CF2–F. Thus,
the 151Eu spectra nicely reflect the small electronic differences
induced by the substituent in the ligand.

On the question: fluoride or hydroxide?. There are reasons
to question the suggested composition of the complexes, since
fluoride and hydroxide are hardly different from each other in
XRD experiments due to similar electron numbers of F and O.
µ3-Capping hydroxido ligands are well known in complexes of
this type that are typical hydrolysis products.33 Therefore,
careful study is necessary to exclude this ion for occupation of
the octahedral faces. Striking evidence for µ3-capping fluoride
ligands: (i) the physical meaningful refinement of the crystal
structure. The alternative structure refinement with atomic
form factors for O instead of F resulted in physically absurd
anisotropic displacement parameters; (ii) the calculation of
the empirical valence sums gives a significantly better agree-
ment assuming Eu–F bonds (mean S = 3.14 in 2 and 3.22 in 3)
than for the approach as Eu–O bonds (mean S = 3.60 in 2 and
3.68 in 3) and confirms that these are complexes of the type
[Eu6F8] and not [Eu6(OH)8]; (iii) by hydrolysis the fluoride ions
bound to europium were released and could be detected via
19NMR spectroscopy. That these fluoride ions do not originate
from a hydrolysis of the perfluorocarboxylate ions is ensured,
since Eu(O2CCF3)3 did not show this behavior (see Fig. S17,
ESI†); (iv) there is a very recent example of a complex of the
type [Tb6F8] in literature, with pivalic acid as a carboxylate
ligand.21

Crystal structure of bis(ammonium)[dodecakis(µ2-trifluoro-
acetato)-hexakis(trifluoroacetic acid)octa-µ3-fluorido-octahedro-
hexaeuropiate(III)], (NH4)2[Eu6F8(O2CCF3)12(CF3COOH)6] (2)

Compound 2 crystallizes in the monoclinic space group P21/n
(Z = 4). The colorless crystals of 2 are notoriously twinned. For
the course of X-ray crystal structure determination, twinning

had to be considered. Details are given in the Experimental
section. The asymmetric unit‡ of the crystal structure contains
six Eu3+ ions, two NH4

+ ions (including N1, N2), eight fluoride
ions (F1–F8), twelve trifluoroacetate ions and six molecules of
trifluoroacetic acid (all in general position). The general struc-
tural feature is an octahedral framework of six Eu3+ ions. The
eight octahedral faces are capped by fluoride ions to form a
[Eu6F8] unit. Each of the twelve edges and six vertices of the
[Eu6] octahedron, is coordinated by oxygen atoms of peripheral
ligands as shown in Fig. 4. The Eu–F and Eu–O bond lengths
along with the corresponding empirical bond valences si are
given in Table S2 (ESI†). The valence sums of the europium

Fig. 4 Different polyhedra of the central unit of 2. The Eu3+ ions span
an octahedron whose eight octahedral faces are capped by fluoride
ions. These fluoride ions form a [F8] cube interpenetrating the [Eu6]
octahedron. Each of the six cube faces forms the bottom face for a
single-capped square antiprismatic coordination polyhedron in which
the Eu3+ ions are ninefold coordinated; note the almost identical con-
struction of the central unit of 3, discussed later. Color code: O (red), F
(green), Eu (gray).

‡Because of the large number of atoms in the asymmetric units of 2 and 3,
these are not shown in a single figure, contrary to the usual conventions, for
reasons of clarity; instead, the designation of the atoms and the illustration of
their anisotropic displacement parameters is divided among several figures in
the discussion of these structures.
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atoms have been discussed above and indicate the presence of
eight µ3-fluorido ligands that form a [F8] cube interpenetrating
the [Eu6] octahedron in the central [Eu6F8] unit. Each of the
cube’s six faces is the basis for one of the six square antipris-
matic coordination polyhedra of Eu1–Eu6. The top face of
each of these coordination polyhedra is capped by another O
atom, giving ninefold coordinated Eu3+ ions. The Eu–F bond
lengths and Eu⋯Eu distances are 2.328(13)–2.426(13) Å (mean
2.39 Å) and 3.9827(15)–4.0093(15) Å (mean 4.00 Å), respect-
ively. The twelve octahedral edges of the central [Eu6F8] unit
are coordinated by trifluoroacetato ligands in a bridging
coordination mode (see Fig. 5a). Their O–C–O′ angles seem to
be inhomogeneously ranging from 123(3)–132(2)° (mean 127°)
but are nevertheless typical for the bidentate-bridging (µ2-O:O′)
coordination mode. 130° is usually found in lanthanoid(III)
perfluorocarboxylates.12,13 Smaller O–C–O′ angles of about
120° would be typical for the tridentate-chelating and -brid-
ging (µ2-O:O′,O) mode often found in lanthanoid(III) acetates.11

The six octahedral vertices of the central [Eu6F8] unit are co-
ordinated by trifluoroacetic acid molecules, which form classi-
cal intramolecular O–H⋯O hydrogen bonds with adjacent µ2-
O2CCF3 ligands (see Fig. 6a). The hydrogen bond motifs are
self-contained and can be assigned to the graph set descriptor
S1

1(6).34 The geometrical parameters of these hydrogen bonds

are given in Table S3 (ESI†). The very sharp band for the O–H
stretching mode in the IR spectrum of 2 at 3661 cm−1 strongly
suggests that these hydrogen bonds are rather weak than
strong, what would result in band broadening and a shift to
smaller frequencies.35 The Eu–O distances involving the O
atoms of the acid molecules at the octahedral vertices are
slightly longer than those of the trifluoroacetato ligands at the
octahedral edges, in the ranges of 2.528(17)–2.766(19) Å (mean
2.67 Å) and 2.337(18)–2.502(17) Å (mean 2.40 Å), respectively.
Six Eu3+ ions, eight fluoride ions, and twelve trifluoroacetate
ions result in a double negatively charged complex ion. Charge
compensation in the structure is ensured by two symmetry
independent ammonium ions connecting the complex ions
along the crystallographic a-axis.

Crystal structure of bis(ammonium)[dodecakis(µ2-pentafluoro-
propionato)hexakis(pentafluoropropionic acid)octa-µ3-fluor-
ido-octahedro-hexaeuropiate(III)]—pentafluoropropionic acid
(1/8), (NH4)2[Eu6F8(O2CC2F5)12(C2F5COOH)6]·8C2F5COOH (3)

Compound 3 crystallizes in the monoclinic space group P21/n
(Z = 4) and shows the same structural feature as 2 (see Fig. 4),
particularly the same coordination pattern of the octahedral
edges and vertices of the central [Eu6F8] unit as described for
2, with C2F5 instead of CF3 as perfluoroalkyl groups (see

Fig. 5 Coordination of the three ‘equatorial planes’ in the central [Eu6F8] unit in 2 (part a) and 3 (part b). Direction of view along Eu1⋯Eu6 (left),
Eu2⋯Eu4 (middle) and Eu3⋯Eu5 (right). Displacement ellipsoids are drawn at the 50% probability level. The CF3 (C2F5) groups at the C atoms C19,
C23, C27 and C31 (C31 and C52) are disordered. For the sake of clarity, only one of the partial occupation sites is shown. The trifluoroacetato (pen-
tafluoropropionato) ligands at the edges of the ‘meridional planes’ and the trifluoroacetic (pentafluoropropionic) acid molecules at the octahedral
vertices are omitted.
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Fig. 5b and 6b). The asymmetric unit‡ of the crystal structure
contains six Eu3+ ions, two NH4

+ ions (including N1, N2), eight
fluoride ions (F1–F8), twelve pentafluoropropionate ions and
fourteen molecules of pentafluoropropionic acid (all in general
positions). The Eu⋯Eu distances of 3.9537(4)–3.9978(5) Å
(mean 3.98 Å) are in the same narrow range as those in 2. The
Eu–F bond lengths of 2.343(3)–2.417(3) Å (mean 2.37 Å) are of
the same magnitude, too. The Eu–O bond lengths to the penta-
fluoropropionato ligands and to the vertex substituting acid
molecules are in the ranges of 2.358(4)–2.494(4) Å (mean
2.40 Å) and 2.644(4)–2.701(4) Å (mean 2.66 Å), respectively. The
Eu–F and Eu–O bond lengths are given in Table S4 (ESI†). The
O–C–O′ angles are within the range of 126.6(8)–129.6(5)°. The
fourteen molecules of pentafluoropropionic acid in the asym-
metric unit of 3 can be divided into six internal ones that coor-
dinate the octahedral vertices of the central [Eu6F8] unit and
eight external molecules located in layer-like regions, that
extend parallel to the a,c-plane at the heights 0 and 1

2 of the
unit cell. All of them, internal and external, are engaged in
O–H⋯O hydrogen bonds. Some of these are bifurcated, the great
majority are simple ones. The geometrical parameters of all
these and the hydrogen bonds of the two ammonium ions are
given in Table S5 (ESI†). The internal acid molecules at Eu1 to
Eu5 form self-contained hydrogen bond patterns with adjacent
µ2-O2CC2F5 ligands in a manner already known from 2 (see
Fig. 6b) [graph set descriptor S1

1(6)]. The internal acid mole-

cule at Eu6 forms a bifurcated hydrogen bond from O12 to
O33 and O35 [R1

2(4)]. The external acid molecules can be sub-
divided into four acid molecules that form single (O46, O48) or
bifurcated (O50, O52) hydrogen bonds with peripheral ligands
of the central [Eu6F8] unit [D1

1(2) or R1
2(4)], and four acid

molecules that are associated to carboxylic acid dimers [R2
2(8)]

(see Fig. 7). The presence of these dimers as a particular struc-
tural feature is assumed to be related to the enlarged gaps
between adjacent clusters, due to the enhanced perfluoroalkyl
chain lengths of the peripheral ligands. The position of the
hydrogen atoms can be clearly identified by aids of the C–O
bond lengths, which are about 0.1 Å shorter for the CvO
bonds (mean 1.19 Å) than for the C–O bonds (mean 1.29 Å).
This is an expected feature of carboxylic acid dimers in the
solid state except for aromatic carboxylic acids.36 The O⋯O
distances of the dimers in 3 are in the range of 2.577(8)–
2.752(9) Å (mean 2.66 Å), which indicates medium-strength
hydrogen bonds that are rather electrostatic than related to
orbital interactions.37

The hydrogen bonds of the other external acid molecules
are much weaker, with O⋯O distances of 2.902(6)–3.081(7) Å
(mean 2.99 Å). The O⋯O distances of the hydrogen bonds of the
internal acid molecules are in the range of 2.669(6)–2.904(7) Å
(mean 2.76 Å) and tend to be medium strong to weak.
Among the small number of acid adducts of lanthanoid
carboxylates,9c,11f,12e,f substances without bonds between the

Fig. 6 Coordination of the octahedral vertices of the central [Eu6F8] units in 2 (part a) and 3 (part b). Displacement ellipsoids are drawn at the 50%
probability level for the NH4

+ ions in 2, trifluoroacetic (pentafluoropropionic) acid, and the acceptors of hydrogen bonds (segmented sticks) as well.
For the sake of clarity, the remaining parts of the structure are shown partially, in a combined wire and ball-and-stick (for Eu1–Eu6) model
representation.
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carboxylic acid molecules to lanthanoid cations are rare and
known only from unpublished results.38 The presence of car-
boxylic acid dimers has not yet been reported in the context of
lanthanoid carboxylates. The NH4

+ ion including N1 (N2)
forms three (two) single and one bifurcated hydrogen bonds
with external acid molecules and peripheral ligands of the
central [Eu6F8] unit [D1

1(2) or R1
2(4)] (see Fig. 7). Since these

acid molecules donate further hydrogen bonds to peripheral
ligands at the central [Eu6F8] unit, the ammonium ions are
part of an extended hydrogen bond network with maximum
ring sizes according to graph set descriptors R4

3(14) for N1
and R3

3(12) for N2.

Photoluminescence properties of 1, 2 and 3

According to 151Eu Mössbauer spectroscopy, the yellow crystals
of 1 isolated from DMF contain a small amount of oxidation
product (see Table 1). This is confirmed by luminescence spec-

troscopic characterization. The barely visible luminescence of
1 under an UV lamp indicates that EuIII is present only as an
impurity. The luminescence spectra confirm the findings from
the Mössbauer spectroscopic measurements and reveal the
typical 4f6 ↔ 4f6 transitions of EuIII (see Fig. 8c, left).39 The
decay curve of 1 was fitted by a multiexponential function (see
Fig. 8c, right) and luminescence decay times of 0.56(2) ms
(40.2%) and 2.61(3) ms (60.8%) were determined (see Table 2).
These are typical for EuIII compounds with organic ligands
and slightly shorter than those of inorganic EuIII doped fluor-
ides, which have reported decay times of the 5D0 level as high

Fig. 7 Pentafluoropropionic acid molecules and dimers, located in
layer-like regions, that extend parallel to the a,c-plane at the heights 0
and 1

2 of the unit cell, NH4
+ ions and their hydrogen bond pattern (seg-

mented sticks) in 3. Displacement ellipsoids are drawn at the 50% prob-
ability level for the NH4

+ ions and pentafluoropropionic acid molecules.
For the sake of clarity, the remaining parts of the structure are shown
partially, in a wire model representation and F atoms related to acid
dimers are given in dark green.

Fig. 8 (a) Absorption and emission bands of the coordination polymer
1; (b) luminescence decay of 1 at λem = 450 nm (left) and 334 nm (right);
(c) excitation and emission spectra of EuIII impurities in 1 and lumine-
scence decay of the level 5D0 at λem = 614 nm and 298 K; excitation
lines marked with an asterisk indicate transitions from the thermally
populated 7FJ (J = 1, 2) levels to the correspondingly labelled levels in
the excitation spectrum.
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as 10 ms.40 At an excitation wavelength of 300 nm, the broad-
band fluorescence of the organic ligands is prominent, showing
an emission maximum at 334 nm (see Fig. 8a). This assignment
is confirmed by the luminescence decay in the nanosecond
range indicating fluorescence of the organic ligands (see
Fig. 8b, right). Upon excitation at 380 nm a weak emission band
with a maximum at 456 nm is detected, which could be
assigned to the 4f65d1 → 4f7 transition of EuII. However, the
shortened luminescence decay time of less than 0.1 µs (see
Fig. 8b, left) is untypical for this transition, which is consistently
reported in the order of 1 µs.41 Together with the low intensity
of the emission band this suggests an effective quenching
mechanism for the luminescence of EuII at room temperature.
Possible explanations are: (i) a small band gap of the coordi-
nation polymer, that induces thermal ionization of the excited
5d electrons of EuII into the conduction band.42 This may be
supported by the bulk yellow color of 1 that indicates strong
absorption of blue light; (ii) the presence of EuII next to EuIII

allows energy transfer due to intervalence charge transfer
(IVCT) processes;43 (iii) quenching of the luminescence due to
non-radiative relaxation of the excited states by the vibration of
DMF ligands. Future detailed studies of the photoluminescence
at temperatures below 100 K could help provide additional
insights into the quenching mechanism of the preliminarily
assigned EuII-related blue luminescence at 458 nm.

Compounds 2 and 3 show a very bright red luminescence
under UV light (to get a better visual impression see Fig. 9d),
typical for the 4f6 ↔ 4f6 transitions of EuIII.39 The photo-
luminescence spectra of 2 (see Fig. 9a) and 3 (see Fig. 9b) are
consistent with this observation and show narrow lines in exci-
tation and emission.

As expected, the emission originates from the 5D0 level,
since despite the low vibrational energies of the fluorinated
organic ligands, emission from the 5D1 or even

5D2 level is un-
likely.39 The most intense line in the excitation spectrum is
related to the 7F0 → 5L6 transition at 394 nm, while the emis-
sion spectrum is dominated by the 5D0 → 7F2 transition at
614 nm. Especially the much higher intensity of the strongly
electric dipolar 5D0 →

7F2 transition compared to the magnetic
dipolar 5D0 →

7F1 transition at 591 nm indicates that the Eu3+

ions are located in non-centrosymmetric positions.39 This is in
agreement with the structural models of 2 and 3. There is also
no evidence for ligand-to-metal charge transfer (LMCT) tran-
sitions in the excitation spectrum. The decay curves of 2 and 3

were fitted by multiexponential functions (see Fig. 9c), giving
luminescence decay times of 0.39(1) ms (19.5%) and 1.15(1)
ms (80.5%) for 2 and 1.48(1) ms for 3 (see Table 3). These are
typical for EuIII compounds with organic ligands and slightly
shorter than those of inorganic EuIII doped fluorides, which
have reported decay times of the 5D0 level as high as 10 ms.40

Interestingly, however, the lifetimes are longer than those of
complexes with similar constructed [Eu9(OH)n] cores, ranging
from 0.31(2) ms ([Eu9(OH)10] core) to 0.30–0.51 ms
([Eu9(OH)9(O)] core).

44 Ling et al. observed that fluoride ions
hardly contribute to non-radiative relaxation of the excited
states of TbIII in a complex with a [Tb6F8] core due to their low
vibrational energy and expanding the luminescence decay time
compared to polynuclear terbium(III) hydroxido complexes.21

This is consistently confirmed for complexes with a [Eu6F8]
core within this work.

Experimental

All experiments were performed on a vacuum line equipped
with J. Young high-vacuum PTFE valves under an inert argon
atmosphere, unless otherwise stated. Liquid ammonia for the
syntheses was freshly condensed and dried over sodium before
use. Perfluorocarboxylic acids were distilled with 10 vol% of
the corresponding anhydride over a 20 cm Vigreux column
and kept under argon. The hygroscopic salts ammonium tri-
fluoroacetate and pentafluoropropionate were handled in an
argon filled glovebox. All other chemicals were obtained from
commercial sources and used as purchased.

Synthesis of catena-poly[europium(II)bis(µ2-N,N-dimethyl-
formamide)bis(µ2-trifluoroacetato)], [Eu(O2CCF3)2(dmf)2]∞ (1)

0.684 g (4.50 mmol) of europium was weighed in a reaction
vessel containing a glass-coated stir bar and dissolved in 50 ml
of dried liquid ammonia. 1.179 g (9.90 mmol) of ammonium
trifluoroacetate was added to the dark blue solution. The
resulting yellow suspension was stirred for 1 h at approxi-
mately −30 °C. The ammonia was evaporated, and the residue
dried in vacuum for 8h until a pressure of 10−3 hPa was
reached. The residue was ground to a fine yellow powder
(1.30 g). 151Eu Mössbauer spectrum, isomer shift [mm s−1]:
EuIII: 0.35 (23%), EuII: −13.11 (77%). 400 mg of this crude
product were stirred in an ampoule with 4 ml of DMF and the

Table 2 Decay times of the EuIII luminescence of 1, 2 and 3, and reported lifetimes of polynuclear EuIII hydroxido complexes

Compound Temperature Species τ [ms] Percentage Ref.

Compound 1 298 K EuIII impurity 0.56(2) 0.402 Here
2.61(3) 0.608

Compound 2 298 K EuIII 0.39(1) 0.195 Here
1.15(1) 0.805

Compound 3 298 K EuIII 1.48(1) 1.000 Here
[Eu9(L1)16(µ3-OH)8(µ4-OH)(µ4-O)] 298 K EuIII 0.30–0.51 44a
[Eu9(L2)16(µ3-OH)9(µ4-OH)] 78 K EuIII 0.31(2) 44b

τ = luminescence decay time, L1 = (modified) 2-hydroxybenzophenone ligands; L2 = 9-hydroxyphenalen-1-one ligands.
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insoluble part was allowed to settle overnight. The supernatant
yellow solution was transferred into another ampoule and
DMF was distilled off in vacuo until the solution was concen-
trated to half of its initial volume. The ampoule, sealed with a
PTFE ring seal, was stored at 8 °C. Within 1–2 weeks hair-fine
yellow crystal needles of 1 grew, which rapidly redissolve at
room temperature. The crystalline material was dried in
vacuum to a pressure of 5 × 10−3 hPa. Yield: 0.230 g, 43%
based on Eu. Elemental analysis [%]: Found: C, 20.8; H, 2.3; N,
5.0; Eu, 31.6. Calc. for C10H14N2O6F6Eu: C, 22.91; H, 2.69; N,
5.34; Eu, 28.99. IR spectrum [cm−1]: νas(COO): 1638 (s);
νs(COO): 1482 (m); ν(C–F): 1200, 1160 (s); ν(C–C): 854 (w);
δ(CF3): 800 (m); δ(O–C–O): 723 (m); δ(CF3): 610, 520, 450 (w).
Bands caused by DMF: ν(C–H): 2942 (w); ν(CvO): 1713 (m);
ν(C–N) 1500 (w); δ(N–CH3): 1438, 1427 (w); δ(CH3): 1379 (m);
1351 (vw); ν(N–CH3): 1256 (vw); γ(N–CH3): 1110 (m); δ(CH3):
1061 (w); δ(OvC–N): 678 (w). Raman spectrum [cm−1]: 2947
(s); νas(COO): 1660 (w); νs(COO): 1462 (s); δ(CF3): 1205 (w); 933
(w); ν(C–C): 850 (s), δ(O–C–O): 733 (m); δ(CF3): 600 (m), 520
(w), 417 (s); 270 (m); 85 (s). 19F NMR spectrum (282.38 MHz,
D2O/NaOH) [ppm]: −75.2 (s, CF3).

151Eu Mössbauer spectrum,
isomer shift [mm s−1]: EuIII: 0.31 (12%), EuII: −13.33 (88%).

Synthesis of bis (ammonium)[dodecakis(µ2-trifluoroacetato)-
hexakis(trifluoroacetic acid)octa-µ3-fluorido-octahedro-
hexaeuropiate(III)], (NH4)2[Eu6F8(O2CCF3)12(CF3COOH)6] (2)

Preparation and crystallization of 2 was as described for 1
using 150 mg of the crude product obtained from liquid
ammonia and 3 ml of anhydrous trifluoroacetic acid instead of
DMF. The mother liquor was removed, and the crystalline
material dried in vacuo until a pressure of 10−2 hPa was
reached. Yield: 81 mg, 31% based on Eu. A coulometric Karl
Fischer titration of the mother liquor gave a water content of
1.9%. Elemental analysis [%]: Found: C, 13.9; H, 0.6; N, 1.1;
Eu, 29.4. Calc. for C36H14N2O36F62Eu6: C, 13.76; H, 0.45; N,
0.89; Eu, 29.04. IR spectrum [cm−1]: ν(O–H): 3661 (m), 3500
(w); ν(N–H, NH4

+): 3190, 3072, 2963 (w); ν(CvO): 1755, 1725
(m); νas(COO): 1670 (s); 1600 (s); νs(COO): 1477 (m); δ(O–H):
1424 (w, sh); ν(C–F): 1199, 1155 (s); γ(O–H): 877 (w); ν(C–C):
844 (w); δ(CF3): 800 (m); 737 (w); δ(O–C–O): 719 (m); 701 (w);
δ(CF3): 612, 521, 443 (w). Raman spectrum [cm−1]: ν(CvO):
1716 (m); νas(COO): 1660 (m); 1600 (w); νs(COO): 1473 (s); ν(C–
F): 1205 (m); ν(C–C): 850 (s); 835 (s); 775 (m); 741 (s); δ(CF3):
613 (m), 548 (w); 440 (m); 363 (w); 285 (m); 93 (s). 19F NMR
spectrum (282.38 MHz, D2O/NaOH) [ppm]: −75.5 (s, CF3);
−122.5 (s, F−). 151Eu Mössbauer spectrum, isomer shift [mm
s−1]: EuIII: 0.18.

Synthesis of bis(ammonium)[dodecakis(µ2-pentafluoro-propio-
nato)hexakis(pentafluoropropionic acid)octa-µ3-fluorido-octa-
hedro-hexaeuropiate(III)]—pentafluoropropionic acid (1/8),
(NH4)2[Eu6F8(O2CC2F5)12(C2F5COOH)6]·8C2F5COOH (3)

10 ml (50.7 mmol, ρ25 = 1.571 g cm−3) of pentafluoropropionic
anhydride was slowly mixed with 95% of the 1 : 1 molar ratio
of water (0.87 ml, 48.2 mmol) in a microdistillation device
under ice cooling. The liquid was distilled over a 10 cm

Fig. 9 Excitation (black) and emission (red) spectra of the compounds 2
(a) and 3 (b); excitation lines marked with an asterisk indicate transitions
from the thermally populated 7FJ (J = 1, 2) levels to the correspondingly
labelled levels in the excitation spectrum; (c) luminescence decay of the
level 5D0 and fits for 2 and 3 at λem = 614 nm and 298 K; (d) compounds
1, 2 and 3 in daylight (left) and under an UV lamp with an emission
maximum of 265 nm (right). The samples were placed in closed tubes
after drying in vacuum.
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Vigreux column, and the main fraction collected at 96–97 °C.
0.89 ml (8.4 mmol, ρ25 = 1.561 g cm−3) of the pentafluoropro-
pionic acid was slowly dropped into a reaction vessel contain-
ing a glass-coated stir bar to 50 ml of dried liquid ammonia.
0.638 g (4.2 mmol) of europium was added. The resulting
yellow suspension was stirred for 1 h at approximately −30 °C.
The ammonia was evaporated, and the residue dried in
vacuum for 8 h until a pressure of 10−3 hPa was reached. The
residue was ground to a fine yellow powder (1.12 g). 151Eu
Mössbauer spectrum, isomer shift [mm s−1]: EuIII: 0.29 (50%);
EuII: −13.11 (50%). Crystals of 3 were received as described for
1 using 230 mg of this crude product and 3 ml of anhydrous
pentafluoropropionic acid instead of DMF. The mother liquor
was removed, and the crystalline material dried in vacuo until
a pressure of 10−2 hPa was reached. Yield: 163 mg, 28% based
on Eu. A coulometric Karl Fischer titration gave a water
content of the mother liquor of 0.95%. Elemental analysis [%]:
Found: C, 16.4; H, 0.4; N, 0.7; Eu, 21.1. Calc. for 3–8
C2F5COOH, C54H14N2O36F98Eu6: C, 16.05; H, 0.35 N, 0.69; Eu,
22.57. IR spectrum [cm−1]: ν(O–H): 3602 (w), 3538 (vw);
ν(CvO): 1775 (w); νas(COO): 1693 (s); 1625 (w); νs(COO): 1439
(m); ν(CF3–CF2): 1328 (m); ν(C–F): 1213 (m), 1159 (s); ν(CF2–
COO): 1032 (s); δ(C–C): 821 (w); δ(O–C–O): 729 (m); δ(CF3): 584,

539 (w); 407 (w). Raman spectrum [cm−1]: ν(CvO): 1776 (w);
νas(COO): 1709 (s); νs(COO): 1442 (s); ν(CF3–CF2): 1332 (w);
ν(C–F): 1218 (w), ν(CF2–COO): 1039 (w); δ(C–C): 826 (s); 779 (s);
δ(O–C–O): 739 (m); 624 (w); δ(CF3): 584, 542 (w); 426 (s); 394
(s); 361 (s); 295 (m); 143, 118, 78 (s). 19F NMR spectrum
(282.38 MHz, CD3CN/NaOH) [ppm]: −76.9 (s, F−); −84.1 (s,
CF3); −123.1 (s, CF2).

151Eu Mössbauer spectrum, isomer shift
[mm s−1]: EuIII: 0.31.

Crystallography

Crystals of 1, 2 and 3 suitable for crystal structure analysis
were selected in perfluorinated oil and mounted in the nitro-
gen-cold gas stream on a STOE IPDS 2T diffractometer in the
case of 2 and on a Bruker APEX II CCD diffractometer in the
cases of 1 and 3. Indexing, unit cell refinement, data collection
and data processing were performed using X-AREA45 or
APEX2.46 A Gaussian absorption correction was applied for 2
with the XPREP routine of SHELXTL and a multi-scan absorp-
tion correction was applied for 1 and 3 with SADABS. The
structures were solved by Direct Methods and refined by full-
matrix least-squares calculations on F2 with programs of the
SHELX system.47 All non-hydrogen atoms were located and all
H atoms were included in idealized positions. For those H

Table 3 Crystal data and structure refinement parameters for 1, 2 and 3

Parameters 1 2 3

CCDC depository 2125846 2125847 2125848
Crystal data
Color/shape Yellow/needle Colorless/prism Colorless/plate
Chemical formula C10H14N2O6F6Eu6 C36H14N2O36F62Eu6 C78H22N2O52F138Eu6
Mr (g mol−1) 524.20 3140.31 5352.80
Temperature (K) 120(2) 223(2) 120(2)
Wavelength (Å) 0.71073 Mo Kα 0.71073 Mo Kα 0.71073 Mo Kα
Crystal system, space group Triclinic, P1̄ Monoclinic, P21/n Monoclinic, P21/n
a, b, c (Å) 8.1855(7), 9.5209(8), 11.2944(10) 12.0562(4), 25.5991(8), 27.1945(9) 17.6214(13), 33.280(2), 26.1987(19)
α, β, γ (°) 98.367(5), 99.729(5), 101.090(6) 90, 95.521(3), 90 90, 91.721(4), 90
Volume (Å3) 836.81(17) 8354.1(5) 15 357.2(18)
Z 2 4 4
ρcalc (g cm−3) 2.08 2.50 2.32
µ (mm−1) 3.8 4.7 2.7
Crystal size (mm3) 0.084 × 0.069 × 0.022 0.163 × 0.113 × 0.110 0.386 × 0.326 × 0.120
Data collection
Diffractometer Bruker APEX II CCD STOE IPDS 2T Bruker APEX II CCD
Absorption correction Multi-scan (SADABS) Gaussian (SHELXTL) Multi-scan (SADABS)
Tmin, Tmax 0.631, 0.928 0.633, 0.742 0.309, 0.430
F000 506 5872 10 160
θ range for data collection (°) 1.861 ≤ θ ≤ 25.112 2.157 ≤ θ ≤ 24.999 1.504 ≤ θ ≤ 25.000
Completeness 0.992 0.999 0.993
No. of collected reflections 10 288 50 839 229 309
No. of independent reflections 2968 14 759 26 839
No. of observed reflections 1958 12 450 21 715
Rint 0.0939 0.1348 0.0553
Refinement
R values [F2 > 2σ(F2)] R1 = 0.0453, wR2 = 0.0902 R1 = 0.0892, wR2 = 0.2293 R1 = 0.0394, wR2 = 0.0777
R values [all data] R1 = 0.0868, wR2 = 0.1032 R1 = 0.1114, wR2 = 0.2621 R1 = 0.0555, wR2 = 0.0874
S (Goodness-of-fit) 1.038 1.038 1.065
No. of data (m) 2968 14 759 26 839
No. of parameters (n) 261 1420 2567
No. of restraints 50 549 110
Δρmax, Δρmin 1.43, −1.45 3.98, −2.01 1.89, −1.00

R1 = ∑||Fo| − |Fc||–∑|Fo|; wR2 = [∑w(Fo
2 − Fc

2)2–∑w(Fo
2)2]−1; S = [∑w(Fo

2 − Fc
2)2–(m − n)]−1; w = 1–σ2(Fo

2) + (0.0215P)2 + 3.8152P; P = (Fo
2 + 2Fc

2)–3.
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atoms bound to C and O a riding model was applied, with
bond lengths constrained to 0.98, 0.95 and 0.83 Å for CH3, CH
and OH groups, respectively. In addition, the CH3 groups and
the OH groups were allowed to rotate around the adjacent N–C
and O–C bond, respectively. The NH4

+ ions in 2 and 3 were
included in the refinement as rigid groups with idealized tetra-
hedral geometry and N–H bond lengths constrained to 0.91 Å.
The displacement parameters Uiso(H) were set to 1.5Ueq,
1.5Ueq, 1.5Ueq and 1.2Ueq of the parent atoms for OH, NH, CH3

and CH, respectively. For trifluoromethyl groups in 1 and 2,
clearly identified as disordered, partial occupation site models
were introduced. In the final stages of converging refinements,
the corresponding site occupation factors refined to
0.556(14):0.444(14) and 0.58(5):0.42(5)–0.66(5):0.34(5) for 1 and 2,
respectively. Partial occupation site models were introduced
for disordered pentafluoroethyl groups in 3, giving site occu-
pation factors of 0.548(8):0.452(8)–0.821(5):179(5) in course of
the refinement. Crystals of 2 notoriously suffer from twinning
and the plane law (1 0 0) was detected by closer inspection.
Based on the entire set of intensity data from both individuals
and assuming the additivity of intensities for overlapped
reflections a refinement with the HKLF5 option of SHELXL
was performed. However, several shortcomings of the refine-
ment including convergence problems forced us to discard
this attempt. Tolerating some feature in the residual electron
density map, definitely related to the twinning, a refinement
based on intensities collected with the orientation matrix of
the main individual and applying the index-transforming twin
matrix −1 0 0 0 −1 0 0.431 0 1 (written by rows) for an approxi-
mate treatment of the intensity contamination resulting from
the twinning and applying symmetry merging as well gave the
best result in terms of plausibility of geometric parameters
and anisotropic atom displacement. The fraction of second
individual contribution was refined to 0.252(2). Molecular
graphics were generated with DIAMOND.48 Crystal data, data
collection and structure refinement details for 1, 2 and 3 are
given in Table 3.

Elemental analysis

The elemental analyses were performed using a vario MICRO
cube (Elementar Analysensysteme GmbH).49 They were sup-
plemented by the determination of the europium content
using a titrimetric method.19,50 50–150 mg of the sample was
weighed to the nearest 0.1 mg and dissolved in 10 ml of hydro-
chloric acid, c(HCl) = 6 mol l−1. This solution was diluted to
60 ml with water and dropped into a chromatography column
of 2 cm diameter, filled with a 20 cm high layer of zinc
amalgam containing 1% of mercury.51 The solution was col-
lected in a flask containing 15 ml of FeCl3–H2SO4 reagent [dis-
solve 2.70 g of FeCl3·6H2O in 100 ml sulfuric acid, c(H2SO4) =
1 mol l−1] and two drops of ferroin solution (1/40 mol l−1). To
exclude atmospheric oxygen, a steady stream of dry nitrogen
was passed through the flask. After the solution completely
passed the reducer, it was washed with 40 ml of hydrochloric
acid, c(HCl) = 0.1 mol l−1, and the content of the flask (no
longer under inert gas) was acidified with 2 ml conc. phospho-

ric acid and titrated with a solution of cerium(IV) sulfate, c[1/1
Ce(SO4)2] = 0.05 mol l−1, until the colour changed from orange
to blue. Since the end point is indicated with some delay, the
titration must be carried out very slowly towards the end. To
take into account remaining dissolved oxygen, negatively influ-
encing the results, the standard solution was adjusted against
portions of europium(III) oxide.

151Eu Mössbauer spectroscopy

For 151Eu Mössbauer spectroscopic studies on the compounds
1, 2 and 3, and their corresponding precursors the 21.53 keV
transition of a 151Sm : EuF3 source with an activity of 55 MBq
(1% of the total source activity) was used in normal trans-
mission geometry. The samples were investigated with a com-
mercial liquid nitrogen bath cryostat (78 ± 0.5 K, for 1, 2 and
3) or with a Janis Research continuous flow helium cryostat (6 ±
0.5 K, for the precursors). The samples were cooled to the
respective temperature while the source was kept at room
temperature. The temperatures were controlled with a resis-
tance thermometer. The samples were prepared by mixing
them with α-quartz in an argon-filled glovebox and placing
them in a thin-walled PMMA container, 2 cm in diameter.
These were then rapidly glued airtight outside the glovebox.
The absorber thickness was calculated so that it corresponded
to 10 mg of europium per cm2 of the sample holder. The
results were fitted and plotted with the WinNormos for Igor6
program package52 and graphical editing was done with
CorelDraw 2017.53

Photoluminescence spectroscopy

Steady-state and time-resolved photoluminescence studies on
the powdered compounds 1, 2 and 3 were performed on an
FLS1000 photoluminescence spectrometer from Edinburgh
Instruments equipped with a 450 W Xe arc lamp as an exci-
tation source, double excitation and emission monochroma-
tors (focal length 2 × 325 mm) in Czerny Turner configuration
and a thermoelectrically cooled (−20 °C) photomultiplier tube
PMT-980 as a detector. All spectra and decay traces were
measured at room temperature. Emission spectra were cor-
rected with respect to the grating efficiency and PMT sensi-
tivity, while excitation spectra were additionally corrected with
respect to the lamp intensity. Fluorescence decay traces (delay
time ranges <1 µs) were measured with pulsed laser diodes
from Edinburgh Instruments (EPL-320 for excitation at
320 nm, EPL-375 for excitation at 375 nm, temporal pulse
widths: ∼75 ps) and time-correlated single photon detection,
while longer decay traces (delay time ranges >1 µs) were
acquired using a µF2 Xe flash lamp (150 W) with an average
pulse width of 2 µs and single-photon multi-channel scaling
detection.

IR and Raman spectroscopy

Compounds 1, 2 and 3, and their corresponding precursors
were characterized via vibrational spectroscopy. IR spectra
were recorded with a PerkinElmer Spectrum Two FT-IR
spectrometer equipped with a LiTaO3 detector
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(4000–350 cm−1) and an universal ATR unit.54 Raman spectra
were recorded with a Bruker MultiRAM spectrometer equipped
with a Nd:YAG laser (1064 nm) and an InGaAs detector
(4000–70 cm−1).55 Band assignments for 1 were made using
the IR spectra of DMF56 and metal trifluoroacetates,57 for 2
additionally of trifluoroacetic acid35 and trifluoroacetic acid
esters58 and for 3 of pentafluoropropionic acid59 and some of
its esters.60

19F NMR spectroscopy

Compounds 2 and 3 were characterized via 19F NMR spec-
troscopy. 10–20 mg each were dissolved in 0.7 ml D2O (for 2)
or CD3CN (for 3) and the 19F NMR spectra were recorded using
a Bruker Avance III spectrometer at 282.38 MHz. The fluoride
ions bound to europium were released by adding a drop of
conc. NaOH solution to the NMR tube and a second spectrum
was recorded. Due to the poor solubility of some EuF3 precipi-
tated a qualitative detection of the fluoride ions is possible,
only.

Karl Fischer titration

The water content in the mother liquors from the crystalliza-
tion of 2 and 3 was determined by coulometric Karl Fischer
titrations. 0.1 ml of the solutions were injected into a
Metrohm 831 KF coulometer filled with Hydranal Coulomat
AG reagent. The results were corrected against a freshly
opened 100 ppm water standard.

Thermal analysis

Compounds 1, 2 and 3 were characterized via TGA/DSC-
thermal analysis. 10–15 mg each were weighed into an alumi-
num crucible and heated under N2 atmosphere. TGA curves
were recorded in the temperature range of 25–600 °C using a
Netzsch TG 209 F3 system. DSC curves were recorded in the
temperature range of 25–450 °C using a Mettler-Toledo DSC 1
STARe system. A baseline correction was applied.

Conclusions

The reaction of NH4(O2CCF3) or NH4(O2CC2F5) with europium
metal in liquid ammonia gives yellow Eu(O2CCF3)2 or
Eu(O2CC2F5)2, respectively. However, to some extent this oxi-
dation process is accompanied by C–F bond activation result-
ing in a recognizable amount of NH4F in the amorphous
samples that are extremely sensitive to further oxidation. Bis
(N,N-dimethylformamide) complexes of the EuII compounds
have been prepared and the crystal structure determination of
the trifluoroacetate derivative 1 shows the solid of this first
lanthanoid(II) perfluorocarboxylate coordination compound to
be chain-polymeric with bridging trifluoroacetato and N,N-di-
methylformamide ligands. Reactions of the NH4F-containing
samples with the corresponding anhydrous perfluorocar-
boxylic acid yields ammonium salts of two new dodecakis(µ2-
perfluorocarboxylato)octa-µ3-fluorido-octahedro-hexaeuropiate(III)
complexes with additional vertex-coordinating acid molecules,

(NH4)2[Eu6F8(O2CR)12(RCOOH)6], with R = CF3 (2) and R =
C2F5 (3). Interestingly, in the case of the pentafluoropropionate
an octakis(acid) solvate is obtained. The oxidation state of
europium in the unsolvated precursors and in complexes 1, 2
and 3 derived thereof were monitored by 151Eu Mössbauer and
photoluminescence spectroscopy. In a subsequent article we
will report on the stepwise hydrolysis of the europium(III) com-
plexes presented here, yielding a series of partially and fully
vertex-hydrated octahedro-hexanuclear fluoridocarboxylates.
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