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The ammonia synthesis activities of the anti-perovskite nitrides Co3CuN and Ni3CuN have

been compared to investigate the possible metal composition–activity relationship. Post-

reaction elemental analysis showed that the activity for both nitrides was due to loss of

lattice nitrogen rather than a catalytic process. Co3CuN was observed to convert a higher

percentage of lattice nitrogen to ammonia than Ni3CuN and was active at a lower

temperature. The loss of lattice nitrogen was revealed to be topotactic and Co3Cu and

Ni3Cu were formed during the reaction. Therefore, the anti-perovskite nitrides may be of

interest as reagents for the formation of ammonia through chemical looping. The

regeneration of the nitrides was achieved by ammonolysis of the corresponding metal

alloys. However, regeneration using N2 was shown to be challenging. In order to

understand the difference in reactivity between the two nitrides, DFT techniques were

applied to investigate the thermodynamics of the processes involved in the evolution of

lattice nitrogen to the gas phase via conversion to N2 or NH3, revealing key differences in

the energetics of bulk conversion of the anti-perovskite to the alloy phase, and in loss of

surface N from the stable low-index N-terminated (111) and (100) facets. Computational

modelling of the density of states (DOS) at the Fermi level was performed. It was shown

that the Ni and Co d states contributed to the density of states and that the Cu d states

only contributed to the DOS for Co3CuN. The anti-perovskite Co3MoN has been

investigated as comparisons with Co3Mo3N may give an insight into the role structure

type plays in the ammonia synthesis activity. The XRD pattern and elemental analysis for

the synthesised material revealed that an amorphous phase was present that contained

nitrogen. In contrast to Co3CuN and Ni3CuN, the material was shown to have steady state

activity at 400 °C with a rate of 92 ± 15 mmol h−1 g−1. Therefore, it appears that metal

composition has an influence on the stability and activity of the anti-perovskite nitrides.
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1. Introduction

Ammonia is mainly produced industrially via the Haber Bosch Process, which is
credited for providing a route to synthetic fertilisers that are estimated to feed
40% of the global population.1 However, there are major drawbacks to this
process due to the high energy costs associated with the entirety of the process,
including hydrogen gas feed production.2 The hydrogen feed stream is presently
produced from either natural gas or coal and results in production of 2.5% of
global fossil fuel-based CO2 emissions.1 Therefore, nding an alternative process
that is more sustainable and can operate under milder conditions is of great
interest. Ideally, the alternative process would use renewable energy and the
hydrogen would be produced from a renewable resource. This could then result in
ammonia being produced on a small, localised scale. However, in order to achieve
this, a more active catalyst than the iron-based catalyst used in the Haber Bosch
Process would need to be developed. It has been suggested that the limiting
scaling relationship for ammonia synthesis would need to be by-passed for this to
occur. One possible solution is by the application of metal nitrides that can
operate via aMars–van Krevelen mechanism, where the lattice nitrogen is reactive
and directly takes part in the synthesis of ammonia.3 The lattice nitrogen reac-
tivity of a range of metal nitrides has thus been investigated in the literature.4–7 It
has been reported that the lattice nitrogen in Co3Mo3N is highly reactive and the
phase Co6Mo6N can be formed from the reduction of the nitride under 3 : 1 H2/
Ar.8 One route based on the reactivity of lattice nitrogen in metal nitrides is
chemical looping, where ammonia is produced from the nitride and then the
material is regenerated in a separate reaction step. A similar process has been
observed for oxides in a range of reactions and has been established through
isotopic labelling studies.9–11 Michalsky et al. have investigated a series of binary
metal nitrides for this chemical looping process.12,13 Manganese nitride, Sr3N2

and Ca3N2 have been shown to be potential candidates for this process. More
recently, the anti-perovskite nitrides Co3InN, Ni3InN, Co3ZnN and Ni3ZnN have
been investigated for their lattice nitrogen reactivity and possible use as a mate-
rial for synthesis of ammonia via chemical looping.14 A large percentage of the
lattice nitrogen removed from the anti-perovskite nitrides was converted to
ammonia when hydrogenated at 400 °C and 500 °C. It was observed that the
nickel containing nitrides were more active than the corresponding cobalt con-
taining nitrides and the nitrides containing Zn also showed better reactivity. It
was suggested that the presence of intermediate phases with lower nitrogen
content for Ni3InN and Ni3ZnN, that were not observed for the cobalt containing
nitrides, could be one of the reasons for the higher ammonia synthesis activity.
The difference in reactivity of the nitrides suggests that there may be a relation-
ship between the metal composition and ammonia synthesis performance. In
a similar process to chemical looping, nitrogen permeable membrane reactors
operate by activating N2 at one side of the membrane reactor and then the
nitrogen ions are transported to the other side where the ions react with H2 to
form ammonia. Recently, Ye et al. have shown that a Nb4N5 nitride membrane
reactor can yield a high ammonia concentration at ambient pressure.15

In this work, a further examination of the anti-perovskite nitrides has been
performed due to the possibility of being able to alter the metal composition.
98 | Faraday Discuss., 2023, 243, 97–125 This journal is © The Royal Society of Chemistry 2023
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From this, it may prove possible to investigate the potential relationship between
metal composition and activity and tune the regeneration of the anti-perovskite
nitrides. These are also well-dened structures that would be of value for the
computationally aided design of more active materials. The anti-perovskite
nitrides have the formula A3BN and therefore, the metal composition of both
the A and Bmetals can be altered. It has been previously suggested that the lattice
nitrogen in the anti-perovskite structure is surrounded by six A species and
therefore, the lattice nitrogen reactivity may be inuenced by the bonding to the A
metal.14 The local environment for the lattice nitrogen in the h-carbide structured
or b-Mn structured nitrides is similar with nitrogen coordinated to six metal
species in each case.16 It has been previously reported that metal composition
appears to have an inuence on the lattice nitrogen reactivity of h-carbide
structured or b-Mn structured nitrides.17 The possible inuence the A metal has
on activity has been investigated by comparing the ammonia synthesis activity of
Co3CuN and Ni3CuN. Computational analysis has also been performed to provide
an insight into the potential differences in reactivity. Co3MoN has also been
investigated and compared with the h-carbide structured Co3Mo3N in order to
investigate the possible relationship between structure type and activity.
2. Experimental
2.1 Preparation of Co3CuN and Ni3CuN

The oxide precursor was prepared by amodied form of the Pechini method as has
been previously applied to synthesise other metal oxides.18 First, the required
amounts of copper nitrate trihydrate (Cu(NO3)2$3H2O, Riedel-de Haen, Reag. ACS,
99–102%) and either cobalt nitrate hexahydrate (Co(NO3)2$6H2O, Sigma Aldrich,
ACS reagent,$98%) or nickel nitrate hexahydrate (Ni(NO3)2$6H2O, Sigma Aldrich,
puriss. p.a., $98.5% (KT)) were dissolved in a 200 mL solution of 10% nitric acid.
This was followed by dissolving the necessary amount of citric acid monohydrate
(C6H8O7$H2O, Sigma Aldrich, ACS reagent, $99.0%) in the solution. Then, the
mixture was heated at 70 °C until a gel had formed. The gel was dried in an oven
overnight at 120 °C and subsequently, calcined in air at 500 °C for 2 hours.

Co3CuN and Ni3CuN were synthesised via ammonolysis of their mixed oxide
precursors under 95 mL min−1 of NH3 (BOC, 99.98%). For Co3CuN, the material
was treated at a temperature of 450 °C and for Ni3CuN, the precursor was heated
to 500 °C. The temperature was increased at a ramp rate of 10 °C min−1. The
materials were kept at these temperatures for 5 h and then cooled down to room
temperature under 95 mL min−1 of NH3. The reactor was ushed with N2 when at
room temperature for 30 min and then passivated for 1 h using a mixture of 2%
O2/Ar and N2.
2.2 Preparation of Co3MoN

The oxide precursor was prepared by the modied form of the Pechini method as
described in Section 2.1 using cobalt nitrate hexahydrate (Co(NO3)2$6H2O, Sigma
Aldrich, ACS reagent, $98%) and ammonium molybdate tetrahydrate ((NH4)6-
Mo7O24$4H2O, Fluka Analytical, ACS reagent, $99.0%) as the starting materials.

Co3MoN was synthesised via ammonolysis of the mixed oxide precursor at
420 °C for 5 hours under 95 mL min−1 of NH3 (BOC, 99.98%). The ramp rate used
This journal is © The Royal Society of Chemistry 2023 Faraday Discuss., 2023, 243, 97–125 | 99
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for increasing the temperature was 10 °C min−1. The sample was then cooled
down to room temperature under 95 mL min−1 of NH3. Once at room tempera-
ture, the reactor was ushed with N2 for 30 min and passivated for 1 h using
a mixture of 2% O2/Ar at 25 mL min−1 and additionally diluted with N2.

2.3 Ammonia synthesis testing

The nitrides were tested for their activity under 60 mL min−1 of 3 : 1 H2/N2 (BOC,
99.98%) at atmospheric pressure and temperatures of between 200–400 °C. The
vent gas was owed through a 0.00108 M solution of sulfuric acid (200 mL) and
the decrease in conductivity was monitored in order to determine the activity.

2.4 Regenerability of Co3CuN and Ni3CuN

The post-reaction material was treated at either 700 °C or 800 °C under 60
mL min−1 of N2. The material was kept at the required temperature for 4 h. Aer
this, the material was cooled down to room temperature under N2.

2.5 Material characterisation

Powder XRD was performed on the pre- and post-reaction samples by using
a PANalytical X-Pert Pro Diffractometer (40 kV, 40 mA) with a monochromatised
CuKa source (0.154 nm). The data was collected between 5–85° 2q using a step
size of 0.0167° and a total scan time of 51 min.

CHN analysis was obtained by combustion of the materials on an Exeter
Analytical Inc. CE-440 elemental analyser.

SEM images were acquired by using a Philips XL30E-Scanning electron
microscope. Energy-Dispersive X-ray spectroscopy (EDX) was also undertaken by
using the microscope. The samples were coated with a lm of gold/palladium
before analysis.

2.6 Computational details

To rationalise the experimental observations, density functional theory (DFT)
calculations were performed for the bulk Co3CuN and Ni3CuN structures, as well
as for the corresponding low-index (111) and (100) surface facets which are
typically the most stable for perovskite and anti-perovskite structures. Bulk DFT
calculations were also performed for the Co3Cu and Ni3Cu alloy systems to
determine the overall thermodynamic feasibility of complete loss of lattice N. All
calculations were performed using plane wave DFT as implemented in the VASP
code (version 5.4.4).19–22 The revised PBE (RPBE)23 exchange–correlation func-
tional was used throughout, having already been demonstrated to be highly
suitable for modelling metal nitride systems in the previous literature.24–26 Inner
electrons were replaced by projector-augmented waves (PAW),27,28 and the valence
states were expanded in plane-waves with a cut-off energy of 550 eV. Total energies
were converged to within 10−5 eV. Forces were converged to within 0.01 eV Å−1

during all geometric relaxations. Bulk optimisation of the anti-perovskite and
alloy phases was performed by tting the lattice parameter and total energy to the
Birch–Murnaghan equation of state. The Monkhorst–Pack k-point sampling
scheme was used throughout,29 with meshes of appropriate size for the different
systems considered; for the bulk anti-perovskites and bulk alloys, a 8 × 8 × 8 k-
100 | Faraday Discuss., 2023, 243, 97–125 This journal is © The Royal Society of Chemistry 2023
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point sampling mesh was used, whereas for the (111) and (100) surfaces, a 6 × 6
× 1 k-point samplingmesh was used, commensurate with the dimensions of the 1
× 1 surface cell model employed. For the surfaces, stoichiometric asymmetric
slab models were employed with identical compositions for the two slabs, con-
sisting of 12 atomistic layers for the (111) surface and 6 atomistic layers for the
(100) surface, interleaved by a 20 Å vacuum gap to avoid any spurious interactions
between slabs in adjacent periodic images. Optimisation of the slab models was
performed by allowing the top (i.e. N-terminated) 6 atomistic layers for the (111)
slab, and top 3 atomistic layers for the (100) slab, to relax until the force
convergence threshold was met. A dipole correction was applied to eliminate any
spurious electrostatic interactions across the slab owing to the asymmetric stoi-
chiometric model used and the asymmetric relaxation of the slabs. To identify
transition states for the diffusion of subsurface N to the surface vacancy site in the
(111) facet, the climbing image nudged elastic band30 and dimer techniques31

were applied; transition states were conrmed by means of vibrational analysis to
identify the unstable mode.
3. Results and discussion
3.1 Co3CuN

The XRD pattern for the prepared Co3CuN material is provided in Fig. 1a, which
indicates that a pure phase material has been synthesised. The oxide precursor
was prepared via a modied Pechini method and the nitride was then formed by
ammonolysis of the oxide. Co3CuN has been previously prepared in the literature
by a hydrothermal method.32 Therefore, this method for preparing Co3CuN has
the advantage of not requiring the use of an autoclave. The elemental analysis for
Fig. 1 XRD patterns of Co3CuN: (a) pre-reaction, (b) post-reaction with 3 : 1 H2/N2 at 200 °
C and 250 °C and (c) post-reaction with 3 : 1 H2/N2 at 300 °C and 400 °C. ( ) Co3CuN and
(-) Co3Cu.

This journal is © The Royal Society of Chemistry 2023 Faraday Discuss., 2023, 243, 97–125 | 101
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the synthesised material is provided in Table 1. The nitrogen content was slightly
lower than the expected stoichiometric nitrogen value for Co3CuN which is
5.51 wt%. SEM analysis was also performed on the material and representative
SEM images are displayed in Fig. 2a and b. The material was shown to consist of
rounded particles and EDX values show that the Co : Cu ratio was 66 : 30 (expected
ratio is 69.5 : 25.0 for Co3CuN). The difference in composition is of interest as
these metals are not volatile. However, due to the limitations of the technique,
EDX is semi-quantitative and thus, there may be some differences compared to
the expected value. Attempts have beenmade to prepare Co3CuN via nitridation of
the oxide precursor with N2/H2 as this would be of greater relevance for large scale
production than ammonolysis. The oxide precursor was treated with N2/H2 at
a temperature of 500 °C or 700 °C. However, a mixture of phases was formed
containing Co3Cu alloy and phase separation occurred as shown in Fig. 1 in the
ESI section.†

The ammonia synthesis activity of Co3CuN was investigated by rstly reacting
the nitride under 3 : 1 H2/N2 at 200 °C and 250 °C. The conductivity prole shows
Table 1 Nitrogen analysis pre- and post-reaction for Co3CuN

Material Nitrogen content (wt%)

Co3CuN 4.73
Co3CuN post N2/H2 200 °C and 250 °C 1.39
Co3CuN post N2/H2 300 °C and 400 °C 0.05

Fig. 2 Representative SEM images of Co3CuN: (a and b) pre-reaction and (c and d) post
N2/H2 reaction at 300 °C and 400 °C.

102 | Faraday Discuss., 2023, 243, 97–125 This journal is © The Royal Society of Chemistry 2023
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that the production of ammonia was minimal at 200 °C (Fig. 3a). However, when
the temperature was increased to 250 °C, the material appeared to become active,
although the rate was observed to be non-steady state. From the post-reaction
XRD pattern provided in Fig. 1b, it can be observed that reections due to
Co3Cu are present that were not observed pre-reaction. It is therefore suggested
that the production of ammonia may be due to the loss of lattice nitrogen from
Co3CuN and is not a catalytic process. This is supported by the post-reaction
nitrogen analysis that shows there was a reduction in nitrogen content
compared to pre-reaction (Table 1). The percentage of lattice nitrogen removed
from the material that was converted to ammonia was 70%. The ammonia
synthesis activities of nitrides at lower temperatures have not been widely re-
ported in the literature. However, the activities of a range of Ru/g-Al2O3 prepared
with different Ru metal loadings has been examined at 100 °C and 150 °C under
N2/H2 (1/3 vol%) at either 4 bar or 5 bar.33,34 It was stated that a metal loading of
7% Ru provided the highest activity with a rate of 1.42 mmol gcat

−1 s−1 at 150 °C
and 5 bar.35 Furthermore, oxyhydrides and hydrides of LaH2.5O0.25, CeH1.5O0.75,
CeH3 and LaH3 doped with Ru have been shown to have a high activity at 260 °C
and 0.1 MPa, with 5% Ru/CeH1.5O0.75 having a rate of approximately 1750 mmol
g−1 h−1.36 It was observed that LaH3 partially underwent nitridation during the
reaction to form LaN resulting in lower stability and a decrease in activity. This
result illustrates the negative effect of nitridation of the hydrides. All of these
materials appeared to perform by a catalytic process, unlike Co3CuN that was
observed to act as a reagent.

Co3CuN was further examined for its ammonia synthesis activity by reacting
the material under 3 : 1 H2/N2 at 300 °C and 400 °C. There was a large decrease in
conductivity at the start of the reaction as observed in Fig. 3b. Aer this initial
period, the production of ammonia was minimal and remained unchanged upon
increasing the temperature to 400 °C. It appears that Co3CuN has fully trans-
formed to Co3Cu during the reaction as shown in the post-reaction XRD pattern in
Fig. 1c. The nitrogen analysis in Table 1 also conrms that almost all of the
nitrogen has been removed from the material during the reaction. Therefore, it is
proposed that the initial large decrease in conductivity is due to the loss of lattice
nitrogen from Co3CuN and the production of ammonia signicantly decreases
once the alloy has been formed. The percentage of lattice nitrogen converted to
NH3 was calculated to be 82%. This transformation of Co3CuN to Co3Cu upon loss
Fig. 3 Ammonia production reaction profiles of Co3CuN reacted with 60mLmin−1 of 3 : 1
H2/N2 (a) for 3 hours at 200 °C and 4 hours 25 minutes at 250 °C and (b) for 4 hours at
300 °C and 3 hours 15 minutes at 400 °C.
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of lattice nitrogen is in contrast to the previous observations for Co3InN and
Co3ZnN,14 where Co3InN and Co3ZnN were observed to decompose to their
segregated metal constituents. From Fig. 1, it appears that the reections due to
Co3Cu are broader compared to those for Co3CuN. The broadening of peaks could
arise from effects such as a change in morphology, lattice distortion, coherent
diffraction domain size or defect generation. Representative SEM images of the
material post 300 °C and 400 °C reaction are presented in Fig. 2c and d. Although
nitrogen was removed from the material during the reaction, the gross
morphology was retained compared to pre-reaction. It has been previously re-
ported that upon loss of nitrogen some metals derived from nitride precursors
possess a porous nature.4 However, this was not observed to be the case for these
materials as evidenced by comparison of the pre- and post-reaction SEM images
(Fig. 2). The ratio of Co : Cu in the post-reaction material was 74 : 26 as deter-
mined from EDX, which is similar to the expected ratio of Co : Cu in Co3Cu.

The lattice nitrogen reactivity of the nitride appears to be more active than that
reported for Li–Mn–N, which converted 16.2% of the lattice nitrogen to ammonia
at 300 °C and 15.8% at 400 °C when reacted under 3 : 1 H2/N2.6 Furthermore,
Co3ZnN has been stated to convert approximately 93% of the lost lattice nitrogen
to ammonia at 400 °C under 3 : 1 H2/Ar, whereas the lattice nitrogen in Co3InN
was much less reactive under the same conditions.14 Therefore, the lattice
nitrogen reactivity of Co3CuN is comparable to Co3ZnN and also has the benet of
forming Co3Cu upon loss of lattice nitrogen. This is benecial as it may poten-
tially facilitate the regeneration of the nitride from the alloy phase. Some of the
most active nitrides reported are nanoparticles of Ni/LaN, which have a high rate
of 2665 mmol g−1 h−1 at 340 °C and 0.1 MPa.37 Furthermore, Ru/CaH2 and ternary
hydrides containing Ru are highly active at 300 °C with Ba2RuH6/MgO stated to
have a rate of 9.5 mmol gcat

−1 h−1.38,39 Ternary molybdenum nitrides are reported
to have steady state activity under 3 : 1 H2/N2 at 400 °C and 1 atm.18,40 When
Co3Mo3N is reacted under 3 : 1 H2/Ar at 700 °C, the nitride loses half of its lattice
nitrogen. However, only 19% of the removed nitrogen is converted to ammonia,
which the authors suggest is due to the high temperature required favouring the
formation of N2.41 The lattice nitrogen reactivity of nitrides has been of interest in
the literature as it may provide information on the possibility of the Mars–van
Krevelen mechanism occurring for these materials. The production of ammonia
from the hydrogenation of binary nitrides Ni3N, Cu3N, Zn3N2, Ta3N5, Re3N and
Co3N under 3 : 1 H2/Ar was reported to be limited with the maximum conversion
being 30% of the nitrogen content for Re3N and Ni3N.4,42 The addition of metal
dopants to tantalum nitride has been shown to enhance the conversion to
ammonia, with 52% of the lattice nitrogen converted when Co was used as the
metal dopant.43,44 Therefore, it appears that the lattice nitrogen of the anti-
perovskite nitrides is more readily converted to ammonia than other forms of
nitrides. However, there are other factors which may need to be taken into
consideration.

Due to the topotactic loss of lattice nitrogen from Co3CuN to form Co3Cu, it is
suggested that it may be possible to regenerate the nitride from the alloy by either
ammonolysis or nitridation. The nitride could therefore operate as a reagent for
the nitrogen chemical looping process. The lattice nitrogen could be removed
from the material in an initial step by reacting the nitride with hydrogen. Then, if
possible, the material could be regenerated in a separate step to complete the
104 | Faraday Discuss., 2023, 243, 97–125 This journal is © The Royal Society of Chemistry 2023
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cycle. The regenerability of Co3CuN from Co3Cu was rst examined by ammo-
nolysis of the post-reaction material under NH3 at 450 °C. The conditions were
similar to those used to synthesise the material from the oxide precursor. Co3CuN
appears to have been fully transformed from the alloy under these conditions as
observed in the XRD pattern shown in Fig. 4b. The nitrogen analysis shows that
thematerial had a higher nitrogen content compared to the originally synthesised
nitride as shown in Table 2. However, although the nitride is successfully
regenerated, the regeneration of the nitride by using ammonolysis is on balance
consuming more NH3 than is made and, therefore, is an inefficient process. The
material was then tested for a 2nd cycle under 3 : 1 H2/N2 at 300 °C and the results
are presented in Fig. 5. The conductivity prole followed a similar trend
compared to the 1st reaction cycle. However, it appears that the production of
ammonia was higher (2529 mmol g−1 versus 3040 mmol g−1) during the second
cycle. It is suggested that this may be due to the material having a higher nitrogen
content. The post-reaction XRD pattern in Fig. 4c illustrates that the material has
again transformed into Co3Cu as would be expected. As was observed previously,
almost all of the lattice nitrogen has been removed from the material during the
2nd cycle. The amount of lattice nitrogen transformed to ammonia was 82%,
Fig. 4 XRD patterns of Co3CuN: (a) post 1st cycle with 3 : 1 H2/N2 at 300 °C, (b) pre 2nd
cycle and (c) post 2nd cycle with 3 : 1 H2/N2 at 300 °C. ( ) Co3CuN and (-) Co3Cu.

Table 2 Nitrogen analysis pre- and post 1st and 2nd reaction cycles for Co3CuN

Material Nitrogen content (wt%)

Co3CuN 1st cycle 4.54
Co3CuN post 1st cycle 0.05
Co3CuN 2nd cycle 5.41
Co3CuN post 2nd cycle 0.11

This journal is © The Royal Society of Chemistry 2023 Faraday Discuss., 2023, 243, 97–125 | 105
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Fig. 5 Ammonia production reaction profiles of the 1st and 2nd cycles for Co3CuN
reacted with 60 mL min−1 of 3 : 1 H2/N2 at 300 °C for 4 hours.
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which was a similar value to the rst cycle. These results suggest that Co3CuN has
the potential to operate in a nitrogen looping process.

Ideally, the regeneration of Co3CuN would be achieved by using N2 rather than
NH3. Furthermore, for the chemical looping process, it is proposed that nitrogen
should be used to form the metal nitride for the renitridation step. It has been
previously shown that renitridation of Co6Mo6N to form Co3Mo3N can be
accomplished by using N2 at 700 °C.45 Therefore, the regenerability of Co3CuN
from Co3Cu was investigated by nitridation of the post-reaction material under N2

at 700 °C or 800 °C. The XRD patterns in Fig. 6b and c show that the alloy has not
renitrided and it appears that phase separation has occurred with the appearance
of reections due to copper. This is further conrmed by the nitrogen analysis as
shown in Table 3. The addition of dopants to b-Mo2N0.78 has been shown to have
an inuence on the loss of lattice nitrogen from the nitride and a change in the
synthesis pathways.46 Hence, doping of the Co3CuN systemmay provide a route to
facilitating the nitridation of the alloy with N2. In view of this, there have been
reports in the literature of manganese nitride having been doped with lithium.6,7

Li+ doping facilitated the loss of lattice nitrogen compared to the undoped
sample. However, elemental analysis showed a decrease in the lattice nitrogen
content aer the renitridation step under N2 at 800 °C and the regenerated
material had limited ammonia synthesis activity. Therefore, it appears that the
regeneration of nitrides using nitrogen is a challenging process.
3.2 Ni3CuN

In order to compare the effect of the A metal in the anti-perovskite nitrides (A3BN)
on ammonia synthesis activity, attempts have been made to synthesis Ni3CuN. It
106 | Faraday Discuss., 2023, 243, 97–125 This journal is © The Royal Society of Chemistry 2023
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Fig. 6 XRD patterns of Co3Cu: (a) pre N2 treatment, (b) post N2 treatment at 700 °C and (c)
post N2 treatment at 800 °C. (-) Co3Cu and ( ) Cu.

Table 3 Nitrogen analysis pre- and post N2 treatment for Co3Cu

Material Nitrogen content (wt%)

Co3Cu pre N2 0.05
Co3Cu post N2 700 °C 0.00
Co3Cu post N2 800 °C 0.06

Paper Faraday Discussions
O

pe
n 

A
cc

es
s 

A
rt

ic
le

. P
ub

lis
he

d 
on

 2
8 

N
ov

em
be

r 
20

22
. D

ow
nl

oa
de

d 
on

 1
2/

4/
20

25
 6

:3
0:

04
 P

M
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n 
3.

0 
U

np
or

te
d 

L
ic

en
ce

.
View Article Online
is suggested that the A metal may have a direct inuence on the lattice nitrogen
reactivity and regenerability of the material due to the nitrogen being surrounded
by six A species. From the XRD pattern provided in Fig. 7a, it can be seen that
a mixture of phases has been formed that correspond to Ni3CuN and Ni3Cu. A
minor impurity at approximately 43.3° 2q is also observed in the pre-reaction XRD
pattern. This is possibly due to copper and therefore, some phase separation has
occurred. The preparedmaterial contained 3.41 wt% nitrogen as shown in Table 4
(the expected stoichiometric nitrogen content is 5.52% for Ni3CuN). Represen-
tative SEM images in Fig. 8a and b show that Ni3CuN has a porous surface.
Furthermore, it can be seen that the morphology of Ni3CuN is slightly different
compared to Co3CuN. The ratio of Ni : Cu from EDX was shown to be 72 : 24
(expected ratio is 69 : 25 for Ni3CuN). As with Co3CuN, attempts were made to
prepare the nitride by nitriding the oxide precursor with N2/H2. However, Ni3Cu
alloy was formed instead as observed in Fig. 2 in the ESI section.†

As before, the ammonia production activity was investigated by initially
reacting the mixed Ni3CuN and Ni3Cu material under 3 : 1 H2/N2 at 200 °C and
250 °C. The conductivity prole provided in Fig. 9a indicates that a minimal
amount of ammonia was synthesised at these temperatures. This is in contrast to
This journal is © The Royal Society of Chemistry 2023 Faraday Discuss., 2023, 243, 97–125 | 107
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Fig. 7 XRD patterns of Ni3CuN: (a) pre-reaction, (b) post-reaction with 3 : 1 H2/N2 at 250 °
C and (c) post-reaction with 3 : 1 H2/N2 at 300 °C and 400 °C. ( ) Ni3CuN and ( ) Ni3Cu.

Table 4 Nitrogen analysis pre- and post-reaction for Ni3CuN

Material Nitrogen content (wt%)

Ni3CuN 3.41
Ni3CuN post N2/H2 200 °C and 250 °C 3.09
Ni3CuN post N2/H2 300 °C and 400 °C 0.49

Fig. 8 Representative SEM images of Ni3CuN: (a and b) pre-reaction and (c and d) post N2/
H2 reaction at 300 °C and 400 °C.
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Fig. 9 Ammonia production reaction profiles of Ni3CuN reacted with 60 mLmin−1 of 3 : 1
H2/N2 (a) for 2 hours 5 minutes at 200 °C and 5 hours 25 minutes at 250 °C and (b) for 3
hours at 300 °C and 4 hours 25 minutes at 400 °C.
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Co3CuN, where an onset of ammonia production was observed at 250 °C. The
elemental analysis shows that there was a minimal amount of lattice nitrogen lost
during the reaction (Table 4). The XRD pattern in Fig. 7b shows that the ratio of
Ni3CuN : Ni3Cu was slightly reduced compared to pre-reaction. This is also in
contrast to the results observed for Co3CuN, which show that the nitrogen content
signicantly decreased under these conditions.

The mixed Ni3CuN and Ni3Cu material was then studied for its ammonia
synthesis activity by reacting the sample under 3 : 1 H2/N2 at 300 °C and 400 °C.
The production of ammonia was minimal at 300 °C and the activity was non-
steady state as shown in Fig. 9b. This contrasts with Co3CuN at the same
temperature, where a large production of ammonia was observed at the start of
the reaction. Therefore, it appears that Ni3CuN is more stable than Co3CuN at
lower temperatures. It was observed from elemental analysis that there was only
a 21% decrease in nitrogen content of Ni3CuN at 300 °C. When the temperature
was increased to 400 °C, it can be seen in Fig. 9b that there was an increase in the
ammonia synthesis activity. However, the prole of ammonia production is
different than for Co3CuN, which produced the majority of the ammonia in the
rst 100 minutes at 300 °C. For Ni3CuN, the production of ammonia was much
slower and this suggests that the lattice nitrogen in Ni3CuN is more stable than
for Co3CuN. The post-reaction XRD pattern in Fig. 7c suggests that the majority of
Ni3CuN has been transformed to Ni3Cu. A similar effect was observed for Ni3ZnN
and Ni3InN, which formed Ni3Zn and Ni3In upon reaction.14 However, the two line
phases of Ni3CuN and Ni3Cu with no intermediate phase being noted upon loss of
lattice nitrogen is contrary to the observation for Ni3ZnN and Ni3InN.14

The elemental analysis also indicates that the majority of the lattice nitrogen
has been removed from this material during the reaction. Therefore, this indi-
cates that the production of ammonia from Ni3CuN is due to the loss of lattice
nitrogen from the material and is not a catalytic process. The amount of lattice
nitrogen lost from the material that was converted to ammonia was 62%. This is
lower than for Co3CuN and conrms the difference in activity between the two
anti-perovskite nitrides. The difference in activity and stability between Co3CuN
and Ni3CuN suggests that the metal composition may have an inuence and this
could play an important role in the design of active materials for ammonia
synthesis. The conversion of lattice nitrogen to ammonia could possibly be
improved by doping the nitride. Lithium doping of manganese nitride resulted in
This journal is © The Royal Society of Chemistry 2023 Faraday Discuss., 2023, 243, 97–125 | 109

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d2fd00151a


Faraday Discussions Paper
O

pe
n 

A
cc

es
s 

A
rt

ic
le

. P
ub

lis
he

d 
on

 2
8 

N
ov

em
be

r 
20

22
. D

ow
nl

oa
de

d 
on

 1
2/

4/
20

25
 6

:3
0:

04
 P

M
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n 
3.

0 
U

np
or

te
d 

L
ic

en
ce

.
View Article Online
an increase in the percentage of lattice nitrogen converted to NH3 compared to
the undoped sample.6,7

Ni3ZnN and Ni3InN have been reported to be 2.8–3.6 times more active for
ammonia synthesis than the corresponding Co containing nitrides under 3 : 1 H2/
Ar.14 Therefore, this is in contrast to the results for Co3CuN and Ni3CuN. The post
300 °C and 400 °C reaction SEM images are provided in Fig. 8c and d. It was
observed that the morphology was similar between pre- and post-reaction and
therefore, was unaffected by the loss of lattice nitrogen. EDX of the post-reaction
sample showed that the ratio of Ni : Cu was 70 : 30, with the expected ratio in
Ni3Cu as 73.5 : 26.5. This ratio may be slightly lower due to the minor presence of
Ni3CuN within the sample.

As there was a topotactic loss of lattice nitrogen from Ni3CuN, attempts were
made to regenerate the nitride from Ni3Cu by ammonolysis or nitridation.
Initially, the regenerability of Ni3CuN from Ni3Cu was attempted by ammonolysis
of the post-reaction Ni3Cu with NH3 at 500 °C. From the XRD pattern provided in
Fig. 10b, it can be observed that there was partial transformation of the alloy to
form the nitride. However, the ratio of Ni3CuN to Ni3Cu was lower compared to
the amount of nitride formed from ammonolysis of the oxide. As expected, the
material had a lower nitrogen content compared to the originally synthesised
nitride as shown in Table 5. For Co3CuN, Co3Cu appeared to be completely
transformed to the nitride under similar synthesis conditions. Therefore, it
appears that the regenerability of Ni3CuN by ammonolysis is more challenging
compared to Co3CuN.

The regenerability of Ni3CuN from Ni3Cu was also examined by treating the
post-reaction material under N2 at either 700 °C or 800 °C. The XRD patterns in
Fig. 11b and c illustrate that nitridation does not appear to have occurred at either
temperature. However, there does not appear to have been any phase separation,
Fig. 10 XRD patterns of Ni3Cu: (a) pre-ammonolysis and (b) post-ammonolysis with NH3

at 500 °C. ( ) Ni3CuN and ( ) Ni3Cu.
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Table 5 Nitrogen analysis pre- and post-ammonolysis for Ni3Cu

Material Nitrogen content (wt%)

Ni3Cu pre ammonolysis 0.00
Ni3Cu(N) post ammonolysis 2.02

Table 6 Nitrogen analysis pre- and post N2 treatment for Ni3Cu

Material Nitrogen content (wt%)

Ni3Cu pre N2 0.49
Ni3Cu post N2 700 °C 0.00
Ni3Cu post N2 800 °C 0.04

Fig. 11 XRD patterns of Ni3Cu: (a) pre N2 treatment, (b) post N2 treatment at 700 °C and (c)
post N2 treatment at 800 °C. ( ) Ni3Cu.
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which was observed for Co3Cu post nitridation. This suggests that the Ni3Cu
phase is more stable than Co3Cu. This is possibly somewhat to be expected as
Co3CuN has been shown to lose lattice nitrogen at a lower temperature than
Ni3CuN. The nitrogen analysis in Table 6 conrms that nitridation did not occur
under these conditions. These results suggest that unfortunately the regeneration
of the anti-perovskite nitrides in this study are not achievable by nitridation. It
appears that ammonia synthesis by Co3CuN and Ni3CuN proceeds via loss of
lattice nitrogen from the nitrides and therefore, it could be suggested that the
main restricting factor appears to be the regeneration of the nitrides from their
alloys. This has been previously suggested for the denitridation–nitridation
processes for Li–Mn–N.6
This journal is © The Royal Society of Chemistry 2023 Faraday Discuss., 2023, 243, 97–125 | 111
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It is possible that partial denitridation of the anti-perovskite nitrides would
facilitate the renitridation process and therefore, would result in a better chem-
ical looping performance. This is a potential avenue that could be explored in the
future.

3.3 DFT: bulk conversion of the anti-perovskite phase to the alloy phase

To rationalise the experimental results, calculations were performed to investi-
gate the thermodynamics of complete conversion of the anti-perovskite nitride to
the alloy phase under either ambient or hydrogenation conditions, releasing
either N2 or NH3 to the gas phase, respectively. The calculations reveal that for
both the Co3CuN and Ni3CuN phases, the process is exothermic for either the N2

or NH3 evolution process, with the latter being more exothermic as expected
(Table 7). For Co3CuN, the energies are slightly less exothermic (by ∼0.1 eV). The
decomposition of Co3CuN to yield 0.5N2 and the Co3Cu alloy phase is barely
exothermic and almost thermoneutral, hence the reverse process is barely
endothermic and almost thermoneutral. For Ni3CuN, the reverse process to
regenerate the anti-perovskite from the alloy under N2 conditions is somewhat
more endothermic. Hence, the overall thermodynamics of anti-perovskite
decomposition and regeneration suggest both Co3CuN and Ni3CuN are prom-
ising N-looping candidate materials. Although the computational results suggest
that the nitrides could be regenerated under nitrogen, to date, this has not been
achieved experimentally and therefore, it is a possible avenue to be explored
further. It must also be considered that, compared to regeneration of the anti-
perovskite nitride via ammonolysis, re-nitridation would be expected to be
entropically unfavourable due to consumption of gaseous N2 (versus release of
gaseous H2 under ammonolysis). Hence, for the Co3CuN system, it appears likely
that this entropic contribution to the energetics of the re-nitridation process is
sufficient under ammonolysis conditions to overcome the calculated endo-
thermic energy, but not for the Ni3CuN system, for which a more endothermic
energy was calculated for regeneration of the nitride under ammonolysis.

3.4 DFT: cleavage energies for the (111) and (100) facets

As the results presented in the previous section illustrate, for both anti-perovskite
nitrides, overall conversion of the bulk anti-perovskite, to the bulk nitride, is
broadly similar thermodynamically. However, it is clear that evolution of lattice N
to the gas phase, either as N2, or as NH3 under hydrogenating conditions, must
necessarily take place at the surface, with surface N lost to the gas phase being
Table 7 DFT optimised lattice parameters for the Co3CuN and Ni3CuN bulk structures and
their corresponding alloys, with overall decomposition energies with respect to both
evolution of N2 and hydrogenation of lattice N to NH3

Anti-
perovskite

DFT optimised
lattice
parameter/Å

Corresponding alloy
lattice
parameter/Å

Decomposition
energy
(w.r.t. N2)/eV

Decomposition
energy
(w.r.t. H2/NH3)/eV

Co3CuN 3.772 3.599 −0.044 −0.964
Ni3CuN 3.782 3.591 −0.145 −1.066
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continually replaced by lattice N diffusing from the subsurface and bulk, before
ultimately evolving to the gas phase. Hence, we will also consider the energetics of
surface N vacancy formation, and diffusion of subsurface N, to the surface.

For perovskite and anti-perovskite materials, it is typically the case that the
most stable, and therefore most expressed, crystalline facets correspond to the
low-index (100) and (111) surfaces, with the (100) facet typically being the most
stable.47,48 Hence, in the present work, we will consider these surfaces for further
study.

For anti-perovskite slab models, stoichiometric slabs are necessarily asym-
metric, and likewise symmetric slabs are necessarily non-stoichiometric. This
considerably complicates the convenient determination of surface energies.49

However, the average surface energy for the stoichiometric asymmetric slab, or
cleavage energy, may serve as a useful guide to the overall stability of Miller facets.
The calculated unrelaxed cleavage energies for the Co3CuN and Ni3CuN (111) and
(100) facets (Table 8) reveal that in both cases, the (100) facet is more stable.
Whilst the absolute cleavage energies are greater (i.e. more endothermic) for
Co3CuN, it is notable that the difference between the cleavage energies for the
(111) and (100) facets is far smaller, with the (100) facet being more stable by only
0.03 J m−2, compared to 0.15 J m−2 for Ni3CuN. Hence, for a typical Co3CuN
nanoparticle, we would expect a far greater proportion of the total surface area to
be attributed to the (100) facets, compared to Ni3CuN. Hence, any differences in
surface N vacancy formation, and therefore loss of surface lattice N to the gas
phase, between the (111) and (100) facets will be amplied in the Ni3CuN system.
3.5 DFT: surface N vacancy formation and diffusion of subsurface N on the
(111) facet

Considering rst the less stable (111) facet, it is immediately clear that the (111)
facet presents a more atomistically open surface, with lower coordination envi-
ronments (Fig. 12), which corresponds with the experimentally and theoretically
established tendency for such open surfaces to be less stable. Hence, it might
therefore be expected that surface lattice N is more active on these surfaces
compared to the more closed, and therefore more stable, (100) facet. The calcu-
lations reveal that for both Co3CuN and Ni3CuN, the surface N vacancy formation
energy, with respect to formation of NH3 under hydrogenating conditions (which
is the more relevant reference for practical N looping), is indeed exothermic, and
is more so for Ni3CuN, by ∼0.4 eV, which is signicant, but in line with the
calculations for bulk decomposition of the anti-perovskite (Table 9).

To explore diffusion of subsurface N to the surface, additional calculations
were performed to determine the segregation energy; for both Co3CuN and
Table 8 DFT-calculated unrelaxed cleavage energies for the Co3CuN and Ni3CuN (111)
and (100) surfaces

Anti-perovskite
Cleavage energy,
g (111)/J m−2

Cleavage energy,
g (100)/J m−2

Co3CuN 1.62 1.59
Ni3CuN 1.44 1.29
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Fig. 12 Graphics illustrating the pristine (111) slab (left) and with a surface N vacancy (right).

Table 9 DFT-calculated surface N vacancy formation for the N-terminated (111) facet
with respect to hydrogenation of lattice N to gaseous NH3. The segregation energy for
exchanging a subsurface lattice N with a surface N vacancy is also presented (DEseg.), with
negative values indicating that the segregation of subsurface lattice N to the surface is
exothermic. The activation barrier for diffusion of subsurface lattice N to a surface vacancy
site is also presented (EA(seg.)), along with the vibrational frequency of the corresponding
unstable mode

Anti-perovskite
DEvac.
(w.r.t. H2/NH3)/eV DEseg./eV EA(seg.)/eV n/cm−1

Co3CuN −0.26 −0.17 0.72 354.53
Ni3CuN −0.65 −0.25 0.56 406.41
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Ni3CuN, the segregation energy was found to be exothermic, i.e. it was determined
that diffusion of subsurface N to occupy the surface vacancy is thermodynamically
feasible. Notably, the segregation energy was slightly more exothermic for
Ni3CuN, by ∼0.08 eV. In order to assess the kinetic feasibility of diffusion of
subsurface N to the surface vacancy, transition states were identied; for both
systems, moderate activation barriers were determined, 0.72 eV for Co3CuN and
0.56 eV for Ni3CuN. Hence, the results show that not only is surface vacancy
formation more exothermic for Ni3CuN, but diffusion of subsurface N is both
114 | Faraday Discuss., 2023, 243, 97–125 This journal is © The Royal Society of Chemistry 2023
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thermodynamically and kinetically more facile compared to Co3CuN. All of these
observations are consistent with the calculated decomposition energies, but do
not fully explain the experimentally observed greater resistance of Ni3CuN to loss
of lattice N compared to Co3CuN. However, it must be remembered that the
calculations presented in this section refer to the (111) facet, which is expected to
represent only a minority fraction of a typical anti-perovskite nanoparticle surface
area, since the cleavage energy was determined to be lower for the (100) facet, and
more so for Ni3CuN compared to Co3CuN. Hence, it appears likely that the
vacancy formation and segregation behaviour on this surface facet is key to
understanding the differences between the behaviours of the Co3CuN and
Ni3CuN systems, which we will explore in the next section.
3.6 DFT: surface N vacancy formation and diffusion of subsurface N on the
(100) facet

It can be seen immediately that the most stable (100) anti-perovskite facet presents
a more closed surface structure (Fig. 13), with higher coordination numbers for
surface atoms. This is reected in the calculated surface N vacancy formation
energies, which show that vacancy formation (via hydrogenation of lattice N to
evolve NH3) is endothermic, rather than exothermic as is the case for the (111) facet
(Table 10). The general trend of surface lattice N being more active in Ni3CuN
compared to Co3CuN is preserved, with surface N vacancy formation being less
endothermic by slightly less than 0.3 eV. Interestingly, the calculated segregation
energy to exchange a subsurface lattice N for a surface N vacancy is exothermic, and
considerably more so than for the (111) facet, with segregation energies of−0.98 eV
and −1.29 eV for Co3CuN and Ni3CuN, respectively. This is a reection of the
higher stability of the surface lattice N in the (100) facet compared to the (111) facet,
which can be attributed to the higher coordination environment.
Fig. 13 Graphics illustrating, from left to right: the pristine (100) slab; with a surface N
vacancy; with a subsurface lattice N occupying the interstitial intermediate site; and with
a subsurface lattice N having migrated to fill the surface vacancy.
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Table 10 DFT-calculated surface N vacancy formation for the N-terminated (100) facet
with respect to hydrogenation of lattice N to gaseous NH3. The segregation energy for
exchanging a subsurface lattice N with a surface N vacancy is also presented (DEseg.
(surface)), with negative values indicating that the segregation of subsurface lattice N to
the surface is exothermic. The segregation energy for moving a subsurface lattice N to the
interstitial intermediate site is also presented (DEseg. (interstitial)), with positive values
indicating that the segregation of subsurface lattice N to the surface is endothermic

Anti-perovskite
DEvac.
(w.r.t. H2/NH3)/eV DEseg. (surface)/eV

DEseg.
(interstitial)/eV

Co3CuN 0.465 −0.983 1.835
Ni3CuN 0.197 −1.294 1.377
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Whilst the strongly exothermic segregation energy suggests that, despite the
endothermic initial surface N vacancy formation, diffusion of subsurface N to
surface vacancy sites is thermodynamically favoured, it is important to consider
the path taken by the subsurface N to reach the surface. Unlike the (111) facet, the
more restrictive coordination environments presented by the (100) facet neces-
sitates subsurface N diffusion to take place via an interstitial octahedral site, since
there is no direct pathway linking the subsurface lattice N to the surface vacancy
site. It was found that the interstitial intermediate site is considerably less stable
compared to the subsurface N remaining at its original lattice site, by 1.84 eV for
Co3CuN and 1.38 eV for Ni3CuN. Whilst the interstitial site is relatively more
stable for Ni3CuN, the energy difference is still sufficiently large to prevent
signicant diffusion of the subsurface lattice N to surface vacancy sites, and it is
very likely that additional activation barriers for diffusion of the subsurface N to
the interstitial would be even greater and therefore further inhibit diffusion.

Hence, from the DFT analysis of surface vacancy formation, and diffusion of
subsurface N to reach surface vacancy sites, it is clear that whilst the overall anti-
perovskite decomposition process is exothermic under hydrogenation of lattice N
to NH3, the process for conversion of surface lattice N to ammonia is only
exothermic for the (111) facet, and moreover, diffusion of subsurface lattice N to
surface vacancy sites is much less energetically hindered for the (111) surface
compared to the (100) surface. Given that the (100) facet is expected to predom-
inate as the largest component of a typical anti-perovskite nanoparticle surface
area, and that this is even more the case for Ni3CuN, since the cleavage energy for
the (100) surface is proportionately less endothermic than for the (111) surface
compared, it is likely that this is an important factor in rationalising the experi-
mentally observed greater resistance of the Ni3CuN phase to decomposition. That
is, the bulk anti-perovskite decomposition process can occur more readily for
Co3CuN due to the higher expected surface area fraction of the (111) facet, for
which both surface vacancy formation and diffusion of subsurface N to surface
vacancy sites is much more feasible than for the (100) facet.
3.7 DFT: projected density of states (PDOS) and Bader charge analysis

To rationalise the different behaviours between Co3CuN and Ni3CuN, projected
density of states (PDOS) plots were obtained for both bulk structures, and Bader
charge analysis was performed. When comparing Co3CuN and Ni3CuN, it appears
116 | Faraday Discuss., 2023, 243, 97–125 This journal is © The Royal Society of Chemistry 2023
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Fig. 14 Plots for the projected density of states (DOS) for Ni3CuN: (a) full DOS and (b)
highlighted area for metal d states at the Fermi level. Black lines: total DOS, shaded orange:
Ni and shaded green: Cu.
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that there is a slight difference in the projected density of states (DOS) at the
Fermi level. The DOS at the Fermi level for Ni3CuN is almost entirely attributed to
the Ni d states as shown in Fig. 14a and b. However, for Co3CuN, while the
majority of the DOS is ascribed to Co d states, a small contribution from the Cu
d states is predicted as observed in Fig. 15a and b. This is reected in the Bader
charge analysis. For Co3CuN, the changes in Bader charge in comparison to the
atomic electron count are approximately −0.04e for Cu, −0.40e for Co and +1.22e
for N. While for Ni3CuN, the changes in the Bader charges for N (+1.32e) and Cu
(−0.11e) are slightly increased compared to Co3CuN. The change in the Bader
charges for Ni is −0.41e and, therefore, this is similar to the value calculated for
Co. Hence, it could be suggested that the majority of the electron density from Cu
is transferred to nitrogen in Ni3CuN. This small difference in DOS could explain
the difference in stability and activity between the two anti-perovskite nitrides.

3.8 Co3MoN

The comparison between the anti-perovskite nitride Co3MoN and the h-carbide
structured Co3Mo3N may give an insight into the role structure type plays in the
Fig. 15 Plots for the projected density of states (DOS) for Co3CuN: (a) full DOS and (b)
highlighted area for metal d states at the Fermi level. Black lines: total DOS, shaded blue:
Co and shaded green: Cu.
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ammonia synthesis activity. In the anti-perovskite structure, the nitrogen is
suggested to be surrounded by six A metal species, which in this case would be Co
species.50 However, in the h-carbide structure, the nitrogen is bonded to six
molybdenum species and, therefore, this difference in bonding may have an
inuence on the activity. Hence, attempts have been made to synthesise the anti-
perovskite Co3MoN by ammonolysis of the oxide precursor. The XRD pattern of
the resulting material reveals a broad reection at approximately 44° 2q that may
be due to Co metal as shown in Fig. 16a. However, the elemental analysis in Table
11 appears to suggest that a nitrogen containing phase was present in the
material. The expected stoichiometric nitrogen percentage for Co3MoN is 4.88 wt
% and, therefore, the synthesised material has a slightly lower nitrogen content.
Interestingly, the material was also observed to contain a signicant percentage of
hydrogen (0.50%). Representative SEM images displayed in Fig. 17a and b show
that the material has a porous and smooth surface. The morphology of Co3Mo3N
has been previously reported to consist of small needles.51 The Co : Mo ratio of the
material was revealed by EDX to be 53 : 37, which suggests that the material has
a lower cobalt content than expected (ratio of Co : Mo is 62.0 : 33.5 for Co3MoN).
Across the areas examined by EDX, there were no regions that had a higher
Fig. 16 XRD patterns of Co3MoN: (a) pre-reaction, (b) post-reaction with 3 : 1 H2/N2 at
200 °C and 250 °C and (c) post-reaction with 3 : 1 H2/N2 at 300 °C and 400 °C. (D) Co.

Table 11 Nitrogen analysis pre- and post-reaction for ‘Co3MoN’

Material
Nitrogen content
(wt%)

‘Co3MoN’ 4.08
‘Co3MoN’ post N2/H2 200 °C and 250 °C 1.82
‘Co3MoN’ post N2/H2 300 °C and 400 °C 1.56
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Fig. 17 Representative SEM images of ‘Co3MoN’: (a and b) pre-reaction and (c and d) post
N2/H2 reaction at 400 °C.
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percentage of cobalt as may be predicted due to the possible presence of cobalt
metal in the material as observed from the XRD pattern.

As for Co3CuN and Ni3CuN, the ammonia production activity was examined by
reacting ‘Co3MoN’ under 3 : 1 H2/N2 at 200 °C and 250 °C. The conductivity prole
presented in Fig. 18a suggests that there was an initial large amount of ammonia
produced for the rst 20 minutes at 200 °C. However, aer this time, the
production of ammonia was minimal at both 200 °C and 250 °C. This initial
decrease is in contrast to Co3CuN and Ni3CuN, which had minimal ammonia
synthesis activity at 200 °C. The nitrogen analysis illustrates that a signicant
amount of lattice nitrogen was lost during the reaction (Table 11) and hence, this
Fig. 18 Ammonia production reaction profiles of ‘Co3MoN’ reacted with 60 mL min−1 of
3 : 1 H2/N2 (a) for 3 hours 25 minutes at 200 °C and 4 hours 5 minutes at 250 °C and (b) for
3 hours 35 minutes at 300 °C and 3 hours 45 minutes at 400 °C.
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could explain the initial activity. However, it appears that the remaining 55% of
lattice nitrogen was not as easily removed from the material during the reaction.
The percentage of lattice nitrogen that was removed from the material that was
converted to ammonia was 80%. There appears to have been no major changes in
the post-reaction XRD pattern compared to pre-reaction as shown in Fig. 16b.
This suggests that the reection at approximately 44° 2q is not due to a nitride
phase as it would be expected that there would be a shi in peak position upon
reduction in nitrogen content.

The ammonia production activity of ‘Co3MoN’ was investigated under 3 : 1 H2/
N2 at higher temperatures of 300 °C and 400 °C and the results are displayed in
Fig. 18b. As before, there was an initial large decrease in conductivity during the
rst 15minutes of the reaction. Then, the production of ammonia was minimal at
300 °C and it appears that the activity was non-steady state. However, when the
temperature was increased to 400 °C, the material was shown to have steady state
activity with a calculated rate of 92 ± 15 mmol h−1 g−1. In contrast to Co3CuN and
Ni3CuN, although there was a decrease in nitrogen content, a signicant amount
of nitrogen was still present in thematerial post-reaction as presented in Table 11.
Therefore, for the anti-perovskite nitrides, the metal composition may have an
effect on the stability and activity. It has previously been noted that the nitrogen
content of Co3Mo3N remains similar between pre- and post-reaction under 3 : 1
H2/N2.40 Therefore, the behaviour of the anti-perovskite ‘Co3MoN’ is different
compared to the Co3Mo3N phase. The material was run for a longer time of
approximately 8 hours at 400 °C to examine the activity further. The conductivity
prole in Fig. 3 in the ESI† illustrates that steady state activity was achieved over
the reaction. However, the nitrogen analysis in Table 1 of the ESI† shows that
a large percentage of nitrogen was removed from this material during the reaction
and therefore, a longer runmay be required to examine if the activity is due to loss
of lattice nitrogen or a catalytic process. Co3Mo3N has been reported to have a rate
of 165 mmol h−1 g−1 and as high as 652 mmol h−1 g−1 at 400 °C.40,52 Therefore, the
h-carbide structured Co3Mo3N appears to be more active for ammonia synthesis.
The XRD pattern in Fig. 16c shows that there was no change in phase compared to
pre-reaction. The representative post-reaction SEM images for ‘Co3MoN’ are
displayed in Fig. 17c and d and show that there was no difference in morphology
between pre- and post-reaction. The Co : Mo ratio of the material post-reaction as
shown by EDX was 55 : 40. These values are similar to the pre-reaction ratio and
therefore, this suggests that there has not been a change in metal composition
during the reaction.

Li3AlN doped with either Ni or Co has been recently investigated for its
ammonia synthesis reactivity.53 The activity was reported to be stable over 80
hours under the ammonia synthesis conditions with a rate of 2410 mmol g−1 h−1

for Ni/La–Al–N and 2735 mmol g−1 h−1 for Co/La–Al–N at 400 °C and 0.1 MPa.
Post-reaction analysis showed that the nitrogen content had signicantly
increased compared to pre-reaction and thus, the authors propose that the anti-
perovskite nitride transforms to a distorted La–Al–N rock salt structure. The
authors state that the local structure of NLa6 coordination is unaffected by the
transformation. However, there is a suggestion that a substantial lattice distortion
occurs due to the doping of Al into the lattice. Isotopic labelling studies revealed
that the lattice nitrogen of the La–Al–N lattice were involved in the production of
ammonia. It was also shown that dissociated D and N reacted on the Co surface,
120 | Faraday Discuss., 2023, 243, 97–125 This journal is © The Royal Society of Chemistry 2023
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Fig. 19 Transformations of the anti-perovskite nitrides Co3CuN and Ni3CuN.
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which was not observed for Ni. Therefore, it is proposed that an associative
mechanism occurs for Ni/La–Al–N, whereas for Co/La–Al–N, both associative and
dissociative mechanisms are anticipated. These results suggest that doping of the
anti-perovskite nitrides with metals may be a possible avenue to explore in the
future.
4. Conclusion

The anti-perovskite nitrides Co3CuN and Ni3CuN have been investigated for their
ammonia synthesis activity at 200–400 °C under 3 : 1 H2/N2. This was performed
to establish the possible relationship betweenmetal composition and activity. For
both Co3CuN and Ni3CuN, it was observed that the production of ammonia was
due to the loss of lattice nitrogen from the nitrides. It was found that Co3CuN
produced ammonia from 250 °C and was highly active at 300 °C. Ni3CuN was
observed to require a higher reaction temperature and the release of lattice
nitrogen was slower than for Co3CuN. Upon the loss of lattice nitrogen, a top-
otactic reaction occurred and Co3Cu and Ni3Cu were formed. From computa-
tional investigations it was discovered that, whilst overall decomposition of both
anti-perovskites is exothermic with respect to hydrogenation of lattice N to yield
ammonia, the calculated thermodynamics for this process suggest a greater ease
of reversibility on exposure to N2 for Co3CuN, compared to Ni3CuN. Whilst
decomposition of bulk Ni3CuN was found to be more thermodynamically feasible
for Ni3CuN, it was found that the more stable (100) facet for both nitrides is less
active for loss of lattice N compared to the minority (111) facet, and that for the
Ni3CuN system, the calculated cleavage energies suggest a larger fraction of the
surface area of a typical nanoparticle is accounted for by the less active (100) facet
compared to Co3CuN, providing a plausible explanation for the experimentally
observed differences in N looping behaviour. The calculated PDOS revealed there
was a difference in the density of states at the Fermi level between Co3CuN and
Ni3CuN. For Co3CuN, there was a contribution from both Co and Cu d states,
whereas for Ni3CuN, only Ni d states contributed to the DOS. Regenerability of the
anti-perovskite nitrides from Co3Cu and Ni3Cu was attempted by ammonolysis
and N2. Co3CuN and Ni3CuN could be regenerated when NH3 was used as the
nitrogen source but when using N2 alone, the renitridation process was
This journal is © The Royal Society of Chemistry 2023 Faraday Discuss., 2023, 243, 97–125 | 121
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unsuccessful. The anti-perovskite nitride Co3MoN was also examined for its
ammonia synthesis activity under the same reaction conditions. Although, the
resulting nitride showed steady state activity at 400 °C with a rate of 92 ± 15 mmol
h−1 g−1, the nitrogen content decreased during the reaction and therefore, the
activity may be due to loss of lattice nitrogen and would need to be examined
further. A schematic summary of the work on the anti-perovskite nitrides reported
herein is provided in Fig. 19.
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