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Noncovalent interactions are essential in the formation and properties of a diverse range

of materials. However, reliably identifying noncovalent interactions remains challenging

using conventional methods such as X-ray diffraction, especially in nanocrystalline,

poorly crystalline or amorphous materials which lack long-range lattice periodicity.

Here, we demonstrate the accurate determination of deviations in the local structure

and tilting of aromatic rings during the temperature-induced first order structural

transition in the 1 : 1 adduct of 4,4′-bipyridinium squarate (BIPY:SQA) from the low

temperature form HAZFAP01 to high temperature HAZFAP07 by X-ray pair distribution

function. This work demonstrates how pair distribution function analyses can improve

our understanding of local structural deviations resulting from noncovalent bonds and

guide the development of novel functional materials.
1. Introduction

Although noncovalent interactions including hydrogen-bonding, p–p stacking,
electrostatic interactions, and van der Waals interactions are weak compared to
covalent bonding, they play a vital role in the formation, physical properties and
chemical processes of functional materials.1–10 Noncovalent interactions have
been utilized in the development of functional materials,11–13 for tailoring
crystallization,14–16 and the study of host–guest interactions.17–19 Reliably identi-
fying noncovalent interactions is crucial in the understanding and development
of novel functional materials. This article studies the noncovalent interactions in
the 1 : 1 adduct of 4,4′-bipyridinium squarate (BIPY:SQA) as a function of
temperature by diffraction methods. BIPY:SQA exhibits colour-change properties
as a function of external stimuli, thus presenting potential as a multi-mode
sensor.20,21 We note that other techniques such as nuclear magnetic resonance
(NMR), infrared, ultraviolet-visible, and Raman spectroscopies are used to char-
acterize noncovalent interactions. However, these techniques are limited by the
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spatial resolution, and signal-to-noise ratio of the spectra. The results can
therefore be ambiguous, and typically noncovalent interactions can only be
partially resolved even when different spectroscopy techniques are combined.

This article will focus on Bragg and Pair Distribution Function (PDF) methods
and introduce the strengths and limitations of these methods in the determi-
nation of non-covalent interactions.
1.1. How we detect non-covalent bonds with X-ray crystallography

Single-crystal diffraction data can reveal a wealth of atomic-level structural
information. The experiment yields a 3D map of electron density from which the
atomic positions and crystal structure are determined. Once a structure is ob-
tained, non-covalent interaction between molecules can then be identied either
by considering molecular geometry alongside van der Waals radii of neighbour-
ing atoms or detected in the electron density map and its derivatives, either ob-
tained following a charge density analysis of the diffraction data22,23 or from
quantum mechanical calculations on the determined crystal structure.24–26

There has been a continual push to study ever smaller crystals at ever higher
resolution. Synchrotron facilities offer tunable, high intensity focused X-ray
sources which are oen coupled with fast, sensitive detectors. Laboratory
instrumentation has advanced signicantly in recent years, notably via micro-
source X-ray tubes and CCD or solid-state detectors. In spite of signicant
advances, X-ray single crystal diffraction of the quality required to resolve subtle
features requires relatively large (>5 × 5 × 5 mm3) and well-ordered crystals, and
the size required for neutron single crystal diffraction is oen orders of magni-
tude larger.

Growing large crystals suitable for single crystal diffraction can be challenging
and time-consuming. A signicant quantity of pure material is required, and it
may be necessary to test a wide range of conditions before a suitable set is found,
potentially resulting in an expensive undertaking. These factors can complicate,
or even prohibit structure determination by single crystal diffraction. In the area
of pharmaceuticals, where intermolecular interactions play a signicant role,
there is an increasing trend towards exploiting active pharmaceutical ingredients
that do not form well-ordered single crystals as these tend to have greater solu-
bility and therefore bioavailability.

Alternatively, powder diffraction can be used to gain structural insights from
powdered (microcrystalline) samples where larger crystals are not available.
However, structure determination from powder data is considerably more chal-
lenging and typically limited to small lattices, as peak overlap in the one-
dimensional pattern makes structure determination difficult. Fortunately, struc-
ture determination has advanced considerably through the development of the
direct-space strategy for structure solution.27 Nonetheless, the noncovalent
interactions resolved from powder diffraction data are oen ambiguous, owing to
the large number of symmetry restraints that are oen required in structure
renement.

Neutrons can be more advantageous than X-ray diffraction methods to accu-
rately locate hydrogen positions. Naturally abundant hydrogen has a detrimen-
tally large incoherent scattering that is typically avoided by deuteration prior to
neutron diffraction experiments. However, deuterated samples oentimes have
This journal is © The Royal Society of Chemistry 2023 Faraday Discuss., 2023, 244, 356–369 | 357
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a different performance28,29 (and signicantly higher cost) than their hydroge-
nated counterparts which can pose a signicant added challenge to these
experiments.

1.2. Assessment of noncovalent interactions by PDF

Traditional crystallography relies on the periodicity of the lattice and is insensi-
tive to subtle changes of the local structure that could entail interesting changes
in the properties of materials, even when there is no change in the periodicity of
the lattice (i.e., the average structure). Alternatively, we could recover the infor-
mation on the local structure embedded in the diffuse scattering of poly-
crystalline materials, disregarded in conventional crystallography, by total
scattering (the combined analysis of diffuse and Bragg scattering).

The Fourier transform of total scattering data gives the pair distribution
function or PDF, which is the only probe sensitive to all length scales from local-
to meso- to long-range ordering that can provide bulk average information on the
atomic positions with high accuracy.30

Total scattering is dened in terms of correlation functions and several de-
nitions of these functions exist which have been covered in ref. 31. The G(r)
function yields the probability of nding a pair of atoms separated by a distance r:

GðrÞ ¼ 1

r

X
i

X
j

"
bibj

hbi2 d
�
r� rij

�#� 4prr0 (1)

where b is the scattering length of the atoms in the pair, the Fermi length for
neutrons and form factor for X-rays; hbi is the average scattering length of the
sample; r0 is the number density of atoms in the system and d is the Dirac delta
function. The sums of interatomic distances, rij, are taken over all the atoms in the
sample, resulting in a histogram of all atom–atom distances, where the peak
intensity is proportional to the product of the scattering factors of the atoms in
the pair. The term 4prr0 compensates for the increase in the number of atomic
pairs with r. Thus, the background on which G(r) sits is 0 at r= 0 and slopes down
by 4prr0 at low r to gradually decrease to zero at r = d, where d is the largest
dimension of the object or the distance beyond which no long-range ordering
exists.

Experimentally, the PDF can be calculated by the Fourier transformation of the
normalized coherent scattering or S(Q) as:

GðrÞ ¼ 4pr½rðrÞ � r0� ¼
2

p

ðN
0

Q½SðQÞ � 1�sinðQrÞdQ (2)

where r(r) is the pair density function or the distribution of interatomic
distances.

Whilst treating the data in this manner, the whole diffraction pattern
including both Bragg reections and diffuse scattering is used to obtain G(r). Note
that S(Q) can only be measured over a nite Q-range and the integration of G(r) is

over
Ð Qmax

Qmin
; leading to the formation of termination ripples with a wavelength of

∼2p/Qmax in the Fourier transform. If experimentally accessible, Qmax is adjusted
to a value where the distinct scattering signal has disappeared. Since the signal in
S(Q) dies off due to thermal and static disorder, total scattering data is ideally
measured up to a Qmax greater than 3/hhu2ii1/2, where hu2i is the atomic mean
358 | Faraday Discuss., 2023, 244, 356–369 This journal is © The Royal Society of Chemistry 2023

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d2fd00159d


Paper Faraday Discussions
O

pe
n 

A
cc

es
s 

A
rt

ic
le

. P
ub

lis
he

d 
on

 1
1 

Ja
nu

ar
y 

20
23

. D
ow

nl
oa

de
d 

on
 1

2/
4/

20
25

 7
:4

7:
01

 P
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online
square displacement. X-ray PDF data of organic samples are typically processed
with a Qmax of around 20 Å−1, even when higher Qmax are experimentally acces-
sible, due to the damping of the form factor with increasing Q which is especially
pronounced for lighter elements. The PDFs of neutron data having Q-indepen-
dent scattering lengths can be processed to higher Qmax of around 40 Å−1.

In order to obtain the S(Q) from an as-collected diffraction pattern, all of the
incoherent and inelastic contributions (Compton, uorescence in the case of X-
rays, Placzcek scattering in the case of neutrons) as well as the signals which
do not derive from the sample (sample holder(s), air scattering, etc.) need to be
removed. These corrections are performed through a combination of subtraction
of additional background measurements (empty sample holder, etc.), and
computation of other contributions from the sample or ad hoc corrections to
account for these, and user-friendly programs are available which can calculate
the PDF from experimental data. Some of the most routinely used soware for
obtaining PDFs are GudrunN32 and PDFGetN33 for neutron scattering data and
GudrunX and PDFgetX3 (ref. 34) for X-ray scattering data.

The general approach to obtaining a powder diffraction pattern suitable for
PDF analysis consists of using high-energy monochromatic radiation over a wide
Q range (to access high Qmax) with high counting statistics and maintaining
a constant and low background to facilitate the data corrections. Due to the
decrease in the scattering intensity with increasing Q, especially in X-rays, suffi-
ciently high counting statistics at high Q-values need to be collected to avoid
random noise at high Q that will give rise to artefacts in the derived PDF.

Most PDF studies in the literature deal with inorganic materials. However,
more recently, the number of organic materials investigated by PDF has rapidly
risen, driven by the growing interest of the pharmaceutical industry in amor-
phous formulations with higher bioavailability than the crystalline versions.35

Noncovalent interactions can be more readily understood from the analysis of the
distribution of distances in true atomistic models of the local structure.36,37

Recent PDF investigations have demonstrated quantitative and structural inves-
tigations even on amorphous and nanostructured organic materials,38,39 and have
been able to identify pre-crystallisation products.40 New methodology has even
enabled local-structure solution of organic compounds from scratch by a t to
PDF data, without prior knowledge of lattice parameters and space group.41

PDF analyses of powdered samples allowed us to indirectly infer the presence
and change of H-bond connectivity. Although H-bonds cannot be directly
observed from the X-ray data, the presence of H-bonds results in different tilts and
rotation of the carbon rings that give rise to differences in the meso-structures
that can be identied by PDF. With a judicious set of structural constraints and
restraints, the presence of H-bonds can be inferred and characterised.

2. Experimental
2.1. Synthesis

A crystalline sample of BIPY:SQA was prepared by dissolving separately equimolar
(2.5 mmol) quantities of each component in minimum volumes of H2O whilst
stirring and heating to 60 °C. The solutions were mixed and le to crystallise on
cooling to room temperature. Yellow ochre needles of BIPY:SQA were formed in
solution aer 24 hours and were extracted and dried using Buchner funnel
This journal is © The Royal Society of Chemistry 2023 Faraday Discuss., 2023, 244, 356–369 | 359
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vacuum ltration. The precipitate was ground to a powder and loaded into
a 1 mm diameter Kapton capillary for X-ray PDF (XPDF) measurements.

2.2. Data acquisition

Total scattering measurements were performed on the I15-1 XPDF beamline at
the Diamond Light Source (UK) using high energy X-rays with a wavelength of
0.189578 Å. The BIPY:SQA powdered samples were prepared in Kapton capillaries,
and measurements of the empty capillaries were used as background contribu-
tions during XPDF calculations.

The 300–500 K data collections were carried out using two PerkinElmer
detectors; one at ∼20 cm from the sample for XPDF data collections and one at
∼80 cm for Bragg data collections. The data collections took approximately
15 min at each temperature.

The relative geometry of the capillaries and the detectors was calibrated with Si
standards and the collected 2D data was processed into 1D diffraction patterns
using the DAWN soware.42

2.3. Data processing and analysis

Total scattering data was corrected and normalized with the GudrunX soware43

using a Qmax of 20 Å
−1. Combined Rietveld and XPDF renements were performed

using the TOPAS soware.44 The Bragg data of the XPDF detector was jointly
rened with XPDF data using a single instrumental resolution function for both
data sets.45 Standard uncertainties in atomic positions were estimated by the
bootstrap method as implemented in TOPAS.46

2.4. Structural renement

The experimental Bragg and XPDF data were jointly tted using the TOPAS
soware (TOPAS Academic Version 6)44 using the published crystallographic
models as a starting point.

Each peak in the PDF represents an atom–atom distance and they have a width
which is determined from sample contributions based on the relative thermal
motion of the atom–atom pair and displacements of atoms from their average
position, as well as instrumental/processing effects such as from the nite Q
range that is used in the Fourier transform. The peaks at low r are systematically
sharper than the peaks in the high-r regions due to the correlated motion of
atoms. In molecular compounds, the width of the PDF peaks is vastly different for
pairs of atoms in the same molecule bonded by strong and rigid covalent bonds
versus atoms located in two different molecules held by less strong electrostatic
interactions, H-bonds or even by only van der Waals interactions. This discrep-
ancy in peak widths from inter- and intra-molecular distances presents a special
challenge when modelling the PDF data from molecular solids over a wide range
of r.

In this work, an r-dependent peak width method was used to t the short (rcut),
medium (rlo) and long r-range in the XPDF, accounting for only intra-molecular,
both intra- and inter-molecular and only inter-molecular distances, and the PDF
of a sphere was used to scale between the thermal parameter values rened for the
medium and high r for uncorrelated atomic motions as implemented in the
‘beq_rcut_rlo_spherical’macro in Topas v6 and v7.44,45 To decrease the number of
360 | Faraday Discuss., 2023, 244, 356–369 This journal is © The Royal Society of Chemistry 2023
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rened parameters, the thermal parameters in the rcut region and the radius of
the sphere were constrained to be the same for all atoms.

The starting models for the BIPY:SQA system were taken from crystal struc-
tures deposited in the Cambridge Structural Database47 with reference codes
HAZFAP01 and HAZFAP07 and are the reported low- and high-temperature pha-
ses, respectively, for the 1 : 1 system.20,48 The CSD was additionally mined to
obtain expected ranges for certain 4,4′-bipyridine and squaric acid parameters
which were then used as limits in the BIPY:SQA renements. The search criteria
included crystal structures containing either mono- or di-protonated 4,4′-bipyr-
idine molecules and mono- or di-anions of squaric acid molecules. Search
parameters included all bond distances, ring or square centroid to atom distances
for the BIPY and SQA molecules, respectively, and :CCCC 4,4′-bipyridine ring
torsion angles. The atomic coordinates of the pyridyl and squaric acid ligands
were rened using rigid body constraints in order to minimise the number of
renable parameters, and a single set of isotropic thermal parameters was rened
for the same atoms in a group. A total of six parameters were rened for each rigid
body: three rotations + three translations. A total of seven thermal parameters
were rened tomodel atomic correlatedmotions: one thermal parameter to t the
short r-range of intramolecular distances, two thermal parameters for each
molecule to t the medium r-range of both intra- and inter-molecular distances
and four thermal parameters (one for each atom) to t the long r-range
accounting for only inter-molecular distances, and the Bragg data.

3. Results and discussion

The slow evaporative crystallisation of 4,4′-bipyridine and squaric acid from
aqueous solution forms yellow-ochre single crystals of a 1 : 1 adduct (BIPY:SQA) of
the two components present in their monoprotonated forms and crystallised in
space group P21/n (see Fig. 1).48 The crystal structure of BIPY:SQA is known to be
sensitive to the external environment, exhibiting proton transfer events and
structural transitions as a function of applied temperature and pressure20 and
electric elds21 which are coupled to colour changes along the yellow-orange-red
spectrum and have been determined using single crystal X-ray diffraction
(SCXRD), powder X-ray and neutron diffraction, and optical and infrared
spectroscopy.49
Fig. 1 Schematic showing the preparation of the BIPY:SQA 1 : 1 adduct and its temper-
ature dependent behaviour, undergoing a solid-state reaction at 453 K.

This journal is © The Royal Society of Chemistry 2023 Faraday Discuss., 2023, 244, 356–369 | 361
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Here, we explore the temperature dependent behaviour of BIPY:SQA using
XPDF. SCXRD measurements indicate a single-crystal to single-crystal rst order
transition on heating to 453 K, changing from structure HAZFAP01 (ref. 48) (The
Cambridge Structural Data base (CSD)47 reference code) in space group P21/n to
HAZFAP07 (ref. 20) in space group C2/c. Changes in unit cell volume (1168.1 Å3 to
1197.97 Å3) and molecular planarities (the co-planarity of the 4,4′-bipyridinium
rings increases following a change in the :CCCC torsion angle from 22.65° to
0.25°) were also observed. The neutron powder diffraction study by Martins et al.20

found a higher transition temperature of above 488 K and additionally identied
the transfer of the second acid proton during the transition to form a di-
protonated 4,4′-bipyridinium.

XPDF measurements to observe the temperature dependent behaviour of
BIPY:SQA were mapped along the heating prole at 300, 350, 400, 450, 470, 480,
490 and 500 K. A visual inspection of the PDF patterns at each temperature
indicates the most signicant change to be occurring between 470 and 480 K (see
Fig. S1 and S2†).

Structural renements against the XPDF data identify 480 K as the temperature
at which the room temperature structure (CSD refcode HAZFAP01) no longer ts
the data. Instead, the high temperature structure (HAZFAP07) achieves the better
renement. Compared with previous studies, we identify the transition temper-
ature range to be higher than in the single crystal XRD study (occurring at ca. 453
K) and slightly lower than in the corresponding PXRD study (493 K). In the XPDF
renements, the 4,4′-bipyridinium ring:CCCC torsion angle reduces, from 28.2°
to 0.0°, following the transition; this is in agreement with what has previously
been found but with a slightly larger starting torsion angle of the BIPY rings
(HAZFAP01 :CCCC 22.65°). A second protonation event of the BIPY molecule is
also stable in the renement. Structural renements either side of the transition,
i.e., between 300 and 470 K and between 480 K and 500 K show no signicant
structural changes, conrming the nature of the temperature induced phase
transition to be rst order, occurring in a one-step mechanism between 470 and
480 K.

The temperature induced structural transition is most evident in the XPDF in
the region of 3–5 Å, see Fig. 2. For molecular organic crystals such as those
containing carbon, nitrogen, oxygen, sulphur and halides, 3–5 Å is the region
most characteristic of weaker, but structurally important, non-covalent interac-
tions, when considering the sum of the van der Waals radii of these atoms50 and
molecular separation in p–p stacks.51–53 Breaking the XPDF down further into its
partials, the most intense peaks in the 3 to 5 Å region are those corresponding to
C–O (3–4 Å) and C–C atomic separations (3.5–5 Å). The peak for C–C distances
redistributes, becoming less intense just below 4 Å and broadening above 4 Å. The
opposite effect is seen for the C–O distances where the broad peak at 3–4 Å
redistributes over a narrower range, becoming more intense at <3.5 Å and <3.9 Å.

A specic contact search in CCDCMercury™54 within a distance range of 3–4 Å
between C and O atoms for the 470 K structure highlighted contacts between
aromatic C–H groups and squarate oxygen atoms between molecules in the same
and different molecular planes. These identied contacts equate to electrostatic
weak C–H/O hydrogen bonding interactions.55 Using van der Waals criteria, only
C–H/O interactions with C–O donor–acceptor distances of less than 3.22 Å
would be classied as weak hydrogen bonds. However, longer C–O donor–
362 | Faraday Discuss., 2023, 244, 356–369 This journal is © The Royal Society of Chemistry 2023
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Fig. 2 Simulated XPDF of BIPY:SQA models refined against PDF and Bragg data with C–C
and C–O partials indicated at 470 K and 480 K.
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acceptor distances (up to 4.0 Å) involving C–H donors and O atom acceptors are
frequently included in the weak C–H/O hydrogen bond category and as such will
also be considered here.55–58

It is worth noting that the hydrogen bond angle (:CHO) is also found to be
important in assessing weak C–H/O hydrogen bonds but as it requires accurate
determination of H-atom positions, it is beyond the scope of this discussion.59

As seen in the XPDF, between 470 and 480 K, the partials for the C–O sepa-
rations adjust and the broad range splits with the majority occupying a narrower
distance range <3.5 Å with a few occupying longer separations at <3.9 Å. In the
structures, the changes in C–O separations correspond to adjustments in space of
the BIPY aromatic C–H groups relative to the squarate oxygen atoms. A shi in the
position of the squarate molecules relative to the neighbouring BIPY molecule
occurs, becoming more adjacent to a single BIPY ring at 480 K rather than
straddling both BIPY rings, as is the case at 470 K. The BIPY rings also increase in
co-planarity (:CCCC torsion reduces to 0.0°), leading to a greater co-planarity
with the local environment (see Fig. 3a and b) and a change in orientation of
the aromatic C–H groups relative to the acid molecules. These two effects lead to
a shortening of some weak C–H/O interactions, whilst lengthening others (see
Fig. 3c and d, green and purple dashed lines). Overall, the C–O distance range
narrows from 3.073–3.926 Å at 470 K to 3.201–3.852 Å at 480 K whilst there are
a greater number of C–O distances in the region of 3.2–3.4 Å at 480 K, in agree-
ment with the narrowing and increase in intensity of this region in the PDF.
Examining the 470 and 480 K rened structures and considering weak C–H/O
hydrogen bonds that fall within van der Waals criteria (dC/O < 3.22 Å), there is an
overall elongation of these interactions over a narrower distance range from dC/O

of 3.073–3.188 Å at 470 K to 3.196–3.201 Å at 480 K. This effect additionally
contributes to the narrowing of the C–O partial at <3.5 Å. The observed adjust-
ment in structure as a function of temperature may be a result of the change in
charge of the BIPY aromatic rings following a second proton transfer event at 480
This journal is © The Royal Society of Chemistry 2023 Faraday Discuss., 2023, 244, 356–369 | 363
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Fig. 3 Contacts between aromatic C–H groups and squarate oxygen atoms between
molecules in the same and different molecular planes as a function of temperature ((a and
c) 470 K, (b and d) 480 K). One symmetry independent molecular unit of BIPY:SQA is
highlighted in yellow. Dashed lines are used to represent C–O separations and the colours
indicate how they change as a function of temperature (green: become shorter and
purple: become longer). The molecular packing motifs are consistent as a function of
temperature ((c) and (d)) whilst subtle differences in molecular orientation ((a) and (b)) and
the non-covalent interaction distances can be seen within the motif.
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K to give two, overall, positively charged rings that will interact more similarly and
attractively with the local environment.

A specic contact search in CCDCMercury™54 within a distance range of 3.5 to
5 Å (as indicated by the C–C partials) between C atoms for the 470 K structure
highlighted p–p contacts between molecules in BIPY:SQA stacks (Fig. 4a) and
interatomic separations (C–C) between adjacent stacks. Following the tempera-
ture induced transition, 4,4′-bipyridine molecules become more planar whilst
molecular overlap within both BIPY and SQA stacks decreases. The SQAmolecules
rotate (by 16°) whilst BIPY centroids shi from being overlapped in a head–head
arrangement at 470 K to a head to tail arrangement at 480 K. This is as found
previously and results in a shi of the C–C separations to longer distances, as
observed in the C–C XPDF partials. Examining specic distances, the BIPY dC10/
C7 increases from 3.693(6) Å at 470 K to 3.771(4) Å at 480 K whilst the SQA dC/C is
dC1A/C2A 3.861(11) Å at 470 K versus dC1A/C1A 4.607(12) Å at 480 K.

Following the temperature induced structural transition and the second
proton transfer event, the number of N/O hydrogen bonds reduces from two
symmetry independent interactions of different types (N+–H/O− versus O–H/N)
with differing N/O donor–acceptor distances (dN/O 2.551(7) Å and 2.702(10) Å)
at 470 K to one symmetry independent N+–H/O− charge assisted hydrogen bond
364 | Faraday Discuss., 2023, 244, 356–369 This journal is © The Royal Society of Chemistry 2023

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d2fd00159d


Fig. 4 The packing of BIPY and SQAmolecules in stacks in the (a) 470 K and (b) 480 K refined
structures. Dashed lines are used to represent different length C–C interatomic separations.
The yellow dashed line highlights the specific distance between atoms C7 and C10.
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with a mid-range donor–acceptor distance of dN/O− 2.64(4) Å at 480 K. Reecting
this change, the N–O partial in the hydrogen bonding region of 2.5 to 3.0 Å
becomes sharper within the region of 2.6 Å at 480 K (see Fig. S3†).

In the previous study by Martins et al.,20 they identied how the pattern of non-
covalent intermolecular contacts was essentially unchanged following the phase
transition. This is generally the case in the rened structures presented here,
however, the XPDF data more clearly highlights the subtle differences in the non-
covalent interactions as a function of temperature within this pattern. In the same
study by Martins et al., theoretical plane wave basis set calculations showed that the
second proton transfer event occurring with increasing temperature is strongly
disfavoured in the gas phase and as such, in the solid-state, crystal packing and non-
covalent interactions have an important compensating or facilitating role. In related
proton disorder systems, intermolecular contacts around the disorder site appear to
tune the extent of disorder occurring.60 The multi temperature XPDFmeasurements
of BIPY:SQA clearly capture the intermolecular region compensating as the structure
evolves with temperature, as observed in the 3 to 5 Å section of the pattern. XPDF
analysis is therefore highlighted as a new, exible and effective technique to probe
the non-covalent interactions, which is able to quickly identify the length scale at
which the structure is affected through comparison of data as well as providing
complimentary structural data which is sensitive to local atomic arrangements.
4. Conclusions

In summary, we have used XPDF analysis to detect changes in the non-covalent
interactions following a previously reported temperature-induced rst order
structural transition in the 1 : 1 adduct of 4,4′-bipyridinium squarate from the low
temperature form HAZFAP01 to high temperature HAZFAP07. This study was
motivated by the knowledge that the transition is accompanied by changes in the
inter-planar separation but where the overall pattern of non-covalent interactions
is described as being maintained. A good t to the XPDF data was obtained using
published models as a starting point and implementing r-dependent thermal
parameters to model more accurately the peak width evolution of intra-molecular
and inter-molecular distances.

Through the XPDF analysis, we observe that the second protonation event of
the 4,4′-bipyridinium, alongside an increase in molecular co-planarity which
This journal is © The Royal Society of Chemistry 2023 Faraday Discuss., 2023, 244, 356–369 | 365
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occurs during the temperature-induced transition, primarily affects themolecular
interaction at atomic distances between 3 and 5 Å. Specic insight is found by
considering the atomic partials where a narrower distribution of the C/O
distances in the high temperature form corresponds to an adjustment in the non-
covalent weak C–H/O hydrogen bonds following the increase in positive charge
of the di-protonated 4,4′-bipyridinium molecule. Here we add to the knowledge
that there are subtle differences within the overall pattern of non-covalent
interactions following the structural transition.

The use of the XPDF technique has allowed us to probe more easily the
non-covalent interactions, allowing us to quickly identify the length scale at which
the structure is affected. This has implications for in situ studies for easy
identication of material response to an external probe source. We envision that
the in situ measurements of non-covalent interactions during crystallisation
reactions are likely to become more common thanks to the planned
improvements to synchrotron sources, detector technologies and sample
environment design. One such development is a liquid ow cell which has been
designed for the study of in situ crystallisation and synthesis experiments on the
I15-1 beamline. The basis of this sample environment is using liquid pumps, to
inject solutions into a capillary-type chamber where X-rays can penetrate and
therefore scattering data can be acquired. Using such methodology allows the
user to control the mixing, ow rates and ultimately the crystallisation under
similar mixing conditions to those used in a laboratory. This will allow one to
probe the prenucleation, nucleated and solidied structures all within one
experiment. Observing the local structures of molecules as they crystallise will
offer new insights into how non-covalent bonding impacts the crystallisation
outcome.
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