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Boron-based non-fullerene small molecule
acceptors via nitrogen substitution: a theoretical
study†

Jie Yang, Xun Wu, Quan-Song Li * and Ze-Sheng Li *

Acceptors play vital roles in absorbing sunlight and consequently producing charge in organic solar cells

(OSCs). Boron-based non-fullerene acceptors have received particular attention due to their tunable electronic

structure and high optoelectronic performance. Herein, a set of boron-based acceptors (M-BNP4P-1 and its

nine derivatives) with double B ’ N bridged bipyridine unit were theoretically studied by density functional

theory (DFT) and time-dependent density functional theory (TD-DFT). The calculation results showed that

nitrogen substitutions could precisely tune the energy levels of the frontier molecular orbitals in a wide range.

The designed acceptors A1a, A1b, A2a, and A3a exhibit enhanced electron mobility of up to two orders of

magnitude (about a few tenths of cm2 V�1 S�1) compared to the parent molecule M-BNBP4P-1 (A0). When

nitrogen is substituted at the para position of the nitrogen atom of the pyridine ring of A0, the resulting

acceptor A2d exhibits the maximum absorption wavelength of 727 nm with a considerably large oscillator

strength. Moreover, the interfacial properties of PTB7-Th/A0 and PTB7-Th/A2d composed of A0 and A2d

paired with the donor PTB7-Th have been systematically studied. Importantly, PTB7-Th/A2d exhibits charge

transfer states as high as 67%, facilitating charge transfer via a direct excitation mechanism. Furthermore, the

hot exciton mechanism and intermolecular electric field mechanism are more favourable in PTB7-Th/A2d. Our

results provide a new design strategy to tune the optoelectronic properties of organic semiconductors and a

valuable skeleton for the design of new and high-performance organoboron small molecular acceptors.

Introduction

Organic solar cells (OSCs) have received great attention due to
their wide applications in energy conversion and storage. Since
1995, fullerenes and fullerene derivatives as electron acceptors
in OSCs have been widely investigated due to their advantages
of light weight, low cost, and high electron mobility.1–3 How-
ever, fullerene-based acceptors possess considerable limita-
tions, such as weak visible light absorption, poor tuning of
the energy levels, and unfavourable photo-stability in air.4

Meanwhile, non-fullerene acceptors (NFAs) have the merits of
synthetic versatility, excellent electron-accepting properties,
high absorption coefficients, facile synthesis, and simplified
purification.5–7 As a result, enormous efforts have been devoted
to the design of novel NFAs and their application in OSCs.8–13

Recently, Liu and co-workers have performed a multitude of
studies on boron-based acceptors for OSCs.14–24 For instance,
Liu et al. synthesized a boron-based NFA P-BNBP-fBT with good
crystallinity and high electron mobility. OSCs based on the
donor PTB7-Th and acceptor P-BNBP-fBT blend showed a
power conversion efficiency (PCE) as high as 6.26% at a
remarkably low energy loss of 0.51 eV.25 Next, they reported
the boron-based molecule PD-4F and a PCE of 6.45%.26 Among
these, they developed a boron-based small molecule acceptor
M-BNBP4P-1 with two unique strong absorption bands in the
UV-vis region. The OSCs based on the PTB7-Th/M-BNBP4P-1
blend exhibited a PCE of 7.06% due to the wide photo-response
of the acceptor.27 The boron–nitrogen coordination bond units
can give rise to a significant change of the electronic structure,
and a large downshift of the lowest unoccupied molecular
orbital (LUMO) and the highest occupied molecular orbital
(HOMO) energy levels,28–34 which have been successfully
applied in high-performance OSCs.27,35–39 However, the devel-
opment of n-type boron-based small molecular acceptors lags
far behind that of their p-type polymer counterparts in material
diversity and device performance.25,40–45

Doping or modification with heteroatoms is an attractive
approach to enhance the acceptor character of conjugated organic
materials.46 The nitrogen atom provides excess electrons due to its
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five valence electrons and an atomic size comparable to that
of carbon, which results in a noticeable change in the
optical properties and a significant improvement in electrical
conductivity.47 The lone electron pair character of the nitrogen
substituent significantly impacts intramolecular charge transfer
and the p–p interactions.48 Nitrogen substitution has emerged as
a powerful strategy to tune the properties and design
materials.49–53 In 2011, Hashimoto and co-workers reported PDI-
based acceptors containing fluorene (PF-PDI), carbazole (PC-PDI),
and dibenzosilole (PDBS-PDI) to fine-tune the absorption and
energy levels, where nitrogen-containing PC-PDI exhibited a better
PCE of 2.23% as a blend with donor PT1.54 Huang and co-workers
synthesized acceptor IDT-4CN, and got a PCE of 8.13% owing to
multiple noncovalent conformational locks of N���S and C–H���N
by introducing nitrogen atoms.55 In addition, Huang et al. found
that OSCs based on acceptor IDTzCR, which has a better planar
structure due to conformation locked IDT and thiazole units via
S. . .N bonding, exhibited a higher PCE of 8.71% compared to
those based on the inferior acceptor IDTCR (6.10%).56

In this work, we designed nine boron-based non-fullerene
small acceptors (A1a, A1b, A2a, A2b, A2c, A2d, A3a, a3b, and A4)
via nitrogen substitutions on M-BNBP4P-1 (A0). As shown in
Fig. 1, the numbers (1, 2, 3, and 4) in the names of the newly
designed acceptors indicate the number of added nitrogen atoms
on A0, while the letters (a, b, c, and d) are used to discriminate the
isomers. Our calculations showed that the newly designed accep-
tors possess different frontier molecular orbitals (FMOs), display
distinct interfacial properties, and exhibit various types of optoe-
lectronic behaviour. Notably, A2d shows the largest red-shifted
absorbance. In the case of pairing with donor PTB7-Th, the
constructed D/A interface PTB7-Th/A2d shows more robust charge
transfer characteristics under direct excitation, hot exciton, and
intermolecular electric field mechanisms. Our results not only
provide a new strategy to tune the optoelectronic properties of
organic semiconductors and a valuable skeleton for the design of
new and better acceptors, but also demonstrate a deep insight
into the effect of nitrogen substitution on boron-based non-
fullerene small molecule acceptors.

Computational methods

The geometries of the investigated molecules were relaxed to
their potential energy minima without imaginary frequency
using the DFT-D method at the B3LYP/6-31G(d,p) level.57,58

The TD-DFT method at the PBE38/6-31G(d,p) level was used to
evaluate the properties related to excited states, which is in
good agreement with the experimental value (calculated value
700 nm vs. experimental value 698 nm for A0).27 The empirical
D3 dispersion corrections59 were included using the Becke–
Johnson60 damping potential in DFT and TD-DFT calculations
to describe the weak interactions accurately. The polarizable
continuum model (PCM)61 was employed to consider the
solvation effect in chlorobenzene.27 The above calculations
were performed using the Gaussian 16 code.62 The crystal
structures of the studied acceptors were predicted using the

Materials Studio software,63 employing the Forcite module with
the setting in fine. Both optical properties and electrostatic
potentials (ESP) were analysed using Multiwfn software.64

The electron transport behaviour in our work was described
by using Marcus theory.65,66 The electron hopping rate (k) is
expressed as67,68

k ¼ 2p
h
v2

1ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
4plkBT
p e

�l
4TkB

where h and kB are the Planck constant and Boltzmann constant,
respectively. T denotes the temperature in Kelvin (T = 300 K in
this work). The reorganization energy (l) was calculated using
the adiabatic potential energy surface method. In this work, we
only considered the internal reorganization energy, which
reflects the geometrical relaxation during the charge transfer
process and the barriers to another molecule. The l can be
written as follows:69

l ¼ E�0 � E0

� �
þ E�� � E�
� �

Fig. 1 Molecular structures of the parent molecule M-BNBP4P-1 (A0) and
newly designed acceptors.
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where E�0 and E0 are the energies of the neutral species in the
anionic and neutral geometries, respectively. E�� and E� repre-
sent the energies of the anionic species with the geometries of
neutral and anionic molecules, respectively.

The transfer integral (v) was obtained by adopting a direct
approach at the M06-2X/6-31G(d,p) level.70 In our work, v was
expressed as71

v ¼ CLUMO
i jSCeC�1jCLUMO

j

D E

where CLUMO
i and CLUMO

j represent the LUMO of the isolated
molecules 1 and 2. The Kohn–Sham orbital C and eigenvalue
e were evaluated by diagonalizing the zeroth-order Fock matrix.
S denotes the overlap matrix of the dimer.

The electron mobility (me) of the investigated molecules were
calculated by the Einstein relation71,72

me¼ ð2dÞ�1
e

kBT

X
r2i kiPi

where d is the spatial dimensionality (d = 3 in our work), i represents
a selected hopping pathway, ri is the charge hopping centroid-to-
centroid distance, and ki denotes the charge hopping rate.

The hopping probability Pi is defined as

Pi¼
kiP
ki

The net transferred electrons (Dq) from the donor (D) to the
acceptor (A) were computed according to the following formula:

Dq = QD,A � QA,D

where QD,A (QA,D) corresponds to the transferred electron from
D (A) to A (D) during the excitation, which can be calculated from

QD;A ¼
Xocc
i

Xvir
a

wa
i

� �2� w
0a
i

� �2� �X
R2D

YR;i

X
S2A

YS;a

where wa
i and w0i

a are the configuration coefficients of the excita-
tion molecular orbital i to a and de-excitation molecular orbital a
to i, respectively; YR,i (YS,a) is the contribution of atom R(S) to the
molecular orbital i(a).

The D index is defined as the distance from the hole
centroid to the electron centroid, which can be obtained from
the following formula:64,73

D ¼
ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
DX

2 þDY
2 þDZ

2
p

The charge transfer (CT) length in X/Y/Z can be measured by
the centroid distances between the hole and the electron in the
corresponding directions:

DX=Y=Z ¼ jNele �Nholej

The electron centroid (Nele) or the hole centroid (Nhole) was
computed as follows:

Nele ¼
Ð
nreleðrÞdr

Nhole ¼
Ð
nrholeðrÞdr

where n is the X (Y or Z) component of position vector r. rele and
rhole present the spatial charge distribution.

Results and discussion
Molecular structure and electronic properties

It is well known that material properties have some clues in the
molecular structures. In this context, the structures of the
acceptors are the precondition and foundation of their physi-
cochemical properties. The key bond length and dihedral angle
values are shown in Fig. 2 and Table S1 (ESI†). Obviously, the
C–N bond lengths of the substituted nitrogen decrease by about
0.05 Å compared to the corresponding C–C bond lengths in
unsubstituted ones because of the smaller radius (0.75 Å of N
vs. 0.77 Å of C) and the lone-pair electron of the nitrogen atom.
In contrast, the other bond lengths remain almost unchanged.
The structural characteristics are also reflected in the Mulliken
atomic charge distribution diagram in Fig. S1 (ESI†). We can
see the electronegative nitrogen atoms in the newly designed
acceptors pull the partial charges from the carbon atoms. Hence,
the carbon atoms become more positive and the charge differences
between C and N become more prominent, which is conducive to
the charge flow on the skeleton. Another point that needs to be
mentioned is about the NCCC dihedral angle (a) in the B-
containing six-membered ring. As can be seen in Table S1 (ESI†),
the a values in the acceptors (A0, A2b, A2c, A2d, and A4) with an
equal number of nitrogen atoms on the left and right sides of the
core are about 118–128, which are slightly fewer than those (138–158)
in other acceptors (A1a, A1b, A2a, A3a, and A3b). Moreover, the
dipole moments (see Fig. S2, ESI†) of central symmetric molecules,
such as A0 (2.23 Debye), A2c (1.86 Debye), A2d (1.49 Debye), and A4
(1.01 Debye) are relatively smaller than those of other asymmetric
ones (3.72, 5.71, 5.70, 4.68, and 4.55 Debye for A1a, A1b, A2a, A2b,
A3a, and A3b, respectively).

Exciton binding energy and frontier molecular orbitals

Exciton generation and following diffusion are key factors
affecting the PCE of OSCs.74 Coulombic attraction has to be

Fig. 2 Key bond lengths of the studied molecules.
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overcome to guarantee effective charge separation, which is
crucial for electron injection into the semiconductor.75 As a
measure of Coulombic attraction, the exciton binding energy
(Eb) can be expressed as the difference between the electric and
optical band gaps. In this work, Eb is defined by the
equation76,77

Eb = VIP � VEA � E1

VIP = E0
+ � E0

VEA = E0 � E0
�

where VIP (VEA) is the vertical ionization potential (electron
affinity) energy, E0

+ (E0
�) is the energy of the cationic (anionic)

acceptor at the equilibrium geometry of the neutral state, E0 is
the energy of the neutral molecule at the minimum ground
state, and E1 is the first vertical excitation energy. The VIP, VEA,
and Eb values of the studied molecules are listed in Table S2
(ESI†). Since Eb of A1b (0.40 eV) is lower than that of A1a
(0.42 eV), and the Eb of A2d (0.40 eV) is lower than those of
A2a–A2c (0.44 eV, 0.45 eV, and 0.47 eV, respectively), it can be
deduced that replacing the nitrogen atom at the 2-site or 4-site
of A0 will lead to a small decline in Eb compared with the 1-site
or 3-site counterparts, which is conducive to the exciton gen-
eration process.

The LUMO offset between the donor and the acceptor is
considered to be the energetic driving force for charge
separation.78 The HOMO offsets are related to hole transfer
(from acceptor to donor) and charge recombination.79,80 The
difference between the energy level of the LUMO (ELUMO) of
the acceptor and the energy level of the HOMO (EHOMO) of the
donor is associated with the open-circuit voltage (Voc) of
OSCs.81–85 Accordingly, tuning the ELUMO/EHOMO is very impor-
tant. Fig. 3 displays the ELUMO and the EHOMO of the studied
acceptors. What is striking about the data is that ELUMO/EHOMO

can be precisely tuned in a wide range by substitution of
nitrogen:

ELUMO E �3.43 � 0.05n � 0.10m (eV)

EHOMO E �5.23 � 0.32n � 0.11m(eV)

where n(m) is the number of 1-site and 4-site (2-site and 3-site)
nitrogen atoms. The downshifted FMO energy levels of new
acceptors could be ascribed to the incorporation of the nitrogen
atoms with lone pair electrons. Obviously, for the HOMOs, the
down-shift energy levels of molecules with 2-site and 3-site
nitrogen substitution are more obvious than those of the 1-site
and 4-site substituted ones. In contrast, the effects of acceptors
with 1-site and 4-site N-substitution on ELUMO are stronger than
those of the 2-site and 3-site N-substituted ones. Either the
LUMO or the HOMO of A4 is the lowest among the studied
acceptors due to the most nitrogen atoms among the studied
molecules. The contour plots in Fig. S3 (ESI†) compare the
changes of distribution on the LUMOs and the HOMOs. It is
clear the HOMOs are mostly distributed on the core region,
while the LUMOs extend to the terminal units, which is

consistent with previous reports.86 Moreover, the changes of
the HOMOs are bigger compared with the LUMOs. This
explains why nitrogen substitutions have a greater effect on
EHOMO compared to ELUMO.

Optical properties

The optical characteristics of acceptors are of utmost impor-
tance because capturing sunlight and generating excitons are
the first steps of photoelectric conversion.87,88 The absorption
spectra of the studied boron-based acceptors were simulated by
the TD-PBE38 method and are shown in Fig. 4. To verify the
importance of the boron atoms for this type of acceptor, we also
computed the absorption spectrum of A0–C, which was derived
from A0 by changing the two boron atoms to carbon atoms. As
shown in Fig. S4 (ESI†), the absorption spectrum of A0 is
characterized by a wide absorption range with two peaks at
around 700 nm and 457 nm, which covers most of the strong
sunlight-irradiation region. This is in good agreement with
previous experimental observation.27 Meanwhile, the absorp-
tion spectrum of A0–C mainly lies in the weak sunlight-
irradiation region with a wide peak centred at about
1100 nm. Moreover, the EHOMO of A0–C is �3.76 eV, which is
much higher than those (�4 to �5 eV) of most widely used
donors,89 so the hole transfer channel will be blocked if A0–C is
used as an acceptor for OSCs. Hence, the boron atoms in A0 are
important and necessary in terms sunlight absorption and
energy levels.

In Fig. 4, we can see the acceptors A1b and A2d exhibit
unique wide absorption spectra with two strong absorption
bands in the UV-vis region, indicating superior sunlight collec-
tion capacity as observed for A0 in the experiments.27 Moreover,
compared with A0, A1b and A2d exhibit larger absorption
coefficients in favour of a higher short-circuit current density
( Jsc).90 In particular, A2d exhibits an evidently enhanced
absorption from 600 nm to 1000 nm enabling a broad photon
harvest to a high Jsc.73 The largest maximum absorption

Fig. 3 Energy levels of the highest occupied molecular orbital (EHOMO)
and the lowest unoccupied molecular orbital (ELUMO) for the studied
molecules.
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wavelength (727 nm) of A2d could be a result of the unique
quinoid-enhancing character, which enhances the p-effect and
results in a large bathochromic shift.91–95 On the whole, the
absorption spectra of the studied boron-based acceptors can be
well adjusted in a wide range (about 200 nm) by nitrogen
substitution on the core, which complements the absorption
of more kinds of donors to form high-performance OSCs.96,97

Electron mobility

Electron mobility (me) is an essential indicator of the acceptors in
OSCs.98 The calculated me values and related parameters based on
the Einstein equation71,72 and Marcus theory65,66 for the studied
acceptors are shown in Table 1 and Fig. S5 (ESI†). In Table 1, we can
see that the computed me value of A0 is 2.45 � 10�3 cm2 V�1 s�1.
For the newly designed acceptors, the me values of A2b, A2c and A3b
are of the same order of magnitude (10�3) as that of A0, while the me

values of other acceptors are one or two orders of magnitude larger
(10�2–10�1). According to the formula of Marcus theory on the
charge-transfer rate, the two key parameters governing the charge-
transport rate and then the electron mobility are the reorganization
energy (l) and the transfer integral (v). As shown in Table 1, the
l values of the newly designed acceptors are in the range of
0.16–0.22 eV, which are either the same as or 0.03–0.06 eV larger
than that (0.16 eV) of A0, while the vmax

2 values have increased by up
to two orders of magnitude after nitrogen substitutions. It is clear
that the enhanced electron mobility of the newly designed acceptors
mainly arise from the increased transfer integral, which strongly
depends on the relative position of the interacting molecules.99

In order to get more insights into the noncovalent interac-
tions of the acceptors, the independent density gradient model
(IGM)100 analysis was carried out on the most favoured hopping
pathway of the studied acceptors. As shown in Fig. S6 (ESI†),
the noncovalent interactions of A1a, A1b, A2a and A3a are
strong and mainly distributed in the end groups of the inter-
acting molecules. The large overlapping degree on molecular

backbones, face-on stacking, and small distances (3.42–3.54 Å)
between the two interacting molecules of A1a, A1b, A2a, and
A3a, resulting in relatively large mobility me of up to a few tenths
of cm2 V�1 s�1.

Donor/acceptor interfacial properties

The donor/acceptor (D/A) interface is critical for the exciton
dissociation, which to some extent determines the PCE of
OSCs.101,102 The optimized geometries of D/A interfaces paired
with the donor PTB7-Th are shown in Fig. S7 (ESI†). The
centroid-to-centroid distances, the N� � �S distances, and inter-
molecular interactions of the studied interfaces are similar,
indicating that A0 and its N-substitution counterparts have
strong intermolecular stacking paired with PTB7-Th. Light-
harvesting is a pivotal factor affecting the PCE of OSCs by
dominating Jsc.90 As shown in Fig. S8, PTB7-Th/A1b and
PTB7-Th/A2d exhibit significant red shifts because A1b and
A2d have strong absorption in the UV-vis region.

Charge transfer (CT) mechanisms play vital roles in deter-
mining the performance of bulk heterojunction OSCs and layer-
by-layer OSCs.101–103 To better understand the CT mechanisms,
the vertical excitation properties were investigated for the D/A
interfaces of PTB7-Th/A0 and PTB7-Th/A2d. As shown in Fig. S9
and Table S3 (ESI†), the studied sixty lowest singlet excited
states mainly lie in the visible light region (1.44–3.51 eV). The
excited states in OSCs can be classified into two types, the
Frenkel excitons (electron excitation localized on the donor or
the acceptor) and CT states (the two singly occupied molecular
orbitals separately locate on the donor and the acceptor).104

Importantly, among the first 60 low-energy excited states, there
are 40 CT states, accounting for 67% in PTB7-Th/A2d, which is
much more than that of 50% in PTB7-Th/A0. This suggests
easier charge separation in PTB7-Th/A2d given that CT states
are the precursors of the charge separation process.105

Fig. 5 displays the excitation energies and related electron
transfer parameters for the six lowest excited states (S1–S6),
since the low-lying excited states are essentially important in
photochemical and photophysical processes.106 We can see
that there are five CT states and one FE state in the S1–S6 states
for both studied interfaces. Lying 1.71 eV above the ground
state minimum, the S1 state of PTB7-Th/A0 is a charge transfer
state (CT1) with a transferred charge of 0.78 |e| along an

Fig. 4 Calculated absorption spectra of the studied acceptors at the
PBE38/6-31G(d,p) level (the values indicate the maximum absorption
wavelength in nm).

Table 1 The reorganization energy (l), square of electron transfer integral
(vmax

2) of the most favoured hopping pathway, and electron mobility (me) of
the studied acceptors

Molecules l (eV) vmax
2 (eV2) me (cm2 V�1 s�1)

A0 0.16 1.51 � 10�6 2.45 � 10�3

A1a 0.16 1.17 � 10�4 2.02 � 10�1

A1b 0.19 9.98 � 10�5 1.64 � 10�1

A2a 0.20 7.31 � 10�4 8.41 � 10�1

A2b 0.20 2.14 � 10�6 2.36 � 10�3

A2c 0.16 3.81 � 10�6 4.94 � 10�3

A2d 0.21 2.93 � 10�5 3.47 � 10�2

A3a 0.21 2.73 � 10�4 3.45 � 10�1

A3b 0.21 3.46 � 10�5 9.15 � 10�3

A4 0.22 1.33 � 10�4 3.20 � 10�2
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electron–hole distance of 2.37 Å and an oscillator strength of
0.04. As for the PTB7-Th/A2d interface, the S1 state is much
lower in energy (1.44 eV) and also a charge transfer state (CT1),
where the transferred charge is 0.89 |e| along a larger electron–
hole distance of 2.88 Å with an enhanced oscillator strength of
0.05. Regarding the charge transfer mechanisms, the oscillators
strengths (0.05, 0.82, 0.17, 0.05, and 0.09) of CT1–CT4 states for
PTB7-Th/A2d are larger than those (0.04, 0.74, 0.06, 0.01, and
0.02) for PTB7-Th/A0, indicating a larger possibility of charge
transfer via direct excitation mechanism. In addition, the
energy gap between the FE1 state and its below CT state is
0.15 eV and 0.09 eV for PTB7-Th/A0 and PTB7-Th/A2d, implying
that charge transfer via the hot exciton mechanism107 is more
favourable for the latter interface with a relatively smaller
FE-CT energy gap. As for the intermolecular electric field
(IEF) mechanism, in which a lower energy FE state is converted
to a CT state under the effect of the intermolecular electric field
formed by the different electrostatic potentials (ESP) of the
donor and the acceptor surfaces,108 the average ESP of A0 and

A2d is equivalent (3 kcal mol�1, see Fig. S10, ESI†) while the
energy gap between the FE1 state and its above CT state is
0.09 eV and 0.08 eV for PTB7-Th/A0 and PTB7-Th/A2d, slightly
in favour of the latter interface.

In short, multiple CT mechanisms including the direct
excitation mechanism, the hot exciton mechanism, and the
IEF mechanism, are feasible for the PTB7-Th/A0 and PTB7-Th/
A2d interfaces. The three mechanisms are more favoured in the
PTB7-Th/A2d system than in the PTB7-Th/A0 one.

Conclusions

In this work, we designed a series of boron-based non-fullerene
small acceptors for OSCs based on DFT and TD-DFT calculations.
Compared with the experimentally synthesized parent molecule
A0, the newly designed acceptors exhibit improved photovoltaic
properties, including a wider and red-shifted absorption spectrum,
and larger electron mobility. Analysis of the D/A interfacial

Fig. 5 Excitation energies (black lines), oscillator strengths (green fonts), D index (blue fonts), charge density difference (CDD: the red region stands for
the electron depletion zone, and the yellow region for electron accumulation) maps, and transferred charge (|Dq|, pink fonts) from the donor PTB7-Th to
the acceptor of the six lowest excited states for the PTB7-Th/A0 and PTB7-Th/A2d interfaces.
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properties shows that there are up to 68% CT states in the first 60
excited states of the PTB7-Th/A2d interface, while the CT state
proportion is 50% for the PTB7-Th/A0 interface. Furthermore, the
three widely accepted CT mechanisms (direct excitation, hot
exciton, and IEF mechanisms) were found to be more favoured
in PTB7-Th/A2d than PTB7-Th/A0. Our results not only provide a
set of promising boron-containing acceptors for OSCs, but also
demonstrate that nitrogen substitution is an effective strategy to
tune the optoelectronic properties of organic semiconductors.
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